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Abstract Tremendous efforts have been devoted to the enhancement of drug solubility using
nanotechnologies, but few of them are capable to produce drug particles with sizes less than a few
nanometers. This challenge has been addressed here by using biocompatible versatile γ-cyclodextrin
(γ-CD) metal-organic framework (CD-MOF) large molecular cages in which azilsartan (AZL) was
successfully confined producing clusters in the nanometer range. This strategy allowed to improve the
bioavailability of AZL in Sprague–Dawley rats by 9.7-fold after loading into CD-MOF. The apparent
solubility of AZL/CD-MOF was enhanced by 340-fold when compared to the pure drug. Based on
molecular modeling, a dual molecular mechanism of nanoclusterization and complexation of AZL inside
the CD-MOF cages was proposed, which was confirmed by small angle X-ray scattering (SAXS) and
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synchrotron radiation-Fourier transform infrared spectroscopy (SR-FTIR) techniques. In a typical
cage-like unit of CD-MOF, three molecules of AZL were included by the γ-CD pairs, whilst other three
AZL molecules formed a nanocluster inside the 1.7 nm sized cavity surrounded by six γ-CDs. This
research demonstrates a dual molecular mechanism of complexation and nanoclusterization in CD-MOF
leading to significant improvement in the bioavailability of insoluble drugs.

& 2019 Chinese Pharmaceutical Association and Institute of Materia Medica, Chinese Academy of Medical
Sciences. Production and hosting by Elsevier B.V. This is an open access article under the CC BY-NC-ND

license (http://creativecommons.org/licenses/by-nc-nd/4.0/).
1. Introduction

As one of the most investigated areas of innovative crystalline
highly porous materials, metal-organic frameworks (MOFs) are
structurally versatile materials comprised of inorganic and organic
components1–4. Owing to their large surface area, tunable structure
functionalization and porosity, MOFs are being explored for a wide
variety of potential applications such as sensing5,6, gas storage7,8,
chromatographic separation9,10, catalysis11, template synthesis12, and
drug delivery13,14. Most of MOFs are composed of metals (i.e., Co,
Ni, Cr, and Gd), which are toxic in view of potential biological
applications15, and the available data on organic ligands and their
biological fate are limited16,17. Thus, MOFs composed of pharma-
ceutical excipients and endogenous metal ions are of great interest
for the design of drug delivery system18,19. Recently, γ-cyclodextrin
metal-organic framework (CD-MOF) is considered as a green,
renewable framework material, linked by coordination of the
secondary face hydroxyl groups on alternating D-glucopyranosyl
residues to one of the alkali metal cations to form body-centered
cubic extended structures20. In the unit cell of CD-MOF, six γ-CDs
constitute six sides of the cube. Porous CD-MOF has two main kinds
of cages in the molecular structure: i) spherical voids with diameter
of 1.7 nm formed by six γ-CDs, and ii) cavities with diameter of
0.8 nm formed by face to face γ-CD pairs. Taking advantage of the
interconnected channels, the large spherical voids can serve as
confined nanoreactors21. The reaction products formed in these
confined spaces exhibit the desired uniform size distributions which
are hard to be achieved by conventional methods22,23. Several
successful reports have been published on drug loading into
CD-MOF24,25, but the mechanism of drug loading could neither be
simply interpreted as adsorption26, encapsulation27, inclusion nor
co-crystallization25. Herein, to further probe the mechanism of drug
loading in CD-MOF, a water insoluble drug, namely, azilsartan
(AZL) was selected as a model hydrophobic drug.

AZL is the latest angiotensin II receptor blocker (ARB) for the
treatment of hypertensions28. Compared with olmesartan and valsar-
tan, AZL has superior efficacy at its maximal dose29 for its high
binding to and slow dissociation from AT1 receptors30. AZL is
insoluble in water and its solubility is pH-dependent31. The absorp-
tion site of AZL is mostly in the upper parts of small intestine and is
poorly absorbed by the stomach and colon32,33. Therefore, it is of
great interest to enhance the solubility and the bioavailability of AZL.
A number of strategies have been applied to improve the solubility of
poorly water soluble drugs34–36 such as particle size reduction37,
prodrugs38, liposomes39, solid dispersions40 and cyclodextrins inclu-
sion compounds41. However, the majority of the literatures about
AZL are focused on its antihypertensive efficacy and safety42–45,
whilst there are very few investigations on the solubility improvement
of AZL31,46.
CD-MOF was used here as a carrier to improve the solubility
and oral bioavailability of AZL. The nanometer-sized CD-MOF
was successfully synthesized and conveniently loaded with AZL
by agitation. AZL was loaded into two kinds of molecular cages in
CD-MOF following different drug loading mechanisms. One
mechanism consists in encapsulation in γ-CD pairs and the other
one is the confinement of AZL molecules in nanometer-sized cage-
like spaces. Therefore, both experimental and simulation studies
were performed to assess the location of AZL inside CD-MOF and
more particularly, to evidence the presence of AZL nanoclusters in
confined large cages in CD-MOF. The oral bioavailability of AZL
loaded in CD-MOF (AZL/CD-MOF) was compared with that of
included by γ-CD (AZL/γ-CD) and pure AZL in fasted male
Sprague–Dawley rats. Overall, the obtained results suggested that
the nanoclusters played a key role in the solubility and bioavail-
ability enhancement of AZL/CD-MOF.
2. Materials and methods

2.1. Materials

AZL was provided by Zhejiang Guobang Pharmaceutical Co., Ltd.
(Zhejiang, China). γ-CD was obtained from Maxdragon Biochem
Co., Ltd. (Guangdong, China). Methanol (MeOH), potassium
hydroxide (KOH), polyethylene glycol 20,000 (PEG20000),
ethanol (EtOH), glacial acetic acid and other reagents of analytical
grade were all purchased from Sinopharm Chemical Reagent Co.,
Ltd. (Shanghai, China) and used without further purification.
Water was purified by passing through a reverse osmosis unit of
a Milli-Q reagent water system (Millipore, France).

2.2. Loading of AZL into CD-MOF and γ-CD

The synthetic protocol for CD-MOF was adopted from our reported
procedure and included in the Supporting Information26. The AZL
loading profile was investigated using a simple agitation approach.
AZL was loaded into CD-MOF under magnetic agitation (RCT IKA,
Staufen, Germany) under incubation with ethanolic solution of AZL
for 24 h. Briefly, 300mg of dried CD-MOF powder was dispersed
into 20mL of EtOH solution of AZL with the final concentration of
13mg/mL (molar ratio of γ-CD in CD-MOF to AZL was 1:3) and
agitated at 40 1C with a speed of 50 rpm. The precipitates were
collected by centrifugation and dried under vacuum overnight to
obtain AZL/CD-MOF.

Inclusion complex of γ-CD and AZL in 2:1 molar ratio was
prepared by ball milling method using a high-energy impacting
grinder (CJM-SY-A, Qinhuangdao Taiji Ring Nano-Products Co.,
Ltd., China). AZL and γ-CD were separately sieved through 100
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mesh sieve, weighed and mixed in the above-mentioned ratio. The
zirconia beads milling was charged first with zirconia beads
(11 mm average diameter, weight of zirconia beads and the mixed
powder was 10:1 w/w) and then blended with the powders. To
enhance the efficiency of the inclusion process, three-fold amount
of water and ethanol in 1:1 ratio (v/v) was added. The obtained
product was dried overnight under vacuum at 50 1C. The optimum
milling time was studied, which was found to be 2 h. The final
product was kept in airtight container till further analysis. Physical
mixture (PM) of AZL and γ-CD was prepared by mixing the
powders in geometric proportion.

2.3. Quantification of AZL

The amount of AZL was determined by high performance liquid
chromatography with UV detection (HPLC-UV, Agilent 1290,
Agilent Technologies, USA). Analysis was carried out with a C18
column (250mm � 4.6mm, 5 mm, Dikma, USA) operating at
30 1C. The mobile phase was composed of acetonitrile, water and
glacial acetic acid (50:50:1, v/v/v) delivered at 1.0mL/min. Analyses
were carried at 254 nm wavelength with 20 μL injection volume.
Data were collected by Chemstation version B.04.03 software
(Agilent Technologies, USA). In these conditions, the drug retention
time ranged within 7.2–7.5 min. Effective drug contents were
calculated from a linear calibration curve (r ¼ 0.9999) established
in the 0.25 to 100 μg/mL concentration range.

AZL loading was measured by dissolving 5mg of sample in
10mL of water and methanol solvent (1:1, v/v), the centrifuged
solution was analyzed by HPLC-UV. The presence of CD-MOF did
not interfere with the HPLC analysis of the drug. The AZL loading
percentage was calculated according to the following Eq. (1):

AZL loading %ð Þ ¼ AZL determined in CD – MOF
Weight of AZL= CD – MOF

� 100 ð1Þ

2.4. Solubility study

Apparent solubility of AZL/CD-MOF in different media including
hydrochloric acid solution (pH 1.2), acetate buffer (pH 4.5),
phosphate buffer (pH 6.8), and distilled water were determined
by the shake-flask method. Excess amounts of AZL, AZL/γ-CD
and AZL/CD-MOF were added to 5 mL of different medium in
screw-capped glass vials, then mechanically shaken (ES-60þ,
Wiggens, Germany) at 25 1C for 72 h. Followed by filtration with
a syringe filter (filter HA-0.45 μm, Millipore) to remove the
insoluble solids. The filtrate was diluted with each media and
analyzed by HPLC. Each experiment was performed in triplicates,
the coefficient of variation (CV) associated with each measurement
was less than 3%.

2.5. In vitro dissolution studies

In vitro dissolution performance was estimated using an USP II
dissolution apparatus (Model 2500, Distek Co., USA). Forty mg
raw AZL, equivalent AZL/γ-CD and AZL/CD-MOF solid systems
were placed to 900 mL media (pH 1.0 HCl solution, pH 4.5 acetate
buffer, pH 6.8 phosphate buffer, and distilled water) at 37 1C and
at a paddle rotating speed of 50 rpm, respectively. An aliquot of
5 mL was withdrawn at 3, 5, 10, 15, 20, 30, 45 and 60 min, filtered
through a 0.22 μm membrane, and the removed volume was
replaced with 5 mL of fresh medium. Then, the concentration of
AZL was estimated by HPLC method. The dissolution was
measured in triplicates for each sample, and the mean cumulative
dissolution profile was plotted.

2.6. Scanning electron microscopy (SEM)

Morphological characterizations were conducted using an SEM
(S3400, Hitachi, Japan). Specimens were immobilized on metal
stubs with double-sided adhesive tape and coated with gold, then
observed under definite magnification.

2.7. Powder X-ray diffraction (PXRD)

Crystallinity of the samples was characterized by PXRD. Diffrac-
tion patterns were detected with a Bruker D8 Advance diffract-
ometer (Bruker, USA). Samples were irradiated with
monochromatized Cu Kα radiation (λ ¼ 1.54 Å) and analyzed
over a 2θ angle range of 3–401 with a tube voltage of 40 kV,
a tube current of 40 mA at a scan speed of 0.1 s/step.

2.8. Synchrotron radiation Fourier transform infrared
spectroscopy (SR-FTIR)

SR-FTIR spectra of samples were obtained in Shanghai Synchro-
tron Radiation Facility (SSRF) using a spectrometer (Nicolet 6700,
Thermo Scientific, USA). Sample was thoroughly mixed with
potassium bromide and compressed into a tablet. Each specimen
was recorded with 128 scans at a resolution of 4 cm–1 in a
wavenumber range of 400–4000 cm–1.

2.9. Nitrogen adsorption isotherm

Nitrogen adsorption–desorption isotherm was measured with a
liquid nitrogen bath (�196 1C) using a porosimeter (Micromeritics
ASAP 2020, USA). Before test, samples were vacuum dried at
50 1C for 12 h to remove residual solvent and moisture.

2.10. Differential scanning calorimetry (DSC)

Calorimetric measurements were carried out with a differential
scanning calorimeter (PerkinElmer DSC8500, USA) in the tem-
perature range from 25 to 300 1C with a heating rate of 10 1C/min
under constant nitrogen purging of 30 mL/min. Calibrations for the
temperature and enthalpy were achieved from measurements of
melting temperature and enthalpy of indium (Tm ¼ 156.6 1C and
ΔHm ¼ 28.5 J/g).

2.11. Small angle X-ray scattering (SAXS)

SAXS experiments were performed on a SAXSess mc2 nano-
structure analyzer (Anton Paar, Austria), with an incident X-ray
monochromatic beam (λCuKα ¼ 1.54 Å) monitored by a photo-
multiplier. The rotating anode device was operated at 50 kV and
1 mA. Scattering in the range (scattering vector q ¼ 4πsin(θ)/λ,
with λ as the wavelength and θ as half the scattering angle)
of 0.01–8.53 nm–1 was detected. CD-MOF or AZL/CD-MOF was
placed on the aluminum foil. The distance between the sample and
the detector was set to 25 cm. Each SAXS pattern was accumu-
lated for 1 h.
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2.12. Molecular docking

The crystal structure of CD-MOF was extracted from the reported
single crystal structure of CD-MOF-120. The molecular structure
of AZL was constructed manually. The molecular dynamics
program of Amber 12 was employed to perform energy mini-
mization and molecular dynamics calculation. The Amber Tools in
Amber 12 was used to prepare the starting stuffs. The force field
parameters of γ-CD were downloaded from GLYCAM-Web
(http://glycam.org/docs/forcefield/parameters/). The partial atomic
charge of the AZL was calculated employing Gaussian 09
package. The automated molecular docking program Auto Dock
Vina 1.1.2 was used to generate the initial position of AZL.

Firstly, energy minimization protocol was executed to prepare
AZL model. Then, the AZL molecule was docked to CD-MOF
model. The docking result with the relatively low energy was used
for the successive structure optimization.

In the minimization protocol, all the models were put in the
vacuum. Then, a 20 ns molecular dynamic was performed. The
nonbond cutoff distance of 18.5 Å, spline width of 1.0 Å and
buffer width of 0.5 Å were used, respectively. In the docking
protocol, a Lamarckian Genetic Algorithm (LGA) in combination
with a grid-based energy evaluation method were used for pre-
calculating grid maps according to the interatomic potentials of all
atom types present in the host and guest molecules, including the
Lennard-Jones potentials for Van Der Waals interactions and
Coulomb potentials for electrostatic interactions47. A grid map
of dimensions 30 Å � 30 Å � 30 Å with a grid spacing of
0.375 Å was placed to cover the CD-MOF model. With the help
of AutoDockTools, the atomic partial charges were calculated by
the Gasteiger-Marsili method48. The parameters used for the global
search were an initial population of 50 individuals, with a maximal
number of energy evaluations of 1,500,000 and a maximal number
of generations of 50,000 as an end criterion. Other docking
parameters were set as default.
2.13. Pharmacokinetic study

The male Sprague–Dawley rats (200 7 20 g) were provided by
Shanghai Lab Animal Research Center (Shanghai, China) and
randomly divided into three groups of 6 each. All rats were fasted
overnight prior to the experiment but allowed free access to water.
The three groups were orally administrated with raw AZL, AZL/γ-
CD and AZL/CD-MOF at a dose of 1.0mg/kg respectively, which
were dispersed in 0.5% sodium carboxymethylcellulose (CMC-Na)
respectively. At pre-specified time intervals of 0, 0.08, 0.25, 0.5, 1,
1.5, 2, 4, 8, 12 and 24 h retro-orbital blood samples were collected
into 1.5mL heparinized centrifuge tubes. The tubes were immediately
centrifuged (3500 rpm � 10min, Thermo Fisher Scientific Micro
2 R, Waltham MA, USA) to collect the plasma, which was
transferred to a new tube and stored frozen at �80 1C until further
analysis. All animal experiments were carried out with the approval
of the Institutional Animal Care and Use Committee of Shanghai
Institute of Materia Medica, Chinese Academy of Sciences (IACUC
Application No. 2017-05-ZJW-11, Shanghai, China).

Plasma samples were removed from �80 1C storage and kept at
ambient conditions till melted. 50 mL of plasma samples spiked
with 10 mL of valsartan (100 ng/mL) and 10 mL of solution
(acetonitrile:water ¼ 60:40, v/v) were vortexed for 30 s. Acetoni-
trile (130 mL) was then added and vortexed for 30 s. After mixing,
the samples were centrifuged (12,000 rpm � 5 min) and aliquots
of 10 mL supernatant were injected into the HPLC–MS/MS
system.

2.14. HPLC–MS/MS analysis

Plasma samples were quantified on a highly sensitive HPLC–MS/
MS system that consisted of an Agilent 1260 HPLC coupled to an
Agilent G6460A triple quadrupole mass spectrometer (Agilent
Technologies, Torrance, USA). The chromatographic system used
consisted of a binary pump of G4220A, an auto-sampler of G4226A
and a column oven of G1316C. Data were collected by MassHunter
V4.1 software. AZL and internal standad (valsartan) were separated
on an core-shell XB-C18 column (150mm � 4.6mm, 5 μm,
Phenomenex, USA) at 35 1C. The mobile phase was consisted of
0.1% formic acid aqueous solution and acetonitrile (40:60,v/v)
which performed at a flow rate of 0.6 mL/min. An injection volume
of 10 mL was applied for analysis.

Mass spectrometric detection was performed using a jet stream
electrospray ionization (ESI) source operating in the negative ion
mode. The instrument was optimized for the quantification. Nitro-
gen was used as both the drying gas under a flow of 10 L/min at
300 1C and the sheath gas under a flow of 10 L/min at 350 1C. The
pressure of nebulizer was 35 psi. The instrument was operated with
a capillary voltage of 3.5 kV. Multiple reaction monitoring (MRM)
transitions were employed for data acquisition with transitions of
m/z 455.2-411.3 for AZL and the transitions of m/z 431.1-179.1
for valsartan.

The concentrations of AZL were calculated from a linear
calibration curve established in the 2.07 to 1035.00 ng/mL con-
centration range. Least squares method was used to establish the
standard curve of AZL with the weight of 1/x2. The accuracies
were within 91.57%–107.50% for the blood calibration standards
at all the concentration levels. The typical standard curve equations
for AZL was:

R¼ 1:26� 10–2C–1:06� 10–2 ð2Þ
where R is peak area ratio of AZL to valsartan and C is
concentration of AZL (r2 ¼ 0.9960).

2.15. Statistical methods

Linear regression analysis was used to verify the linearity of the
calibration curves. AZL was expressed as mean 7 standard
deviation (SD) and examined by t-test. All statistical analyses
were performed with SPSS 17.0 (SPSS Inc., Chicago, IL, USA).
The pharmacokinetic parameters of analyses were calculated by
the non-compartmental analysis using the DAS 2.0 software. P
values of o0.05 or o0.01 were considered to be statistically
significance.
3. Results and discussion

3.1. Highly efficient loading and dramatically improved
solubility of AZL

AZL was incorporated by simply immersing the CD-MOF crystals
into AZL ethanolic solution (13 mg/mL) by agitation and incuba-
tion at 40 1C. As shown in Fig. 1A, the ostensive equilibrium
reached within 8 h of incubation. AZL loading to CD-MOF
reached 22.870.6% (w/w) corresponding to a molar ratio of
AZL to γ-CD in CD-MOF of around 1:1 calculated by the

http://glycam.org/docs/forcefield/parameters/


Figure 1 Highly efficient loading and dramatically improved solubility of AZL achieved by CD-MOF. (A) Effect of the incubation time on the
loading efficiency of AZL (13 mg/mL) into CD-MOF (n ¼ 3) with corresponding SEM images of CD-MOF, AZL/CD-MOF and the fitting of the
pseudo-second-order kinetics. (B) Dramatically enhanced solubility of AZL/CD-MOF compared with AZL and AZL/γ-CD at different pH values.
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corresponding amount of CD-MOF converted into CD versus the
moiety of AZL loaded. Of note, such loadings could not be
achieved via conventional complexation processes. The AZL
loading rate fitted well in a pseudo-second-order kinetic model
(R2 ¼ 0.9999) of t/qt against time (Fig. 1A). Taking into account
the molecular bonds rotation and stretching, the windows dimen-
sions of γ-CD (0.8 nm) and the internal cavities in CD-MOF
(1.7 nm) are compatible with the molecular dimensions of AZL
molecules which is 0.89 nm� 1.61 nm. After AZL loading, AZL/
CD-MOF particles were colorless and maintained their original
morphology and crystalline structure. This finding was a pre-
liminary presumption of the efficient incorporation of AZL into
CD-MOF.

Solubility is one of the essential parameters considered in the
pre-formulation phase. As indicated in Fig. 1B, the apparent
solubility of AZL/CD-MOF in water was enhanced 340-fold
compared to raw AZL. On the contrary, an only 9.4-fold increment
was recorded when forming γ-CD inclusion complexes by ball
Figure 2 Dissolution profiles of AZL/CD-MOF, AZL/γ-CD and AZL in
(C) and pH 1.0 HCl solution (D). Each value represents the mean7SD (n
milling method with the molar ratio of 1:2 for AZL and γ-CD.
Overall, AZL/CD-MOF showed higher solubility than AZL/γ-CD
and raw AZL in all the tested pH range from 1.0 to 6.8.

3.2. Enhanced dissolution rate in vitro

In order to improve the oral bioavailability of poorly water-soluble
drugs, it is indispensable to study the in vitro dissolution behaviors
of the formulations. As illustrated in Fig. 2, the dissolution profiles
of raw AZL displayed pronounced pH-dependent behavior due to
its weak acidic nature and low dissolution rate at lower pH values.
Only less than 10% of AZL dissolved within 60 min in pH 1.0 HCl
solution, pH 4.5 acetate buffer and distilled water. In contrast a
dramatic increase in both the dissolution rate and extents were
observed with AZL/CD-MOF, as more than 90% of the drug was
dispersed within 3 min in pH 6.8 phosphate buffer and in distilled
water. In pH 4.5 acetate buffer, 45.5473.55% of AZL was
dissolved from AZL/CD-MOF at 60 min and 29.647 0.55% of
pH 6.8 phosphate buffer (A), pH 4.5 acetate buffer (B), distilled water
¼ 3).
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AZL was dissolved at the same time in pH 1.0 HCl solution.
However, it is worthy to mention that at the 30 min dissolution, the
AZL dissolved from AZL/CD-MOF in pH 1.0 HCl solution is
faster than that in pH 4.5 acetate buffer, it is possible that the
dissolution rate in low ion concentration solution is faster than that
in high ion concentration buffer and the AZL nanoclusters released
from CD-MOF structure in pH 1.0 HCl solution precipitated at the
endpoint of the dissolution. For AZL/γ-CD, although the dissolu-
tion rate has been ameliorated contrasted to raw AZL to a certain
degree, but the improvement in apparent solubility was quite
limited in comparison to AZL/CD-MOF in all tested dissolution
media except in pH 6.8 phosphate buffer. Compared with the
dissolution rate of AZL/γ-CD and raw AZL, AZL/CD-MOF has
the overwhelming superiority in pH 1.0 HCl solution and
pH 4.5 acetate buffer. The arresting apparent solubility improve-
ment of AZL when using AZL/CD-MOF may be attributable to
the typical supramolecular organization of γ-CDs in CD-MOF. It is
expected that such an increase in apparent solubility could upgrade
the in vivo bioavailability of AZL.
3.3. Enhanced bioavailability in rats

Oral delivery of AZL is challenging because of its poor solubility
in aqueous and physiological environments. To some extent, both
γ-CD and CD-MOF could ameliorate the solubility of hydrophobic
active pharmaceutical ingredient (API), while the difference in
bioavailability is always unknown. The plasma concentration-time
profiles of same dose of AZL in male rats following oral
administration have shown significant absorption enhancement
after loading into the CD-MOF. After oral administration of AZL/
CD-MOF, plasma concentration of AZL increased rapidly and
reached a maximum concentration within 1.5 h, which was
Figure 3 Plasma concentration-time profiles of AZL in rats after orally
administrated AZL/CD-MOF, showing significant bioavailability
improvement in comparison to AZL/γ-CD and AZL (n ¼ 6,
mean7SD).

Table 1 Pharmacokinetic parameters of AZL/CD-MOF, AZL/γ-CD

Parameter AZL/CD-MOF

AUC(0-24 h) (μg/mL h) 30.65714.24**

Tmax (h) 1.5071.30**

Cmax (μg/mL) 2.6371.02**

Data are mean7SD, n ¼ 6.
**P o 0.01 versus AZL.
remarkably ahead of raw AZL (Fig. 3). The relative bioavailability
of the group treated with AZL/CD-MOF was found nearly 9.7-fold
higher than that of AZL administered as free drug and 1.5-fold
higher than that of AZL/γ-CD (Table 1). The results demonstrated
that CD-MOF was effective in enhancing the AZL release as well
as the in vivo absorption, which strongly indicated that AZL
loading in CD-MOF occurs not only by γ-CD inclusion but other
different mechanisms existed. Thus, an in depth characterization
has been carried out to investigate the mechanism by which AZL/
CD-MOF increase by an extra 1.5-fold the bioavailability of AZL
as compared to AZL/γ-CD.
3.4. Characterization of AZL/CD-MOF

The powder X-ray diffraction (PXRD) patterns of both AZL and
CD-MOF showed its own intrinsic peaks at the diffraction angles
of their typical crystalline pattern (Fig. 4A). After AZL loading
into CD-MOF, the intrinsic peaks of AZL crystals disappeared and
the intensity of the remaining CD-MOF peaks was weakened. The
weakened diffraction peaks of CD-MOF could be due to that slight
γ-CD leak from CD-MOF in ethanol during the loading agitation
approach24, and the hypothesis was inferred by SR-FTIR
investigations. The characteristic wide band at 2926 cm�1

assigned to –CH– (νCH) vibrations in CD-MOF decreased to some
extent and the stretching vibration brand of the hydroxyl group at
3000–3600 cm�1 was broader after the agitation approach. The
disappearance of AZL crystals intrinsic peaks indicated that the
AZL inside CD-MOF lost its original crystalline form and
transformed the crystalline into amorphous state after drug loading
process. Similarly, no peak was observed in AZL/γ-CD due to an
amorphous structure of AZL encapsulated in γ-CD.

The changes in the bonding between functional groups could be
observed through SR-FTIR (Fig. 4B). SR-FTIR spectra of AZL
alone showed two distinctive carbonyl absorption bands at 1775
and 1693 cm�1, assigned to the carboxyl carbonyl and amide
carbonyl stretching, respectively. These bands are of diagnostic
value to elucidate the interactions between AZL and CD-MOF.
The two absorption bands of AZL appeared unchanged in its
physical mixture. On the contrary, the signals of carboxyl carbonyl
and amide carbonyl band in AZL/CD-MOF were shifted to 1770
and 1646 cm–1, respectively, which is believed to arise from the
spectral shift of carbonyl groups in AZL, highlighting the strong
interaction between the carrier and drug molecules, involving
hydrogen bonds and electrostatic attraction. On the other hand, the
signal of carboxyl carbonyl band in AZL/γ-CD was unchanged
and the amide carbonyl shifted to 1640 cm–1, which demonstrated
the host-guest interaction between AZL and γ-CD. Similarly, the
two absorption bands of AZL and γ-CD physical mixture appeared
unchanged. SR-FTIR spectra illustrated the interaction between
and AZL in rats.

AZL/γ-CD AZL

20.4377.66** 3.1670.42
0.9270.38** 6.6772.07
2.0370.38** 0.1970.01



Figure 4 Characterizations of AZL, CD-MOF, AZL/CD-MOF and AZL/γ-CD. (A) PXRD patterns, (B) SR-FTIR spectra, (C) N2 adsorption-
desorption isotherms (P/P0, relative pressure) and pore width distribution of CD-MOF and AZL/CD-MOF (insert) (D) DSC thermograms of AZL,
CD-MOF, AZL/CD-MOF, AZL/γ-CD and its equimolar physical mixture (PM).

Figure 5 SAXS scattering curve of AZL, CD-MOF and AZL/CD-
MOF. After AZL loading in CD-MOF, the SAXS scattering signal of
AZL/CD-MOF at q2 disappeared, suggesting an occupation of the
large CD-MOF cavities with a diameter of 1.6 nm by AZL molecules.
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AZL and γ-CD in CD-MOF is different from that of γ-CD
inclusion complex.

AZL loading led to a significant decrease in the N2 uptake of CD-
MOF (Fig. 4C), which further proved that the interconnected pores
were occupied by AZL. Indeed, for blank CD-MOF, the Langmuir
surface area was recorded as 996m2/g. In contrast, the Langmuir
surface area of AZL/CD-MOF was estimated near 0 m2/g, indicating
that almost no residual porosity was left in AZL/CD-MOF crystals
after drug loading. Pore width distribution curves of CD-MOF and
AZL/CD-MOF were shown in Fig. 4C (insert). The pore size of
CD-MOF was in the range of 0.5–2.0 nm and the mean pore width
was a little bit less than the thearetical size (1.4 nm) using the density
functional theory (DFT) calculation on nitrogen adsorption in CD-
MOF. After AZL loading, the dramatically decreased pore volume of
CD-MOF from 0.038 to 0 cm3/g directly demonstrated that AZL
occupied the pores in CD-MOF.

DSC was employed to gain information on the physical state of
AZL in AZL/CD-MOF as compared to AZL/γ-CD, using as
reference free drug and empty CD-MOF as well as related physical
mixtures (Fig. 4D). As expected, an endothermic peak appeared at
205 1C in the DSC curve of the raw AZL, corresponding to its
melting point and indicating its crystalline nature. At the same
time, no such peak was observed in both of CD-MOF and γ-CD in
the same tested range of 25–300 1C. Compared to the raw AZL,
both the physical mixtures of AZL with CD-MOF or γ-CD showed
unchanged melting point. In contrast, the endothermic peak of
AZL completely disappeared from AZL/CD-MOF and AZL/γ-CD,
indicating profound changes of the original crystal features of AZL
in CD-MOF and γ-CD.
3.5. Small angle X-ray scattering

SAXS can provide high-resolution scattering profiles for systems and
events occurring at a wide scale range (1–200 nm)49,50. In this study,
SAXS was performed to further investigate the drug distribution in
CD-MOF. As can be seen from the pattern of CD-MOF (Fig. 5), the
peaks appeared with relative positions of q1:q2:q3:q4:q5:q6, etc. ¼ 1:
ffiffiffi
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, etc., which confirmed the body-centered
cubic (BCC) symmetry of the CD-MOF. After drug loading, the
Bragg long period (L ¼ 2π/q1, 2.2 nm) of AZL/CD-MOF was
unchanged as compared to parent CD-MOF. By contrast, the
scattering behavior of free drug was different from the one of
CD-MOF, with no apparent peak observed before q5. However, all



Figure 6 Conformation of AZL molecules distributed in CD-MOF:
AZL integrated in the cavities of γ-CD pairs inside CD-MOF
(A) and AZL assemblies as nanoclusters in the large cage-like
confined space of CD-MOF (B). The red part indicated the strongest
electronic donation region and the blue represented the strongest
electronic acceptance region. (All the hydrogen atoms were omitted
for the sake of clarity).
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the peaks of AZL/CD-MOF were significantly shifted to higher
fields, demonstrating that the diameters of cavities were reduced. In
addition, the full width half maximum (FWHM) of CD-MOF
increased after drug loading, which indicated that the degree of
structural order decreased due to the incorporation of AZL. More
importantly, the q2 peak (d ¼ 2π/q2, diameter of 1.6 nm), which was
considered as the signal of the largest cavities (theoretical diameter
of 1.7 nm) in CD-MOF almost disappeared after AZL loading. This
could be attributed to an occupation of the large CD-MOF cavities
by the AZL molecules, leading to the signal change of CD-MOF
in SAXS.
3.6. Mechanism of AZL distribution in CD-MOF by molecular
docking

Molecular docking was employed to study the mechanism of the
AZL distribution inside the CD-MOF. Herein, AutoDock used in
this research is a semi-empirical free energy calculation method,
based on the Lamarckian Genetic Algorithm (LGA) to search
docking sites and Amber ForceField to evaluate the energy
matching between the receptor and the ligand. The atoms of C,
H, O and N in this article were included in the ForceField. The
intramolecular energies were included in the formula for docking
free energy. However, this term was always close to zero. The
interactional free energy between AZL and CD-MOF mainly
depends on the non-covalent interaction and other terms. Conse-
quently, it should also give a better estimate for the absolute free
energy51,52. The relative free energy was more reliable for the
comparison of the same system. Accordingly, the docking results
are all reliable and meaningful for the discussion in this article.
From a thermodynamic point of view, the conformations with the
lowest free energy are the most stable one. Therefore, relatively
low energy was used for energy optimization and molecular
dynamics calculations in docking31. The results showed that
AZL molecules preferred to stay in the hydrophobic cavities of
γ-CD pairs (0.8 nm) rather than in the spherical cages of 1.7 nm of
CD-MOF (Supporting Information Fig. S1). When the solution
concentration of AZL was low or AZL molecules entered in CD-
MOF at the beginning, it mainly distributed in the cavities of γ-CD
pairs inside CD-MOF (Fig. 6A). The binding free energy in this
case was �10.1 kcal/mol. Under such conditions, AZL molecules
mainly existed in the γ-CD pairs inside CD-MOF with hydro-
phobic interactions, in which the hydroxyl groups of γ-CDs
formed hydrogen bonds with AZL molecules. The hydrogen
bonding was critical for the stabilization of the host-guest
system53,54. Under the condition of higher concentration or the
prolonged loading time, AZL molecules could exist in the cage-
like confined space of CD-MOF. Three AZL molecules were
shown to be packed as an assembly in the spherical cavity
(Fig. 6B). The hydrophilic groups of AZL molecules were shown
to be interacted with hydrophilic hydroxyl of the inside surface of
CD-MOF cavity. The distribution of AZL molecules appeared to
be chaotic at over concentration due to the limited cavity space so
that unable to accommodate more AZL molecules. The experi-
mental data of the maximum loading capacity as 1:1 molar ratio of
AZL to γ-CD in CD-MOF had further confirmed that it is difficult
for more than three AZL molecules to enter the large cavity of CD-
MOF. Overall, confined nanometer-sized cage-like space could
loosely accommodate three AZL molecules as assemblies of
nanoclusters. When CD-MOF dissolved in water, the structure
of CD-MOF will totally collapse and there are three forms of AZL
in the solution system, one is γ-CD inclusion complex, one is free
AZL and the other one is the nanocluster. The nanoclusters, which
have uniform and tiny size immediately released from CD-MOF
could temporarily increase the apparent solubility of AZL in water.
It is also a “ship in a bottle” approach to form drug nanoclusters in
CD-MOF. Herein, versatile CD-MOF was a carrier as well as
a template formed nanocluster and γ-CD inclusion complex of
AZL. Extra enhancement in bioavailability of AZL was subse-
quently obtained benefited from nanoclusters in the solution
system.
4. Conclusions

In summary, CD-MOF has been investigated and validated as an
efficient carrier to enhance the solubility and bioavailability of
insoluble drug, a combined molecule mechanism of complexation
and nanoclusterization has been proposed and experimentally
verified, which is outclassed in CD-MOF drug delivery researches.
Confirmed by experimental data either from the SR-FTIR, PXRD,
SAXS and molecular docking, the high payload of AZL in CD-
MOF relies on the formation of super tiny (1.7 nm) nanoclusters
within CD-MOF, which is possibly one of the smallest nano-
particles of APIs can be made. Hence, the research suggested that
CD-MOF is a highly potential and efficient form of nano drug
delivery system for tailoring the bioavailability of poorly water-
soluble drugs to its maximum.
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