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INTRODUCTION

Fluorinated macromolecules hold a distinctive place among organic polymers currently available to scientists and engineers. For instance, the chemical resistance of their C-F bonds, both to thermal and oxidative degradations, extends considerably the range of temperatures commercial polymers can be used routinely under aerobic atmospheres, polytetrafluoroethylene (PTFE, Teflon®) being the prototypical commercial example since 1946. [START_REF] Gardiner | Fluoropolymers: Origin, Production, and Industrial and Commercial Applications[END_REF] In addition, the presence of fluorinated chains made of (CF 2 ) i and -CF 3 units at the air-or liquid-polymer surface imparts low surface energies, hydro-and lipophobicities, as well as low adhesions and low surface frictions. [START_REF] Gardiner | Fluoropolymers: Origin, Production, and Industrial and Commercial Applications[END_REF][START_REF] Améduri | Fluoropolymers: The Right Material for the Right Applications[END_REF] Finally, self-organization of the fluorinated chains close to the surface or in the bulk of the materials leads to thermal transitions arising from the semi-crystalline nature of the materials (PTFE in particular displays a very high propensity to crystallize) or from local lamellar arrangements. The structure and dynamics of these crystalline and liquid crystalline structures in turn impact surface (see above) and bulk properties such as solubility or gas transport. [START_REF] Nyuui | Correlation between Gas Transport Properties and the Morphology/Dynamics of Crystalline Fluorinated Copolymer Membranes[END_REF] Although specific properties of partly fluorinated polymers can lead to other interesting applications (for example, as contrast agents in biomedical imaging or as permselective gas membranes), [START_REF] Nyuui | Correlation between Gas Transport Properties and the Morphology/Dynamics of Crystalline Fluorinated Copolymer Membranes[END_REF][START_REF] Knight | Fluorinated Contrast Agents for Magnetic Resonance Imaging. A Review of Recent Developments[END_REF] the bulk of research efforts aimed at designing novel fluorinated polymers has been driven by the unique combination of their thermal/oxidative stability and surface properties.

Over the years, many structures have been tested that can be schematically divided into two classes according to the positions where the fluorinated carbons can be found, i.e., in the main chain as in tetrafluoroethylene copolymers, or in side chains such as in polyacrylates presenting short or long perfluorinated carbon chains in the pendent esters. Combination of both structural arrangements can also be found, such as in commercial Nafion® polymers.

Thermal transitions -and to a certain point, surface properties as well -depend on the length of the (CF 2 ) i units, but also on the aptitude of these fluorinated chains to straightforwardly selforganize into lamellae-type morphologies, with the fluorocarbon segments aligned in parallel.

For side-chain systems, this ability will also depend upon the nature of the main chain on which the lateral segments are attached. More efficient arrangements will be attained when conformational minima for the main chain are easily accessible that favor the interactions between as many side chains as possible.

From that viewpoint, it would be interesting to systematically determine how the nature of the main chain, in particular the distance between branch points on the main chain alter the selforganization of lateral fluorinated chains and ultimately affect relevant bulk and surface properties. Indeed, most of the available literature on side-chain systems refer to poly(meth)acrylate polymers where the side chains are attached via an ester group on every second carbon alongside the main chain. A very recent contribution by the Ihara group looked at carbon-chain polymers substituted on every single carbon by ester bearing fluorinated side chains, providing evidences not only that these extremely crowded polymers were accessible but also that they exhibit solubility behavior in sharp contrast to polymers exhibiting the same fluorinated side-chain but on every second carbon. [START_REF] Shimomoto | Fluorinated Poly(substituted methylene)s Prepared by Pd-Initiated Polymerization of Fluorine-Containing Alkyl and Phenyl Diazoacetates: Their Unique Solubility and Postpolymerization Modification[END_REF] In this contribution, we wish to explore another substitution pattern in which two fluorinated side chains are attached on every third carbon on an all carbon-chain backbone (see Scheme 1a).

In practice, this PolyC 3 geometry -in opposition to classical PolyC 2 geometries provided for example by polyacrylates, or to the PolyC 1 geometry mentioned in the previous paragraph -will be investigated via homo-and copolymers containing the structural repeat unit schematically provided in Scheme 1b. This arrangement provides a side-chain positioning that allows lateral units to spread out efficiently and prevent steric crowding, while maintaining a very high degree of substitution along the backbone (Scheme 1c). 

EXPERIMENTAL SECTION

Materials.

Monomer 1 (diallyl cyclopropane-1,1-dicarboxylate) and 2 (di-n-propyl cyclopropane-1,1-dicarboxylate) were synthesized according to previously described methods. Polymeric Precursor 3a-f Synthesis. Homo-and copolymers 3a-f were obtained according to procedures described in a previous publication. [START_REF] Illy | Clickable" Carbon-Chain Polymers Based on Diallyl Cyclopropane-1,1-Dicarboxylate[END_REF] A general method for these polymerization is as follows:

Filling of the polymerization tube with the reagents prior to its closure was carried out in a glove-box. Monomer 1 (1.0 g, 4.76 mmol) is first introduced under argon into a polymerization tube fitted with a Rotaflo ® . THF (1.00 mL), the required amounts of thiophenol and of phosphazene base solution in hexane (1.2 equivalent with respect to the thiol) are then successively added at room temperature using a microsyringe (the molar amount of PhSH depends upon the targeted degree of polymerization x n according to equation x n = [1] 0 /[PhSH] 0 ).

After careful closure of the reaction tube, the mixture is stirred at a set temperature for the minimal period of time required to obtain full conversion (the actual numbers depend upon the kinetics and can be found in the literature [START_REF] Illy | Clickable" Carbon-Chain Polymers Based on Diallyl Cyclopropane-1,1-Dicarboxylate[END_REF] ). The reaction is then quenched with a large excess of a 12 mol.L -1 HCl aqueous solution (20 equivalents with respect to the initiator precursor). The homopolymer 3a is recovered by dissolution of the final mixture in chloroform and precipitation in methanol. The white powder obtained after filtration is dried under vacuum at 50°C for 48 h.

Statistical copolymers 3b-e were obtained by copolymerizing mixtures of monomers 1 and 2.

The ABA block copolymer 3f was synthesized by first polymerizing 2 using the bifunctional thiol bis(2-mercaptoethyl) ether as an initiator, and adding 1 in a second step after the full consumption of 2.

Structures and molecular characteristics for all precursors are depicted in Scheme 2 and summarized in Table 1.

Scheme 2. Structures of the synthesized allyl-containing PolyC 3 (co)polymer precursors. Fluorinated Polymer 5-10 Synthesis. The above general procedure for polymer 4 was systematically carried out, using the following ratios for the reagents and solvent as calculated from the molar amount of available allyl branches on the reacted polymer: fluorinated thiol (10 eq.), AIBN (0.5 eq.), and toluene (8.0 mL.mol -1 of C=C bonds).

Instrumentation. FTIR spectra were recorded on a TENSOR 27 Bruker spectrometer equipped with an ATR Digi Tect DLATGS detector (32 scans, 4 cm -1 resolution) in the 500-4,000 cm -1 range. 1 H and [START_REF] Pees | Synthesis and Physico-Chemical Characterization of ω-Perfluorooctyl-alkyl Polyacrylates: Odd-Even Effect[END_REF] C NMR spectra in solution were recorded on a Bruker Avance II spectrometer operating at resonance frequencies of 400 and 100 MHz, respectively, using CDCl 3 as the solvent. The CP/MAS [START_REF] Pees | Synthesis and Physico-Chemical Characterization of ω-Perfluorooctyl-alkyl Polyacrylates: Odd-Even Effect[END_REF] C experiment on polymer 4 was carried out on a 400MHz Bruker spectrometer controlled by an Advance III console and equipped with a CP-MAS 4-mm lowgamma probe at a temperature of 293 K. The rotation speed was set at 6 kHz, relaxation delay D 1 at 5 s, PL 1 at 3.60 dB, contact time HP 1 at 3.25 μs and H-C exchange time p15 at 2385 μs.

Chemical shift referencing was performed using adamantane. [START_REF] Morcombe | Chemical Shift Referencing in MAS Solid State NMR[END_REF] Size Exclusion Chromatography (SEC) experiments were performed in chloroform or THF (1.0 mL.min -1 ) at room temperature, using a Spectra Physics P100 pump, and two PLgel Polymer Samples were placed in an aluminum pan, and initially cooled at -50°C. Except when specifically mentioned, two heating (10 K.min -1 ) -cooling (40 K.min -1 ) cycles were then applied in the -50 -150°C temperature range. Thermogravimetric experiments are based on the use of a

LabSys evo TGA thermobalance (SETARAM Instrumentation, France).

Variable-temperature Small-Angle X-ray Scattering (SAXS) measurements were performed at the BM26B beamline of the European Synchrotron Radiation Facility (ESRF, Grenoble). The measurements were carried out in transmission using X-ray photons with the energy of 11.9 keV.

Calibration of the norm of the reciprocal vector q ( ! =

!!!"#!(!) !
where θ is the Bragg angle and λ-wavelength) has been made using several diffraction orders of silver behenate.

Grazing-Incidence Wide-Angle X-ray Scattering (GIWAXS) measurements were performed using a laboratory SAXS/WAXS machine XeuSS (Xenocs, France) coupled to a GeniX3D generator (λ=1.54 Å). The 2D data were collected at an incidence angle of 0.18° using a Rayonix HS170 CCD detector (pixel size 132×132 µm) with sample to detector distance of approximately 18 cm. The minimum projection method applied to a series of images was used to subtract the background noise.

Simulation. Liquid crystalline (LC) structures were built and refined using the Forcite Geometry Optimization module of the Materials Studio package (Dassault Systems). To simulate the LC phase, an 8x8x4 non-periodic superstructure was used for the energy minimization with the COMPASS force field.

RESULTS AND DISCUSSION

Synthesis of Fluorinated Polymer 4.

The thiol-ene reaction of various thiols with non-activated C=C double bonds is usually an efficient approach when quantitative modification of a C=C-containing polymer is required. [START_REF] Lowe | Click" Reactions and Recent Applications in Polymer and Materials Synthesis: A First Update[END_REF] Such a strategy has already been identified as suitable for the quantitative modification of PolyC 3 polymer 3a or other PolyC 3 copolymers containing the same diallyl ester subunit as the one found in homopolymer 3a. [START_REF] Illy | Clickable" Carbon-Chain Polymers Based on Diallyl Cyclopropane-1,1-Dicarboxylate[END_REF] Both photochemically and thermally AIBN-initiated reactions provided excellent results with mercaptans such as simple alkyl thiols, mercaptoalcohols or mercaptoaliphatic acids. The reaction has been extended further in order to laterally attach on a PolyC 3 backbone sugar thiols (to obtain glycopolymers designed for lectin specific recognition), [START_REF] Fiore | New Glycopolymers as Multivalent Systems for Lectin Recognition[END_REF] or lanthanide-chelating units (to obtain polymer monoclonal antibodies-conjugates for multiplexed immunoassays based on mass cytometry). 10 The modification of 3a to its fluorinated adduct was obtained according to a similar strategy (Scheme 3), using the commercially available n-C 8 F 17 -CH 2 -CH 2 -SH fluoromercaptan as the reactive thiol under thermal AIBN-initiated thiol-ene conditions (80°C, toluene, 24h). Very large amounts of thiols (10 equivalents with respect to the available allyl groups) were used in order to ensure a clean and efficient reaction. The large solubility of the thiol in toluene and methanol (precipitation solvent) allowed for the easy quantitative elimination of the large amount of excess thiol from the obtained polymer. 4 was isolated as a white solid that could be recovered almost quantitatively from the reaction mixture (e.g., with a 92% yield when the reaction was carried out on a 0.250 g sample of precursor polymer 3a). The quite large increase in molecular weight for the polymer due to the addition of the large thiol (e.g., 0.25 g of 3a is expected to yield 1.39 g of 4 at full conversion) considerably helped in isolating the final polymer when using low amounts of starting materials.

4 is fully insoluble in usual organic solvents (aromatic and chlorinated solvents, acetone, low alcohols, DMSO, DMF) like many fluorinated polymers, both at room and at elevated temperatures. More surprisingly, we also found that it is insoluble at room temperature in fluorinated solvents such as bis(fluoromethyl)methanol (hexafluoroisopropanol), trifluoromethylbenzene and 1,3-bis(trifluoromethyl)benzene (BTFB). In the later solvent, full solubility could be observed at high temperatures: for example, a 5 wt-% solution of 4 in BTFB was entirely homogeneous and transparent at 80-90°C, while precipitation occurred in the 50-60°C range when slowly lowering the temperature. Qualitatively comparing the above solubility data with other polymers described in the literature having a similar fluorinated lateral chain suggests that 4 is noticeably less soluble. Polyacrylates of different types, [START_REF] Shimizu | Ordered Structure of Poly(1H,1Hfluoroalkyl α-fluoroacrylate)s[END_REF][START_REF] Corpart | Structure and Surface Properties of Liquid Crystalline Fluoroalkyl Polyacrylates: Role of the Spacer[END_REF][START_REF] Pees | Synthesis and Physico-Chemical Characterization of ω-Perfluorooctyl-alkyl Polyacrylates: Odd-Even Effect[END_REF] poly(vinyl ether)s, [START_REF] Shimomoto | Fluorinated Vinyl Ether Homopolymers and Copolymers: Living Cationic Polymerization and Temperature-Induced Solubility Transitions in Various Organic Solvents Including Perfluoro Solvents[END_REF][START_REF] Shimomoto | Fluorine-Containing Vinyl Ether Polymers: Living Cationic Polymerization in Fluorinated Solvents as New Media and Unique Solubility Characteristics in Organic Solvents[END_REF] poly(2-oxazoline)s, [START_REF] Gress | Thio-Click Modification of Poly[2-(3-butenyl)-2oxazoline[END_REF] and poly(para-substituted tetrafluorostyrene), [START_REF] Gress | Thio-Click Modification of Poly[2-(3-butenyl)-2oxazoline[END_REF] all exhibit solubility at room temperature in organic solvents such as chloroform and, in the few cases they don't (mostly in the acrylate series), are soluble in fluorinated solvents. One exception to the above rule might be the substituted polymethylene (PolyC 1 ) discussed in the Introduction although its solubility in fluorinated solvents has not been reported yet. [START_REF] Shimomoto | Fluorinated Poly(substituted methylene)s Prepared by Pd-Initiated Polymerization of Fluorine-Containing Alkyl and Phenyl Diazoacetates: Their Unique Solubility and Postpolymerization Modification[END_REF] A possible partial explanation for this observation might be related to the fact that 4 has two lateral fluorinated chains on a small repeat unit, thus generating a highly fluorine-rich polymers (e.g., the added thiol chains makes 82 wt-% of the total mass in 4 while the original 3a backbone contributes only to the remaining 18 wt-%). In addition, the location of the ester groups on the polymer chain, with two lateral chains protruding from the backbone on every third carbon alongside the backbone (see Scheme 1c), generates a very high density of fluorinated grafts, which might "hide" the central chain and reinforce the polytetrafluoroethylene-like character of the polymer, including its low solubility.

The structure of 4 was fully confirmed by solid-state CP/MAS [START_REF] Pees | Synthesis and Physico-Chemical Characterization of ω-Perfluorooctyl-alkyl Polyacrylates: Odd-Even Effect[END_REF] C NMR and FT-IR (Figure 1).

The NMR spectrum in particular includes all the expected signals for the assumed structure: the CF 3 and CF 2 peaks in the 105-125 ppm range, [START_REF] Schwarz | Structural Properties of Perfluorinated Linear Alkanes: A 19 F and 13 C NMR Study of Perfluorononane[END_REF][START_REF] Foris | C NMR Spectra of Halocarbons[END_REF] the carbonyls at 170 ppm, the backbone CH 2 and quaternary C around 26 and 58 ppm, respectively, and the lateral methylene carbon directly attached to the ester (-C(=O)O-CH 2 -) at 65 ppm. [START_REF] Illy | Clickable" Carbon-Chain Polymers Based on Diallyl Cyclopropane-1,1-Dicarboxylate[END_REF] The unaccounted carbons at this point (underlined in the linear formula available at the end of this sentence) all belong to the -COO- . [START_REF] Pretsch | Tables of Spectral Data for Structure Determination of Organic Compounds[END_REF][START_REF] Breitmaier | Carbon-13 NMR Spectroscopy[END_REF] Despite their high concentration (14 carbons per structural repeat unit) and as expected based on the known literature, [START_REF] Foris | C NMR Spectra of Halocarbons[END_REF] the CF 2 groups do not lead to very intense signals when compared to the other carbons, due to multiple couplings with [START_REF] Foris | C NMR Spectra of Halocarbons[END_REF] F atoms and the influence of carbon perfluorination on [START_REF] Pees | Synthesis and Physico-Chemical Characterization of ω-Perfluorooctyl-alkyl Polyacrylates: Odd-Even Effect[END_REF] C relaxations. Particularly significant with respect to the efficiency of the thiol-ene reaction is the absence of signals potentially arising from unreacted allyl units. [START_REF] Illy | Clickable" Carbon-Chain Polymers Based on Diallyl Cyclopropane-1,1-Dicarboxylate[END_REF] As can be seen, the resulting spectrum for 4 is mostly a linear combination of the spectra for both reagents, with a higher weighing factor for the C 8 thiol contribution. For example, the very intense bands of the difluoromethylene fragments (broad antisymmetric and symmetric stretching vibrations at 1195 and 1140 cm -1 , respectively) fully hide the bands located in the same area and belonging to the original 3a polymer. In areas where the added CF 3 -(CF 2 ) 7 -(CH 2 ) 2 -S sulfide unit is not supposed to display any remarkable vibration bands, such as in the 1650-1790 cm -1 region where C=O vibration are typically observed, the starting carbonyl stretch of 3a at 1725 cm -1 is maintained in 4 and clearly visible on its spectrum.

CH 2 -CH 2 -CH 2 -S-
In addition, the complete loss of the C=C stretching at 1645 cm -1 and =CH 2 C-H antisymetrical stretching at 3086 cm -1 confirm the disappearance of the starting allyl groups and the efficiency of the thiol-ene reaction under the investigated conditions. As our initial objective had been to obtain a clean 4 devoid of significant structural defects, a very large excess of fluorinated thiol (10 equivalents) was used, ensuring an efficient capture of the generated free-radicals in the reaction chain involved in the mechanism. [START_REF] Lowe | Click" Reactions and Recent Applications in Polymer and Materials Synthesis: A First Update[END_REF] As a result, no firm conclusion can be drawn yet regarding the efficiency of this "click" chemistry under economically viable conditions, i.e., with only a slight excess or no excess at all of the expensive thiol. Yet, it proved very valuable in yielding highly fluorinated 4 in a pure form and allowing for the in-depth characterization of its properties, as presented and discussed below.

Thermal Properties of Fluorinated Polymer 4. The thermal decomposition of 4 in air and under argon (used as an inert gas) was investigated by TGA (Figure 2). A first "low"temperature decomposition that starts at 170-180°C in both cases and amounts to about 15% of the initial mass is immediately followed by a second massive weight loss in the 250-400°C range. Based on the available literature, a share of the first decomposition can be assigned to the lateral CF 3 -(CF 2 ) 7 -(CH 2 ) 2 -S sulfide unit. Similar low-temperature degradations to volatile products have indeed been described for a CF 3 -(CF 2 ) 7 -(CH 2 ) 2 -S-modified silicone (starting decomposition at about 170°C) and a CF 3 -(CF 2 ) 5 -(CH 2 ) 2 -S-modified oxazoline (starting decomposition at about 200°C). [START_REF] Hayase | A Superamphiphobic Macroporous Silicone Monolith with Marshmallow-Like Flexibility[END_REF][START_REF] Atilkan | Direct Pyrolysis -Mass Spectrometry Analysis of Thermal Degradation of Thio-Click-Modified Poly(2-oxazoline)[END_REF] In the second of the above studies, direct pyrolysis -mass spectrometry analysis of the involved thermal reactions unambiguously showed that the fluorinated thioether chains were responsible for the observed low-temperature decomposition.

Yet, the decomposition is incomplete in this range of temperatures as a full degradationvolatilization of one CF 3 -(CF 2 ) 7 -(CH 2 ) 2 -S would induce a weight loss of 44% (and 88% if both fluorinated units degrade to volatiles), in contrast to the observed 19% in Figure 2. Heating 4 in the presence of oxygen did not influence the low-temperature decomposition, while the second degradation step -as expected -was faster, although not by a large factor (15 K shift in degradation temperature).

DSC curves corresponding to homopolymer 4 reveal two characteristic thermal transitions on heating: a low-temperature transition between 60 and 70°C and a high-temperature one between 90 and 115°C. The same two transitions are observed on cooling although with a significant hysteresis in their temperature positions (Figure 3). SAXS curves recorded at room temperature exhibit two sets of equidistant peaks in the q-space that can be ascribed to two different smectic phases. The smectic phase with the largest interlayer distance (38.5 Å) exhibiting much stronger peak intensities is tentatively ascribed to a SmB phase. The other smectic phase with a smaller interlayer distance (28.6 Å) can be identified as SmC. In the latter case, it is expected that a bilayer of mesogens, i.e. the pendant fluorocarbon chains, are inclined with respect to the normal to the smectic layers. The SmB and SmC phases reveal a difference in their thermal behavior. Thus, it can be seen that during heating the peaks pertinent to the SmC phase disappear at about 80°C leaving only the diffraction orders of the SmB phase. During further heating, the peaks of SmB persist up to ca. 120°C. Therefore, the minority SmC phase is found to be less thermodynamically stable than the dominant SmB phase, which could be accounted for by its higher specific surface. On cooling, the order of appearance of the phases is inversed, i.e., the peaks of the SmB phase show up first followed by those of the SmC phase.

In order to check the assignment of the dominant phase to SmB, additional experiments have been performed in grazing-incidence geometry (Figure 5). A thin film of 4 was formed on a Si substrate from the melt, which cause the planes of the smectic layers to orient parallel to the substrate. This is indeed what one can observe on a room-temperature GIWAXS pattern on which the smectic diffraction orders are positioned on the meridional, or vertical, direction.

Moreover, in addition to these peaks, a strong equatorial peak is observed at about 5 Å. This distance corresponds to packing of the PTFE-like chains, as previously noticed by Takahara et al.. [START_REF] Ishige | Unique Difference in Transition Temperature of Two Similar Fluorinated Side Chain Polymers Forming Hexatic Smectic Phase: Poly{2-(perfluorooctyl)ethyl acrylate} and Poly(2-(perfluorooctyl)ethyl vinyl ether)[END_REF] It can be therefore concluded that the pendant fluorocarbon chains packed in a hexatic structure are standing upright in the film according to the structure of a SmB phase. approximately in the same plane for the SmC phase (Figure 6C). The different configurations of the pendant groups described above become possible because the distance between carboxylic oxygens bonded to the same carbon is very close to that between the neighboring carboxylic oxygens in the direction along the main chain. Therefore, the mesogens can be equally well packed in rows running parallel and perpendicular to the main chain, which gives rise to the two co-existing liquid crystalline phases at room temperature. Such co-existence is quite unusual to thermotropic smectic phases formed by partially-ordered linear fluoroalkyl chains. [START_REF] Zhu | Self-Assembled Structures Formed by a Wedge-Shaped Molecule in 2D and 3D: The Role of Flexible Side Chains and Polar Head Groups[END_REF][START_REF] Anokhin | Effect of Molecular Structure of α,α'-Dialkylquaterthiophenes and Their Organosilicon Multipods on Ordering, Phase Behavior, and Charge Carrier Mobility[END_REF][START_REF] Anokhin | Interplay between H-Bonding and Alkyl-Chain Ordering in Self-Assembly of Monodendritic L-Alanine Derivatives[END_REF] Properties of the Shorter C 6 F 13 -Analog 5. A polymer identical to 4 except for the size of the fluorinated chains (a C 6 F 13 rather than the C 8 F 17 used for 4) could be obtained under the same thiol-ene conditions as the one described for 4 in Scheme 3 using the commercial C 6 F 13 -CH 2 CH 2 -SH thiol instead. The same basic properties (quantitative addition of the thiol to the polymer, polymer color and insolubility) as the ones described above for 4 could be observed (see Supplementary Information file for the FTIR and DSC data), except for its thermal behavior.

DSC experiments indicated indeed that 5 does not display a simple behavior, with a major phase transition such as for 4 and copolymers of 4 (see next section). Instead, a very broad endotherm ranging 60 to 130°C could be observed (Figure S9), indicating most probably the much lower propensity of the shorter C 6 F 13 segment to self-organize.

Such a drastic difference between C 8 F 17 -and C 6 F 13 -substituted systems is not unprecedented.

For example, in atactic polystyrenes displaying linear fluorinated chains of several sizes on the para-position of the lateral phenyl groups, a minimal size of eight carbons (C 8 F 17 ) was required to induce side-chain crystallization, the C 6 F 13 system being entirely amorphous. [START_REF] Bouteiller | Thermal and Surface Characterization of Fluorinated Polystyrenes[END_REF] This is in agreement with a known tendency of alkyl chains in liquid crystalline molecules to improve the self-assembly process with the size of the chain. For example, for N-[3,4,5-tris-(alkyloxy)]benzoyl L-alanines whose supramolecular self-assembly was investigated using DSC and grazing-incidence X-ray diffraction analysis, an increase in alkyl length from 6 to 16 carbons induced a growing driving force for LC phase formation. [START_REF] Anokhin | Interplay between H-Bonding and Alkyl-Chain Ordering in Self-Assembly of Monodendritic L-Alanine Derivatives[END_REF] In addition, fluorinated linear chains are known to display a sharper increase in their self-assembling behavior with temperature than their hydrogenated analogs. For example, to use an example pertinent to the above polymers, the difference in melting points between perfluorinated n-hexane and n-octane is 57 K while it is only 37 K for the corresponding n-alkanes. This trend was studied in greater details by Rabolt et al. for other fluorinated and partially fluorinated systems. [START_REF] Rabolt | Structural Studies of Semifluorinated n-Alkanes. 1. Synthesis and Characterization of F(CF 2 ) n (CH 2 ) m H in the Solid State[END_REF] This difference in the ability of 5 to self-assemble was further evidenced by SAXS (Figure S15). The one-dimensional scattering profile shows a single peak at 0.017 Å -1 that indicates the formation of a poorly organized smectic phase with a lack of long-range order. ). Several attempts were made to correlate quantitatively the absorbance of specific bands with the amounts in fluorinated chains, but unfortunately, no statistically validated relationships could be obtained. Interestingly, the width of the C=O vibration band at about 1725 cm -1 was found to slightly spread with the increase in fluorinated chains. As for 4, all vibration bands assignable to the starting allyl group had fully disappeared in copolymer spectra, suggesting that conversion had been complete in all case. The extremely large excess in starting thiol here again most probably plays a major role in the success of the reaction.

Synthesis and Thermal

DSC thermograms for all copolymers are available in the Supplementary Information file (Figures S10-S14). The observed transitions are summarized in Table 2 along with the corresponding data for homopolymer 4. A rather complex thermal behavior is observed for all systems, with typically low-and high-temperature transitions visible. The nature of the two main transitions for homopolymer 4 has been identified based on variable-temperature SAXS and GIWAXS experiments (see above text). Importantly, the main, i.e., high-temperature, endotherm for 4 displays a clearly composite character, containing two and more components. a SEC-MALLS; b as obtained by DSC measurements (-50 to 150°C scanning range, heating rate = 10 K.min -1 , followed by a cooling step back to -50°C at 40 K.min -1 , and a second heating at 10 K.min -1 , reported data points refer to the second heating step and the onset temperatures).

The details of the high-temperature peak shape vary as a function of the sample thermal history, which prompts us to identify this phenomenon with the well-documented crystalline or LC phase reorganization typical of comb-like polymers with flexible side groups. [START_REF] Shi | Frustrated Crystallisation and Hierarchical Self-Assembly Behaviour of Comb-Like Polymers[END_REF][START_REF] Danke | Polymorphic States and Phase Transitions in a Comb-Like Polymer Having a Rigid Polyester Backbone and Flexible Side Chains[END_REF][START_REF] Gupta | Interrelations Between Side Chain and Main Chain Packing in Different Crystal Modifications of Alkoxylated Polyesters[END_REF] In this case, the structure reveals a pronounced tendency to anneal (perfect) while heated in a DSC operated at moderate heating rates, and show the peaks that reflect such a process. [START_REF] Melnikov | Thermal Analysis of Semicrystalline Polymers: Exploring the General Validity of the Technique[END_REF] It is noteworthy that the SAXS curves display variable peak width as a function of annealing conditions (not shown here), although without any major change in the structure. Therefore, the structural perfection operates indeed during the DSC ramps and can account for the occurrence of complex melting patterns.

For statistical copolymers 6-9 (Table 2, entries 1-4), an even more complicated pattern could be observed, probably as the result of the increased difficulty for the fluorinated chains to selfassemble when further diluted in the polymer matrix. In all cases, the high-temperature peak typical of the homopolymer 4 disappeared, while the low-temperature peak remained in place in the 72-80°C range. Further peaks at lower temperatures could also be observed. As these systems are clearly far away from thermodynamic equilibrium, it can be expected that the appearance of these peaks also strongly reflect the kinetics required for the fluorinated chains to move and find each other during the self-assembling process, and that extended annealing could strongly impact the thermograms. A more detailed investigation would be interesting, but has not been performed yet.

For the ABA triblock copolymer 10 where two blocks identical to homopolymer 4 are separated by a PolyC 3 block containing n-propyl branches and no fluorinated chains, only the low-temperature peak could be identified, suggesting that the central block makes the molecular organization discussed above for 4 more difficult to achieve due to a mismatch between the structural requirements imposed by the two blocks. 

CONCLUSIONS

Scheme 1 .

 1 Scheme 1. (a) General structure of the PolyC 3 fluorinated polymers targeted in this study (the

  Laboratories linear columns (5 µm Mix-C, separation range: 200 to 2 x 10 6 ). A Wyatt Technology Optilab Rex interferometric refractometer (690 nm laser) and a Wyatt Technology Minidawn light scattering photometer (three-angle detection, 20 mW semiconductor laser (690 nm)) were used as detectors. DSC (Differential Scanning Calorimetry) measurements were carried out using a DSC Q100 model (TA Instruments) and a Diamond DSC (Perkin-Elmer) calibrated with indium standards.

Scheme 3 .

 3 Scheme 3. Synthesis of fluorinated polymer 4 by quantitative thiol-ene modification of precursor

  Both allyl signals expected at 66 ppm (-COO-CH 2 -CH=CH 2 ) and 119 ppm (-COO-CH 2 -CH=CH 2 ) are unfortunately partly hidden by other peaks, yet the strong signal expected for the -COO-CH 2 -CH=CH 2 carbon should arise at 132 ppm where only a complete absence of signal can be found.
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 1 Figure 1. (Top) Solid-state (CP/MAS) 13 C NMR spectrum of 4; (bottom) overlaid IR spectra of
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 2 Figure 2. TGA thermogram of 4 in an argon (blue continuous line) or air atmosphere (red dashed line) at a heating rate of 10 K.min -1 .
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 3 Figure 3. DSC thermogram for a sample of 4: the three curves correspond to heating and cooling
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 4 Figure 4. Variable-temperature SAXS data recorded on 4 during a heating-cooling cycle. The

Figure 5 .Figure 6 .

 56 Figure 5. Room-temperature GIWAXS pattern of a thin film of 4 deposited from the melt. The

Figure 6 .

 6 Figure 6. Schematics of the molecular arrangement in the SmB and SmC phases of 4. The

Scheme 4 .

 4 Scheme 4. Structures of fluorinated copolymers 6-10: 6-9 are statistical copolymers of the

  Homopolymers and copolymers containing -CH 2 -CH 2 -C(COOR) 2 -subunits, with R displaying a long fluorinated carbon chain, can be cleanly obtained by the thiol-ene reaction of fluorinated thiols on polymer precursors of the same type where the R group is an allyl. Despite the fact the obtained homopolymers have a very high density of pendent fluorinated chains, full modification can be obtained when using a high molar excess of thiol.All obtained polymers are poorly soluble in organic solvents, including fluorinated ones at room temperature. The displayed solubility is much lower than those reported in the literature for polymers containing identical or similar lateral perfluorinated carbon chains.The phase behavior of the C 8 F 17 homopolymer was addressed using variable-temperature SAXS and GIWAXS techniques. They consistently show a coexistence of two smectic phases at room temperature, which can be identified as SmB and SmC. The reason for such coexistence is attributed to the fact that the distances between carboxylic oxygens bonded to the same carbon are very close to the ones between the neighboring carboxylic oxygens alongside the backbone. This results in the formation of two independent conformers with different packing modes for the pendant fluoroalkyl chains arranged in an hexatic order. The resulting structure is characterized (contract No. 14.587.21.0052 (RFMEFI58718X0052)), the East-Paris University and the CNRS for financial support, as well as the French Ministry for Foreign Affairs for travel funding via the Kolmogorov program (Innovative Materials for Advanced Purification and Metal recovery Processes). The authors are grateful to D. Hermida-Merino (ESRF) for excellent technical support during synchrotron experiments at the BM26B beamline.

  

  

Table 1 . Molecular weights and molar fraction of the precursor polymers 3a-f (see Scheme 2).

 1 

		Polymer	M n (× 10 -3 )	M w /M n	Fraction
		Architecture	SEC a	1 H NMR b	SEC	of 1
						(mol-%)
	3a	homopolymer	9.2	10.0	1.21	100
	3b	statistical	12.0	14.9 c	1.17	20
		copolymer				
	3c	statistical	11.0	15.7 c	1.23	40
		copolymer				
	3d	statistical	4.0	-	1.09	60

  CH 2 -CH 2 -CF 2 -lateral groups. NMR 13 C chemical shift simulations based on group additivity theories indicate that all four remaining carbons for the above segment must be included in the broad intense signal appearing from 15 to 40 ppm, with theoretical chemical shifts expected at 34.3 (S-CH 2 -CH 2 -CF 2 ), 29.7 (COO-CH 2 -CH 2 -CH 2 ), 28.3 (COO-CH 2 -CH 2 -CH 2 ) and 17.2 ppm (S-CH 2 -CH 2 -CF 2

Table 2 .

 2 Influence of the architecture on the melting temperature of polymers 4 and 6-10 that all contain repeat units with C 8 F 17 lateral chains (see Schemes 3 and 4 for the corresponding drawn structures).

		Polymer	M n of	M w /M n of	Fraction of	Transition b
		Architecture	precursor 3a-3f a	precursor 3a-3f a	fluorinated units in the	temperature(s) endotherm
					polymers		
			(× 10 -3 )		(mol-%)	(°C)	(J.g -1 )
	6	statistical	12.0	1.17	20	72 (main)	31.4
		copolymer				28 (minor)	< 0.2
	7	statistical	11.0	1.23	40	79 (minor)	0.6
		copolymer				87 (main)	18.3
	8	statistical	4.0	1.09	60	77	27.4
		copolymer				-6	5.1
	9	statistical	4.6	1.13	80	80	25.4
		copolymer				-8	2.9
	4	homopolymer	9.2	1.21	100	74	2.1

by a marked capacity to anneal (reorganize), in close similarity with the multiple-melting behavior documented for semicrystalline polymers.
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The following file is available free of charge on the ACS Publication website: fluoroPolyC3 (si).pdf (2000-4000 cm -1 extension of the limited IR spectrum displayed in Figure 1, overlapping of the FTIR spectra for copolymers 6-9, and the full IR spectra and DSC thermograms for polymers 5-10).
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