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Abstract. The Orientated Tessellation Updating Method (OTUM) is a fast mesoscopic model of grain growth that has been pub-
lished recently for a single phased metal without diffusion or segregation of alloying elements. It is based on tessellation techniques
and simple linear algebra. On this basis, some ideas to develop an upscaling strategy are broached in this work. The aim is to de-
velop a macroscopic model of grain growth whose state variables contain for each material point the statistical descriptors of the
microstructure (e.g., disorientation, grain size and shape distributions). The approach consists in reducing the amount of data needed
in the mesoscopic model. Indeed, state variables of the mesoscopic model lies in a high-dimensional space (several hundreds of
dimensions) although state variables of the corresponding macroscopic model should ideally be in a low-dimensional space (e.g.,
less than 10 dimensions). The strategy is to determine macroscopic free energy and dissipation potentials on the basis of a large
number of computations at the mesoscopic scale (i.e., polycrystal). In addition, the mesoscopic model is perfectly deterministic.
However, as a macroscopic state may corresponds to a large number of different mesoscopic states an epistemic randomness arises
at the macroscopic scale.

MESOSCOPIC MODEL

Recently, a fast mesoscopic model of grain growth has been developed [1] (see Figure 1) and is called the Orientated
Tessellation Updating Method (OTUM). Although the method is general, the model has been presented for plane
polycrystals and single phased metal without diffusion or segregation of alloying elements. This model is sufficiently
simple and fast to enable a large number of simulations of various microstructures, even if it leads to neglect some
phenomena occurring at this scale. Usual grain growth models relying on cellular automaton [2–5], mobile finite ele-
ment modeling [6], level set functions [7, 8], phase field [9–12] or molecular dynamics [13–15] have been intensively
studied and very interesting results have been obtained. However, the computational cost of such approaches is usually
incompatible with an intensive use as suggested within the proposed framework. Vertex methods [16–19] consist in
establishing the evolution law directly at the triple junctions and are sufficiently simple in two dimensions to reach
short computation time. However, the extension in three dimensions is difficult.

Evolution of polycrystalline microstructures (such as grain growth) involves coupled mechanisms at different
scales: (i) the atomic scale (crystal lattice), (ii) the microscale including mechanisms at grain boundaries (iii) the
mesoscale revealing the grain structure ( i.e., polycrystalline Representative Volume Element) and (iv) the macro-
scopic scale modeled as a continuous medium. Thus, the OTUM has been developed as a “toy” model formulated at
mesoscale and enabling to simulate grain growth within short computation time.

To achieve such computational efficiency, fast tessellation techniques underlie the method. Indeed, Voronoi-
Laguerre tessellation techniques are usually used to approximate polycrystalline microstructures at mesoscale. Very
efficient algorithms have been developed with the possibility of controlling statistical distributions of grain size and
shape. Crystal lattice orientation can also be specified for each grain. The tessellation equipped with such an orienta-
tion field is called an Orientated Tessellation (OT). Thus, the real evolution of the microstructure can be approximated
as a succession of OT approximations. The modeling strategy proposed in [1] (OTUM) consists in deriving the evolu-
tion law of the microstructure directly on the parameters defining the OT. Thus, the state variables of this mesoscopic



model consist of all the parameters needed to define an OT (i.e., seeds positions, weights, crystal orientations). Thus,
for a plane polycrystal of only 500 grains, there are around 2000 state variables. Even though the number of state
variables is fairly reduced in comparison with other numerical approaches (level set functions etc.), one cannot pro-
cess such a high number of degrees of freedom for each material point of a macroscopic model. Thus, to study the
grain growth of macroscopic structures (e.g., fabrication and forming processes) it is necessary to reduce the amount
of data.

As grain growth during annealing (grain coarsening) is essentially viscous, the time derivatives of the OT pa-
rameters are obtained as a function of the thermodynamic forces defined as the partial derivatives of the total grain
boundary energy with respect to the OT parameters. This mesoscale evolution law is obtained through the energy bal-
ance equation by specifying two mechanisms at microscale: (i) the grain boundary energy (disorientation) and (ii) the
dissipated power by crystal visco-plasticity through any grain boundary virtual motion. In addition, plane polycrystals
are considered with three slip directions in each grain. Thus, the crystal lattice is plane hexagonal. This configuration
corresponds to the plane 〈1, 1, 1〉 of a face-centered cubic (fcc) crystal. Disorientation between two neighboring grains
(characterized by five parameters in 3D) is characterized only by two parameters in 2D: the disorientation angle ∆θ
and the orientation of the grain boundary ϕ. Thus, the grain boundary energy is computed from fcc crystals sharing
the same orientation 〈1, 1, 1〉 (asymmetric tilt boundaries). The dissipative mechanism at microscale is calibrated to
correspond to the classic notion of grain boundary mobility.

Mathematical derivations to obtain the mesoscopic evolution law rely on simple linear algebra. More precisely,
each cell (denoted by C j where 1 ≤ j ≤ n with n the number of cells) of the Voronoi-Laguerre tessellation is defined
as follows:
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where (x j, y j) ∈ [0, 1]2 are the dimensionless Cartesian coordinates of the seeds and w j are the weights. Since the
weights are defined up to a constant an additional constraint is added so that the definition is univocal:

n∑
j=1

w j = 1 (2)

So the vector of weights w = (w1, · · · ,wn) lie in an affine hyperplane of dimension n − 1 and denoted by P(n−1)
a ={
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}
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}
. Therefore the

parameter set defining the OT reads:
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where θ = (θ1, · · · , θn) are the orientations of the grains and x = (x1, · · · , xn) and y = (y1, · · · , yn) are the coordinates
of the seeds. From the global energy balance and the principle of maximum dissipation the evolution law of the
weights reads:

R(α).ẇ = −
m(T )

L3
0

∂E(T,α)
∂w

(4)

where R is a dimensionless second order tensor of size n × n, m(T ) is a grain mobility, E is the energy of grain
boundaries and L0 is the physical length of the tessellation. Because of the constraint (2), ẇ lie in P(n−1) (of dimension
n − 1) and therefore the second order tensor R is not invertible (rank n − 1) and its kernel is ker(R) = (1, · · · , 1)R.
That is to say that ker(R) ⊥ P(n−1). The evolution law can therefore be inverted by using R† the Moore-Penrose
pseudo-inverse of R, and the evolution law reads:

ẇ = −
m(T )

L3
0

R†(α).
∂E(T,α)
∂w

(5)

Technically this evolution is integrated through an explicit scheme with an adaptive step-size.



FIGURE 1. Grain growth extracted from [1].

MACROSCOPIC MODEL

This section deals with a macroscopic model of grain growth whose state variables contain for each material point
the statistical descriptors of the microstructure (e.g., disorientation, grain size and shape distributions). Statistical
distributions are too much detailed to be processed at each material point, thus reduced information is considered
instead: means and variances at each material point. This ambition arises as very few information about microstructure
is usually processed at the macroscopic scale. The general framework is the standard generalized media characterized
by a free energy per unit mass and a dissipated power potential. These two potentials arise in the balance energy
equation combining the first and second laws of thermodynamics. The balance energy equation should be verified for
all possible virtual evolution. The two potentials depend on macroscopic state variables and their time derivatives. The
determination of the macroscopic free energy and dissipation potentials enables to establish the evolution laws of the
state variables characterizing the microstructure evolution at macroscale.

The strategy is to determine macroscopic free energy and dissipation potentials not axiomatically (with paramet-
ric functions) and calibration with experiments at macroscale, but on the basis of a large number of computations at
the scale of the polycrystal (mesoscopic model). The aim is to quantify for each microstructure evolution the total
grain boundary energy and the total dissipated power as a function of the macroscopic state variables that characterize
the statistical distribution of the microstructure in order to determine the macroscopic evolution law.

In addition, the mesoscopic model is perfectly deterministic. However, as a macroscopic state may corresponds
to a large number of different mesoscopic states, an epistemic randomness arises at the macroscopic scale. The macro-
scopic energy potential is not significantly affected by this variability and can be reasonably modeled as a deterministic
potential. However, the macroscopic dissipation potential is significantly affected, that is to say that several identical
virtual evolutions of the macroscopic state variables lead to very different macroscopic virtual dissipated powers. Thus,
the dissipation potential should be modeled as a random variable. Then, the identification involves a Bayesian regres-
sion and the dissipation potential is given as a probability density function, which is conditional on the macroscopic
state variables (explanatory variables). From a mathematical point of view this statistical upscaling method relies on
(i) a deterministic identification of the energy potential from data points obtained with the mesoscopic model, (ii) a



minimization under linear constrains to identify the data points of dissipated power through any virtual evolution of
macroscopic state variables and (iii) a probabilistic identification of the dissipative potential.
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