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Abstract
Since the discovery of graphene many studies focused on its functionalization
by different methods. These strategies aim to find new pathways to overcome
the main drawback of graphene, a missing band-gap, which strongly reduces
its potential applications, particularly in the domain of nanoelectronics, des-
pite its huge and unequaled charge carrier mobility. The necessity to contact
this material with a metal has motivated a lot of studies of metal/graphene
interactions and has led to the discovery of the intercalation process very
early in the history of graphene. Intercalation, where the deposited atoms do
not stay at the graphene surface but intercalate between the top layer and
the substrate, may happen at room temperature or be induced by annealing,
depending of the chemical nature of the metal. This kind of mechanism was
already well-known in the earlier Graphite Intercalation Compounds (GICs),
particularly famous for one current application, the Lithium-ion Battery,
which is simply an application based on the intercalation of Lithium atoms
between two sheets of graphene in a graphite anode. Among numerous disco-
veries the GICs community also found a way to obtain graphite with super-
conducting properties by using intercalated alkali metals. Graphene is now a
playground to “revisit” and understand all these mechanisms and to discover
possible new properties of graphene induced by intercalation. For example,
the intercalation process may be used to decouple the graphene layer from
its substrate, to change its doping level or even, in a more general way, to
modify its electronic band structure and the nature of its Dirac fermions. In
this paper we will focus on the functionalization of graphene by using inter-
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calation of metal atoms but also of molecules. We will give an overview of
the induced modifications of the electronic band structure possibly leading
to spin-orbit coupling, superconductivity, ... We will see how this concept
of functionalization is also now used in the framework of other 2D mate-
rials beyond graphene and of van der Waals heterostructures based on these
materials.
Keywords:

1. Nomenclature

TMDs Transition Metal Dichalcogenides
ARPES Angle Resolved Photoelectron Spectroscopy
QPs Quasiparticles
STM Scanning Tunneling Microscopy
STS Scanning Tunneling Spectroscopy
FTSTS Fourier Transform Scanning Tunneling Spectroscopy
SiC Silicon Carbide
ML Mono layer
GICs Graphite Intercalation Compounds
DFT Density Functional Theory
AuF Au films
IC Intercalated clusters
HOPG Highly Oriented Pyrolytic Graphite
CEC Constant Energy Contour
VHs Van Hove Singularities
Ef Fermi level
ED Energy of Dirac point
SO Spin-orbit
QSHE Quantum Spin Hall Effect
UHV Ultra High Vacuum
BCS Bardeen, L. Cooper and J. Schieffer
EPC Electron Phonon Coupling
D Density of electrons
SQUID Superconducting QUantum Interference Device
XPS X-ray Photoelectron Spectroscopy
UPS UV Photoelectron Spectroscopy
LEED Low-Energy Electron Diffraction
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LEEM Low-Energy electron microscopy
MOCVD MetalOrganic Chemical Vapor Deposition

2. Introduction

"Simple systems are already so complicated, why take an interest in com-
plicated systems ?". We would certainly use this relevant citation for the gra-
phene system. Indeed this 2D layer of carbon atoms arranged in a honeycomb
lattice, put in light by A.K. Geim and K.S. Novoselov [1], is certainly the
most "a priori" simple system that solid-state physicists started to study.
The only complexity of graphene arises from its non-Bravais lattice leading
to a Dirac-like linear dispersion and this permits to explore and evidence a
rich unexpected physics with a lot of fascinating properties. Among nume-
rous potential applications we will focus here on nanoelectronics and parti-
cularly recall that graphene has the highest electron mobility ever observed
(up to 105cm2/V.s) [2], even at room temperature. Moreover, it has a spin
relaxation length between 10 to 100µm [3] and Quantum Hall Effect was
observed for the first time at room temperature on this system [4]. Despite
these record-breaking performances, graphene still does not supplant silicon
[5] and does not experience the expected breakthrough in the field of mi-
cro/nanoelectronics because of its lack of energy band gap. To overcome this
major obstacle, several methods of functionalization have been studied, but
this remains a challenge, as graphene is highly non-reactive. Deposition of
species like metallic atoms, molecules, the intercalation of these elements, the
patterning of graphene with templates, the cutting of graphene nanoribbon
are tested as possible methods of functionalization. Furthermore, the goal is
to perturb in a controlled manner the graphene lattice using a long-range
perfect organization with a sub-2-3 nm periodicity [6]. All these difficulties
may explain why a large part of the scientific community is turning towards
other 2D materials such as Transition Metal Dichalcogenides (TMDs) [7],
or is exploring the Group IV of the Periodic table with the discoveries of
silicene [8, 9], germanene [10], and more recently stanene [11] which are the
analogs of graphene, based on Silicon, Germanium and Tin atoms respecti-
vely. In the same way the 2D black Phosphorene [12] and even Borophene [13]
were also discovered. For these materials a Dirac-like cone dispersion with a
gap opening is expected but was not clearly demonstrated. Indeed, the band
structure is always polluted by the band structure of the substrate as an iso-
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lated 2D layer was never really obtained [14]. In the case of the growth
of Silicen on Au(111), using ARPES measurements, Oughaddou et
al[15] recently reported linear Dirac cone with an opening of gap
> 0.5eV clearly distinguished from gold sp bands. The measured
Fermi velocity of 106m.s−1 strongly supports the presence of Dirac
fermions. However another weak point of these new 2D materials is their
high reactivity and their consecutive instability even in UHV.
Because of its simple structure, graphene has become a playground to un-
derstand the Fermiology of Dirac quasiparticles (QP). Playing with Dirac
fermions means to modify locally, if possible periodically, the hopping poten-
tial of the electrons between neighboring atoms in the lattice graphene. For
example, theory predicts possible arising and merging of new Dirac points
in the band structure [16], the opening of a gap using defects with speci-
fic symmetry perturbing the QP [6] or a strong modification of their Fermi
velocity. By patterning graphene with the formation of a lattice of holes or
the formation of ribbons of graphene, it is theoretically possible to induce
a high anisotropy of electron mobility [17, 18]. It is also possible to confine
electrons by the modification of the coupling between two graphene layers
using rotationally stacked commensurate bilayers graphene [19]. Several ex-
perimental attempts have been made to induce a periodical perturbation on
graphene by patterning using self-assembled templates. The superimposing
of a periodicity on Bloch waves induces a folding of the first Brillouin zone
leading to an opening of a gap at the boundary of the mini-Brillouin zone,
an approach based on the well-known method used in semiconductor physics
[20, 21]. With a periodicity from 100nm to micrometer scale, a high conduc-
tivity and an on/off ratio up to 10 were obtained but with a gap of 50meV
only [22]. This shows that up to now, this method is not very efficient on
graphene.
Several methods of functionalization using molecules were explored. When
the molecules are in van der Waals interactions with graphene, the effect on
the band structure is mainly a transfer of charge with a shift of the Dirac
point relative to the Fermi level [23]. This was done either by evaporation
of molecules in UHV or by deposition of molecules in solvent using ex-situ
methods such as drop casting or spin coating [24, 25]. There are possibly
more efficient methods of molecular functionalization, which should really
modify the graphene band structure. For example, covalent grafting of reac-
tive molecule [26], fluorination using chemical method [27] or a site-selective
fluorination by a local radicalization of graphene using focused ion beam
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(FIB) irradiation [28], which is a softer method compatible with electronic
lithography process. Unfortunately, graphene became either completely in-
sulating or without sizable modifications of its band structure.
Among all the functionalization methods, the intercalation of species like
metallic atoms, molecules or gas, is to date the most efficient method to si-
gnificantly modify the band structure of graphene, not only the Dirac point
position but also the shape of the Dirac cones. It permits for example to
decouple the graphene layer from its substrate, using Ge, Au or H in the
case of epitaxial graphene/SiC(0001) [29, 30, 31] but also using Au interca-
lation for graphene/Ni(111) [32, 33] or upon oxygen intercalation for gra-
phene/Ru(0001) [34].
Most of these studies were performed on epitaxial graphene/SiC(0001) as it
is a reference system to understand the effects of functionalization, particu-
larly by intercalation, by following the modifications of the band structure.
Indeed, as the graphene layer is well oriented, the electronic band struc-
ture can be easily measured using angle resolved photoemission spectroscopy
(ARPES). Moreover, as SiC is a large band gap semi-conductor, the conduc-
tance of the functionalized graphene is easily measured by putting contact
on the graphene surface. All modifications of this epitaxial graphene can be
imaged by Scanning Tunneling Microscopy (STM). Finally it is possible to
control the number of graphene layers simply by changing the temperature
and annealing time of the SiC substrate, growing homogenous samples with
only the buffer layer or with 1 to 3 graphene layers on top [35, 36]. As sche-
matized figure 1, this epitaxial graphene consists in a monolayer on top of a
buffer layer (in red on the figure), also called "zerolayer graphene", which is
a graphene layer partially covalently bound to the outermost silicon atoms
of the substrate leading to a (6

√
3 × 6

√
3)R30 reconstruction if we refer to

the G-1 × 1 graphene lattice and a 6 × 6 reconstruction if we refer to the
initial SiC-1 × 1 SiC lattice [37, 38, 35, 39]. Only the monolayer graphene
(in green in Fig. 1), which is in van der Waals interaction with the buffer
layer below, has the well-known band dispersion with Dirac cones without
energy band gap. A gap of 0.5eV has been observed after the partial decou-
pling of the buffer layer from its SiC substrate using hydrogenation [40] or
after the partial hydrogenation of the graphene itself on top [41, 42]. In both
cases a faint band dispersion with apparently linear Dirac cones has been
observed. This revealed much more a disordering of the layer than a real
"new" semiconducting graphene and, to our knowledge, these seminal results
have not solved the question of graphene gap opening by showing transport

5



measurements. In the case of functionalization by intercalation, intercalated
elements have been observed either between the first ML graphene and the
buffer layer, or between the buffer layer and the substrate. As we will see
later this strongly depends on the nature of the intercalated atoms. It also
depends on the thermal process and layer transformation running during the
intercalation, i.e. before, during or after the formation of the graphene layer.

Figure 1 shows a periodic table of elements where the already studied ele-
ments are checked. In this quite exhaustive list, we see that many transition
metals such as Mn, Fe, Co, Cu, Re, Mo, Ir, Pd, Ni [43, 44, 45, 46, 47, 48, 49]
were studied for the realization of electrode with graphene, for their magnetic
properties and for spintronic applications. For Au [51, 50, 33] and other me-
tals such as Ag or Al [52, 33, 53, 54], one of the goals is the search of a good
contact material for electronic devices based on graphene. Other elements,
such as the ones of Group IV [43, 30, 58, 55, 56, 57, 59, 60] and halogen [61],
were also studied. The alkali and the alkaline earth metals (Li, Na, K, Ca,
Ba...) were studied because of the analogy with Graphite Intercalation Com-
pounds (GICs) [62, 63], with whom applications in energy storage were found
[64] and superconductivity was obtained with relatively high superconduc-
tivity transition temperatures for KC8 or CaC6 and with critical transition
temperatures TC ranging from <1K to 11K [65, 66, 67]. Then graphene be-
came a playground to study this property and the role of the graphene sheet
in the superconductivity [68, 69, 70, 71, 72, 73]. As superconductivity has
been found also for rare-earth metals GiCs such as YbC6 [65] but not for
other rare-earths such as Eu, Cm, Tm [65, 74, 75], they were also studied
using graphene [36, 76, 79, 77, 78]. Such elements are well-known for their
highly reactive character with carbon atoms and, as we will see afterwards,
the intercalation process happens everywhere through the graphene plane
without pre-existing defects and even under the buffer layer in the case of
graphene/SiC(0001). In this system, most of alkali and rare-earth metals are
able to intercalate up to the SiC/buffer layer interface leading to generate a
new highly n-doped graphene layer in van der Waals interaction with another
graphene plane. This possibly reveals a new class of fermions, the massive
Dirac fermions, obtained in van der Waals heterostructures composed of two
non-Bravais lattices with a specific stacking and introduced by B. Hunt et
al. [80].

Finally all studied elements can be separated into two classes of mate-
rials in terms of intercalation, i.e. those for which the intercalation process
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Figure 1: Schematic representation of a ML graphene epitaxied on SiC(0001). The system
consists in two graphitic layers. In red is represented the buffer layer which is a carbon
layer with a graphene-like arrangement partially covalently bound to the SiC substrate.
The true monolayer graphene (schematized in green) lies on top of the buffer layer in van
der Waals interaction. The schematic 3D representation of the graphene band structure
with the Dirac cones around the K points of the Brillouin zone is also given. The elements
which have been studied on graphene are marked on the periodic table of elements.
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is "difficult" and happens through pre-existing defects, as illustrated by Gold
intercalation, and those which are able to react with the graphene plane
and intercalate even through several graphene layers by a process of defect
creation-intercalation-diffusion with healing during graphene annealing, as
exemplary illustrated by Terbium intercalation [36]. In this paper we will first
report the results obtained with the intercalation of Gold atoms, particularly
on graphene/SiC(0001) and the mechanism of intercalation. By comparing
with similar other systems, we will describe possible electronic properties,
such as spin-orbit (S-O) splitting and their fingerprints in terms of band
structure modifications. In a second part, we will report the results obtained
with intercalation of rare-earth metals, with an emphasis on Terbium, and
the consecutive strong modifications of the graphene band structure. We will
show the general character of such band structure modifications and describe
the physics behind such as the nature of Dirac fermions and (or) supercon-
ductivity. Then we will show that organic molecules may intercalate below
graphene, even large ones, opening the way to using graphene as nanocon-
tainer or chemical nanoreactor. Finally, the theme of intercalation will be
extended to 2D transition metal dichalcogenides.

3. Gold intercalation mechanism and electronic effects

When graphene was still called "monolayer graphite", intercalation of
Gold atoms under a graphite monolayer on Ni(111) substrate was repor-
ted, studied by ARPES and High Resolved Energy Electron Loss Spectro-
scopy (HREELS), leading to the decoupling of the graphene layer from its
substrate [81]. Afterwards, the deposition of Gold on graphene was moti-
vated by the possibility to modify the Dirac point position. Indeed, p-type
doping was observed with Gold intercalation on graphene/Ni(111) [32] and
then on graphene/SiC(0001) [51, 31]. In the aforementioned works [51, 31]
the deposition of Gold was done on buffer layer and the intercalation at the
SiC/buffer layer interface happened during the annealing of the sample [31].
Working on graphene/SiC(0001) too, we have shown in thorough studies that
other intercalated Gold structures may be obtained when starting by deposi-
ting Gold on a complete graphene topmost layer with subsequent annealing
[50, 82, 83, 84, 85]. The intercalation process is found there to occur between
the top monolayer graphene and the buffer layer, and never under the buffer
layer. As will be explained, the intercalation happens through the preexisting
defects or at the borders between buffer layer and monolayer graphene areas.
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3.1. Mechanisms of Gold intercalation
The deposition of Gold was done by evaporation after the complete rea-

lization of a monolayer graphene/SiC(0001) held at room temperature. It
was very difficult to image the graphene sample just after deposition of Gold
(i.e. without annealing), as the bonding between Gold and graphene atoms
is very weak [87, 88, 89] and many surface Gold islands were mobile during
the scanning process, making the STM tip unstable. Looking for a way to
eliminate these Gold islands, we have tested several temperatures of annea-
ling and finally found that cycles of annealing at 1000K for 2min followed by
a decrease of the temperature to 300K worked. Indeed, after a few annealing
cycles at 1000K, we obtained a low density of very high and wide 3D islands
of Gold on the surface, as seen Fig. 2 (a), following well the predictions based
on thermodynamics analysis obtained by DFT calculations of Au on freestan-
ding graphene [89]. Surprisingly, these islands were epitaxied on the graphene
surface with a high crystallinity evidenced by the observation of the herring-
bone reconstruction (see the inset in Fig. 2 (a)), which is usually observed at
the surface of perfect Au(111) single crystal. When we carry on the annealing
cycles, the height and width of these Gold islands decreased, their number
reduced drastically and we observed the growth of intercalated Au structures
[50], as shown in Fig. 2 (b) where a remaining Gold island is pointed out by
a blue arrow. As will be explained in the next paragraph, Gold atoms are in-
tercalated between buffer layer and graphene, forming two kind of structures
labelled AuF and IC (ML stands for pristine monolayer graphene). As shown
in STM images Figs. 2 (b) to (d), we have observed that all intercalated Gold
structures were adjoining large-scale defects, such as puckers, pits (see Fig.
2 (d)) [90] or graphene boundaries (due to the presence of areas of buffer
layer or pits). All intercalated Gold structures were surrounding remaining
surface Gold islands or were connected via puckers to Gold islands or to a
pit containing Gold. We may then infer that these Gold islands are acting
as tanks of Gold during the annealing cycles and that the puckers are acting
as nanochannels, directing the diffusion of Gold under the graphene layer.
Moreover, the preexisting large-scale defects must be involved in the process
of Gold atoms intercalation and migration between the graphene layer and
the buffer layer. Indeed, similar experiments on metal atoms deposited on
graphene have already emphasized the role of large-scale surface defects in
the promotion of intercalation, as they provide an access for the diffusing
atoms to the surface below the graphene layer [58, 45, 73, 91]. The insertion
of foreign atoms between the graphene layer and the buffer layer costs energy,
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Figure 2: (a) is the STM image of a sample of epitaxial graphene/SiC(0001) after the
deposition of 19 ML of Au and few cycles of annealing at 1000K for 2min (250× 250nm2,
-1.6V, ∂z/∂x-derivative representation of the topography). The inset is a zoom on top
of this wide 3D island, showing the herringbone reconstruction of Au(111) with defects
(94.7 × 35.0nm2, -0.3V). After numerous annealing cycles, Gold is intercalated between
the graphene layer and the buffer layer, with scarce and small 3D Gold islands remaining
on the surface, as shown by the blue arrow in the STM picture (b) (200× 188nm2, -1.6V,
∂z/∂x-derivative representation of the topography). Gold atoms are forming two kind of
intercalated structures labelled AuF and IC, always delimited by an intercalated Gold rim
(ML stands for pristine monolayer graphene). (c) The intercalated Gold structures are
adjoining puckers, that are forming a network on the surface (600 × 600nm2, -1.5V). (d)
The puckers connect the intercalated Gold structures to remaining surface Gold islands
or to pits containing Gold, most probably acting as Gold tanks during annealing cycles
(600×384nm2, -1.6V, ∂z/∂x-derivative representation of the topography). (e) Schemes of
the consecutive stages of the so-called defect-aided intercalation process with Gold atoms
as yellow dots (see text). (image processing using WSxM software [86]).
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even if the bonding between these two layers is of van der Waals type (the
strain energy of dilatation along c axis, although small, still remains). This
elastic energy is reduced in the so-called defect-aided intercalation process
schematized in Fig. 2 (e). First, the deposited atoms are attracted at the
large-scale defects, where the graphene layer is no more continuous. Then,
intercalation starts at regions where the graphene layer is released from the
buffer layer below, reducing the energetic cost of insertion. For example, the
graphene layer may be mobile at its edge during the annealing (vibrational
excitation from heating schematized in Fig. 2 (e) by a curved up down ar-
row ; this is like the bubble mechanism explained in [92]) or a pucker may
be formed at the graphene edge during the annealing cycle [93]. Puckers are
resulting from the delamination of the graphene layer from the buffer layer.
They are probably due to the difference in thermal expansion coefficients of
SiC and of graphene, as the rapid cooling after an annealing causes stress
(compressive and/or shear stress [94, 95]) that is released by out of-plane
distortions of the graphene layer [93]. They form interconnected networks on
the surface, following SiC step edges or crossing them with no change in size
nor direction (see Figs. 2 (c) and (d)). They may be mobile during annealing,
carrying along the Gold atoms inside, so that diffusion of Gold atoms in the
interlayer space is enhanced. Further diffusion of Gold atoms promotes the
intercalation of the remaining surface Gold atoms, as the graphene layer is
already apart from the surface and the strain in the graphene layer due to
the ripples formed by intercalated structures tends to make it straight.
Moreover, the SiC(0001) substrate promotes the intercalation process as Gold
atoms do not intercalate when deposited on HOPG [96]. Due to their high
positive electron affinity and a relatively high first ionization potential, inter-
calated Gold atoms screen the electrons from the SiC to the graphene layer,
as was already proven in Refs. [82, 85]. The energy gained in this process
might overcome the elastic energy required to dilate the graphene host, en-
abling the intercalation and diffusion in the interlayer space [62, 96].

3.2. Gold intercalation : intercalated phases and electronic properties
After the deposition of Gold and following annealing, we have observed

different intercalated phases. Figure 3 resumes the main results obtained on
this particular intercalation mode. In Fig. 3 (a) is shown a typical graphene
after intercalation of Gold, where pristine monolayer graphene, labelled ML,
is easily recognizable by the (6

√
3×6

√
3)R30 reconstruction. The area label-
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Figure 3: (a) is a typical STM image after intercalation of Gold atoms where the two
phases co-exist. Pristine monolayer graphene is labelled ML. The area labelled AuF corres-
ponds to the intercalation of a continuous Gold monolayer with the corresponding zoomed
image in (b) showing the (2

√
3 × 2

√
3) R30-Au reconstruction indicated by a solid line

diamond in white. The diluted phase, labelled IC in (a), is due to the intercalation of single
and freestanding Gold atoms with zoomed STM images shown in (c) and (d). (e) is the
calculated STM image of a Gold atom intercalated between ML and buffer layer in hollow
site, as schematized in fig. 3 f). (g) shows STS measurements made on ML (in red), on IC
(in blue) and on AuF (in green) domains. (a) : 55 × 65nm2, -1.5V ; (b) : 6.8 × 10.0nm2,
-0.2V ; (c) : 10.4×12.0nm2, -1.6V ; (d) : 2.1×2.1nm2, -1.1V ; (e) : 2.1×2.1nm2, simulated
at -1.3V. Adapted from [50] and [85].
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led AuF (for Gold Film) was attributed to the intercalation of a continuous
Gold monolayer between buffer layer and graphene [50]. We have evidenced
by a fast Fourier Transform (FT) filtering of the STM images (topographic
and conductance) several surface reconstructions on AuF domains, like a
13× 13-G reconstruction, which has been attributed to a Moiré pattern due
to the superposition of the graphene layer on top of a continuous hexagonal
1 × 1 Gold monolayer with a lattice parameter of 2.66Å [50]. In addition,
it was observed a (2

√
3 × 2

√
3)R30-Au reconstruction, indicated in Fig. 3

(b) by a white diamond. This surstructure is not a Moiré pattern but is
attributed to an electronic effect [50]. Finally, the third observed reconstruc-
tion was a 2× 2-Au reconstruction, which is unambiguously a Moiré pattern
due to the superposition of the Gold monolayer on top of the underlying
(6
√

3× 6
√

3)R30 reconstruction of the buffer layer. These measurements de-
finitively prove that the Gold monolayer is intercalated between the buffer
layer and the top monolayer graphene, preserving the buffer layer.

In the diluted phase labelled IC (for Intercalated Clusters) in Figs. 3 (c)
and (d), the bright features were recently attributed to freestanding aggre-
gates of individual intercalated Gold atoms, as the average distance between
them was measured 4.17 Å ruling out Au-Au bonds [85]. They were first at-
tributed to triangular clusters of six Gold atoms [82, 84]. However, with the
help of calculation, we finally found out that each individual brigth feature
was associated to a single Gold atom [85], as shown in Fig. 3 (d), which
is a zoom of the STM image of an individual brigth feature. Indeed, the
calculated STM image in (e) of a single Gold atom intercalated between
the top ML graphene and the buffer layer, as schematized in (f), is in very
good agreement with the experimental image (d). Theory ruled out any in-
tercalation under the buffer layer and strongly supported that Gold atoms
were freestanding and negatively charged. We tentatively attributed this in-
triguing repartition of Gold atoms to direct Lennard-Jones and electrostatic
(Coulomb, charge-dipole, dipole-dipole) interactions between the aggregates
only, without success. We concluded that the interplay between the interac-
tions between Gold atoms and their interactions with the underlying buffer
layer was much more complicated [85]. One important result here is that the
single Gold atoms are all in hollow position with respect to the top graphene
lattice, as schematized in (f) [85]. As explained below, this may have im-
portant consequences on the electronic properties particularly for a possible
spin-orbit coupling.
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Figure 4: This figure summarizes the effects of the intercalated Gold atoms in the IC
phase observed on the top ML graphene. (a) is a 3D topographic STM image (taken at
+800mV) highlighting the feature (in yellow) associated to the Gold atoms under the
graphene plane and showing very clearly the standing wave pattern between the features.
The partial screening by Gold atoms of electrons transferred from the SiC substrate is
schematized. (b) displays on top a 3D representation of the band structure of graphene
with below a 2D constant energy contours (CECs) map calculated by a first-nearest-
neighbor Tight-Binding approximation. CECs around M points at a binding energy of
-2.3eV measured by ARPES on IC domains are superimposed on the calculated ones,
showing the extension of the Van Hove singularities as predicted by STS measurements
in [82]. By comparing detailed ARPES measurements made on pristine ML and on IC
domains, one clearly sees in (c) the band structure modifications due to the intercalated
Gold adatoms around the Dirac point, i.e. a slight p-type doping and a distortion (swelling)
around the Dirac point. This figure is adapted from [82, 84].
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Fig. 3 (g) shows the superposition of Scanning Tunneling Spectroscopy
measurements (STS) done on pristine ML graphene (in red), on AuF domain
(in green) and over a brigth feature in the IC domain (in blue). As can be
seen, the spectra of pristine ML Graphene and of IC domain are very similar
with no change in doping. However, we have proven that the intercalated
freestanding Gold atoms partially screened the electron transfer from the
SiC substrate, leading to a framework of standing wave patterns, as shown
in figure 4 (a) [82]. These standing waves were the result of an interference
process mixing the wave functions associated to the electrons on the graphene
plane. By using the Fourier transform scanning tunneling spectroscopy tech-
nique (FT-STS), i.e. by performing a FT of the STM conductance images
showing the standing wave patterns, it is possible to deduce the mapping of
constant energy contours (CECs) at various binding energies, for example to
obtain the Fermi surface at the Fermi level [83, 97, 82, 84]. We demonstrated
that the new features in the FT images related to the standing wave patterns
revealed an increase of the density of states around the M points of the gra-
phene reciprocal lattice leading to an extension of the Van Hove singularities
(VHs) [82], which was confirmed two years later by ARPES measurements
[84]. The CEC represented Fig. 4 (b) measured at E−Ef=-2.3 eV shows this
strong VHs extension caused by the intercalated single Gold atoms. Usually,
a strong increase of electron density is related to electron-electron correlation
and/or to electron-phonon coupling at the Fermi level. Indeed such a VHs
extension and/or trigonal warping effect have been observed by ARPES in
the case of heavily n-doped graphene by alkali metals at the Fermi surface
[98] and in the case of GiCs [73]. In the case of Gold IC phase, a weak p-type
doping of 53meV was measured. Therefore, this rules out possible electron-
electron correlation. Using Tight-Binding theory and modifying in the Dirac
equation the hopping potentials of the first, second and even third nearest-
neighbor carbon atoms, we have found theoretically strong modifications of
the Dirac point and even the creation of new Dirac points around the M
points, but it was never possible to reproduce such VHs extension [16]. Fi-
nally we demonstrated that the local modification of the density of states
by only the screening of the electrons on top of an intercalated gold atom
is enough efficient to modify drastically the VHs while the electron doping
remains very weak !

Another important effect of these freestanding intercalated Gold atoms is
the modification of the band structure marked by a swelling around the Dirac
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point ED shown in Fig. 4 (c) [84]. Such band structure modification may be
created by different effects. It has been observed in the case of an intercalated
Gold monolayer between graphene and a Ni(111) substrate and attributed
to a Rahba spin-orbit (SO) splitting [32]. However such a renormalization of
the band structure near ED could also be associated to a plasmaron, as first
observed in the case of a graphene layer quasi-freestanding on H-saturated
SiC(0001) substrate and weakly n-doped by K atoms [99]. A plasmaron is a
strong coupling between a graphene QP (electron or hole resulting from the
photo-emitted electron) and the surrounding plasmons, which are collective
electron-electron interactions leading to oscillations of the graphene free elec-
tron gas density [100, 101]. In the aforementioned case of graphene/Ni(111)
with intercalated Gold atoms, plasmaron as the cause of the renormalization
of the band dispersion has been ruled out, as the graphene was undoped
with Ef = ED. It was then unambiguously attributed to Rashba-type SO
coupling due to graphene-Gold monolayer interactions, with a large 13meV
SO splitting [32]. A Rashba-SO coupling requires intercalated material with
high atomic number and with d states, so that hybridization between these
d states and the π states of graphene takes place [102]. For example, no SO
coupling was ever observed for monolayers of Bi (no d states) or Cu (low Z
number) intercalated on graphene/Ni(111) [102]. SO coupling was recently
observed with a continuous Pb monolayer intercalated below graphene on a
Pt(111) substrate [59] and on a Re(0001) substrate [60].

Using the same system of graphene/Ni(111) with intercalated Gold, a
giant SO splitting of 100meV has been observed, related to another orga-
nization of Au atoms below graphene [103]. Depending on the deposited
quantity of Au prior to intercalation, Moiré-type 9× 9-Au or 8× 8-Au (with
increasing quantity) reconstructions were evidenced by Low Energy Electron
Diffraction (LEED), replicas of the π band states of graphene being observed
by ARPES, but no change in the value of the SO splitting was measured.
Based on DFT calculations in GGA approximation and on the fact that the
SO splitting was observed to be −→k -dependent, it was concluded that this
SO splitting is a Rashba-type effect associated to the spin-dependent hy-
bridization of graphene π states with Au 5d states, which were delocalized
between 5 to 6 eV [103, 102]. When the Ni substrate is taken into account
in the calculations, the modelized C π-Au 5d hybridization is shifted from
3 to 4 eV below Ef due to Au-Ni hybridization, which was in better agree-
ment with experimental results. It was then experimentally proved that Gold
intercalation may induce strong SO splitting.
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The theory showed that the value of SO splitting was drastically de-
pendent on two key parameters : the distance between graphene and the Gold
atoms, and the position of Au atoms with respect to the graphene lattice,
i.e. on top or in hollow site. In order to understand the origin of the different
values of SO splitting, D. Marchenko et al. [103] modelized three ideal cases
(free standing graphene without substrate), presented in Fig. 5. In (a), they
considered a monolayer of Gold where every Gold atom is on top of a C
atom in perfect commensuration with the graphene lattice. In this case, they
obtained a large SO splitting of 9meV for an equilibrium distance of 3.3Å.
Decreasing this distance increased SO splitting but led to the destruction of
Dirac cones, as top position breaks the symmetry between the two graphene
sublattices. In (b), they studied the case where each Gold atoms of the pre-
vious monolayer was in hollow site. In order to increase SO splitting whilst
preserving Dirac cones, they decreased arbitrary the Gold-graphene distance.
They obtained indeed a giant SO splitting with intact Dirac cones but for an
energetically unrealistic equilibrium distance. Finally they found that it was
possible to obtain by calculation a giant SO splitting of around 100meV with
intact Dirac cones only in the case where Gold atoms are individual in an
ordered structure, in hollow site, with an equilibrium Gold-graphene distance
of 2.3Å, as depicted Fig. 5 (c). Coming back to our system, we have obtai-
ned the intercalation of a continuous monolayer of Gold but with a lattice
parameter which does not lead to a perfect commensuration with the gra-
phene plane [50]. Therefore Gold atoms are in every possible position with
respect to the graphene lattice (i.e. top, hollow and intermediates), which
is not ideal for a large SO coupling with Gold atoms. However, considering
these calculations, IC phase is a very good candidate for a giant SO coupling,
as all conditions are gathered : Gold individual atoms, in a quasiperiodic ar-
rangement, all in hollow site with respect to the graphene lattice and with
a calculated equilibrium distance of 2.4Å to ML on top [85]. Moreover, we
observed an extension of VHs which coincides with the energy at which hy-
bridization of the π band states of graphene with the 5d Au states should
take place, as seen in Fig. 2 (b) in Ref. [84]. A giant 100meV Rashba-type
SO coupling was already observed on a graphene/SiC(0001) sample, which
was p-doped due to intercalation of Gold between SiC and graphene [104].
In this case, it was not clear which kind of intercalated phase was obtained,
as they deposited Gold on buffer layer prior to annealing cycles.

Rashba-type SO coupling is interesting for spintronic applications, where
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functionalized graphene may be used for example as electrode for spin pola-
rized current. However, there is completely another physics behind SO cou-
pling, which relates to topological insulator and more generally to Spin Hall
(SHE) and Quantum Spin Hall effects (QSHE). QSHE in graphene was first
described by C.L. Kane and E.J. Mele [105]. They introduced a new term
related to intrinsic SO coupling with specific charasteristic, i.e. the Hamilto-
nian HSO must preserve the time reversal symmetry and the chirality of the
hopping potential around the Dirac point. In other terms, the second-nearest-
neighbor electron hopping, which consists of an electron hopping between two
first nearest neighbors of the same sublattice A(B), must be spin dependent
(pseudospin chirality is preserved). This intrinsic SO coupling generates the
opening of a gap at the Dirac points. If the inversion symmetry of the honey-
comb lattice is broken, for example due to curvature, to interactions with a
substrate or by an applied perpendicular electric field, a competing Rashba-
type SO coupling is also induced [1]. The energy gap opening induced by
the Kane-Mele SO coupling must be higher than the Rashba-type SO cou-
pling energy, otherwise graphene returns to a zero gap semiconductor with
quadratic bands. The theory predicted that QSHE on graphene could be ob-
served but unfortunately, due to the small atomic number Z of carbon atoms,
the induced gap opening is in reality too small for the observation of QSHE
at accessible temperature. Six years after the seminal work of C.L. Kane
and E.J. Mele [105], C. Weeks et al. [106] theoretically proposed that the
decoration of graphene with a dilute concentration of heavy elements could
induce an observable energy gap by increasing the robustness of the Kane-
Mele SO coupling and generate a robust topological insulator. As described
in the paper, the principle is that an electron of graphene can tunnel onto an
adsorbed atom and go back to graphene. In this process, the graphene SO
coupling strength is locally enhanced, the QPs remain unchanged, and the
band structure of graphene is not modified (the eigen states are not modified
by hybridization) but only perturbed with a gap opening. Due to the compe-
tition with the Rashba-type SO coupling, that may dominate over Kane-Mele
SO coupling, the robustness of the QHSE phase strongly depends on various
parameters : the nature of the graphene substrate, the nature of the adatom
(for example, it must be nonmagnetic to preserve the time-reversal symmetry
[106]), Its position (only a hollow position guarantees to keep the sublattice
symmetry intact which preserves the pseudo spin, as first pointed out in
Ref. [105]), the type of outer-shell orbitals of the adatom (for example, ada-
tom with partially filled d or f orbitals will induce Rashba-type SO coupling
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which may dominate over Kane-Mele SO coupling [106]) and the coverage
of adatoms. Considering all these criteria, Thallium and Indium atoms were
supposed to be the best candidates for QSHE observation in graphene [106].
The case of Gold for a robust Kane-Mele SO coupling was the subject of nu-
merous controversy papers. Experimentally, transport measurements made
on graphene/SiO2 decorated by clusters of Au or Ir adatoms have evidenced
no signature of QSHE induced by Kane-Mele SO coupling but rather of a
non trivial SHE [107]. S. Abdelouahed et al. [108] studied theoretically the
effects of decoration by Gold atoms of graphene at dense coverage conside-
ring only the T-type (or top) position (model of free standing graphene
with gold asorption without substrate). They found that SO coupling
is dominated by Rashba effect, as anticipated by C.L. Kane and E.J. Mele
[105]. D. Van Tuan et al. [109] theoretically demonstrated that the clustering
of Gold adatoms on graphene has dramatic effects on SHE compared to disor-
dered Gold-decorated graphene. Without going further into this physics, this
shows that transport experiments are required to distinguish which contribu-
tion (Rashba-type or Kane-Mele SO couplings, SHE, non trivial SHE, etc.) is
at the origin of the modifications of the graphene band structure. However,
these experiments must be done on very well controlled and characterized
samples and all types of gold intercalated phases, especially the IC phase,
have to be deeply explored.

4. Other metals, alkali and rare-earth metals intercalation

4.1. Mechanism of intercalation
Some specific elements, mainly rare-earth metals, some alkali metals and

Al, strongly differ from noble metals, exemplified by Gold, as they are able to
chemically react with the carbon atoms. During an annealing process, they in-
tercalate homogeneously on the whole graphene surface without pre-existing
defects and even under the buffer layer in the case of graphene/SiC(0001).
The resulting modifications to the graphene band structure are much more
pronounced than in the case of Gold, as explained in the next paragraph.
To illustrate this assertion, we present the case of Terbium on graphene/SiC(0001)
[36], shown in figure 6. After deposition of Terbium atoms and a first annea-
ling at 900K, we observed typical STM images like Fig. 6 (a). The surface
was homogeneously covered by distinct Terbium 3D islands with sizes ran-
ging between 20 to 30 nm. These islands were easily picked up by the STM
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Figure 5: This figure presents the three ideal cases of Au intercalated on graphene/Ni(111)
modelized by D. Marchenko et al. [103] and the corresponding effects of the intercalated
Gold atoms on the band structure of graphene (see text). This figure is adapted from Ref.
[103] with permission.
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Figure 6: STM images and corresponding LEED patterns of Terbium deposited on gra-
phene/SiC(0001). (a) After a moderate annealing at 900K, unstable 3D surface islands
of Terbium are homogeneously dispersed on the surface. (b) They disappeared after an
annealing at 1100K due to the intercalation of Terbium atoms below graphene. The STM
image shows small recessed areas (circled), where most probably Terbium atoms inter-
calate through graphene via the exchange-intercalation mechanism (see text and Fig. 7).
The recessed areas are healed with further annealing at 1100K, as shown in (c). (d) is a
zoom-in on a top of a terrace, showing all six carbons of graphene on top of intercalated
structures. (a) : 328.1×322.7nm2, -2.8V ; (b) : 400×400nm2, -1.5V ; (c) : 92.1×75.1nm2,
-1.9V ; (d) : 25× 25nm2, -35mV and inset : 5× 5nm2, -90mV. Adapted from [36].
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tip, explaining the poor quality of the STM images. The brighter spots in
the LEED pattern in the inset correspond to the graphene lattice and they
are surrounded by the 6× 6-SiC spots related to the buffer layer reconstruc-
tion. Turned by 30◦ with respect to the 1× 1-G spots, the weaker contrasted
hexagon with smaller size corresponds to the SiC lattice. This means that,
at this stage, the buffer layer was still intact. No intercalation process was
observed and Terbium atoms, which are highly reactive, were oxidized by the
residual oxygen contamination in the UHV chamber [36]. After an annealing
at higher temperature (1100K), the surface Terbium islands disappearead
(see Fig. 6 (b)) and there were on the whole surface recessed areas (circled
in Fig. 6 (b)) having the same size and distribution as the Terbium surface
islands. These recessed areas, covering less than 10% of the surface, were
observed even in the middle of initially flawless terraces of graphene. After a
prolonged annealing at 1100K, the surface covered by the recessed areas was
reduced, as in the STM image in Fig. 6 (c). Figure 6 (d) is a STM image on
top of a terrace, showing that Terbium atoms were intercalated under the
graphene layer without apparent ordering and that this graphene layer sho-
wed no atomic-scale defects. Moreover, all C atoms of the graphene lattice
were imaged at low bias (see the inset) whereas the underlying reconstruction
of the buffer layer was no more visible. Indeed, the LEED pattern in Fig. 6
(b) showed the graphene lattice spots, but all other features attributed to
the buffer layer and the SiC substrate have disappeared. Terbium atoms,
by intercalating until under the buffer layer, were decoupling it completely
from the SiC substrate [36]. As Terbium atoms are highly reactive and as
the intercalation happened homogeneously everywhere on the whole surface,
we may infer that Terbium intercalation on graphene/SiC(0001) proceeded
like the so-called exchange-intercalation mechanism that was assumed for
intercalation of several reactive species on graphene/metal single crystals,
as depicted in Fig. 7 [44, 110, 91]. After deposition of reactive species, in-
tercalation proceeds in transient stages, the first one being the breaking of
C-C bond and the bonding to the intercalant atoms on top (the probabi-
lity increases with the temperature of annealing and the reactive character
of the intercalant) leading to the generation of atomic-sale defects. The in-
tercalant atoms diffuse then through these defects and form an intercalated
structure. The last step is the self-healing of the graphene layer on top, if
the annealing temperature is high enough. A similar intercalation mechanism
has been recently observed in the case of sub-monolayer growth of Titanium,
Cobalt, Palladium [111] and Manganese atoms [45] on graphene/SiC(0001).
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Figure 7: Schemes presenting the consecutive stages of the so-called exchange-
intercalation mechanism assumed for the intercalation of Terbium atoms (in red) below
graphene (in grey). After the deposition on a perfect graphene layer, Terbium atom form
a transient covalent bonds with C atoms during annealing. Then it diffuses through this
atomis-scale defect. While continuing annealing, graphene heals itself and intercalated
Terbium atoms diffuse in the interlayer space and form an intercalated phase.

The most interesting case is the one of Titanium : Ti atoms were forming
3D nanoislands on graphene/SiC(0001) after annealing at 400K. While scan-
ning, the STM tip removed the islands, leaving extended holes with damaged
graphene, due to the dissolution of the graphene layer in contact with the
Ti surface island [111]. The sample was not further annealed. By comparison
with the Terbium experiments, we may suppose that the recessed areas seen
in Figs. 6 (b) and (c) are obviously the entrance position of Tb atoms during
the intercalation process and that they are self-healed during subsequent an-
nealing. Of course, annealing at high temperature may induce a competition
between the intercalation-atomic diffusion processes and the desorption of in-
tercalant atoms. Recently, by studying the intercalation of Europium atoms
on graphene/SiC(0001), S. Sung et al. [76] found that the intercalation bet-
ween graphene layer and buffer layer started already at RT up to 400K,
temperatures much lower than those usually used in the scientific literature
including us (beyond 900K). Annealing at 600K led to a deeper intercalation
of Eu atoms below buffer layer with the formation of Eu-Si bonds [76]. A
higher annealing temperature led to a clustering phase of metallic Eu (2.5nm
diameter) randomly distributed at the vertices of the 6 × 6-SiC reconstruc-
tion of the buffer layer [112]. Desorption of intercalated Eu atoms started
at 1320K [76, 112]. These results demonstrate the possibility to accurately
control the intercalation process allowing the realization of complex van der
Waals 2D heterostructures.

4.2. Electronic properties
4.2.1. Mixed massive and massless fermion

In the previous paragraph we have shown that some specific atoms were
highly reactive with graphene and were then able to intercalate directly
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Figure 8: (a) to (c) ARPES measurements around K point respectively for a mono-
layer graphene/SiC(0001), for a bilayer graphene/SiC(0001) and for a monolayer gra-
phene/SiC(0001) after intercalation of Terbium atoms (adapted from [36]). In (d) to (f)
the resulting band structures are schematized. (h) to (j) present the corresponding sche-
matic representations of the system with the corresponding STM images at low bias. (g)
corresponds to a schematic interpretation of the band structure in (c), following the inter-
pretation of K.S. Kim et al. [113]. As explained in the text, such complex band structure
may be the result of the mixing in the same system of massive and massless Dirac fermions
due to the A-A stacking with a slight twist of two graphene layers not equivalently doped.
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through several graphene layers. In this case, the measured band struc-
ture (for example in the case of graphene/SiC(0001) or /Ni(111)) presented
systematically drastic modifications with respect to the initial dispersion of
pristine graphene layer, as shown in figure 8 (c). Figure 8 consists in three
columns presenting characteristics of monolayer graphene (left column), of
bilayer graphene in Bernal stacking (middle column) and of a graphene layer
with intercalated elements (right column).
For monolayer graphene, an electron hopping from one atomic site to its first
nearest neighbor does not "feel" the atomic lattice (second and third neigh-
bors) at low energy around the K points. Thus, the effective mass of the
QP tends to zero, therefore QP are called massless fermions. This leads to
the apparition of Dirac cones around K points where the E(k) dispersion is
linear, as observed by ARPES in Fig. 8 (a) and schematized in Figure 8 (d).
The measurements in (a) were done on graphene/SiC(0001), with ED located
at 0.45eV below the Fermi level due to n-type doping from SiC substrate.
STM imaging at low bias on this system shows all six carbon atoms of the
graphene honeycomb (see Fig. 8 (h)) and the underlying 6 × 6-SiC recons-
truction related to the partial bonding of the buffer layer to SiC substrate.
In the case of bilayer graphene, the Bernal stacking of two graphene layers,
depicted in Fig. 8 (i), leads to the overlapping of the π band states of every
second carbon atoms which allows the hopping of electron from one graphene
layer to the other. Then the electrons of one graphene layer "feel" the atomic
lattice of the second layer (similar to a pseudopotential) and acquire an effec-
tive mass, therefore QP are called massive Dirac fermions. As a consequence,
the band dispersion is no more linear but parabolic, turning the Dirac point
into a small gap, as measured by ARPES on bilayer graphene/SiC(0001) in
Fig. 8 (b) and schematized in Fig. 8 (e). STM imaging at low bias on bilayer
graphene shows carbon atoms of only one graphene sublattice, with a fainter
6× 6-SiC reconstruction (see Fig. 8 (i)).
In the case of bilayer graphene in A-A stacking, as depicted in figure 8 (j),
the standard Tight-Binding theory predicts two interpenetrating Dirac cones
merging into a Dirac circle at ED. The linear band dispersions are shifted
by an energy of 2γ’, where γ’ is the interlayer hopping energy [114, 115], as
depicted in Fig. 8 (f). This energy shift should depend of course on the sub-
strate and on an interlayer field if the graphene layers are not equivalently
doped. K.S. Kim et al. [113] studied the effects of weak doping by decoration
of Potassium atoms on top of a quasi freestanding bilayer graphene. Starting
with a monolayer graphene/SiC(0001) where the buffer layer was decoupled
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from the substrate by hydrogenation, the sharp ARPES measurements re-
vealed a band structure with two parabolic band dispersions and a slight
p-doping, as the inital Dirac point at 0.45eV below Ef was shifted to 0.15eV
above Ef . By depositing Potassium atoms on top, they increased step by step
the n-doping of the topmost graphene layer and they followed the emergence
of two linear bands leading to a band structure similar to the one in figure 8
(c). They interpreted the two linear shifted cones as a breaking of the lattice
symmetry leading to two monolayers in A-A stacking, corresponding to the
band structure schematized in Fig. 8 (f). Studying very precisely the inten-
sity of the expected circular contour around ED in (kx, ky) constant energy
map, they evidenced a Dirac arc structure with a high intensity anisotropy
along the contour. They concluded that there was a slight misorientation of
∼ 0.1◦ between the two graphene layers, leading to the transformation of the
band structure from figure 8 (f) (pure massless fermions) to (g) (mixed mass-
less and massive fermions). They also observed an exotic chiral pseudospin
texture. If we compare our band structure shown in Fig. 8 (c) to the one
obtained by K.S. Kim et al. [113], we may expect the same kind of behavior
when the quasi-freestanding bilayer graphene is obtained by the intercala-
tion of atoms between the buffer layer and the SiC substrate, leading to two
graphene layers not equivalently doped. Indeed, the band structure shown
in Fig. 8 (c) was obtained after the intercalation under the buffer layer at
1100K of Terbium atoms on a monolayer graphene/SiC(0001), as presented
in the previous section. As explained in [36], one Dirac cone corresponded
to a highly n-doped monolayer graphene with a Dirac point ED1 at 1.59eV
below the Fermi level, and the other Dirac cone had its Dirac point ED2
unchanged compared to pristine monolayer graphene, as shown Fig. 8 (a).
The highly n-doped monolayer graphene was created by the decoupling of
the buffer layer from its substrate and this led to a sample made of two sta-
cked graphene layers with a pronounced difference in doping level. Moreover,
our STM images shown in Fig. 8 (j) strongly support a A-A stacking, as the
six carbon atoms were visible at low bias voltage whereas the buffer layer
reconstruction was no longer observed. There should be also a very weak mi-
sorientation (less than 1◦) since only one Brillouin zone was visible in LEED
patterns and no Moiré patterns were observed by STM at larger scale.
In the case of functionalized graphene, the intercalation of various elements
leads to the same complex band structure, for example in the case of gra-
phene/SiC(0001) : Rubidium and Cesium [72, 73, 79, 116], Ytterbium [77],
Lithium [70, 117], Sodium [118], Cerium [78], Aluminium [54] and Europium
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[79, 76]. Such complex band structure has been observed too with other sys-
tems, for example in the case of a kagome lattice of Fe atoms superimposed
on a 2D stanene monolayer at the surface of a Fe3Sn2 monocristal [119]
but also probably in the case of CaC6 graphite intercalation compound [120].
This suggests that this kind of fermiology is probably much more general and
worth investigating in detail. Moreover, such systems may find applications
in "2D valleytronics".

4.2.2. Intercalation and superconductivity
As already mentioned in this article, the intercalation studies of graphene

were first motivated by the seminal works done on GICs and the observa-
tion of superconductivity [62]. In the case of GICs, the superconductivity
mechanism and the interplay between the intercalant and the stacking of
graphene planes were not fully understood. The question was raised whether
the superconductivity was parallel to the graphene plane in the host gra-
phite structure (i.e. within individual graphene plane) or perpendicular (i.e.
involved in several planes). This is why graphene became a playground to
study superconductivity as it offers the possibility to control precisely the
number of graphene layers, their stacking orientation and to play with the
graphene/substrate interaction by changing the substrate. There are different
types of superconductivity mechanism. In the case of GICs, the supercon-
ductivity mainly observed with alkali metals is described by the model of J.
Bardeen, L. Cooper and J. Schrieffer (BCS) [120]. This may be also the case
of graphene functionalized by intercalation but other possible mechanisms
have been mentioned, as explained later.
In the microscopic description of the BCS superconductivity mechanism, the
electrons are paired at the Fermi level by the interaction with the phonon
lattice, which overcomes the electrostatic repulsion between electrons. The
electrons are paired by an energy corresponding to a phonon vibration mode
h̄ωp and the strength of the electron-phonon coupling (EPC) is λ. The super-
conducting critical temperature Tc is usually estimated in the case of GiCs
using the following McMillan formula :

kBTC = h̄ωp
1.45exp

(
− 1.04(1 + λ)
λ− (0.62λ+ 1)µ∗

)
(1)

with µ∗ the effective Coulomb repulsion energy. Thus Tc is theoretically di-
rectly proportional to the phonon energy and increases with λ. Both can
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be deduced from ARPES measurements, particularly in the case of graphene
which shows a simple Dirac cone dispersion : λ is deduced from the curvature
of the kink corresponding to the real part of the spectral function, and h̄ωp
from the broadening of the band much more related to the imaginary part.
Both are however linked via a function called the Eliashberg function, which
may be extracted from ARPES data using a detailled analysis of the mo-
mentum dispersion curves (MDC). A.V. Fedorov et al. [121] systematically
studied the link between EPC strength λ and the electron density doping.
In their experiment, they used monolayer graphene/Ni(111), where graphene
has been decoupled from the Ni substrate by intercalation of Au. They have
then evaporated alkali and alkaline earth metals (Cs, Rb, K, Na, Li and Ca)
and extracted systematically the EPC λ in function of the electron density.
They found λ = 10−9

√
D with D the density of electrons. They estimated Tc

based on the extracted λ using the McMillan formula but it was not possible
to measure it directly, as explained later.
This study shows discrepancies with the superconducting GICs. For example,
in the case of GICs, the dependence of λ with the electron density is linear
[120]. The link between λ and superconductivity, and more precisely the de-
termination of Tc has not been systematically done in the case of graphene.
For GICs, Tc can be measured without contacting the sample. It is deter-
mined by the paramagnetism transition temperature using Superconducting
Quantum Interference Device (SQUID) magnetometry measurements. In this
case, the link between λ, Tc and the transferred electron density (n-doping
density) has been experimentally established. In a systematic study, T. Valla
et al. [122] compared the non-superconductive GICs KC24, LiC6 with the
superconductive KC8 (with Tc=0.5K) and CaC6 (with Tc=11K). They found
that the experimental value of Tc fits very well its theoretical value using the
McMillan equation and the measured λ. They also found that λ increases
with the transferred electron density and that a minimum of electron density
is required (typically 1013cm−2) with a λ of 0.6 in the case of CaC6. They
also established clearly that both graphene-derived electrons and graphene-
derived phonons are involved in the superconductivity of GICs. In the case
of graphene, for which the SQUID magnetometry signal is too small, Tc
can be determined only by direct transport measurements. This requires to
make contacts having a resistivity varying sufficiently monotonically with
the temperature in order to be able to follow the superconductivity tran-
sition temperature. This explains why Tc has been more rarely (and never
systematically) determined in the case of graphene and why researchers first
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focused much more on λ. In the case of graphene, typical values of λ were lo-
wer than for GICs [121]. The highest was determined for CaC6. They found
0.16 for an electron density D of 5.1014cm−2 and S. Ichinokura et al. [71]
measured directly a Tc of 4K using a four-probe STM.

In the previous description of superconductivity the electrons are paired
via electron-phonon coupling. However there are other possibilities to pair
carriers leading superconductivity. They are classified by the momentum de-
pendence of their superconductive gap, i.e. if there is (or not) an anisotro-
pic superconductive band gap depending on the directions in the reciprocal
Brillouin zone and belonging to which symmetry group. In the case of BCS
theory, there is no momentum dependence of the superconductive gap lea-
ding to the so-called conventional s-wave superconductivity. There are other
types of symmetry pairing where the electron with specific momentum are
paired, as in the case of d-wave superconductivity predominantly observed
for high TC cuprate superconductors [123]. In this case the pairing symmetry
is due to the nesting of the density of states at the Fermi level. The density
of states, which is proportional to ∇−1

k E(k), diverges when the Fermi level
is at an energy corresponding to a flat-band portion (quasi non-dispersive
band) of the constant energy contour (CEC). This can happen at specific
positions in the first Brillouin zone, as exemplary experimentally illustrated
by K. McElroy et al. [124]. They studied by FTSTS the QPs interference
processes observed at the Fermi level on the surface of a clived superconduc-
tive Bi2Sr2CaCu2O8+δ material for which the Fermi surface consists in four
banana-shaped CECs with a strong increase of the density of states at the
apex of each banana. In the case of a 2D material with non-Bravais lattice
such as graphene, the band structure has a similar nesting effect around the
so-called Van Hove singularities (VHs) at the M points, as already discus-
sed in the case of Gold intercalation and schematized on the band structure
figure 4 (b). In this first highly controversial VHs scenario [125], supercon-
ductivity could be observed if the Fermi level is positioned at the energy
corresponding to the VHs. Twenty years later, R. Nandkishore et al. [126]
theoretically predicted for the specific case of graphene a possible "chiral su-
perconductivity" where the electrons are paired for momentum pointing the
hexagonal six VHs (in the framework of this paper we will not discuss in de-
tail the "chiral" aspect which is due to a breaking of time reversal symmetry).
These prediction is of course relevant for other 2D systems with non-Bravais
lattice similar to graphene. This is why, as discussed in the case of Gold and
rare-earth metals intercalation, numerous studies were devoted to obtain by
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intercalation highly n-doped graphene in order to align the Fermi level with
the VHs position. It is also possible to move the VHs by twisting two layers
of graphene. This has been shown experimentally by G. Li et al. [127]. The
twist of two graphene layers generates a Moiré pattern which creates dif-
ferent types of stacking between the sublattices A and B of each graphene
layer. S. Fang and E. Kaxiras [128] found theoretically that at a magic angle
of 1.06˚the band structure presents a flat band at the Fermi level located
over A-A stacking sites forming a Moiré pattern. Very recently in two papers
published in Nature, Y. Cao et al. used their developped ’stear and stack’
techniques to produce van der Waals heterostructures with controled twist
angle between two stacked graphene planes. They performed magnetotrans-
port measurements and showed experimentally the emergence of these flat
bands at the predicted magic angle [129]. In the second article they found
a superconductive transition at 1.7 [130] reporting the first observation of
unconventional superconductivity using only graphene sheets.
In this research field also, intercalation offers another degree of freedom to
modify and control a van der Waals heterostructure. Considering the in-
terplay with the possible modifications of stacking sequences between two
graphene layers with intercalated atoms, as discussed in the case of massive-
massless Dirac fermions, these last publications demonstrate how large is the
field of possibilities offered by intercalation.

5. Intercalation of molecules

The intercalation process on graphene does not take place only with ato-
mic species but also with molecules, even large ones. Extensive studies about
intercalation below graphene of molecules such as Hydrogen, Oxygen, Carbon
Monoxide water were conducted, for example in order to know if graphene
may be used as a coating protecting the underlying substrate against oxida-
tion.
Oxygen intercalation on graphene epitaxied on weakly (e.g. Pt, Cu) as well
as strongly (e.g. Ni, Ru) interacting metal substrates has been investigated
by a number of studies. In the case of the strongly interacting substrate
Ru(0001), an initial study by H. Zhang et al. [131], where the authors used
STM and XPS techniques, reported the intercalation of Oxygen molecules at
graphene/Ru(0001) interface after annealing at 600K. A number of other stu-
dies also suggest that the oxygen intercalation at graphene/Ru(0001) inter-
face can only be thermally activated due to the high interaction of graphene
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with Ru(0001) susbtrate [132, 131, 133, 134, 135]. Recently E. Grȧnäs et al.
[136] using STM and XPS demonstrated that monolayer graphene/Ir(111) is
impermeable to O2 even using a high O2 pressure of 10−3mbar with a tempe-
rature up to 700K, however Oxygen intercalation can take place at 10−5mbar
O2 pressure and 410K for 0.5 monolayer of graphene/Ir(111). This means that
graphene edges promote the intercalation of Oxygen below graphene. R.S.
Weatherup et al. [137] observed that for weakly interacting substrates like
Pt(111), 2 days exposure to air in ambient conditions led to intercalation of
Oxygen on monolayer graphene/Pt(111) resulting in freestanding graphene,
whereas monolayer graphene on strongly interacting substrate Ni(111) sho-
wed no sign of intercalation. However intercalation of Oxygen on monolayer
graphene/Ni(111) at 470K started through defects of graphene domains ro-
tated with respect to Ni(111), as suggested in a very recent study by L.
Bignardi et al. [138]. Since it is established by several studies that interca-
lation of O2 is more difficult for a complete monolayer coverage of graphene
compared to graphene flakes, it can be concluded that graphene edges are
more favorable for Oxygen intercalation than graphene defects, such as point
defects or domain boundaries. In the case of Carbon Monoxide, its interca-
lation under graphene was studied with various metal substrates, such as
the strongly interacting Ru(0001) [139] and Ni(111) [140] and the weakly in-
teracting Pt(111) [141, 142] substrates. Using STM, photoemission spectro-
scopy (XPS, UPS), µ-LEED and low-energy electron microscopy (LEEM),
L. Jin et al. [139] showed that exposure at ambient pressure to CO mole-
cules of submonolayer as well as monolayer graphene/Ru(0001) resulted in a
homogeneous intercalation of CO molecules, with ordered CO molecules at
graphene-Ru interface. The authors carried out extensive XPS study at dif-
ferent pressure of CO molecules and suggested that CO intercalation started
to significantly take place at 13mbar CO at room temperature. E. Grȧnäs
et al. [143] demonstrated CO intercalation at graphene/Ir(111) interface at
room temperature using CO pressure close to 1mbar. LEED and STM sho-
wed a (3

√
3× 3

√
3)R30 superstructure formed by intercalated clusters of 19

CO molecules, which is similar to the adsorption structure formed on clean
Ir(111) upon mbar CO exposure. CO partial pressure required for the interca-
lation below graphene grown on different substrates seems to depend mostly
on the bonding strength between graphene and its substrate, as suggested by
the currently available experimental data [139]. Few studies have been made
on the intercalation of water below graphene and they tend to show that in-
tercalation does not depend in this case on the graphene-substrate bonding
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strength. Indeed, X. Feng et al. [144] have made a comparative study about
the intercalation of H2O molecules on graphene epitaxied on Ru(0001) and
Cu(111). Using STM, they showed that water molecules can intercalate be-
low graphene/Ru(0001) at temperatures as low as 90K due to the presence
of line defects (dislocations and grain boundaries) in the graphene layer. In-
deed, right after deposition water molecules accumulated along these defects
and after annealing, seemed to dissociate and break the C-C bonds at theses
line defects, inducing the fragmentation of the graphene layer which is fol-
lowed by intercalation of H2O below those graphene flakes. In the case of
graphene/Cu(111), once more water molecules were observed to accumulate
at line defects but annealing at 150K led to occasional splitting up of the
graphene layer followed by intercalation below the few graphene flakes. This
indicates that the underlying substrate plays an important role in determi-
ning the chemical reactivity of the graphene layer, as substrate may promote
to catalyze water dissociation on graphene.
Surprisingly even large molecules are able to readily intercalate below gra-
phene layer. For example, M. Ohtomo et al. [145] have reported intercalation
at room temperature of 1-octanethiol molecules between graphene and a Cu
foil substrate after immersing the samples. Intercalation happened through
graphene defects such as grain boundaries and led to the formation of stable
self-assembled monolayers due to covalent bonds of thiol molecules with Cu.
Larger molecules, such as C60 and C70 intercalate below graphene too. Ba-
sed on Auger Spectrocopy measurements, E.V. Rut’kov et al. [146] showed
that deposited C60 molecules were able to intercalate under a monolayer gra-
phene/Ir(111) after annealing at 800K. A. Varykhalov et al. [147] reported
the intercalation of C60 molecules under graphene/Ni(111) after annealing at
700K. STM images at different bias conditions showed surface corrugations
which were unambiguishly attributed to change in local density of states
due to intercalation of C60 molecules. The authors showed the potential of
STM to visualize the intercalated molecules under graphene. E. Monazami
et al. [148] have reported a method to control the local strain in graphene on
Cu(100) by intercalation of C60 molecules. Authors have proven intercalation
by comparing STS spectra obtained on intercalated regions with those made
on bare graphene/Cu(100) and those made on C60 molecules residing on the
surface. An approach towards controlled intercalation of C60 molecules was
also discussed which may lead to formation of a crystalline lattice of C60
molecules and therefore may give control over strain in graphene lattice.
In the case of molecular intercalation below graphene grown on non-metallic
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substrates such as 6H-SiC(0001), one goal was to find a way to efficiently
decouple the graphene from its substrate. Hydrogen intercalation below gra-
phene/SiC(0001) was first demonstrated by C. Riedl et al. [149]. They sho-
wed that annealing graphene/SiC(0001) at 900K in presence of H2 gas at
atmospheric pressure resulted in intercalation of Hydrogen atoms down to
the SiC interface, leading to decouple the buffer layer from its SiC substrate.
Moreover, Hydrogen atoms passivated Si atoms of SiC(0001) substrate and
they obtained quasi-freestanding graphene layer undoped with Ef = ED. By
exposing buffer layer/SiC(0001) to O2 gas at atmospheric pressure while an-
nealing at 520K, S. Oida et al. [150] have shown that intercalation of Oxygen
molecules led to the formation of a thin (∼3Å) amorphous oxide layer at buf-
fer layer/SiC interface thus decoupling the buffer layer from the substrate.
Moreover, chemical reactions may take place at the interlayer space between
graphene and its substrate : oxidation of intercalated CO molecules between
graphene and Pt(111) [151], chemical reaction between intercalated O et H2
atoms below graphene/Pt(111) [91], or formation of a 2D GaN layer between
monolayer graphene and SiC(0001) [152]. In this case, they first intercala-
ted Hydrogen to obtain quasi-freestanding bilayer graphene/SiC(0001) which
provides a confined and passivated space that may promote Frank-van der
Merve growth of GaN. Using MOCVD and annealing at 820K, Ga atoms
were intercalated at the SiC interface. Decomposition at 950K of Ammonia
induced chemical reaction under graphene layers between intercalated Ga
and atomic N atoms, leading to the formation of 2D GaNx layer covalently
bound to SiC(0001).

6. Transition metal dichalcogenides materials and intercalation

Transition metal dichalcogenides (TMDs : MX2 where M= Mo, W ; X=
S, Se, Te) are layered semiconducting materials which have attracted consi-
derable attention because their electronic properties are significantly influen-
ced by their single-layer limit [154, 155]. Unlike graphene, TMDs have a
large bandgap which makes these materials more versatile candidates for de-
vice applications. More interestingly, these materials show a transition from
an indirect bandgap to a larger direct bandgap when going from bulk to
monolayer [156]. Because of this direct bandgap, 2D TMDs present strong
photoluminescence properties. They are then more suitable for optoelectronic
applications [157] and field-effect transistors with high on/off ratio compared
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Figure 9: This figure presents three polymorphic forms of 2D TMDs, namely 2H, 1T
and 1T’. (a) In 2H, each M atom (in blue) is coordinated by six X atoms (in yellow) in a
trigonal prismatic geometry. (b) 1T-form shows the two prims of the 2H-form coordinating
M and X atoms, one being rotated by 180◦ with respect to the other one. To clearly see it
in the top view, the two chalcogen layers are drawn in slightly different colors. (c) 1T’-form
is a distorted form of 1T-form, with atomic displacement of X atoms along the vertical
direction, as seen in the cross-section view. This figure is adapted from Ref. [153] with
permission.
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to graphene-based devices [158, 159]. For example, 2D Molybdenum disulfide
(MoS2) presents a direct gap of 1.8eV (decreasing to an indirect bandgap of
around 1.2eV in bulk) [160, 161], a good mobility (at least 200cm2V −1s−1 at
room temperature) and a high current on/off ratio of around 108 [159]. Mo-
reover, 2D TMDs are promising candidates for a large range of applications,
from sensors, to energy storage or piezoelectric devices [153]. Finally, it has
been predicted theoretically the existence of SHE and non-trivial SHE effects
in 2D TMDs due to strong SO coupling and the breaking of inversion sym-
metry in their single layer form, raising high expectations for spin-physics
exploration [162, 163, 164].
2D TMDs are composed of three layers strongly bound, where the transition
metal (M) hexagonal 1× 1 monolayer is sandwiched between two chalcogen
(X) hexagonal 1 × 1 monolayers. Each M atom is coordinated to six neigh-
boring X atoms. TMDs possess different polymorphic forms, such as 2H, 1T
and 1T’, schematized in Fig. 9, where 2H-form is usually the most stable
phase at room temperature. Electronic properties of 2D TMDs vary greatly
with their polymorphic forms : for example, in the case of MoS2, 2H-form is
semiconducting whereas the 1T-form is metallic [165, 166]. In a very recent
work, B. Pal et al. [167] have shown a metastable semiconducting 1T’-form of
MoS2 with a small gap of 90± 40meV . This is in contrast to most assertions
in the scientific literature suggesting that the metastable phase is metallic.
Various top-down and bottom-up methods have been used in order to syn-
thesize large-scale 2D TMDs layer of high quality (defectivless and uniform),
controlling precisely the number of layers and on various substrates. This
still remains very challenging and thus new methods are always tested. As
in bulk TMDs interactions between each X-M-X layer are the weak van der
Waals ones, exfoliation methods such as mechanical or liquid-based exfolia-
tion, were first used. The state-of-art mechanical exfoliation method produces
high quality 2D TMDs, but their sizes and their uniformity is not satisfac-
tory for mass production or devices. Bottom-up methods for producing high
quality, wafer-scale 2D TMDs include Chemical Vapor Deposition (CVD) me-
thod [168, 169, 170], Metal-Organic-CVD (MOCVD) method, Atomic Layer
Deposition (ALD) method and direct deposition methods, such as sputte-
ring [171, 172, 173, 153]. Another quite "exotic" method has been reported
by T. Eknapakul et al. [164] who have obtained a quasi-freestanding MoS2
monolayer on its bulk crystal using Potassium intercalation. Indeed, after
deposition of K atoms on top of the sample without annealing, the band
structure measured by ARPES was modified due to intercalation and revea-
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led a transition from bulk MoS2 to an isolated monolayer of MoS2.
Contrary to the mechanical exfoliation method, liquid-based exfoliation stra-
tegy presents great advantages for scalability and mass production [174]. In-
tercalation chemistry plays a major role in this method, as it must promote
the insertion of foreign species between individual 2D layers thus increa-
sing the interlayer space, without damaging the TMDs layers (see Ref. [175]
for a review about liquid-based exfoliation method). In addition to exfoliate
individual layers, intercalation may also modify the atomic, electronic and
structural properties of host material and lead to other remarkable proper-
ties, such as drastic changes in conductivity or superconductivity [154]. For
example, upon Lithium intercalation 2H-form MoS2 undergoes a first order
phase transition to 1T- and 1T’-forms [176, 165, 177, 166, 178, 179]. This
induces an increase of charge carrier conductivity and improves the catalytic
reactivity of the surface. The coexistence of semiconducting 2H- with metallic
1T- and 1T’-phases results in unusual transport phenomena [179]. Intercala-
ting TMDs with ions may lead to superconductivity. Indeed, R.B. Somoano
et al. [180] have shown that intercalating alkali metal atoms (Li, Na, K,
Rb and Cs) into single crystals of MoS2 resulted in superconductivity. The
superconductivity is believed to be largely due to the charge transfer from
alkali metal atoms to MoS2, resulting in an increase in electron density and
density of states at the Fermi surface.

7. Conclusion

The possibility to intercalate molecules (even large) and atoms between
2D layers of a stacked van der Waals heterostructure opens huge research
fields for the realization of new materials with novel properties. Among the
2D systems, the pioneering graphene, is the most studied and a lot of fasci-
nating physics start to be discovered : new types of superconductivity, the
possibility to realize topological phase by introducing spin-orbit coupling and
playing with new types of Dirac fermions. Concerning the other 2D materials
particularly TMDs, their functionalization by intercalation is still realized in
liquid phase and, like at the beginning of graphene, chemical methods are
used to exfoliate and prepare monolayer of isolated TMDs. The studies of
modifications of their physical properties, e.g. by following changes in the
band structure, remain largely unexplored.
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