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ABSTRACT 

The adsorption of carboxylate collectors is largely assumed to be affected by the monazite surface speciation. In 

order to provide key information for the understanding of this phenomenon, we propose in this study a 

thermodynamic model for the equilibrium of monazite-(La) crystal in an H2O-CO2 system. This model allows 

access to the speciation information of the dissolved lattice species. Based on this model, we identify potential 

chemical reactions that may affect, under certain conditions, lanthanide ions on monazite surface. Since these 

surface ions have vacant coordination sites, they may react with water molecules and media species to restore 

their coordination shells. Therefore, it has been suggested that surface lanthanide ions undergo hydroxylation and 

carbonation reactions under alkaline conditions.  

X-ray photoelectron spectroscopy and Fourier-transform infrared spectroscopy were used to analyse synthetic 

monazite-(La) samples treated in deionised water or diluted sodium carbonate solutions. The spectroscopy results 

suggest that the surface lanthanide ions do tend to hydroxylate under alkaline conditions. Furthermore, under the 

tested conditions, no significant monazite surface carbonation was observed. These results indicate that surface 

lanthanide ions have limited affinity for dissolved carbonate species, contrary to what is suggested by the 

thermodynamic model for free lanthanide ions in the bulk. 

KEYWORDS: Rare-earth minerals, Lanthanides, Monazite, Surface speciation, Thermodynamic, 

Hydroxylation 

Abbreviations: DRIFT: diffuse reflectance infrared Fourier transform, FTIR spectroscopy: Fourier transformed 

infrared spectroscopy, XPS: X-ray photoelectron spectroscopy, XRD: X-Ray diffraction, Ln: lanthanides 

1. Introduction 

Carboxylates and hydroxamates are two common surfactants used as collectors in the flotation separation of 

rare-earth semi-soluble salts (i.e. monazite, bastnaesite, and xenotime) from their gangue minerals [1–3]. From a 

general perspective, the selective flotation of rare-earth semi-soluble salts from their gangue minerals using these 

anionic collectors is a complex issue. Therefore, extensive studies have been performed to understand their 

adsorption mechanisms. These collectors are reported to provide optimal performance under slightly alkaline 



conditions, for which free lanthanide ions are expected to become hydroxylated in the bulk. Therefore, it has been 

hypothesised that hydroxylated lanthanide species are likely to enhance flotation performance when carboxylate 

and hydroxamate collectors are used [4–10], but their promotion mechanism is not fully understood. A commonly 

referenced surface activation mechanism proposed by Pradip and Fuerstenau [4] suggests that dissolved lattice 

lanthanide metal ions are hydrolysed to form Ln(OH)2+ and Ln(OH)2
+ species that re-adsorb on monazite surface. 

Those adsorbed species form hydroxylated surface sites that promote the adsorption of anionic hydroxamate and 

carboxylate collectors. Although the positive influence of hydroxylated lanthanide surface species on flotation 

performance is widely accepted, the mechanism of surface hydroxylation may be contested because of the 

naturally reduced solubility of certain rare-earth semi-soluble salts. It is more likely that surface lanthanide ions 

directly hydroxylate at an appropriate pH. 

 

All assumptions regarding the active role of hydroxylated lanthanide species on the adsorption of carboxylate 

and hydroxamate collectors are based on the similarities between the measured pH conditions for optimal 

flotation performance and calculated pH conditions for the first hydroxylation of lanthanide ions in the bulk. 

Therefore, the proposed mechanisms of collector adsorption are based on the analysis of speciation diagrams, 

which reveal the predominant lanthanide species in the bulk as a function of pH. Thermodynamic models for 

lanthanide species predominance in the bulk are frequently suggested as relevant tools for identifying potential 

reactions that may affect surface lanthanide ions that have vacant coordination sites. Indeed, in the case of 

carbonate minerals, it has been shown that such ions are subjected to similar reaction mechanisms when they are 

coordinated with other lattice ions on mineral surfaces and when they are dissociated in the bulk [11,12]. Van 

Cappellen et al. [11] also established that the stability constants of these reactions are similar in both 

environments. However, there are three main limitations to the assessment of mineral surface speciation using 

thermodynamic models of bulk species predominance: 

� The use of models including a reduced number of lanthanide species may lead to the omission of a 

predominant species. For example, lanthanide ions are known to have a greater affinity for carbonate 

groups than hydroxyl groups [13], but lanthanide carbonate species are not implemented in typical 



speciation models. 

� Reaction kinetics are not considered in these models, which may induce significant biases. This is 

especially true for sparingly soluble minerals, such as monazite. 

� The ions present on mineral surfaces are coordinated with other lattice ions. Although they may present 

vacant coordination sites, resulting in an electron surplus or deficit, the electric charges of these surface 

ions are reduced, which limits the extent of certain reaction mechanisms, such as the number of 

hydroxides ligands bound to a surface cation compared to the expected number when the same cation 

is free in the bulk. 

We present a series of two papers that explore further details regarding the adsorption of carboxylate collectors 

on monazite surface and the influence of the speciation of lanthanide surface sites. The first part of this series is 

focused on the assessment of the hydroxylation and carbonation of surface lanthanide ions. The second part will 

cover the adsorption of carboxylate collectors on monazite surface and the role of mineral surface speciation in 

this adsorption. In this study, beyond the conventional Pourbaix and standard speciation diagrams, a model of 

monazite-(La) crystal in thermodynamic equilibrium with an H2O-CO2 system was implemented. After 

identifying the number of vacant coordination sites for the lanthanide ions exposed on the monazite cleavage 

plane, assumptions are made regarding the potential reactions that will affect those surface ions. The presence of 

newly formed surface lanthanide species, such as lanthanide hydroxides and carbonates, was evaluated via XPS 

and FTIR spectroscopy. 

2. Materials and methods 

2.1. Synthetic monazite materials 

XPS and FTIR analyses were performed on synthetic lanthanum monazite materials produced using lanthanum 

hydrated phosphate with a lanthanum content of 51.88 wt% supplied by Alfa Aesar and identified as rhabdophane 

analogue via XRD. The lanthanum phosphate powder was placed in a recrystallised alumina crucible and 

thermally treated in an electric muffle furnace following the procedure detailed in Geneyton et al. (2019) [14]. 

The XRD diffractogram presented in Fig. 1 confirmed a total conversion of the initial product into dehydrated 

lanthanum orthophosphate with the monazite structure. This diffractogram was obtained at the LIEC laboratory 



(Nancy, France) using a Bruker D8-Advance diffractometer equipped with a cobalt anticathode (35 kV - 45 mA) 

as an X-ray emitting source (λ=1.78897 Å), θ–2θ goniometer, and LynxEye energy-dispersive one-dimensional 

detector. XRD analysis was performed with a 2θ angle ranging from 3–64°, step size of 0.034°, and acquisition 

time of 3 s. 

The monazite powder was then compacted into cylindrical pellets using a cylindrical press (compaction time: 

1 min, compaction pressure: 1 tonne). The pellets were then sintered at 1450 °C for 5 h and manually crushed 

with an agate mortar. After wet sieving with deionised water, −80+36 µm and −36 µm fractions were collected 

and oven-dried at 40 °C. The −80+36 µm fraction was used for experiments involving FTIR analyses, whereas 

the −36 µm fraction was further reduced in an agate planetary ball mill (Fritsch Pulverisette) for 2 h and used for 

experiments involving XPS analyses. 

 

Figure 1: XRD diffractograms of the lanthanum monazite material obtained via thermal treatment of 

synthesised rhabdophane material 

2.2. XPS 

The XPS spectra of the monazite samples were acquired at the LCPME laboratory (Villers-les-Nancy, France) 

using a Kratos Axis Ultra DLD (Kratos Analytical, U.K.) X-ray photoelectron spectrometer equipped with a 

monochromatic Al Kα X-ray source (1486.6 eV) operating at 120 W. The spectra were collected at a normal 

take-off angle (90°) and the analysis area was 700 × 300 µm2. The pressure in the analytical chamber was 10−7 Pa. 



Survey scans were taken with an analyser pass energy of 160 eV in 1 eV steps and high-resolution scans were 

taken at a pass energy of 20 eV in 0.1 eV steps, except for the carbon and oxygen scans, which used steps of 

0.05 eV. Charge correction was carried out using the adventitious carbon peak C 1s at 284.6 eV. The calculations 

of the XPS elemental compositions based on the main peak areas measured from the high-resolution spectra were 

performed using the Kratos Vision 2.2.11 software package. 

Sample preparation involved the treatment of 100 mg of intensely pulverised monazite powder in test tubes 

(closed atmosphere) or beakers (open atmosphere) containing 35 mL of deionised water. Although the pH of the 

solution is, in both cases, adjusted before monazite addition, it is only maintained constant during treatment when 

performed in a beaker. The monazite suspensions were mixed for 1 h. The particles were then collected via 

filtration through a nylon filter (0.8 µm pore size) and rinsed for a few seconds with deionised water, except the 

particles treated with sodium carbonate solution which was rinsed for 30 seconds to limit monazite surface 

contamination. The powders were then placed in a desiccator for drying prior to their introduction into the 

spectrometer. 

2.3. FTIR spectroscopy 

Vibrational spectroscopy was performed at the GeoRessources laboratory using the DRIFT technique. The 

infrared spectra were acquired (Nancy, France) using a BRUKER EQUINOX IFS 55 spectrometer equipped with 

broadband (5500–600 cm−1) mercury cadmium telluride detector cooled at 77 K and diffuse reflectance 

attachment (Harrick Corporation). Each sample was scanned for approximately 90 s with a 2 cm−1 spectral 

resolution. The influences of atmospheric water and carbon dioxide were subtracted from the final spectra. 

Sample preparation involved mixing 50 mg of monazite with 280 mg of spectroscopic grade potassium bromide 

powder. This mixture was placed in a cup inside the spectrometer. 

Treatment involved mixing 200 mg of monazite-(La) powder in 40 mL of pH-adjusted deionised water for 

1 h. The pH was continuously adjusted using USP-grade hydrochloric acid and sodium hydroxide. Following this 

treatment, the particles were collected via filtration through a nylon filter (0.8 µm pore size), rinsed with deionised 

water for a few seconds, then placed in a desiccator for drying. 



3. Thermodynamic equilibrium calculations 

3.1. Conventional models of the speciation of lanthanide in an aqueous solution 

When determining the speciation of an element in an aqueous solution, Pourbaix diagrams or speciation 

diagrams are typically calculated. In this study, both types of diagrams were calculated for lanthanum. Given that 

the information expressed by these two types of diagrams are very similar, only the speciation diagram of 

lanthanum will be discussed in detail. To visualise the influence of the electrode potential of the solution on 

lanthanum speciation, the Pourbaix diagram of lanthanum may be consulted in the supporting material file 

(Fig. S1).  

Conventionally, speciation calculations in aqueous media only consider hydroxylation reactions. In this study, 

a similar approach was first adopted. The speciation diagram presented in Fig. 2 was constructed with the reaction 

constants listed in Table 1. These constants, which were determined experimentally, are significantly affected by 

operating conditions. In absence of standard thermodynamic constants (i.e. extrapolated to infinite dilution), it 

seems more reliable to perform thermodynamic calculations using apparent constants derived from the same 

source. Therefore, in our study, the constants for the reactions of lanthanum ions hydroxylation were collected 

solely from the works of Kragten et al. [13] and were determined experimentally at room temperature in a 

perchlorate medium under a nitrogen atmosphere. 

Table 1: Reaction constants used in this study (data sources: [13]) 

Reactions Reaction constants 
La3+ + H2O = La(OH)2+ + H+ β1,1

*=10−8.6 
La 3+ + 2H2O = La(OH)2

+ + 2H+ β2,1
*=10−17.9 

La 3+ + 3H2O = La(OH)3 + 3H+ β3,1
*=10−27.3 

 

La (IV) species were not considered in the speciation calculations because the equilibrium between trivalent 

and tetravalent lanthanum species is only observed under extreme oxidising conditions (see Fig. S1 in the 

supporting material file).  

The total amount of lanthanum species in solution considered to build the speciation diagram presented in 

Fig. 2 did not exceed the maximum solubility of lanthanum hydroxide determined by Kragten and 



Decnop-Weever [13]. Therefore, La(OH)3 (s) species was not visible in the speciation diagram. Lanthanide 

polymeric hydrolysis species, whose existence has been hypothesised in several studies [18–24], were not 

considered. The reason for this is that there is significant uncertainty regarding the formation constants of these 

species [25,26]. More importantly, the goal of these thermodynamic calculations was to identify potential 

reactions that may affect surface lanthanide ions. Therefore, there was limited interest in implementing hydrolytic 

polymerisation reactions in the thermodynamic models. Because only a few studies have discussed the existence 

of Ln(OH)4
− species [27,28], this highly hydroxylated species was also excluded from this study. 

 

Figure 2: Speciation diagram of lanthanum species in aqueous solution. Total lanthanum 

concentration: 0.1 µM 

3.2. Thermodynamic model of an H2O-CO2 system in equilibrium with LaPO4 (s) 

The standard speciation model detailed in Section 3.1 indicates that under certain pH conditions, free 

lanthanide ions will be subjected to different extents of hydroxylation in the bulk. The assumptions regarding the 

effects of monazite surface speciation on flotation performance were based on the interpretation of basic models 

that only consider the hydroxylation of lanthanide ions. Because rare-earth elements are known to have a greater 

affinity for carbonate groups, rather than hydroxyl groups [13], lanthanide carbonate species should also be added 

to these thermodynamic models. In this context, a thermodynamic model for the dissolution of a monazite-(La) 

crystal in an H2O/CO2 system was developed. The reactions considered in this model are listed in Table 2. All 



calculations were conducted assuming that 1) the amount of solid LaPO4 in the solution is sufficient to avoid the 

limitation of the formation of subsequently formed species; 2) the system is open to the atmosphere, whose carbon 

dioxide concentration is considered to be 410 ppm (pCO2=10−3.39 atm); and 3) the Henry’s law constant for CO2 

remains stable in the studied range of 4–14 pH, although the value considered is only valid for a salinity of zero 

[29]. Therefore, in the absence of any limiting reagents, the model reflects the influence of pH on monazite 

solubility and the concentration of lanthanide species in the bulk. It is important to note that, since published 

thermodynamic constants of lanthanide species are scarce and rarely extrapolated to infinite dilution, we used 

both standard and apparent thermodynamic constants in our calculations. 

Equation (1), where Ks0 represents the solubility product of monazite-(La), represents the evolution of the total 

lanthanum concentration in the bulk as a function of pH conditions. Based on the total lanthanum concentration, 

the concentrations of each lanthanum species were calculated. The results are presented in Fig. 3 to 6 in the form 

of aqueous species concentration diagrams indicating the chemistry of the equilibrated bulk solution and in the 

form of speciation diagrams indicating the predominant lanthanum species in the bulk solution. The figures 

indicate that free lanthanide species have a strong affinity for carbonate ions. As illustrated in Fig. 7, the 

complexation of lanthanide ions by carbonate ions significantly affects monazite-(La) solubility and the 

concentration of dissolved lanthanide species under alkaline conditions. It is likely that such high lanthanide 

carbonate species concentrations in the bulk are not possible and would induce the precipitation of lanthanide 

carbonate species, such as La2(CO3)3. As discussed previously, in the case of hydrolytic polymerisation reactions, 

for the purposes of this study, there was no interest in implementing polynuclear species, such as lanthanum 

carbonates, in the thermodynamic model. In the case of lanthanum hydroxide species, their calculated 

concentrations in the bulk did not exceed the maximum lanthanum solubilities determined by Kragten and 

Decnop-Weever [13]. Therefore, the La(OH)3 (s) species was not included in these diagrams. 

������ = �	
� × ����.���������.����������.������
������.�

���� ������.�
����� ������.�

�����  �����.�× !"#����� �����.�×!"#�����������.� ×!"#��
�����    (eq. 1) 

  



Table 2: Equations for calculating the bulk chemistry at thermodynamic equilibrium 

%&'�()*+ log(K) Reference  ��,-. /
0 =  ����/120 3  ,-.�4/120 −25.7 [30]   

    ,-.�4/120 3 5� = 5,-.64/120 12.35 [17]  5,-.64/120 3 5� = 56,-.4/120 7.198 [17]  56,-.4/120 3 5� = 5�,-./120 2.148 [17]  
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Figure 3: Lanthanum species concentrations (left) and related speciation diagram (right) in the case of 

an equilibrated monazite-(La)/H2O system 



 

Figure 4: Lanthanum species concentrations (left) and related speciation diagram (right) in the case of 

an equilibrated monazite-(La)/H2O-CO2 system (open atmosphere) 

 

 

Figure 5: Carbonate species concentrations (left) and related speciation diagram (right) in the case of 

an equilibrated monazite-(La)/H2O-CO2 system (open atmosphere) 

 



 

Figure 6: Phosphate species concentrations in the case of an equilibrated monazite-(La)/H2O system 

(left) and monazite-(La)/H2O-CO2 system (open atmosphere) (right) 

 

 

Figure 7: LaPO4 solubility as a function of pH 

4. Results and discussion 

The structure of the monazite consists of an alternation of phosphate tetrahedrons and lanthanide enneaoxide 

polyhedrons. Monazite crystal cleavage occurs along the (100) plane, thereby exposing under-coordinated 

lanthanide polyhedrons to the solution. Considering the chemical stability of the phosphate tetrahedrons, it is 

likely that breakage of the crystal lattice will affect the lanthanide polyhedrons. A monazite slab with an exposed 

(100) facet was generated using the VESTA program [34]. This model is presented in Fig. 8. To make the model 

easier to read, the atomic radii were decreased by 50%. As shown in the 3D model, the lanthanide polyhedrons 



exposed on the mineral surface are missing one or two of their nine oxygen sites. Based on this 

under-coordination, the lanthanide ions may form chemical bonds with water molecules, media species, and 

dissolved species to restore their nine-fold coordination shells. In the case of carbonate minerals, studies have 

shown that under-coordinated ions on such mineral surfaces may be subjected to reaction mechanisms similar to 

those affecting dissociated ions in the bulk [11,12]. In accordance with the previous thermodynamic calculations, 

it may be hypothesised that under appropriate pH conditions, surface lanthanide ions presenting vacant 

coordination sites will react with hydroxide or dissolved carbonate species to form hydroxylated or carbonated 

surface sites. 

 

Figure 8: Ball-and-stick model of a monazite-(La) (100) facet with exposed truncated lanthanide 

enneaoxide polyhedrons (La: green, O: red, P: purple) 

FTIR and XPS analyses were performed to assess the hydroxylation and carbonation of the under-coordinated 

surface lanthanide ions. As described in Section 2.1, it is important to note that the FTIR and XPS analyses were 

performed using different granular size fractions. 

In order to determine the influence of pH on monazite surface speciation, a first series of FTIR analyses was 



performed on monazite-(La) samples treated for 1 h under various pH conditions. The entire FTIR spectrum of 

the reference material is visible in Fig. 9 and is compared to the FTIR spectrum of the treated monazite in Fig. 10. 

The assignments of the different vibrational bands observed in the FTIR spectrum are listed in Table 3. 

Table 3: Assignments of the different vibrational bands visible on the FTIR spectra of monazite-(La) 

presented in this study 

Wavenumber (cm−1) Vibration assignment Source 

625 (P-O)asym. bending [35] 

955 (P-O)sym. stretching [35] 

996 (P-O)asym. stretching [35] 

1034 (P-O)asym. stretching [35] 

1070 (P-O)asym. stretching [35] 

1092 (P-O)asym. stretching [35] 

1382 Carbonate asym. stretching [36–38] 

1458 Carbonate asym. stretching [36,39,40] 

1508 Carbonate asym. stretching [41] [36] 

1655 (O-H) bending [42,43] 
 

Absorbance band characteristics of the phosphate groups in the lanthanide phosphates [35,44,45] were 

observed at 625 cm−1, 955 cm−1, 996 cm−1, 1034 cm−1, 1070 cm−1, and 1092 cm−1. The first and second harmonics 

of the fundamental bands of the symmetrical stretching vibrations of the phosphate groups were also observed 

and are visible in Fig. 9. These harmonic bands, which are not reported in the literature, were likely detected 

because of the higher sensitivity to low-intensity absorbance bands of the DRIFT vibrational spectroscopy 

technique. 



 

Figure 9: FTIR spectrum of the synthetic monazite-(La) reference sample 

 

The FTIR spectrum of synthetic La(OH)3 showed a sharp band at 3609 cm−1
 corresponding to a hydroxyl 

group linked to La3+ ions [36,46,47]. None of the monazite-(La) spectra presented in Fig. 10 show such an 

absorbance peak. However, considering that hydroxylation is a mechanism only affecting surface lanthanide ions 

exposed to the solution, only minor peaks were expected. Therefore, it is difficult to detect this peak because of 

the stretching vibrations of the hydroxyl groups of molecular water, which generates a large absorbance anomaly 

at approximately 3400 cm−1 [38,42,47]. The minor absorbance peak at approximately 1655 cm−1 has already been 

reported in the literature in the cases of several rare-earth materials and is attributed to the bending vibrations of 

the hydroxyl groups of molecular water [42,43]. In comparison with the reference sample, the intensity of the 

absorbance band at 1655 cm-1 is increased after treating the monazite under various pH conditions. The absence 

of influence of the treatment pH conditions on the intensity of this absorbance band possibly betrays the presence 

of remaining water or adsorbed molecular water. Therefore, there is no absorbance band that can be attributed to 

a mineral surface hydroxylation or, more importantly, that can be used to study the influence of treatment pH 

conditions on the extent of surface hydroxylation.  

Different absorbance bands in the region of 1380–1508 cm−1 were attributed to the asymmetric stretching of 

carbonate groups, confirming that the monazite surface may carbonate. However, the intensity of these 

absorbance bands is not significantly affected by pH conditions during treatment. There are two possible 



interpretations of this phenomenon. First, under the experimental conditions, the kinetics of carbonation of the 

monazite-(La) surface may have been too weak to observe a change in the FTIR spectra. Second, the surface 

carbonation may have already reached its maximum extent during sample preparation (manual crushing and wet 

sieving). A second series of experiments was performed with monazite-(La) treated for 1 h in a solution 

containing 10 wt% Na2CO3 to promote further carbonation of the mineral surface. The FTIR spectra of the treated 

monazite are compared to that of the reference material in Fig. 11. It is important to note that the amount of 

dissolved carbonate species in the solution at pH 8.9 was lower than at pH 11 based on the significant CO2 

degassing that occurs during pH adjustment. A slight increase in the intensity of the band at 1508 cm−1was 

observed when treating monazite-(La) grains with Na2CO3 at pH 11, although it is not sufficiently significant to 

conclude that the monazite surface may undergo further carbonation under alkaline pH conditions. Therefore, 

after 1 h of treatment, it is difficult to reach solid conclusions regarding the ability of surface lanthanide ions to 

interact with carbonate groups and the effect of pH conditions on mineral surface carbonation. 

 

Figure 10: FTIR spectra of synthetic monazite-(La) treated with deionised water under different pH 

conditions  



 

Figure 11: FTIR spectra of synthetic monazite-(La) treated with deionised water and Na2CO3 under 

different pH conditions  

Based on the difficulty in assigning the hydroxylation of the monazite surface within the FTIR spectra, a series 

of XPS analyses were performed on monazite-(La) treated under various pH conditions. The treatment of the 

monazite powder was performed in a closed atmosphere using test tubes. The deionised water was initially 

equilibrated with the air and the pH was adjusted to the desired value. The monazite powder was then added and 

the suspensions were mixed for 1 h in a laboratory shaker. The high-resolution XPS La 3d and O 1s core level 

spectra presented in Fig. 12 were normalised in intensity to assess eventual binding energy shifting. It is important 

to note that the pH mentioned in this figure is the equilibrium pH which was measured at the end of the monazite 

treatment. No significant differences can be observed between the spectra of the reference sample and those of 

the treated monazite powders. The observation or decomposition of the La 3d and O 1s spectra alone cannot 

provide a comprehensive assessment of monazite surface hydroxylation. 

In the high-resolution XPS La 3d core level spectra of several lanthanum materials reported in the literature, 

the binding energy separation between the main and satellite peaks (spin-orbit splitting) differs significantly from 

one lanthanum material to another [48]. However, the observed magnitude of the spin-orbit splitting 

(ΔE = 3.6 eV) of the reference LaPO4 sample is very close to that reported for La(OH)3 component [47,49]. 

Therefore, it is uncertain whether or not the spin-orbit splitting of the La 3d spectra can assist in the assessment 



of lanthanum phosphate surface hydroxylation. Furthermore, the binding energy of the oxygen from the surface 

lanthanide hydroxides (frequently assigned at 531.2 eV [50,51] or 531.9 eV [52]) and that of the oxygen from 

the lattice phosphate group in a LaPO4 structure (assigned at 531.6 eV [53]) are indistinguishable. Therefore, the 

decomposition of the high-resolution XPS O 1s core level spectra cannot be used to assess monazite surface 

hydroxylation. 

 

Figure 12: High-resolution XPS La 3d (left) and O 1s (right) core level spectra of monazite-(La) 

treated under various pH conditions. Note that the spectra were normalised in intensity 

In contrast to the FTIR analyses, the XPS analyses were carried out under an ultra-high vacuum, comparatively 

limiting the amounts of remaining or adsorbed molecular water. Therefore, the oxygen-to-lanthanum surface 

atomic ratio should be used to assess the hydroxylation of the surface lanthanide ions. The 

phosphorus-to-lanthanum and oxygen-to-lanthanum surface atomic ratios are listed in Table 4. We found that 

when increasing the pH level, while the phosphorus-to-lanthanum atomic ratio remained equal to the standard 

ratio of 1:1, the oxygen-to-lanthanum atomic ratio seems to increase. However, mineral surface carbonation and 

the presence of carbonaceous components (adventitious carbon) on the mineral surface induced a relative oxygen 

overdose. In order to calculate an oxygen-to-lanthanum atomic ratio which do not includes the contributions of 

the adventitious carbon and adsorbed carbonate groups to the total oxygen content, the amount of C-O and CO3
2− 

on the mineral surface were back-calculated by decomposition of the high-resolution XPS C 1s core level spectra 

presented in Fig. 13 into three components, namely C-(C,H), C-O, and CO3
2−. After subtracting these 

contributions, the corrected oxygen-to-lanthanum ratio was affected only by the hydroxide or phosphate groups. 



The corrected atomic ratio was found equal to 4.0 for the reference sample, which is consistent with the lanthanum 

phosphate composition. Although an acidic treatment does not affect this ratio, an alkaline treatment seems to 

increase it, which mirrors the effect of pH on the hydroxylation of free lanthanide ions in the bulk, which was 

discussed in Section 3.2. 

The commonly referenced mechanism for monazite surface activation by hydroxylated lanthanide ions 

involves the dissociation of crystal lattice species, hydrolysis of dissolved lanthanide species under certain pH 

conditions, and specific re-adsorption of lanthanide hydroxides on the mineral surface [4]. The series of XPS 

analyses on monazite-(La) samples treated at different pH levels indicates a lanthanum-to-phosphorus atomic 

ratio close to one. This represents a strong argument against the mechanism of rare-earth semi-soluble salt surface 

hydroxylation. It is more likely that the hydroxylation of the monazite surface occurs via direct hydrolysis of 

under-coordinated surface lanthanide ions. 

Table 4: Effects of pH conditions on the XPS-derived atomic ratios of monazite-(La) samples treated 

under various pH conditions 

Atomic ratio 
pH conditions 

Reference 4.5 8.5 11 

phosphorus-to-lanthanum 1.0 1.0 1.0 1.0 

oxygen-to-lanthanum 4.3 4.4 4.8 4.9 

corrected oxygen-to-lanthanum 4.0 3.9 4.4 4.6 

 

The series of XPS analyses of monazite-(La) also provided information regarding mineral surface carbonation. 

The presence of carbonate species on the mineral surface should result in a photoelectron emission whose binding 

energy is approximately 288.2 eV in the case of lanthanum materials [54,55]. This photoelectron emission can 

be distinguished from the photoelectron emissions assigned to the C-(C, H) bonds at approximately 284.6 eV and 

C-O bond at approximately 286 eV [56] in the adventitious carbon. The intensity normalised high-resolution XPS 



C 1s core level spectra of the reference monazite sample and treated samples are represented in Fig. 13. An 

insignificant photoelectron emission corresponding to carbonate species can be observed for each sample. The 

identical C 1s spectra for all treated materials and the reference material confirm the absence of mineral surface 

carbonation during treatment. 

 

Figure 13: High-resolution XPS C 1s core level spectra of monazite-(La) treated under various pH 

conditions. Note that the spectra were normalised in intensity 

To determine if a treatment in the presence of Na2CO3 results in further surface carbonation, samples of the 

same monazite-(La) powder were mixed for 1 h in an open beaker containing 35 mL of a sodium carbonate 

solution (1 and 10 wt% Na2CO3). During this treatment, the pH of the suspensions remains stable and equal to 

11.5–11.7. A thorough rinsing with deionised water was performed to avoid any precipitation of remaining 

sodium carbonate and solely detect the carbonate species adsorbed on the mineral surface. The high-resolution 

XPS C 1s and Na 1s core level spectra of the treated sample and initial powder are presented in Fig. 14. No 

significant increase in the amount of carbonate species on the mineral surface can be observed after treatment 

with sodium carbonate. Therefore, it can be concluded that either no carbonation of the mineral occurred or the 

interaction of the surface lanthanide ions with dissolved carbonate species is too weak to avoid a carbonate species 

desorption during thorough rinsing with deionised water. 



 

Figure 14: High-resolution XPS C 1s (left) and Na 1s (right) core level spectra of monazite-(La) 

treated under various Na2CO3 concentrations. Note that only the C 1s core level spectra were normalised 

in intensity 

The FTIR analyses suggest that the slight carbonation observed on the surface of the monazite samples 

appeared before the treatment under different pH conditions. Even a treatment in sodium carbonate solutions did 

not result in a significant increase in the intensity of the FTIR absorbance bands assigned to the carbonate 

stretching or a significant increase in the carbonate species X-ray photoelectron emissions measured via XPS. 

Although the monazite surface was reported to have no strong interaction with the carbonate species, 

hydroxylation of the mineral surface is suspected under alkaline conditions based on the XPS analyses. These 

monazite surface probing results are inconsistent with the thermodynamic data regarding the speciation of free 

lanthanide ions in the bulk. However, as illustrated in Fig. 8, the truncated Ln (III) polyhedrons exposed on the 

cleaved mineral surface are only missing one or two of their nine coordination sites, which may result in one-third 

or two-thirds of an elementary positive charge. This means that the reactivity of the surface lanthanide ions with 

the hydroxide and carbonate groups is limited and they are unlikely to undergo the same extent of hydroxylation 

or carbonation as when they are free in the bulk. 

5. Conclusions 

This study focused on the assessment of the speciation of lanthanide ions on monazite surface. In this context, 

a model of mineral/aqueous solution thermodynamic equilibrium was proposed. The main innovation of this 

model is the consideration of the carbonation of lanthanide ions in the solution. From a thermodynamic 



perspective, this model highlights the fact that free lanthanide ions in the bulk will hydroxylate or carbonate under 

alkaline conditions. In a system open to the atmosphere, the complexation of lanthanide ions by carbonate groups 

is thermodynamically favoured over complexation by hydroxyl groups. It was shown that the surface lanthanide 

ions present on the (100) main cleavage plane are under-coordinated and present one or two vacant sites. 

Therefore, under appropriate conditions, it is suspected that they undergo hydroxylation and carbonation reactions 

to restore their nine-fold coordination shells. 

The atomic ratios determined by the XPS analyses seem to suggest that surface lanthanide ions hydroxylate 

under alkaline conditions. However, considering that the truncated lanthanide polyhedrons exposed on the 

mineral surface were only missing one or two of their nine coordination sites, the surface lanthanide ions will not 

undergo the same extent of hydroxylation as the free lanthanide ions in the bulk. Under the test conditions, the 

surface lanthanide ions were also reported to interact more with hydroxyl ions than with dissolved carbonate 

species. These results are inconsistent with the thermodynamic data and confirm that the reactivities of free 

lanthanide ions and surface lanthanide ions with carbonate species are not comparable. 

Finally, our assessment of surface lanthanide ion speciation offers an excellent basis for the study of the 

mechanisms of adsorption of carboxylate collectors onto monazite surface. This subject will be discussed in the 

second part of this series. 
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The following supporting material discusses the construction of the Pourbaix diagram of lanthanum. This 
diagram, which is presented in Fig. S1, provides an alternative view of the conditions for which solution certain 
lanthanum species are predominant. 

In aqueous media, lanthanide elements are known to be subjected to chemical reactions in which proton 
transfer and/or electron transfer occurs. Therefore, the corresponding Pourbaix diagrams are composed of three 
types of lines: 

1) Horizontal lines when species transitions only involve electron(s) transfer. The Nernst equation was used 
to calculate the reduction potential at which the concentrations of two species are equal: 

: = ;<=>/@AB 3 CDEF G E H I=>I@ABJ  ↔  :AL = ;<=>/@AB, 

where E and E0 are the electrochemical potential (V) and standard reduction potential (V), respectively, R is 
the perfect gas constant, T is the temperature in K, F is the Faraday constant (96485J/V.mol), ared is the activity 
of the reductant, aox is the activity of the oxidant, n is the stoichiometric quantity of electrons transferred, and K 
is the reaction constant. The standard reduction potential E0 was calculated from the following equation, where ∆NO� is the Gibbs standard free energy of reaction: 

%� =  ∆PQ�4RS  

The Gibbs standard free energy of formation of La3+ species is presented in Table S1. The other Gibbs standard 
free energies of formation of the La (III) species used in this study were calculated from the reaction constants 
listed in Table S2 using the Gibbs standard free energies of formation of La3+ and the van’t Hoff equation: ∆NO� = −UVW+/	0 . 

 

2) Vertical lines when reactions only involve proton(s) transfer. These reactions can be written as follows: 



��/-50X�4X 3 ℎ × 5� =  ��/-50X�Z�4X4Z 3 ℎ × 56- 

The pH at which the concentrations of two species are equal may be calculated by using the following equation 
and reaction constants listed in Table S2: 

[5\2]X^X_OX]` = log/	0 × Z, 

where h is the stoichiometric quantity of protons transferred. 

 

3) Diagonal lines when both electron and proton transfer are involved. A developed form of the Nernst 
equation was used to calculate the conditions (reduction potential and pH) under which the concentrations of two 
species are equal: 

% = %� − ℎUVW+/100+f pH 3 UVW+/100+f log H�i� �j�k J    ↔   %\2 = %� − 0.0591ℎ+ pH\2 

In the same manner as that for horizontal lines, the Gibbs standard free energies of formation listed in Table 
S1 or back-calculated from the reaction constants listed in Table S2 were used to calculate the standard 
reduction potential E0. 

  



Table S1: Gibbs standard free energies of formation used to construct the Pourbaix diagrams 

Species ∆Nn,6pqr  Reference 
 (kJ mol-1)  

H2O −237.1 (Lide, 2005) 
OH- −157.2 (Lide, 2005) 

   
La3+ −697.1 (Outotec, 2018) 

 

Table S2: Back-calculated hydroxylation reaction constants used to construct the Pourbaix diagrams 
Reaction Reaction constant Reference 

La3+ + H2O = La(OH)2+ + H+ β1,1
*=10−8.6 (Kragten et al., 1987) 

La(OH)2+  + H2O = La(OH)2
+ + H+ β2,1

*
/ β1,1

* =10−9.3 (Kragten et al., 1987) 
La(OH)2

+  + H2O = La(OH)3 + H+ β3,1
*
/ β2,1

* =10−9.4 (Kragten et al., 1987) 
* Back-calculated 

 

Fig. S1: Pourbaix diagram of lanthanum in aqueous media 
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