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Abstract: A series of amorphous block copolymers (BCPs), consisting of a low glass transition 

polydimethylsiloxane (PDMS) block associated with a photo-responsive azobenzene-containing 

poly(disperse red 1 methacrylate-co-alkyl methacrylate) (P(DR1MA-co-RMA)) block, was 

prepared from a PDMS macro-chain transfer agent used for the reversible addition−fragmentation 

chain-transfer (RAFT) copolymerization of binary mixtures of methacrylate monomers of various 

compositions. The resulting BCPs containing up to 40 wt. % of azo-dye exhibit low dispersity 

attesting a good control of the RAFT polymerization through the copolymerization of the DR1MA 

and RMA units. Long-range ordered in-plane PDMS cylinders were produced by exposing the (as-

cast) disordered BCP thin films to a p-polarized laser beam, in order to orthogonally align the azo-

groups with the polarization direction, prior to promote the microphase-separation of the BCP 

domains with a solvent vapor annealing (SVA) treatment. Conversely, the photo-induced 
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alignment of the azo-chromophores is not effective within microphase-separated BCP thin films 

since randomly oriented PDMS features are observed after exposure to a p-polarized laser light. 

 

Keywords: block copolymer, self-assembly, azobenzene, surface relief grating, photo-induced 

alignment 

  



Introduction. 

Block copolymers (BCPs) bearing azobenzene (azo) moieties constitute an attractive class 

of advanced materials since multifunctional surfaces comprising laterally-ordered nanoscale 

features on a periodic surface corrugation pattern, called surface relief grating (SRG), can be 

created due to an efficient photo-alignment and mass transfer of the BCP chains, triggered by the 

azobenzene cis-trans isomerization.1–4 For instance, pioneer works by Ikeda and Seki groups have 

demonstrated that the optical alignment of cylinder-forming liquid-crystalline (LC) BCP thin films 

was achievable by using a linearly polarized light to directionally orient the azo-mesogens.5,6 SRG 

formed as a result of the mass transport induced by the photoisomerization of azo-moieties is 

another interesting property of microphase-separated LC BCP thin films that was also explored by 

Seki and coll.7,8 In these studies, a thickness dependent orientation of the cylindrical nanodomains 

incorporated into the micrometer scale corrugated relief was demonstrated since the in-plane and 

out-of-plane orientations of the BCP features were precisely observed on the thin and thick regions 

of the SRG, respectively.  

Besides, the directed self-assembly (DSA) of laterally-ordered BCP patterns over large scale 

have been achieved from thickness-gradient BCP films induced by dewetting9 as well as from 

microphase-separated BCP thin films deposited onto sinusoidally shaped SRG formed by 

amorphous azo-containing polymer layers,10,11 wrinkled graphene layers surfaces12–14 or faceted 

surfaces.15,16 In particular, the relative stability of the BCP nanostructure deposited onto 

sinusoidally shaped SRG was recently investigated in the framework of the self-consistent field 

theory (SCFT) in order to better apprehend the combined effect of substrate corrugation and its 

surface energy.17 Conversely, the perfect photo-alignment of microphase-separated BCP features 

formed by amorphous azo-based BCP thin films has never been demonstrated. In this regard, we 



designed a series of amorphous poly(dimethylsiloxane)-block-poly(disperse red 1 methacrylate-

co-alkyl methacrylate) (PDMS-b-P(DR1MA-co-RMA)) BCPs as photoactive materials in order to 

explore the combinations of different treatment processes on the formation of long range ordered 

in-plane PDMS cylinders oriented along an arbitrary direction. 

The synthesis of the PDMS-based BCPs seldom follows a straightforward pathway.18 

Usually, a telechelic PDMS is firstly designed by anionic polymerization followed by a 

modification of the chain end-group for its further use as macro-initiator or macro-chain transfer 

agent in controlled radical polymerization.19–23 Such multistep approaches allow access to well-

defined functional PDMS-based BCPs. On the other hand, disperse red 1 (DR1)-containing 

polymers are usually synthesized by a polymer analogous reaction route rather than by the azo-

monomer polymerization.24,25 Indeed, the success of the direct polymerization of the azo-

monomers strongly depends on the reactivity of the azo-dye with the growing chain active centers, 

challenging its control as the dye loading increases. As a result, the polymerization of the DR1 

monomers is often hindered by the inherent low reactivity caused by the bulkiness and the 

inhibition effect of this particular functional groups.26,27 Therefore, a group tolerant polymerization 

method has to be considered in combination with the use of suitable co-monomers for an improved 

polymerization control. RAFT polymerization has been successfully used in the synthesis of azo-

BCPs, i.e. amphiphilic, liquid crystalline and stimuli responsive polymers.28–31 Most of the azo-

BCPs obtained by RAFT were designed with “reactive” azo-monomers, i.e. monomers with a long 

and flexible spacer between the azo-moiety and the polymerizable fragment and without strong 

activating and/or deactivating groups substituted on the aromatic ring (electronic “push-pull” 

system as in DR1). However, such design is rather destined for liquid crystalline azo-BCPs4 than 

for SRGs forming materials, i.e. amorphous DR1 containing polymers which are known as the 



gold standard for SRG applications.32,33 Only few reports describe the RAFT polymerization of 

azo-monomers containing short spacers and a pseudo-stilbene type azo-moiety, as this monomer 

design decreases its reactivity towards polymerization.34,35 To the best of our knowledge, DR1MA 

RAFT copolymerization with two different methacrylate derivatives was solely reported by 

Hoogenboom and coll. and the corresponding azo-polymers designed for sensing application 

embedded only 3-5 wt. % DR1MA.31,35 Hence up to date there is no information available on azo-

polymers embedding higher amounts of DR1MA via RAFT (co)polymerization which are required 

for an effective SRG formation (i.e., dye content higher than ca. 30 wt.%) to eventually produce 

laterally-ordered BCP features. 

In this work, a series of amorphous PDMS-b-P(DR1MA-co-RMA) BCPs containing up to 

40 wt. % azo-dye was prepared via a well-controlled RAFT polymerization. By using an original 

method, combining the SRG photoinscription into the PDMS-b-P(DR1MA-co-RMA) layers and 

the microphase-separation of the BCP features by SVA, laterally-ordered in-plane PDMS 

cylinders over large area were demonstrated broadening the toolset inherent to the manipulation 

of the self-assembly of BCP features. Indeed, such long-range ordered Si-containing cylinders 

aligned along an arbitrary direction can eventually be oxidized under oxygen plasma to produce 

line and space patterns for directed self-assembly lithography.36–38 

 

Results and discussion. 

Synthesis of amorphous azo-containing block copolymers. Herein, a straightforward approach 

employing a combination of the anionic and RAFT polymerizations has been successfully used 



for the synthesis of various well-defined amorphous DR1-containing BCPs, as presented in 

Scheme 1. 

 
Scheme 1. Synthetic pathway used for the synthesis of the PDMS-b-P(DR1MA-co-RMA) BCPs. 
 

Firstly, a macro-chain transfer agent (CTA) was devised through the esterification reaction of a 

commercial available carboxylic acid functionalized CTA with a mono-carbinol PDMS. The 

anionic polymerization of hexamethylcyclotrisiloxane (D3) using sec-butyllithium as initiator and 

chlorodimethylsilane as terminating agent was first performed for the synthesis of a mono-hydride 

terminated PDMS. The resulting homopolymer has a molecular weight close to 10 kg/mol 

according to the end-group analysis given by the proton nuclear magnetic resonance (1H-NMR) 

spectrum shown in Figure S1. The –(CH3)2SiH chain-end functionality of this precursor is close 



to unity, as determined by comparing the integration value for the methine proton from the sec-

butyl groups (1Ha) at 0.5-0.6 ppm and for the hydrosilyl proton (1He) at 4.7 ppm. The 

hydrosilylation of the mono-hydride terminated PDMS with allyl alcohol employing a Pt catalyst 

leads to the mono-carbinol PDMS. The –CH2OH chain-end functionality was determined around 

95% from the comparison between the integration value for the methine proton of the sec-butyl 

groups overlapped with –Si–CH2– protons (1Hc + 2He) at 0.5-0.6 ppm and the integration value 

for the –CH2– protons next to –OH at 3.6 ppm (2Hg) (see Figure S2). A dithiobenzoate CTA was 

chosen for the polymerization of DR1MA due to its success in the RAFT polymerization of azo-

methacrylates.30,31,39,40 The corresponding PDMS macro-CTA (P2) was synthesized by 

esterification with a commercial available carboxylic acid functionalized dithiobenzoate CTA, as 

shown in Scheme 1. A modified Steglich esterification method, which employs N,N′-

diisopropylcarbodiimide (DIPC) and 4-(dimethylamino)pyridinium p-toluenesulfonate (DPTS) as 

catalysts, was used to attain a quantitative conversion as noted by the downfield shift of the peak 

at 3.6 ppm attributed to the –CH2– vicinal to –OH (2Hd) in P1 to 4.05 ppm (2Hd’) in P2.41 A high 

degree of functionalization for P2 of ∼84% was shown by end-group analysis using 1H-NMR (see 

Figure S3). This homopolymer has a molecular weight close to 10 kg/mol with a dispersity of 

1.08, according to the size exclusion chromatography (SEC) trace performed in toluene using 

PDMS standards (see Figure S4). 



 
Figure 1. Overlaid 1H-NMR spectra corresponding to the mono-carbinol PDMS (P1) in CDCl3, 
the PDMS macro-CTA (P2) and typical BCPs in CD2Cl2. 
 

The RAFT copolymerization of DR1MA and RMA was performed in toluene at 70°C using 

various monomers feed compositions (see Table 1) and a constant molar ratio [PDMS-

CTA]:[AIBN] = 1:0.25. Considering the high tendency of DR1MA and RMA towards 

copolymerization and homopolymerization, respectively,42,43 the monomer feeds were adjusted as 

regards to the targeted BCP compositions while the PDMS macro-CTA was kept constant at 20 

wt.% in the total feed mixture. The chemical structure of the obtained BCPs was confirmed by the 

characteristic resonance signals on the 1H-NMR spectra and the assignment for some 

representative BCPs is given in Figure 1 (see Experimental Section for details). The molecular 

weight of the obtained BCPs was also determined by 1H-NMR using the PDMS block as reference 

while the DR1 content embedded in the side-chain of the BCPs was obtained by using the 



integration values for the aromatic protons at 6.9-8.3 ppm (2Hv, 4Hu and 2Ht from Figure 1) (see 

Supporting Information for details). The macromolecular characteristics of the synthesized BCPs 

as determined by SEC and 1H-NMR analyses are summarized in Table 1 (see also Figures S5-

11). It is noteworthy that the SEC traces obtained by UV detection gives similar chromatograms 

than the ones acquired from the RI detector, confirming a PDMS chain extension with an UV-

absorbing DR1MA block. 

 

Table 1. Macromolecular characteristics of the synthesized polymers. 
Code Feed composition 

wt. % 
Polymer composition2 

wt. % 
Mn 

kg/mol 
Đ3 Tg4 

°C 

 DMS RMA1 DR1MA DMS RMA DR1MA Theo. NMR2 SEC3   
P1 n/a n/a n/a 100 n/a n/a 11.6 10.0 9.7 1.08 n.d. 

P2 n/a n/a n/a 100 n/a n/a 10.0 11.3 9.5 1.08 n.d. 

M1 20 80 0 17 83 0 51.7 57.7 40.2 1.13 123 

M2 20 72 8 27 63 10 51.7 37.5 34.3 1.07 122 

M3 20 60 20 30 49 21 51.7 33.8 29.8 1.08 123 

M4 20 40 40 38 22 40 51.7 26.0 19.9 1.10 125 

B4 20 40 40 32 32 36 51.7 31.4 20.2 1.13 84 

H4 20 40 40 31 34 35 51.7 31.8 17.7 1.18 60 

1RMA: MMA, nBMA or nHMA. 2Determined by 1H-NMR. 3SEC in THF (40°C, PS calibration) 
for BCPs and in toluene for P1 and P2 (40°C, PDMS calibration). 4Tg value for the P(DR1MA-
co-RMA) block as determined by DSC. (n/a: not applicable and n.d.: not determined) 
 

The BCPs were also characterized by differential scanning calorimetry (DSC) in order to 

study their thermal behaviors and the DSC traces are presented in Figure S12. The glass transition 

(Tg) of the P(DR1MA-co-RMA) block is noticed at around 122°C for P(DR1MA-co-MMA), 84°C 

for P(DR1MA-co-nBMA) and 60°C for P(DR1MA-co-nHMA), confirming the plasticizing effect 

of the n-butyl and n-hexyl moieties in B4 and H4. Interestingly, the characteristic melting 



temperature, Tm, of the PDMS block of -48°C was only noticed for M4 as it contains enough 

PDMS to undergo a cold crystallization. The embedment of the UV-Vis absorbing DR1 moieties 

in the BCP architecture was also confirmed by UV-Vis absorption spectroscopy in THF at 25°C 

(see Figure S13) with the characteristic absorptions of the DR1 moieties, i.e., a strong absorption 

band at 285 nm attributed to the π–π* transitions of the aromatic rings and the maximum at 470 

nm corresponding to the n-π* transitions of nitrogen lone pairs.27 

 

Phase behavior of amorphous azo-containing block copolymers in bulk and thin films. 

Synchrotron small angle X-ray scattering (SAXS) profiles are presented in Figure 2 for typical 

PDMS-b-P(DR1MA-co-RMA) BCPs. By increasing the PDMS weight fraction from 0.17 to 0.38, 

the usual sequence of morphologies occurring for microphase-separated diblock copolymers in 

bulk is retrieved. The SAXS reflections for M1 could be tentatively asserted to PDMS spheres 

arranged in a body-centered cubic (BCC) lattice having a period, p, of ∼36.4 nm since the first-

order peak, q*, is located at 0.21 nm-1 (p = (2π/q*)(3/2)1/2). The SAXS profile also shows two 

broad maxima located at 0.5 and 0.78 nm-1 due to the intra-particle interference of the single 

spherical domains. From the peak position, qi, of the ith maximum form factor, the average sphere 

radius Rsph is calculated to be ∼11.6 nm (according to qiRsph = 5.765, 9.111… for i = 1, 2…). It 

should be noted, however, that the BCC lattice should have a considerable distortion as evident 

from the SAXS profile exhibiting only a first-order scattering from the lattice. Increasing the 

PDMS weight fraction within the M2 and M3 BCPs leads to hexagonally-close packed (HCP) 

cylindrical nanostructures. This is particularly unambiguous for M3 as the higher-order peaks 

appear at q/q* = 1, 41/2, 71/2, 91/2, 121/2, 131/2, 161/2 in accordance with a hexagonal array (p6mm 

symmetry) having a period of 35.4 nm (p = (2π/q*)(4/3)1/2 where q* = 0.205 nm-1). The second 



order scattering extinction observed on the M3 SAXS profile is related to the cylinder form factor 

for a cylinder radius, Rcyl, of ∼11 nm which confirm that the PDMS composition, φPDMS, is about 

0.3 (Rcyl = p((ϕPDMS√3)/2π)1/2). For φPDMS ∼0.38, the SAXS profile shows a first-order peak at 0.22 

nm-1 and higher-order peaks located at q/q* = 1, 2, 3, 4, 5, 6 which indicates that M4 is arranged 

into a lamellar structure having a period of ∼28.6 nm (p = 2π/q*). By varying the chemical nature 

of the co-monomer in the P(DR1MA-co-RMA) block, SAXS reflections for both B4 and H4 

samples are consistent with a HCP cylinder morphology (pB4 = 28.6 nm and pH4 = 27.6 nm). 

 
Figure 2. Synchrotron SAXS profiles of different PDMS-b-P(DR1MA-co-RMA) samples 
obtained at 180°C. Curves have been shifted vertically for clarity. 
 

Nanostructures formed by microphase-separated BCP thin films were also studied using 

solvent vapor annealing (SVA).44 For that purpose, 170 nm thick PDMS-b-P(DR1MA-co-RMA) 

films, deposited on silicon substrates from 3 wt. % solutions (tetrahydrofuran/propylene glycol 

monomethyl ether acetate, THF/PGMEA: 70/30), were exposed to a chloroform (CHCl3) vapor in 

order to promote the self-assembly (SA) of the BCP chains. The atomic force microscopy (AFM) 

image contrast was enhanced by treating the PDMS-b-P(DR1MA-co-RMA) thin films with a 

CF4/O2 reactive ion etch (RIE) plasma (plasma conditions are 40 W, 17 sccm CF4 and 3 sccm O2, 



45 s) to remove the PDMS surface wetting layer having a typical thickness of ∼7 nm. Figure 3 

shows AFM phase images for selected materials (M1, M2 and M3) having different P(DR1MA-

co-MMA) compositions. The AFM phase image presented in Figure 3a shows a solvent-annealed 

M1 thin film in which a HCP arrangement of PDMS spheres having a period of 29.8 nm, extracted 

from the AFM fast Fourier transform (FFT), can be observed, which differs from the BCC phase 

observed in bulk (see Figure 2). Such behavior is in accordance with previous studies 

demonstrating for spherical BCP features that the BCC phase is preferred in bulk while a HCP 

arrangement with the close-packed planes oriented parallel to the substrate are energetically more 

stable in thin films.45,46 An in-plane cylindrical structure is produced from both solvent-annealed 

(3h, CHCl3) M2 and M3 thin films as shown on the AFM phase images presented in Figures 3b,c. 

Cylindrical repeat periods of ∼26.7 nm and ∼28.8 nm are measured from the M2 and M3 thin films, 

respectively, in agreement with the bulk periodicity obtained by SAXS. 

 
Figure 3. (1.5 x 1.5 µm) AFM phase views of solvent-annealed (3 h, CHCl3) PDMS-b-P(DR1MA-
co-MMA) thin films with different PDMS compositions treated by a CF4/O2 RIE plasma: a) 0.17 
for M1, b) 0.27 for M2 and c) 0.3 for M3. A HCP array of PDMS spheres is produced from M1 
(pM1 = 29.8 nm) while an in-plane cylindrical structure is observed from both M2 (p2 = 26.7 nm) 
and M3 (pM3 = 28.8 nm) thin films. 
 

Interestingly the lamellar structure revealed by SAXS for M4 is not retrieved in thin film 

configuration as the AFM phase image presented in Figure 4a is rather consistent with an in-plane 

(A) (C)(B)

300nm 300nm300nm



cylindrical structure having a period of ∼24.9 nm. This is likely related to the high selectivity of 

CHCl3 toward the methacrylate block (as suggested by the Hildebrand solubility parameter values: 

δPDMS = 14.9 MPa1/2, δPMMA = 19 MPa1/2 and δCHCl3 = 18.7 MPa1/2))47 which modified the overall 

BCP composition by selectively swelling the methacrylate domains during the SVA treatment. 

Additionally, the formation of a PDMS wetting layer at the air surface, which (i) artificially 

depletes the PDMS fraction in the self-assembled layer and (ii) imposes an in-plane orientation of 

the BCP features, should also be taken into account as a driving force that favors the microphase-

separation of the BCP chains into an in-plane cylindrical structure. To further probe the in-depth 

structure of the M4 BCP thin film, grazing incidence small angle X-ray scattering (GISAXS) 

experiments were performed and the 2D GISAXS pattern presented in Figure S14 supports the 

morphological assignment deduced from AFM, as the observed diffraction features are consistent 

with hexagonally-structured domains aligned with their {10} planes parallel to the film surface.48–

50 In contrast, similar morphologies are retrieved for the B4 and H4 samples since in-plane PDMS 

cylinders are formed within the solvent-annealed BCP thin films (see Figures 4b,c). 

 
Figure 4. (1.5 x 1.5 µm) AFM phase views of solvent-annealed (3 h, CHCl3) PDMS-b-P(DR1MA-
co-RMA)) thin films with chemically distinct acrylate co-monomers treated by a CF4/O2 RIE 
plasma: a) MMA (M4), b) nBMA (B4) and c) nHMA (H4). An in-plane cylinder structure is 
observed for the M4 (pM4 = 24.9 nm), B4 (pB4 = 26.7 nm) and M3 (pH4 = 25.8 nm) thin films. 
 

300nm 300nm300nm
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To know more about the effect on the azo-dye content on the photo-induced motion of azo-

containing BCP chains, sinusoidal patterns were inscribed into several PDMS-b-P(DR1MA-co-

MMA) layers having different amounts of DR1MA units (0 to 40 wt.%) for the same exposure 

time. For that purpose, different 170 nm thick PDMS-b-P(DR1MA-co-MMA) layers, spin-coated 

from a 3 wt. % solutions (THF/PGEMA: 70/30), were exposed 5 min to a p-polarized laser beam 

(P = 250 mW/cm2 and λw = 532 nm where λw is the writing wavelength) mounted on a Lloyd's 

mirror interferometer set-up to generate the SRG inscription.10 Figure 5a shows that the 

dependence of the surface modulation amplitude (SMA), defined as the peak-to-valley distance, 

does not vary linearly with the number of DR1MA units since a threshold effect related to low 

azo-dye contents should be taken into account for the shape of the curve.51 For instance, the AFM 

topographic image presented in Figure 5b shows the sinusoidal pattern inscribed into a 170 nm 

thick M4 layer having a DR1MA content of 40 wt. %. For such sample, 5 min treatment enables 

to produce a well-defined sinusoidal pattern over large area having a period of ∼357 nm and a 

SMA of ∼60 nm (see Figure 5c).  

 

 
Figure 5. a) SMA of different PDMS-b-P(DR1MA-co-MMA) layers as a function of their 
DR1MA content (wt. %) measured after an exposition to a p-polarized laser beam (P = 250 
mW/cm2 and λw = 532 nm) during 5 min (the continuous line is used to guide the eye). b) (5 x 5 
µm) AFM topographical view of a photo-inscribed sinusoidal SRG into a 170 nm thick M4 layer 
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using a Lloyd's mirror interferometer set-up. c) height profile extracted from the topographical 
AFM image presented in b). 
 

The combination of the SRG and SVA processes was further investigated to better 

apprehend the potential synergy between the BCP self-assembly and the SRG photoinscription in 

order to manufacture long-range ordered BCP features aligned along an arbitrary direction. In this 

regard, two experimental methodologies were applied to the BCP layers as depicted in the Scheme 

2: i) the BCP layer is self-assembled by SVA prior to the SRG inscription; or ii) the sinusoidal 

SRG is inscribed into the as-cast (disordered) BCP layer prior to generate the nanodomain 

formation by SVA. 

 
Scheme 2. Schematic illustration of the two different methods used in this work to produce 
laterally-aligned BCP features from as-cast (disordered) DR1MA-containing BCP thin films: (top 
panel) maximization of the orthogonal alignment of the DR1MA-dyes during the SRG inscription 
into the disordered BCP layer, which subsequently induces the DSA of BCPs during the SVA 
process, and (bottom panel) SA of BCP chains by SVA followed by a SRG inscription, which 
lacks the preferential alignment of the PDMS cylinders. 
 

Both methods were applied to 170 nm thick M4 layers since well-defined in-plane PDMS cylinders 

have been produced by SVA (see Figure 4a) and also a large surface modulation amplitude was 

achieved thanks to the high content in DR1MA-dye moieties (see Figure 5). Importantly, the as-

cast 170 nm thick M4 layers are disordered after their deposition by spin-coating as shown on the 

AFM topographic image presented Figure S15 where the 2D-FFT is dominated by noise (no-



characteristic length scale). Therefore, the M4 layers have to be treated by SVA to generate the 

formation of the cylindrical nanodomains. The AFM topographic image presented in Figure 6 

shows that, although a sinusoidal SRG was readily inscribed into the solvent-annealed (3h, CHCl3) 

M4 layer (SMA ∼ 30 nm) after an exposure time of 30 min, an alignment of the PDMS cylinders 

along a preferential direction was not effective as previously reported from amorphous azo-

containing BCP thin film.41 

 
Figure 6. a) (2 x 2 µm) AFM topographic view of a solvent-annealed (3h, CHCl3) M4 layer 
exposed to a p-polarized beam laser (λw = 532 nm, P = 30 mW.cm-2) beam during 30 min. Poorly-
ordered PDMS cylinders are produced within the M4 layer having a periodic roughness induced 
by the SRG inscription. b) The AFM topographic profile reveals that the SRG pattern adopts a 
sinusoidal shape with a period of ∼357 nm and a SMA of ∼30 nm. 
 

Conversely, laterally-ordered in-plane cylinders aligned orthogonal to the polarization light 

plane were produced from as-cast photo-inscribed (30 min) M4 layers treated by a solvent vapor 

(3h, CHCl3) (see Figure 7). The AFM topographic and phase images presented in Figure 7a,b 

show long-range ordered in-plane PDMS cylinders over 5×5 µm² as attested by the presence of 

two spots on the 2D-FFTs (see insets of Figure 7a,b). It is noteworthy that the periodic roughness 
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profile (SMA > 100 nm) observed after the SRG inscription into the disordered M4 layer vanished 

during the SVA process (see Figure S16). Indeed, a root mean square roughness, Rrms, of ∼10 nm 

was measured from the AFM topographical image presented in Figure 7a after exposing the M4 

layer to a vapor treatment (3 h, CHCl3). This phenomenon is obviously due the enhanced diffusion 

of the BCP chains swelled by the CHCl3 vapor during the SVA process, en route to form the in-

plane PDMS cylinders (see also Figure 7c).  

 
Figure 7. (5 x 5 µm) AFM (a) topographical and (b) phase views of a solvent-annealed (3 h, 
CHCl3) M4 layer in which a SRG pattern was previously inscribed (the arrows indicate the initial 
trench long axis). Under such conditions, in-plane cylindrical domains aligned orthogonal to the 
initial trench long axis are produced as attested by the sharp azimuthal distribution of the 2D-FFT 
spots (see insets). (c) Magnified AFM phase view of the cylindrical domains aligned orthogonal 
to the initial trench long axis. 

 

Overall, such results indicate that the alignment of the DR1MA-dyes upon a p-polarized 

beam during 30 min is more effective within an as-cast (disordered) M4 layer than the one 

occurring within its microphase-separated homologue as indirectly supported by the significant 

difference in the SMA values (SMAdisoredred,30min > 100 nm and SMAordered,30min = 30 nm). We 

believe that the effective pre-alignment of the DR1MA dyes within the disordered M4 layers 

directs the self-assembly of the BCP chains when exposed to a CHCl3 vapor to finally achieve 

laterally-ordered in-plane PDMS cylinders oriented along an arbitrary direction. 

(B)(A)

1µm

(C)

1µm 200nm



 

Conclusion. 

In summary, a synthetic approach was developed to prepare well-defined DR1MA-based 

BCPs giving access to photo-responsive materials with a dye loading up to 40 wt.%. By varying 

the weight fraction of the azo-containing block, various self-assembled structures were identified 

both in bulk and in thin film while SRG inscription into these BCP layers led to a typical sinusoidal 

surface modulation pattern. The combination of the SRG photo-inscription with a SVA treatment 

was further investigated to better apprehend the potential synergy between these two processes 

towards the fabrication of long-range ordered BCP features aligned along an arbitrary direction. 

Interestingly, laterally-ordered in-plane Si-containing nanoscale cylinders were demonstrated 

from a specific process combination. Such surfaces having highly-ordered silica precursor domain-

forming line and space patterns can be used as guides for the long range order nanofabrication of 

features (e.g., dots, holes and pillars) derived from the BCP self-assembly processes.36,38,52–54 

  



Experimental section 

Materials. Toluene (99.5%, Sigma Aldrich) was distilled first from CaH2 and then from living 

polystyrene. Dichloromethane (99.9%, Sigma Aldrich) was used as it is from a drying columns 

system. n-Hexyl methacrylate (nHMA, 97%, TCI), n-butyl methacrylate (nBMA, 99%, Sigma 

Aldrich) and methyl methacrylate (MMA, 99%, Acros Organics) were first distilled from CaH2 

and then distilled over trioctylaluminium (25% solution in hexane, Sigma Aldrich). 4-

(Dimethylamino) pyridinium p-toluenesulfonate (DPTS) was in-house synthesized as previously 

reported.41 Azobis(isobutyronitrile) (AIBN, 98%, Acros Organics) was recrystallized from 

methanol and dried at room temperature under vacuum prior to use. Tetrahydrofuran (THF, 99.9%, 

Sigma Aldrich), Disperse Red 1 methacrylate (DR1MA, 95%, Sigma Aldrich), N,N'-

diisopropylcarbodiimide (DIPC, 99%, Sigma Aldrich), 2-propanol (99.5%, Sigma Aldrich), 

acetonitrile (99%, Fisher), 4-dimethylaminopyridine (DMAP, 99%, Acros Organics), 4-

toluenesulfonic acid (pTSA, 99%, Alfa Aesar) and 4-cyano-4-(phenylcarbonothioylthio)pentanoic 

acid (CTA, 97%, Sigma Aldrich) were used as received. 

 

Self-assembly of PDMS-b-P(DR1MA-co-RMA) thin films. PDMS-b-P(DR1MA-co-RMA) thin 

films were spin-coated (2 krpm) using a 3 wt% copolymer solution in THF/PGMEA: 70-30. The 

self-assembly of PDMS-b-P(DR1MA-co-RMA) thin films was promoted by exposing samples 

during 3h to a continuous stream of a CHCl3 vapor produced by bubbling nitrogen gas through the 

liquid solvent, so that the solvent vapor consisted of 32 sccm CHCl3 and 8 sccm N2 (total 40 

sccm).51 In-situ measurements of the BCP layer thicknesses during the SVA treatment were 

estimated through the quartz SVA chamber lid using a Filmetrics reflectometer apparatus and the 

BCP layers reached a plateau for a thickness variation of ∼150%. The morphology of the solvent-



annealed PDMS-b-P(DR1MA-co-RMA) thin films was frozen by quickly removing the lid of the 

chamber. 

 

Characterization methods 

Proton nuclear magnetic resonance (1H-NMR) spectra were all recorded using a liquid-state 

400 MHz NMR spectrometer (Bruker AVANCE I) with 5 mm BBFO probe in the appropriate 

deuterated solvent. 

Size exclusion chromatography (SEC) traces were acquired from a PL-GPC 50 Plus (Agilent 

Technologies) integrated system with RI and UV detectors using a three column set of TSK gel 

TOSOH (G4000HXL, G3000HXL, G2000HXL with pore sizes of 20, 75 and 200 Å respectively, 

connected in series) at 40°C. The calibration was performed with PS standards for SEC traces 

using THF as eluent (1 mL/min) while PDMS standards were used for SEC traces using toluene 

as eluent (0.8 mL/min). Trichlorobenzene (TCB) was used in both cases as a flow marker. 

Differential scanning calorimetry (DSC) measurements were performed using a Q100 apparatus 

from TA Instruments. DSC experiments were carried out in aluminum sealed pans containing 5 to 

10 mg of sample. Each sample was first heated up to 150°C at 10°C/min and then the heating was 

kept constant at this temperature for 10 min in order to delete the thermal history. Further, the 

sample was cooled down to -80°C at 10°C /min followed by heating up to 250°C at 10°C/min. 

Ultraviolet–visible spectroscopy (UV-Vis) was performed on a UV-3600 spectrophotometer 

from Shimadzu. 

Atomic Force Microscopy (AFM) characterizations were performed on a Dimension FastScan 

setup, Bruker in tapping mode to characterize the surface morphology of BCP thin films. Silicon 



cantilevers (FastScan-A) with a typical tip radius of ≈5 nm were used. The resonance frequency 

of the cantilevers was about 1.25 kHz. AFM phase contrast was enhanced by treating all the 

PDMS-b-P(DR1MA-co-RMA) thin films with a CF4/O2 RIE plasma (plasma conditions are 40 

W, 17 sccm CF4 and 3 sccm O2, 45 s) in a PE-100 chamber (Plasma Etch) prior to imaging. 

Photoinscription of SRG patterns was performed using a Lloyd’s mirror interferometer set 

up.10,56 A p-polarized laser beam (λw = 532 nm) with a fluence of 30 mW.cm-2 was split into two 

beams, one directly incident onto the BCP film and the other reflected by a mirror to which the 

polymeric layer was perpendicularly attached. The produced sinusoidal patterns have a 357 nm 

wave period, independently of the inscribed PDMS-b-P(RMA-co-DR1MA) layer. 

Small angle X-ray scattering (SAXS) measurements were performed on the CRG-BM02 

beamline at the European Synchrotron Radiation Facilities (ESRF) in Grenoble using a photon 

energy of 10 keV. The SAXS patterns were recorded in the classical transmission mode as a 

function of the scattering vector, q, using a XPAD 2D pixel detector (960 × 560 pixels, 130 μm 

pixel size) placed at a distance of 2500 mm from the sample. The raw data were corrected for 

scattering due to background noise and the fluctuations of the intensity of the incident beam. 

Finally, the two-dimensional SAXS patterns were radially averaged in order to obtain the one-

dimensional scattering profiles. 

Grazing incidence small angle X-ray scattering (GISAXS) experiments were performed at the 

Centre de Recherche Paul Pascal (CRPP) in Bordeaux using a high resolution X-ray spectrometer 

Xeuss 2.0 from Xenoxs operating at 8.04 keV. The incidence angle was set at 0.2°, which is 

between the critical angle of the BCP film and the silicon substrate. 2D scattering patterns were 

collected using a PILATUS 300K Dectris detector with an exposure of 30 min. The beam center 

position and the angular range were calibrated using a silver behenate standard sample. GISAXS 



patterns were reduced using the GIXSGUI package,57 where 𝑞𝑞𝑦𝑦 = 2𝜋𝜋/𝜆𝜆�sin (2𝜃𝜃𝑓𝑓) cos�𝛼𝛼𝑓𝑓�� and 

𝑞𝑞𝑧𝑧 = 2𝜋𝜋/𝜆𝜆�sin�𝛼𝛼𝑓𝑓� + sin (𝛼𝛼𝑖𝑖)� are the modulus of the scattering vectors in the direction parallel 

and perpendicular to the substrate plane and 𝛼𝛼𝑖𝑖, 2𝜃𝜃𝑓𝑓 and 𝛼𝛼𝑓𝑓 are the incident and scattering angles 

in the horizontal and vertical directions, respectively. 

 

Synthetic procedures 

Synthesis of mono-carbinol terminated polydimethylsiloxane (P1). The synthesis of the mono-

carbinol terminated PDMS was performed as in our previous report.41 

1H-NMR (400 MHz, CDCl3, δ) of P1: 3.6 (t, 2H, -CH2- vicinal to –OH), 1.61 (m, 2H, –CH2– 

vicinal to –CH2–OH), 1.54 (br, 2H, –CH2– of sec-butyl overlaps with 1H of –OH groups), 0.93 

(m, 6H, –CH3 of sec-butyl), 0.55 (m, 1H, sec-butyl methine overlaps with 2H of –Si–CH2–), 0.071 

(br, 6H, –CH3 of PDMS backbone) all in ppm, as presented in Figure S2. 

Synthesis of the macro-CTA mono-4-cyano-4-(phenylcarbonothioylthio) pentanoate 

terminated PDMS (P2). 2.6 g (ca. 0.26 mmol, Mn1H-NMR= 10 030 g/mol) of mono-carbinol 

terminated PDMS and 0.2 g (0.68 mmol) of DPTS were dissolved in 25 mL of dry 

dichloromethane. A solution of 0.35 g (1.25 mmol) 4-cyano-4-

(phenylcarbonothioylthio)pentanoic acid in 10 mL of dry methylene chloride was prepared and 

added to the PDMS/DPTS solution. Then, 3 mL (19.37 mmol) of DIPC were dissolved in 10 mL 

of dry methylene chloride and added to the reaction mixture at 25°C. Upon complete addition, the 

temperature was gradually increased to ca. 45°C (solvent reflux). The reagents were left to react 

for 24 hours under argon and continuous stirring. Upon cooling, the solvent was removed by rotary 



evaporation. The polymer was further purified by four extractions with methanol, yielding after 

drying 2.5 g of a pink oil macro-CTA PDMS. 

1H-NMR (400 MHz, CD2Cl2, δ) of P2: 7.9 (d, 2H, o–ArH), 7.6 (t, 1H, p–ArH), 7.4 (t, 2H, m–

ArH), 4.05 (t, 2H, –CH2– vicinal to –COO–PDMS chain), 2.6 (m, 2H, vicinal to –(CH3)C(CN)–

S–), 2.4 (m, 2H, –CH2– vicinal to –COO–CTA side), 1.9 (s, 3H, –CH3 of – (CH3)C(CN)–S–), 

1.66 (m, 2H, –CH2– vicinal to –CH2–COO–CTA), 1.55 (s, 2H, –CH2– of sec-butyl), 0.93 (m, 6H, 

–CH3 of sec-butyl), 0.56 (m, 1H, sec-butyl methine overlaps with 2H, –Si–CH2–), 0.08 (br, 6H, –

CH3 of PDMS backbone) all in ppm, as presented in Figure S3. 

 

Synthesis of the PDMS-based di-block copolymers (M1 to M4, H4, B4). The synthesized 

PDMS macro-RAFT agent was used for the homo-polymerization of MMA and DR1MA and also 

for the DR1MA co-polymerization of with methyl methacrylate, n-butyl methacrylate or n-hexyl 

methacrylate. Different weight ratio of the DR1 monomer and the alkyl methacrylates were 

employed, as presented in Table 1. A representative RAFT co-polymerization was as follows, for 

M4: 0.06 g (6·10-3mmoles) of PDMS macro-CTA (Mn ca. 10 kg/mol), 0.125 g (0.327 mmoles) of 

Disperse Red 1 methacrylate, 0.134 mL (1.253 mmoles) of methyl methacrylate, 0.43 mL toluene 

and 18 μL (1.09·10-3mmoles) of AIBN solution in toluene were added in a Schlenk tube. The 

reaction mixture was deoxygenated by five freeze-vacuum-thaw cycles and then put under an 

argon atmosphere. The polymerization reaction was carried out at 70°C for 96 hours under 

continuous stirring. Then it was cooled in liquid nitrogen and opened to air. The reaction mixture 

was diluted with THF. The resulted impure di-block copolymer was purified by precipitation in 

acetonitrile and then washing with acetonitrile until this non-solvent remains colorless, removing 

completely the unreacted Disperse Red 1 methacrylate. Then it was precipitated twice in cold 2-



propanol, removing any residual unfunctionalized PDMS homo-polymer, and dried overnight at 

55°C under continuous vacuum. 

1H-NMR (400 MHz, CD2Cl2, δ) for M4: 8.28 (br, 2H, o-ArH to –NO2), 7.88 (br, 4H, m-ArH to –

NO2 and m-ArH to –NEt2), 6.85 (br, 2H, o-ArH to –NEt2), 4.14 (br, 2H, –CH2– vicinal to –COO– 

from DR1MA), 3.76-3.42 (br, 7H, the two –CH2– from –NEt2 of DR1MA overlap with 3H of –

COO–CH3 from MMA), 2.0-1.6 (br, 4H, –CH2– from the backbone of MMA and DR1MA), 1.3-

0.88 (br, 6H, CH3– from the backbone of MMA and DR1MA), 0.79 (br, 3H, CH3– next to the –

CH2–N(–azo)–CH2– from DR1MA), 0.11 (br, 6H, CH3– of PDMS backbone) all in ppm, see 

Figure S9. 

1H-NMR (400 MHz, CD2Cl2, δ) for B4: 8.27 (br, 2H, o-ArH to –NO2), 7.88 (br, 4H, m-ArH to –

NO2 and m-ArH to –NEt2), 6.83 (br, 2H, o-ArH to –NEt2), 4.12 (br, 2H, –CH2– vicinal to –COO– 

from DR1MA units), 3.92 (br, 2H, –CH2– vicinal to –COO– from n-BMA units), 3.66 (br, 2H, –

CH2– vicinal to –CH2–COO– from DR1MA units), 3.51 (br, 2H, –CH2– vicinal to –N(–azo) –

CH2– from DR1MA units), 2.0-1.67 (br, 4H, –CH2– from the backbone of n-BMA and DR1MA), 

1.66-1.08 (br, 4H, –CH2– vicinal to –CH2–COO– and the –CH2– vicinal to CH3– from the alkyl 

chain of n-BMA), 1.07-0.7 (br, 12H, CH3– from the backbone of n-BMA and DR1MA, CH3– 

from the alkyl chain of n-BMA and CH3– next to the –CH2–N(–azo)–CH2–  from DR1MA), 0.11 

(br, 6H, CH3– of PDMS backbone) all in ppm, see Figure S10. 

1H-NMR (400 MHz, CD2Cl2, δ) for H4: 8.26 (br, 2H, o-ArH to –NO2), 7.86 (br, 4H, m-ArH to –

NO2 and m-ArH to –NEt2), 6.81 (br, 2H, o-ArH to –NEt2), 4.11 (br, 2H, –CH2– vicinal to –COO– 

from DR1MA units), 3.9 (br, 2H, –CH2– vicinal to –COO– from n-HMA units), 3.66 (br, 2H, –

CH2– vicinal to –CH2–COO– from DR1MA units), 3.5 (br, 2H, –CH2– vicinal to –N(–azo) –

CH2– from DR1MA units), 2.04-1.67 (br, 4H, –CH2– from the backbone of n-HMA and DR1MA), 



1.58 (br, 2H, –CH2– vicinal to –CH2–COO– from the alkyl chain of n-HMA), 1.29 (br, 6H, three 

–CH2– vicinal to –CH2–CH2–COO– and vicinal to CH3– from the alkyl chain of n-HMA), 1.07-

0.7 (br, 12H, CH3– from the backbone of n-HMA and DR1MA, CH3– from the alkyl chain of n-

HMA and CH3– next to the –CH2–N(–azo)–CH2–  from DR1MA), 0.11 (br, 6H, CH3– of PDMS 

backbone) all in ppm, see Figure S11. 
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