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Room temperature magnetoelectric coupling in a molecular ferroelectric Ytterbium(III) complex

Magnetoelectrical (ME) materials combine magnetic and electric polarizabilities in the same phase. Such systems offer a basis for developing high-density data storage, spintronic or low consumption devices owing to the possibility to trigger one property by the other. Such objectives require a strong interaction between the constitutive properties, a criterion which is rarely met in classical inorganic ME materials at room temperature. We provide evidence of a strong ME coupling in a paramagnetic ferroelectric lanthanide coordination complex with magnetostrictive phenomenon. The properties of this molecular material show it may be competitive to inorganic magnetoelectrics.

One Sentence Summary:

The room temperature magnetoelectric control of ferroelectric domains was demonstrated in a Yb 3+ molecule-based material.

A ferroelectric material exhibits a permanent electrical polarization that can be switched by an electric field [START_REF] Han | Towards the Development of Flexible Non-Volatile Memories[END_REF][START_REF] Hong | Emerging Non-Volatile Memories[END_REF]. Such electro-active materials find a wide range of applications including temperature sensing, data-storage, piezoelectric devices, and electro-optics. The association of electrical and magnetic polarizabilities gives rise to exciting multifunctional systems denoted as magnetoelectrics (ME) which describes the influence of a magnetic (electric) field on the polarization (magnetization) allowing the constitutive properties to be simultaneously triggered [START_REF] Eerenstein | Multiferroic and magnetoelectric materials[END_REF][START_REF] Wang | Multiferroicity: the coupling between magnetic and polarization orders[END_REF]. For computing, modifying the polarization/magnetization using low-magnitude magnetic/electric field may reduce the energy needed and speed up non-volatile memory devices' processing's rate [START_REF] Eerenstein | Multiferroic and magnetoelectric materials[END_REF][START_REF] Scott | Data storage: Multiferroic memories[END_REF][START_REF] Mandal | Designing switchable polarization and magnetization at room temperature in an oxide[END_REF]. Conventional approaches to designing single-phase ME are widely based on inorganic materials, such as oxides or fluorides [START_REF] Mandal | Designing switchable polarization and magnetization at room temperature in an oxide[END_REF][START_REF] Fiebig | The evolution of multiferroics[END_REF][START_REF] Scott | Multiferroic magnetoelectric fluorides: why are there so many magnetic ferroelectrics?[END_REF]. However, if the origins of ferroelectricity and magnetism are associated with different carriers, we should expect only a moderate ME coupling [START_REF] Cheong | Multiferroics: a magnetic twist for ferroelectricity[END_REF]. For instance, only a few examples exist of ME coupling at room temperature [START_REF] Mandal | Designing switchable polarization and magnetization at room temperature in an oxide[END_REF][START_REF] Pitcher | Tilt engineering of spontaneous polarization and magnetization above 300 K in a bulk layered perovskite[END_REF][START_REF] Kitagawa | Low-field magnetoelectric effect at room temperature[END_REF]. In contrast, large ME coupling has been found in strain mediated multi-phase materials, such as composites or multi-layers, by combining piezoelectricity with the magnetostrictive effect [START_REF] Eerenstein | Multiferroic and magnetoelectric materials[END_REF].

Molecular materials exhibit numerous advantages in comparison to inorganic ones, such as structural diversity, soft chemistry routes, environmentally friendly processing and shaping, optical transparency, and light density [START_REF] Bruce | Molecular Materials[END_REF]. For these reasons, molecular ferroelectrics [START_REF] Hang | Metal-organic complex ferroelectrics[END_REF][START_REF] Zhang | Ferroelectric Metal-Organic Frameworks[END_REF] are often considered as an alternative towards traditional metal oxides [START_REF] Horiuchi | Above-room-temperature ferroelectricity in a single-component molecular crystal[END_REF][START_REF] Horiuchi | Organic ferroelectrics[END_REF]. Even though molecular materials exhibit magnetic ordering temperature below room temperature, important ME coupling may be expected by the association of paramagnetism and ferroelectricity (Fig. S1) [START_REF] Fiebig | The evolution of multiferroics[END_REF] since both these properties could involve the same chemical element. Although ME coupling in non-ferroelectric molecular materials has been reported (17,[START_REF] Fittipaldi | Electric field modulation of magnetic exchange in molecular helices[END_REF], the interaction between magnetism and ferroelectricity is not extensively studied [START_REF] Jain | Multiferroic Behavior Associated with an Order-Disorder Hydrogen Bonding Transition in Metal-Organic Frameworks (MOFs) with the Perovskite ABX3 Architecture[END_REF][START_REF] Kagawa | Ferroelectricity in a one-dimensional organic quantum magnet[END_REF][START_REF] Xu | Coexistence of Magnetic and Electric Orderings in the Metal-Formate Frameworks of[END_REF][START_REF] Cai | Above-Room-Temperature Magnetodielectric Coupling in a Possible Molecule-Based Multiferroic: Triethylmethylammonium Tetrabromoferrate(III)[END_REF][START_REF] Wang | Magnetoelectric coupling in the paramagnetic state of a metal-organic framework[END_REF][START_REF] Rodríguez-Velamazán | Magnetically-induced ferroelectricity in the (ND4)2[FeCl5(D2O)] molecular compound[END_REF][START_REF] Naka | Magnetoelectric effect in organic molecular solids[END_REF][START_REF] Ueda | Room-temperature magnetoelectric effect in a chiral smectic liquid crystal[END_REF]. The ferroelectric ordering temperatures are typically lower than room temperature for the few examples that exist. Moreover, the modification of the polarization/magnetization by applying magnetic/electric fields, which remains also challenging in pure inorganic materials, requires large magnitude operating magnetic field [START_REF] Evans | Magnetic switching of ferroelectric domains at room temperature in multiferroic PZTFT[END_REF].

We designed a chiral lanthanide complex exhibiting an above-room temperature ferroelectricity which, in association with a strong magnetostriction, gives rise to a remarkable ME coupling. This allowed tuning of the ferroelectric domains at the nanometric scale by applying a relatively low magnetic field at room temperature. Our molecular approach to design ME materials relied on the association of paramagnetic lanthanide ions, such as Yb 3+ , with a chiral diamagnetic zinc complex in order to favor the crystallization in one of the ten polar point groups compatible with ferroelectricity. We chose the Yb 3+ ion because it possesses a large total magnetic moment, which being oriented along a magnetic field can provide an anisotropic magnetostriction underlying the coupling between magnetic and structural subsystems. ) 2 ] (S,S-2). We found using single crystal X-ray diffraction that R,R-1

and S,S-2 are isostructural to the dysprosium analogue [START_REF] Long | A High-Temperature Molecular Ferroelectric Zn/Dy Complex Exhibiting Single-Ion-Magnet Behavior and Lanthanide Luminescence[END_REF]. The two enantiomers crystallized in the polar space group P2 1 with two independent homochiral dinuclear complexes within the asymmetric unit (Fig. 1, Fig. S2-S3). These two complexes exhibit differences in the crystallographic distances and geometries (Tables S1-S2) that gives rise to uncompensated dipolar moments along the b axis. We confirmed this by analyzing the ions' location in the unit cell (Table S3) [START_REF] Li | Anomalously rotary polarization discovered in homochiral organic ferroelectrics[END_REF][START_REF] You | Quinuclidinium salt ferroelectric thin-film with duodecuplerotational polarization-directions[END_REF][START_REF] Yang | Directional Intermolecular Interactions for Precise Molecular Design of a High-Tc Multiaxial Molecular Ferroelectric[END_REF].

We corroborated the enantiomeric nature of R,R-1 and S,S-2 using solid state circular dichroism (CD) (Fig. S4), with the mirror-symmetrical CD spectra showing Cotton effects of opposite signs at λ max = 261, 303 and 386 nm. The presence of the zinc complex acted also as a sensitizer towards lanthanide ions. Hence, the complexes R,R-1 and S,S-2 showed the typical Yb 3+ luminescence in the 925-1075 nm NIR region at both, room and low temperatures (Fig. S5-S11(32)). We verified the absence of solvent molecules with thermogravimetric analyzes (TGA) which also indicated that both enantiomers remain stable up to 550 K (Fig. S12). We also used single X-ray diffraction at 400 K and differential scanning calorimetry (DSC) to confirm the absence of a phase transition up to the decomposition temperature (Fig. S13). This demonstrated that the material remains crystallized in the P2 1 polar space group. We investigated the magnetic properties of R,R-1 and S,S-2 using SQUID magnetometry. We confirmed the paramagnetic behavior expected for a single Yb 3+ ion with a 2 F 7/2 ground state (J = 7/2, L = 3, S = 1/2) and a room temperature magnetic moment close to 4.32  B (Fig. S14). We also observed a typical slow relaxation of the magnetization at low temperature (Fig. S15-S20, Tables S4-S6(32)). Both enantiomers crystallized in the acentric space group P2 1 , giving a 2 point group. We confirmed ferroelectric behavior of R,R-1 (Fig. S21-S22 [START_REF]Materials and Methods are available as Supplementary Materials on Science Online[END_REF]) which also applies to S,S-2 because the ferroelectric properties of pairs of enantiomers are known to be identical [START_REF] Li | Molecule-Based Ferroelectric Thin Films: Mononuclear Lanthanide Enantiomers Displaying Room-Temperature Ferroelectric and Dielectric Properties[END_REF][START_REF] Sui | Ionic Ferroelectrics Based on Nickel Schiff Base Complexes[END_REF]. The absence of phase transition up to the decomposition of the material (550 K) indicates that the ferroelectric Curie point (T c ) shall be located at a higher temperature as observed, for instance, in such ferroelectrics as [START_REF] Zhang | Ferroelectric Metal-Organic Frameworks[END_REF]. We carried out piezoresponse force microscopy (PFM) measurements to investigate the polar behavior and ME coupling [START_REF]Materials and Methods are available as Supplementary Materials on Science Online[END_REF][START_REF] Elisabeth | Piezoresponse force microscopy (PFM)[END_REF]. We measured both the vertical and lateral responses, each of them consisted of amplitude and phase signals directly related to the magnitude of the polarization and to its orientation, respectively. This method provided sufficient spatial resolution for the detailed study of in-plane (IP, lateral PFM amplitude  phase) and out-of-plane (OOP, vertical PFM amplitude  phase) piezoelectric behavior at the nanoscale [START_REF] Elisabeth | Piezoresponse force microscopy (PFM)[END_REF][START_REF] Ivanov | Self-assembled diphenylalanine peptide microtubes covered by reduced graphene oxide/spiky nickel nanocomposite: An integrated nanobiomaterial for multifunctional applications[END_REF]. Because additional contributions having ionic transport or electrostatic nature could affect the PFM signals, we carried out the measurements taking into account the protocol described by Vaseduvan et al. [START_REF] Vasudevan | Ferroelectric or non-ferroelectric: Why so many materials exhibit "ferroelectricity" on the nanoscale[END_REF] and Balke et al. [START_REF] Balke | Differentiating Ferroelectric and Nonferroelectric Electromechanical Effects with Scanning Probe Microscopy[END_REF] (Fig. S23-S24, [START_REF]Materials and Methods are available as Supplementary Materials on Science Online[END_REF]). Hence, the PFM responses we observed reflected the polarization state of the material. We obtained a clear piezoresponse coming from several planes of R,R-1 single crystal (Fig. S25), but we detected the strongest simultaneous OOP and IP responses for the largest crystal facet accounting for the ( ) plane (Fig. S26). The atomic force microscopy (AFM) for the ( ) plane reveals a stripe-like morphology (Fig. 2A). We found a peculiar organization in the OOP and IP PFM response that demonstrated the presence of spontaneously polarized domains of opposite polarization states (shown in red and blue, Fig. 2B). Such stripes organization was previously observed in others molecular or metal oxides ferroelectrics such as BiFeO 3 [START_REF] Elisabeth | Piezoresponse force microscopy (PFM)[END_REF][START_REF] You | An organic-inorganic perovskite ferroelectric with large piezoelectric response[END_REF][START_REF] Fu | Diisopropylammonium Bromide Is a High-Temperature Molecular Ferroelectric Crystal[END_REF][START_REF] Ye | Metal-free three-dimensional perovskite ferroelectrics[END_REF]. The crystal symmetry predicts that the ferroelectric domain structure visualized by the IP and OOP components of the piezoresponse must be consistent. However, the resulting PFM response depends on the azimuthal angle between the scanning direction and the polar axis and contains different tensile and shear piezoelectric strain components (as described in the "PFM Measurements" subsection of the Supplementary Materials). This situation is reminiscent to that observed in the benchmark molecular ferroelectric diisopropylammonium bromide [START_REF] Fu | Diisopropylammonium Bromide Is a High-Temperature Molecular Ferroelectric Crystal[END_REF]. The number of polarization directions in the ferroelectric phase depends on the symmetry of the paraelectric phase according to the initial work of Aizu [START_REF] Aizu | Possible Species of Ferromagnetic, Ferroelectric, and Ferroelastic Crystals[END_REF] and recently applied to molecular ferroelectrics [START_REF] Hang | Metal-organic complex ferroelectrics[END_REF][START_REF] Shi | Symmetry breaking in molecular ferroelectrics[END_REF][START_REF] Tang | Multiaxial Molecular Ferroelectric Thin Films Bring Light to Practical Applications[END_REF]. Although the structure of the paraelectric phase cannot be examined (T c is higher than decomposition temperature), thus precluding the determination of the uniaxial or multiaxial character of the polarization, clear correlation between the IP and OOP responses can be observed in some other PFM experiments (Fig. S27).

[(CH 3 ) 4 N]HgCl 3 or [C(NH 2 ) 3 ][Al(H 2 O) 6 ](SO 4 ) 2
We investigated the polarization switchability using direct current (dc) bias voltage of ± 30 V applied to different areas (rectangulars in Fig. 2C,D). Within these areas, we achieved uniform (monodomain-like) polarization states, visible on both, IP and OOP images (Fig. 2D). Taking advantage of the absence of a phase transition, we performed PFM measurements at 450 K (Fig. S24(32)). We found a notable decrease in the electromechanical response, directly related to the polarization, which reflected the temperature dependent behavior for a ferroelectric material. The switchable character of the electric polarization was further demonstrated by applying opposite dc bias to generate box-in-box patterns that showed clear 180° phase contrast and domain walls (Fig. S28). Moreover, the piezoresponse hysteresis loops obtained by switching spectroscopy (SS)-PFM was found to exhibit a centered square-like shape with a 180° switching for the phase component (Fig. 3A). We also measured the typical butterfly loops of the displacement signal which confirmed the ferroelectric character [START_REF] Vasudevan | Ferroelectric or non-ferroelectric: Why so many materials exhibit "ferroelectricity" on the nanoscale[END_REF]. Previously switched areas (± 30 V) revealed a shift of the phase and amplitude component towards either positive or negative voltage, due to the formation of coherent remnant polarization states that caused a strong depolarization field (Fig. 3A). We determined a maximum local longitudinal piezoelectric coefficient at room temperature, which corresponded to a polarization of the order of magnitude of 10 µC.cm 2 . The theoretical spontaneous polarization which we estimated from the point charge model [START_REF] Li | Anomalously rotary polarization discovered in homochiral organic ferroelectrics[END_REF][START_REF] You | Quinuclidinium salt ferroelectric thin-film with duodecuplerotational polarization-directions[END_REF][START_REF] Yang | Directional Intermolecular Interactions for Precise Molecular Design of a High-Tc Multiaxial Molecular Ferroelectric[END_REF] along the b axis by considering only the metal ions and some ligand's atoms (Zn 2+ , Yb 3+ , O  and N + ) gives 3.32 µC.cm  ² along the [0 ] direction (see Table S3 (32)).

We can rationalize this value which was weaker than the experimental one, by pointing out the complexity of the structure. Besides, we did not take into account the effect of additional molecular dipoles constituting the coordination complexes as well as covalency. Thus, we could compare the experimental value with Rochelle salt (0.25 µC.cm  ²) and was the same order of magnitude that the better performing molecular ferroelectrics [START_REF] Zhang | Ferroelectric Metal-Organic Frameworks[END_REF][START_REF] Horiuchi | Above-room-temperature ferroelectricity in a single-component molecular crystal[END_REF][START_REF] Fu | Diisopropylammonium Bromide Is a High-Temperature Molecular Ferroelectric Crystal[END_REF][START_REF] Ye | Metal-free three-dimensional perovskite ferroelectrics[END_REF]. The ferroelectric character of R,R-1 crystals suggests to us the possibility of a ME coupling at room temperature. We performed PFM measurements on the same single crystal in the presence of a dc magnetic field of ± 1 kOe applied along the ( ) plane. We observed the stripe-like morphology obtained by AFM on a new surface area (Fig. 4A). We found ferroelectric polarization redistribution with a low magnitude magnetic field of ± 1 kOe, similar to that produced by an electrical bias voltage (Fig. 4B,4C). The change of the polarization states and enhancement of the response make the effect easy to see. The ferroelectric domain's modification appears only in some parts of the region as it has been systematically observed in the rare examples of materials investigated by PFM [START_REF] Evans | Magnetic switching of ferroelectric domains at room temperature in multiferroic PZTFT[END_REF][START_REF] Xie | Multiferroic CoFe2O4-Pb(Zr0.52Ti0.48)O3 core-shell nanofibers and their magnetoelectric coupling[END_REF][START_REF] Miao | Magnetic-field-induced ferroelectric polarization reversal in magnetoelectric composites revealed by piezoresponse force microscopy[END_REF][START_REF] Henrichs | Multiferroic Clusters: A New Perspective for Relaxor-Type Room-Temperature Multiferroics[END_REF].

The typical magnitude of the magnetoelectric tensor component u d oop

where D is the thickness of the ( )-oriented crystal, is the change in vertical surface displacement induced by the change in lateral magnetic field , attains the order of 100 mV.Oe 1 .cm 1 .

Although this value reflects the polarization change for a given magnetic field, it greatly exceeded (by at least one order magnitude) those observed in the bulk BiFeO 3 multiferroics (ranging from 0.6 to 7 mV.Oe 1 .cm 1 ) (48) and was comparable with those of ferroelectric/ferro(ferri)magnetic composites with strain-mediated ME coupling [START_REF] Vaz | Magnetoelectric Coupling Effects in Multiferroic Complex Oxide Composite Structures[END_REF]. Additional confirmation of the change in responses comes from our in-situ PFM measurements performed on other crystal facets and with various magnetic fields (Fig. S29-S32( 32)).

We found additional evidence of the ME interaction from our SS-PFM local hysteresis loops measurements we performed under dc magnetic field. These loops were strongly affected by a magnetic field, specifically in their asymmetry, height, and in the coercive fields (Fig. 3B). Taking advantage of such ME coupling, we actuated variable polarization states via the dc electric and magnetic fields (Fig. 3C). Such feature may be suitable for multilevel polarization states devices designed for high-density data systems [START_REF] Lee | Multilevel Data Storage Memory Using Deterministic Polarization Control[END_REF]. Remarkably, this interaction occurs in the paramagnetic state at room temperature using a moderate magnetic field (1 kOe). The low magnetic field we used clearly contrasts with other molecule-based materials that required fields of several Tesla to induce a change in the pyroelectric currents [START_REF] Wang | Magnetoelectric coupling in the paramagnetic state of a metal-organic framework[END_REF]. Such room-temperature low-field switching is also quite rare in metal oxides [START_REF] Kitagawa | Low-field magnetoelectric effect at room temperature[END_REF][START_REF] Ueda | Room-temperature magnetoelectric effect in a chiral smectic liquid crystal[END_REF][START_REF] Evans | Magnetic switching of ferroelectric domains at room temperature in multiferroic PZTFT[END_REF].

The strong ME effect we observed is because the same chemical element, Yb 3+ , is implicated in the two functionalities. Lanthanide ions present a larger spin-orbit coupling with respect to transition metal ions in classical inorganic magnetic ferroelectrics. Applying a magnetic field to the material containing anisotropic Yb 3+ (non-zero orbital angular momentum, L = 3, spin-orbit coupling) should affect the crystal lattice producing magnetostriction. To confirm this, we investigated the magnetostriction, , at the microscopic and macroscopic levels. We measured the local surface displacement using contact AFM mode (no electric field applied) and evaluated it as a function of the applied magnetic field. We found a large room-temperature field-induced mechanical deformation (parastriction) (Fig. 3D). The displacement increased with magnetic field and reached about 10 4 (1 kOe). The magnetostriction value we found was consistent with the macroscopic data we obtained from single-crystal X-ray diffraction experiment we conducted under a magnetic field of about 0.8 kOe applied with a deviation angle of 10 ± 5° along the [0 ] direction and yielding  value of up to 1  10 3 (Table S7(32)). We confirmed this effect on a different single-crystal and by collecting three data sets to provide a statistical analysis (Table S8).

Reversing the direction of the magnetic field did not change the sign of the magnetostriction (Table S7), which was fully consistent with the expected quadratic behavior. This large magnetostriction was comparable to those observed in ytterbium-based paramagnets. This phenomenon had a single-ion character primarily, and the related deformation can be equivalent in magnitude with that characteristic of magnetically long-range ordered systems [START_REF] Bumagina | Magnetostriction in ionic rare earth paramagnets[END_REF]. Importantly, the association of magnetostriction and ferroelectricity engenders a pronounced ME coupling as observed in inorganic multi-phase ME materials (3). Thus, we propose that the ME interaction in our Yb 3+ -based ferroelectric complex originates from magnetoelastic coupling that corresponds to the magnetic field-induced deformation of the crystal lattice in the paramagnetic phase. Because R,R-1 exhibited simultaneously magnetostriction and ferroelectricity, applying a magnetic-field induced a mechanical strain via spin-lattice coupling that in turn influenced the polarization by affecting the overall dipole configuration. To support this, we made a comparative analysis of the crystal structures we obtained under two directions of the magnetic field with respect to the zero-field one. Differences in the metal-ligand distances (Table S9 andS10) for both Yb 3+ and Zn 2+ ions could be discerned that in turn affect the dipole order. Hence, the polarization values we calculated were found up to 10% greater or weaker (Table S3 and S11), depending on the orientation of the magnetic field, with respect to the zero-magnetic field value. Such results are in line with those obtained by PFM.

We have demonstrated room temperature magnetoelectric control of ferroelectric domains in a molecule-based material. Thus, in the Yb 3+ -based chiral compound R,R-1, the combination of ferroelectric behavior with a magnetostrictive effect generates a strong ME coupling we observed at room temperature and with a relatively low magnetic field. These properties are useful for practical device application including non-volatile memory where information would be stored as electrically detectable and controllable by Yb 3+ paramagnetism. More generally, such features appear particularly unique in single-phase materials and confirm that the genuine chemical design of multifunctional molecular materials may provide an alternative strategy to usual solid-state compounds for engineering ME devices.

Fig. 1 .

 1 Fig. 1. Crystal structures of R,R-1 and S,S-2. (A) Molecular structure of the dinuclear Zn 2+ /Yb 3+ complexes R,R-1 and S,S-2 and their enantiomeric relationship. Color code: orange Yb 3+ , light blue Zn 2+ , blue N, red O, grey C. Hydrogen atoms have been omitted for clarity. (B) View of the crystal packing arrangement of R,R-1 along the a axis emphasizing the two homochiral complexes. (C) Single-crystal facets assignment and view of the slice in the crystallographic ) plane.

Fig. 2 .

 2 Fig. 2. Scanning probe microscopy (SPM) measurements of the ( )-oriented R,R-1 single crystal: (A) AFM topography of the ( ) plane. (B) OOP (left) and IP (right) PFM responses without electrical bias. The color mapping reveals a peculiar organization demonstrating the presence of spontaneously polarized domains of opposite polarization states (shown in red and blue). (C) Magnified ( 3) part of the scanned area (marked as a square in the previous images) with the OOP (left) and IP (right) PFM responses at 0 V. (D) OOP (left) and IP (right) PFM responses measured for the same area after the direct current (dc) bias voltage (± 30 V) poling. (E) Schematic of the PFM experiment.

Fig. 3 .

 3 Fig. 3. SS-PFM hysteresis loops, multilevel states and magnetostriction. (A) SS-PFM hysteresis loops obtained for the virgin (0 V) and polished by dc bias voltage (± 30 V) areas: phase and displacement components as a function of the voltage. (B) SS-PFM hysteresis loops obtained at zero and under applied magnetic field of ± 1 kOe. (C) Normalized piezoresponse as a function of the magnetic field enlightening the six remanent polarization states that could be actuated by applying magnetic and/or electric fields. (D) Magnetostriction measured on a single crystal of R,R-1 at ± 1 kOe (averaged on 5 loops). The lines are guide for the eye.

Fig. 4 .

 4 Fig. 4. Room temperature PFM studies under magnetic field evidencing the ME coupling. (A) AFM topography of the ( )-plane for R,R-1. (B) OOP and IP PFM responses at H = 0 Oe. (C) OOP and IP PFM responses at H = 1 kOe evidencing the ME coupling as redistribution in the ferroelectric domains (change in colors) and increase in the electromechanical response. (D) Sketch illustrating the possible deformation of the individual complex under an applied magnetic field.

Acknowledgments. We thank J. Haines for fruitful discussions on crystallography. F. Salles is acknowledged for discussion on the point charge model. Funding: The authors are grateful to University of Montpellier (UM), Centre National de la Recherche Scientifique (CNRS), Plateforme d'Analyse et de Caractérisation (PAC) et Institut Charles Gerhardt de Montpellier (ICGM), Fundação para a Ciência e a Tecnologia (FCT) Portugal (R&D project No. PDTC/QUI-QUI/098098/2008-FCOMP-01-0124-FEDER-010785) and NoE FAME for financial support. M. S. I. is grateful to FCT for financial support through the project MATIS -Materiais e Tecnologias Industriais Sustentáveis (CENTRO-01-0145-FEDER-000014). V. A. K. is grateful to FCT for financial support through the FCT Investigator Programme (project IF/00819/2014/CP1223/CT0011). This work was partly supported by funds from FEDER (Programa Operacional Factores de Competitividade COMPETE)

Supplementary Materials:

Materials and Methods

Figs. S1-S32

Tables S1-S11

References (52-85)