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A B S T R A C T

Two natural weathering of neat polypropylene (PP) and hemp fibers reinforced PP biocomposites were in-
vestigated. The objective was to emphasize the relationships between the properties of materials according to the
fiber loading and the weathering time in order to bring new insights of degradation mechanisms understanding.
For this purpose, a Principal Component Analysis (PCA) method was applied to the dataset. The treatment
carried out by isolating materials loaded by the three different hemp fiber rates particularly outstand the link
between mechanical properties and products issued from oxidation. The close correlation between whitening
parameter and C]C bond level also confirmed the lignin degradation way. Finally, depending on the weathering
duration, the properties characterized either fiber loading or weathering state (unweathered or weathered)
whereas mechanical performance differentiated the three different non-weathered samples whatever the ex-
posure time.

1. Introduction

The use of natural fibers for thermoplastics reinforcement results
from the will of developing materials based on renewable resources as
alternatives for fossil ones. Biocomposites combine advantages such as
stiffness and recyclability. However, the high sensitivity of vegetal fi-
bers impedes their extensive application. Indeed, UV rays sensitivity,
thermal instability and moisture absorption are responsible to the broad
variability of their properties [1,2]. Since several decades, several
works investigated the influence of ageing on their mechanical and
visual aspect properties. Biocomposites strongly lost strength and
stiffness [3–7] and the presence of natural fibers were evidenced to give
rise to materials surface defects, gloss being compromised by these
surface aspect changes [3,8,9]. The natural reinforcing part also in-
stigated the biocomposites discoloration by photo-induced oxidation
[3,9,10]. Some solutions can be brought to avert these variations, for
example by adding chemical stabilizers [11]. However, in order to ef-
fectively intervene, the degradation mechanisms must be handled. The
elucidation of relationships between the properties governing the var-
iations in biocomposites during weathering is besides required to assess
durability.

Well-known relationships exist between structure and properties of

thermoplastic polymers [12–15]. Relationships between properties of
thermoplastics determined all along their weathering have been in-
vestigated. A correlation between modification of crystalline fraction
and detection of micro-cracks after polypropylene (PP) accelerated
ageing was deduced from microscopy and calorimetry analyses [8]. But
this observation cannot be verified by regression and remains crude
correlation. On the contrary, the interdependence between parameters
was sometimes quantified. For instance, a linear relationship between
the crystallinity ratio χc and the inverse of the square root of weight-
average molecular weight Mw of high density polyethylene (HDPE) was
assumed for quenched HDPE [16]. However, this linear relationship
could not describe crystallisation behaviour of other HDPE samples.
Also, the absorption bands corresponding to crystalline and amorphous
phases and allowing to measure the crystallinity of HDPE were proved
to be well correlated with the melting enthalpy over a natural weath-
ering during Canadian winter [17]. Indeed, because of the formation of
bulky groups, the melting enthalpy (i.e. crystallinity) progressively
decreased during the ageing process as well as the crystalline content
determined from 1464 and 1474 cm−1 infrared bands. So a close link
between chemical composition and microstructure evolution was ver-
ified and demonstrated that ageing was caused by chemical structure
modification leading to configuration changes such as chain breaking,
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2.3. Weathering

Weathering tests were operated in Pau in the south west of France.
Exterior and under windshield glass one-year expositions were chosen
to represent exterior and interior applications of materials. Samples
were exposed according to ISO 877-2011 standard [21,22]. The sam-
ples were fixed on galvanized racks at an angle of 45° with the ground
and directed toward the south direction. Laminated windshield glasses
covered the materials for the automotive application (Fig. 1). Meteor-
ological data from September 2015 to September 2016 were provided
from Pau-Uzein station for outdoor parameters [23] whereas labora-
tory-sensors were used for under glasses monitoring. Data evolutions
monitored all along the exposition are shown in Fig. 2. Changes in
materials properties were measured (Table 1).

2.4. Flexural tests

Mechanical properties were measured by three-point bending test at
23 ± 2 °C and 50 ± 10% RH on ISO 1A dog-bone samples in ac-
cordance to the ISO 178:2010 standard. A Zwick TH 010 press appa-
ratus and a 2.5 kN load cell were used to characterize flexural proper-
ties. Values of elastic modulus Ef and the stress at the conventional
deflection σfc corresponding to the stress at a strain of 3.5% were cal-
culated from stress-strain curves. The cross-head speeds were set at 2
and 100mmmin−1 for the modulus and flexural stress at the conven-
tional deflection measurements respectively. Eight samples of each
material were tested. Raw data has been reported in a previous paper
[24].

2.5. Differential Scanning Calorimetry (DSC)

Calorimetric data were obtained through Differential Scanning
Calorimetry (DSC) by means of a PYRIS Diamond calorimeter (Perkin
Elmer, United States). The analysis was conducted under nitrogen at-
mosphere at a 20mLmin−1 constant flow. Surface fragments of almost
10mg were analysed. Samples were heated from 30 to 210 °C with a
heating ramp at 10 °C.min−1. Two heating steps with an intermediate
cooling step at −10 °C.min−1 were performed. Two replicate samples
per material were analysed. The crystallinity rate was calculated ac-
cording to the following equation from the melting enthalpy:

=
×

×χ ΔH
W ΔH

(%) 100c
m

m100 (1)

with W the PP mass fraction, ΔHm (J.g−1) the melting enthalpy de-
termined from the 2nd heating step and ΔHm100 the standard melting
enthalpy of a 100% crystalline PP (209 J g−1) [8]. The 2nd heating
cycle was chosen in order to overcome the crystallinity related to the
thermal background of the polymer (processing). Otherwise, the second
run provides information about the ability of degraded chains of the

Fig. 1. Exterior and under glass exposure racks.

chain branching and oxidation. Torikai et al. demonstrated that for PE 
samples having the same structure (crosslinked or uncrosslinked) but 
differing according to the type of antioxidant, the amount of oxidation 
products versus strength at break after photodegradation lie on a same 
curve [18]. The carbonyl content (oxidation degree) increased and the 
strength at break decreased in a same way regardless of the type of 
antioxidant. Hence, a simple method such as infrared spectroscopy 
could allow predicting the photostability of polymeric materials. In 
contrast to this approach, other authors reported that no simple re-
lationship exists between the changes in chemical structure and me-
chanical properties [13,19].

Fewer studies focused on relationships between properties of bio-
composites determined all along their weathering. Fabiyi evidenced 
strong correlations between lightness and chemical composition (car-
boxylic acid and ester concentrations) evolutions over an exterior 
weathering of wood plastic composites (WPC) with good correlation 
coefficients [20]. Indeed, lightness proportionally increased with the 
concentration of molecules containing carbonyl groups. Thus, in these 
degradation conditions, lightness could be a useful direct predictive 
indicator of chemical structure changes. However, until today, the re-
lationships between properties of biocomposites were assessed two by 
two and not all simultaneously. Principal Component Analysis (PCA) is 
a useful statistical technique for finding relationships between para-
meters in high-dimensional dataset by including several parameters at a 
same time. In a previous paper, the correlations between properties of 
PP and WPC were assessed after natural and artificial weathering 
thanks to this analysis [3].

Nevertheless, the progressive evolution of relationships between 
chemical, physical and mechanical properties of materials over their 
exposition under real conditions representing their end use has not been 
studied. This work aims to carry out PCA on two types of weathering 
simulating car interior and decking of PP and hemp fibers/PP bio-
composites towards different criteria consideration (fiber rate and time 
of exposure) to determine the influence of the different parameters. The 
objective is to highlight the relationships existing between all measured 
properties simultaneously for a better understanding of their degrada-
tion mechanisms.

2. Materials and methods

2.1. Raw materials

Polypropylene (PP, grade H733-07) with a melt flow rate of 7.5 g/ 
10 min (230 °C, 2.16 kg) obtained from Braskem (Brazil) in the form of 
pellets was used as homopolymer matrix. Hemp fibers provided by 
AgroChanvre (France) were sifted to obtain 2–6-mm length range. 
Anhydride grafted polypropylene (MA-g-PP, Orevac CA100) with a 1 wt
% grafting rate purchased from Arkema (France), was added at 3.1 wt%
of PP as coupling agent. The hemp fibers were added at 10 wt% (PP10) 
and 30 wt% (PP30) in the (PP+MA-g-PP) part.

2.2. Process conditions

Once oven-dried for 15 h at 60 °C, PP and MA-g-PP granules were 
mixed with hemp fibers in a BC21 Clextral co-rotating twin-screw ex-
truder (L/D = 36 with the diameter D = 25 mm and L = 900 mm)
(Clextral, France) with the temperature ranging from 190 to 175 °C 
from feed to die and a screw speed of 220 rpm. Once dried for 3 days at 
60 °C, extruded pellets were injection molded in a Krauss Maffei KM50-
T180CX at 210 °C (Krauss Maffei, Germany) with an injection speed of 
30 cm3 s−1 and a mold kept at 40 °C. ISO 1 dog-bone specimens and 
square specimens of 100 × 100 × 2 mm3 and were obtained for both 
mechanical performance and visual appearance characterizations re-
spectively.



polymer to crystallize [10,25–28]. Moreover, same evolution tenden-
cies of χc deduced from 1st and 2nd heating cycles were observed
during the weathering. The primary data linked to crystallinity degrees
are given elsewhere [24].

2.6. Infrared spectroscopy

A IFS66 spectrometer (Bruker, United States) operating in the
Attenuated Total Reflectance (ATR) mode was used to follow vinyl and
carbonyl bonds formation witnessing outdoor degradation. The device
was equipped with a single reflection diamond crystal accessory.
Exposed surfaces were analysed and the spectra were recorded as a
result of the average of 32 scans in the 400 to 4000 cm−1 spectral range
with a resolution of 1 cm−1. Infrared spectra were normalized ac-
cording to the Min-Max normalization method with the 2925 cm−1

reference band assigned to the methylene groups. Spectra and absor-
bance values for specific peaks (1711 cm−1 for C]O of carboxylic
acids/ketones; 1740 cm−1 for C]O of esters/aldehydes; 1780 cm−1 for
C]O of γ-lactones; 1650 cm−1 for C]C of vinyls) were recorded and
reported in a previous paper [24].

2.7. Spectrocolorimetry

The surface color analysis was performed by spectrocolorimetry on
a Chroma Sensor CS3 (DataColor, United States). The CIE 1976 L*, a*,
b* uniform system was used to determine the lightness and the color.
The L* coordinate represents the lightness whereas a* and b* represent
the chromaticity. An increase of L* (from 0 to 100) demonstrates a
material lightening. a* and b* are the chromaticity positions on axes
from −300 to +300 axes from green (-a*) to red (+a*) and from blue
(-b*) to yellow (+b*). Values, whose evolution can be observed in our
recent paper [24], were obtained from the analysis of four areas of
three samples.

2.8. Spectrogoniometry

A GON 360 goniometer (Instrument Service, Germany) coupled to a
MAS 40 spectrometer equipped with a halogen lamp was used to collect
the radiometric power. The source angle was fixed at 20° according to
ISO 2813 standard [29]. Detector angles varied from 5° to−60° with an
angular step smaller in the specular zone to detect the high variations of
intensity in this zone. The distribution of the intensity of light reflected
by a material according to the angle of detection allowed to char-
acterize the gloss aspect [30]. G1 corresponding to the haze gloss was
determined from the ratio of the maximum intensity obtained for the
angle of detection of −20° I(Θ=−20°) to the intensity obtained for
the angle of −22° I(Θ=−20 + −2°) both situated in the specular
zone (Eq. (2)). The ratio of I(Θ=−20°) to the intensity collected for
the angle of −35° I(Θ=−20 + −15°) of a diffusely reflected light far
away from the specular zone was also calculated and corresponds to the
contrast gloss (Eq. (2)). The higher the value of G1 and G2 are, the
glossier and smoother the surface seems. The gloss was calculated for
three replicates at four locations on each material and listed in our
previous article [24].
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2.9. Rugosimetry

A MICROMESURE STIL system equipped with a STIL CHR150 op-
tical sensor was used to evaluate the roughness by altitude measure-
ment of each surface point on the sample without contact with the
sample according to the ISO 25178 international standard. More details
are given in a previous paper [3]. A bidimensional scanning allows
obtaining the image of the sample surface located at a precise distance
from the STIL optical sensor. Acquisition software SurfaceMap® allowed
the control of the station and the post-treatment MountainsMap® soft-
ware was used to analyze the surface geometry and to calculate
roughness parameters. The micrometric range of the optical pen was

Fig. 2. Mean temperature (T) and mean solar radiation SR (a) and mean relative humidity (RH) and cumulative rainfall (b).

Table 1
Designation of non-weathered and weathered PP, PP10 and PP30 materials.

Ageing time (months) Non-weathered materials Exterior weathered materials Under glass weathered materials

0 PP-UW, PP10-UW, PP30-UW – –
1 – PP-EW1, PP10-EW1, PP30-EW1 PP-GW1, PP10-GW1, PP30-GW1
2 – PP-EW2, PP10-EW2, PP30-EW2 PP-GW2, PP10-GW2, PP30-GW2
3 – PP-EW3, PP10-EW3, PP30-EW3 PP-GW3, PP10-GW3, PP30-GW3
6 – PP-EW6, PP10-EW6, PP30-EW6 PP-GW6, PP10-GW6, PP30-GW6
9 – PP-EW9, PP10-EW9, PP30-EW9 PP-GW9, PP10-GW9, PP30-GW9
12 – PP-EW12,PP10-EW12, PP30EW12 PP-GW12, PP10-GW12, PP30GW12
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with M the number of points along the X axis, N the number of points
along the Y axis, and zx,y the altitude in μm. Mean values and standard
deviations were obtained from the analysis of four areas of three sam-
ples. The evolution of roughness properties over the ageing was de-
tailed elsewhere [24].

2.10. Statistical analysis

Principal Component Analysis (PCA) was carried out on Statistica
13 software (Dell, France). This multivariate statistical technique is
used to make the cloud of the whole data (properties of all samples)
easy to visualize it in a reduced dimension. For this purpose, a set of
orthogonal principal components (axes) is built and variables (proper-
ties) are projected on a circle of correlations. The nature of relationships
between variables depends on the angle formed between them. If they
form an angle smaller than 90° on the circle, a positive correlation
exists between the variables [3,31]. The smaller the angle, the stronger
the correlation. When two variables form an angle equals 90°, they are
non-correlated. However, if the angle is higher than 90°, variables are
anti-correlated, meaning if one variable increases, the other one de-
creases as well. To overcome the difference of units between all the
properties (variables) for accurate interpretation, the standardization of
the dataset by centering-reduction was used for the correlation circle
representation:

′ =
−X X X
σi

i

x (4)

where Xi’ is the centered-reduced variable, Xi is the variable and X̅ and
σx are the mean and standard deviation of the variable X respectively.
The designations of variables (properties) are gathered in Table 2.

3. Results and discussion

3.1. Treatment by fiber loading

The correlation circle is the result of the projection of variables
(properties) belonging to a multidimensional space on a two-dimension
subspace. This circle allows verifying the correlations between prop-
erties by assessing the angle formed between their vectors. The corre-
lation circles of PP, PP10 and PP30 dataset gathering non-weathered
and weathered samples are illustrated in Fig. 3. The horizontal axis in

the circle corresponding to the first principal component (PC1) ac-
counts for the highest information rate (66, 71 and 73% for PP, PP10
and PP30 respectively) which means that this axis brings the most of
information on properties relationships existing in the primary multi-
dimensional space. The statistical treatment by fiber loading induces an
alignment of most of variables according to PC1, translating a high
information rate of PC1. The maximum absorbance of infrared bands
characteristic to oxidative degradation (A1, A2, A3) and chain scission
(A4) and the surface aspect (Sa) are ones of the main parameters mostly
contributing to PC1, in addition to crystallinity ratio Xc. Otherwise, the
greater the fiber loading, the higher the global information share is
retained by both PC1 and PC2. Thus, the higher vegetal fiber, the better
the data is graphically summarised.

For both neat PP and biocomposites, an anti-correlation between
mechanical properties and concentration of carboxylic acids, ketones
and γ-lactones is observed. Therefore, the mechanical performance loss
(elastic modulus E and stress at conventional deflection s decrease)
could be quantitatively linked to their oxidative degradation (absor-
bance increase) since they are opposed. A small angle between lightness
(L*) and C]C vibration band (A4) vectors is raised on biocomposites
correlation circles. The close link testified by the closeness between L*
and A4 could witness the contribution of lignin degradation by the
increase of C]C bonds in phenolic structures (A4 increase) responsible
to further bleaching (L* increase) due to chromophores molecules
generation [4,10]. Otherwise, the higher the fiber rate, the closer to
PC2 b* chromatic coordinate is. Hence, b* brings information distinct
to the other variables.

Plans containing individuals (samples) are plotted in Fig. 4. The
oxidation process and mechanical performance loss very close to PC1
qualify the evolution over the exposition (PC1) rather than the type of
degradation (distinguished by PC2) since samples weathered from 1 to
12 months also evolve according to PC1. On the contrary, b* parameter
mostly close to PC2 differentiated outdoor and under glass exposition
since individuals belonging to PP30-GW group score high on PC2 while
PP30-EW2, PP30-EW3 and PP30-EW6 score low. Indeed, yellowing was
assigned to chromophore structures containing paraquinones whose
formation seems to be favoured under the high temperatures recorded
under windshield glass. Also, the two groups PP30-GW and PP30-EW
are better organized and distinguished by PC2 than PP ones. This might
be explained by the consequent influence of the type of weathering on
the b* chromatic parameter value linked to degradation of hemp fibers
that preferentially undergo yellowing under glass promoted by high
temperatures [11,24]. Also, for a same time of ageing, PP-EW and PP-
GW exhibit significantly different values according to PC1 with lower
score for PP-EW, and hence high carbonyl and vinyl absorbance values,
due to outdoor degradation factors that were more impactful. There-
fore, the type of weathering had globally a bigger influence on PP
properties changes during the exposure than on PP30.

3.2. Treatment by time of weathering

The relationships between properties after 1 and 12 months of
weathering are depicted in Fig. 5 (values of properties recorded for non-
weathered states were included as reference values in the two statistical
analyses). The information rate of PC1 globally decreased from 1 to 12
months to the benefit of PC2 one. Thus, information of different nature
is provided. At early stage of exposition (1 month), E, s, A1, A4, Sa on
one hand, and L*, G1, G2 on the other hand, are respectively positively
and negatively correlated with PC1 whereas A3 (γ-lactones), A2 (esters
and aldehydes) and a* color coordinate are described by PC2. However,
they join PC1 after one year as well as mechanical parameters that
came off PC1 and provide information through PC2. Individuals score
plot will bring complementary insight to understand this evolution.

The average roughness gets anti-correlated with gloss parameters as
the ageing time increases (12 months). Moreover, it is an acknowledged
fact that the surface topography has a direct impact on brightness

Table 2
Designation of parameters.

Designation Parameter

E Modulus of elasticity (MPa)
s Stress at the conventional deflection (MPa)
Xc Crystallinity rate (%)
A1 Absorbance C]O at 1711 cm−1 (carboxylic acids/ketones)
A2 Absorbance C]O at 1740 cm−1 (esters/aldehydes)
A3 Absorbance C]O at 1780 cm−1 (γ-lactones)
A4 Absorbance C]C at 1650 cm−1 (vinyls)
Sa Roughness (μm)
G1 Haze gloss
G2 Contrast gloss
L* Lightness (light-dark)
a* Chromatic coordinate (red-green)
b* Chromatic coordinate (yellow-blue)

285 μm. It permits a tridimensional analysis and the analysed area X*Y 
was 5 mm * 5 mm with an analysis step of 10 μm in X and Y directions. 
The tridimensional roughness parameter Sa followed during the 
weathering corresponds to the arithmetic mean of the absolute of the 
height values (Eq. (3)):



[3,30], but Sa preferentially anti-correlates with G2 corresponding to
contrast gloss rather than G1. G2 decrease could justify the sudden
increase of roughness parameter at the same period whereas G1 re-
mained almost constant. Similarly, crystallinity degree Xc and carbonyl
functional groups absorbance are anti-correlated after 12 months
whereas Xc headed in the same way as A1 at the beginning. Indeed, the
decomposition of polymer chains firstly induced an increase of the
degree of crystallinity due to chain scission in the amorphous phase
promoting formation of short chains which rearrange into a crystalline
phase [9,16]. Nevertheless, when chain scission continues further, the
crystalline regions are affected and the crystallinity ratio decreases due
to oxidative degradation whatever the material [32,33]. The unstable
and reactive molecules formed through polymer decomposition oxi-
dized and thus carbonyl absorption bands could increase to the detri-
ment of the well-organized crystalline phase.

Scatterplots of individuals separated by weathering time are re-
ported in Fig. 6. After 1 month, PP30 samples present lower values on
PC1 than PP and PP10 ones i.e. high values in mechanical, C]O and
C]C bonds and roughness properties since E, s, A1 and A4 are also
positively correlated with PC1. Thus, these high values demonstrate
high mechanical performance but also oxidation and surface aspect
alteration due to presence of hemp fibers for PP30. The difference be-
tween the fiber loadings is better interpreted than weathering states at
the beginning of exposition since all materials spread along PC1
whereas PC2, less informative, differences the states of weathering
(UW, EW, GW) explained by a*, A2 and A3 that are close to PC2
(Fig. 5). This observation leads us to presume that reddening (a*) and

presence of aldehydes (A2), esters (A2) and γ-lactones (A3) are parti-
cularly due to weathering rather than their naturally occurring pre-
sence in hemp fibers On the contrary, ketones and carboxylic acids (A1)
close to PC1 differentiate PP, PP10 and PP30, which are separated
according to PC1, and thus differentiate the hemp fiber rate.

However, the different states of weathering organize themselves
according to PC1 after 12 months. So this reversal suggests that the
variables linked to PC1 (absorbance, crystallinity and surface aspect
including roughness and contrast gloss) further differentiate the states
of the materials, either non-weathered or weathered, at a higher degree
than at the beginning. So, long-term exposure obviously caused higher
changes that are better characterized by PC1 whatever the material and
the weathering type. As regards E and s, as they progress towards PC2
from 1 to 12 months, non-aged materials also progressively spread out
along PC2 whereas EW and GW samples more and more align them-
selves on PC1. Therefore, mechanical performance defines the fiber
loading mainly at non-weathered state. Indeed, difference of bulk
properties (elastic modulus and conventional deflection stress values),
between non-weathered PP, PP10 and PP30 is notable. On the contrary,
their carbonyl and vinyl bonds peaks and crystallinity ratio, that are
properties measured at the surface, are not so different. This can be
explained by a major presence of polymer matrix at the material non-
aged surface covering vegetal fibers and hence, leading to main analysis
of PP properties. On the contrary, the exposition led to microstructure
and absorbance differentiation between PP and biocomposites because
of emergence of hemp fibers at the surface, to the detriment of dis-
tinction by bulk properties (mechanical performance) since their values

Fig. 3. Influence of the fiber loading: Correlation circles of PP (a), PP10 (b) and PP30 (c).



were not as different as non-weathered state values.

4. Conclusion

In this work, the relationships between properties of neat PP and
natural fibers reinforced composites were determined. Statistical

calculation by separation of materials by fiber loadings showed dif-
ferent individuals profiles. PP30-EW and PP30-GW clusters were well
distinguished according to b* coordinate meaning that the major
parameter differentiating the biocomposites weathering conditions is
the visual aspect (yellowing). Also, this representation allows predic-
tion of mechanical performance loss thanks to carbonyl bands

Fig. 4. Influence of the fiber loading: Individuals projection of PP (a), PP10 (b) and PP30 (c).

Fig. 5. Influence of the weathering duration: Correlation circles after 1 (a) and 12 months (f).



monitoring. The intimate relationship found between L* and CeC
double bond absorption band including C]C of lignin structure for
biocomposites, confirmed the contribution of lignin degradation re-
ported in literature. Finally, an evolution of properties in the correla-
tion circles was observed over the weathering. Firstly, the fiber loadings
were discriminated by chemical bonds, surface aspect (roughness and
contrast gloss) and crystallinity whereas state of weathering was
characterized by these same variables after long-time exposition. Also,
contrary to ketones and carboxylic acids, aldehydes and γ-lactones
species were generated from weathering after short period rather than
their naturally presence in vegetal fibers. This representation showed
that bulk properties distinction was favoured at non-weathered state
contrary to surface characteristics of materials that were differentiated
after long-time exposition due to matrix decomposition. An anti-cor-
relation between C]O absorption bands and crystallinity ratio ob-
served after long-time weathering was explained by the crystalline
phase deterioration under oxidative degradation. After long-time ex-
position, degree of crystallinity and C]O absorption bands also wit-
nessed degradation rather than distinguish vegetal fibers rate.
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