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Abstract

This work focuses on non-Fickian diffusion in biosourced building materials. To

study these memory effects in this kind of materials, an original and automatic

device was conceived and built. It allows a series of samples to be submitted,

simultaneously, to a perturbation of RH at its front face and to record the evolu-

tion of sample mass and of RH at its back face. When analyzed using a classical

heat and mass transfer model, the experimental data depicts a delay between

RH and moisture content, the RH evolution being too fast. To address this

problem, a new formulation able to model those types of behaviors using mem-

ory functions was used. To test the predictive potential of the new formulation,

these memory functions were not identified but taken from a previous work,

where they were determined experimentally using minute samples. A full set of

experiments performed with Low Density Fiberboard (LDF) and Medium Den-

sity Fiberboard (MDF) was simulated using this new formulation feed by the

experimental memory functions. The good agreement found between simulated

and experimental results proves the predictive potential of the new macroscopic

formulation.
Keywords: building, coupled transfer, energy, experiment, fading memory,

macroscopic formulation, renewable materials
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1. Notations

The main notation are summarized in tables 1 to 3.

2. Introduction

In recent decades, there has been a strong interest in bio-based materials

in the construction industry. They can be found in many forms and used in

many applications, including solid wood for the structure, fibrous materials

(wood fibres, straw, etc.) for insulation or hemp concrete for mixed use. This5

interest is partly due to the low carbon footprint of these materials of plant

origin (hence with carbon capture) and their renewable nature [1, 2, 3, 4]. But

it is also due to their hygrothermal properties. Indeed, it has been shown that,

thanks to their high hygroscopicity, these materials can help to regulate ambient

humidity and thus improve indoor air quality or even reduce energy consumption10

[5, 6, 7]. However, when it comes to simulating their dynamic behaviour at the

building or even laboratory level, significant differences are observed with the

experiments [8, 9, 10]. These differences can have different origins, one of them

being the parameters that feed the building energy simulations [11, 12]. For

instance methodological errors in the vapor diffusivity measurement [13] or the15

non consideration of the hysteresis of the sorption isotherm [14, 15] are part of

the issues currently explored. For fibrous insulation materials, significant errors

in the kinetics of water vapour transfer within the materials can be explained by

the absence of local thermodynamic equilibrium [16, 17, 18, 19]. Indeed, these

materials consist of two phases with contrasting characteristics. The gaseous20

phase which is highly diffusive and well connected and the solid phase (the

fibers) which is poorly diffusive. The microscopic diffusive time inside the fibers

can therefore be of the same order of magnitude than the macroscopic diffusive

time, which explains the possibility of non-local equilibrium. The consequences

of this phenomenon are manifold. One can cite the dependency with thickness25

of the macroscopic vapor diffusion coefficient in transient state [20], the different

values obtained when measured in transient or steady state [21] or non-physical
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Table 1: List symbols (Latin letters)

Symbol Name Unit

aw sorption isotherm (water activity) -

c molar concentration mol.m−1

D diffusion tensor m2.s−1

f dimensionless diffusion factor -

h specific enthalpy J.kg−1

h heat transfer coefficient W.m−2.K−1

Jk diffusive flux of component k kg.m−2.s−1

Jq heat flux W.m−2

K intrinsic permeability m2

k relative permeability -

k mass transfer coefficient m.s−1

Lv specific enthalpy of evaporation J.kg−1

M molar mass kg.mol−1

n normal unit vector -

p or P pressure Pa

qk diffusive flux of component k kg.m−2.s−1

qh heat flux W.m−2

R gas constant J.mol−1.K−1

Sk objective function for variable k -

T temperature ◦C

v general velocity vector m.s−1

X solid moisture content (dry basis) -
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Table 2: List of symbols (Greek letters)

Symbol Name Unit

α
proportion terms of memory

function
-

ε volume fraction -

ϕ memory function -

λ thermal conductivity W.m−1.K−1

µ vapour resistance ratio -

ρ density kg.m−3

∂ partial derivative -

∇ gradient -

∇ · divergence -

ω mass fraction -

ψ gravitational potential s−2

τ
time constants of memory func-

tion
s
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Table 3: Subscripts and superscripts

Subscripts Meaning

a air

b bound water

eff effective property

eq at equilibrium

exp experimentally obtained

g relative to the gaseous phase

pred predicted by model

s solid

v water vapour

vs saturated water vapour

w liquide water

∞ at large distance from interface

Superscript Meaning

ψ averaged of variable ψ over the REV

ψ
` intrinsic average of ψ over phase `
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values of the identified water vapour diffusivity [22]. The presence of a phase

shift between relative humidity and moisture content, as reported in [23] is also

likely to be explained by this phenomenon. Indeed, because of the delayed30

diffusion inside the fiber, RH is ahead of moisture content. Consequently, in

building energy simulations, this phenomenon generates errors on the quantity

of vapour transferred and on the moisture quantity stored inside the walls. In

turn, due to the latent heat of evaporation, this induces important errors in the

energy demand.35

The first objective of this work was to establish a reliable experimental

dataset to unquestionably confirm the existence of memory effects at the scale of

centimetric samples. Our strategy is to prove that a simple macroscopic model

is not able to fit the experiment, which requires at least two independent physi-

cal parameters to be measured simultaneously. To achieve this goal, an original40

and automatic device was conceived and built. It allows a series of samples to

be tested simultaneously. Each sample is submitted to a perturbation of RH at

its front face and the evolution of sample mass and of RH at its back face are

continuously recorded.

The data collected by this new device confirms the memory effects : a clas-45

sical heat and mass transfer model is not able to predict correctly, at the same

time, the evolution of averaged moisture content and the RH at back-face.

To overcome this problem, a new macroscopic formulation able to consider

the memory effects using kernel functions was used [24]. This formulation is

embedded in a comprehensive model considering the coupling between heat and50

mass transfer (H&M). The comprehensive formulation is solved by the in-house

computational code TransPore [25, 26]. In a previous study [27], very thin sam-

ples of biosourced materials were submitted to variations in ambient RH while

their mass were recorded. The memory functions that represent the micro-

scopic diffusive behavior of the materials were defined from these experiments55

by inverse analysis.

In the present work, these memory functions were used as input data in the

new macroscopic model. Finally, just one parameter was identified using the
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Figure 1: Principle of the identification procedure

new dataset : the macroscopic water vapour diffusivity. All other macroscopic

values (intrinsic permeability, sorption isotherms, thermal conductivity...) come60

from previously published works and the external heat transfer coefficient was

determined experimentally. A full set of experiments performed with LFD (Low

Density Fiberboard) and MDF (Medium Density Fiberboard) was simulated

using this new formulation feed by the experimental memory functions. A

good agreement was found between simulated and experimental results. This65

strategy, developed to prove the predictive potential of the new formulation, is

summarized in Fig 1.

3. Materials and methods

3.1. Materials

The materials that were studied in this work are low density fiberboard70

(LDF) and medium density fiberboard (MDF). LDF is a fibrous material used
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for insulation. It is made of wood fibres agglomerated by their bonding proper-

ties during the so-called wet process [28]. Its hygrothermal properties have been

widely studied [29, 30, 31, 32, 33]. In this work, panels of LDF with different

thickness and densities are studied, all produced by Steico (Munich, Germany).75

Testing different thickness is important in the context of this research as the

effect of non local equilibrium should be greater with thin panels. Indeed, the

macroscopic characteristic time increases as the thickness squared and eventu-

ally becomes higher than the microscopic characteristic time. Therefore, the

material becomes progressively homogenisable.80

The three different panels characteristics are as follow, all densities being

measured at 40% RH:

• a 20mm thick panel with a density of 145kg.m−3,

• a 10mm thick panel with a density of 255kg.m−3,

• a 20mm thick panel with a density of 222kg.m−3.85

Note that although the two last panels have different densities, they are sold

under the same commercial name.

Contrary to LDF, MDF is made of wood fibres tied by an adhesive : fibres,

urea-formaldehyde resin and paraffin wax are processed at high temperature

and pressure to manufacture panels [34]. This produces a structural material90

mostly used for internal decoration and furniture. Its hygrothermal properties

were also widely studied [35, 36]. In this work, a 10mm-thick panel with a

density of 655kg.m−3 was studied.

Disk-shaped samples with a diameter of 72mm were cut from those panels.

As in previous studies [37], the samples were coated with an aluminum foil95

glued to the lateral faces by epoxy resin to avoid lateral water vapor leakage.

A photograph of the different types of samples is depicted in Fig. 2.

3.2. Experimental setup

The principle of the measurement is to impose a sudden perturbation of RH

at the front face of the sample which will create a transient diffusive flux through100

8



Figure 2: Photograph of the samples: From left to right and top to bottom: LDF-255kgm−3-

10mm, LDF-145kgm−3-20mm, LDF-222kgm−3-20mm, MDF-655kgm−3-10mm
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it. During the test, the sample mass and the RH at its back face are measured

and recorded. As sorption tests are time consuming, we designed an original

experimental setup able to measure these two pieces of information simultane-

ously on several samples. Fig 3 depicts a CAD 3D model of the setup (a) and

a general view of its realisation (b). The automatic device was conceived to105

measure sequentially the mass and the RH at back-face of each sample with-

out any wires that would perturbate weighing. To do so, the sample is placed

in a support which includes a RH/temperature sensor positioned at its back

face. This sensor is connected to a target at the top of the support. Thus, it is

possible to acquire the evolution of RH at the back face of the sample by en-110

suring a temporary contact between this target and electrical contactors during

an upward motion (Fig 4a). For the weighing stage, the support is placed on

the weighing plate during a downward motion (Fig 4b). The design includes a

crown-shaped holder. Along the test, the crown rotates to measure successively

each sample. Up to eight samples can be placed simultaneously which is very115

useful considering that the necessary observation time can be as long as some

weeks. The following subsections give additional details on the experimental

device and test protocol.

3.3. Climatic Chamber

This in-house climatic chamber, built from an insulated container (Froid120

Loisir Equipement, Saillans, France), is divided in two volumes by a vertical

plate: an operational chamber that contains the setup and a narrow rear cham-

ber for temperature and relative humidity control. The temperature control is

ensured by a regulated heating resistance and the relative humidity is ensured

by an air flow forced against a water film set at the dew point temperature.125

The water is pumped from a thermocryostat (Ministat230, HUBER, Offenburg,

Germany) to the top of the rear chamber where it flows along a plate. Three ven-

tilators ensures the air flow. Two RH/temperature sensors (Sensirion SHT75,

HDI Electronics, Pérois, France) are placed at opposite corners of the climatic

chamber in order to record its average conditions. In Fig 5, one can see the130
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evolution of the average RH and temperature inside the climatic chamber while

performing a stepwise change in RH from 40 to 60 %. It takes ca. 10 minutes for

the thermocryostat to reach the targeted temperature. At this time, the change

in RH already reached 90 % of its total change. The targeted value is obtained

after ca. one hour, when the temperature has decreased to its equilibrium value.135

One can observe that, once the conditions are constant, the regulation allows

very stable conditions to be obtained, both in RH and temperature.

3.4. Sample supports

The sample support was designed and manufactured to fulfill several func-

tions : i) to allow the sample to be weighted without perturbation, ii) to insure a140

temporary contact for RH measurement and iii) to insure a good exposure of the

sample front-face to the chamber conditions (Fig 6). The holder and impervious-

disk designs are based on previous studies ([22], [37]). The impervious-disk

which has the same diameter as the sample has a small cavity which contains a

SHT75 temperature/humidity sensor. This disk is inserted against the sample145

inside the holder whose internal diameter is larger. To ensure air tightness, a

rubber tube whose internal diameter is smaller than the sample has been pre-

viously fixed inside the holder. A small hole in the holder lateral face allows a

vacuum pump to be plugged between the rubber tube and the holder internal

face. The under-pressure presses the rubber against the holder face, so that150

the sample/disk assembling can be inserted. When the vacuum pump is un-

plugged, the rubber tube squeezes the lateral face of the sample/disk ensuring

airtightness is spite of dimensional changes of the sample. The sensor is linked

to the target at the top of the support which transmits the information during

the temporary contact. It is important to mention that two precautions are155

required to ensure perfect air-tightness : two coats of resin epoxy are applied

on the lateral face of the sample before the test and some void grease is put

between the rubber tube and the epoxy surface when placing the sample into

the support. This airtightness was checked using an impervious sample (a PVC

sample) as tested material . In this case, the change of RH value at back face160
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following a sudden change of RH in the climatic chamber is hardly detectable

(typically 0.1 % of RH change over 5 hours).

The support is perfectly centered inside the crown sample holder thanks to

a conical shape. This ensures two functions :

• to avoid any friction when the crown gets downwards for weighing (Fig165

4b),

• to ensure an accurate contact between the target and the contactors when

the crown moves upwards for RH measurement (Fig 4a).

3.5. General assembly

The general assembly can be observed in Fig 3a. The crown holding all170

samples can move vertically to ensure weighing and RH measurement and can

rotate to deal successively with each sample. This is ensured respectively by

an electromechanical actuator (EMC32-12, Rexroth, Lohr am Main, Germany)

driven by a DC motor and a precision rotation stage (M-URM80, Newport

Corporation, Irvine, United States). Three vertical positions are secured: i) the175

upper position for temporary contact with the RH sensor, (Fig 4a), ii) the lower

position to put the sample on the weighing plate (Fig 4b) and the intermediate

position allowing a free rotation of the crown.

To preserve the electronic balance from the chamber conditions, the balance

(EP6102C, Ohaus, Greifensee, Switzerland, precision of 0.01g) is placed beneath180

the climatic chamber. A stable and adjustable support secured on the balance

plate holds a glass rod crossing the chamber wall without friction. The internal

weighing plate is then fixed on this rod. A glass rod presents a good stiffness

together with a low thermal conductivity, required to avoid condensation nearby

the chamber wall.185

3.6. Experimental Protocol

The whole setup is remotely controlled using a software developed in Mi-

crosoft Visual Basic. For each sample, a first acquisition of RH at the back

12



Figure 3: Left:a) CAD representation of the setup with: 1)Electromechanical cylinder, 2)Hor-

izontal motor, 3)Crown, 4)Weighing system, 5)Structure for RH acquisition, Right:b) Photo-

graph of the whole setup in the climatic chamber

Figure 4: Left a): Sample support in upper position, the contact between the target (in red)

and the contactors allows the acquisition of RH at the back face of the sample, Right b):

Sample support in lower position, the sample support is placed on the weighing plate (in red).

13
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Figure 5: Evolution of RH and temperature inside the climatic chamber during a RH step

from 40 to 60 %

face of the sample is done by placing the target against the contactors. The

ventilation is then shut down to lower the weighing noise. After taring, the190

support is placed on the weighing plate. After mass acquisition, the ventilation

is switched on and another RH acquisition is perfomed. The support is then

placed in intermediate position to allow rotation to proceed to the next sample.

The RH value used as raw data is the average of the measurements before and

after weighing and is allocated to the weighing time. Once all samples have been195

treated, the rotation stage comes back to its reference position. The device is

ready for another data collection.

In this work two samples of each kind were tested (referred as sample A and

B). Thus, a total of eight samples were tested during two different experiments

(four samples per experiment). In the first experiment, materials with a lower200

macroscopic diffusive time were tested: LDF 20mm thick with a density of

145kg.m−3 and LDF 10mm thick with a density of 255kg.m−3. In the second

experiment 20mm thick LDF with a density of 222kg.m−3 and MDF were tested.

In order to avoid hysteresis effects and yet ensure the reproducibility of the

14



Figure 6: Left a) Exploded view of the 3D model with: 1) Target, 2) Cone, 3) Rod, 4) Upper

part, 5) Holder (with rubber tube inside), 6) Spacer, 7) Impervious disk, 8) Sample, Right b)

Photograph of the sample support.
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experiment, samples were first dried in a desiccator at room temperature to a205

RH close to zero using a nitrogen flow. The samples were then placed in their

support inside the experimental device and the acquisition was launched. The

presented experiment consists of two isothermal periods (35◦C):

• A plateau at 40 % RH until stabilization of the mass and RH on the back

faces,210

• A plateau at 60 % RH after a sudden increase in the RH to this new value

until stabilization of the mass and RH on the back faces.

The acquisition rate is adapted during the test, from a rapid rate after the

sudden change in the RH of the chamber to slower rates as the samples approach

equilibrium. Typically, during the first stabilization plateau, the rate is one215

acquisition per hour. This rate increases at one acquisition every 8 minutes for

the first 24 hours after sudden change in RH, every 16 minutes until 72 hours

and then every 1 hour again. Examples of raw data are plotted in Fig 7.
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3.7. Determination of the external heat transfer coefficient

The heat and mass transfer coefficients between the sample surface and the220

climatic chamber play a role in the global resistance to transfer [26]. Conse-

quently, its effect may interfere with the internal resistances in the identification

procedure. In order to be consistent with our predictive strategy, we decided to

experimentally determine the resistance to transfer at the interface rather than

an indirect determination by inverse analysis. Assuming the analogy between225

heat and mass transfer in the boundary layer [38], the heat transfer coefficient

can be deduced from the drying rate during the constant drying rate (CDR) pe-

riod provided this period is long enough to assume a steady temperature field.

Obviously, as the transfer coefficients depend on the configuration (velocity and

geometry), the experimental configuration must be exactly the same as in the230

actual experiments. To ensure this constraint while obtaining a long CDR pe-

riod, a PVC disk was covered on its front face with a sponge saturated with

water and placed in a sample support. During a well-established CDR period,

the product is at constant temperature and the heat flux is just used for water

evaporation. Assuming the heat transfer coefficient h to be the same on both235

sides of the sample, the energy balance during a steady CDR period reads as:

LvQv = S(h+ (h−1 + `/λ)−1)(Td − Tw) (1)

Where Lv is the latent heat of vaporization of water, Qv the drying rate

determined by weighing, S the surface area of the sample, λ the thermal con-

ductivity of PVC, ` the thickness of the PVC disk, Tw the wet bulb temperature

and Td the dry bulb temperature. Using equation (1) during a well established240

CDR period allowed the value of h to be determined (h = 8.9W.K−1). This

value will be used in what follows as input parameter. Consistently, the same

value, together with the thermal resistance of the PVC disk, is used on the

back-face of the sample. This is important to consider correctly the heat and

mass transfer coupling inside the sample [39].245
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4. Theoretical model

4.1. Memory functions

Memory effects occurring in biosourced materials are explained by two addi-

tional effects : possible dual-cale phenomena arising when the conductive phase

is not the storage phase and molecular relaxation arising at the macromolecular250

level. In a theoretical paper [24], we proved that both effects could be trans-

ferred as additive effects at the macroscopic scale. Based on this result, the

cumulative memory function was characterized from experiments performed on

minute samples [27]. The global memory function ϕ(t) is defined as the evolu-

tion of the moisture content (water in the storage phase) after a sudden change255

from RHini to RHfin. Considering that, in practical situations, RH varies

continuously rather than stepwise, the variation of moisture content should be

expressed through a convolution product:

X(t)−Xini =
∫ t

0
ϕ(t− τ)∂Xeq

∂τ
dτ (2)

whereX is the moisture content andXeq is the equilibrium moisture content,

defined by water activity. In equation 2,260

∂Xeq

∂τ
dτ = dXeq (3)

represents the variation of equilibrium moisture content during the infinites-

imal time interval dτ .

In order to ease the computational solution, the function ϕ(t) was defined

with the following expression:

ϕ(t) = 1− α1exp(−
t

τ1
)− α2exp(−

t

τ2
) (4)

where τ1 and τ2 are the time constants and α1 and α2 the respective pro-265

portions. The use of exponential function allows the convolution product to be

treated by internal variables defined by simple ODEs [24]. Since LDF and MDF

do not have the same composition, the values are different. For both materials,

18



Materials α1 τ1 (s) α2 τ2 (s)

LDF 0.38 3.2× 103 0.13 2.6× 104

MDF 0.45 2.3× 103 0.02 4.1× 104

Table 4: Values of the coefficients defining the memory function for both materials (identified

in [27])

the parameter values of the memory function, as determined for a RH jump

from 40 to 60 % in [27], are summarized in Table 4. These values were used as270

input data in all simulations of the present work.

4.2. Macroscopic formulation

The macroscopic formulation that was used in this work is based on a classi-

cal set of equations taking into account coupled heat and mass in porous media.

More details about it can be found in [25, 26]. Those equations were modified275

to consider the absence of thermodynamic equilibrium [24]. In the new formu-

lation, equation (2) is used to express the derivative of moisture content with

respect to time. Thus, the set of macroscopic equations becomes :

Moisture conservation

ρs
∂

∂t
(
∫ t

0
ϕ(t− τ)∂Xeq

∂τ
dτ) +∇ · (ρvv̄g) = ∇ · (ρgfDv · ∇ωv) (5)

Energy conservation

∂

∂t

(
εg(ρvhv + ρaha) + ρbhb + εsρshs

)
+∇ · ((ρvhv + ρaha)v̄g)

= ∇ · (λeff∇T + ρgfDv(hv∇ωv + ha∇ωa)) (6)

Air conservation

∂ (εgρa)
∂t

+∇ · (ρav̄g) = ∇ · (ρgfDv∇ωa) (7)

19



Transport equations

v̄g = −Kkg

µg
(∇pg − ρg∇ψg)

(8)

Boundary conditions

Jw|x=0+ ·n = k cMv ln
(

1− x∞
1− xv|x=0

)
Jq|x=0+ ·n = h (T |x=0 − T∞)

Pg|x=0+ = Patm (9)

One should note that the value of the partial pressure of water vapour is

related to the equilibrium moisture content Xeq through the sorption isotherm280

(or water activity) pv = pvs(T )× aw(T,Xeq).

The comprehensive set of equation proposed in [24] was adapted to the

configuration of interest, hence simplified, thanks to the following assumptions:

• since the samples remain in the hygroscopic domain, all liquid water con-

tributions have been discarded,285

• due to the particular morphology of the studied materials, a very large

majority of the transfer occurs in the gaseous phase. Consequently, the

transport terms of bound water have also been discarded,

• the effective diffusivity is expressed as a proportion of the binary diffusivity

of vapour in air : Deff = fDv, where f is a dimensionless diffusivity290

tensor. Note that along one given direction, f = 1/µ where µ is the

vapour resistance ratio used for building materials.

Using a suitable computational strategy, this set of equations is able to sim-

ulate the coupling between heat and mass occurring during transfer in building

materials while taking into account the absence of thermodynamic equilibrium.295

It allows three independent variables to be computed in space and in time (for

example, temperature or enthalpy, moisture content, air density or gaseous pres-

sure).

20



4.3. Inverse analysis

The principle of the inverse procedure is to feed the computational code with300

known parameters and to determine the unknown parameters by minimising an

objective function. As our intend is to prove the prediction potential of the new

formulation, only two parameters were identified : the initial moisture content

Xini identified only to reduce the residue and the dimensionless diffusivity f ,

whose identification results in a characterisation of the material. The sample305

characteristics (thickness, density, porosity) were simply measured and supplied

to the computation code. The sorption isotherm and the effective permeability

come from recent papers [33, 40]. The thermal conductivity is determined by a

mixture law using the gaseous and solid volume fractions and their conductivities

[41]. The relevance of the value given by this law was confirmed in [39]. Using310

the actual chamber conditions (temperature and RH) recorded during the test

and the external heat transfer coefficients as determined in section 3.7, the

physical model computes all variable fields versus time. It is therefore able to

give the mean water content of the sample X and the RH at its back face.

This allows two objective functions SX and SRH to be derived to quantify the315

difference between experimental and predicted values using the mean square

distance as norm:

SX =

√∑N
i=1[X∗exp(ti)−X∗pred(ti)]2

N
(10)

SRH =

√∑N
i=1[RHexp(ti)−RHpred(ti)]2

N
(11)

whereX∗exp is the dimensionless moisture content from the experiment, X∗pred

is the dimensionless moisture content predicted with estimated parameters,

RHexp is the experimental value of RH, RHpred is predicted value of RH, ti is320

the time of the ith acquisition and N the number of instants used in the mini-

mization. The dimensionless value of moisture content was used to correct the

small differences that may appear between the sorption isotherm supplied to the
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code and the equilibrium moisture content obtained for each individual sample.

Accurately defined here thanks to the long duration of our experiments, it varies325

from 0 for the equilibrium moisture content at RHini to 1 for the equilibrium

moisture content at RHfin.

The global objective function S is a linear combination of those two functions:

S = β × SX + (1− β)× SRH (12)

A value of β = 0.2 was used as best compromise between the two variables.

It corrects for the difference in variation range of the two variables (0.2 for330

RH and 1 for the dimensionless MC). A Nedler-Mead algorithm was used to

minimise this objective function and find the best set of parameters (Xini and

f). Here, the identification starts five hours before the RH jump. At this

moment the moisture content is already stabilized at its equilibrium value. The

identification ends 50 hours after the perturbation for the two more diffusive335

samples, 130 hours after for the less diffusive samples. In both cases, the samples

were almost at equilibrium.

5. Results and discussion

Without memory effects, the simulation uses a classical, yet comprehensive,

set of coupled heat and mass transfer. In the case of LDF at 145kg.m−3, the340

most diffusive material, the RH information travels very fast from the climatic

chamber to the sample core, faster than diffusion inside fibres. Dual-scale effects

are obvious and it is not possible to fit the two pieces of information (RHback

and X) simultaneously. The identification procedure simply tries to decrease

the global objective function by a compromise between the two variables. As a345

result, the RH evolution is too slow and the moisture content too fast (green

curves in Fig. 8). With an average value of 0.332, the dimensionless factor

identified without memory effects is lower than the published values for this

material, either measured in steady-state experiments [20, 32] or predicted by

upscaling from the real pore morphology [41].350
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On the contrary, when using the new formulation with memory effect, the

model is in very good agreement with the experimental data for both RH and

moisture content (blue curves in Fig. 8). Thanks to the memory effects, the

identified diffusivity (average value of 0.573) is now consistent with literature

data, even though the experiment is performed in transient state. Keeping in355

mind that the memory functions were not identified but measured on minute

samples, these good results (simultaneous prediction of two variables and con-

sistent value of f) confirm that the new formulation perfectly accounts for all

important physical phenomena. In particular, this includes the coupling be-

tween heat and mass transfer and the fading memory resulting from dual-scale360

effects and molecular relaxation.

For each sample, the identification of the effective diffusivity was performed

without and with memory effects. The identified dimensionless diffusivities f as

well as the residues between the model and the experiment for RH (SRH) and

dimensionless moisture content (SX) are summarised in Table 5. In order to fo-365

cus on the transient period during which the formulation matters, the residues

were calculated over the first hours after the RH step (20 hours for the two

most diffusive materials and 35 hours for the others). In general, the residues

are dramatically reduced when using the memory function with an average de-

crease by a factor 7 for SRH and 1.5 for SX . The lower factor obtained for370

SX is partly explained by the noise of the experimental mass. Anyway, as the

additional information embedded in the new formulation is not an additional

degree of freedom, these good results confirm the previous comment regarding

the 20-mm thick LDF sample. It demonstrates that the observed phase shift

originates from the microscopic diffusive behaviour and validates the new formu-375

lation. For each material, one might notice, sometimes, a significant scattering

of the identified values of f between samples A and B. This is not surprising, as

important scattering of vapour diffusivity has already been reported in litera-

ture for those types of biosourced materials [32]. Thus, the determination of an

average macroscopic parameter suitable for building energy simulation would380

require more repetitions, which the experimental device makes it possible to do

23



Material Sample Formulation f SRH SX

LDF

20 mm

145 kg ·m−3

A
Classic 0.366 1.62× 10−2 2.90× 10−2

With memory 0.667 2.11× 10−3 2.09× 10−2

B
Classic 0.298 1.92× 10−2 3.65× 10−2

With memory 0.480 3.17× 10−3 2.32× 10−2

LDF

10 mm

255 kg ·m−3

A
Classic 0.171 1.94× 10−2 3.55× 10−2

With memory 0.306 2.94× 10−3 2.68× 10−2

B
Classic 0.169 2.25× 10−2 4.08× 10−2

With memory 0.302 6.00× 10−3 2.70× 10−2

LDF

19 mm

234 kg ·m−3

A
Classic 0.347 1.34× 10−2 2.55× 10−2

With memory 0.478 2.95× 10−3 2.15× 10−2

B
Classic 0.267 1.93× 10−2 4.29× 10−2

With memory 0.341 8.41× 10−3 3.32× 10−2

MDF

10 mm

655 kg ·m−3

A
Classic 0.0482 1.81× 10−2 3.55× 10−2

With memory 0.0497 1.79× 10−2 2.50× 10−2

B
Classic 0.0752 2.23× 10−2 3.12× 10−2

With memory 0.0785 1.82× 10−2 2.80× 10−2

Table 5: Identified diffusivity and residues with or without memory functions

in a simple way. One has however to mention that this scattering is due to the

variability of the material morphology at the spatial scale of laboratory char-

acterisation : neglecting the heat and mass coupling or the dual scale effects

would add an important systematic error to this variability. Such a biais would385

never be corrected, whatever the number of tested samples.

The results obtained for the 10-mm thick LDF samples with a density of

255kg.m−3 depict the same trend (Fig. 9). Once again, the classic formulation is

not able to fit both quantities whereas the fit is excellent when using the memory

function. In spite of the change in density and morphology, the same memory390

function works perfectly. This is consistent as, whatever its density, the LDF has

the same microscopic composition. This also proves that the memory functions
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Figure 8: Comparison between simulation and experiment for sample A of LDF-20mm-

145kg.m−3 : (a) RH evolution at the back face (top), (b) dimensionless average moisture

content (bottom).
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are representative of microscopic effects, that just need to be characterised once.

Besides, the morphology influences the macroscopic behaviour: with an average

value of 0.304, the identified diffusivities are lower for this material than the395

previous one. Again, it is in good agreement with what was measured for similar

materials [20]. The residues reduction when accounting for memory effects is

similar to the previous material (a factor 5 for SRH and 1.4 for SX).

The 20-mm thick LDF sample with a density of 222kg.m−3 suggests similar

comments (Fig 10). Again, the agreement is excellent with memory effects. The400

average value of the identified diffusivity (0.404) lies between the two previous

ones which is consistent with the material densities. However, one can note

that even though the residues are still lower when using memory function, the

difference between the two simulations is less important than for 10-mm thick

samples (reducing factors of 3.6 for SRH and 1.4 for SX). The memory effect is405

then less important in this case. Since this macroscopic diffusive time increases

as the thickness squared and with the smaller f value compared with 145kg.m−3

LDF samples, more time is allowed to the fibre to approach equilibrium. The

dual-scale mechanisms progressively vanished at increasing thickness. A further

increase of the thickness would have also reduced the effect of molecular relax-410

ation (the longest time constant of Table 4). In spite of this fact, the use of

memory functions still considerably ameliorates the results at short times. This

is of great interest for building materials submitted to day and night alternation.

In the case of MDF, the simulation results with or without memory effects

are similar (Fig 11). When using the memory functions, the average residues415

only decrease by 9% for SRH and 20% for SX . This is not surprising as the high

density of MDF dramatically reduces the diffusion at the macroscopic level: the

average f value (0.064) is one order of magnitude lower than those obtained for

LDF. Thus, even with a thickness of 10 mm, the macroscopic characteristic time

is long enough to ensure local equilibrium. However, one must note that the420

model does not fit the experimental RH values. Even with memory effects, the

residues remain important compared to the previous materials. Based on our

predictive approach, one can affirm that this discrepancy can not be explained
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Figure 9: Comparison between simulation and experiment for sample A of LDF-10mm-

255kg.m−3 : (a) RH evolution at the back face (top), (b) dimensionless average moisture

content (bottom).

27



-5 0 5 10 15 20 25 30 35
Time (hours)

0.4

0.45

0.5

0.55

0.6

0.65

R
H

Experiment
Classic H&M model
Model with memory function

0 10 20 30 40 50 60
Time (hours)

-0.2

0

0.2

0.4

0.6

0.8

1

N
on

di
m

en
si

on
al

 m
oi

st
ur

e 
co

nt
en

t

Experiment
Classic H&M model
Model with memory function

Figure 10: Comparison between simulation and experiment for sample A of LDF-20mm-

222kg.m−3 : (a) RH evolution at the back face (top), (b) dimensionless average moisture

content (bottom).
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by microscopic effects, as those effects are embedded in the memory function

determined on minutes samples. Therefore, the origin of this difference has yet425

to be explained, formulated and predicted. As MDF is a structural material,

we believe that the stress profile in the thickness could be the explanation: dur-

ing adsorption, swelling occurs at surface while the sample core is still close to

the initial MC with little dimensional change. Depending on the mechanical

behaviour, the external part of the sample is therefore under compression and430

the sample core under tension. Besides, compressive stress or contrained de-

formations are known to decrease the equilibrium moisture content of wood or

lignocellulosic products [42, 43, 44]. This coupling between local scale (stress

field on sorption isotherm) and global scale (stress profile along the sample thick-

ness) is likely to give rise to another effect able to produce a fading or permanent435

memory. Its time constant would be tied to the macroscopic parameters, in-

cluding thickness, while its amplitude would be tied to both macroscopic and

microscopic effects. This could explains the very long time constant observed

in wood for example [45].

6. Conclusion and perspectives440

This work is based on experimental results obtained with an original in-house

device. This device was conceived to control the environment (temperature

and relative humidity, RH) and to follow the evolution of several samples, by

measuring simultaneously the RH on their back-face and their mass. Results are

presented for LDF samples of different densities and thicknesses and for MDF445

samples. The experimental results were analysed by an inverse method using a

comprehensive H&M model with non-Fickian effects. The following conclusions

can be drawn :

• A classic H&M model is not able to predict correctly the evolution of both

RH and moisture content for those materials, which denotes the presence450

of non-local equilibrium,
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Figure 11: Comparison between simulation and experiment for sample A of MDF-10mm-

655kg.−3 : (a) for RH evolution at the back face (top), (b) for dimensionless average moisture

content (bottom).
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• For LDF, the model using the new formulation remarkably predicts the

evolution of both quantities when it is fed with memory functions deter-

mined on micro-samples,

• This novel and validated formulation allows the materials to be accurately455

characterised in transient state,

This work proves that the new formulation with non-Fickian effects is able

to predict the diffusive behaviour of biosourced materials. This formulation

should be used either at the lab scale for charaterisation or at the building scale

to predict the energy demand.460
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