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Graphical Abstract  

 

 

Highlights  

 Fuel cell directly hybridized with supercapacitor is realistic for FC hybrid vehicle. 

 Direct hybridization is not detrimental to the FC durability. 

 Direct hybridization allows to operate with reduced minimum gas flow rate. 

 Reduced minimum gas flow rate is only sustainable in direct hybridization mode. 

 Direct hybridization allows to decrease hydrogen waste. 
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Abstract 

Fuel cells (FC) and supercapacitors (SC) directly hybridized allow instantaneous response to 

peak energy demands in transportation applications. Under urban driving cycle, Fuel Cell 

Dynamic Load Cycling (FC_DLC), gases are fed with a minimum gas flow rate, 

corresponding to a safety limit current density (iSL), inducing hydrogen oversupply. To reduce 

this oversupply, the present work focuses on iSL impact on the FC performance and durability. 

Two iSL conditions (0.2 and 0.05 A cm
-2

), were investigated under long-term FC_DLC runs 

with or without hybridization. At low iSL, hybridization allows 8 % reduction in hydrogen 

oversupply; in addition, non-hybridized FC lifetime was found two-time shorter than that of 

hybridized FC. Erosion of the microporous layer of the gas diffusion layer (GDL) evidenced 

by scanning electron microscopy at the cathode, results in poorer water management, in 

consistence with the sudden voltage drops observed and the high increase in through-plane 

gas permeability in the GDL.  

Keywords: Direct hybridization; Durability; Hydrogen saving; Proton exchange membrane 

fuel cell; Safety limit current; Supercapacitor. 
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Acronyms and abbreviations  

 

CD Current density, A cm
-2

 

Cdl Diffusion layer capacitance, F 

CPE Constant phase element 

CV Cyclic voltammetry  

ECSA Electrochemical active surface area, cm
2
 cm

-2
 Pt 

EIS Electrochemical impedance spectroscopy 

FC Fuel cell 

FC_DLC Fuel cell dynamic load cycling 

GDL Gas diffusion layer 

HS Hybrid source 

iFC Fuel cell current density, A cm
-2

 

iSL Safety limit current density, A cm
-2

 

Ki Inertial permeability, m 

Kv Viscous permeability, m
2
 

LSV Linear sweep voltammetry  

MEA Membrane electrode assembly 

MPL Microporous layer 

MPS 

ESS 

Macro-porous substrate 

Energy storage system  

n Exponent 

OCV Open circuit voltage, V 

Q Pseudo capacitance, F s
1-n

 

Rct Charge transfer resistance, cm
2
 

Rdc Diffusion resistance,  cm
2
 

R Ohmic resistance,  cm
2
 

SC 

i 

Supercapacitor 

Current density, A cm
-2

 

SEM Scanning electron microscopy 

v Fluid velocity, m s
-1

 

ΔL Thickness of the media, m 

ΔP Pressure drop, Pa 

η Viscosity of the fluid, Pa m 

ρ Density of the fluid, kg m
-3

 

air Stoichiometric factor of air 

H2  Stoichiometric factor of hydrogen 
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1. Introduction  

According to the Carbon Trust report, by 2050 one-third of all the middle-sized cars would be 

fuel cell electric vehicles (FCEVs) and of which, proton exchange membrane fuel cell 

(PEMFC) technology has been forecasted to take up the market share [1]. In the current 

scenario, PEMFCs face numerous challenges like slow response at high current demand, low 

durability, high cost, relatively large system size and high weight required for safe hydrogen 

storage on-board [2-3]. The slow response time of a fuel cell (FC) can be alleviated by 

connecting the FC with an energy storage system (ESS) such as batteries or supercapacitors 

(SC) to form a hybrid source (HS). The presence of ESS aids to reduce stress on the FC as 

discussed by Lukic et al [4]. 

Current research work for the FC system is targeted to durability and the cost related to 

electrodes and platinum catalyst. Along with the durability, optimization of global hydrogen 

demand is also a prime concern for FC electric vehicles. FC systems are operated at over-

stoichiometric requirement factors for the fuel gases to avoid the starvation condition, which 

induces appreciable waste of hydrogen in a normal scenario.  

In a FC during cyclic operation, gases are usually overfed via two techniques. First, as 

flowmeters need time to adjust their flow rate, change in flowrates for positive current steps is 

usually anticipated by a few seconds to avoid transient but dramatic starvation. Secondly, as 

an additional technique to favor transport of the water along the channels [5], minimum flow 

rates of the gas are supplied to the cell for zero or low energy demand periods: these flow 

rates correspond to the safety limit current density (iSL) owing to Faraday’s law at the two 

electrodes. When the current produced by the fuel cell (iFC) is lower than iSL, the flow rates of 

gases are then set to iSL as per Faraday’s law, taking into account the stoichiometric factors of 

both gases; else, they are set by iFC. For the European Harmonized Fuel Cell Dynamic Load 

Cycle (FC_DLC) used to emulate the behavior of fuel cells in transported application [5], it is 
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recommended to fix iSL at a current density of 0.2 A cm
-2

. Thus, three sources of gas overfeed 

are to be considered in cyclic operation. 

With growing demand of FC vehicles and sustainability of resources, it is imperative to 

control the amount of hydrogen feed so as to reduce fuel losses. Additionally, over-feeding 

has an impact on the overall system and it also makes the onboard hydrogen storage problem 

more acute. Therefore, it is important to search for improved strategies of hydrogen supply in 

the cell.  In this context, a hybridized FC with energy storage device allows a better fuel 

saving than the non-hybridized FC. Concerning the ESS, it is better to work with SC over 

batteries because of slow charging, whereas SCs can charge more quickly. In addition, unlike 

batteries, SCs can endure a large number of charge/discharge cycles without degradation. It 

has also been shown in [6-7] that a FC hybridized with SC has a higher fuel utilization than a 

FC hybridized with batteries.  

Besides, FC can be coupled with the SCs either via power converters (indirect hybridization) 

or not (direct hybridization). In indirect hybridization, the global hydrogen demand is 

optimized by controlling the power distribution between the FC and its associated energy 

storage. The effective power distribution management of the FC and the SCs in the hybrid 

vehicle system is done either by using optimization techniques based on the state of charge of 

SC [8-9] or by submitting the systems to neural network [10]. In contrast, a directly 

hybridized system does not require any such technique for the control of the system but 

manages the current distribution in the hybrid source naturally, depending upon the capacity 

of the SC hybridized, with the only disadvantage that this contribution between FC and SC 

cannot be controlled. Hence, one degree of freedom is lost in controlling the system [11]. In 

fact hybridization in general also enables smoothing of the FC current and thus reduces power 

losses associated with internal connections between the FC and the SC. It has also been 

shown [12] that the above-mentioned anticipation periods can be avoided with direct 
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hybridization in FC_DLC runs because of the smoothing effect of SC in the fuel cell current.  

Consequently, direct hybridization improves the efficiency of the hybrid system; moreover, a 

reduced FC area could then be considered in the design of the hybrid source for a given 

energy demand [12-13].  

The present work intends to decrease the hydrogen overfeeding by reducing the safety limit 

current density (iSL) level. Two iSL levels are considered here, corresponding to current density 

0.2 and 0.05 A cm
-2

, for a 100 cm
2
 PEM single cell, either alone or hybridization with a stack 

of 3 paralleled SCs, each of 3000 F. Moreover, the durability of the cell on reducing such iSL 

value has to be investigated: as a matter of fact, in case that durability is reduced by iSL 

reduction, this strategy for lower hydrogen feed will appear worthless. Whilst comparing the 

hybridized FC with non-hybridized FC operating at high iSL the durability of the FC was 

shown to be not visibly improved by the presence of the SC [12]. 

Two aspects have been considered in this paper by varying iSL: (i) the overall hydrogen 

supply during one cycle, depending on the operating mode, and (ii) the durability of the cell 

membrane electrode assembly (MEA) components in long-term FC_DLC cyclic operation. 

The durability test was evaluated regularly by the in-situ state of health by electrochemical 

characterization e.g. electrochemical impedance spectroscopy, cyclic voltammetry, and linear 

sweep voltammetry, and the ex-situ or post-mortem inspection of the gas diffusion layer 

(GDL) by scanning electron microscopy (SEM) and gas permeability measurements, to 

characterize degradation phenomena at different iSL values and operating modes.  

 

2. Details of experiments and test conditions 

2.1. Description of the hybrid source 

The 100 cm² single PEM fuel cell (UBzM, Germany) was equipped with a seven-layer MEA. 

The MEAs employed were composed of a Nafion
®

 212 50 µm thick membrane, Pt/C 
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electrodes with a 0.4 mg cm
-2

 and 0.2 mg cm
-2

 catalyst loading at the cathode and at the anode 

respectively, and of a 285 µm thick GDL (Freudenberg, Germany) including a macro-porous 

carbon fiber paper and a carbon black micro-porous layer. Once mounted in the fuel cell, the 

fresh MEA was preconditioned at a constant load current of 1 A cm
-2

 for 24 h to allow 

maturation of its various components.  

Three 3000 F supercapacitors (Maxwell BCAP3000 P300, 3V, 3.75 Wh) mounted in a 

parallel stack with the equivalent capacitance of 9000 F was directly hybridized to the fuel 

cell in parallel with two 0.80 m long Stäubli cables (600 V, 125 A) using 6 mm plugs. This 

overall circuit formed was the hybrid source (HS) for tests of hybridization.    

2.2. Description of test conditions 

Stoichiometric factors H2 and air were fixed at 1.2 and 2.5 respectively, following previous 

tests masde in the lab. In HS configuration, the gases were supplied to the FC with these 

factors, based on the current delivered by the fuel cell, iFC. Additionally, hydrogen and air 

were overfed at low current to favor water evacuation. Finally, in the non-hybridized 

configuration, the two flow rates were anticipated 5 seconds prior positive current changes in 

the cycle. In all tests shown here, the fuel cell temperature was maintained at 55 
o
C using a 

thermostatic bath, and the FC hybrid system operated at atmospheric pressure. The humidity 

of the inlet air was kept constant at 57 % whereas hydrogen was fed dry. 

The test bench was controlled by Control-desk software with a dSPACE
®
 real-time electronic 

card with Matlab-Simulink
®
 mathematical environment for all essential control parameters 

such as reference setting (inlet gas flows, and load current), data acquisition and safety 

shutdown as used in a previous work [11].  

In the FC_DLC cycling protocol, for which one period lasts 20 minutes, current and voltage 

of both the PEMFC and SCs were measured and recorded every 0.1 s along with the set points 
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of both gas flow rates and the reference value of the load current imposed in the cycle. This 

load current was varied in the range 0 to 100 A (0 – 1 A cm
-2

). 

 

3. Methodology  

As expressed above, the objective of this study is to understand (i) the possible reduction in 

hydrogen overconsumption upon reducing safety limit current density (iSL) (in this paper, 

hydrogen consumption corresponds to the hydrogen supplied to the FC), and (ii) to investigate 

the impact of iSL on the degradation of the MEA, with and without the presence of SCs. Four 

long-term runs have been carried out and measurements were recorded until the FC reached a 

20 % power decay threshold from its initial power output.  

3.1. Hydrogen consumption 

The volume of hydrogen spent in one cycle is obtained from measurements by integrating the 

hydrogen flow rate over the cycle period. To be precise, the hydrogen demand by the fuel cell 

working alone is governed by the contribution of three factors – in addition to hydrogen 

faradaic oxidation; (i) the over-stoichiometric factor of hydrogen which generates a 20 % 

excess, (ii) the above 5 s anticipation in the hydrogen flowrate for positive current steps, and 

(iii) the safety limit current density. 

3.2. Long-term runs and evaluation of the MEA state of health 

In long-term runs, for the reference point, the first assessment of the MEA was done just after 

pre-conditioning (maturation) at 1 A cm
-2

 for 24 h. Afterward, the characterization was 

performed at regular intervals of approximately 100 h cycling to identify the MEA state of 

health in terms of membrane resistance, catalyst activity, mass transport/transfer capacities of 

the MEA, and fuel crossover. For this purpose, the cell was operated alone, using various 

electrochemical characterization techniques [14-15] as described below. 
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Chronopotentiometry tests were carried out at various current density (CD) values from 0.1 to 

1.2 A cm
-2

 for 10 min, allowing the cell voltage to reach a steady level. All tests were run in 

duplicate trials. The steady cell voltages led to establishing of the polarization curve (not 

shown), i.e. the variation of the steady cell voltage with the current density.  

Electrochemical impedance spectroscopy (EIS) measurements were carried out from 

0.1 to 1.0 A cm
-2

, covering the CD range in the cycling protocol. The amplitude of the signal 

was at 10 % of the selected current density with a frequency ranging from 10 kHz to 0.1 Hz, 

thus allowing the resistances to charge and mass transfers to be observed in addition to ohmic 

phenomena. Interpretation of the spectra was carried out as described in previous papers [12] 

and led to an estimate of the ohmic resistance, R, the cathode charge transfer resistance, Rct, 

and the diffusion resistance of the cathode, Rdc related to the Warburg placed in series with 

Rct in the cathode circuit. The capacitive contribution was represented by a constant phase 

element (CPE), with pseudo capacitance Q, and exponent n. The little visible anode 

contribution in the spectra was assumed to consist of a charge transfer resistance fixed at 

10 % of Rct, in parallel with the same CPE as for the cathode. In most cases, exponent n was 

in the range 0.9 – 1, corresponding to well-defined electrochemical interfaces, and equivalent 

diffusion layer capacitance (Cdl) could be estimated from pseudo capacitance Q.  

For estimation of the fuel crossover and the electrochemical active surface area (ECSA), the 

air feed was replaced by an argon stream at 0.3 NL
 
s

-1 
(normal litres at 273.15 K and 1 atm), 

whereas hydrogen was fed at an equivalent flow rate in the anode chamber. Both gases were 

fully saturated when admitted into the cell. Hydrogen crossover through the membrane was 

estimated from the cathode current at 0.4 V measured in linear sweep voltammetry (LSV) at 

2 mV s
-1

 as discussed by Inaba et al. [16] and Lapicque et al. [17]. The current measured is 

related to the permeated flow rate in accordance with Faraday’s law. ECSA could be 
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determined by cyclic voltammetry (CV) between the OCV and 0.6 V at 30 mV s
-1

, according 

to the procedure developed by Sakai et al. [18] and Chaparro et al. [19].  

3.3. Post-mortem analysis 

Post-mortem analysis concerns analysis of the gas diffusion layer (GDL), which is the 

intrinsic component of PEMFC, useful for the transport of gases and the removal of water 

produced. As a matter of fact, water management is a very critical issue concerning the 

performance and the durability of PEMFC.  

The GDL comprises a microporous layer (MPL) and a macro-porous substrate (MPS). The 

MPL is valuable inter alia for removing water produced at the catalyst layer, and MPS 

supports inter alia the transport of the reactant gases from the channel to the catalytic layer 

and the liquid water removal to the bipolar plate. If the MPL is damaged, gases diffusion and 

liquid water evacuation are affected which is evident by the flooding on the catalyst layer, 

evidenced by performance decay and sudden negative voltage peaks. Thus, reasons to 

investigate GDL degradation are also of great importance [20-21]. 

To study the reasons for GDL degradation due to hydrophobicity loss, the surface 

morphologies of GDLs were observed by scanning electron microscopy (SEM). To further 

characterize the MPL degradation, in-plane and through-plane gas permeabilities in the GDL 

were estimated [22-24].  

The permeability of the aged GDLs was compared with a fresh GDL. It was determined by 

using samples of the GDLs in a home-made measuring cell. 20 mm diameter disks were taken 

from the center of the GDL. Nitrogen was injected continuously through the inlet pipe section 

having a diameter of 5 mm. By shutting one gas outlet or the other, nitrogen either flows 

perpendicularly through the GDL layer or is forced to circulate radially in-plane from the inlet 

central pipe to the peripheral area of the porous disk before being collected by the circular 
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groove (Figure 1) as explained in [25]. For both through- and in-plane flows, the material 

permeability was obtained from the variations of the pressure drop as a function of nitrogen 

flow rate through the GDL.  

 

Figure 1: Home-made cell to measure in-plane and through-plane permeabilities – a) design 

and b) actual cell [25]. 

 

In general, for low flow fluid velocities and at single phase, Darcy’s Law is used to describe 

flow through a porous media by relating the pressure drop (ΔP) through the investigated 

sample to the fluid velocity (v) using a linear relationship (Eqn.1). 

  

  
 

 

  
                                   (1) 

where ΔL is the thickness of the media in m, η is the viscosity of the fluid in Pa s, Kv is the 

viscous permeability in m
2
.  

 

4. Results  

4.1. Hydrogen consumption   

The direct application of Faraday’s law in the fuel cell (FC) corresponds to (i)     = 1, (ii) no 

flowrate anticipation time and (iii) no safety limit current density (iSL= 0). In these conditions 

for a cycle period of 20 minutes, the minimum hydrogen consumption by faradaic oxidation 

of hydrogen was calculated for the 100 cm
2
 FC as 3.86 NL per cycle, corresponding to the 

mean value of the load reference current of the cycle, equal to 27.7 A. However, for actual 
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operation of the fuel cell alone, the hydrogen demand was calculated as 5.92 NL cycle
-1

 with 

   = 1.2, together with the 5-second-long anticipation period for flow adjustments and safety 

limit current density (iSL = 0.2 A cm
-2

), corresponding to 54 % overconsumption [11]. On 

integrating the hydrogen demand over a cycle leads to find out the share of individual factors 

contributing to this over-consumption. The individual contributions can be defined by the 

factors defined below: 

(i) 37 % by the H2 over-stoichiometric factor (1.2, instead of 1), 

(ii) 52 % by the current corresponding to the minimum H2 flow rate (iSL = 0.2 A cm
-2

), 

(iii) 11 % by the H2 flow rate anticipation of 5 seconds before positive current slopes. 

The advantage of the direct hybridization with the presence of three supercapacitors in 

parallel has been previously shown for 0.2 A cm
-2

 safety limit current density [11]: as shown 

in Figure 2, the hydrogen over-consumption can be reduced from 54% to 29% by the 

hybridization. This was achieved by suppressing the anticipation in gas flow rate increase, 

and to the fact that at high currents, the FC is assisted by the SC so hydrogen feed is lower 

than for FC alone as shown by blue color in Figure 3. 
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Figure 2: Overconsumption of hydrogen vs safety limit current density for FC alone and 

hybridized system. 

 

By changing the safety limit current density from 0.2 A cm
-2

 to 0.05 A cm
-2

, the fuel cell 

contribution in the dynamic load cycle in the hybridized configuration was unchanged since it 

depends only on the capacitance of the SC hybridized. Even without hybridization, an 

appreciable amount of hydrogen can be saved by iSL reduction, with an overconsumption only 

at 28 % (Figure 2). 
 
With hybridization of FC to the SC, this overfed hydrogen was further 

reduced from 29 % to 20 % (Figure 2). The change in control strategy is shown in Figure 3, 

where the hydrogen feed for the hybridized FC is plotted for both iSL values. The difference in 

the two profiles of hydrogen flow illustrates the hydrogen saving by the green areas. It is 

mostly visible for low and middle range current demand (from approximately 100 to 800 s in 

the cycle). For higher currents, the hydrogen feed was not affected by the safety limit current, 

since iFC > iSL. Consequently, for iSL = 0.2 A cm
-2

, hydrogen flow rate was controlled and 

maintained constant according to iSL. Once iSL was reduced to 0.05 A cm
-2

, hydrogen flow 

rate followed the current delivered by the FC, whose value was mostly lower than 0.2 A cm
-2

 

and was always higher than 0.05 A cm
-2

 in the above-mentioned period of the cycle. 

Therefore, in this case, the above 20% overconsumption corresponds only to the over-

stoichiometric factor. 
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Figure 3: Hydrogen supply for hybridized FC with respect to FC_DLC at different safety limit 

current density condition. 

 

4.2. Results from polarization curves in terms of power decay 

The polarization curves recorded at regular intervals indicate on the aging induced by the 

cyclic operation in terms of voltage decay (Figure 4). Comparison of the voltage decay for the 

various configurations highlighted the durability of the FC when FC is hybridized or not. For 

more accurate description of the degradation, the decay in fuel cell power performance (from 

100 h over a lifetime) was calculated. It has to be reminded that the first 100 h of cycling have 

been achieved without hybridization for all configurations: it has actually been observed that 

this common cycling period allowed complete maturation of the MEA since the voltage 

recorded afterward was 20-30 mV higher than the one observed after the maturation 

procedure at 1 A cm
-2

 for 24 h (data not shown). Beginning of test (BoT) was therefore 

considered as being after the common 100 h cycling period, starting with MEA having the 

same  treatment, whatever the hybridization mode or the iSL value.  
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Figure 4 presents the polarization curves of four different configurations. It considers for each 

safety limit current density the configuration of FC alone and hybridized. For each 

configuration at different safety limit current density, the polarization data after nearly 100 h 

operation and end of life are shown. For iSL = 0.2 A cm
-2

, the polarization data for FC alone 

and hybridized were comparable with only difference of maximum 5% (± 2.5 %), which can 

also be related to measurement accuracy. 

 

 

Figure 4: Polarization data of different configurations presenting after 100 h and at the end of 

life operation. FC is for fuel cell alone; FCSC is for the hybrid source; 0.05 and 0.20 are the 

iSL levels in A cm
-2

, and cycling times in hours are also given. 

 

On the contrary, for iSL = 0.05 A cm
-2

, the results of FC alone and hybridized are not 

comparable. Rather the polarization data at different current densities obtained by FC alone 

was similar to that of the hybridized but in half lifetime. To verify that, hybridized 

configuration at half-life (at 737 h) is also presented in the Figure 4. It indicates lower 

durability for FC alone at iSL = 0.05 A cm
-2

. 
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4.3. Power decay presenting durability results 

The polarization curve recorded at regular interval expresses on the aging induced by the 

cyclic operation in terms of voltage decay. Thus, to quantify the degradation, the decay 

percentage of fuel cell power performance was calculated over the lifetime (Figure 5). 

Comparison of the voltage decay for the various configurations elucidated the impact of SCs 

on the durability of the FC and FC MEA. FC power was calculated at a current density fixed 

at 0.8 A cm
-2

, even though this current density does not correspond to the maximum power in 

the first hundred hours.  

 

Figure 5: Power decay curves presenting durability. 

 

FC power degradation appears clearly from the plotted variations of the power with time 

(Figure 5). The red horizontal line represents the degradation threshold, taken at 20 % decay 

from its initial power output. From Figure 4, the durability of the FC hybridized system can 

be estimated for different configurations and iSL conditions. On the comparing the FC alone 

with FC hybridized system at iSL = 0.2 A cm
-2

, it can be observed that the FC could be 

operated for comparable time periods – in the order of 1000 hours. On the contrary, at iSL = 
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0.05 A cm
-2

, the hybridized FC could operate nearly twice longer than the FC alone, which 

appears more rapidly degraded by the iSL reduction. This long-term test with FC alone at 

lower iSL was conducted twice and gave similar results. In hybridized FC system, the MEA 

lifetime was not affected by iSL conditions. Hybridization does not allow to improve the fuel 

cell durability at high iSL, imposed by the European test protocol, but a real benefit is 

observed for lower hydrogen waste condition, i.e. at reduced iSL condition.  

Power degradation can be associated with various reasons associated with fuel cell design and 

its operation. As discussed by Ous et al [24], the key aspects of PEM fuel cell degradation 

that are associated with water formation, retention, accumulation, and transport mechanisms 

within the cell. These reasons for degradation can be broadly classified into two major 

categories namely catastrophic and aging. Catastrophic factors are linked to sudden or early 

failure, whereas aging factors concern natural, regular degradation due to electrochemical 

reactions.  

To investigate the cell degradation, three phases of fuel cell voltage drop over constant current 

density have been considered, namely stable operation, slow decay of voltage and sudden 

drop. However, sometimes it is not easy to differentiate the different stages of fuel cell 

degradation. 

Because of the cycling mode in this study, for investigation of voltage decay, the minimum 

FC voltage was considered since it could present the case in more realistic way as compared 

to the maximum FC voltage and the mean FC voltage obtained over a cycle. 

Figure 6 presents the different phases of the minimum FC voltage decay obtained over a cycle 

for different configurations at iSL = 0.05 A cm
-2

. In case of hybrid FC with SC, the voltage 

decay is visible after 500 h and it gradually continues until 1250 h, then the decay is more 

rapid. On the contrary, for FC operating alone, the voltage decay trend appears faster than 
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with SC. Moreover, without SC at iSL = 0.05 A cm
-2

, sudden voltage drops attributed to 

transient flooding of the cell structure appear with an increased frequency after 400 h or so 

(Figure 6). This operation had to be stopped after 706 h, with a very low minimum cell 

voltage. Presumably water evacuation from the non-hybridized cell becoming very 

problematic, is detrimental to its performance and provokes its nearly twofold faster end-of-

life of the fuel cell core. This clearly indicates the catastrophic failure for the FC operating 

alone at lower iSL condition, in comparison to others which reflect more occurrence of gradual 

aging, except in the last 100  hours.  

 

Figure 6: Minimum voltage curves for FC alone or hybridized at iSL = 0.05 A cm
-2

. 

 

4.4. Contributions of cell resistances from Electrochemical Impedance Spectroscopy  

For simplicity, the discussion was restricted to two current density levels i.e. 0.2 A cm
-2

 and 

0.8 A cm
-2

. The results from the current density of 0.2 A cm
-2

 were more related to charge-

 transfer kinetics operation whereas mass transfer limitations can be better observed at the 

higher current density level. Only cathodic data have been discussed. For some operating 

conditions, the loops for charge transfer and diffusion control were largely overlapped which 
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rendered the separate estimation of resistances delicate. The sum of these two resistances was 

thus presented for i = 0.8 A/cm
2
. 

Figure 7 shows the time variation charge transfer resistance (Rct) in Figure 7a and diffusion 

resistance (Rdc) in Figure 7b over a period of aging with the two iSL conditions during 

hybridized or non-hybridized FC configurations, at 0.2 A cm
-2

. It is interesting to note in 

Figure 7a that for iSL = 0.2 A cm
-2

, regardless of the configuration, and in the hybridized 

configuration at iSL = 0.05 A cm
-2

 the trend for Rct was quite similar with slow impact along 

cycling. We can note a faster increase at the end of life for the FC hybridized at 

iSL = 0.05 A cm
 - 2

 than for the two other configurations at iSL = 0.2 A cm
-2

. On the contrary, at 

iSL = 0.05 A cm
-2

, the non-hybridized FC configuration exhibited a rapid Rct increase from 

300 h, expressing once more the importance of hybridization for low iSL values.  

Similarly, Figure 7b reveals that at the higher iSL value, hybridization has no real impact on 

Rdc, which increases very slowly over time. One can note also a faster increase at the end of 

life for the FC hybridized at iSL = 0.05 A cm
-2

 than for the two other configurations at 

iSL = 0.2 A cm
- 2

. On the contrary, for the lower iSL value, the time variation for the hybridized 

FC is approx. two times slower than with the non-hybridized cell, in relation with extended 

lifetime by hybridization; nevertheless, Rdc values in hybridization mode were drastically 

larger than those obtained at the end of life at iSL = 0.2 A cm
-2

.  

The sum of resistances (Rct + Rdc) plotted at 0.8 A cm
-2

 (Figure 7c) shows a slow increase for 

the higher iSL condition, irrespective of the hybridization mode. This trend is almost similar 

for lower iSL value in hybridized configuration with a faster growth in the last 200 h of 

operation. In the case of a non-hybridized configuration, the increase in the resistance sum 

happens much earlier and this sum reaches 1 Ω cm
2
 approximately two times faster. 
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Figure 7: Effect of aging; a) – on charge transfer resistance at i = 0.2 A cm
-2

, b) – on diffusion 

resistance at i = 0.2 A cm
-2 

and c) – on the sum (Rct + Rdc) at i = 0.8 A cm
-2

. 

 

4.5. Fuel crossover from linear sweep voltammetry (LSV) 

Permeation of hydrogen through the membrane in terms of current density for the oxidation of 

flux was plotted with respect to time after 100 h of load cycling (FC_DLC) operation for the 

four cases investigated (Figure 8a). The fuel crossover varied insignificantly, irrespective of 

the hybridization and iSL condition except in the last 100 h of all the tests. In the present study, 

the variations of fuel crossover indicated that the membrane suddenly degrades by local 

cracks of perforation, after a time lapse depending on the working conditions.  

4.6. Electrochemical active surface area (ECSA) from cyclic voltammetry (CV) 

Figure 8b shows the comparison of the decrease in the electrochemical active surface area 

versus time of operation. The ECSA decay rates were found to be comparable for both 

hybridized or non-hybridized FC operating mode regardless the iSL conditions. ECSA does 
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not give information on the aging mode, or at least, the catalytic layer does not seem to be 

particularly impacted by the operating conditions. 

 

Figure 8: a) Fuel crossover for the four different configurations. b) Electrochemical active 

surface area for the four different configurations. 

 

4.7. SEM observations 

The results presented above led us to focus on the gas diffusion layers (GDL). Only results for 

iSL = 0.05 A cm
-2 

are presented since at iSL = 0.2 A cm
-2

, comparable observations were made 

on the microporous layer (MPL). In that respect, samples cut from the aged GDLs were 

observed by SEM both on the MPL side from the cathode and the anode. Figures 9a and 9b 

present the aged GDL after 706 h of operation from the FC alone under low iSL condition. 

They were compared with the GDL samples from the hybridized FC at iSL = 0.05 A cm
-2 

(Figures 9c and 9d) after 1350 h of operation. The anode side does not reveal any MPL 

erosion irrespective of the configuration. The cathodic GDL submitted to both mechanical 

stress and more troublesome water evacuation with such a low iSL level was locally 

delaminated, rendering water management still worse. As a matter of fact, in local areas under 

the flow pattern channels, the macroporous substrate appears visibly for the two hybridization 

modes (Figure 9a and c). Analysis of numerous images of the cathode GDL (data not shown) 

revealed comparable erosion under the channels for both hybridized and non-hybridized FC 
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operating mode, but the non-hybridized FC at iSL = 0.05 A cm
-2 

degraded in almost halftime 

as compared to other experiments.  

 

Figure 9: SEM images for aged GDLs at iSL = 0.05 A cm
-2

 for configurations of FC alone 

after 706 h (a – cathode side and b –  anode side) and hybridized FC after 1350 h (c – cathode 

side and d – anode side). 

 

4.8. Permeability 

To confirm and quantify the above observations, gas permeability across the GDL was 

measured before (reference GDL) and after ageing tests. 

The experiments were carried out first, in the through-plane direction and later repeated in the 

in-plane direction.  Further, the pressure gradients versus the average flow velocity profiles 

(for all the GDLs) were obtained and could be fitted to rel. (1) (figure not shown), leading to 

permeability estimate. The measurements were repeated for 3 times: the deviations between 

the data obtained for a given fuel operating mode led to estimate the uncertainty below 10%. 

The results are presented in Table 1.  
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 Through-plane permeability  

(10
-14

 m
2
) ± 10% 

In-plane permeability   

(10
-12

 m
2
) ± 10% 

 Anode Cathode Anode Cathode 

Reference GDL 4.67 4.32 6.90 7.99 

FC alone, iSL 0.05 A cm
-2

 4.44 140  7.63 8.41 

FC+SC, iSL 0.05 A cm
-2

 4.53 17.7  7.59 7.67 

FC alone, iSL 0.2 A cm
-2

 3.99 197  8.55 9.89 

FC+SC, iSL 0.2 A cm
-2

 3.80 24.1  8.49 9.79 

Table 1: Through-plane and in-plane gas permeability values for hybridized and FC alone 

configurations at two iSL conditions. 

 

In all cases the through-plane permeability values are lower than the in-plane permeability 

values. As the resistance generated by the MPL to the gas flow is less noticeable with in-plane 

than through-plane since the fluid flow is parallel in the MPS and the MPL whereas it has to 

pass through these two layers in series for through-plane determination.  

At the anode sides, the through-plane and in-plane gas permeability values were found to be 

little dependent on the hybridization mode and iSL values, and comparable to those of the 

reference GDL, confirming the SEM observations (Figure 9b and d).  

At the cathode side, for the in-plane viscous permeability a minor change is observed. 

However, the through-plane permeability values for both iSL values at the cathode GDL 

present a 30 or 40-times increase in FC alone configuration than that of the reference fresh 

GDL. Permeability values appear comparable at the two studied safety limit currents, but at 

iSL = 0.2 A cm
-2

 ageing time was doubled. With hybridization, the increasing factor is nearly 4 

at 0.05 A cm
-2 

and 6 at 0.2 A cm
-2

. The values obtained for the cathode end GDLs are clearly 

supported by the SEM observations (Figure 9 and Section 4.7). Indeed, the MPL resistance is 

decreased by its erosion, the pressure gradient is thus reduced resulting in only through-plane 

permeability increase.  
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5. Conclusions 

Conclusive remarks are given below. 

1. With the usual operation (iSL = 0.2 A cm
-2

), the fuel cell current is mostly lower than the 

safety limit current in the 840 first seconds of the cycle, with low energy demand: in this 

part of the cycle, efficient water evacuation from the cell occurs by the excess of air at the 

cathode. By reducing the safety limit current density (iSL), the current density delivered by 

the cell is usually larger than this limit, which reduces the oversupply. 

2. Fuel cell cycling operation with a reduced safety limit current by a fourfold factor has 

been presented efficiently to save hydrogen: hydrogen overfeeding rate found at 54% in 

FC-DLC regular cycling mode (without hybridization), can be reduced to 20% by 

reduction iSL level and upon hybridization of the fuel cell. 

3. Without hybridization, reducing iSL from 0.2 to 0.05 A cm
-2

 for the sake of lower 

hydrogen overfeeding is possible but was shown to be detrimental to the fuel cell state of 

health and its durability. Sudden voltage drops attributed to transient flooding were more 

frequently observed over time. Degradation of the cell concerns mainly the microporous 

layer which was locally delaminated from the macroporous layer, resulting in the cell end-

of-life withing nearly half of its lifetime with the usual iSL level. 

4. Hybridization of the cell by SC allows further hydrogen saving to 20% only. Even though 

the MPL also suffered from the more difficult evacuation of water in the cycle periods 

with very low gas flow rates, the fuel cell could nevertheless be operated without sudden 

voltage drops and with a lifetime equivalent to that with iSL= 0.2 A cm
-2

.  

5. Further tests with larger fuel cells and stacks are currently in progress to assess the benefit 

of hybridization in more real energy conversion systems.  
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