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Gold nanocrystals have been studied extensively in the last few decades as they are promising candidates for a variety of applications in different fields including sensing, catalysis and biomedicine. [START_REF] Murphy | Anisotropic Metal Nanoparticles: Synthesis, Assembly, and Optical Applications[END_REF][START_REF] Mackey | The Most Effective Gold Nanorod Size for Plasmonic Photothermal Therapy: Theory and In Vitro Experiments[END_REF][START_REF] Amendola | Surface Plasmon Resonance in Gold Nanoparticles: A Review[END_REF] This is due to the tunability of their optical properties, plasmonic properties, when varying their composition, size, shape [START_REF] Lohse | The Quest for Shape Control: A History of Gold Nanorod Synthesis[END_REF] and environment. During the last twenty years the mechanical properties of gold nanocrystals, their vibrational properties, have been shown to also strongly depend on these parameters and to provide valuable information about the nanostructures themselves (size, shape, crystallinity) and their environment. [START_REF] Weitz | Anomalous Low-Frequency Raman Scattering from Rough Metal Surfaces and the Origin of Surface-Enhanced Raman Scattering[END_REF][START_REF] Montagna | Raman Scattering from Small Spherical Particles[END_REF][START_REF] Hodak | Observation of Acoustic Quantum Beats in Nanometer Sized Au Particles[END_REF][START_REF] Hamanaka | Ultrafast Electron Relaxation via Breathing Vibration of Gold Nanocrystals Embedded in a Dielectric Medium[END_REF][START_REF] Bachelier | Surface Plasmon Mediated Raman Scattering in Metal Nanoparticles[END_REF][START_REF] Mazurenko | Coherent Vibrations of Submicron Spherical Gold Shells in a Photonic Crystal[END_REF][START_REF] Portalès | Probing Atomic Ordering and Multiple Twinning in Metal Nanocrystals through their Vibrations[END_REF][START_REF] Pelton | Damping of Acoustic Vibrations in Gold Nanoparticles[END_REF][START_REF] Jais | Metal Nanoparticle Ensembles: Tunable Laser Pulses Distinguish Monomer from Dimer Vibrations[END_REF][START_REF] Fernandes | Acoustic Vibrations of Au Nano-Bipyramids and their Modification under Ag Deposition: A Perspective for the Development of Nanobalances[END_REF][START_REF] Yu | Damping of Acoustic Vibrations of Immobilized Single Gold Nanorods in Different Environments[END_REF][START_REF] Major | Damping of the Acoustic Vibrations of a Suspended Gold Nanowire in Air and Water Environments[END_REF][START_REF] Bayle | Vibrational and Electronic Excitations in Gold Nanocrystals[END_REF][START_REF] Kirschner | Size-Dependent Coherent-Phonon Plasmon Modulation and Deformation Characterization in Gold Bipyramids and Nanojavelins[END_REF][START_REF] Girard | Inelastic Light Scattering by Multiple Vibrational Modes in Individual Gold Nanodimers[END_REF][START_REF] Valley | Imaging Intra-and Interparticle Acousto-Plasmonic Vibrational Dynamics with Ultrafast Electron Microscopy[END_REF][START_REF] Kim | Ultrafast Electron Microscopy Visualizes Acoustic Vibrations of Plasmonic Nanorods at the Interfaces[END_REF] This correlated dependency of the optical and mechanical properties make gold nanoparticles the simplest opto-mechanical transducers where they act both as source and detector. [START_REF] Pelton | Viscoelastic Flows in Simple Liquids Generated by Vibrating Nanostructures[END_REF] Such optical and mechanical properties can be tuned by controlling their structural properties and environment. Moreover, recent works in this domain have shed a new light on the coupling between the optical and mechanical properties by showing that the inelastic light scattering process is governed by the variations of the electric field inside the nanoparticles even for very small nanospheres. [START_REF] Bachelier | Surface Plasmon Mediated Raman Scattering in Metal Nanoparticles[END_REF][START_REF] Girard | Mechanisms of Resonant Low Frequency Raman Scattering from Metallic Nanoparticle Lamb Modes[END_REF] By providing a way to probe these variations in particular under resonant excitation, inelastic light scattering may prove as valuable for the study of surface plasmons in metallic nanoparticles as resonant Raman scattering has been for the study of the electronic properties of other systems. [START_REF] Leite | Multiple-Phonon Resonant Raman Scattering in CdS[END_REF][START_REF] Dresselhaus | Raman Spectroscopy of Carbon Nanotubes[END_REF][START_REF] Ferrari | Spectrum of Graphene and Graphene Layers[END_REF] Analytical models exist to calculate the inelastic light scattering cross-sections 9,23 of metallic nanoparticles. They are restricted to systems having the spherical symmetry. They were developed thanks to numerous experimental results reported over the years for gold [START_REF] Weitz | Anomalous Low-Frequency Raman Scattering from Rough Metal Surfaces and the Origin of Surface-Enhanced Raman Scattering[END_REF][START_REF] Portalès | Probing Atomic Ordering and Multiple Twinning in Metal Nanocrystals through their Vibrations[END_REF] and also other metallic nanoparticles. [START_REF] Fujii | Low-Frequency Raman Scattering from Small Silver Particles Embedded in SiO 2 Thin Films[END_REF][START_REF] Fujii | Erratum: Low-Frequency Raman Scattering from Small Silver Particles Embedded in SiO 2 Thin Films[END_REF] One of the goals of the present paper is to provide measurements for non-spherical nanocrystals to help develop models for non-spherical shapes. Indeed, experimental inelastic light scattering measurements reported in the literature are scarce. Various authors have investigated the vibrational dynamics of long, narrow gold nanoparticles but mostly using time-resolved transient absorption with femtosecond pumpprobe measurements. [START_REF] Pelton | Damping of Acoustic Vibrations in Gold Nanoparticles[END_REF][START_REF] Fernandes | Acoustic Vibrations of Au Nano-Bipyramids and their Modification under Ag Deposition: A Perspective for the Development of Nanobalances[END_REF][START_REF] Yu | Damping of Acoustic Vibrations of Immobilized Single Gold Nanorods in Different Environments[END_REF][START_REF] Major | Damping of the Acoustic Vibrations of a Suspended Gold Nanowire in Air and Water Environments[END_REF][START_REF] Kirschner | Size-Dependent Coherent-Phonon Plasmon Modulation and Deformation Characterization in Gold Bipyramids and Nanojavelins[END_REF] This method is extremely powerful and even more so when it is used to investigate single particles. [START_REF] Beane | Ultrafast Measurements of the Dynamics of Single Nanostructures: A Review[END_REF] However, it also suffers from very restrictive selection rules. The observable vibrations are the totally symmetric ones because these are the only ones showing a variation of the volume of the particles during its oscillation. [START_REF] Ahmed | Understanding How Acoustic Vibrations Modulate the Optical Response of Plasmonic Metal Nanoparticles[END_REF] Inelastic light scattering (Raman/Brillouin) has less restrictive selection rules which make it possible to observe additional vibrations. In addition, the Raman selection rules are relaxed for large nanoparticles [START_REF] Montagna | Brillouin and Raman Scattering from the Acoustic Vibrations of Spherical Particles with a Size Comparable to the Wavelength of the Light[END_REF] and when interparticle plasmonic coupling exists. [START_REF] Girard | Inelastic Light Scattering by Multiple Vibrational Modes in Individual Gold Nanodimers[END_REF] The very low crosssections of the inelastic light scattering process prevent single-particle measurements in most cases. Still, ensemble measurements combined with narrow size dispersion have been used successfully in the past to investigate spherical nanoparticles and also in the case of transient absorption measurements when single-particle measurements remain difficult. [START_REF] Kirschner | Size-Dependent Coherent-Phonon Plasmon Modulation and Deformation Characterization in Gold Bipyramids and Nanojavelins[END_REF] In this work, we prepared narrow size dispersion elongated gold nanocrystals which are suitable for ensemble measurements without introducing a dramatic inhomogeneous broadening. We controlled their morphology and measured their size with electron microscopy and optical absorption. Then we measured their inelastic light scattering spectra. Previous works have generally focused on totally symmetric vibrations (the so-called extensional and breathing modes) [START_REF] Large | Acousto-Plasmonic Hot Spots in Metallic Nano-Objects[END_REF] even in the case of semiconducting nanoparticles. [START_REF] Miscuglio | Confined Acoustic Phonons in Colloidal Nanorod Heterostructures Investigated by Nonresonant Raman Spectroscopy and Finite Elements Simulations[END_REF] In that case, crystallinity only results in minor deviations compared to the case of elastically isotropic nanoparticles. For example, a coupling of the breathing vibration with m=5 vibrations for pentagonal structures has been reported [START_REF] Gan | Breathing Mode Vibrations and Elastic Properties of Single-Crystal and Penta-Twinned Gold Nanorods[END_REF] together with the necessity to take into account the right sound velocity corresponding to the lattice direction along the long axis for the extensional mode. [START_REF] Goupalov | Crystal Structure Anisotropy Explains Anomalous Elastic Properties of Nanorods[END_REF][START_REF] Goupalov | Correction to "Crystal Structure Anisotropy Explains Anomalous Elastic Properties of Nanorods[END_REF] However, for nanorods (NRs) additional vibrations can also significantly scatter light, 38 some of which are very sensitive to the crystallinity of the nanocrystals. [START_REF] Saviot | Vibrations of Single-Crystal Gold Nanorods and Nanowires[END_REF] Accordingly, we consider in this work only nanocrystals with a controlled lattice structure, i.e., monodomain NRs and twinned pentagonal nanobipyramids (NBP). In addition, a tandem Fabry-Pérot interferometer is used to measure the spectra. It enables measurements in a lower frequency range than conventional low-frequency Raman spectrometers (down to about 1 GHz). This enables to study larger nanoparticles for which deviations from the Raman scattering rules are expected.

Results and Discussion

Morphology

Colloidal solutions of Au NRs and NBPs were synthesized using the protocols described in the Methods section. In the various colloidal solutions, the size distribution of the NRs remains as narrow as a few percents. Such a low polydispersity allows for getting NR selfassembly after depositing them onto a Si substrate, as observed by high-resolution scanning electron microscopy (HRSEM) in Figure 1A. When looking at the high resolution transmission electron microscopy (HRTEM) image of one single NR in Figure 1B, the apparent profile is well described by a cylinder with half-sphere ends (Figure 1C). A similar profile is observed for most of the synthesized NRs. In the following we model them as half-sphere ended cylinders of total length L and diameter d. All of them are single domain with their long axis along [001].

Figure 1D shows the length versus diameter distributions of the six samples. The aspect 2C). Our observation matches the morphology reported in the literature. [START_REF] Liu | Mechanism of Silver(I)-Assisted Growth of Gold Nanorods and Bipyramids[END_REF] The average length, width at the center and aspect ratio are also given in Table 1.
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Raman spectra

Raman measurements were performed on NRs deposited onto a Si wafer after evaporation of the colloidal solution. No control of the orientation of the NRs is achieved, meaning that these latter are randomly oriented with respect to the polarization of the incident and scattered light. The low-frequency Raman spectra of samples NR#i are shown in Figure S8.

Each spectrum exhibits several bands in the 30-150 GHz frequency range. The peaks do not overlap significantly which demonstrates that the control of the size distributions of the NRs during the synthesis was good enough for this study. The bands shift towards higher frequencies for decreasing diameters. To highlight the dependence of the low-frequency Raman spectra on the NR diameter, we plotted them in Figure 1E as a function of νd, the product of the frequency ν by the diameter d. This scaling comes from the continuum elasticity approximation used in the calculations. The frequencies scale as the inverse of the dimensions provided the aspect ratio is kept constant. In a previous work, it was shown that the eigenmodes of NRs are governed mainly by either the length or the diameter. [START_REF] Saviot | Vibrations of Single-Crystal Gold Nanorods and Nanowires[END_REF] We take advantage of this scaling law in the following by considering the product of the frequency by the length and by the diameter of the NRs. They are expressed in m/s when multiplying frequencies in GHz by lengths in nm. Two bands at about νd =800 and 1200 m/s dominate the spectra. These bands hardly move from one spectrum to another, thus indicating that they originate from two vibrational modes with frequencies scaling as 1/d. In spite of a weaker signal/noise ratio of the spectra at higher frequency, one discerns other bands whose νd products remain also almost unchanged. At variance with the extensional modes detected by transient absorption measurements and whose frequency varies as 1/L, the frequency of most of the vibrational modes detected here scales approximately as 1/d. Therefore, the multiple features observed in the Raman spectra are probably due to radial modes of the NRs. Their assignment will be discussed in the following.

Three lengths are required to describe the shape of NBPs: the total length L and the width at the center w and at both ends t (see Figure 2C). For pentagonal cross-sections, the lateral dimension is chosen as the diagonal of the pentagon because this is the width which we expect to observe in HRTEM images when NBPs rest on one of their faces. We use the same representation as for the NRs and scale the frequencies by multiplying them by the diagonal of the bipyramids at the center (νw). This enables to easily compare peaks for samples having different sizes. The Raman spectra of the NBP#i samples are presented in Figure 2E. We note that they are as rich as in the case of NRs because they all contain 5 peaks or more. The lowest frequency peaks for NBP#1 and NBP#2 are at lower value of νw and may therefore correspond to modes related to the length of the NBPs. The case of NBP#3 is similar to the case of the NRs before with the peaks appearing at larger νw corresponding most probably to vibrations confined along the lateral dimension.

A 647 nm laser excitation was used to measure the inelastic light scattering spectra.

According to the UV-visible absorption spectra (Figures S14 andS15), the excitation is strongly resonant for the samples with the smallest aspect ratio. It falls in between the longitudinal and transverse surface plasmon resonances for the samples with the largest aspect ratio. However, these spectra were measured for the colloidal solution. The selfarrangement of the nanocrystals after deposition most probably alters this simple picture.

We chose the 647 nm laser excitation in the present work to favor a resonant excitation and facilitates the measurement of the spectra. Future works will have to look more closely at possible resonance effects which may enhance the scattering of some nanocrystals depending on their size or assembly.

The assignment of the experimental peaks is achieved by comparing their frequencies with calculated ones. There is never a perfect match in practice due to the size distributions and the approximations of the calculation method. Comparing frequencies works well for the lowest frequency vibrations where the different modes are well separated. The increase of the vibrational density of states with frequency renders this approach much less effective at higher frequencies. In the present case, the lowest frequency modes are the extensional ones. The features observed for the NRs are mainly diameter-dependent and are therefore not the lowest frequency modes. To assign the peaks, we use selection rules when possible to restrict the number of modes to consider.

Recent works have also shown that the plasmonic coupling between neighbor nanoparticles can break the usual Raman selection rules [START_REF] Girard | Inelastic Light Scattering by Multiple Vibrational Modes in Individual Gold Nanodimers[END_REF] resulting in a larger number of peaks in the spectra. In that case, the additional experimental features observed for spheres have been successfully assigned to the fundamental spheroidal vibrations with = 3, 4, . . . Such a coupling is possible in our samples because the nanocrystals tend to self-assemble as can be seen in the HRSEM images (Figures 1A and2A). Therefore, a similar assignment can be expected. To test this hypothesis, we focus in the following on describing how these spheroidal vibrations evolve when changing the shape from spheres to NRs and NBPs. Then we try to assign the spectral features with these vibrations. The same spheroidal vibrations with = 3, 4, . . . manifest also when the size of the nanoparticles is not small compared to the wavelength of light. [START_REF] Montagna | Brillouin and Raman Scattering from the Acoustic Vibrations of Spherical Particles with a Size Comparable to the Wavelength of the Light[END_REF] However, we do not anticipate that the same size effect manifests in our case. Indeed, vibrations with = 2 are not observed for gold nanospheres [START_REF] Girard | Inelastic Light Scattering by Multiple Vibrational Modes in Individual Gold Nanodimers[END_REF] having a diameter of about 100 nm which is close to the length of our elongated nanocrystals.

Monodomain NRs

We start from the well-known case of the isotropic nanosphere of diameter d, then change the shape to an isotropic circular cylinder and then to a cubic circular cylinder as an approximation for a monodomain NR.

The diameter-dependent modes of the cylinder corresponding to the fundamental spheroidal modes of the sphere with angular momentum > 0 are the ones with m = at the center of the Brillouin zone (q = 0). They are the lowest frequency E mu for odd m or E mg for even m > 0. [START_REF] Saviot | Vibrations of Single-Crystal Gold Nanorods and Nanowires[END_REF] The corresponding surface deformation for a cross-section of the isotropic gold cylinder is plotted in Figure 3A (top). For these q = 0 modes, the deformation is the same along the cylinder. The frequencies ν of these modes vary as the inverse diameter 1/d.

The diameter-independent values νd are given in Figure 3A and plotted in Figure 3B with squares as a function of m. For comparison, the spheroidal modes of the sphere are also plotted with circles as a function of . The frequencies are smaller for the cylinder but the variations with or m are very similar. Overtones of the spheroidal vibrations of the sphere are also interesting in this context. However, their scattering cross-sections are substantial only if they change the shape of the surface significantly. For spherical nanoparticles, the fundamental spheroidal mode with a given = 1 are such modes. [START_REF] Saviot | Longitudinal versus Transverse Spheroidal Vibrational Modes of an Elastic Sphere[END_REF] However, for ≥ 2, the next 2 or 3 overtones keep the shape of the nanosphere almost unchanged and their scattering cross-sections are small. [START_REF] Bachelier | Surface Plasmon Mediated Raman Scattering in Metal Nanoparticles[END_REF][START_REF] Girard | Mechanisms of Resonant Low Frequency Raman Scattering from Metallic Nanoparticle Lamb Modes[END_REF] We checked that a similar behavior still holds for cylinders.

For this reason, we will only consider the fundamental modes in the following.

The spheroidal-like modes of isotropic cylinders with even m = 2i > 0 have the E (2i)g irreducible representation. For single-crystal cylinders made of a cubic material, they split into B 1g and B 2g for odd i and A 1g +A 2g for even i. For odd m = 2i + 1, the isotropic spheroidal-like modes have the E (2i + 1)u irreducible representation. They do not split and transform into E u . [START_REF] Saviot | Vibrations of Single-Crystal Gold Nanorods and Nanowires[END_REF] For m = 0, the breathing mode of the sphere transforms into the radial breathing mode of the cylinder and the irreducible representation remains unchanged (A 1g ). The first few modes shapes and frequencies (m = 0, . . . 6) are illustrated in Figure 3A (middle). The deformations for the isotropic and cubic vibrations are almost identical for m = 2. They differ for modes at higher frequencies due to mixing with other modes having the same cubic irreducible representations and close frequencies. Such near frequency modes are more frequent at higher frequency due to the increasing vibrational density of states.

Only the cubic vibrations being the most similar to the isotropic ones are considered here.

As expected from previous works, [START_REF] Portalès | Probing Atomic Ordering and Multiple Twinning in Metal Nanocrystals through their Vibrations[END_REF] the significant splitting of the E 2g mode into B 1g and B 2g is a clear marker of the cubic lattice structure of gold in circular cylinders. The frequency shifts for the other modes are also significant. This demonstrates that taking into account this anisotropic structure is required.

Figure 3C was designed to help assign the peaks observed in the experimental spectra.

The axes correspond to νd and νL to help distinguish between diameter and length dependent Indeed, these vibrations do not significantly scatter light in the case of isotropic material because they do not change the shape of the surface. However, this is not true when the cubic lattice structure is present as can be seen in Figure 3A. Our experimental results do not allow us to explain the reason for the different behavior of sample NR#1 at this point. It could be related to a different arrangement of the NRs in the region illuminated by the laser.

Indeed, our assignment is based on identifying the vibrations which couple significantly with the surface plasmon resonance. However, the relative inelastic light scattering cross-sections of these modes are expected to depend significantly on the relative orientation of the NRs and the polarization of the laser but also on the position of the excitation wavelength with respect to the surface plasmon resonance.

The breaking of the Raman selection rules induced by plasmonic coupling and resulting in the scattering of light by vibrations with angular momentum larger than 2 was not observed in previous measurements on self-assembled nanoparticles. [START_REF] Portalès | Probing Atomic Ordering and Multiple Twinning in Metal Nanocrystals through their Vibrations[END_REF][START_REF] Margueritat | Crystallinity Dependence of the Plasmon Resonant Raman Scattering by Anisotropic Gold Nanocrystals[END_REF]43 The reason for this apparent contradiction is the different coupling regime achieved in the present work. An efficient coupling for gold nanorods requires separation distances shorter than the nanorod diameter. [START_REF] Vial | Plasmon Coupling in Layer-by-Layer Assembled Gold Nanorod Films[END_REF] A universal scaling behavior of the plasmonic coupling has been reported for dimers. [START_REF] Jain | On the Universal Scaling Behavior of the Distance Decay of Plasmon Coupling in Metal Nanoparticle Pairs: A Plasmon Ruler Equation[END_REF] We expect a similar law to exist for self-assembled nanoparticles, i.e., that the plasmonic coupling decreases quickly as a function of the ratio s/D where s is the separation distance between the nanoparticles and D their size. s/D 1 3 for samples prepared with pulsed laser deposition. [START_REF] Margueritat | Crystallinity Dependence of the Plasmon Resonant Raman Scattering by Anisotropic Gold Nanocrystals[END_REF] The separation distance was about 1 nm leading to s/d . This smaller value correspond to a stronger plasmonic coupling in agreement with the larger observed deviation from the usual Raman selection rules. The effect is even more pronounced if we consider the length of the NRs (s/L 1 50 ). The deviation from the Raman selection rules as the size of the nanoparticles increases is also observed in our spectra. We can safely compare samples NR#3 and NR#5 because they have almost the same aspect ratio. The NRs of sample NR#5 are about 30% larger than those of sample NR#3. More Raman peaks are observed for NR#5 than for NR#3 in Figure 1E which is again consistent with a stronger plasmonic coupling.

Finally, we note that the breaking down of the Raman selection rules which we report is quite dramatic. In the case of gold nanodimers, [START_REF] Girard | Inelastic Light Scattering by Multiple Vibrational Modes in Individual Gold Nanodimers[END_REF] the intensities of the additional peaks assigned to vibrations with > 2 was about one order of magnitude lower than the one for = 2. In the present work, the intensity of the peaks are about the same (see Figure 1). We note that each NR has several neighbor NRs in our deposited samples instead of a single one in nanodimers. Therefore, the plasmonic coupling occurs over a larger fraction of the surface of the NRs which may explain at least in part the larger intensities that we observed.

In addition, it is well-known that electric field is intense and varies strongly over short distances near the tips of NRs. This can also explain the large intensities for > 2 vibrations when the excitation wavelength is near the longitudinal surface plasmon resonance.

Pentagonal NBPs

The E (2i+1)u and E (2i)g modes at q = 0 of the isotropic circular cylinders split in pentagonal cylinders when the angular momentum m = 2i(+1) is a multiple of 5. The corresponding surface deformation and frequency×diagonal products are given in Figure 3A (bottom)for cubic twinned pentagonal cylinders. We used the lattice orientations given in reference 40.

Contrarily to the case of monodomain cylinders detailed above, taking into account the cubic elasticity plays only a minor role for twinned pentagonal cylinders. In a simple approach, we can consider that vibrations of actual bipyramids are intermediate between those of spheres (for L ∼ w) and pentagonal cylinders (L w). We checked this hypothesis for the lowest frequency E' 2 mode (quadrupolar-like) calculated using the finite element method and using the average dimensions given in Table 1. We obtained νw = 1095, 1100 and 1123 m/s for samples NBP#1,2 and 3 respectively. These values are close to the frequency of the sphere (νd = 1062 m/s) and about 10% larger than those of the cylinder.

Next we consider the well-known length-dependent extensional modes for the bipyramids.

Such vibrations have already been measured using femtosecond pump-probe experiments and their frequencies were also determined analytically. [START_REF] Pelton | Mechanical Damping of Longitudinal Acoustic Oscillations of Metal Nanoparticles in Solution[END_REF] Using the actual average sizes reported in Table 1, we calculated the extensional mode frequencies using this approximation and approximately the following values for odd "m" (νd = 1452, 2326, 3138 and 3928 m/s for m = 3, 5, 7 and 9). This assignment is only tentative at this point as it requires a thorough investigation of a larger set of the full parameter space (length and diagonals at the center and at the ends) which goes beyond the scope of the present work. Still, we would like to emphasize that it is consistent with the deviations from the Raman selection rules because of the plasmonic coupling as described above in the case of NRs. First, we note that the size of NBP#3 is almost twice that of NBP#1 and NBP#2. We can also assume that the distance s between neighbor NBPs is similar for each sample because it is governed by the length of the ligands. The s/D ratio is therefore much smaller in NBP#3 compared to NBP#1 and NBP#2 resulting in a significantly larger plasmonic coupling. This probably explains why the assignment of the peaks for NBP#1 and NBP#2 did not require considering m > 2 modes while such vibrations are involved for NBP#3. In addition, the SEM and TEM images show that NBPs do not self-assemble as easily as NRs. After deposition, their arrangement looks mostly random. However, we can point out that NRs tend to self-assemble so that their ends are aligned while neighbor NBPs are most often shifted so that the tip of one NBP is close to the center of an adjacent NBP. These differences probably result in a very different symmetry of the electric field inside NBPs compared to NRs which may be the reason for the unexpected odd "m" observation reported above.

Conclusion

Gold NRs and NBPs were synthesized. Their morphology was determined with electron microscopy and optical absorption. The nanocrystals are tens of nanometer large monodomain gold NRs and twinned pentagonal NBPs with narrow size distributions. Their vibrational dynamics was investigated experimentally by means of inelastic light scattering. Numerous peaks were observed. The vibrations were modeled in the framework of continuum elasticity.

Special care was taken to identify their symmetry and compare them to the vibrations of nanowires as the limiting case of very high aspect ratio NRs. We proposed a method to assign the experimental peaks following recent results for gold nanodimers. [START_REF] Girard | Inelastic Light Scattering by Multiple Vibrational Modes in Individual Gold Nanodimers[END_REF] For NRs, the frequencies of the peaks match those of the fundamental spheroidal vibrations which couple with the surface plasmon resonance by changing the shape of the surface. Deviations from the usual low-frequency Raman selection rules are observed because they are derived for small and isolated nanoparticles. [START_REF] Duval | Far-Infrared and Raman Vibrational Transitions of a Solid Sphere: Selection Rules[END_REF] Vibrations with angular momenta larger than 2 are involved more and more as the ratio of the interparticle separation to the diameter decreases.

The agreement between the experimental and calculated frequencies is good for NRs. The assignment is more complex for large NBPs for which different selection rules seem to be at work because of the different arrangement of the nanocrystals after deposition. However, the unusually large number of peaks observed for the largest NBPs, which occur at large values of the frequency×diagonal product, can not be explained without involving vibrations having larger angular momenta. These results show that inelastic light scattering in the GHz frequency range is a powerful probe of the plasmonic coupling in assemblies of nanocrystals.

The assignment obtained in this work is general but intensity variations can be expected when varying the experimental parameters. Future works will focus on carefully monitoring the assembly of the nanocrystals being probed as well as polarization effects, resonance conditions and developing new methods to calculate the inelastic scattering cross-sections for non-spherical shapes.

Methods Syntheses

Hydrogen tetrachloroaurate (Sigma-Aldrich, ≥99.9%), silver nitrate (Sigma-Aldrich, 99%), sodium borohydride (Sigma-Aldrich, ≥96%), sodium hydroxide (VWR, ≥98%), hydroquinone (Sigma-Aldrich, ≥99%), cetyltrimethylammonium bromide (Sigma-Aldrich, ≥98%), cetyltrimethylammonium chloride (Sigma-Aldrich, ≥99.5%), benzyldimethylhexadecylammonium chloride (Sigma-Aldrich). All chemicals were used as received. All solutions were fresh daily prepared.

All glassware were washed with aqua regia (HNO 3 /HCl 2:1 (v/v)) and rinced with ultrapure water (18.2 MW).

For gold NRs, the seed and growth solutions were prepared as follows.

Seed solution: under strong stirring, 460 µL of NaBH 4 (0.01 M) and NaOH (0.01 M)

solution was injected with one stroke in 10 mL of HAuCl 4 (0.5 mM) and CTAB (0.1 M) solution at room temperature. The color turned from yellow-orange to brown.

Growth solution: at 30 and under slow stirring, 160, 240, 320, 400, 480, 560, 640, 720, 800 or 880 µL of AgNO 3 (0.01 M) solution was added to 40 mL of HAuCl 4 (0.5 mM) and CTAB (0.1 M) solution. 2 mL of hydroquinone was mixed to the growth solution.

The color turned from yellow-orange to colorless. Finally, a volume of 640 mL of the seed solution was added and the growth solution was let undisturbed overnight.

Similarly, for gold NBPs, the seed and growth solutions were prepared as follows. 

Material characterization

UV visible absorption spectra of the colloidal solutions were recorded using a Varian 50 scan spectrophotometer. For conventional TEM and HRTEM, we used a JEOL 1011, JEOL 2010 and 2010F, respectively. The samples were prepared by depositing a drop of colloidal solution onto a copper grid covered by an amorphous carbon film. The size distributions were determined using the NIH ImageJ software. HRSEM pictures were acquired with a HITACHI SU-70 instrument. The low-frequency Raman scattering measurements were performed using a tandem Fabry-Pérot interferometer. The scattered light was collected in the backscattering configuration. The excitation source was the 647.1 nm line of a Kr + laser.

For Raman measurements, either Au NRs or NBPs were deposited onto a silicon wafer by evaporation of the colloidal solution in a small beaker.

Calculation of the acoustic eigenmodes

The calculation of the eigenvibrations was performed using the Rayleigh-Ritz variational method as explained in a previous work by one of us. [START_REF] Saviot | Vibrations of Single-Crystal Gold Nanorods and Nanowires[END_REF] The point group for single-domain NRs having their main axis along [001] is D 4h and the one for the pentagonal bipyramids is D 5h . The intensity of inelastically scattered light is also calculated by considering a Brillouin mechanism, i.e., a constant electric field inside the nanocrystals. This approximation is poor [START_REF] Saviot | Vibrations of Single-Crystal Gold Nanorods and Nanowires[END_REF] but we use it as a rough guide since it is easy enough to calculate, and we are lacking a better model.

In the case of the NBPs, numerical issues resulted in a poor convergence using the previous approach. It was therefore replaced by finite element calculations (Abaqus/CAE 6.18). We used the cyclic analysis method which takes advantage of the 5-fold symmetry axis (C 5 )

and provides the nodal diameter for each eigenvibration. Additional characters (symmetry about the plane perpendicular to C 5 and one of the 5 planes containing C 5 ) were evaluated numerically to complete the determination of the irreducible representations.

Figure 2 :

 2 Figure 2: (A) HRSEM image of NBP#3 nanocrystals self-assembled on a Si wafer. (B) HRTEM image showing one typical pentagonal Au NBP. (C) Schematics depicting the relevant NBP dimensions. As a first approximation, each NBP can be modeled by a pentagonal biprysm of diagonal at the center w ended with two pyramids of diagonal t, with a total length L. (D) Length versus diagonal distributions of Au NBPs of samples NBP#1 (black), NBP#2 (green) and NBP#3 (red). (E) Stokes and anti-Stokes low-frequency Raman scattering spectra of Au NBPs with different sizes and aspect ratios as a function of the frequency shift multiplied by the average NBP diagonal at the center. The spectra of samples NBP#i (i=1-3) are plotted from bottom to top with the same colors as in D. The spectra are independently scaled and vertically shifted for clarity.

Figure 3 :

 3 Figure 3: (A) Surface deformation of isotropic gold cylinders deformed by the q = 0 radial vibrations with m = 0, . . . , 6 (top). The second degenerate isotropic mode is obtained by rotating by π 2m . The equivalent vibrations are also shown for cubic gold cylinders (middle) and for cubic twinned pentagonal gold cylinders (bottom). The irreducible representations and νd (frequency×diameter in m/s) or νw (frequency×diagonal of the pentagon in m/s) are indicated. (B) νd for the fundamental spheroidal modes of an isotropic gold sphere (circles) and cylinder (square) as a function of the angular momentum or m. (C) Color map of the intensity calculated using the Brillouin mechanism as a function of νL and νd for monodomain circular NRs with half sphere ends which are made of cubic gold. Experimental frequencies are plotted with full circles and the errorbars correspond to the FWHM of the diameter and length distributions. The frequencies of the "spheroidal-like" q = 0 diameterdependent modes of circular cylinders made of cubic gold are indicated with arrows together with their irreducible representations.

  works on small NCs (d ∼ 5 nm).[START_REF] Portalès | Probing Atomic Ordering and Multiple Twinning in Metal Nanocrystals through their Vibrations[END_REF]43 In the present work, s 2 nm leading to s/d 1 10

  Seed solution: under strong stirring, 100 µL of NaBH 4 (0.05 M) and NaOH (0.05 M) solution was injected with one stroke in 4 mL of HAuCl 4 (0.5 mM) and CTAC (95 mM) solution at room temperature. The color turned from yellow-orange to red. Ripening took place during one hour at 85.Growth solution: at 30 and under slow stirring, 0.8 mL of AgNO 3 (0.01 M) solution was added to 40 mL of HAuCl 4 (0.5 mM) and CTAB (0.1 M) solution. 2 mL of hydroquinone (0.1 M) was mixed to the growth solution. The color turned from yelloworange to colorless. Finally, 1500, 1300, 1100, 900, 700, 500, 300, 150, 100 or 50 µL of the seed solution was added and the growth solution was let undisturbed overnight.For the purification of the nanocrystals, 10 mL of solution was centrifuged during 15 min at 4500 rpm and 40. The precipitate was redipersed in 10 mL of CTAB solution (1 mM). Centrifugation was repeated one more time and the precipitated nanocrystals were redispersed in 3 mL of CTAB solution (1 mM). The nanocrystals were redispersed with BDAC solution (0.5 M) to a total concentration: [BDAC] = 651.52 -4.41L with L the nanocrystal length. After precipitation during 18 h, gold nanocrystals were redispersed in 3 mL of CTAB solution (1 mM). The solution was centrifuged during 5 min at 5000 rpm and 40. The precipitate was redipersed in 3 mL of CTAB solution (1 mM). Centrifugation was repeated one more time and the precipitated nanocrystals were redispersed in 3 mL of CTAB solution (1 mM).

Acknowledgement

The authors acknowledge IMPC (Institut des Matériaux de Paris Centre, FR2482) for providing access to the JEOL1011 and JEOL2010 microscopes. N.G. acknowledges the support of Nouraine Fadili for the synthesis of gold nanorods. This work has been supported by the EIPHI Graduate School (contract "ANR-17-EURE-0002"). Calculations were performed using HPC resources from DNUM CCUB (Centre de Calcul de l'Université de Bourgogne).

Comparing with the analytical calculations confirms that only the lowest frequency ones are "pure" extensional modes. At higher frequency, diameter-dependent modes having the same symmetry also manifest.

Using the calculated frequencies reported in Figure 3A and the ones calculated for the extensional vibrations, we propose the following assignment. NBP#1 peaks at νw = 611 and 1264 m/s and NBP#2 peaks at 660 and 1298 m/s are assigned to the first 2 extensional modes. NBP#1 peak at νw = 989 m/s and NBP#2 peak at νw = 1021 m/s are assigned to the "m = 2" mode at νw = 999 m/s. The broad feature observed at νw = 1670 m/s for NBP#2 is close to the "m = 3" mode at νw = 1601 m/s. An additional narrow feature is observed for NBP#1 at about νw = 775 m/s. It does not correspond to one of the vibrations described above. Its frequency is close to that of the E' 1 mode which is the first overtone of the bending mode as calculated with the finite element approach (νw = 747 m/s).

The peaks observed for NBP#3 have significantly larger values of νw. Most of the modes observed for NBP#1 and 2 are masked in the tail of the elastic peak for NBP#3.

To assign the peaks, we first look at the modes corresponding to larger values of "m" as 
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