
HAL Id: hal-02841444
https://hal.science/hal-02841444

Submitted on 2 Dec 2020

HAL is a multi-disciplinary open access
archive for the deposit and dissemination of sci-
entific research documents, whether they are pub-
lished or not. The documents may come from
teaching and research institutions in France or
abroad, or from public or private research centers.

L’archive ouverte pluridisciplinaire HAL, est
destinée au dépôt et à la diffusion de documents
scientifiques de niveau recherche, publiés ou non,
émanant des établissements d’enseignement et de
recherche français ou étrangers, des laboratoires
publics ou privés.

Dielectric and electro-optic properties of cybotactic
nematic phase in hydrogen-bonded liquid crystals

Tayssir Missaoui, Ines Ben Amor, Taoufik Soltani, Hafedh Ben Ouada,
Erwann Jeanneau, Yves Chevalier

To cite this version:
Tayssir Missaoui, Ines Ben Amor, Taoufik Soltani, Hafedh Ben Ouada, Erwann Jeanneau, et al..
Dielectric and electro-optic properties of cybotactic nematic phase in hydrogen-bonded liquid crystals.
Journal of Molecular Liquids, 2020, 304, pp.112726. �10.1016/j.molliq.2020.112726�. �hal-02841444�

https://hal.science/hal-02841444
https://hal.archives-ouvertes.fr


1 
 

Dielectric and electro-optic properties of cybotactic nematic phase in 

hydrogen-bonded liquid crystals 

 

Tayssir Missaouia, Ines Ben Amorb, Taoufik Soltanib, Hafedh Ben Ouadaa, Erwann Jeanneauc, 

Yves Chevalierd 

 

a Université de Monastir, Faculté des Sciences de Monastir, Laboratoire des Interfaces et Matériaux 

Avancés, bd de l’Environnement, 5019 Monastir, Tunisia. 

b Université de Tunis El Manar, Faculté des Sciences de Tunis, LR99ES16 Laboratoire Physique de la 

Matière Molle et de la Modélisation Électromagnétique, 2092 Tunis, Tunisia. 

c Université Claude Bernard Lyon 1, Centre de Diffractométrie Henri Longchambon, 69622 

Villeurbanne, France. 

d Université Claude Bernard Lyon 1, Laboratoire d'Automatique, de Génie des Procédés et de Génie 

Pharmaceutique, LAGEPP, CNRS UMR 5007, 43 bd 11 Novembre, 69622 Villeurbanne Cedex, France. 

 

 

Corresponding authors: 

- Yves Chevalier, Université Claude Bernard Lyon 1, Laboratoire d'Automatique, de Génie des Procédés 

et de Génie Pharmaceutique, LAGEPP, CNRS UMR 5007, 43 bd 11 Novembre, 69622 Villeurbanne 

Cedex, France. +33 472431877, yves.chevalier@univ-lyon1.fr 

- Taoufik Soltani, Université de Tunis El Manar, Faculté des Sciences de Tunis, LR99ES16 Laboratoire 

Physique de la Matière Molle et de la Modélisation Électromagnétique, 2092 Tunis, Tunisia. +216 

21064017, tawfik_sol@yahoo.fr 

 

  

file:///E:/Au%20travail/Tunisie/Tayssir/Article%201/Envoi/yves.chevalier@univ-lyon1.fr
mailto:ayebhabib@gmail.com


2 
 

Abstract 

The new compounds 4-decyloxy-2-fluorobenzoic acid and 4-dodecyloxy-2-fluorobenzoic acid 

display hydrogen-bonded liquid crystals (HBLC) of smectic and nematic phases. Their phase 

behavior established using polarizing optical microscopy (POM), differential scanning 

calorimetry (DSC) and X-ray diffraction (XRD) consistently occurs as the sequence upon 

cooling: Isotropic liquid – Nematic – SmC – crystalline solid. The dielectric study in the 

nematic phase shows a single relaxation process at low frequency characteristic of a cybotactic 

nematic phase. The optical properties of the nematic phase show a decrease of birefringence as 

alkyl chain length increases in the high-temperature part of the nematic domain, which reveals 

a decrease of order parameter for longer chains. 

 

 

Keywords: Hydrogen-bonded liquid crystal, Nematic, Polarized optical microscopy, 

Dielectric spectroscopy. 

 

Highlights: 

 4-Alkyloxy-2-fluorobenzoic acids self-associate as hydrogen-bonded SmC and nematic 

liquid crystals 

 The decyl and dodecyl compounds form cybotactic nematic phases 

 The nematic phase shows spontaneous polarization and low frequency relaxation at 8 kHz 
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1. Introduction 

Hydrogen-bonded liquid crystals (HBLC) make a specific class of thermotropic liquid 

crystals formally introduced by Kato and Fréchet in 1989 [1]. The building blocks are 

hydrogen-bonded complex species of molecules that their free form may not self-associate as 

liquid crystals. There have been many previous reports of HBLC though this terminology was 

not used at that time [2–8]; even in some instances it was not recognized that hydrogen bonds 

were involved for the formation of liquid crystals. Much attention is paid to HBLC due to their 

specific properties for both fundamental aspects and various technological applications. 

Thermotropic liquid crystals exhibit different phases between the isotropic liquid at high 

temperature and the solid crystalline phase at low temperature [9]; HBLC show the same variety 

of structures. The most well-known LC mesophase is the nematic phase, where anisotropic-

shaped molecules exhibit short-range orientational order, defined by a local vector (the 

director). 

Aromatic carboxylic acids were often utilized in the preparation of HBLC's. Most of HBLC 

mesogens are made of symmetric dimers of molecules showing nematic and smectic phases [2–

6,10–13]. The investigation of several aromatic carboxylic acids and their mixtures has been 

continued by Pongali Sathya Prabu et al. [12] and by Fouzai et al. [13] who found that small 

structural modification significantly changed the phase behavior. On the other hand, the hetero-

association of compounds by intermolecular hydrogen-bonding between a basic (e.g. pyridine 

derivative) and an acidic (e.g. alkoxybenzoic acid) form liquid crystalline phases showing a 

rich polymorphism such as SmC, SmA, SmF, SmG, SmI, nematic, discotic… phases based on 

the proton donor and acceptor interactions [1,14–22]. Ferroelectric HBLC materials were 

obtained by hydrogen-bonding hetero-association of chiral molecules [23–28]. 

Such large variety of molecular structures able to form, in particular asymmetric molecules 

show up specific behavior that may reveal the presence of unexpected and anomalous properties 

[5,6,13,29,30]. As example, a cybotactic nematic phase due to the presence of ferroelectric 

clusters has been observed [29]. More surprisingly, recent work on fluorinated HBLC by our 

group have also revealed the appearance of a low frequency relaxation (about 7 kHz) in the 

nematic phase [13]. This mode has been ascribed to presence of the ferroelectric clusters and 

electro-optic measurements clearly indicated the formation of a cybotactic nematic phase [30]. 

The reason of its formation is still unknown and some aspects remain to be explored. 

Dielectric spectroscopy is quite a suitable method for liquid crystal characterization. It 

allows the study of dielectric properties of materials, but also the determination of phase 

transition temperatures and the identification of phases. 
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In this paper we examine the dielectric and electro-optic measurements in the cybotactic 

nematic phase of fluorinated HBLC's of varying alkyl chain length (n = 8, 10 and 12) in order 

to better understand the formation of cybotactic nematic phases. In addition, increasing the 

length of the alkyl chain in this series of fluorinated compounds allowed studying its influence 

on the phase sequence and liquid crystalline properties. In this paper, we report the synthesis 

and the characterization of two new compounds, 4-decyloxy-2-fluorobenzoic acid (10OBAF) 

and 4-dodecyloxy-2-fluorobenzoic acid (12OBAF), which could be used for several 

applications such as photonics and plasmonics [31]. The molecular structure of these 

compounds is shown in Fig. 1. 

 

2. Experimental 

2.1. Synthesis and structural analysis 

4-Decyloxy-2-fluorobenzoic acid (10OBAF) and 4-dodecyloxy-2-fluorobenzoic acid 

(12OBAF) are two pure HBLCs synthesized in our laboratory by the method described in [13]. 

The chemical structure of the products was characterized by IR and NMR spectroscopy. Fourier 

transform infrared spectra were recorded on dry powders in Attenuated Total Reflectance mode 

(FTIR-ATR) using a Nicolet™ iS50 FT-IR spectrometer. Spectra were recorded in the range 

500–4000 cm-1 at a resolution of 4 cm-1 and using 32 scans for each spectrum. They are 

displayed in absorption mode. 1H, 13C and non-decoupled 19F NMR spectra were run on a 

Bruker AV 300 MHz spectrometer. All spectra were recorded using CDCl3 as solvent. 

Chemical shifts of 1H and 13C NMR spectra are reported in ppm from TMS. Chemical shifts of 

19F 1NMR spectra are reported in ppm from CFCl3. 

2.1.1. NMR analysis 

4-Decyloxy-2-fluorobenzoic acid (10OBAF): White powder. 1H NMR (300 MHz, CDCl3), 

δ (ppm): 0.80 (t, 3H, CH3 of C10H21), 1.20–1.38 (m, 14H, 7 CH2 of CH3–(CH2)7–), 1.7–1.8 (m, 

2H, β CH2–CH2–O), 4.0 (m, 2H, CH2–O), 6.75 (m, 2H arom., ortho and para to F), 8.0 (m, 1H 

arom., meta to F). 13C NMR (101 MHz, CDCl3) 169.23, 165.55, 165.01, 162.95235, 134.02, 

110.81, 109.49, 102.89, 102.63, 68.81, 31.89, 29.31, 28.92, 25.91, 22.68, 14.12. 19F NMR 

(282 MHz, CDCl3) -105.429 ppm (dd, 3JF-H = 12.68 Hz, 3JF-H = 8.65 Hz). 

4-Dodecyloxy-2-fluorobenzoic acid (12OBAF): White powder. 1H NMR (300 MHz, 

CDCl3), δ (ppm): 0.80 (t, 3H, CH3 of C8H17), 1.20–1.36 (m, 16H, 8 CH2 of CH3–(CH2)8–), 1.5–

1.8 (m, 2H, β CH2–CH2–O), 1.8 (m, 2H, α CH2–O), 3.9 (m, 2H, CH2–O), 6.75 (m, 2H arom., 

ortho and para to F), 8.0 (m, 1H arom., meta to F). 13C NMR (101 MHz, CDCl3) 169.51, 165.57, 

165.03, 162.97, 134.05, 134.03, 110.77, 109.43, 102.89, 102.64, 68.81, 31.92, 29.64, 29.36, 
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28.92, 25.91, 22.70, 14.12. 19F NMR (282 MHz, CDCl3): -105.456 ppm (dd, 3JF-H = 12.83 Hz, 

3JF-H = 8.50 Hz). 

2.1.2. IR analysis 

IR spectra of 10OBAF and 12OBAF showed the same features (Fig. 2): a broad band at 

2700–3300 cm-1 assigned to (O-H) mode of carboxylic acid group, a sharp band at 1691 cm-1 

from (C=O) mode and three sharp bands at 1615, 1509 and 1469 cm-1 from (C=C) of 

aromatic system. Moreover, the band occurring at 1293 cm-1 corresponds to C–F stretching 

vibrations. The sharp band of carbonyl at 1691 cm-1 confirmed the dimeric association of 

alkyloxybenzoic acids in the crystalline phase at room temperature. Indeed, a carboxylic acid 

existing in monomeric form in dilute solution absorbs at about 1760 cm-1. It should be noted 

that several sharp bands of carbonyl corresponding to cyclic (1680 cm-1), open dimers 

(1700 cm-1) and monomeric species (1620 cm-1) in dynamic equilibrium have been observed in 

POBA by Martínez-Felipe et al. [32]. A single sharp band of the cyclic dimer at 1691 cm-1 was 

observed in the present case, suggesting that the presence of a fluorine atom favors the cyclic 

dimers. 

2.2. Measurement set-up and instruments 

Differential scanning calorimetry (DSC) using a Perkin-Elmer DSC7 was performed at 

heating and cooling rates were 5°C·min-1. Texture and their changes were observed using an 

Olympus BX51 polarizing optical microscope (POM) equipped with digital CCD camera 

(Sony). 

X-ray diffraction (XRD) studies were performed using a Gemini diffractometer with 

graphite-monochromatized MoKα radiation at λ = 0.71073 Å. It was equipped with a Gemini 

CCD detector. Data reduction was done using the Crysalis Pro software. Intensities were 

collected at several temperatures. 

Dielectric and optical properties were studied using commercial planar alignment cells to 

evaluate threshold voltage and birefringence. Commercial cells (EHC from Japan) coated with 

ITO (indium tin oxide), and rubbed polyimide were used. The cells thickness defined by Mylar 

sheets was 8 µm, and the active area was 0.25 cm2. The cell was filled with the studied 

compounds in the isotropic phase by capillary action and slowly cooled into the nematic phase. 

The temperature was controlled within ±1°Cmin-1. 

The real and imaginary parts of the complex permittivity (ε = ε’ - iε”) were measured with an 

impedance-meter in the frequency range of 10 Hz–200 kHz. At the same time a sinusoidal 

voltage modulation of 500 mVp was applied. The threshold voltage measurements were carried 
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out as a function of temperature by connecting the sample to a generator coupled with an 

amplifier which can provide voltages between 0.5 V and 50 V. An arbitrary square wave (10 V 

and 1 Hz) was applied to the cell. Spontaneous polarization was measured by integrating the 

switching current recorded during polarization reversal under applied triangular voltage with 

frequency of 30 Hz. 

Birefringence was measured through the phase retardation of the sample (δ) using the prism 

method [30], in which the sample was placed between two crossed linear polarizers with a 

rubbing direction at 45° to their extinction directions under polychromatic light beam of average 

wavelength 546 nm. Birefringence (Δn) was measured at several temperatures. 

 

3. Results 

The phase behavior of 10OBAF and 12OBAF was assessed by DSC and POM observations 

as a function of temperature. 

For both 10OBAF and 12OBAF, DSC measurements showed three well-defined 

endothermal peaks on heating and three exothermic peaks on cooling indicating the existence 

of four phases (Fig. 3). The texture observed by optical microscopy confirmed these results. 

Indeed, on cooling from the isotropic liquid, planar textures of the nematic phase first appeared 

(Fig. 4a). On further cooling, the smectic phase (SmC) arose as given evidence by its typical 

texture (Fig. 4b). 

The SmC–nematic and nematic-isotropic transition temperatures were almost the same upon 

heating and cooling. Conversely, the temperature for crystallization was much lower upon 

cooling than heating, which is quite a general phenomenon for crystallization of bulk materials 

from their melt. The thermodynamic melting temperature was that measured upon heating. 

Table 1 summarizes the domains of existence of the different phases from the present study of 

10OBAF and 12OBAF, together with data of 8OBAF from previous work [30]. Both techniques 

of DSC and POM revealed an increase of melting temperature and a decrease of the nematic-

isotropic transition with respect to the length of the alkyl chain. As a whole, the temperature 

range of mesophases increases upon shortening the alkyl chain length. 

The structure of mesophases was investigated by XRD. The 2D XRD of the different phases 

of 10OBAF and 12OBAF liquid crystals are shown in Fig. 5. The natures of these phases were 

assigned following reference [33]. Starting from the highest temperature, an isotropic liquid 

phase was characterized by an isotropic wide-angle diffuse scattering as a Debye-Scherrer ring 

characteristic of a classical liquid. A nematic liquid crystalline phase was observed upon 

cooling. It was characterized by an anisotropic diffraction pattern showing an orientational 
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order. A wide-angle diffuse scattering was observed, showing that there was no periodic 

positional order. These features are those of a nematic structure. A strong diffuse scattering was 

detected in the direction perpendicular to the wall of the capillary sample holder, showing that 

the director of the nematic phase was parallel to the wall of the container. Upon cooling again, 

the smectic phase was entered. It was characterized by an anisotropic pattern with diffuse 

scattering in the wide-angle range. The smectic structure is made of a periodic arrangement of 

molecular layers in the direction of the director. The director is presumed parallel to the wall of 

the sample holder as it was in the nematic phase. The wide-angle scattering was tilted with 

respect to the direction perpendicular to the director, showing that molecules were tilted and 

that the smectic phase is of SmC type. Its period is of the order of twice the molecular size 

along its long axis. Such long period yields Bragg reflections in the small-angle range that could 

not be observed in the present case because the experimental setup could not reach a low enough 

angular domain. A detailed structural study could not be achieved because of this lack of 

information in the small-angle range. Polarized optical microscopy has unambiguously shown 

that this phase was of smectic structure. The solid crystalline phase was reached upon cooling 

again. Its scattering pattern was made of Bragg reflections, showing the 3D positional order of 

molecules in such crystals. The diffraction pattern was close to that of a single crystal because 

the size of crystals grown upon cooling was quite large with respect to the cross-section of the 

X-ray beam. The structures of these phases were in agreement with the POM observations. 

The broad diffuse scattering pattern observed in the wide-angle region of the nematic phase 

corresponds to scattering derived from main lateral intermolecular distance (dwaxs). The value 

of dwaxs calculated from the Bragg relationship varied from 4.55 Å at 110°C to 4.50 Å at 102°C 

for 12OBAF and from 4.50 Å to 4.48 Å for 10OBAF. Similar behavior was observed in HBLC 

with alkylthio groups [29]. 

The dielectric anisotropy, dispersion, relaxation phenomena and loss tangent characteristics 

of the dielectric behavior of liquid crystals have been determined by fitting the Cole-Davidson 

distribution of relaxation times (Eq 1) to the real ε’ and imaginary ε” parts of the complex 

dielectric permittivity [30,33]: 

))(1(
*






i


   (1) 

where  is the angular frequency, ε is the high-frequency dielectric constant, τ = 1/2πfR (fR is 

the relaxation frequency) is the relaxation time, Δε = ε0 - ε is the dielectric increment (strength) 

and α is the Cole-Davidson distribution parameter. 
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The complex dielectric constant (ε* = ε’ - iε”) was measured either at a constant frequency 

during continuously cooling the sample or at stabilized temperature by varying the frequency 

from 100 Hz to 13 MHz upon applying a constant bias field. The frequency dependence of the 

real (ε’), and imaginary (ε′′) parts of the dielectric constant, in nematic phase of 10OBAF are 

given in Figs 6a and 6b, respectively. The single relaxation observed at low frequency (≈ 8 kHz) 

was attributed to the rotation of molecules around their short molecular axis. This relaxation 

peak decreased in magnitude and slightly shifted to higher frequencies upon increasing 

temperature. The latter result is consistent with the electro-optic behavior (described later) as 

the magnitude of this mode is related to the spontaneous polarization. It is worth to notice that 

the relaxation mode at low frequency has been observed in the 8OBAF [13], and in other 

HBLC's [12] over the entire nematic range. This mode is a characteristic property of the 

presence of polar domains indicating the formation of a cybotactic nematic phase. 

Fig. 7 presents the temperature dependence of the imaginary permittivity (ε”) of 10OBAF at 

2 kHz, which shows significant changes at 114°C and 76°C indicating the I – N and 

SmC – Crystal phase transitions, respectively. This result is in good agreement with DSC 

measurements. A plot of log(fr) with respect to the inverse temperature exhibited an Arrhenius-

type behavior (Eq 2) as shown in Fig. 8. 

)(

0

Tk

E

r
B

a

eff


  (2) 

The activation energy obtained from the slope was Ea = 0.9 eV for 10OBAF. Similar 

observations were made in the nematic phase of 12OBAF. This value is of the same order of 

magnitude but higher than 0.35 eV for 8OBA and 8OBAF [30] and lower than 3.6 eV 

measured in a similar HBLC [34]. 

The low frequency relaxation in the nematic phase can be explained by the existence of 

ferroelectric clusters. In order to get support to this idea, the spontaneous polarization (Ps) has 

been measured for all three compounds. As pictured in Fig. 9, the temperature dependence of 

Ps showed an unusual behavior at low temperature in the nematic phase of 10OBAF. Indeed, 

the value of Ps for this compound increased upon cooling and decreased suddenly as the 

N – SmC transition was passed through. Such reversal of the temperature dependence has not 

been observed for 8OBAF [30]. It has already been detected in some achiral bent-core liquid 

crystals and has been explained by an increasing size of ferroelectric clusters [33]. In this later 

case, a polarization has also been detected in a narrow temperature range in the isotopic phase 

indicating the persistence of clusters in the isotropic phase. However in the present case, 

polarization could only be detected in the nematic phase. The value of Ps for 12OBAF was 
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much smaller and no significant change was observed. The increase of amplitude of the lower 

frequency mode upon decreasing temperature can be explained by the increase of Ps because 

both quantities are proportional. 

The threshold electric field (Eth) is one of the important parameters of the nematic phase. It 

is related to the length of liquid crystalline molecules and plays an important role from the 

application point of view. Fig. 10 presents the temperature dependence of Eth for the three 

compounds: the previously reported 8OBAF [13], 10OBAF, and 12OBAF in the nematic phase. 

Eth increased with decreasing temperature, which is the typical behavior caused by the higher 

viscosity at lower temperatures. In addition, its value decreased with increasing the chain 

length. For example, at T = 100°C, Eth = 1.07 V·µm-1 for 8OBAF, Eth = 0.66 V·µm-1 for 

10OBAF and Eth = 0.47 V·µm-1 for 12OBAF. These values are comparable to those measured 

in nCB compounds, and much lower than values obtained with other HBLC's [21]. This may 

be attributed to the decreases of the order parameters (S), based on the well-known 

proportionality Vth α √𝑆 [35]. As the chain length increases, the free volume increases leading 

to a reduction of the structure packing and parameter order. 

The temperature dependence of the birefringence for the three compounds is given in 

Fig. 11. The birefringence slightly decreased with respect to temperature, which can be 

explained by the decreasing order parameter as temperature decreases. n of 10OBAF reached 

a maximum value of 0.13 near the transition to the smectic phase. This value is significantly 

lower than that of the well-known 5CB compound [36]. 

The temperature dependence of n near the N - I transition can be described by the following 

equation known as “Haller extrapolation” [37–40]: 

)(0 TTnn C   (3) 

where β is an exponent characteristic of the material, Δn0 is the birefringence at T = 0 K and TC 

is the transition temperature from isotropic to nematic phase. Δn0 and β were obtained from a 

fit of Eq. 3 to experimental data. This yielded: β = 0.106 for 8OBAF, β = 0.15 for 10OBAF, 

and β = 0.17 for 12OBAF. The birefringence at 0 K was: Δn0 = 0.082 for 8OBAF, Δn0 = 0.074 

for 10OBAF, and Δn0 = 0.062 for 12OBAF. For the 8OBAF compound, the birefringence was 

Δn = 0.17 at 100°C, which was higher than Δn measured for 10OBAF (0.12), and for 12OBAF 

(0.11) at the same temperature. 

 

4. Discussion and conclusion 
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Fluoro-substitution of chiral LC [41], bent-core LC [33,42] and HBLC [43] bring about specific 

behavior which deserves investigation. Indeed, enhancements of viscoelastic, dielectric and 

optical properties have been reported in several instances. For example, reduced threshold and 

formation of SmF phase on heating have been observed for 8OBAF compared to the non-

fluorinated homologue 8OBA [13]. Therefore, 10OBAF and 12OBAF were investigated with 

the expectation that the fluorine substituent could induce ordered SmF, SmB and/or SmG 

smectic phases. However, none of these phases was detected in the present case. Instead, the 

Crystal - SmC - N - I phase sequence was observed for both compounds. The temperature range 

of both SmC and nematic phases decreased with increasing the chain length. Dielectric 

spectroscopy is not only a good tool to investigate dielectric behavior and related optical 

properties with respect to external fields [44]; it is also a complementary technique to confirm 

the phase transitions detected by DSC. In addition, the sharp increase of ε'' in the vicinity of the 

transition from isotropic to nematic phase indicated the first order nature of this transition. 

Comparison of the electro-optical properties of compounds 8OBAF, 10OBAF and 12OBAF in 

Figs 10 and 11 revealed that both the threshold voltage and the birefringence decreased with 

increasing the chain length. A decreasing birefringence can be related by the reduction of the 

order parameter when the alkyl chain length increases. As lateral interactions are stronger for 

long alkyl chains, it might be expected that the order parameter would increase with respect to 

alkyl chain length. The opposite trend was observed. Several authors also found the same trends 

[45,46]. In qualitative accordance with our results, Pongali Sathya Prabu et al. [12] observed 

that the tilt angle increased and the field threshold of a SmC phase decreased with respect to 

chain length. Arakawa et al. [47] observed both increase and decrease of birefringence in a 

series of fluorinated dialkyl fluorinated diphenyl-diacetylene derivatives, showing the 

complexity of phenomena. The frustration of alkyl chain conformation caused by the lateral 

interactions between fluorinated aromatic parts may cause several contradictory packing 

effects. Organization of nOBAF molecules look being dominated by steric and polar lateral 

interactions between fluorinated aromatic parts. The low frequency relaxation occurring at 

8 kHz is consistent with the spontaneous polarization measurements and indicates to the 

presence of ferroelectric clusters. 

To sum up the main disclosures, two new HBLC's exhibiting nematic and SmC phases have 

been synthesized and characterized. POM, DSC, XRD, dielectric and optical measurements 

provided a comprehensive view over the properties of such HBLC materials. The phase 

transitions detected by DSC and POM were confirmed by dielectric measurements. A 

cybotactic nematic phase was identified and studied using dielectric and electro-optic 
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techniques. The influence of the alkoxy chain length on the optical properties of the nematic 

phase remains difficult to rationalize. 
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Table and Figures captions 

Table 1. Domains of existence (°C) of the nematic and SmC phases for the 8OBAF, 

10OBAF and 12OBAF compounds. 

Figure 1. Chemical structure of nOBAF compounds (n = 10: 10OBAF and n = 12: 12OBAF). 

Figure 2. IR spectra of 10OBAF (bottom) and 12OBAF (top). 

Figure 3. DSC curves upon heating and cooling steps for 10OBAF (left) and 12OBAF 

(right). Arrows indicate the way of temperature variation (heating or cooling). 

Figure 4. Polarized optical microscopy textures of 10OBAF. (a) Nematic phase and (b) 

SmC phase. 

Figure 5. X-ray diffraction patterns of SmC, Nematic and Isotropic phases for 10OBAF (a, 

c, e) and 12OBAF (b, d, f). 

Figure 6. Frequency dependence of ε' (a) and ε'' (b) for 10OBAF at selected temperatures. 

Figure 7. Temperature dependence of ε'' at frequency f = 2 kHz for 10OBAF. 

Figure 8. Temperature dependence of the relaxation frequency in the nematic phase of the 

10OBAF. Symbols indicate the experimental data and the solid lines show the best 

fits using the Cole-Davidson distribution of relaxation times (Eq 1). 

Figure 9. Temperature dependence of polarization in the nematic phase for 10OBAF 

Figure 10. Temperature dependence of thresholds for 10OBAF and 12OBAF. 

Figure 11. Temperature variation of birefringence Δn for 10OBAF. 
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Table 1 

Compound Tm (Crystal–SmF) T (SmF–SmC) T (SmC–N) T (N–Iso) 

8OBAF 56 57.8 97 116 

 Tm (Crystal–SmC)  T (SmC–N) T (N–Iso) 

10OBAF 73  94 113 

12OBAF 87  98 109 
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