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ABSTRACT: The conformations and dynamical behavior of poly(L-lysine) (PLL) in aqueous solutions have
been investigated by   and l8C NMR as well as by ESR on the end-chain spin-labeled polymer. The ESR
allowed the motion of the macromolecular chain to be studied up to pH 13, showing that the random coil
-*  -helix transition at pH 11 gives rise to a twofold increase in the correlation time, with evidence of an

anisotropic reorientation. In the random coil state at pH 7, where the segmental motion of the backbone
is quasi-isotropic, the correlation time given by ESR is compared to that obtained by the relaxation of the
methyl protons of the reduced Tempo radical residue and of the a carbons. The different methods yield an
activation energy of 6.5 kcal mol"1 for this motion whereas the frequency dependence of the Ca relaxation
may be interpreted by a Cole-Cole distribution of correlation times with a width parameter   = 0.7. The
rotational isomerism and temperature dependences of interconversion rates of the aminobutyl side chains
have been analyzed from the proton vicinal couplings and the 13C and   relaxation at different frequencies,
assuming that the methylene groups undergo 120° jumps among three sites, two of them being equiprobable.
These two kinds of information concur to show that the PLL side chains are less flexible than a hydrocarbon
chain of same length, possibly because of the hydration of the NH3+ terminal group.

Introduction
Among homopolypeptides, which may be considered as

the simplest models for natural proteins, poly(L-lysine)
(PLL) has been subjected to a great deal of study on its
conformational properties as well as its biological activity.1

In aqueous solution, poly(L-lysine) is known to exist in
several forms, namely, random coil, a helix, and ß sheets,
depending upon pH and temperature. The random coil
—*·  -helix transition which occurs around pH 11 has been
investigated by several NMR techniques,2 in particular by
  chemical shifts3 and 13C longitudinal relaxation,4 the
latter method giving semiquantitative information on the
segmental mobility of the polymer. More recently, poly-
(L-lysine) in the  -helix form was taken as a model in a
theoretical study of the motion of an alkyl chain attached
to a rigid rod undergoing an anisotropic overall motion.5

The present work deals mainly with the dynamical be-
havior and the conformational properties of poly(L-lysine)
in the random coil state by   and 13C NMR and relaxa-
tion, i.e., below pH (or pD) 10, where well-resolved spectra
may be obtained. Special attention has been paid to the
relationship between the nuclear relaxation data, the
proton vicinal coupling constants, and the rotational
isomerism about each of the C-C bonds of the aminobutyl
side chains.

As a complement to the NMR studies, ESR experiments
on the spin-labeled polymer provide a straightforward
determination of the segmental motion of the main chain
in both random coil and  -helix structures. A direct
comparison with proton relaxation data has been provided
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by a diamagnetic analogue of the spin label.

Experimental Section
Materials. Poly(L-lysine) has been prepared by polymerization

of L-lysine, the e-amino group being protected by trifluoro-
acetylation. This procedure was preferred to the original one of
Fasman et al.6 because the group must be removable under mild
conditions, particularly in the case of a spin-labeled polymer.
N‘-(Trifluoroacetyl)-L-lysine was prepared from L-lysine and
S-ethyl trifluorothioacetate according to the procedure of Calvin
et al.7 Conversion to N‘-(trifluoroacetyl)-L-lysine N-carboxy-
anhydride (N'-TFA-L-Lys-NCA) was performed by treatment with
4 M phosgene solution in tetrahydrofuran.8 Prior to use NCA
was recrystallized from ethyl acetate/petroleum ether. N'-
TFA-L-Lys-NCA [2.68 g (10"2 mol)] was dissolved in 25 mL of
anhydrous dimethylformamide. After addition of 10 mg (10"4 mol)
of n-hexylamine (monomer/initiator ratio = 100), polymerization
was allowed to proceed at room temperature under continuous
stirring for 2 days. Precipitation in 100 mL of water yielded 2.0
g (89%) of poly[N'-(trifluoroacetyl)-L-lysine]. The trifluoroacetyl
group was removed by dissolving 0.34 g of poly[N'-(trifluoro-
acetyl)-L-lysine] into 7.5 mL of a 1 M piperidine solution in
methanol. After 2 h, 5 mL of 1 M aqueous piperidine was added
dropwise under stirring to the latter solution. After 2 days, the
resulting clear solution was dialyzed for 5 days against circulating
distilled water at 5 °C and then against a 10"3 M HC1 aqueous
solution for 2 days. Finally the solution was freeze-dried, yielding
205 mg (80%) of poly (L-lysine) hydrochloride as a white fibrous
material.

The spin-labeled poly(L-lysine) (Tempo-PLL) was synthesized
following the same procedure as reported above, replacing n-

hexylamine by 17 mg (10"4 mol) of 4-amino-2,2,6,6-tetra-
methylpiperidinyl-N-oxy (Tempo) as initiator. The diamagnetic
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H(NH-CH-CO)„-NH

(ch2)4

NH3CI"

CH3
- -S^-CH;

Tempo-PLL

analogue of Tempo-PLL was obtained by adding to a 0.1 M
solution of PLL 2 equiv of freshly prepared sodium ascorbate
solution. The reduction of the Tempo group to

ch3/CH3

N—OH

ch3 ch3

occurred almost immediately, as checked by ESR. The excess

reagent was removed by dialysis for 5 days against distilled water
at 5 °C.

The molecular weights of the polymers were determined by
measurement of the intrinsic viscosity of 1 M NaCl solutions of
PLL at pH 3,6 yielding 125 < DP < 145, according to the samples.
The ESR measurements of radical concentration in the spin-la-
beled poly[TVf-(trifluoroacetyl)-L-lysine] yielded a DP of 146. After
removal of the TFA groups we obtained a DP of 138, showing that
there is virtually neither chain degradation nor deletion of radical
end groups in the course of piperidine treatments. Likewise, the
integrated intensity of the methyl protons in the diamagnetic
reduced forms of Tempo-PLL gives a DP of 140. Since all these
polymers were prepared under identical conditions ([mono-
mer]/[initiator] = 100), we may assume that the average degree
of polymerization of the PLL under study is 140, with a com-

paratively low polydispersity.9
NMR and ESR Experiments. For NMR experiments, a stock

solution of PLL was prepared in D20 after treatment at pD 7.5
with Chelex 100 chelating resin to remove metallic impurities.
The solution was then twice freeze-dried from 99.8% D20 at pD
7 (pH meter reading). Before use, PLL hydrochloride was dis-
solved in 99.95% or 99.8% D D20 for   and 13C experiments,
respectively. After pD adjustment the solution was flushed with
dry nitrogen gas in the NMR tube to remove dissolved oxygen.

All NMR measurements have been performed in the Fourier
transform mode by means of Bruker WH90 [H13C) = 22.6 MHz],
Varían XL-100 M'H) = 100 MHz], and CAMECA TSN-250
[y(13C) = 62.86 MHz, i/(*H) = 250 MHz] spectrometers.

The longitudinal relaxation times, Tx, were obtained by the
inversion-recovery method (180°-t-90° sequences), the interval
between each sequence being at least equal to 5TX. The nuclear
Overhauser enhancements (NOE) were obtained by the inverse
gated decoupling method, with long-duration accumulations to
ensure a signal-to-noise ratio not less than 50 for the spectra
recorded without enhancement. The actual accuracy of the NOE
measurements is ±5%. In all experiments, the probe temperature
was regulated within ±1 °C.

The ESR experiments on Tempo-PLL were performed with
a Varían E-109 X-band spectrometer, the magnetic field being
calibrated by means of a Varían F-8 magnetometer.

Results and Discussion
Motion of the Macromolecular Backbone and the

Random Coil ->· «-Helix Transition. The conforma-
tional changes of poly(amino acids) in solution, in par-
ticular PLL and PLGA, have been investigated by a va-

riety of techniques,1 including NMR.2 The random coil
—*· «-helix transition is clearly evidenced by a sharp var-
iation of   chemical shifts.3 Similar measurements
performed on the polymer under study (DP = 140) gave
us a transition midpoint at pD 10.8. This transition has
been also studied by 13C Tx and chemical shift determi-
nations as functions of pH,4 but the broadening of the lines

Figure 1. pH dependence of the reorientation correlation time
of the nitroxide terminal group in 0.1 M Tempo-PLL measured
by ESR at 5 °C.

precluded experiments on the  -helix form above pD 11.
For the measurement of the change in the segmental

mobility of the main chain of PLL at the random coil -* 

 -helix transition, it seemed to us that it was preferable
to perform ESR experiments on Tempo-PLL up to pD 13
on dilute (<0.1 M) H20 solutions. Above pH 11, the
precipitation of PLL in the /3-sheet form was avoided by
cooling at 5 °C.10 Under most of our experimental con-
ditions, the nitroxide radical at the chain end gives rise
to three equally spaced ESR lines (absorption first de-
rivative), the peak-to-peak width of which depends
upon the relevant nitrogen quantum number mN = 0, ±1.
From Avma, the reorientation correlation time rc may be
obtained by the relation11

= T2~l(mN) [3 2/20 + %5(   0)2 +

(b2/8)mN2 - yi5bAyB0mN]Tc + X (1)

with
b = (4tt/3)[A2Zn - y2(AZIN + AyyN)] = 2 (     - Aj4)

(2)

 7 = -{e/h)[gzz - y2(gxx + gyv)] = (3/3/2ft)(szz - g¡J
(3)

In eq 1, B0, the static magnetic field, is 3250 G, and b
and    represent the anisotropy of the A and g tensors,
respectively. AieoN = 47 MHz, AZZN = 99.9 MHz, giao =

2.0055, and gzz = 2.0022 were readily obtained from the
ESR spectrum of Tempo-PLL in aqueous solution at room

temperature or frozen at 100 K. X is the contribution to
the electron transverse relaxation rate Tf1, independent
of tc.

70, 7+, and L being the amplitudes of the mN = 0, +1,
-1 ESR lines (absorption first derivatives), it is shown12
that two correlation times may be obtained from the
coefficients of m^ and mN2 in eq 1:

15T2
8b Ay B0

AT.

sier-te)·]
rifé)"*®"'-]

(4)

(5)

The difference between rc and rc* is a criterion for the
anisotropy of the motion of the nitroxide group.13

Figure 1 gives the pH dependence of the rc and t*
correlation times, which show a steep increase at the
random coil -*  -helix transition, occurring at pH 11 in
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Figure 2. (I) 13C NOE at 22.63 MHz ( ) and 7\ relaxation times
at 62.86 (·) and 22.63 MHz (O). The solid lines have been
calculated for the Cole-Cole distribution of correlation times tr
(7 = 0.7), taking TR = 7.57 X 10"16 exp(6500 cal mol^/RTl s. (II)
Temperature dependences of correlation times fR (dotted line)
and tc, the latter being obtained from ESR line widths (O) and
methyl proton relaxation of the reduced Tempo group (·). These
diagrams are given for PLL in the random coil state at pH 7.

H20, instead of pD 10.8 in D20 (meter reading; see above),
so that we assume as previously14 that pD a¡ pH. At room
temperature below pH 11, in the random coil form, iso-
tropic motion is observed, with tc = tc* =* 5 X 10"11 s,
whereas a marked anisotropy effect appears above pH 11,
with tc 1.5 X 10'9 and tc* =* 2 X 10"9 s. The reorien-
tation correlation times in the  -helix form are significantly
shorter than expected for a rigid-rod form, the diffusion
coefficients of which are15

n 3kTM03 \ i(2V/2Md\   ZflXD± ~

2   3 *[2
  lis) MqR / !J (6)

D„ =

kTMoJ 6M02R2 , Z/2V/2Md\l _

4   2   [ Md2 nV3Z MoR/ \ 1

M0 and M are the molecular weights of the monomer
residue and of the polymer, respectively; M/M0 = 140, d,
the increment of the helix length per monomer residue,
is 1.5 Á, R, the helix radius, is 7.5 Á, and  , the viscosity
of water at 278 K, is 1.512 cP. From eq 6 and 7, D± = 6.8
X 10s and D\\ = 1.7 X 107 rad s™1. Although and D±
cannot be obtained by ESR in the present case since the
orientation of the N-0 group with respect to the macro-
molecule backbone is not known, it is seen that tc and t*
are much smaller indeed than 2.7 X 10"8 s, the value of (tc)
= y2(z)|| + 2D±yl.

The ESR measurements on PLL in the random coil
state indicate a quasi-isotropic motion of the chain end,
with tc = t* (Figure 1). This correlation time may also
be calculated from the longitudinal relaxation of methyl
protons in Tempo-PLL after reduction by ascorbic acid.
Since the correlation time for the axial reorientation of CH3
is most likely of the order of 10™11 s or less, it may be
shown16,17 that the relaxation rate of a proton pair of this
group is

1

*7 4^
80r6

(3 cos2   - l)2 [
2tl

1 +   2  2
8rR I

1 + 4o>h2tr2 J
(8)

where tr is the correlation time for the segmental motion
at the chain ends and  , the angle between a H-H vector

and pH 7,

and the rotation axis of CH3, is 90°. Figure 2-II shows that
there is an excellent agreement between rc and rR which
are close to the mean correlation time fR determined by
13C relaxation for the segmental motions of the whole
chains. The longitudinal relaxation of a carbons is given
by18

l/   — % 7 27 2 2   ~6[1( (   _   ) + 3Ji(cvc) +
6«/2(   +   )] (9)

The nuclear Overhauser enhancement of carbons ob-
served under proton noise decoupling is18

NOE =

^ +    6»72(^  + wc) ~

Jo(fa>H
~ wc)

7c =^ (   ~   ) 3e/i(tóc) "b 6«^2(   + ^c)
In eq 9 and 10 the J(w) are the spectral densities expressed
as a function of proton and carbon Larmor angular fre-
quencies. The 13Ca longitudinal relaxation and NOE have
been measured at different temperatures at pH 7, where
PLL is entirely in the random coil state.19 The comparison
of the data obtained at 22.6 and 62.86 MHz (Figure 2-1)
suggests the existence of a distribution of correlation times
represented by a function G(tr), the spectral densities
being expressed as

J(*>)
TrG(tr)

Jo 1 +  2  2
E 01)

We assume, as in previous works14,20,21 a Cole-Cole
distribution.22 Therefore, the spectral density is given by23

_1__cos [(1 - 7)(tt/2)]_ 
2a> cosh (7 In    ) sin [(1 - 7)( /2)]

^

where 7 is a parameter characterizing the distribution
width and tr is the central value of this distribution.

The NOE and relaxation time as a function of 1/T
at the two spectrometer frequencies are consistent with
7 = 0.7 and tr = 7.56 X 10™15 exp(6500/RT). The same
activation energy of 6.5 kcal mol-1 is found in ESR,  , and
13C relaxation experiments (Figure 2), the correlation time
at the chain end given by the two former methods being
shorter by only ~12% than fR. The motional freedom at
chain ends is therefore slightly higher than the average
segmental mobility of the macromolecular backbone. Here
again, the relevant correlation time fR is much smaller than
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Figure 4. Proton NMR spectrum at 250 MHz, pH = 7, and T
= 350 K. The lower trace has been simulated with the parameters
of Table I.

Figure 5. Classical rotamers about the C-C bonds of the side
chains.

where   is the HCCH dihedral angle.
The populations of the classical T (trans), G, and G'

(gauche) rotamers about the C-C bonds of the side chains
(Figure 5) are related by

PT + PG + P G'
= 1 G5)

Table I
Proton Chemical Shifts and Coupling Constants of PLL at

350 K and pD 7 Used in the Simulation of the NMR
Spectrum of PLL (Figure 4)

Chemical Shifts”

Hq Hgi Hg, Hy, Hl2 H6||, HCi~
4.30 1.756 1.827 1.420 1.394 1.673 2.989

Coupling Constants6
Jaa =6.06 JaR = 7.76
Ja" = 6.50 Jal = 7.70
4‘  = 7.07 4e = 7.56

=Z#3,|32
=

‘/7172
=

‘/5152
= ^1e2 = -14

“ In ppm from sodium 3-( trimethylsilyl )propionate-
2,2,3,3-d t.

6 In Hz.

expected from the overall dimensions of the macromole-
cule, the gyration radius of which is

(Rg2) =      ) (13)

For DP = 140, l = 3.77 Á (length of the monomer unit),
and K = 1.324 one finds (fiG2)1/2 = 50.8 Á. For a rigid
spherical structure at 20 °C in aqueous solution, one should
have indeed rR = 1.3 X 10"7 s instead of the observed value
of 5 X 10"10 s.

Conformations and Segmental Motions of Side
Chains at pD 7. The rotamers of the side chain and their
interconversion rates have been determined by   and 13C

NMR relaxation. The 250-MHz   NMR spectrum of
PLL at 350 K and pD 7 is shown in Figure 4. Under our

experimental conditions, the Hs and    resonances are

partially superimposed, giving a complex pattern, the two
components of which have been separated by inversion-
recovery (Figure 3). For time intervals of 0.145 and 0.27
s between the 180° and 90° pulses, the ß and   resonances
are successively canceled, allowing the other one to be
selectively observed. The   NMR spectrum of PLL has
been simulated by means of the SIMEQ program from Va-
rían, using the parameters given in Table I (Figure 4).

The proton vicinal coupling constants have been inter-
preted in terms of rotamer populations about the C-C
bonds, taking sJt = 12.4 Hz and 3=/g

= 3.25 Hz as given by
Kopple’s modification of the Karplus relation25

Vhh = 1L0 cos2   - 1.4 cos   + 1.6 sin2   (14)

The couplings between the a and ß protons yield

PT
J«Ai

~

Jg

«W, (16a)

and therefore

Pg =
Jt + J. - (Jalj + JaB ) ß 1

Jt-J«
For the ß and y protons, we have likewise

Pt =
'Am 'Am

JfJg
 ß   

JfJ,

Pa' =

Jt. - J.

Pr =
;A2T1

~ °

Jt -J,

(16b)

(17a)

(17b)

(17c)

These populations may be also expressed as functions
of the mean coupling constants JBiy = VzCJflm + and
 ß  = VziJ^n + J&tr) obtained from the simulation of the
  NMR spectrum of PLL (Table I)

Pg
2(Jait “

Jg)

Jt'Jg (18a)

P<y = 1 -

2(Jfl87
~

Jg)

Jt-Jg (18b)

PT =

2(Jai7 + Ja27
-

2Jg) 4(J8y-Jt)
-7-7.--= TV "

where JBy = l/2(Jfsiy + J^)·The Jgm and Js^2, which are not directly available from
the analysis of the NMR spectrum of PLL, may be ob-
tained by combining eq 17 and 18

^ß    ~ — 2^27 (19a)

^0272
” ~

2«/^i7 (19b)

^172 — ^271 "  ~ ^av (19c)

where Jav = (Jt + 2Jg)/3.
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Table II
Rotamer Populations of PLL Side Chains Obtained from

Vicinal Coupling Constants

population

Ca-C(3 Pt° = 0.32 Pc' a= 0.49 PG = 0.19
PT = 0.68 PG' = 0.03 Pq = 0.29

C7-Cs
Cs-Ce

PT =

PT =

0.67
0.88

PG + pG' = 0.33
PG + Pg' = 0.12

° Tentative assignment.

Figure 6. (I) /3-carbon 27\ relaxation times at 22.63 (O) and 62.86
MHz (·). (II) /3-proton T\ relaxation times at 250 MHz. The
solid lines have been computed with parameters of Table III. In
this figure and the following ones the 13C relaxation times are given
as twice the actual value since the methylene carbons are relaxed
by the two adjacent protons.

For the (CH2)7(CH2)j(CH2)t residue, where only JyS and
Jje are available, the population of the trans rotamer is
given by an expression similar to (18c).

It is seen from eq 15-19 that since the measured vicinal
coupling constants cannot be generally assigned to given
proton pairs, the determination of the population of the
three rotamers is achieved only for the (CH2)s(CH2)r
fragment. In the case of the (CH^CH^ residue, however,
the G' rotamer is likely the most populated,26 as confirmed
by experiments in progress on the paramagnetic relaxation
induced by Gd3+ in  -amino acids and oligopeptides.
Among the rotamers about the Cr-C{ and Cj-C, bonds,
only the population of the trans ones can be determined
unambiguously. The populations of different rotamers of
the PLL side chains are given in Table II.

The proton and 13C relaxation times in side chains have
been interpreted by assuming that rotational jumps about
C-C bonds occur between three sites, two of them, denoted
as 2 and 3, being equiprobable. The motion about the
these bonds is specified by the jump rates (site 1 -* 

site 2 or 3), W2 (site 2 or 3 -*  site 1), W3 (site 2 ^ site
3) 5,20,27 jn these calculations, it is assumed that site 1

corresponds to the trans conformer of the C-C-C-C
fragments.

The populations of the sites are given by
Pi = V(2u + 1) P2 = P3 =  /(2  + 1) (20)

with   = W1/ W2; W3 has only an influence on the effective
correlation times governing the relaxation of side-chain
nuclei. The expressions of the spectral densities inter-
vening in eq 9 and 10, which depend also on the distri-
bution of correlation times rR, may be found in ref 20.

As pointed out previously,21 the determination of Wh
W2, and W3 has to be done by relaxation measurements
at different spectrometer frequencies and preferably on
different nuclei. We have therefore determined for each
of the methylene groups the 13C relaxation at 22.6 and

Figure 7. (I) 2 , of 13Cr at 22.63 (O) and 62.86 MHz (·). (II)
Proton Tx relaxation times at 100 (O) and 250 MHz (·). The
solid lines are computed with the parameters of Table   . In panel
I the dotted line corresponds to WJW2 = 0.232 (parameter ob-
tained from Vhh). Vf0 = 7 X 1011 s , and AH = 3.7 kcal/mol for
a spectrometer frequency of 62.86 MHz.

Figure 8. (I) 2   of 13C{ at 22.63 (O) and 62.86 MHz (·). The
solid lines are computed with the parameters corresponding to
models I and II of Table III. (II)  -proton 7\ relaxation times
at 250 MHz (·). Solid line, model I; dotted line, model II.

Figure 9. (I) 2   relaxation time of C, at 22.63 (O) and 62.86
MHz (·). (II)    of H, at 100 (O) and 250 MHz (·). The solid
lines are calculated with the parameters of Table III for models
I and II.

62.86 MHz as well as the   relaxation at 250 MHz and
in some cases at 100 MHz also (Figure 6-9). The meth-
ylene protons being separated by only 1.78 Á (for C-H:
C-H = 1.09 Á, H-C-H = 109.5°), their mutual dipolar
interaction is the main relaxation mechanism. The long-
itudinal relaxation of these protons is nearly exponential;
i.e., there is no significant deviation of the semilogarithmic
plot of (M0 - MZ)/2M0 from the tangent at t = 0. The
contribution of vicinal protons to the relaxation of meth-
ylene protons, which is appreciably reduced by the rotation

01 I_i_i___i_i-1_i_i_i—
28 30 32 3i. 36

10/T K-’
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Table III
Rotamer Populations and Kinetic Parameters of PLL Side Chains from ‘H and 13C Relaxation Measurements

  P, = P,

Ca-Cff
Cfl-C-y
Cy-Cfi
c5-ce

  f 0.67
<0.88

0.2
0.5

II (0.2
10.2

  (0.165
<0.06

0.40
0.25

=1
;o.40
10.40

(W,)o,·-1
W,(300 K),

s"1 WJW,
 # , 2,

kcal mol"1 (W,)o. s'1
W3(300 K),

s"1

  * 3,

kcal
mol"1 r*HH, A

Ca-Cp 2.5 X 1015 4.4 X 107 2 10.6 5 X 10“ 6 X 10’ 4.0 1.738
C0-Cy 5.0 X 10“ 1.4 X 109 0.5 3.5 a a a 1.730
Cy-C’S(I) 4.0 X 10“ 2.9 X 109 0.25 4.3 a a a 1.710
Cy-CS (II) 1.2 X 10M 1.3 X 10* 2 10.9 2.5 X 10'4 1.4 X 10“ 5.8 1.725
C8-Ce(I) 1.0 X 10M 3.8 X 109 0.07 6.05 a a a 1.730
C8-Ce(II) 1.2 X 10“ 1.3 X 10s 2 10.9 7.0 X 10“ 7.1 X 109 8.2 1.740

  The 2 3 transition rate is probably too slow compared with Wli2 to influence appreciably the nuclear relaxations.

about C-C bonds, was taken into account by introducing
in our calculations an effective interproton distance slightly
smaller than 1.78 Á. This correction has been discussed
elsewhere.21

The temperature dependences of the 13C and   Tx
relaxation times have been simulated by assuming jump
rates of the form

W; = (W,)0 exp(AHi/RT) (21)

with i = 1-3,     being the potential barriers between the
sites (Figures 6-10). A good agreement between the ex-

perimental and computed relaxation rates is achieved by
taking WJ W2 constant in the investigated temperature
range, 285 < T < 360 K. This approximation implies that
the difference between the potential barriers AHX (1 -*  2,
3) and AH2 (2, 3 —  1) is comparatively small. In a hy-
drocarbon chain AHx - AH2 is indeed of the order of 0.5-0.6
kcal/mol.24

The populations Pw of the rotamers about C-C bonds
of the side chain as well as the kinetic parameters for the
rotational jumps, deduced from the relaxation data, are
given in Table III. The calculations have been first carried
out by introducing the values of WJ W2 derived from the
rotamer populations given by the Kopple’s relationship (eq
14) and adjusting the jump rates W1; W2, and W3 until the
measured relaxation rates are fitted with an accuracy
better than ±5% at different temperatures (Figures 6-9).
This process yields a satisfactory agreement for the re-
laxations of C9 and HdlH6 (Figure 6). On the other hand,
the value of 0.232 given by vicinal couplings for Wx/W2
is not convenient for the rotation about C^-C7. A better
agreement between the observed and computed relaxation
rates of Cy, Hw   2 is achieved by taking Wx/W2 = 0.5.
This discrepancy results possibly from the large difference
between the populations of the G and G' rotamers (Table
II), which cannot be taken into account in the calculations
of relaxation rates. On the other hand, the rotamer pop-
ulations about C7-Cj and Cs-C< derived from the vicinal
coupling constants seem fairly consistent with the relax-
ations of the protons and carbons of the 5- and e-methylene
groups. It may be pointed out in particular that the
conformation of the C7-C6-C-N residue is nearly trans
and that the effective H{-H, distance, which accounts for
the proton relaxation, is actually that of the trans con-
former of an alkyl chain.

Several attempts have been made to check whether
significantly different sets of parameters can give reason-
able fits of the temperature dependence of relaxation rates.

These attempts have not been successful for ß- and
 -methylene groups. It appears, however, that two sets
of parameters are convenient for (CH2)j and (CH2)e.

Figure 10. 2TX relaxation time of C< calculated for a spectrometer
frequency of 125 MHz (H0 =11.75 T) with the data of Table III.
The solid and dotted lines correspond to models I and II, re-
spectively.

One set, designated as I in Table III, derived in part
from proton vicinal couplings as shown above, corresponds
to an increasing population of the local trans conformer
from the macromolecular backbone through the amino
group of side chains. The other set (II) corresponds to a
segmental motion occurring by fast exchange among the
two equally populated conformers with PT < PG. The W3
jump rate becomes then effective in the relaxation process.

Figures 8 and 9 show that the agreement of models I and
II with experiment is equivalent, the curves computed with
the corresponding sets of parameters being superimposable
except for Hs, where a small deviation between the ob-
served and computed relaxation times is observed for
model I as the temperature increases.

It should be expected that the discrimination between
these two models can be performed by means of a spec-
trometer operating at a magnetic field of the order of 10
T, which is now available. Figure 10 shows that the dif-
ference between the relaxation times computed for C{ with
Wx/ W2 =* 0.250 and 2 is not sufficient to make an unam-

biguous choice between the two models. Model II may be
ruled out as incompatible with the 3JHh couplings given
in Table I, even if eq 14 is not strictly valid for the
(CH2)7(CH2)6(CH2)e fragment. This example shows that
the analysis of vicinal proton couplings in terms of rotamer
populations is sometimes essential in the interpretation
of relaxation data.
Conclusions

The magnetic resonance study of PLL in aqueous so-
lution shows that the macromolecular backbone has a high
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segmental mobility in the random coil state and remains
flexible even in the  -helix form, up to pD 13. The acti-
vation energy for the segmental motion of the main chain
is of the order of 6 kcal/mol at pD 7, like poly(L-glutamic
acid)14 and poly[N5- (3-hydroxypropyl) -L-glutamine]21 un-
der similar conditions, confirming that in the random coil
state the flexibility of polypeptides is nearly independent
of the nature of side chains.28

The rotational isomerism and the jump rates of side-
chain methylene group are quite different from those of
a hydrocarbon chain attached to a macromolecule,29,30
showing, in particular, for model I of segmental motion,
which seems the most likely, a gradual decrease of the
reorientational freedom from the main chain through the
terminal group. In the present case the comparatively slow
rotation of (CH2)f may be explained by the high hydration
degree of the adjacent ND3+ group, which has been evi-
denced by NMR.31,32
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Conformation of cycle(L-Alanylglycyl-e-aminocaproyl), a Cyclized
Dipeptide Model for a ß Bend. 1. Conformational Energy
Calculations1®
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ABSTRACT: The cyclized peptide derivative cyclo(L-alanylglycyl-e-aminocaproyl) contains three peptide
groups. These are constrained to form a ß bend because the distance between the C“ and C‘ atoms of the
e-aminocaproyl residue cannot exceed 5.04 Á, even when the alkyl chain is fully stretched. Therefore, this
molecule serves as a model compound for bends. Its experimentally observed physical properties can be used
as standards for the detection of the presence of bends in peptides. An analysis of the complete conformational
space of this molecule has been carried out, using energy computation. The conformational space of the L-Ala-Gly
dipeptide was mapped in a search for low-energy conformations which permit ring closure with the e-aminocaproyl
residue. A numerical search method was used to achieve ring closure. Locally stable conformations were
found by energy minimization. Low-energy conformations occur only when all three peptide groups are in
the trans conformation because the presence of even one cis peptide group raises the energy by at least 9.7
kcal/mol. Ten low-energy conformations of minimum energy were found. Two are type II bends, with relative
energies 0.00 and 0.93 kcal/mol. Five are type I and III bends, with relative energies ranging from 0.74 to
1.59 kcal/mol. Three are type   and     bends, with relative energies ranging from 2.80 to 3.08 kcal/mol.
These results suggest that the molecule exists predominantly as a type II bend, with small amounts of type
I and III bend conformations present. This prediction was borne out by experimental measurements in solution
and in the solid state (reported in two accompanying papers).

I. Introduction
Bends constitute one of the important local conforma-

tional features of proteins, along with a helices and ex-
tended chains.2 About 17 % of all dipeptide sequences in
many proteins of known structure occur as bends or com-

binations of bends.2,3 The geometrical features of bends
have been characterized by Venkatachalam,4 who de-
scribed and classified bend conformations into types I, II,
and III. A more general classification of bends into several
additional types was introduced by Lewis et al.5 They
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