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OATAO is an open access repository that collects the work of Toulouse researchers and makes it freely available over the web where possible Any correspondence concerning this service should be sent to the repository administrator: tech-oatao@listes-diff.inp-toulouse.fr Abstract-New Ag-Cu composite wires are developed for the winding of non-destructive pulsed magnets. Silver nanowires were mixed with a micrometric copper powder. Copper and 1, 5 and 10 vol. % silver-copper cylinders were prepared by spark plasma sintering. They served as starting materials for room temperature wire-drawing, enabling the preparation of conducting wires containing copper ultrafine elongated grains and silver nanowires located at the grain boundaries. The tensile strength at 293 K and 77K for the composite wires is more than twice those for the corresponding pure copper wires. The electrical resistivity is however increased and we show that the composites containing only 1 vol. % silver offer the best compromise. Index Terms-copper; silver nanowires; spark plasma sintering; wire-drawing; nanostructured conductors

I. INTRODUCTION

HE generation of high pulsed magnetic fields higher than 60 T requires the use of coils wound with high conductivity wires to limit the heating, and very high mechanical strength to be able to resist the Lorentz forces. Indeed, Lorentz forces induce in the wires a von Mises stress of 1 GPa at B = 60 T and higher than 2.2 GPa at B = 100 T [1], [2]. LNCMI-Toulouse produces some of the most intense non-destructive pulsed magnetic fields in the world with a European record of 98.8 T [3] Manuscript receipt and acceptance dates will be inserted here. 

II. MATERIALS: FABRICATION AND MICROSTRUCTURE

The Ag NWs (30-60 μm long and 200-300 nm in diameter) were synthesized by reducing AgNO 3 with ethylene glycol in the presence of poly (vinyl pyrrolidone) as described by Sun et al. [11]. The Ag NW-Cu composite powders (1, 5 and 10 % vol. Ag, i.e. 1.2, 5.8 and 11.5 % wt. Ag) were prepared by pouring the appropriate amounts of Cu powder into the Ag NWs suspension in ethanol under sonication. When a homogeneous suspension is obtained, ethanol is evaporated (rotary evaporator, 80 °C). The powders are reduced under H 2 atmosphere to remove any copper oxide present on the surface of the copper grains. This reduction step also aims at obtaining a presintered powder, because it was observed that this state was necessary to perform the wire-drawing without break-up. The increase in silver content induces an increase in the reduction

T III. ELECTRICAL CHARACTERIZATION

The electrical resistivity of the wires was measured at 293 K and 77 K for different wire diameters (D) using the fourprobe method with a maximum current of 100 mA to avoid heating the wires. Tab I shows the conductor resistivity as a function of wire diameter D and temperature. The electric resistivity is in the range 1.82 -2.33 µΩ.cm at 293 K and in the range 0.27 -0.77 µΩ.cm at 77 K. The lower resistivity at 77K is due to the fact that the electron-phonon interactions are negligible at cryogenic temperatures. Moreover, for a given sample, the electrical resistivity increases when the diameter of the wire decreases. This reflects the refinement of the microstructure during drawing. Indeed this induces an increase in the density of grain boundaries, which are scattering points for conduction electrons. For Ag-Cu composite wires, the presence of Ag / Cu interfaces causes an increase in electrical resistivity compared with pure copper wires (0.27 -0.30 µΩ.cm for pure Cu wires and 0.42 -0.77 µΩ.cm for composite wires at 77 K). A saturation effect is noted because upon the increase in silver content from 5% to 10% there are no more Cu / Ag interfaces but rather larger silver domains [12].

IV. MECHANICAL CHARACTERIZATION

Tensile tests (INSTRON 1195 machine) were performed at 293 K and 77 K on 170 mm long wires. Precise stresses were measured by the stress gauge system (1000 N or 250 N, 1.6 x 10-5 m.s-1). Tab. II shows UTS as a function of wire diameter D and temperature. The dislocation motion is reduced at low temperature compared to 293 K, resulting in higher UTS values at 77 K (574-1373 MPa) than at 293 K (389-1053 MPa). The dislocation motion is slowed down by the grain boundaries, thus the refinement of the microstructure (and therefore the increase in the density of grain boundaries) results in an increase in the UTS upon the decrease in wire diameter. The presence of the Ag / Cu interfaces also implies an increase of the strength for the composite wires (924-1373 MPa at 77 K) compared to the pure Cu wires (574-605 MPa at 77 K). The UTS values of 10Ag-Cu/500 exhibit the same saturation effect observed for electrical resistivity. V. DISCUSSION Fig. 4 shows UTS versus electrical resistivity for the present Ag-Cu composite wires, CNT-Cu composite wires prepared by the same route [5], [6] and Ag/Cu alloyed wires [8]-[10] at 293 K and at 77 K. If we compare the two types of composites, the 1Ag-Cu/400 shows the best UTS values (924 MPa for 1Ag-Cu/400 vs. 744 MPa for 1CNT-Cu). The higher reinforcement with Ag microwires could be explained at least partly from the totally different nature of the CNT/Cu and Ag/Cu interfaces, which warrants further studies. 1Ag-Cu/400 composite wires are also comparatively better than alloyed wires containing 20 times more silver. Indeed, for similar UTS (980 MPa for 1Ag-Cu/400 vs. 938 MPa for Ag-Cu alloy) the resistivity at 77 K of 1Ag-Cu/400 is about 38 % lower (0.44 µΩ.cm for 1Ag-Cu/400 vs. 0.71 µΩ.cm for Ag-Cu alloy). This very good UTS / electrical resistivity compromise for Ag-Cu composites can be explained by the nanostructuration of the copper matrix and the silver second phase which gives the high mechanical resistance. The low silver content and the pure copper matrix which ensure the conservation of a high electrical conductivity could make these wires good candidates for the generation of high pulsed magnetic fields higher than 100 T. They could also find use in DC magnetic field generation. Resistive DC magnets are constructed from Ag/Cu alloy containing 5.7% wt. Ag [13]. At 293 K the properties of this alloy after heat treatment at 350 ° C for 4 hours are: UTS = 550 MPa and ρ = 1.86 µΩ.cm. For a similar resistivity, 1Ag-Cu/400 presents a 38 % higher mechanical strength: UTS = 756 MPa and ρ = 1.94 µΩ.cm.

VI. CONCLUSION

Here, we present composite wires made up of Ag nanowires dispersed into a Cu matrix. They were prepared by roomtemperature wire-drawing of cylinders consolidated by spark plasma sintering. Nanostructuring of the Cu matrix and Ag wires reinforcement gives high strength composite wires. Low sintering temperature (Ag solubility limit in Cu is below 0.1 vol. % at 400 °C so the Cu matrix stays unalloyed) and low silver content ensures high conductivity. 
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TABLE II ULTIMATE

 II TENSILE STRENGTH VERSUS WIRE DIAMETER AT 293 K AND 77 K FOR THE DIFFERENT WIRES.

Cu/600 1Ag-Cu/400 5Ag-Cu/500 10Ag-Cu/500 293 K 77 K 293 K 77 K 293 K 77 K 293 K 77

  The wires containing

					UTS (MPa)
				D
				(mm)	K
				1.0	389 574	667 963 773 1004
				0.8	388 588 756 924 847 1062 831 1044
				0.6	457 584 795 981 906 1129	1079
				0.5	474 597 809 1006 958 1215 943 1106
				0.4	484 585 833 1038
		Resistivity (µΩ.cm)	0.3	487 450 887 1109	1215 1053 1373
	D	Cu/600 1Ag-Cu/400 5Ag-Cu/500 10Ag-Cu/500	0.2	503 605 914 1138
	(mm)	293 K 77 K 293 K 77 K 293 K 77 K 293 K 77 K	
	1.0 1.82 0.27	2.07 0.53 2.05 0.53	
	0.8 1.81 0.27 1.94 0.42 2.08 0.55 2.06 0.55	
	0.6 1.83 0.28 1.97 0.44 2.14 0.59 2.11 0.57	
	0.5 1.80 0.28 1.95 0.45 2.12 0.60 2.12 0.60	
	0.4 1.82 0.28 2.01 0.47	2.16 0.64	
	0.3 1.84 0.29 2.01 0.49 2.33 0.72 2.22 0.71	
	0.2 1.84 0.30 2.02 0.51	2.29 0.77