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ABSTRACT: Vitrimers, in stringent contrast to dissociative
networks, involve associative covalent exchanges and remain fully
cross-linked at all temperatures. However, we have previously
reported on poly(1,2,3-triazolium) dynamic networks that exhibit
linear rheological characterization indistinguishable from vitrimers
although being based on a dissociative covalent exchange process,
i.e., de-N-alkylation and re-N-alkylation reactions. Herein, we
highlight the main features of dissociative and associative covalent
adaptable networks (CANs) and discuss their respective linear
rheological behaviors. After giving a detailed overview of the extent
and potential of dynamic polymer networks having 1,2,3-triazolium
cross-links in particular and CANs involving trans-N-alkylation
exchanges in general, we perform a detailed rheological
comparative characterization of previously described aliphatic 1,2,3-triazolium-based dynamic networks and a new bicomponent
thermosetting system issued from the mixing of linear polystyrene chains having complementary benzyl iodide and 1,2,3-triazole
pendent groups. We propose a simple but comprehensive rheological characterization methodology that enables proper comparison
between all types of CANs, i.e., vitrimers and dissociative networks. Owing to the combination of a high glass transition temperature
dynamic network and fast trans-N-alkylation exchanges in this new dissociative network, it is possible to characterize both glass
transition and network relaxation with single rheological experiments. We provide clear experimental evidence that although located
within a narrow temperature range, the temperature dependences of these two transitions are distinct and follow WLF and Arrhenius
models, respectively.

■ INTRODUCTION

Covalent adaptable networks (CANs) involving dynamic
covalent cross-links1−7 have gained a growing interest in the
context of advanced polymer materials with enhanced
thermomechanical and solvent-resistance properties. In contrast
to conventional thermosets, the relaxation dynamics of CANs
can be adjusted through temperature changes or UV-irradiation
to confer creep and stress-cracking resistance in conditions of
slow dynamics or malleability and plasticity in conditions of fast
dynamics.
In many CANs in which relaxations associated with the bond

exchange mechanism are slower and sufficiently distinct from
the glass transition, the relaxation time spectrum of these
materials H(τ,T) can be characterized by two clear thermo-
mechanical transitions, that is, the glass-to-rubber relaxation
with spectrum HGlass(τ,T) involving cooperative motion at the
segmental scale (1−3 nm)8 and the rubber-to-liquid relaxation
with spectrum HNetwork(τ,T) shifted to longer time scales
involving cross-link exchanges with mobility at the scale of the
mesh of the network. The zero-shear viscosity η0(T) of CANs

that determines their flow capacity is thus essentially driven by
covalent exchanges of the cross-links: η0(T) = ∫ −∞

∞ τ(HGlass(ln
τ,T) +HNetwork(ln τ,T)) d(ln τ)≈ ∫ −∞

∞ τHNetwork(ln τ,T) d(ln τ).
Remarkably, it has been shown that most dynamic networks
display a network relaxation with a narrow distribution of
relaxation times (HNetwork(τ,T) ≈ 0 for τ ≠ τ*(T)), which
enables to express the zero-shear viscosity in mainly two
contributions, the main relaxation time τ*(T) and the plateau
modulus G0(T) related to the cross-link density: η0(T) ≈
τ*(T)∫ −∞

∞ HNetwork(ln τ,T) d(ln τ) ≈ τ*(T)G0(T).
A distinction is often made between vitrimers,9−12 that is, a

specific example of CANs featuring a constant cross-link density
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upon temperature changes and in which terminal mechanical
relaxation (i.e., flow) is controlled by an associative bond
exchange mechanism (Figure 1a) and dissociative networks in
which an increase in temperature induces both the decrease of
cross-link density and a shorter bond lifetime (Figure 1b).13−16

In vitrimers, as G0 varies only weakly with temperature up to
the degradation temperature (entropic elasticity), the temper-
ature dependence of the zero-shear viscosity should thus be
solely controlled by the kinetics of the bond exchange reaction.
As a consequence, the reprocessability of vitrimers in the
literature is up to now merely assessed from the temperature
dependence of relaxation times, estimated from normalized
stress relaxation dataG(t)/G0 = f (t/τ*) through various models
(monoexponential, stretched exponential, and delayed expo-
nential). All relaxation times obtained in this way follow an
Arrhenius dependence τ*(T) ∼ eEa,τ/RT, Ea,τ being most of the
time simply termed the activation energy. For the purpose of
clearly defining the different parameters at stake, we will use here
the term kinetic activation energy throughout this Perspective.

Creep measurements are more rarely encountered in the
literature, yet they directly lead to zero-shear viscosities and
enable to calculate the viscous f low activation energies η*(T) ∼
eEa,η/RT. As expected from networks maintaining a constant cross-
link density, very comparable values for viscous flow activation
energies and kinetic activation energies have been found for
vitrimer materials, for example, Ea,τ = 80 kJ mol−1 and Ea,η = 88 kJ
mol−1 for the first vitrimer system reported based on epoxy−acid
networks with the transesterification reaction catalyzed by
Zn(II) species.9 It is also important to emphasize that great
caution must be taken when relating these kinetic and viscous
flow activation energies measured in networks to thermody-
namic parameters of the corresponding exchange reactions and
notably the Gibbs (barrier) activation energyΔG‡. In particular,
the presence of catalysts, which are acknowledged for reducing
the Gibbs activation energies of elementary (single step)
reactions, can have very diverse effects on the overall activation
energy.17 This discrepancy may be explained solely from
enthalpic considerations by the fact that exchange reactions
can occur through complex, multistep pathways (and all the
more so when catalysis is involved) and that the calculation of
the apparent Gibbs activation energy requires complete
knowledge of all mechanistic steps. It is also likely that more
complex entropic considerations involving the complete
configurational space of the exchange reaction may even play a
more important role.18 Notably, it has been shown recently by
Du Prez, Winne, and co-workers that the kinetic activation
energy of reversible activated thiol−yne addition can display
significant differences when comparing exchange reactions in
model molecules or when they are part of a highly cross-linked
network.19 In most cases, while the relaxation times of vitrimers
can be largely tuned by changing the stoichiometry or
concentration of exchangeable reactants,20 the concentration
of catalysts,9,21 or by phase segregation of the exchangeable
units,22,23 the Ea,τ of vitrimers is characteristic of a given
exchange reaction (including the nature of catalyst when
applicable) and generally ranges from 50 to 150 kJ mol−1. It is
also interesting to note that in a few cases when several
mechanisms may coexist for the same exchange reaction
multiple activation energies may be distinguished.24,25 Most
vitrimer systems developed so far rely on covalent exchange
reactions including concerted nucleophilic exchanges such as
classical transesterifications involving vicinal alcohols (Ea,τ ∼
89−163 kJ mol−1,9,21,26−31 although much higher Ea,τ up to 250
kJ mol−1 have been reported at very high temperatures for
poly(butylene terephthalate) (PBT) vitrimers containing
deprotectable diols).32 In addition, transcarbamoylation of
urethanes, either involving vicinal alcohols (Ea,τ ∼ 99−159 kJ
mol−1) or in the absence of alcohols, most probably involving
partial reversibility at higher temperatures (Ea,τ ∼ 114−184 kJ
mol−1),33−37 transcarbonation (Ea,τ ∼ 80−120 kJ mol−1),38

transamination of vinylogous urethanes (Ea,τ ∼ 31−129 kJ
mol−1),17,24,39 transamination of imines (Ea,τ ∼ 49−81 kJ
mol−1),40−42 transalkylation of sulfonium salts (Ea,τ ∼ 113−115
kJ mol−1),43,44 silyl ether exchange (Ea,τ ∼ 40−69 kJ
mol−1),45−47 oxime-promoted transesterification (Ea,τ ∼ 64 kJ
mol−1),48 transthioetherification ofMeldrum’s acids (Ea,τ∼ 63−
65 kJ mol−1),49 aminal transamination (Ea,τ ∼ 52−80 kJ
mol−1),50 or transamination of diketoenamines (Ea,τ∼ 49−60 kJ
mol−1),51 paved the way toward tuning the functionality and
properties of vitrimer materials by using chemical and structural
design. Other miscellaneous vitrimer systems rely on alternative
exchange mechanisms such as radical disulfide exchange (Ea,τ ∼

Figure 1. Comparison of the different physicochemical characteristics
of (a) vitrimers and (b) dissociative networks. From top to bottom: (1)
overall exchange mechanisms at stake in the network relaxation and
corresponding thermodynamic parameters (k being the apparent rate of
exchange and Ka = k−1/k the apparent association equilibrium
constant), (2) typical evolutions of storage moduli G′(ω,T) with
frequency, (3) typical relaxation time spectra H(τ,T), and (4)
evolutions of zero-shear viscosity η0(T) and cross-link density at
temperatures above the glass transition.
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55−106 kJ mol−1),52,53 olefin metathesis (Ea,τ ∼ 26 kJ mol−1),54

or boronic ester exchange (Ea,τ ∼ 8−77 kJ mol−1).55−58 While
the latter was initially considered to occur through direct
metathesis reaction, a catalytic nucleophilic ring-opening
mechanism might also be involved.59

It is worth noting that the generally low Ea,η values of vitrimers
are effectively restraining their applications as direct replace-

ments of thermoplastics. For instance, satisfying both a zero-
shear viscosity higher than 1012 Pa s at 100 °C (corresponding to
an expected ca. 24 h compression set of 10% for an elastomer
with G0∼ 1 MPa) and a zero-shear viscosity lower than 106 Pa·s
at a processing temperature of 200 °C implies reaching Ea,η
values above 200 kJ mol−1, that is, far above any currently known
vitrimer system. It must also be noted that, in contrast to most

Scheme 1. Main Covalent Exchange Reactions That Enable Malleability in CANs
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thermoplastics that display a strong shear thinning behavior
considerably facilitating their processing, vitrimers have so far
only demonstrated a Newtonian behavior although extensive
experimental and theoretical investigations involving high shear
rates are heavily lacking in this regard. Despite these limitations,
many processability opportunities are still offered by current
vitrimers, such as surface patterning by embossing,60 local
reshaping,61 or welding.62 Suchmethods can cope with very high
viscosities since they involve plastic deformation at very low
speeds or moderate extents.
In contrast to vitrimers, most efforts devoted to the design of

dissociative networks (Figure 1b) have focused on adduct
formation with an association equilibrium constant Ka = k−1/k
strongly dependent either on temperature changes (and in this
case dictated by the enthalpy of the reversible additionΔrH

0) or
on UV-irradiation. Many examples can be found such as hetero-
Diels−Alder cycloadditions (e.g., furan−maleimide15,16,63 or
triazolinedione−indole64) or dimerization reactions of, for
example, cinnamic acid,65 anthracene,66 or coumarin67 deriva-
tives. Upon equilibrium shifting toward dissociation of the
adduct, the networks can undergo partial decrease of cross-link
density and eventually complete de-cross-linking from dynamic
networks to liquids beyond a dissociation threshold dictated by

the functionality and stoichiometry of the precursors. Corre-
spondingly, these dissociative networks should display four
distinct viscoelastic regimes noted from I to IV in Figure 1b).
Note that while such a distinction between different regimes was
not necessarily expressed in the same terms in the literature, the
description below is a direct consequence of well-known
rheological characterization of cross-linking in nonentangled
polymers.68

In regime I the dissociation level is very low (i.e., low
temperatures); the observed cross-link density is maximal, yet
cross-link rearrangements through a dissociative mechanism to a
very small extent and reassociation are still possible. In such
conditions these materials have a rheological behavior
indiscernible from vitrimers, with two distinct relaxations
spectra HGlass(τ,T) and HNetwork(τ,T) and viscosities only driven
by exchange kinetics. In regime II, the dissociation levels are
higher, the decrease of cross-link density becomes significant
(i.e., decrease of amplitude and shift of HNetwork(τ,T) to shorter
times), and the viscosities consequently display a stronger
temperature dependence. Starting from this point, it appears
thus essential to distinguish the temperature dependence of the
relaxation times from the temperature dependence of the zero-
shear viscosity. In regime III the dissociation levels are such that

Scheme 2. Chemical Structures of Poly(1,2,3-triazolium)NetworksObtained through (a) AB +AB and (b) AA+BBPolyaddition
Strategies
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the gel transition is attained, and a dramatic decrease of the zero-
shear viscosity is observed. Depending on the nature of the
network precursors (e.g., small molecules or multifunctional
polymers), a significant decrease of Tg can also be expected (i.e.,
shift of HGlass(τ,T) to much shorter times). Also, the relaxation
spectrum HNetwork(τ,T) considerably broadens and decreases in
amplitude. Finally, regime IV corresponds to the complete
suppression of any effect due to dissociative bonds. The viscosity
profile of the precursor analogues deprived of any associating
groups is however not necessarily recovered, as complex effects
such as weak phase segregation may still occur.
While extensive measurements or extrapolations of zero-shear

viscosities over the complete range of viscoelastic regimes are
still lacking, Bowman, Kloxin, and co-workers have analyzed the
viscoelastic behavior of furan−maleimide molecular-based
networks in the vicinity of the gel transition (i.e., regimes II
and III in Figure 1b).69 Although it is challenging to extrapolate
the evolution of zero-shear viscosity from oscillatory experi-
ments especially at lower temperatures, it appears that the
transition from regime II to III occurs in a very narrow
temperature range (i.e., less than ca. 10 °C), and consequently
the viscous flow activation energy should be extremely high.
Wang and co-workers have performed stress relaxation experi-
ments on furan-functionalized butadiene rubbers cross-linked at
low temperature using bismaleimides70 and demonstrated that
in such conditions the cross-link density does not change
significantly (regime I), and the relaxation time of these
networks follows an Arrhenius behavior with an overall viscous
flow activation energy of ca. 100 kJ mol−1. Importantly, in
conditions of weak equilibrium (typically Ka < 1000 L mol−1),
the dimerization equilibrium becomes sensitive to the
concentration of species and can be shifted toward depolyme-
rization merely by dilution in a nonreactive solvent.71

We have extended the recent development of 1,2,3-
triazolium-based poly(ionic liquid)s (TPILs),72 to the versatile
one-step solvent- and catalyst-free synthesis of highly cross-
linked ionic poly(1,2,3-triazolium) networks.73−77 The initial
approach relied on the AB + AB step growth polymerization of
an α-azide-ω-alkyne monomer by Huisgen 1,3-dipolar azide−
alkyne cycloaddition (HAAC) with concomitantN-alkylation of
the formed linear poly(1,2,3-triazole)s by bis-halide or bis-
mesylate cross-linkers (Scheme 2a).75,77 Further contributions
have combined AA + BB step growth polymerization of diazide
and dialkyne monomers by HAAC with the concomitant cross-
linking of the resulting linear poly(1,2,3-triazole)s by N-
alkylation using dihalide cross-linkers (Scheme 2b).76,78,79 For
instance, Nulwala and co-workers have developed cross-linked
ionic gas separation membranes by HAAC polyaddition of
oligo(trimethylene ether glycol)-based dialkyne and diazide
monomers with 1,10-diiododecane cross-linker.76 Ion meta-
thesis reaction on the swollen networks to substitute iodide for
TFSI counteranions strongly impacted thermomechanical and
gas separation properties of the dried membranes. Furthermore,
Huang and co-workers have demonstrated self-healing adhesive
joints for glass and metals based on a AA + BB strategy involving
aromatic diazide and dialkyne monomers with 1,6-dibromohex-
ane as cross-linker.78 More recently Amed́uri and co-workers
developed an AA + BB strategy toward the synthesis of
fluorinated TPIL dynamic networks using perfluoroether-based
diazide and dialkyne monomers with aliphatic or perfluorinated
diiodide cross-linkers.79

Most of these highly cross-linked TPIL ionic networks
obtained by using either AB + AB or AA + BB strategies

demonstrate dynamic features evidenced by stress relaxation
and creep experiments, with an Arrhenius dependence of the
relaxation times τ* and relatively high kinetic activation energies
for catalyst-free dynamic networks (Ea,τ = 140−161 kJ
mol−1).75,77,79 Insolubility in nonreactive solvents but solubility
in reactive alkyl halides, constant cross-link density up to ca. 170
°C, and chemical characterization of model compounds initially
pointed toward a trans-N-alkylation exchange reaction between
the 1,2,3-triazolium cross-links and halide-functionalized
dangling chains, with an associative mechanism specific to
vitrimers.75 However, after further analyses on a series of TPIL
dynamic networks with finely tuned composition (i.e., precisely
controlled cross-link density and number of iodide-function-
alized dangling chains) and by confronting composition of the
networks with relaxation times, we established that the trans-N-
alkylation exchange mechanism is a two-step dissociative
process involving a very small fraction of C−N bond breaking
and hopping from one location to another without implying
concerted exchanges and intermediate adduct formation
(Scheme 3).77 It must be pointed out that due to the presence

of a mixture of 1,3,4- and 1,3,5-trisubstituted 1,2,3-triazolium
regioisomers inherent to the copper-free HAAC polyaddition,
there is a distinct trans-N-alkylation pathway that due to steric
hindrance implies exchange of the substituent on the nitrogen
atom adjacent to the substituted carbon atom (i.e., exchange of
the N-3 and N-1 substituent for 1,3,4- and 1,3,5-trisubstituted
1,2,3-triazolium cross-links, respectively). Recent contributions
have extended the realm of trans-N-alkylation exchanges to
dynamic networks involving anilinium cross-links obtained from
the radical copolymerization of 2-hydroxyethyl acrylate, 4-(N,N-
dimethylamino)styrene, and a difunctional styrenic cross-linker
including a dissociative anilinium linkage80,81 as well as
composite elastomers involving dissociative exchanges of
pyridinium cross-links issued from interfacial reactions between
poly(2-vinylpyridine) and bromide groups at the surface of

Scheme 3. Two-Step Dissociative Mechanism for Trans-N-
Alkylation Covalent Exchanges Involving (a) 1,3,4-
Trisubstituted and (b) 1,3,5-Trisubstituted 1,2,3-Triazolium
Cross-Links
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silica.82 However, the easy access to materials carrying azide,
alkyne, 1,2,3-triazoles, or halide functionalities together with the
trifunctional nature of 1,2,3-triazolium groups provides a much
broader potential for structural variety compared to generally
difunctional pyridinium or anilium groups.
As discussed above regarding regime I CANs and in

agreement with the previous report by Rowan and co-workers
on poly(alkylurea−urethane) dynamic networks83,84 and by
Dichtel, Hillmyer, and co-workers on urethane-containing
polymer networks,85 it appears thus that the distinction between
vitrimers and dissociative networks is not always obvious and
that for practical purposes strictly associative exchange
mechanisms are not necessarily mandatory to obtain dynamic
networks with constant cross-link density. It is however
sufficient that the balance of species does not vary appreciably
within the considered temperature range. In recent years, many
other exchange reactions initially thought to be associative, and
in particular those with kinetic activation energies above 100 kJ
mol−1, have been studied in detail by using model compounds
and have been found to be in fact dissociative (at least under
certain circumstances),11 such as transcarbamoylation of
hydroxyurethanes35,36,85,86 or metathesis of aryl disulfides.52,87

Aiming at understanding and improving the properties of
TPIL dynamic networks, we found that introducing benzylic
groups at both the N-1 and N-3 positions of 1,2,3-triazolium
cross-links greatly modifies the equilibrium between 1,2,3-
triazole/iodide-functionalized dangling chains and 1,2,3-triazo-
lium adducts compared to previously reported aliphatic TPIL
networks.75,77 Herein, we chose to exemplify the fast exchange
rates of benzylic 1,2,3-triazolium groups by modification of a
classical amorphous thermoplastic (i.e., polystyrene) through
introduction of complementary 4-propyl-1,2,3-triazole and
benzyl iodide pendent groups in two separate copolymers
obtained from a common functionalized copolymer precursor.
Interchain benzylic 1,2,3-triazolium cross-links detailed below
are straightforwardly created by reactive blending of the two
copolymers, and we show below that these dissociative networks
have a viscoelastic behavior typical of regime II CANs.
To properly compare the linear rheological characterization of

vitrimers (or regime I CANs) with dissociative networks (or
regime II CANs), we propose a common methodology
involving stress relaxations and oscillations at small amplitudes,
which enables to characterize the dependence of both the
relaxation time and the cross-link density with temperature. The

use of time−temperature superposition enables to alleviate the
proper fitting of stress relaxations in the case of complex systems,
at least when the microphase structuration of the materials
remains unchanged in the considered temperature range. This
method also enables to distinguish the temperature dependence
of relaxation times (kinetic activation energy) and overall
viscosity (viscous flow activation energy) and thus offers a more
extensive comparison between CANs having distinct topological
and chemical variety. In this way, we provide a thorough
comparative analysis of the rheological properties of two distinct
1,2,3-triazolium-based dissociative CANs, that is, the previously
described TPIL network 7 obtained from aliphatic α-azide-ω-
alkyne monomer and cross-linker (Scheme 4)75,77 and the
polystyrene-based TPIL network 6 having benzylic 1,2,3-
triazoliums cross-links described herein for the first time
(Scheme 5).
The short relaxation times associated with benzylic 1,2,3-

triazolium cross-links and the relatively high glass transition
temperature of TPIL dynamic network 6 (Tg ∼ 104 °C) enable
for the first time to capture the temperature dependence of both
glass transition and network relaxation by using the same
rheological tests, thus clearly highlighting that they are
independent processes. The moderate temperature dependence
of the trans-N-alkylation equilibrium ensures that the
viscoelastic behavior stays in regime II over the whole
temperature range considered (i.e., 120−165 °C). This results
in a very high viscous flow activation energy (Ea,η = 230 kJ
mol−1) and an ideal compromise of fast processing in the 160−
180 °C temperature range while maintaining a sufficient level of
dynamic cross-links and thus high melt strength and facilitated
(re)processing.

■ RESULTS AND DISCUSSION

Synthesis and Characterization of PS−Iodide 2 and
PS−1,2,3-Triazoles 3 and 5. To provide TPIL dynamic
networks in large quantities, two different scalable approaches
were considered to synthesize the complementary linear
copolymer precursors (Scheme 5), that is, (1) a postpolymeriza-
tion multistep chemical modification strategy and (2) a direct
copolymerization of a functional monomer strategy. The
common precursor of the postpolymerization chemical
modification strategy is a statistical copolymer of styrene and
4-chloromethylstyrene (1 with ca. 89 and 11 mol %,
respectively) obtained on a 268 g scale by free radical

Scheme 4. Synthesis of TPIL Dynamic Network 7

Macromolecules pubs.acs.org/Macromolecules Perspective

https://dx.doi.org/10.1021/acs.macromol.9b02204
Macromolecules 2020, 53, 1884−1900

1889

https://pubs.acs.org/doi/10.1021/acs.macromol.9b02204?fig=sch4&ref=pdf
https://pubs.acs.org/doi/10.1021/acs.macromol.9b02204?fig=sch4&ref=pdf
pubs.acs.org/Macromolecules?ref=pdf
https://dx.doi.org/10.1021/acs.macromol.9b02204?ref=pdf


polymerization (FRP) in THF initiated by AIBN at 60 °C. Part
of this sample was submitted to iodination reaction using NaI in
acetone (Finkelstein reaction) to afford the corresponding
poly(styrene-co-4-iodomethylstyrene) 2 on a 149 g scale. The
remaining part of 1 was submitted to sequential azidation of the
chlorides to generate azidomethyl groups and subsequent
copper(I)-catalyzed azide−alkyne cycloaddition (CuAAC)
between pendent benzyl azides and 1-pentyne to afford, after
liquid−liquid extraction of the copper catalyst, 1,2,3-triazole-
functionalized PS 3 on a 104 g scale. 1H NMR spectra of PS
functional derivatives 2 and 3 are in perfect agreement with the

expected structures (Figures S1 and S2 in the Supporting
Information). The quantitative nature of the different chemical
modification steps is confirmed by the shifts of the para-
methylene signal from 4.63 ppm for PS−chloride 1 to 4.56 and
5.47 ppm for PS−iodide 2 and PS−1,2,3-triazole 3, respectively
(Figure 2). Besides, the 1,2,3-triazole proton of 3 can be clearly

seen at 7.56 ppmwhile no peaks from nonfunctionalized residual
units could be discerned by 1H NMR. The content of pendent
functionalities (i.e., 11mol %) is logically maintained unchanged
during the chemical modifications sequence. SEC of function-
alized PS derivatives 1−3 exhibits monomodal traces having
comparable chain dispersities (Đ = 1.68−1.78) and molar
masses (Mn = 6.4−7.1 kg mol−1 with respect to PS standards)
only slightly impacted by the size and chemical nature of the 11
mol % of functionalized units (Table 1 and Figure S3).

Because of the potential occurrence of iodine transfer
polymerization,88 the direct copolymerization of 4-iodo-
methylstyrene could not be considered, and this alternative
strategy was only applied to the synthesis of PS−1,2,3-triazole 5
from the copolymerization of a styrenic monomer carrying a
pendent 1,2,3-triazole group. With this aim, 4-propyl-1-(4-
vinylbenzyl)-1,2,3-triazole monomer 4 (Scheme 5) was
synthesized by CuAAC between 4-azidomethylstyrene and 1-
pentyne with DIPEA as base and CuI(POEt)3 as catalyst.

Scheme 5. Synthesis of PS−Iodide 2, PS−1,2,3-Triazoles 3
and 5, and TPIL Dynamic Network 6

Figure 2. Partial 1H NMR traces (acetone-d6) of PS−chloride 1 (top),
PS−iodide 2 (middle), and PS−1,2,3-triazole 3 (bottom).

Table 1. Physical Properties of Functional Copolymers 1−3
and 5 and TPIL Dynamic Network 6

no. Tg
a (°C) Td10

b (°C) Mn
c (kg mol−1) Đc

1 104 355 6.4 1.73
2 93 270 6.8 1.78
3 83 355 7.1 1.68
5 83 360 8.9 1.53
6 104 320

aDetermined by DSC. bTemperature for 10% weight loss determined
by TGA. cDetermined by SEC in CHCl3.
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Monomer 4 was obtained in 87% yield and 17 g scale after
purification by column chromatography. Its structure and purity
were confirmed by 1H and 13C NMR spectroscopy (Figures S4
and S5) and high-resolution electrospray ionization mass
spectrometry. Statistical copolymer 5, a structural analogue of
copolymer 3 obtained by the postpolymerization multistep
chemical modification strategy, was obtained on a 17 g scale by
FRP of styrene and 1,2,3-triazole-functionalized monomer 4
performed in THF at 60 °C with AIBN as initiator. 1H NMR
spectra of 3 and 5 are almost identical (Figure S6) and so are the
contents of pendent 1,2,3-triazole groups (i.e., ca. 11 mol %).
However, SECmeasurements show slightly higherMn and lower
Đ values for 5 compared to 1−3 (Table 1 and Figure S3). It is
worth noting that functional copolymers 2, 3, and 5 have Mn
values well below entanglement (ca. 20 kg mol−1 for PS).68

Thermal properties of functional linear precursors 1−3 and 5
(Table 1) were evaluated by differential scanning calorimetry
(DSC) and thermogravimetric analysis (TGA). It is well-known
that Tg of polymer chains can be significantly impacted by low
molar masses, the nature of the chain ends, and the presence of
different comonomer units. For comparison, while Tg of a PS
with Mn = 7.0 kg mol−1 can be estimated at 89 °C,89 PS−
chloride 1 and PS−iodide 2 have higher Tg values of 104 and 93
°C, respectively. Conversely, PS−1,2,3-triazoles 3 and 5 display
lower Tg values of 83 °C that could be due to the plasticizing
effect of 4-propyl-1,2,3-triazole pendent groups. PS−chloride 1
and PS−1,2,3-triazoles 3 and 5 exhibit comparable 10% weight
loss temperature (Td10) values of ca. 355 °C (Figure S7), thus
showing the limited impact of the low fraction of functionalized
units (i.e., ca. 11 mol %). As could be expected, almost identical
Tg and Td10 values were observed for PS-1,2,3-triazoles 3 and 5
obtained respectively by postpolymerization chemical mod-
ifications of 1 and by direct copolymerization of styrene and
1,2,3-triazole monomer 4. PS−iodide 2 has the lowest thermal
stability of the series (Td10 = 270 °C) due to the higher reactivity
of benzyl iodides that can promote different side reactions
consequent to the cleavage of the carbon−iodide bond.90 As PS-
1,2,3-triazole 3was synthesized in larger quantities (i.e., ca. 100 g
scale) than 5, and involved fewer synthetic steps involving
exclusively commercial compounds, only 3 was considered
further for the preparation of TPIL dynamic network 6 (Scheme
5).
Preparation of TPIL Dynamic Network 6. Most relevant

polymer networks containing dynamic covalent cross-links are
obtained by using conventional techniques of thermosetting
materials that are strongly connected to applications as
adhesives, coatings, or matrices for composite materials. Most
systems are bicomponent and involve low-viscosity, poly-
functionnal precursors with optional cosolvents or catalysts.
The exchangeable groups can either be formed during the curing
reaction or already be constitutive of the precursors thus
involving curing reactions forming nondynamic bonds. The lack
of melt strength at the early stages of the polymerization and the
very high viscosities beyond the gel point can be challenging
issues for many processes designed for thermoplastics that often
involve a first preprocessing of the materials into pellets, films, or
sheets and a subsequent curing process by, for example,
reshaping, injection, or calendaring. In some rare cases, vitrimers
display sufficiently fast exchange reactions to allow extensive
processing with high-shear extrusion, but at the cost of reduced
creep resistance at low temperatures.55,91,92 An alternative
strategy relies on specific protection of reactive units, leaving for
instance only difunctional monomer units amenable to

polymerization into highly processable linear polymers. Heuts,
Goossens, and co-workers have used such strategy to develop
linear PBTs as vitrimer precursors containing benzal-protected
pentaerytrithol units.29 In a subsequent deprotection step
(either chemically or at high temperature) diols become
available and afford dynamic cross-linking of the PBT network
in the presence of zinc(II) catalyst.32 Herein, we initially aimed
at mixing a 1:1 (w/w) blend of complementary PS−iodide 2 and
PS−1,2,3-triazole 3 that corresponds to a molar ratio R =
[iodide]/[1,2,3-triazole] = 0.9 (Scheme 5). By analogy with the
trans-N-alkylation reactivity previously reported for aliphatic
TPIL dynamic networks,75,77 a sufficiently delayed cross-linking
was expected to allow for a three-step process consisting in (1)
melt-blending the PS compounds by extrusion at ca. 140−160
°C, (2) subsequent injection of samples, and (3) a final
postcuring step. Yet, the reactivity of benzyl iodides proved
significantly faster than previously reported aliphatic TPIL
dynamic networks and thus prevented this sequential approach.
For practical reasons, we resorted to coprecipitating 2 and 3 to
blend them intimately, followed by drying and initial curing of
the resulting powder 6 under vacuum at 120 °C for 15 h. Tg of
TPIL dynamic network 6 is 104 °C and is higher than those of its
parent linear precursors 2 and 3 (Tg = 93 and 83 °C,
respectively). This is related to the formation of covalent
1,2,3-triazolium cross-links by N-alkylation reaction between
1,2,3-triazole and benzyl iodide pendent groups. Td10 of the
TPIL dynamic network 6 (Td10 = 320 °C) is logically
intermediate between Td10 values of the parent precursors
(i.e., Td10 = 270 and 355 °C for 2 and 3, respectively) and well
above the temperatures used to perform the curing and
thermomechanical characterization of vitrimer materials.
Because of the low content of 1,2,3-triazolium units and the
the fact that poly(1,2,3-triazole) have a better stability than their
triazolium analogues, Td10 of 6 is higher than values previously
reported for TPIL−iodide homopolymers that exhibit Td10
values ranging from 203 to 255 °C.72

Compaction at room temperature of the linear precursors 2
and 3 and of the previously annealed TPIL dynamic network 6
yielded as expected fragile and opaque samples with weak
cohesion between grains. Nevertheless, while linear PS
precursors 2 and 3 quickly turned into viscous liquids above
100 °C, the 1,2,3-triazolium network 6 did not display any flow
after several hours at 130 °C, thus demonstrating as expected the
formation of 1,2,3-triazolium cross-links with slow exchange
kinetics at this temperature. However, at 160 °C, the compacted
powder of 6 quickly sintered into tough transparent disks
(Figure 3), thus demonstrating unexpectedly low viscosity. Such
a dramatic decrease of viscosity over a 30 °C increase in
temperature indicates a very high viscous flow activation energy
and prompted us to carry out a thorough thermomechanical

Figure 3. Mixtures of linear precursors 2 and 3 before (left) and after
(middle) compaction at room temperature and (right) after
compaction for 15 min at 160 °C. Dimensions of the tiles are 0.5 ×
0.5 cm2.
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characterization of TPIL dynamic network 6 and its linear
precursors by rheology.
Synthesis and Chemical Characterization of TPIL

Dynamic Network 6. PS−iodide 2 and PS−1,2,3-triazole 3
display the conventional rheological behavior of unentangled
linear polymers. Master curves built through time−temperature
superposition of small-amplitude oscillatory shear (SAOS) data
from 110 to 150 °C (Figure 4) and referenced at T0 = Tg + 40 K

are overlapping and display a terminal relaxation immediately
above the glass transition as evidenced by the slopesG′∼ω2 and
G″ ∼ ω1. The corresponding shift factors were fitted with the

Williams−Landel−Ferry (WLF)model, log (aT)
C T T

C T T
( )

( )
1 0

2 0
=− −

+ −
,

and demonstrate close C1 and C2 parameters (Figure 4b).
Correspondingly,C1

g andC2
g parameters referenced atT0 =Tg are

14.2 and 61.0 °C and 15.1 and 68.0 °C for 2 and 3, respectively,
which is significantly different from polystyrene constants (i.e.,
C1,PS
g = 17.4 °C andC2,PS

g = 51.6 °C93) and could be related to the
relatively broad chain dispersities and the low molar masses of 2
and 3.

Time monitoring with SAOS at a constant frequency of 1 Hz
for TPIL dynamic network 6 upon successive temperature
increments from 120 to 165 °C shows dramatic decreases of
storage (G′) and loss (G″) moduli (Figure 5). Up to ca. 135 °C,

the high values of both moduli and the predominance of G″ are
typical of the glassy regime. Above ca. 140 °C, the predominance
of G′ is distinctive of cross-linked networks, yet with a cross-link
density strongly decreasing at higher temperatures, thus
pointing clearly toward a regime II CAN behavior (Figure
1b). Below 150 °C, the moduli stabilize within a few minutes
after each temperature increment, thus demonstrating fast
equilibrium reactions. However, above 150 °C a continuous
decrease of moduli with time might indicate occurrence of
plausible side reactions initiated by the homolytic cleavage of
carbon−iodide bonds that could yield to permanent de-cross-
linking. This observation might also be linked to the small
number-average polymerization degree (Xn) and broad
dispersity (i.e., presence of small chains providing few 1,2,3-
triazolium cross-links) of linear precursors 2 and 3. Besides, the
formation of cyclic species or dimerized polymer chains that do
not participate in the network elasticity might contribute to the
decrease of moduli at higher temperatures.
Thorough measurement of the temperature-dependent

equilibrium constants between iodide/1,2,3-triazole and 1,2,3-
triazolium species is extremely challenging as the most reliable
technique to access composition of TPIL networks, that is, XPS
analysis, cannot be performed in situ at high temperatures. We
were however able to compare two samples of TPIL dynamic
network 6 after very different annealing conditions. The first
sample (Figure 6a) was annealed at 170 °C and vitrified by
quenching in liquid nitrogen to prevent any change in the
network composition upon cooling. The second sample (Figure
6b) was annealed at 170 °C and slowly cooled to room
temperature at 0.5 °C min−1 to maximize any change in the
equilibrium composition before vitrification. Because XPS is a
surface characterization technique (with ca. 10 nm penetration
depth using X-rays with normal incidence), samples were freshly
cut parallel to their surface with a razor blade. High-resolution
I3d5/2 spectra taken at different locations and averaged to get a
faithful representation of the bulk composition enabled a

Figure 4. (a) Master curves of PS−iodide 2 (circles) and PS−1,2,3-
triazole 3 (triangles) obtained by SAOS data from 110 to 150 °C and
referenced at Tref = Tg + 40 K. (b) Corresponding aT shift factors and
WLF fits using T0 = Tg + 40 K and log(aT) = −[C1(T − T0)]/[C2 + (T
− T0)] for PS−iodide 2 (circles) and PS−1,2,3-triazole 3 (triangles).

Figure 5. Time monitoring of temperature (gray lines), storage
modulus (blue lines), and loss modulus (red lines) for TPIL dynamic
network 6 during the application of gradual temperature increments
ranging from 120 to 165 °C.

Macromolecules pubs.acs.org/Macromolecules Perspective

https://dx.doi.org/10.1021/acs.macromol.9b02204
Macromolecules 2020, 53, 1884−1900

1892

https://pubs.acs.org/doi/10.1021/acs.macromol.9b02204?fig=fig4&ref=pdf
https://pubs.acs.org/doi/10.1021/acs.macromol.9b02204?fig=fig4&ref=pdf
https://pubs.acs.org/doi/10.1021/acs.macromol.9b02204?fig=fig4&ref=pdf
https://pubs.acs.org/doi/10.1021/acs.macromol.9b02204?fig=fig4&ref=pdf
https://pubs.acs.org/doi/10.1021/acs.macromol.9b02204?fig=fig5&ref=pdf
https://pubs.acs.org/doi/10.1021/acs.macromol.9b02204?fig=fig5&ref=pdf
https://pubs.acs.org/doi/10.1021/acs.macromol.9b02204?fig=fig5&ref=pdf
https://pubs.acs.org/doi/10.1021/acs.macromol.9b02204?fig=fig5&ref=pdf
pubs.acs.org/Macromolecules?ref=pdf
https://dx.doi.org/10.1021/acs.macromol.9b02204?ref=pdf


quantitative distinction between unreacted pendent benzyl
iodides (limiting reagent) and iodide counteranions associated
with 1,2,3-triazolium species leading to the extent of the N-

alkylation reaction: x I
benzyl iodide I

= [ ]
[ ] + [ ]

−

− (see Figure 6 and

experimental details in the Supporting Information). Remark-
ably distinct x values were obtained depending on the cooling
conditions as x is ca. 28% and 54% for the network quenched at
170 °C and the network slowly cooled below Tg, respectively.
This is strong evidence that the 1,2,3-triazole/1,2,3-triazolium
equilibrium is shifting toward de-N-alkylation at higher
temperatures, in fair agreement with the decrease in cross-link
density inferred from temperature-jump rheology experiments
(Figure 5).
Comparative Characterization of Network Relaxa-

tions in TPIL Dynamic Networks 6 and 7. Frequency
sweeps and stress relaxation experiments were performed at
temperatures ranging from 110 to 170 °C on TPIL dynamic
networks 6 and 7 (Figure 7).75,77 For 6, at high frequencies and
low temperatures the upturn of G′ and G″ (Figure 7a) indicates
the glass-to-rubber transition HGlass(τ,T). At intermediate
frequencies, the presence of elastic plateaus spanning several
decades of frequency, with moduli decreasing from 600 kPa at
125 °C to 40 kPa at 165 °C (Figure 7c), confirms a behavior
typical of dissociative networks and an absence of the sol−gel
transition. At low frequencies (i.e.,ω < 10−1 rad s−1) a crossover

visible above 145 °C identifies the rubber-to-liquid transition of
dynamic networksHNetwork(τ,T) clearly separated from the glass-
to-rubber transition. The stress relaxation data (Figure 7b)
appear in good accordance with the SAOS experiments, also
showing well-defined plateau moduli and relaxations. Data
measured at short times (i.e., t < 1 s) are affected by inertia and
compliance issues for temperatures close to Tg and were thus
discarded. It is worth noting that the log−log representation of
stress relaxation reveals a deviation from purely monoexponen-
tial decays at longer experimental times. The linear slopes G(t)
∼ t−p with p ≈ 1 at longer times indicate additional slow modes
of relaxation that are typically well-captured with a power law
distribution and are often encountered in systems displaying
phase separation.94−96 A weak phase separation between ionic-
rich and ionic-poor domains is indeed plausible.97 The
relaxation moduli were thus fitted with an initial monoexpo-
nential relaxation (G0, τ*) and a sum of exponentials with
relaxation times τ > τ* corresponding to the decomposition of a
power law in Prony series:

G t G G( ) e et

i

N

i
t

0
/

1

/ i∑= * +τ τ−

=

−

(1)

with τi = τ* × 2i the ith harmonics of the relaxation time and

( )G Ki
p

0
i= τ

τ> *

−
the corresponding power-law decay. The p

parameters being taken directly from the slopes of G(t), this is
overall a three-parameter model (G0, τ*, K) that fits remarkably
well the data (Figure 7b and Table S1).
In stringent contrast to 6, the aliphatic TPIL dynamic network

7 displays an evolution ofG′ independent of the frequency for all
temperatures (Figure 7d), indicating that the sample is probed
sufficiently above Tg (Tg = 23 °C) and that the rubber-to-liquid
relaxation times are much higher than for network 6. Even at 170
°C, hints of a network relaxation are barely discernible from the
upturn of G″ at low frequencies. More importantly, the storage
moduli are only slightly changing with the temperature (Figure
7f), varying from 1.9MPa at 120 °C to 2.4MPa at 160 °C, which
is consistent with a constant cross-link density in this
temperature range typical of associative CANs (i.e., vitrimers).
Stress relaxations (Figure 7e) display correspondingly the same
elastic plateaus at short times and enable to characterize the
network relaxation at longer times. In contrast to TPIL dynamic
network 6, relaxation moduli of 7 are well fitted with stretched
exponential decays

G t G( ) e t
0

( / )= τ− * β

(2)

with β parameters between 0.7 and 0.8 (Table S2), thus
demonstrating relatively narrow distributions of relaxation
times.

Benefits of Time−Temperature Superposition to
Analyze the Temperature Dependence of Viscoelastic
Properties. Given the different viscoelastic behaviors of TPIL
dynamic networks 6 and 7, the most convenient method to
compare the temperature dependence of these systems is
therefore to construct master curves. While different definitions
have been proposed,98,99 we consider here the superposition
G*(ω ,T0) = (1/bT ,N e two r k)G*(ωaT ,Ne two r k , T) and

( )G t T G T( , ) ,
b

t
a0

1

T T
= where the bT,Network shift factors

indicate the variation of cross-link density with temperature,
bT,Network = GNetwork(T)/GNetwork(T0), and the aT,Network shift
factors indicate the averaged variation of relaxation times with

Figure 6. High-resolution I3d5/2 spectra of TPIL dynamic network 6:
(a) equilibrated at 170 °C and quenched in liquid nitrogen or (b)
cooled from 170 °C to room temperature at 0.5 s min−1. The peak
fitting (red lines) was realized assigning two signals for neutral benzyl
iodides (blue lines) and iodide anions associated with 1,2,3-triazolium
groups (green lines).
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temperature, aT,Network = ⟨τNetwork(T)⟩/⟨τNetwork(T0)⟩. Figure 8
shows the frequency sweep and stress relaxation master curves
obtained for TPIL dynamic network 6 by adjusting the data at
low frequencies (crossover regime for SAOS in Figure 8a and
main relaxation event for stress relaxations in Figure 8b
highlighted by dashed rectangles) to capture the variations of
HNetwork(τ,T). The corresponding aT,Network shift factors
calculated from stress relaxation data (red circles in Figure 8c)
and SAOS (red triangles in Figure 8c) follow a common
behavior and, as expected from relaxation events related to
chemical exchanges, can be fitted with an Arrhenius law:
aT,Network = Ae

Ea,τ/RT, with a kinetic activation energy Ea,τ = 129 kJ
mol−1. The corresponding stress relaxation master curve for
TPIL dynamic network 7 is displayed in Figure 8d and the shift
factors in Figure 8e (see details in Table S2). The kinetic
activation energy of 7 is Ea,τ = 155 kJ mol−1, in excellent
agreement with previously reported value.75

The cross-link density results from a complex interplay
between the N-alkylation equilibrium and thus the effective
extent of cross-link reaction and the average functionality of the
PS precursors 2 and 3 that determines the critical extent of
reaction at the gel point. In the temperature range probed (i.e.,
125−165 °C), the bT,Network shift factors of network 6 also follow
an exponential law, that is, bT,Network = G T

G
( )

(145 C)
Network

Network °
∝

eE RT/a,Network . It is worth noting that such a behavior is not

expected to extend over a much larger temperature range due to
the dissociative nature of the trans-N-alkylation reaction. At
lower temperatures, for instance, the cross-link density should
eventually reach a maximum and the bT,Network shift factor should
plateau up (i.e., regime I CANs). Conversely, at higher
temperatures the network may eventually de-cross-link with a
dramatic decrease of bT,Network and eventually an absence of
elastic plateau and thus impossibility to carry out time−
temperature superposition analysis (i.e., regime III CANs).
Within the 125−165 °C range that corresponds to regime II
CANs, it is possible that the effective cross-link density of the
network varies as the association constant Ka and thus follows a
Van’t Hoff model: Ka(T) = e−ΔrG°/RT ∼ e−ΔrH°/RT. This could
explain the exponential law found for bT, with Ea,Network ≈
−ΔrH

0.
The zero-shear viscosity of TPIL dynamic network 6, if

estimated solely from the HNetwork relaxation, could then be
expressed as

T G t T
G

a b

( )
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( ) ( )
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e eT T
E RT E RT

0

0

Network Network

Network Network

,Network ,Network
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η
η

τ
τ°

=
° °

= ∼ τ

The overall viscous flow activation energy is thus Εa,η = Εa,τ +
Εa,Network = 232 kJ mol−1. Comparative analysis of bT shift factor
on network 7 (Figure 8e) displays as expected a very weak

Figure 7. Storage (G′) and loss (G″) moduli as a function of frequency for 6 (a) and 7 (d) equilibrated after temperature increments. Stress relaxation
experiments (0.25% strain) performed on 6 (b) and 7 (e) at temperatures ranging from 125 to 155 °C and fitted (black solid lines) by using
multiexponential decays (eq 1) or stretched exponential decays (eq 2). Plateau moduli for 6 (c) and 7 (f) determined from stress relaxation
experiments (open squares) and SAOS (solid triangles).
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dependence with temperature, which could result from several
effects: (1) possible continuation of cross-linking reaction at
higher temperatures, which is very difficult to rule out, (2)
entropic elasticity G0 = υkT, and (3) change of material density.
The corresponding viscous flow activation energy in this case is
almost unchanged in comparison to the kinetic activation
energy,Εa,η = Εa,τ + Εa,Network = 150 kJ mol−1, and corresponds to
the viscous flow activation energy previously measured with
creep experiments on the same material.77

The same shifting procedure, only including horizontal shifts
(bT = 1), was applied to frequency sweeps at high frequencies
(superposition domain delimited by the dashed rectangle in
Figure 9a) to capture the dependence of the glass-to-rubber
relaxationHGlass(τ,T) of the TPIL dynamic network 6. Figure 9b
shows a much stronger temperature dependence of HGlass(τ,T),
which displays as could be expected a super-Arrhenius behavior
close to the glass transition well described by a WLF model.
Fitting parameters referenced at T0 = 145 °C are C1 = 9.6 and C2
= 90.2 °C, which correspond to C1

g = 17.6 and C2
g = 49.2 °C

referenced at T0 = Tg = 104 °C. These last values are in excellent
accordance with those of polystyrene (i.e., C1,PS

g = 17.4 °C and
C2,PS
g = 51.6 °C).93 The strong difference in temperature

dependence of the network relaxation and the glass relaxation
evidences fundamentally distinct underlying mechanisms than
for TPIL dynamic network 6: that is, noncorrelated chemical

exchanges at the scale of the cross-links for HGlass and
cooperative motion at the segmental scale for HNetwork. This
difference was already discussed by Leibler and co-workers,22

but we provide herein for the first time an experimental evidence
using the same set of linear rheological data.

■ CONCLUSIONS AND PERSPECTIVES
This Perspective provides a detailed discussion of the
rheological properties of the main components of CANs, that
is, vitrimers and dissociative networks. The straightforward
methodology developed herein shows the extreme importance
of considering the temperature evolution of both the relaxation
times and the cross-link density of CANs in order to afford a
reliable understanding of their overall rheological behaviors. In
this regard, we emphasize the fact that although it is rarely done
in the literature,23,91,100 presenting and discussing non-
normalized stress relaxations, or SAOS for fast exchanges, is of
uttermost importance for comprehensive understanding of the
rheological behavior of CANs. We refer the reader to the
description of rheological experiments in the Supporting
Information, where we describe the best practices to minimize
compliance issues and to ensure intimate contact between the
sample and the geometries. The time−temperature super-
position formalism described herein using aT,Network and bT,Network
shift factors also enables to properly compare at different

Figure 8.Time−temperature superposition analysis of data presented in Figure 7. Storage and loss moduli shifted at a reference temperature of 145 °C
for 6 (a). Stress relaxation (0.25% strain) shifted at a reference temperature of 145 °C for 6 (b) and 140 °C for 7 (d). Temperature dependence of the
shift factors (aT and bT in red and white, respectively) for 6 (c) and 7 (e). Data obtained from SAOS and stress relaxation experiments are represented
as triangles and circles, respectively. The solid lines are Arrhenius fits for aT,Network (red) and bT,Network (black; refer to the text below for a discussion on
Arrhenius/Van’t Hoff models in this case).
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temperatures complex stress relaxation profiles that cannot be
fitted by simple models such as monoexponential or stretched
exponential decays and for which, although frequently observed
in the literature, determination of relaxation times using G(τ)/
G0 = 1/e can be highly misleading.
Using polystyrene-based benzyl-1,2,3-triazolium dynamic

networks in which glass transition and rubber-to-liquid
transition are relatively close, we were able to characterize
both relaxations in the same temperature range and provide clear
experimental evidence that even in a short temperature range,
the temperature dependences of the glass transition and
dynamic network reorganization are distinct and follow WLF
and Arrhenius models, respectively.
A special focus is made on 1,2,3-triazolium-based poly(ionic

liquid) networks, which constitute singular examples of CANs
with extensive tunability of the thermomechanical properties in
comparison to other dynamic networks. We have previously
shown that trans-N-alkylation reactions involving 1,2,3-
triazolium groups display a large versatility by rational design
of the 1,2,3-triazolium substituents, counteranions, and network
composition. Although all trans-N-alkylation reactions seem to
follow a dissociative mechanism, TPIL dynamic networks

incorporating alkyl iodide derivatives involve trans-N-alkylation
reactions with rates of exchange strongly dependent on
temperature (Ea,τ ∼ 140−160 kJ mol−1) and a balance of
species independent of temperature (regime I CANs) in the
100−170 °C range, thus displaying rheological behavior almost
indiscernible from vitrimers. TPIL dynamic networks incorpo-
rating benzyl iodides also display exchange rates with a strong
temperature dependence (Ea,τ ∼ 130 kJ mol−1) but show in
contrast a significant decrease of cross-link density above 140 °C
which is characteristic of partially dissociative networks such as
regime II CANs. As a consequence, the temperature depend-
ence of the viscosity in the latter materials is far greater, with a
viscous flow activation energy reaching Ea,η = 230 kJ mol−1.
While fully depolymerizable dissociative networks (i.e., regime
III CANs) are particularly suited for applications where local or
temporary flow is required, such as heat- or UV-irradiation-
induced self-healing coatings and composites,101,102 or recycla-
ble thermosets,103 partially depolymerizable dissociative net-
works in regime II described herein appear as a good
compromise when viscoelasticity is required during the
processing steps such as pelletization, filament winding after
extrusion, blow molding,104 or 3D printing through the fused
filament deposition (FDM) process.105 Finally, there are still
many additional possibilities to tune the chemical structure and
functionality of the building blocks involved in the synthesis of
TPIL dynamic networks and to reach a comprehensive
understanding of the structure/properties relationships involved
in these highly promising members of the CANs family.
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Ingeńierie des Mateŕiaux Polymer̀es, UMR 5223, F-69003 Lyon,
France; orcid.org/0000-0002-6366-3958

Rawnaq Asbai − Univ Lyon, Universite ́ Lyon 1, CNRS, Ingeńierie
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Nicolaÿ, R.; Leibler, L. High-Performance Vitrimers from Commodity
Thermoplastics through Dioxaborolane Metathesis. Science 2017, 356
(6333), 62−65.
(56) Chen, Y.; Tang, Z.; Zhang, X.; Liu, Y.; Wu, S.; Guo, B. Covalently
Cross-Linked Elastomers with Self-Healing and Malleable Abilities
Enabled by Boronic Ester Bonds. ACS Appl. Mater. Interfaces 2018, 10
(28), 24224−24231.
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