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Abstract 

The corrosion inhibition properties of a synthesized hydrazone derivative namely, 1-

(4-isopropyl phenyl) -2- (2,4-dinitrophenyl) (HYD (iso)) on API 5L-X60 carbon steel 

(CS) in 1.0 M HCl solution were evaluated by chemical, electrochemical, X-ray 

photoelectron spectroscopy (XPS) and theoretical studies. The obtained results 

revealed that the tested compound acted as a good corrosion inhibitor with inhibition 
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efficiency of 96.32% at a concentration of 5×10-3 M. The polarization technique 

indicated that the HYD (iso) belonged to mixed-type inhibitors, preventing 

simultaneously anodic and cathodic reactions. The binding between the HYD (iso)'s 

molecule and CS surface follows a Langmuir adsorption type model and its inhibition 

mechanism is assisted by physical and chemical interactions. Scanning electron 

microscope (SEM) and contact angle analyses were performed to examine the 

surface morphology of inhibited and uninhibited samples. Additionally, theoretical 

studies using Density Functional Theory (DFT) and molecular dynamics (MD) 

simulation were performed to explore the most reactive sites of the hydrazone 

molecule and its adsorption mechanism. 

 

Keywords: Hydrazone derivative; Carbon steel; Corrosion inhibitor; XPS; Molecular 

dynamics simulation. 

 

1. Introduction 

Metals and their alloys play an important role in our daily lives; they are extensively 

used in domestic life, numerous technological and industrial applications [1,2]. 

However, these materials are very prone to undergo corrosion when exposed to 

aggressive environments, especially those containing SO4
2- and Cl- anions, leading 

to damage of equipment, deterioration of surface, and append a huge economic loss 

[3–5]. Numerous methods were used to moderate this problem, among them, the 

application of corrosion inhibitors has been the most effective processes to enhance 

the resistance of these materials and control the damage caused by corrosion [6]. 

The utmost frequently used corrosion inhibitors are organic compounds, comprising 

moieties with π and non-bonding electrons, heteroatoms (N, O, S,….)  and/or polar 
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functional groups [7,8], which are of paramount importance during adsorption 

process of inhibitors on metal surfaces [9,10]. Over the years, a vast variety of 

organic compounds has been tested, especially those including nitrogen “N” such as 

azine derivatives [11], amino acids [12], imines [13], Schiff bases [14], 

aminobenzonitrile [15] and hydrazine [16]. Hydrazone and its derivatives are 

azomethines characterized by the presence of the triatomic grouping >C=N-N<, 

which represent an important family of organic compounds possessing a wide variety 

of properties due to their both hard and soft base characters [17]. The azomethine 

group –NHN=CH– in hydrazones is highly reactive, where the two nitrogen atoms 

have nucleophilic nature and the carbon atom has both electrophilic and nucleophilic 

characters. Due to these promising features, hydrazones are recently getting more 

and more interest as corrosion inhibitors [18–21]. Therefore, we have chosen to 

investigate the potential of a hydrazone derivative to be a potent inhibitor against 

corrosion of steel in acidic solution. Traditionally, the evaluation of inhibition 

performance is performed experimentally using several chemical and electrochemical 

methods. However, it is difficult to unveil the exact mechanism that takes place 

between metal surface and inhibitor molecule using only these experimental 

methods. Recently, computational chemistry methods have emerged as a powerful 

tool in the field of corrosion inhibition to provide more detailed information to 

investigate the mechanism of inhibition at the atomic scale [22–26].  

In this effort, the corrosion inhibition performance of 1-(4-isopropylphenyl) -2- 

(2,4-dinitrophenyl) hydrazone for CS in 1.0 M HCl was evaluated by means of several 

chemical and electrochemical techniques. The potential formation of a protective 

layer and chemical states of the CS surface were discussed through contact angle, 

X- ray photoelectron spectroscopy (XPS) and SEM analyses.  Besides, important 
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theoretical insights were generated from DFT computations and molecular dynamics 

(MD) simulations, which shed more light on inhibitor-iron interactions. 

 

2. Experimental  

2. 1. Materials and sample preparation  

Carbon steel (API 5L-X60) samples with chemical composition of (in wt.%): C (0.26), 

Mn (1.35), P(0.03), S (0.03) and the rest Fe were obtained from petroleum storage 

tanks (Algeria). Rectangular pieces with the same size (1×1×1cm3) were used for all 

measurements. The CS specimens were treated according to the ASTM G1-03 

standard method [27]. The acidic environment is a 1.0 M HCl solution. After 

preliminary tests, the concentration range of the studied inhibitor was fixed between 

10-4 and 5×10-3 M.  

 

2. 2. Synthesis of inhibitor  

(E) -1- (2,4-dinitrophenyl) -2- (4-isopropyl benzylidene) hydrazone (3) HYD (iso) used 

as a corrosion inhibitor was obtained as red crystals with 85 % yield through 

equimolar condensation between DNPH (1) and isopropyl benzaldehyde (2) in an 

acid medium (Ethanol / H2SO4 (3 drops)) during 4 hours of stirring under reflux 

(Scheme 1). A full spectral analysis is represented in supplementary information. 

 

Scheme 1. Schematic representation of the synthetic pathway for the tested inhibitor 

HYD (iso). 
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2. 3. Weight loss and electrochemical measurements 

ASTM G 31-72 standard laboratory methodology was adopted to realize the weight 

loss measurement [28]. The CS specimens were immersed for 2 hours in blank and 

inhibited solution at different temperatures ranging from 298 to 328 K.  After the 

required time, CS coupons were retrieved from test solutions, and corrosion products 

were removed by a pickling acid solution, then cleaned with distilled water, followed 

by an acetone wash, and dried before re-weighting them again. Following equations 

were used to estimate the corrosion inhibition performance of the used inhibitor 

[29,30]: 

 Corrosion rate (CR):        
 

   
                                                                                 

The inhibition efficiency (    :      
  
    

  
                                               

The surface coverage (     
   

   
                                                                            

Where   is the average weight loss (g),   is the surface area of CS in cm², and   is 

the exposure time in hour.   
  and    are respectively the values of corrosion rate in 

blank and inhibited solutions. 

The electrochemical experiment were done a three-electrode system connected to 

Voltalab instrument (model PGZ 301) and monitored by Voltamaster 4 software. The 

three electrodes of the used electrochemical cell are: The CS as a working electrode 

(surface area of 1cm²), a platinum wire as auxiliary electrode, and saturated calomel 

electrode (SCE) as the reference electrode. To achieve the stabilization of the 

system, the CS working electrode was immersed in the test solution for 30 min at 

open circuit potential (Eocp). After that, electrochemical impedance spectroscopy 

(EIS) was conducted in a frequency range from 100 KHz to 0.01 Hz with a signal 
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amplitude perturbation of 10 mV. The EC-Lab software was used for simulation and 

fitting of EIS data, and polarization resistances were used to estimate the inhibition 

efficiency [31]: 

    
     

 

  
                                                                                            

where   
  and    are polarization resistances in the absence and presence of the 

inhibitor, respectively. 

Potentiodynamic polarization curves were obtained by sweeping the electrode 

potential ± 250 mV versus Eocp with a scan rate of 1 mV/s. Inhibition efficiency       

was defined as below [32,33]: 

      
     
       

     
                                                                                      

where       
  and       are the corrosion current densities in blank and inhibited 

solutions, respectively.  

Each test was carried out in triplicate. 

 

2. 4. Computational details  

2. 4. 1. Quantum chemical calculations 

For the DFT study, HYD (iso) was geometrically optimized using Generalized 

gradient approximation (GGA) with double numerical basis sets plus polarization 

(DNP) [34] in aqueous solution (COSMO solvation model) [35]. All calculations were 

performed using the Material studio program [36]. The convergence thresholds for 

energy, maximum force, and maximum atomic displacement were of 1×10-5 Ha, 

2×10-3 Ha Å-1, and 5×10-3 Å, respectively, and the quality of optimization was set at 

fine. Various quantum chemical parameters such as EHOMO, ELUMO, the energy gap ( 
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 ), the fraction of electron transferred (ΔN) and Fukui indices were obtained from 

different equations described in Supplementary Material. 

 

2. 4. 2. Molecular dynamics simulation  

Recently, molecular dynamics (MD) simulation became a popular technique in the 

field of corrosion inhibition, shading more light on the adsorption behavior of inhibitor 

molecules [31,37,38]. The adsorption  behavior of HYD (iso) on the iron surface and 

in the presence of water molecules and HCl was investigated by performing MD 

simulations using the visualizer, amorphous cell and discover modules implemented 

in Materials Studio from Accelrys Inc [36]. The Fe (110) system is picked up in the 

present study because it is the most stable among three common Fe substrates [31]. 

Non-bonding, van der Waals and electrostatic interactions were set as atom-based 

summations using the Ewald summation method with a cutoff radius of 15.5 Å. More 

details about the simulation procedure and the calculation of interaction and binding 

energy between the inhibitor molecule and Fe (110) were reported in another works 

[11,39–42].   

 

2. 5.  SEM and contact angle analyses 

The surface analysis of corroded and inhibited CS samples was studied using 

QUANTA FEG250 scanning electron microscope instrument. The static contact angle 

values were recorded on the CS samples exposed to the uninhibited and inhibited 

solution by the DSA100 Kruss instrument. 

 

2. 6. XPS Measurements  
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The X-ray photoelectron spectroscopy is a sensitive tool to probe the chemistry of 

materials. To this end, elemental analysis and characterization of the CS surface 

were performed by XPS measurements. Measurements were done on a Kratos Axis 

Ultra DLD spectrometer employing the following conditions: an analyzer pass energy 

of 20 kV, with a total energy resolution of 0.9 eV, and Al-Kα X-ray source 

(hν = 1486.6 eV).  

 

 

3. Results and discussion 

 

3.1. Weight loss: Influence of inhibitor concentration and temperature 

 

Table 1 and Figure 1 represent the variation in the effectiveness of the investigated 

inhibitor molecule towards CS acidic dissolution with their concentrations. It is clear 

from Figure 1a that the presence of HYD (iso) decreases the dissolution of the steel 

samples, meanwhile the inhibition performence reaches a maximum value of 96.32% 

in the presence of 5×10-3 M of HYD (iso)  at 298 K, which reflects its excellent 

corrosion inhibition properties. This phenomenon is attributed to the coverage of the 

metal surface by the accumulation of more number of molecules leading to the 

formation of an adsorbed film from HYD (iso) compound, and therefore, isolating it 

from the corrosive solution [31].  Considering the effect of temperatures, results in 

Table 1 reveals an increase in the corrosion rate of CS samples immersed in blank 

and inhibited solutions with a rise in temperature, suggesting a decline in the strength 

of adsorption of HYD (iso) molecules at higher temperatures.  We also note that the 

inhibition efficiency decreases from 96.32% (at 298 K) to  91.25 % (at 328 K) (via 
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Figure 1b). This slight decrease confirms that the tested compound acts as an 

efficient inhibitor at higher temperatures. Activation parameters are provided with 

their discussion in Supplementary data. 

 

Table 1. Weight loss results of differents concentrations of HYD (iso) in 1.0 M HCl at 

different temperatures for 2 hours. 

 

Temperature  
(K) 

C  
(M) 

CR 

(mg cm-2 h-1) 
   
(%) 

θ 

 
 

298 

Blank 1.32100.1055 - - 

1×10-4 0.12470.0082 90.56 0.9056 
5×10-4 0.09190.0670 93.12 0.9312 
1×10-3 0.07920.0032 94.00 0.9400 
5×10-3 0.04860.0016 96.32 0.9632 

 
 

308 

Blank 1.95210.1241 - - 

1×10-4 0.23230.0099 88.10 0.8810 
5×10-4 0.15660.0029 91.98 0.9198 
1×10-3 0.14350.0033 92.65 0.9265 
5×10-3 0.09570.0042 95.10 0.9510 

 
 

318 

Blank 2.57440.0854 - - 

1×10-4 0.34030.0077 86.78 0.8678 
5×10-4 0.30070.0050 88.32 0.8832 
1×10-3 0.22600.0155 91.22 0.9122 
5×10-3 0.17380.0015 93.25 0.9325 

 
 

328 

Blank 3.14230.0074 - - 

1×10-4 0.47920.0036 84.75 0.8475 
5×10-4 0.43360.0051 86.20 0.8620 
1×10-3 0.37330.0011 88.12 0.8812 
5×10-3 0.27500.0049 91.25 0.9125 

 

3. 2. Surface analysis by XPS 

XPS is a useful tool to probe the chemistry of the organic inhibitor layer formed on 

the CS surface, which can be crucial in unveiling the adsorption mechanism of HYD 

(iso) on CS. Measurements were done on the carbon steel surface after its 
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immersion in 1.0 M HCl solution containing 5×10-3 M of the hydrazone derivative. The 

obtained XPS spectra and the high-resolution spectra of C 1s, O 1s, N 1s, and Fe 2p 

signals and their deconvolutions are given in Figures 2 and 3. The appearance of 

peaks of N and O in protected sample surface spectra (Figure 2) confirms the 

adsorption of HYD (iso) on the iron surface.  

The C 1s spectrum (Figure 3a) shows three peaks at 284, 286 and 288 eV. The first 

peak has the major influence and corresponds to C-C, C-H of aromatic bonds and 

C=C [43,44]. The second peak confirms the presence of the C-N and C=N bonds 

[45]. The last peak may be ascribed to the carbon atom of the C=N+ [46].  

The deconvolution of O 1s high-resolution spectra in Figure 3b gives three 

components. The first peak located at lower binding energy (530.6 eV) can be 

attributed to O2-, and could also be linked to oxygen atoms in Fe2O3 and/or Fe3O4 

oxides bonded to Fe3+ [47]. The small peak located at around 532.2 eV possibly 

originates from hydroxyl oxygen –OH of iron oxides, such as FeOOH and/or Fe(OH)3 

[48].  

A single peak is observed in the N 1s spectra (Figure 3c) at binding energy 399 eV 

is attributed to N-Fe, due to the coordination of the nitrogen atom in the hydrazone 

moiety with the iron atom of the steel surface [44].  

The deconvolution of Fe 2p may be fitted into four main peaks (Figure 3d). The first 

peak located at 711eV confirms the presence of complexes of ferric ion such as 

Fe2O3 (i.e., Fe3+ oxide) and/or Fe3O4 (i.e., Fe2+/Fe3+ mixed oxide) and FeOOH (i.e., 

oxy-hydroxide). Based on the oxidation state in the literature [49], the second peak 

located at  712 eV is associated to ferryl ions Fe+4, which can lead to the formation 

of an oxoiron (IV) complex (Scheme 2) [49,50], while the peak observed at  715.63 
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eV is assigned to the satellite of Fe(III). XPS results confirm the effective adsorption 

of HYD (iso) molecules and how they interact with CS surface. 

 

 

Scheme 2. The formation of an oxoiron (IV) complex.  

 

3. 3. Electrochemical measurements 

 

3. 3.1. EIS measurments 

 

The CS/ HCl medium interface in the absence and presence of HYD (iso) at different 

concentrations were investigated by EIS measurement at 298 K. The obtained results 

are presented in Figure 4 (a, b and c). In Nyquist plots (Figure 4a), a single 

depressed semi-circle similar in shape for both uninhibited and inhibited solution is 

observed, and its diameter increases with increasing inhibitor concentration, 

indicating that the HYD (iso) molecules adsorbed at the CS/electrolyte interface 

without changing the corrosion mechanism and the inhibition behavior is controlled 

by the charge transfer process [51]. On the other hand, the imperfection of semicircle 

refers to the frequency dispersion, which usually results from the roughness and 

heterogeneity of the metal surface [52]. In the bode plots (Figure 4b,c), it is observed 

that, over a wide spectrum of frequencies, only one-time constant is observed. Such 
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behavior is interpreted as due to a relaxation effect resulting from inhibitor's 

adsorption on steel surface [53]. The increase in the low-frequency impedance 

modulation values (Figure 4b) is also attributed to the adsorption of HYD (iso) 

molecules on the CS surface [54]. Moreover, the obvious increase in the phase angle 

value from 65° in the blank solution to 74° in the presence of 5×10-3M of HYD (iso) 

can be attributed to the formation of a protective layer on the CS surface. 

In order to analyze the experimental results, an electrical equivalent circuit model 

(EEC) was employed (Figure 4d), which consists of a polarization resistance (Rp), a 

constant phase element (CPE), and a solution resistance (Rs). The parameters 

obtained by fitting the impedance spectra are listed in Table 2. The constant phase 

element (CPE) was employed instead of a pure capacitor, which is affected by 

imperfections of the surface, and its impedance is described by the following 

expression [39]: 

            
 

       
                                                 

Where Q is the magnitude of the CPE; j is the imaginary number; ω is the angular 

frequency; n is the deviation parameter (-1≤ n≤1), which characterizes the properties 

of CPE. The equation 18 is used to calculate the value of the double layer 

capacitance (Cdl) [39]: 

           
    

 

                                                      

According to results reported in Table 2, as the inhibitor concentration increase, its 

accumulated molecules at the metal/solution interface will adsorb at the inner 

Helmholtz plane, replacing water molecules. As a consequence, the double layer 

thickness increases and Cdl values decrease, which help blocking the active sites for 

corrosive dissolution, thus forming a protective layer against acid attack.  
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Table 2. Impedance parameters and inhibition efficiency values for carbon steel in 

1.0 M HCl solution containing different concentrations of HYD (iso) at 298 K.  

Inhibitor  C (M) 
Rp 

(Ω cm2) 
Rs 

(Ω cm2) 
10-3 Q 
(F S-1) 

n Cdl 
(μF cm-2) 

      

HYD (iso) 

Blank 24.371.62 0.2710.040 0.893 0.963 522.34.2 - 

1×10-4 306.33.10 0.3250.017 0.619 0.990 519.51.7 92.04 

5×10-4 335.02.74 0.1740.036 0.559 0.992 475.02.3 92.73 

1×10-3 372.91.93 0.3450.010 0.520 0.993 426.71.3 93.46 

5×10-3 
767.51.65 0.2200.024 0.328 0.997 261.22.5 96.82 

  

 
 

3.3.2. Potentiodynamic polarization curves 

 

The Potentiodynamic polarization curves for CS in hydrochloric acid in the absence 

and presence of different concentrations of HYD (iso) are shown in Figure 5.  The 

corrosion parameters such as corrosion potential (Ecorr), corrosion current density 

(icorr), anodic and cathodic Tafel slopes (βa and βc) and the inhibition efficiency (  %) 

were listed in Table 3. As can be observed from Figure 5, the presence of the HYD 

(iso) shifts slightly the corrosion potential to the anodic direction and retarded both 

hydrogen evolution and metal dissolution reactions. Also, we noted that the values of 

Ecorr did not vary drastically and the displacement is less than 85mV relating to the 

potential of the blank solution (via Table 3), reflecting mixed cathodic/ anodic 

inhibition effect of the tested inhibitor [51]. Moreover, corrosion current density (icorr) 

values decreased and the inhibition efficiency increased with the addition of HYD 

(iso), due to the adsorption of inhibitor’s molecules on CS surface, which blocks the 

active sites [55]. The higher inhibition efficiency marked in the presence of different 

concentrations of HYD (iso), i.e., 90-95%, might be due to the high electron densities 
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on the molecule resulting from the presence of -electrons in the aromatic ring and 

lone pair electrons. 

 

Table 3. Polarization parameters and the inhibition efficiency of carbon steel 

corrosion in 1.0 M HCl medium without and with different concentrations of HYD (iso) 

at 298 K.  

 
Compound 

 
C (M) 

-Ecorr 
(mV/SCE) 

icorr 
(mA cm-2) 

βa 
(mV dec-1) 

-βc 
(mV dec-1) 

 
      

 
 

HYD (iso) 
 
 

Blank 454.03.5 1.22680.0012 107.41.6 143.82.1 - 

1×10-4 449.72.3 0.11580.0011 95.20.8 115.81.9 90.56 

5×10-4 442.61.9 0.09270.0019 51.11.7 115.71.3 92.44 

1×10-3 447.13.7 0.07190.0024 67.32.4 109.33.0 94.13 

5×10-3 438.71.5 0.05120.0035 48.91.1 122.82.7 95.82 

 

3.4. Adsorption isotherm 

 

For further information about the adsorption process of HYD (iso) molecules onto the 

metal surface as well as thermodynamic parameters, several adsorption isotherm 

models were used to fit the experimental data (Langmuir, Temkin, and 

Frumkin…etc.). Langmuir adsorption isotherm model (Eq. (19)) [56] showed the best 

fit with correlation coefficients very close to unity (R²=0.999) at all studied 

temperatures.  

    

 
 

 

    
                                                            (19)   

where Kads and θ refer to Langmuir adsorption equilibrium constant and surface 

coverage. The Kads, which is obtained from the intercepts in Figure 6, is related to the 

standard Gibbs free energy of adsorption ΔG0
ads as follow [57]: 

     
                                                       (20)  
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Where R, T, and Csolvant denote the perfect gas constant (8.314 J K-1 mol-1), the 

absolute temperature (K), and the concentration of water in solution (55.5 mol/l). 

Results are represented in Table 4, from which we can see that Kads values decrease 

with the increase in temperatures. Obviously, this could be due to the desorption of 

HYD (iso) molecules at higher temperatures [29].  

 

Table 4. Standard thermodynamic parameters of the adsorption of HYD (iso) in 1.0 M 

HCl solution. 

Compound 
T 

(K) 

Kads 
10-3

 (M
-1) 

R²       
  

           

HYD (iso) 
298 56.80 0.999 37.07 
308 52.55 0.999 38.12 
318 45.17 0.999 38.96 

 328 35.80 0.999 39.55 

 

The values of       
  are tabulated in Table 4. The higher negative values of the 

standard free energy change of adsorption       
   approve that adsorption of 

inhibitor’s molecules is proceeding spontaneously; they are ranging from -39.55 to -

37.07 KJ mol-1, which signifies that the adsorption of HYD (iso) occurs via a 

combination of physical and chemical processes [58,59].  

 

3.5. Surface morphology  

 

The surface morphology of CS samples after 2h immersion in blank and inhibited 

(5×10-3 M of HYD (iso)) solutions are displayed in Figure 7. Figure 7(a) displays a 

large damaged surface area in the absence of inhibitor; the corrosion products 

covered the whole surface due to the metal dissolution. However, the influence of the 

addition of HYD (iso) to the acid solution on the morphology of the steel surface is 
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evident, as observed in Figure 7(b). It is apparent (via Figure 7(b)) that the dissolution 

of the metal substrate is remarkably decreased, and almost a smoother surface is 

achieved, suggesting that the studied compound is adsorbed on the metal surface 

and creating a protective film. 

The presence of a protective film on the steel surface and its physical properties can 

be surveyed by contact angle measurements. The obtained results are displayed in 

Figure 8(a, b), from which we could see that the lowest contact angle (55.0°) was 

measured for the sample immersed in acidic solution. This could be due to the 

hydrophilic nature of the surface that makes the drop of water easily speared over the 

surface. In contrast, a significant change in the contact angle was observed in the 

presence of HYD (iso) (102.4°), confirming the presence of the hydrophobic film on 

the surface [60]. 

 

3.6. Quantum chemical calculation 

 

3.6.1. Global reactivity descriptors 

 

To establish a relationship between the inhibitor structure and its corrosion inhibition 

performance, and to unveil the inhibition mechanism, density functional theory (DFT) 

approach has been adopted. The optimized molecular structure, HOMOs, LUMOs, 

and molecular electrostatic potential maps were presented in Figure 9. It is obvious 

that the distribution of the HOMO density cover the entire molecular structure of HYD 

(iso). This could be attributed to the presence of a conjugation effect and a high 

electron density, which increases the electron-donating ability of the molecule, and 

thus an enhanced electron transfer interaction between inhibitor’s reactive sites and 
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vacant orbitals of the metal [39]. On the other hand, the LUMO electron density is 

well distributed over the 2,4-dinitrophenyl cycle, which an indication of its  high ability 

to receive electrons from the metal surface.  Interestingly, the 2,4-dinitrophenyl 

moiety exhibits both characters, i.e., the ability to receive and dontae electrons, and 

therefore it is expected to play a crucial role in donor-acceptor interactions between 

inhibitor molecule and iron atoms. A similar conclusion could also be drawn from the 

the ESP map, where the red color, which stands for the negative region (nucleophilic 

attack) is located on the nitro groups (-NO2), indicating its greatest ability to form a 

covalent bond with d-orbital of metal.  

Some global reactivity descriptors calculated in the aqueous phase are listed in Table 

5. It is well-known that a higher EHOMO values reveal a high electron-donating ability 

while a lower value of ELUMO signifies the propensity of a molecule to accept 

electrons.  Moreover, the energy gap  E is another index of reactivity of molecules. A 

lower value of  E indicates that an inhibitor molecule is more polarizable and could 

strongly interact wih a metal surface [61]. While it is not possible to discuss these 

parameters without comparing them with those of a similar compound, it is important 

to note that energy gap of the present molecule is very low, compared to many 

reported corrosion inhibitors [40,41,62]. Yet again, this observation confirms our 

finding that the investigated hydrazone derivative has outstanding corrosion inhibition 

effects. The obtained ∆N value is positive, suggesting a high electron sharing 

tendency between inhibitor’s molecule and the metal surface [62]. 

 

Table 5. Calculated quantum chemical indices of the studied compound. 

Descriptors EHOMO 

(eV) 
ELUMO 
(eV) 

 E 
(eV) 

 N 

HYD (iso) -5.355 -3.725 1.630 0.086 
 

Journal Pre-proof



Jo
ur

na
l P

re
-p

ro
of

 

18 
 

3.6.2. Active sites  

 

The active sites responsible for donor-acceptor (D-A) type interactions between 

inhibitor molecule and iron surface can be determined more precisely from neutral 

atomic charge  distribution and Fukui indices [63]. The Mulliken charges and Fukui 

indices of HYD (iso) are displayed in Figure S3. It is reported that a higher negative 

charge of heteroatom means a high electronic density, and indicates a high tendency 

for participation in the D-A types of interaction [64]. The analysis of Mulliken results 

represented in Figure S3 indicates that a high negative Mulliken atomic charge occur 

on N8, N9, O27, O28, O29, O30 atoms, and some carbon atoms as well. They are 

expected to be involved in interactions with the metal surface and are the most 

susceptible reactive sites for adsorption [41]. The widespread distribution of reactive 

sites is likely one of reasons why tested compound has a potent corrosion inhibition 

performance.  

The Fukui indices are significant for analyzing the local reactive sites responsible for 

the nucleophilic and electrophilic behavior of an inhibitor.  Based on literature, atoms 

with high values of   
  indicate that these sites have a nucleophilic attack character, 

whereas those having higher values of    
   are prone to electrophilic attack [20]. 

From the calculated Fukui indices, the most preferable sites for the electrophilic 

attack are located in the N (8), N (9), C (11), O (27), O (28), O (29) and O (30) atoms 

with the most positive part of   
 , whereas the C (14), N (26), O (27), O (28), O (29) 

and O (30), are the most reactive sites for the nucleophilic attack. Both Fukui indices 

and Mullikan distribution results are in good agreement with the frontier orbital 

distribution of inhibitor.  
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From the above analysis, we could conclude that the high inhibitory power of HYD 

(iso) is a result of its widespread active sites, which play the key role in D-A 

interactions with the metal surface.  

 

 

 

 

 

3.7. Molecular dynamics simulation  

 

To assess the adsorption of the inhibitor molecule on metal surfaces in a mimic 

condition, MD simulations were performed. Figure 10(a)-(b) displays top and side 

views of the optimized adsorption configuration of HYD (iso) on the iron surface (in its 

most stable plane, i.e., (110)). A close examination of the figure revealed that the 

adsorption of the studied inhibitor on the iron surface is almost parallel, indicating a 

maximum coverage, which in turn leads to a high interaction with the iron surface. 

The obtained Einteraction value of HYD (iso) on Fe (110) surface is -2402.94 Kcal/mol. 

This larger negative value suggests that the adsorption of the hydrazone molecule on 

the iron surface is spontaneous and strong.  Radial distribution function (RDF) g(r) (or 

pair correlation function) is a mathematical tool that describes the shape and 

positions of a particle with respect to one another. It is defined as follows [65]: 

       
 

    
 

 

  
∑ ∑

        

    

  
   

  
                                   (21) 

where      represents the particle density of B averaged over all shells around 

particle A. 

In general, chemical interactions showing a peak at a position between 1 and 3.5 Å, 

while peaks located at more than 3.5 Å characterize physical interactions [31]. In 
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present RDF results (via Figure 10(c)), the first prominent peak is located at 3.01 Å, 

which suggests a chemical bonds formation between the hydrazone molecule and 

iron atoms. Moreover, several other peaks located outside 3.5 Å may be attributed to 

physical interactions. Together, these results further support those from experimental 

and quantum chemical investigations. 

 

3.8. Protection mechanism and comparison with other hydrazones   

 

Generally, the mechanism of action of corrosion inhibitor on metal surface in acid 

medium is supposed to be influenced by the chemical structure of the inhibitor 

molecules, the nature and charge of the metal. Through the above results, the 

adsorption of HYD (iso) on CS surface can be explained as follows:  

- Corrosion inhibition experiments were carried out in HCl medium, which leads 

to a positive charge of the metal surface [66]. In addition, the tested inhibitors 

are expected to be protonated. In this form, the positive charge of the metal 

will favor the adsorption of chlorides (Cl-) on its surface, creating a bridge 

between charged metallic surface and protonated inhibitor molecules, and 

thus results in increases in the attractive forces between them. This 

suggestion is supported by XPS results, which indicated the presence of a 

charged nitrogen atom. At this stage, corrosion protection is driven primarily by 

physisorption, therefore, blocking reaction sites of the mild steel [40].  

- As demonstrated in the results described above, the corrosion process could 

be also blocked by chemisorption. The presence of electron-rich aromatic 

rings and heteroatoms is expected to increase the transfer of loosely bound 

electrons from molecules to electron-deficient iron orbitals. Within this 
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mechanism, the presence of two aromatic rings enables the inhibitor's 

molecule to donate π-electrons to unfilled iron orbitals [41]. 

- Along with these interactions, it should also be emphasized that the high 

molecular weight and the large size of the hydrazone derivative can also be 

considered as another factor that may influence its adsorption on the metal 

surface. Figure 11 represents all possible interactions between the hydrazone 

derivative and the iron surface. 

In several recent papers, one can find several hydrazone derivatives tested for 

corrosion inhibition of different metal and alloys. This family of inhibitors has 

demonstrated good ability to inhibit metal corrosion. A comparison with other 

hydrazone derivatives in acid media is given in Table 6, and HYD (iso) exhibited 

better corrosion inhibition behavior. 

 

Table 6. Comparison of the inhibition efficiency of HYD (iso) with that of some 

hydrazone derivatives previously published. 

Inhibitor/ Concentration Metal/ Medium 
Inhibition 

efficiency (%) 
Reference 

HZD2 Mild steel/1 M HCl 94 [67] 

HZD3 Mild steel/1 M HCl 92 [67] 

HZD4 Mild steel/1 M HCl 86 [67] 

2-ABNH Mild steel/1 M HCl 95 [68] 

HZD-1 Mild steel/1 M HCl 95 [20] 

HZD-2 Mild steel/1 M HCl 90 [20] 

HZD-3 Mild steel/1 M HCl 84 [20] 

TH-1 Mild steel/0.5 M HCl 86 [21] 
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TH-2 Mild steel/0.5 M HCl 89 [21] 

TH-3 Mild steel/0.5 M HCl 90 [21] 

HYD (iso) Mild steel/1 M HCl 97 This work 

  

4. Conclusion  

 

In the present study, a new synthesized hydrazone derivative was evaluated as 

corrosion inhibitor for the carbon steel/1.0 M HCl system. The study revealed that 

HYD (iso) acted as a good corrosion inhibitor and its effectiveness increases by 

concentration. The adsorption mode of HYD (iso) on the CS surface obeys to 

Langmuir adsorption isotherm. The spontaneity of adsorption was justified by 

negative values of      
 , and their value reveals a combination of physical and 

chemical interactions. Electrochemical results indicated that the hydrazone derivative 

acted as a mixed-type inhibitor, also, the increment in the values of Rp with 

increasing concentration showed the effective adsorption of inhibitor on the surface. 

SEM, contact angle and XPS analysis explained well enough why the investigated 

compound is an efficient corrosion inhibitor and how it exerts its corrosion inhibition 

effect. Computational calculations supported experimental findings by providing 

useful theoretical insights. The results indicated that the presence of nitro groups 

makes the tested compound an excellent corrosion inhibitor, thereby providing a 

highest inhibition efficiency compared to previously studied hydrazone derivatives. 

Thus, this study could be a target for future research efforts in the corrosion inhibition 

field. 
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Figure captions: 

Fig. 1. Variation of corrosion rate (a) and inhibition efficiency (b) as a function of 

concentration after 2 hours of immersion time in 1.0 M HCl at different temperatures. 

Fig. 2. XPS survey spectrum of HYD (iso) treated-carbon steel in 1.0 M HCl. 

Fig. 3. XPS spectra of CS specimens in the presence of 5×10-3 M of  HYD (iso): (a) C 

1s, (b) O 1s, (c) N 1s, and (d) Fe 2p3/2. 

Fig 4. EIS results: (a) Nyquist; (b) and (c) Bode and phase angle plots for CS in 1.0 

M HCl with and without various concentrations of HYD (iso) at 298 K; (d) Equivalent 

circuit used to fit the EIS data. 

Fig 5. Potentiodynamic polarization curves for CS steel obtain in 1.0 M HCl in the 

absence and presence of different concentrations of HYD (iso). 

Fig. 6. Langmuir isotherm adsorption of HYD (iso) on the CS in 1.0 M HCl at 

different temperatures. 

Fig. 7. SEM micrograph of CS surface (a) in the absence of inhibitor and (b) in the 

presence of 5×10-3 M of inhibitor. 

Fig. 8. Water contact angle results for the unprotected (a) and protected sample (b).  

Fig. 9. The optimized structures, frontier orbital density distributions, and electrostatic 

potential (ESP) map of HYD (iso) molecule in the aqueous phase. 

Fig. 10. Equilibrium adsorption configuration of the HYD (iso) on the Fe (110) 

obtained from MD simulations. (a) Top view, (b) Side view and (c) RDF curve for the 

HYD (iso) on Fe (110) surface. 

Fig. 11. Possible interactions between inhibitor molecule and carbon steel surface. 
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Highlights 

 

- New synthetized hydrazone derivative acted as an efficient corrosion inhibitor. 

- NO2 groups are the most basic active site. 

- XPS results confirmed the formation of an oxoiron (IV) complex. 

- The hydrazone derivative acted as mixed type inhibitor. 

- MD simulation confirm the adsorption of the hydrazone on the metal surface. 
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