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Abstract—We report first-principles calculations based on 
the density-functional theory that clarify atomic reactions of 
ammonia decomposition and subsequent nitrogen incorporation 
during GaN epitaxial growth. We find that Ga-Ga weak bonds 
are ubiquitous on Ga-rich growing surface and responsible for 
the growth reactions. Furthermore, Car-Parrinello Molecular 
Dynamics simulations predict the existence of 2-dimensional Ga 
liquid phase, providing new insight into the epitaxial growth. 
The obtained results are expected to become basics for multi-
scale growth simulations in future.   

Keywords—density functional theory, Car-Parrinello mole-
cular dynamics, GaN, epitaxial growth 

I. INTRODUCTION  
Density-functional theory (DFT) [1] combined with the 

Kohn-Sham (KS) scheme [2] was innovated more than a half-
century ago and then provided a new way to study physical 
and chemical properties of real materials quantum 
mechanically. Subsequent progress in computational methods 
allows us to apply this KSDFT scheme to a numerous number 
of materials and unprecedented success has been achieved [3]. 
In addition to reveal atomic and electronic properties of stable 
and metastable structures, dynamical properties have been 
also explored by introducing molecular dynamics (MD) 
scheme. In particular, the MD combined with DFT proposed 
by Car and Parrinello (CPMD) is proved to be particularly 
powerful [4-6].  

Performance of supercomputers increases exponentially 
and now it reaches 410 PFLOPS (Fugaku in Japan) as its 
theoretical peak performance [7]. This situation of the 
computers seems to reinforce the computational approach. 
However, it is not necessarily true. The performance of a 
single compute node is already saturated. Hence the only way 
to make a high-performance computer is to gather a huge 
number of compute nodes and connect them with high-speed 
network (massively parallel architecture). Moreover hardware 
accelerators have been introduced to perform a part of the 
scientific calculations. Hence, without the cross-disciplinary 
collaboration among the field of physical science or device 
simulation and the field of computer science or applied 
mathematics, it would be impossible to exploit the tremendous 
performance of the supercomputers. We call this new stage of 
the collaboration computics [8].  

In this article, we present our efforts to clarify microscopic 
mechanisms of Metal-Organic Vapor-Phase Epitaxy 
(MOVPE) of gallium nitride (GaN) [9] based on the DFT 

calculations. These efforts just get started and preliminary in 
computics viewpoints but the obtained results are already 
interesting [10-12]. We find that the existence of Ga-Ga weak 
bonds on the growing surface is essential for the epitaxial 
growth.  

GaN known as a premier material in optoelectronics is 
now emerging in power electronics due to its wider band-gap, 
higher mobility and robustness under harsh environment [13]. 
In GaN MOVPE, trimethylgallium (TMG) and ammonia 
(NH3) are used as gas sources. Many experimental and 
theoretical efforts have revealed that TMG is decomposed in 
the gas phase and the growing surface is generally Ga rich [14-
16]. On the other hand, the mechanism of the decomposition 
of NH3 is unclear though it is postulated without any evidence 
to be decomposed in the gas phase and forms several NHx unit 
[17]. On the contrary, recent high-resolution time-of-flight 
(TOF) measurements [16] show that ammonia is rarely 
decomposed in the gas phase: Only small amount (0.1 %) of 
NH2 is detected in the gas phase except for NH3. Hence 
clarification of the atomistic behavior of NH3 on the growing 
GaN surface is the first priority to be attacked by the DFT 
calculations. 

II. COMPUTATIONAL METHODS 
All the calculations have been performed in DFT with the 

generalized gradient approximation [18] to the many-body 
exchange-correlation energy functional. Nuclei and core 
electrons are described by norm-conserving pseudo-potentials 
[19]. The Ga 3d states are treated as core-electron states with 
or without the partial core correction [20]. The geometry-
optimized electronic-structure computations have been done 
using our real-space-scheme code called RSDFT [21] which 
has been developed so as to achieve the state-of-the-art high-
performance computing [22]. Dynamical simulations have 
been performed by Car-Parrinello molecular dynamics 
(CPMS) as is implemented in the plane-wave basis-set scheme 
[23]. The GaN (0001) surface is simulated by a repeating slab 
model in which each slab consisting of six GaN double layers 
are separated from its images by the 15-Å thick vacuum 
regions. The bottom N surface is passivated by fractionally 
charged (0.75 e) hydrogen to annihilate the dangling bonds 
and mimic the semi-infinite GaN substrate [24]. Other 
calculational details and their validity are found in References 
10 and 12.  Reaction pathways and corresponding energy 
barriers are calculated by using the hyperplane constraint 
method (HPC) [25].  



III. DECOMPOSITION OF NH3 AND INCORPORATION OF N 
ON GAN(0001) 

Thermodynamical analyses combined with DFT calcula-
tions [15] have shown that the growing surface in GaN 
MOVPE at the typical range of temperature and pressure of 
gas sources is Ga rich. We have calculated structures and 
binding energies of a Ga adatom on Ga-face GaN (0001) 
surface and found that the Ga adatom is adsorbed on top of N 
atoms (T4 site [10]). Relying on the electron counting rule 
(ECR) [18,19], the coverage of Ga adatoms is expected to be 
0.25 where all the Ga dangling bond become unoccupied. 
Then we consider 2x2 lateral periodicity with one additional 
Ga atom at T4 site is a representative of the Ga-rich 
GaN(0001). On this Ga-rich surface, we explore stable 
adsorption sites for an NH3 molecule. We have found two 
possibilities (Fig. 1): One is on the top Ga atom (T1 site) and 
the other is on the Ga adtom (Tad site hereafter) [10]. As shown 
in Fig. 1, the strong bond formation between the N atom in 
NH3 and the top Ga atom is evident. This is the reason for the 
stability of the two configurations. It is noteworthy that both 
the Tad and the T1 configurations satisfy the ECR with the Ga 
dangling bond unoccupied. Furthermore, we have found that 
the Ga-Ga bonds in the structures are rather weak, as is shown 
by the smaller isovalue surfaces. This weak spots may be a 
candidate place for the N incorporation (see below). 

Fig. 1. Stable adsorption structure and corresponding electron density of 
NH3 at Tad site [(a) and (c)] and at T1 site [(b) and (d)] on the Ga-rich 2x2 
GaN (0001) surface. Green (large), blue (small), salmon pink (small) and 
burgandy (large) balls depict Ga, N, H atoms and Ga adatoms, respectively. 
Electron density is represented by yellow isovalue surfaces and by contour 
color plots at the cross-sections. (after Bui et al. [10]) 

Fig. 2. Stable adsorption structures of NHx units on the Ga-rich GaN (0001). 
(a) NH2 on the T1 site, (b) NH on the T1 site, (c) NH on the BR site, and (d) 
substitutional adsorption of N. The color code is the same as in Fig. 1. (after 
Bui et al. [10]) 

Behaviors of other species, NH2, NH and N, are also 
important since they may be generated by the reactions of NH3 
on the surface. We have thus explored the most stable sites for 
those species. Figure 2 shows the obtained stable structures. 
For NH2, we have found that the most stable site is the T1 site 
with the binding energy being 3.96 eV [Fig. 2(a)]. 
Surprisingly, the NH2 unit intervenes in the Ga-Ga bond after 
the geometry optimization for the NH2 at T1 site: i.e., almost 
barrierless destruction of the weak Ga-Ga bond. We have also 
found that the NH unit is adsorbed at several sites including 
T1 and the bridge sites (BR site) and then intervenes in the 
Ga-Ga bond again with an undetected energy barrier [Fig. 2 
(b) and (c)]. Another surprise for the N atom is its 
substitutional adsorption. The N atom approaches the Ga 
adatom, then destruct the bonds between the Ga adatom and 
the top Ga atoms spontaneously, and forms a Ga-N-Ga3- 
configuration [Fig. 2 (d)]. This again indicates the weakness 
of the Ga-Ga bond.  

The calculations for NH2 and NH reported above show 
that the weak Ga-Ga bond is likely to be the reaction site. 
Hence we next explore a pathway and its corresponding 
energy barrier for the reaction,  

 on Tad]     [NH at T1] + H2  ,   

using the HPC method. Figure 3 shows the obtained energy 
profile of the reaction from NH3 at the Tad [Fig. 1 (a)] toward 
NH near the T1 [Fig. 2(b)] with the H2 molecule being 
desorbed. It is noteworthy that the final configuration satisfies 
ECR with the N dangling bond being occupied by 2 electrons 
and the two Ga dangling bonds being unoccupied. The energy 
barrier for this reaction of this NH3 decomposition and the 
subsequent NH incorporation in the GaN bond network is 
calculated to be 0.63 eV. This value is surprisingly small in 
spite that the reaction involves the cleavage of a Ga-Ga bond. 
The distance from the incorporated N of the NH unit to the 
two Ga atoms are 1.90 Å and 1.92 Å, indicating that new Ga-
N bonds are already formed.  

Fig. 3. Calculated energy profile for the reaction of the NH3 decomposition 
and the NH incorporation (see text) on the Ga-rich GaN(0001) growing 
surface. The transition-state geometry is also shown. .(after Bui et al. [10]) 

The next issue is how the hydrogen atoms are desorbed in 
a form of H2 and leaves the N atom surrounded by four 
neighboring Ga atoms. We have explored several possibilities 
[10] and found a plausible reaction in which the -(Ga adatom)-
(NH2)-Ga- structure [Fig. 2 (a)] becomes the incorporated N 
being four-fold coordinated with Ga atoms [Fig. 2 (d)].  We 
have identified the transition state geometry and the calculated 
energy barrier is 2.0 eV. Examining the energy profile, we 
have found that this is the energy cost to make the final state 

 

 

 



with H2 being desorbed. Hence, when the energy of the final 
state is lowered, the reaction is likely to occur. This indeed 
occurs in the typical growth conditions: the hydrogen 
chemical potential at 1300 K in the gas phase is evaluated to 
be -2.1 eV, considering translation, vibration and rotation 
motions of H2. This value of the chemical potential 
compensates for the zero-temperature energy barrier 
computed above. Then the whole reaction of the formation of 
GaN unit and the H2 desorption that we have found is possible 
in GaN MOVPE. 

IV. GA-GA WEAK BONDS AT SURFACE STEPS OF 
GAN(0001) 

The epitaxial growth is usually conducted on GaN(0001) 
surface inclined by less than a few degrees toward either [11-
20] or [1-100] direction. Such vicinal surfaces consist of 
terraces and steps and the reactions of the decomposition and 
the incorporation discussed above occur at the step edges 
especially in the step-flow growth. We have examined all the 
possible mono-bilayer atomic steps by the RSDFT 
calculations and obtained the stable edge structures and the 
formation energies. Fig. 4 shows the most stable atomic steps 
toward [11-20] direction. The most prominent feature is the 
existence of weak bonds between upper- and the lower-terrace 
Ga atoms. Ga adatom also participate in the formation of the 
weak bonds. These weak Ga-Ga bonds are expected to be 
stages of the epitaxial growth. 

Fig. 4. Side view of a stable step structure of the [11-20]-inclined GaN 
(0001) vicinal surface under the Ga-rich condition. Green(large) and violet 
(small) balls depict Ga and N atoms, respectively. Electron density is 
repreented by the yellow isovalue surface.  

V. SURFACE GA ADATOMS: TWO-DIMENSIONAL 
LIQUIDS 

The growth temperature of GaN MOVPE is about 1300 K. 
The behavior of surface atoms at atomistic level is totally 
unknown. To respond to this challenge, we have performed 
CPMD simulations for Ga-rich GaN(0001) surface. To allow 
the migration of Ga adatoms with long distance, we use 4x4 
lateral periodicity for our simulation cell. (The 4x4 is 
obviously insufficient to perform more realistic simulations 
which are now in progress.)  

A stable structure was first obtained via standard geometry 
optimization. Then this system was gradually heated up from 
room temperature to 1300 K. During this stage, we monitored 
the behavior of the system at each temperature plateau by 
computing the pair correlation functions (PCFs): 

  푔(푟) =  〈∑ ∑ 훿(푟 − 푟 )〉  ,   

being N the number of atoms contained in a volume V and rij 
the interatomic distance. The average is computed on the 
trajectory produced by the dynamical simulation and, since 

both positions and velocities become simultaneously available, 
another quantity describing the dynamics, the diffusion 
coefficient can be directly obtained upon integration of the 
velocity-velocity autocorrelation function [20,21]:  

  퐷 = ∫ 〈 ∑ 푣 (푡) 푣 (0)〉 푑푡→   

At room temperature, as shown in the bottom panel of Fig. 5, 
a sharp peak at 6.4 Å in the PCF is the signature of the relative 
high stability of Ga adatoms (Gaad) on the sites where they 
have been placed. However, at increasing temperature, this 
peak broadens significantly from 500 to 1100 K. At 1300 K, 
the Gaad undergoes the large fluctuation and the disruption of 
the weak bond between the Gaad and the top surface Ga on the 
(0001) takes place. Then, Gaad is dislodged and starts 
migrating on the surface. This result is well represented by the 
Gaad-Gaad PCF at 1300 K in the range from from 2.0 to 6.5 Å 
with a peak centered at 2.6-2.7 Å. This peak is a clear evidence 
of the formation of chemical bonds between two Gaad atoms 
and its corresponding spread accounts rather well for all the 
possible Gaad-Gaad chemical bonds, from single (~2.59 Å) to 
double (~2.41-2.25 Å) and triple (~2.45-2.21 Å) bonds. The 
long tail extending rather uniformly up to the borders of the 
simulation cell, visible in the upper panel of Fig.5 resemble 
indeed what can be observed in non-polar liquids [22].  

Fig. 5. Evolution of the Ga(ad)-Ga(ad) pair correlation function (equation 
(2)) during the heating process. The initial distance of 6.4 Å corresponds to 
the relaxed system from which dynamical simulations were started. (after 
Bui et  al. [12]) 

What can be inferred from the analysis of the PCFs is that 
Gaad is destabilized by the high temperature, starts wandering 
on the GaN (0001) surface and, due to their relatively high 
density, start clustering. Such an enhanced mobility is 
confirmed by the diffusion coefficient D computed at the 
various temperatures explored (Fig. 6). A feature that can be 
immediately remarked is that, at variance with lower 
temperatures, D deviates from the Arrhenius behavior, when 
T=1300 K. This increased diffusivity corroborates the 
evidence about the enhanced mobility of Gaad, which behaves 
like a liquid state, thus providing further support to the picture 
offered by the PCFs. Indeed, if we neglect the value of the 
diffusivity at 1300 K, we can accommodate all the points of 
Fig. 4 in the Arrhenius plot with the diffusion barrier of 0.28 
eV and the pre-exponential factor of 7.94x10-5 cm2/s. Instead, 
at 1300 K the Gaad is destabilized and the system shows a 
liquid-like two-dimensional character with a sudden increase 
of D arising and reaching a value of 0.492 x 10 -4 cm2/s which 
amounts to one order of magnitude higher than the value of D 
(0.382 x 10 -5) at 1100 K.  

 

 



Fig. 6. Diffusion coefficient of a Ga adatom on Ga-rich GaN (0001) surface 
as a function of the inverse temperature 1/T for the temperature range (300-
1300 K) investigated in the present work. The dashed red line shows the 
Arrhenius plot obtained by excluding the point at 1300 K, where the system 
deviates from the standard trend. (after Bui et al. [12]) 

The epitaxial growth has been so far believed to occur by 
destruction of individual chemical bonds on the solid surface 
and the subsequent formation of new chemical bonds with 
arriving atomic and molecular species. However, the finding 
of the two-dimensional liquid-like phase leads to a new 
picture: At the growth temperature, the solid Ga-covered 
surface transforms to a two-dimensional liquid surface; the N 
species then easily intervenes into the subsurface region and 
bridges the Ga adatom in the liquid phase and the Ga atom in 
the sub surface layer. This is the formation of a new Ga-N 
network. This picture is consistent with a well-known fact that 
the temperature range in which the thin films grow is very 
narrow: The lower limit of this temperature range is the 
temperature at which the liquid-phase is formed, whereas the 
upper limit is the temperature at which the liquid evaporates 
into the gas phase. 

VI. SUMMARY 
In summary, we have performed the DFT-based total-

energy electronic-structure calculations and CPMD simula-
tions to clarify atomic reactions during the GaN MOVPE. We 
have found that the formation of the Ga-Ga weak bond in the 
stable structures and also in the novel liquid phase causes the 
NH3 decomposition and the N incorporation, thus being 
essential for the epitaxial growth.  
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