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Introduction

Discovery of the new quantum state of matter called topological insulators (TI) has attracted world-wide interest due to their exotic properties which are manifestations of a non-trivial band topology [START_REF] Qi | Topological insulators and superconductors[END_REF][START_REF] Vergniory | A complete catalogue of high-quality topological materials[END_REF]. TIs have insulating bulk and conducting edges due to the presence of peculiar surface state bands (SSBs). These SSBs are spin non-degenerated with a unique property of spin momentum locking which is resulted from the strong spin-orbit coupling (SOC) effects in combination with the time reversal symmetry [START_REF] Pedram | Topological surface states protected from backscattering by chiral spin texture[END_REF][START_REF] Zhang | Experimental Demonstration of Topological Surface States Protected by Time-Reversal Symmetry[END_REF]. Recently, it has been reported that the band structure of TI can be engineered by fabricating alloys of Bi2Te3 and Sb2Te3 using molecular beam epitaxy (MBE) to form the corresponding ternary (Bi1-xSbx)2Te3 alloy [START_REF] Zhang | Band structure engineering in (Bi1-xSbx)2Te3 ternary topological insulators[END_REF][START_REF] Weyrich | Growth, characterization, and transport properties of ternary (Bi1-xSbx)2Te3 topological insulator layers[END_REF]. The topological surface state (TSS) and the associated energy position of the Dirac point (DP) in the band gap can then be tuned systematically with different Bi/Sb concentrations. The transport properties of ternary TI alloys are also consistent with that of a single spin-polarized Dirac cone. This allows to overcome the disadvantage of binary topological insulators Bi1-xSbx [START_REF] Hsieh | A topological Dirac insulator in a quantum spin Hall phase[END_REF], Bi2Se3 or Bi2Te3 [START_REF] Hsieh | Observation of Time-Reversal-Protected Single-Dirac-Cone Topological-Insulator States in Bi2Te3 and Sb2Te3[END_REF][START_REF] Xia | Observation of a large-gap topological-insulator class with a single Dirac cone on the surface[END_REF], which always show conductive bulk states due to the defect-induced charge carriers. Therefore, the tunable Dirac cone structure in the ternary (Bi1-xSbx)2Te3 TI allows to develop topological p-n junction devices [START_REF] Kim | Atomically Abrupt Topological p-n Junction[END_REF][START_REF] Tu | In-plane topological p-n junction in the three-dimensional topological insulator Bi2-xSbxTe3-ySey[END_REF].

Recently, the discovery of giant spin Hall angle at room temperature in ferromagnet/TI heterostructures has also attracted intensive interests due to the possible applications to advanced spintronic devices, such as spin-orbit-torque magneto-resistive random-access memories and spin-torque oscillators [ 12 , 13 , 14 , 15 ]. Experimentally, to fabricate metal/TI heterostructures, it is required to either (1) build sophisticated integrated multi-deposition systems to grow in-situ the TI and other materials (metals, oxides, semiconductors) without breaking the vacuum, or (2) deposit a suitable capping layer on TI before the transfer through air and then remove the capping layer in another UHV chamber. As reported, the protection by the Se capping layer is not efficient because of the replacement of Te by Se up to 7 nm deep region beneath the surface, which strongly changes the surface chemical composition and modifies the surface state after desorption [START_REF] Virwani | Controlled removal of amorphous Se capping layer from a topological insulator[END_REF]. Some works have reported the use of Te for the capping layer on binary Bi2Te3 [START_REF] Hoefer | Protective capping of topological surface states of intrinsically insulating Bi2Te3[END_REF][START_REF] Fornari | Preservation of pristine Bi2Te3 thin film topological insulator surface after ex situ mechanical removal of Te capping layer[END_REF], but the influence of Te on the stoichiometry and on the SSB of ternary (Bi1-xSbx)2Te3 after desorption is still unclear.

In this study, we have performed a systematic study of the surface morphology, crystallinity, chemical composition as well as the band structure of (Bi1-xSbx)2Te3 after the desorption of the Te capping layer. Our results confirm a good recovery of SSBs of the (Bi1-xSbx)2Te3 ternary topological insulators with different Bi and Sb compositions. We have found that the chemical composition of (Bi1-xSbx)2Te3 remains almost unchanged after the desorption of Te. This study proves that the Te capping layer works as a suitable protection for ternary (Bi1-xSbx)2Te3 TI layers, allowing for ex-situ transfer of TI samples in air.

Experimental methods

The (Bi1-xSbx)2Te3 ternary topological insulators were grown by co-evaporation method in a MBE system with a base pressure of 510 -10 torr. Firstly, the dielectric SrTiO3(111) substrates were annealed at 930°C in oxygen atmosphere for 3 hours. Ten quintuple layers (QLs) of (Bi1-xSbx)2Te3 layers were then grown at 250°C followed by an annealing procedure at 280°C for half an hour. The growth rate was calibrated by a real-time reflection high-energy electron diffraction (RHEED) intensity oscillation. Supplementary Fig. S1 shows the RHEED pattern taken on one sample of 10 QL thick (Bi0.19Sb0.81)2Te3. The sharpness of the feature provides a clear evidence for the high quality of the sample. Two different chemical composition of (Bi0.19Sb0.81)2Te3 and (Bi0.75Sb0.25)2Te3 were prepared in this study. The films were capped with Te layer at room temperature before being exposed to air. The RHEED pattern after deposition of Te capping layer (Supplementary Fig. S2) completely loses all diffraction lines and indicates an amorphous nature of the Te layer. The details of growth condition can be found elsewhere [START_REF] Zhang | Band structure engineering in (Bi1-xSbx)2Te3 ternary topological insulators[END_REF].

The sample was then transferred to another ultra-high vacuum (UHV) multi-chamber interconnected system, where we firstly performed the desorption of Te layer. The desorption procedure was controlled by X-ray photoemission spectroscopy (XPS). The sample surface crystallinity was characterized by RHEED and low-energy electron diffraction (LEED). The sample morphology was characterized by scanning electron microscopy (SEM). Scanning Auger microscopy (SAM) and Auger electron spectroscopy (AES) were used to examine the chemical distribution at the surface. Finally, angle resolved photoemission spectroscopy (ARPES) was employed to study the band structure.

Results and discussion

Control of Te desorption procedure with XPS

The Te desorption process was controlled by XPS measurements. XPS spectra have been obtained using a monochromatized Al-K X-rays source (1486.6eV) with an energy resolution of 250 meV. Our previous experiments show that the stoichiometry of the sample was changed in an irremediable manner when it was heated up to 240°C. To avoid damaging the sample structure, we have carefully heated the sample to 200°C with a ramp of 10°C/min. XPS spectra were recorded each one hour after cooling down the sample from 200°C to the room temperature. Since the STO substrate is insulating, a large charging effect produces a shift of about 40eV in the XPS spectra observed. To remove this charging effect, we have deposited 10nm of Au at the sample edge when the Te desorption procedure was completed. As identified in Fig. 1(c), the Fermi level of the sample revealed from the rising of density of states of valence band (VB) is exactly located at zero binding energy (BE), indicating no charging effect after deposition of Au. to estimate the thickness of the Te capping layer according to the formula: 𝐼 = 𝐼 𝑒𝑥𝑝 / [START_REF] Hirokawa | Estimation of the thickness or composition of a covering layer on a solid by XPS or AES[END_REF], where I and I0 are the intensity of peak before and after Te desorption, respectively. t is the thickness of Te capping layer and  is the inelastic mean free path (IMFP) at the BE of elemental peak [START_REF] Seah | Quantitative Electron Spectroscopy of Surfaces: A Standard Data Base for Electron Inelastic Mean Free Paths in Solids[END_REF]. By using the Bi 4f7/2 core level (2nm) for the estimation, we can estimate the thickness of the Te capping layer to be about 3nm. Fig. 2(c-e) show the Te 3d, Bi 4f and Sb 3d core level spectra for the two samples with different chemical compositions ((Bi0.19Sb0.81)2Te3 and (Bi0.75Sb0.25)2Te3) after desorption. Both Te 3d and Bi 4f core levels exhibit no shoulder, indicating that there is no more surface oxidation layer. However, small peaks around 529eV and 533eV can be still distinguished beside the metallic contribution of Sb 3d5/2. Since no similar peaks are observed beside the contribution of Sb 3d3/2, we can then exclude the possibility from the oxidation of Sb.

Therefore, these small peaks could be attributed to the O1s core level resulting from the contamination on the sample holder which is also probed by X-rays due to the large illumination area, as mentioned before. By comparison of the two samples, the tendency of the intensity change in Bi 4f and Sb 3d peaks agrees with the composition of samples. However, the intensity change is still much smaller than what we expect from the nominal growth concentration. In fact, we expect a 4 and 3.5 times change in Bi and Sb signals, respectively. However, the change of Bi 4f and Sb 3d intensities are only 1.3 and 2 times, respectively. In order to determine the surface stoichiometry, we have acquired spectra of Te 4d, Sb 4d and Bi 5d of the (Bi0.19Sb0.81)2Te3 sample, as shown in Fig. 1(b). Since these peaks are located in a narrow BE range of 20-40eV, we can avoid the different IMFP for different elements. After subtraction of the background, the Te 4d, Sb 4d and Bi 5d spectra have been fitted to extract the integrated area under the peaks. By taking into account the atomic sensitivity factor: Te 4d: 0.97, Sb 4d: 0.86, Bi 5d: 0.65 (from Ref. [START_REF] Wagner | Empirical atomic sensitivity factors for quantitative analysis by electron spectroscopy for chemical analysis[END_REF]), we obtain the stoichiometry to be about Bi:Sb:Te=1.5:0.8:3. This composition is different than the nominal composition of Bi:Sb:Te=0.4:1.6:3 determined by the flux ratio Sb/Bi during the growth [START_REF] Zhang | Band structure engineering in (Bi1-xSbx)2Te3 ternary topological insulators[END_REF]. Since XPS results are more surface sensitive, our results indicate that the surface stoichiometry of TI could be different than the bulk one.

Study of surface crystallinity, morphology and chemical composition after Te desorption RHEED and LEED have been used to characterize the surface crystallinity after desorption. In the inset of Fig. 3(a), the RHEED pattern is taken with an electron energy of 15keV at grazing incidence, i.e. parallel to the sample surface. Before Te desorption, RHEED pattern shows a featureless diffusive pattern due to the amorphous character of Te capping layer (Supplementary Fig. S1(b)). After Te desorption, the sharpness of the feature is compatible to the pattern before Te deposition (Supplementary Fig. S1(a)), which proves the high quality of the sample surface. The inset of Fig. 3(b) displays the LEED pattern taken with an electron energy of 59eV at normal incidence, i.e. perpendicular to the sample surface. In addition to the six-fold symmetric spots related to the diffraction of the epitaxially grown (111) plane of (Bi0.19Sb0.81)2Te3, a ring associated to a polycrystalline structure is also observed. The different information given by RHEED and LEED could be related to their specific geometry and energy of electrons (coherence length) for characterization, which allows us to get complementary information on the surface crystallinity of the sample. Generally, LEED is more reliable for the analysis of defect structure due to the low inelastic scattering with low incident electron energy [START_REF] Mfiller | Comparison of reflection high-energy electron diffraction and low energy electron diffraction using high-resolution instrumentation[END_REF].

To understand the origin of the polycrystalline ring, the surface morphology is examined by SEM. Fig. 3(a) and (b) show the SEM images with different scales. In the large-scale image in Fig. 3(a), many flake-like island structures with size of several microns can be observed on the relative flat surface. These islands have random shape but all exhibit 2D growth mode with flat surface. In the magnified image in Fig. 3(b), some protrusion structures with small size of 50nm can be distinguished. These protrusion structures are homogeneously distributed on the whole surface. To check if the flake-like islands and the protrusion features are related to the procedure of Te desorption, we have measured the surface morphology of one pristine TI surface before Te deposition with atomic force microscopy (AFM). The sample was scanned by AFM immediately after being taken out from UHV growth chamber. In Supplementary Fig. S2(b), similar flake-like feature can be distinguished with a much smaller island size (about 100nm) which could be due to the different chemical concentration of the observed sample. In the large-scale AFM image (Supplementary Fig. S2(a)), the protrusion structures with the same density and size can be found in the pristine surface. These results confirm that the specific features observed after Te desorption already exist on the TI pristine surface and the Te desorption procedure does not modify the surface morphology. The islands could be related to the 2D growth mode of (Bi0.19Sb0.81)2Te3, which are firstly grown laterally and coalesce with each other to form the full film.

Harrison et al. have reported the growth of Bi2Te3 thin films on Al2O3(0001) substrate by MBE [START_REF] Harrison | Two-step growth of high quality Bi2Te3 thin films on Al2O3 (0001) by molecular beam epitaxy[END_REF]. Similar protrusion 3D defect structures have been found on the surface of Bi2Te3, which are attributed to the limited temperature window for Bi2Te3 thin film growth. In our case, the protrusion structures could also be related to the 3D defect structure with small mis-orientated (Bi0.19Sb0.81)2Te3 grains. However, at present stage, we cannot conclude that the polycrystalline ring found in LEED pattern is due to the protrusion 3D defects or the flakelike islands. To definitively answer this question, further spatial resolved surface structure analysis should be performed.

To characterize the distribution of surface chemical composition, we have performed scanning Auger microscopy (SAM) with a spatial resolution of 27nm. Fig. 3(e) shows the typical AES spectra for energy ranges of 88-109eV and 420-500eV on the island part, where we can distinguish the peaks of Bi, Sb and Te located at kinetic energy (KE) of 97eV, 450eV and 479eV, respectively. To explore the chemical distribution at the surface, we have chosen one zone including the island structure, as shown in the SEM image in Fig. 3(c).

Since Sb and Te are very suitable for comparison due to the very closed KE and related IMFP, we have performed the mappings of Sb and Te elements, as shown in Fig. 3(d) and (f), respectively. In both images, we can observe a clear intensity contrast which well corresponds to the morphology of the surface in the vicinity of the island. The origin of this contrast is found to be related to the topography of the surface but not to its chemical composition. This has been checked by estimating the difference of intensity ratio of ISb/(ITe+ISb) inside and outside the island, which is found to be less than 2%. Furthermore, we also found the same intensity ratio in the protrusion structure (see Supplementary Fig. S3). Therefore, we can conclude that the chemical composition is homogeneous on the (Bi0.19Sb0.81)2Te3 surface after Te desorption.

Band structure characterization with ARPES

We have studied the band structure of two samples with different concentrations (x=0.81 and x=0.25) by means of ARPES. ARPES measurements have been performed at a low photon energy using Xe-I radiation (h=8.44eV) for the x=0.81 sample and using He-I radiation (h=21.22eV) for the x=0.25 one with an overall energy resolution including UV sources and analyzer characteristics better than 10 meV. The ARPES signal is expected to be more bulk sensitive by using Xe-I than He-I. However, we found that a higher signal to noise ratio was obtained with the Xe-I UV lamp compared to the He-I one. We also measured constant energy maps by using the deflection mode of our Scienta-omicron DA30 L photoemission analyzer, without rotating the sample. Here, the kx axis corresponds to the standard measurement direction obtained along the analyzer slit, whereas the ky axis corresponds to the perpendicular direction by using the deflectors. Fig. 4(c) shows the ARPES spectrum obtained on the (Bi0.19Sb0.81)2Te3 sample after Te desorption. We can clearly observe the existence of the TSS within the gap of bulk states. The bulk valence band (BVB) is visible but not the bulk conduction band (BCB) associated with the n-type impurities. The TSS has a linear dispersion with two branches intersecting at DP at  point(i.e. at k// = 0). These two branches have an opposite spin texture. The BE of the DP is ED=-15020 meV. The Fermi wave vectors kF have been measured to be kF=0.06 Å -1 . The Fermi velocity VF of the linear dispersion of the Dirac cone following E-EF=ħVF(k-kF) is equal to 2.460.05×10 6 m/s. To compare with the band structure of the pristine TI sample without Te capping, we have adopted the measured band structures for (Bi1-xSbx)2Te3 (x=0.88 and 0.75) published from the same group [START_REF] Zhang | Band structure engineering in (Bi1-xSbx)2Te3 ternary topological insulators[END_REF], as shown in Fig. 4(a) and (b). Since the energy position of DP (ED) is very sensitive to the stoichiometry of TI sample, this allows us to examine if the stoichiometry is changed after Te desorption. Interestingly, our results highlight that the DP position at ED=-0.15 eV for (Bi0.19Sb0.81)2Te3 after Te desorption is well seated intermediately between the DP positions of (Bi0.12Sb0.88)2Te3 (ED=-0.12eV) and (Bi0.25Sb0.75)2Te3 (ED=-0.21eV), which is in perfect agreement with Ref. [START_REF] Zhang | Band structure engineering in (Bi1-xSbx)2Te3 ternary topological insulators[END_REF]. Therefore, we can conclude a high quality of TI surface despite the process of Te capping and desorption. Furthermore, our results prove the high performance of Xe lamp, especially its high photon flux to discern the TSS band with very low spectral weight and located in the vicinity of the  point. Fig. 4(d) and (e) present the constant energy maps at the Fermi energy (EF) and at the DP energy position (ED), respectively. In Fig. 4(d), the Fermi surface of the TI alloy displays an almost circular shape (black dashed circle), which is in agreement with an alloy with small concentration of Bi, unlike the case of Bi2Te3 [START_REF] Souma | Direct measurement of the out-of-plane spin texture in the dirac-cone surface state of a topological insulator[END_REF]. The circle diameter is shrunk for the energy close to DP (Fig. 4(e)), which validates the cone structure of TSS band.

The second TI sample (Bi0.25Sb0.75)2Te3 with different Bi/Sb ratio has also been characterized with ARPES after the same procedure of desorption of Te capping layer. The band structure has been recorded with a He I lamp source (h=21.2eV), as shown in Fig. 5(b). Again, we can clearly observe the TSS dispersion in the gap of the bulk states. For this sample, the signature of BCB can be observed at the Fermi level inside the Dirac cone. The BVB is very similar to what has been observed in the case of a pure Bi(111) sample [START_REF] Ohtsubo | Non-trivial surface-band dispersion on Bi(111)[END_REF]. The BE of the DP is ED=-25020 meV. The Fermi wave vectors have been measured to be kF=0.12 Å -1 , close to the characteristic of compound Bi2Te3 [START_REF] Souma | Direct measurement of the out-of-plane spin texture in the dirac-cone surface state of a topological insulator[END_REF]. The Fermi velocity of the linear dispersion of the Dirac cone following E-EF=ħVF(k-kF) is equal to 1.000.05×10 7 m/s. We have also compared our results with the published result measured with the pristine TI sample with the same concentration [START_REF] Zhang | Band structure engineering in (Bi1-xSbx)2Te3 ternary topological insulators[END_REF] (Fig. 5(a)). The two results possess almost the same features, which validates the fact that the TSS is unchanged after Te desorption. In Fig. 5(c), we have plotted a series of momentum distribution curves (MDC) at E=-45meV (close to EF), -115meV and -230meV (close to ED). It allows us to better disentangle the band structure of the system. On one hand, MDC at E=-45meV and -115meV can be well fitted with three components which are related to the TSS and BCB dispersions. On the other hand, only one peak centered at kx=0 is found at E=ED. It corresponds to the crossing point of the two TSS branches at the  point. Fig. 5(d-g) display the constant energy maps recorded at different energies. Since the stoichiometry of the second TI sample is different from that of the first sample we studied, a change in the topology of the Fermi surface is expected. This is indeed what we observe in Fig. 5(e) at E=EF-40meV. We can see the electron pocket at the center of the Brillouin zone (kx=ky=0) corresponding to the BCB, as well as the deformation of the Fermi surface associated to the TSS. The singular topology "snow flake" of the Fermi surface of the spinpolarized TSS (marked with black dot line) can be well understood like in the case of Bi2Te3 material [START_REF] Souma | Direct measurement of the out-of-plane spin texture in the dirac-cone surface state of a topological insulator[END_REF], which is also in good agreement with the data of the literature [START_REF] Nomura | Relationship between Fermi surface warping and out-of-plane spin polarization in topological insulators: A view from spin-and angle-resolved photoemission[END_REF]. At E=EF-100 meV (Fig. 4(f)), the isoenergetic surface regains a uniform circle character. Finally, at lower BE (E=EF-250 meV) (Fig. 4(g)), the isoenergetic surface of the valence band is characteristic of a Bi(111) sample with this six-branched "flower" form [START_REF] Ohtsubo | Non-trivial surface-band dispersion on Bi(111)[END_REF], confirming the Bi rich composition in the measured (Bi0.75Sb0.25)2Te3 sample. 
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 5 Figure 5 : (a) ARPES intensity maps on pristine (Bi1-xSbx)2Te3 surfaces without Te capping obtained from
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Summary

We have performed a systematic study of the surface morphology, crystallinity, chemical composition as well as the band structure of (Bi1-xSbx)2Te3 after the desorption of Te capping layer. Our results confirm a good recovery of SSBs of the (Bi1-xSbx)2Te3 ternary topological insulators with different Bi and Sb compositions.

The chemical composition of (Bi1-xSbx)2Te3 remains almost unchanged after the desorption of Te. This study proves that the Te capping layer works as a suitable protection for ternary TI layers, allowing for ex-situ transfer of TI samples in air. This opens the way for the development of metal/TI hybrid structures for advanced spintronic applications.