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ABSTRACT 

Silver ions have been widely used because of their antimicrobial properties. This study describes 

the production of novel nanocomposite membranes from a block copolymer and silver 

nanoparticles (NPs). These composite membranes display properties from both polymeric and 

inorganic materials along with the biocidal features obtained due to the presence of silver ions. 

The spin coating technique is employed to synthesize the nanocomposite membrane consisting of 

positively charged inorganic NPs and negatively charged polymeric NPs. Polymeric NPs of 

spherical, wormicular, and vesicular morphologies were synthesized using Reversible addition-

fragmentation chain transfer (RAFT) polymerization using poly(methacrylic acid)-b-(methyl 

methacrylate) diblock copolymer. The silver  NPs coated with poly(methacrylic acid)-b-

poly(quaternized 2-(dimethylamino)ethyl methacrylate), were synthesized using a 

nanoprecipitation method. The silver NPs act as the bridging entity between the polymeric NPs, 

as well as conferring the antimicrobial activity to the composite membranes. To test their 

antimicrobial properties, membranes were incubated with Enterococcus hirae. Comparison with 

the controls shows a 2 to 3 log decrease in the bacterial count for a contact time of 24 h. 

Furthermore, membrane filtration experiments conducted with phosphate buffer saline solutions 

spiked with bacteria indicated the importance of incorporating silver NPs in the nanocomposite 

membrane to achieve considerable rejection of bacteria as well as biocidal activity. 

KEYWORDS. Nanocomposite membranes, block copolymers, silver nanoparticles, biocidal 

activity 
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1. INTRODUCTION 

Block copolymers are one of the remarkable contenders for the fabrication of polymeric 

membranes due to their ability to form well organized porous structures with exceptional 

mechanical stability [1–11]. There are many approaches available for the preparation of block 

copolymer-based membranes, like spin coating, extrusion, and bulk evaporation [1,12]. Several 

different research groups have developed various routes for the fabrication of asymmetric 

isoporous membranes from block copolymers via traditional non-solvent induced phase separation 

technique [4–6,8–10,13–15].  

As previously reported[2,4–7,16], we have developed a new strategy to make membranes from 

block copolymer NPs of different morphologies (spherical, wormicular, and vesicular). The 

morphologies mentioned above were synthesized via an alcoholic RAFT dispersion 

polymerization [17]. The membranes from spherical NPs were more effective due to the 

arrangement of particles in a well-organized fashion, providing a uniform pore size across the 

membrane compared to membranes from other morphologies. To enhance the mechanical stability 

[18,19] of the membranes and confer them magnetic properties, iron oxide NPs bearing opposite 

surface charges were used to link the negatively charged polymeric NPs together. This strategy 

resulted in the successful preparation of nanocomposite magnetic membranes with a pore size that 

could be tuned via the application of magnetic fields of different strength [7]. Also, the use of the 

magnetic field successfully reduced protein fouling [7].  

Membrane-based filtration techniques are up-and-coming in the area of water filtration for removal 

of microorganisms, organic pollutants, and inorganic compounds. Membrane processes like 

ultrafiltration and microfiltration have been successfully employed for water treatment [20,21]. In 
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water-based separation processes, biofouling may be one of the significant drawbacks due to the 

deposition of microorganisms like bacteria. After deposition, they may multiply at the membrane 

surface and produce extracellular material forming a biofilm and thereby affecting the membrane 

performance. The deposited materials will block the pores and thus decrease flux in a dramatic 

fashion [22,23].  

Silver ions have been widely utilized as water disinfectant since their antimicrobial activity against 

a broad range of microorganisms has been well studied [18,19,24–26]. The antimicrobial property 

[27][27]of silver is mainly due to their interaction with protein thiol groups, which prevents DNA 

replication and affects the structure as well as the permeability of the bacteria cell membranes [28–

32]. The incorporation of silver in membranes used for water treatment, to control biofouling, was 

previously studied.[24,25,32] Silver has been incorporated in membranes made from cellulose 

acetate, polyamide, poly(2-ethyl-2-oxazoline), polylactic acid [19,24–26,33–36], and  

Polyvinylidene fluoride (PVDF) [27]. Nunes et al. [32] used the polystyrene-b-poly(4-

vinylpyridine) block copolymer for the fabrication of microporous membranes where the silver 

ions were deposited on the membrane surface and pore walls via chelation with the pyridine 

groups, facilitating the even distribution of the silver ions in the membrane. The NPs were 

deposited on the surface of the membrane at different pH values, and the ionic concentration of 

silver and its biocide activity was investigated using Pseudomonas aeruginosa. Chung et al.[27] 

blended the silver containing surface modifying macromolecule (SMMs) in PVDF forming PVDF 

membrane with surface migrated SMMs. Biofouling filtrations were conducted using E.coli spiked 

in synthetic wastewater as feed at a pressure of 50 psig. After 25 h of operation, the membranes 

were flushed with distilled water to recover the membranes. Due to the smaller pore size, the 
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solutes have been deposited on membranes contributing to flux reduction as well the membrane 

has shown greater antimicrobial properties due to the presence of silver ions on the surface.  

In this work, we illustrate the fabrication of nanocomposite membranes from block copolymers in 

their spherical, wormicular, and vesicular morphologies and colloidally stable silver NPs. These 

membranes were prepared via spin-coating a blend of polymeric NPs and inorganic NPs (Silver 

particle coated with quaternized poly(2-(dimethylamino) ethyl methacrylate) in solution directly 

on a porous nylon support. The biocidal activity of selected membranes (from spherical polymeric 

NPs) was studied at different time intervals using a gram-positive bacterium, Enterococcus hirae.  

2. EXPERIMENTAL 

A detailed description of block copolymer synthesis along with materials and equipment used for 

experimentation are provided in supporting information (SI). The synthesis of silver NPs is 

explained below. 

Silver NPs were synthesized using sodium borohydride (NaBH4) as a reducing agent and 10 w/w% 

PMAA47-b-PQDMAEMA50 diblock copolymer as a stabilizing agent. The reduction procedure of 

silver nitrate (AgNO3) was carried out at room temperature with the block copolymer as the 

stabilizing agent. A typical process is as follows: 1 mL of 10 w/w % aqueous solution of PMAA47-

b-PQDMAEMA50 was added to 10 mL of distilled water under stirring. To this preparation, 

sodium borohydride in the molar ratio of 2:1 corresponding to silver nitrate was added. After the 

addition of the reducing agent, an aqueous solution of silver nitrate in the molar ratio of 3:1 

corresponding to the diblock copolymer was added dropwise. During the addition of the silver 

nitrate solution, initially, the color of the reaction mixture changed to yellow and then browned. 

The reaction mixture was stirred for 30 min at room temperature followed by dialysis against water 

to remove unreacted reactants. 
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Scheme 1. Synthesis of polymeric NPs and silver NPs followed by nanocomposite membrane 

preparation via a spin coating technique.  

2.1. Antimicrobial properties of membranes 

2.1.1. Contact tests with bacterial solutions 

The membranes were sterilized with absolute ethanol for 25 s followed by cleaning with sterile 

water before the contact experiments. Contact experiments (Scheme 2) were performed using 6 

well cell culture plates where the three different membranes (nylon support, membrane without 

silver and membrane with silver) were immersed into 7 mL of sterile phosphate-buffered saline 

(PBS) solution spiked with a final concentration of 1x106 CFU/mL of Enterococcus hirae (PBS). 

Controls containing only the bacteria spiked into sterile PBS were also performed to verify the 
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viability of the bacteria along the experimental time. Samples from the contact tests conducted 

with bacteria were analyzed immediately (0 h of contact) and after 1, 2, 4, 8, and 24 h of contact 

between the membranes and the bacteria. 3 mL of solution was collected from each well for the 

quantification of Enterococcus hirae. Serial dilutions were prepared with buffered water and 

incorporated (1 mL) into tryptone soy agar media in duplicate plates using the pour plate technique 

(Standard Method 9215B). Plates were incubated for two days at 37 °C, all the colonies counted, 

and the results obtained represented as CFU/mL. 

   

Scheme 2. Analysis of antimicrobial properties and membrane filtration of solutions spiked with 

bacteria using a cross-flow cell and a nanocomposite membrane made from spherical NPs of 

PMAA47−b-PMMA185 and silver NPs coated with PMAA47-b-PQDMAEMA50 chains.  
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were carried out at 1.5 bar of transmembrane pressure. Initially, the cross-flow cell, pump, tubings, 

and membranes were sterilized with absolute ethanol. 50 mL of phosphate-buffered saline (PBS) 

solution spiked with 1x106 CFU/mL Enterococcus hirae was used as a feed solution. Feed, 

permeate, and retentate samples were analyzed for the different membrane filtration experiments 

(using the nylon support and the membrane immobilized with silver). 3 mL of each sample was 

used to prepare serial dilutions for quantification of E. hirae, in duplicate samples, using the pour 

plate technique and tryptone soy agar media.  

3. RESULTS AND DISCUSSION 

Previously, we demonstrated that nanocomposite membranes could be prepared from block 

copolymer NPs of different morphologies such as spheres, worms, and vesicles synthesized via 

RAFT dispersion polymerization (Scheme 1) and iron oxide NPs coated with positively charged 

poly(quaternized DMAEMA) [5,6]. It was demonstrated that the membranes made from a mixture 

of the diblock copolymer and iron oxide NPs had higher flux and constant permeability compared 

to membranes made from solely diblock copolymer particles. These nanocomposite membranes 

had excellent mechanical stability, as well as magnetic properties, overbear block copolymer 

membranes due to the presence of the magnetic iron-oxide NPs. In this work, we employ a similar 

strategy to prepare nanocomposite membranes containing silver NPs. The presence of silver NPs 

might confer antimicrobial properties to the membranes and help to suppress biofouling, which is 

the major problem associated with membrane processing in the form of fouling (partial or complete 

blockage of pores leading to flux reduction). 

 

3.1.Silver NPs synthesis and characterization 
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Well defined silver NPs coated with the diblock copolymer (PMAA47-b-PQDMAEMA50) were 

synthesized by reduction of silver nitrate at room temperature. This is one of the first kind where 

the PISA formed polymer shells were decorated with block copolymer coated silver NPs. As 

shown in Fig. 1A, the hydrodynamic diameter of the silver NPs was 28.5 nm, as measured by DLS. 

The particle size distribution of 0.087 suggested the presence of near monodisperse particles. The 

calculated particle diameter at dry state (from TEM images) was 6.9 nm (Fig. 1B). TGA analysis 

(Fig. 1C) indicated a weight ratio of 16% silver to 84% of the diblock copolymer. The transmission 

electron microscopy images of these particles showed only spherical particles (no other 

morphologies such as hexagonal or cubic were observed). The positive zeta potential (+32.29 mV) 

confirmed the attachment of the diblock copolymer chains on the surface of the silver NPs via the 

negatively charged PMAA block. 

 

 

Fig. 1. Characterization of silver NPs: (A) Particle size distribution by DLS (B) Particle size 

distribution by TEM, (C) Thermogravimetric analysis and (D & E) TEM images. 
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3.2. Nanocomposite membrane synthesis and performance 

The pure phases of spheres (PMAA47-b-PMMA195; Đ = 1.03, Mn = 21.3 kg/ mol), worms 

(PMAA47-b-PMMA273; Đ = 1.11, Mn = 28.6 kg/ mol) and vesicles (PMAA47-b-PMMA368; Đ = 

1.21, Mn = 33.3 kg/ mol) with 17.5 wt.% of total solids content were used for the preparation of 

membranes (full characterization of the polymeric NPs could be found in Table S1). The selection 

of total solids content was random from the phase diagram from our previous work. The prepared 

membranes from 3 different particle morphologies were used in a cross-flow water filtration setup. 

During the filtration experiments, the following observations were made: 

 For membranes from spheres, there was a decrease in the flux values as the pressure 

increased above 2 bar (Fig. S2A). 

 For membranes from worms, a decrease in flux was not observed as pressure increased, 

but permeability has shown a decline phase (Fig. S3A), suggesting the movement of the 

top wormicular active layer into the sublayer, blocking the available pores. 

 For membranes from vesicular NPs, the flux has shown a declining trend after applying 3 

bar of pressure difference across the membrane (Fig. S4A). 

This decrease is due to mechanical instability of the deposited polymer layer since, at high 

pressures, the polymeric particles get pushed into the nylon support layer, blocking the pores. This 

could be easily seen in the SEM images (Fig. S1), taken after filtration. The membranes from 

worms show larger pores at the top surface compared to others (Fig. 2C) but exhibit a lower flux. 

This may be due to their entangled substructure making the pores smaller compared to others.  

To increase the cohesion between the particles and the mechanical stability of the deposited layer, 

positively charged silver NPs coated with PMAA47-b-PQDMAEMA50 were added to the 

formulation. To prepare the casting solution with a maximum amount of silver NPs, the isoelectric 
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point (where all the negative charges available on the polymeric NPs have been neutralized with 

positive charges of the silver NPs) of each dope solution was identified. For the polymeric colloidal 

solution of spheres, vesicles, and wormicular NPs (with a concentration of 6.7 mg/mL), 4.1, 3.1 

and 2.1 mL of silver NPs (at 5.1 mg/mL) were required respectively to reach the isoelectric point. 

To avoid precipitation in the casting solution, the added volume of silver NPs was kept below the 

volume corresponding to the isoelectric point. For membranes containing spheres, initially, 1.3 

mL of silver NPs was added to 1 mL of polymeric NPs. After water filtration tests, the  SEM 

images suggested partial intrusion of the top active layer into the nylon support. This volume was 

then increased to 1.7 mL resulting in a stable top layer after filtration cycles up to 4 bar of 

transmembrane pressure (Fig. 2A & B).  

Membranes from worms showed higher mechanical stability compared to those of spheres or 

vesicles due to their entangled structure. At 4 bar of transmembrane pressure, a slight change in 

permeability was observed. The addition of an extra 0.5 mL of silver NPs to the casting solution 

was enough to obtain a stable top layer that could stand 4 bar of pressure. In the case of membranes 

from vesicles, 1.3 mL of silver NPs were needed to prepare a stable layer. The SEM images of the 

tested membranes, after two cycles with a maximum transmembrane pressure of 4 bar, are shown 

in Fig. 2. The permeability and flux data obtained for these nanocomposite block copolymer 

membranes are shown in Fig. S2, S3 & S4 indicate that the strategy of adding silver NPs with 

opposite charge enhances the mechanical stability (tested up to 4 bar of transmembrane pressure) 

of the prepared membranes and is entirely dependent on the concentration of added silver NPs. 
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Fig. 2. SEM Images of thin-film block copolymer membranes top surface and cross-section 

prepared through spin coating on nylon film using (A & B) Spheres, PMAA47-b-PMMA195, (C & 

D) Worms, PMAA47-b-PMMA273 and (E & F) Vesicles, PMAA47-b-PMMA368. 

After incorporation of the optimal amount of Silver NPs in the membranes, the flux values 

increased linearly with constant permeability, with TMP varying between 1- 4 bar. In the case of 

membranes from spherical particles, the flux value increased from 148.6 L.m-2.h-1 at 1 bar to 589.6 
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L.m-2.h-1 at 4 bar of TMP. When comparing this value with a similar magneto-responsive 

membrane [7] it could be seen that these fluxes are about 54-57% higher for both 1 bar and 4 bar 

TMP. The same trend (10-37% and 21-25% higher) was observed with membranes made from 

wormicular and vesicular NPs (Table 1). 

Table 1. Comparison of water flux at pH 7.1 for membranes containing iron oxide and silver NPs 

Pressure 

(Bar) 

Flux (L.m-2.h-1) 

Membranes from Spheres Membranes from Worms Membranes from 

Vesicles 

Iron oxide  

NPs[6] 

Silver NPs Iron oxide  

NPs[6] 

Silver NPs Iron oxide 

NPs[6] 

Silver NPs 

1 96.5 148.6 55.6 61.3 85.3 103.3 

4 375.3 589.6 152.7 209.3 328.3 411.9 

 

The reason behind the increase in water flux is probably due to changes in hydrophilicity or due 

to the change in thickness of the membrane. Both the thickness and contact angle comparison have 

been depicted in table 2 for the membrane containing silver NPs and iron oxide NPs. The thickness 

is lower for membranes with silver compared to Iron oxide NPs. This change was not significant 

for membranes from spheres. So both thickness and contact angle may play a pivotal role for the 

higher fluxes observed in membranes containing silver, compared to those containing iron oxide 

NPs. 

Water contact angles of the membranes could be used for the estimation of changes in surface 

hydrophilicity [37]. The contact angle of the membranes without any silver NPs was found to be 

48°, which was decreased to 45° when Iron oxide NPs were incorporated in the membranes. This 
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number further changed to 39° when silver NPs were integrated. The possible explanation for 

changes in hydrophilicity may be due to the following reasons. In aqueous solution, due to 

oxidation, silver ions will be released by silver NPs. These released ions will be adsorbed on the 

surface of silver NPs forming a layer of hydrated silver ions, thereby changing the hydrophilicity 

of the layer. The dissolved oxygen concentration in water will also facilitate the release of hydrated 

silver ions during the process [37,38]. The properties of silver NPs are shown in table S2 (SI). 

Table 2. The thickness and contact angle for Iron and silver NPs containing membranes 

 Thickness (µm) Contact Angle (°) 

PMAA47−PMMA185, 15% w/w, Spheres 

containing 1.5 mL of 6.7 mg/mL Iron  NPs 

1.2 45 

PMAA47−PMMA200, 17.5% w/w, Spheres 

containing 1.7 mL of 5.1 mg/mL Silver NPs 
1.1 39 

PMAA47−PMMA267, 15% w/w, Worms 

containing 0.7 mL of 6.7 mg/mL Iron  NPs 

1.3 44 

PMAA47−PMMA273, 17.5% w/w, Worms 

containing 0.5 mL of 5.1 mg/mL Silver NPs 

1.0 41 

PMAA47−PMMA356, 15% w/w, Vesicles 

containing 0.9 mL of 6.7 mg/mL Iron  NPs 

2 45 

PMAA47−PMMA400, 17.5% w/w, Vesicles 

containing 1.3 mL of 5.1 mg/mL Silver NPs 

1.3 40 

 

For antibacterial and filtration studies, two dosages of silver ions were used one with lower 

concentration (1 mL of polymeric NPs: 1.3 mL of silver NPs) and one with a higher level (1mL of 

polymeric NPs: 1.7 mL of silver NPs). The membranes with 2 dosages (lower and higher 

concentration of silver were filtered using water at pH 7.1 at 4 bar of upstream pressure (dead end 

mode) for 80 h. Permeate collected during filtration was analyzed using Atomic Absorption 

Spectroscopy (AAS), and the concentration of silver leached out is depicted in Fig.3. After 6 h of 

permeation, about 61 and 98 µg/L of silver ions were detected in permeate from membranes with 

lower and higher concentrations of silver. This number further reduced to 38 and 45 µg/L  when 

the filtration time increased to 8 h (see inset of Fig. 3), which is within the range of toxicity 
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threshold [39]. For all antibacterial tests and filtration studies, the membranes were compacted for 

8 h prior to use  making sure that the antibacterial effect observed is due to the attached silver NPs 

in the matrix of polymeric NPs forming the membrane. The permeate was also analyzed by DLS 

(Dynamic light scattering), which confirmed no traces of silver or polymeric NPs.  

To estimate the amount of silver NPs present on the membrane after leaching, a mass balance was 

carried out for membrane with lower and higher silver concentration. The concentration of leached 

silver in µg/h was plotted against time (h), and the area under the curve was estimated using 

trapezoidal rule (integration method)[40]. The area under the curve estimates the amount of silver 

NPs in µg lost from the membranes. The estimation confirmed the loss of about 4.42% of silver 

NPs for the 1st 8 h of operation under 4 bar of transmembrane pressure followed by further 4.07% 

loss of silver NPs, for the membrane with a lower concentration of silver confirming the presence 

of 91.51% of silver NPs remaining in membrane (Fig. 3A). For the membrane with higher 

concentration of silver (Fig. 3B), this loss was 5.7% in the 1st 8 h followed by a further 3.72% loss 

of silver NPs assuring the presence of 90.58% of silver NPs in the membrane.  
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Fig. 3. Leaching out of silver ions from nanocomposite membranes containing (A) lower 

concentration of silver (1.3 mL of 5.1 mg/mL Silver NPs) (B) higher concentration of silver (1.7 

mL of 5.1 mg/mL Silver NPs) 

3.3.Antibacterial properties of the membrane 

Antibacterial properties of pristine membranes from spheres, worms, and vesicles without any 

silver NPs revealed no biocidal activity. To test the biocidal activity of the nanocomposite 

membranes, only membranes made from spheres containing different dosages of silver NPs were 

selected using a gram-positive bacteria Enterococcus hirae as a model system. The inactivation 

kinetics of the bacteria with lower and higher concentrations of the silver NPs incorporated within 

the membranes was evaluated for various contact times (Fig. 4).  

The concentration of the bacteria reduced from 1.15*106 CFU/mL to 5.93*105 CFU/mL at the end 

of 8th h, which was further decreased to 1.26*104 CFU/mL during 24 h of contact time for 

membrane with a lower concentration of silver NPs (Fig.4A). This decrease in number corresponds 

to 98.9%, which corresponds to almost 2 log decrease (Fig.4C) in the bacterial concentration after 

24 h of contact time. When the silver concentration was increased to a higher level, the bacterial 

count decreased from 1.02*106 CFU/mL to 2.0*103 CFU/mL after 24 h of contact between the 

membranes and the solution with bacteria (Fig. 4B). This decrease in number corresponds to a 

99.8% reduction, which is about 3 log decrease in the bacteria count after 24 h of contact (Fig.4C).  

When the concentration was additionally increased by 0.3 mL (yielding 2 ml of silver NPs), a 3 

log decrease was achieved within 19 h of contact time. However, just 1.7 mL of silver NPs is 

enough to provide the required mechanical stability to the active layer. The duration of contact 

could be further decreased to 15 h when the concentration was also increased to 2.15 mL showing 

the importance of silver concentration in the membrane and the contact time. 
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Fig. 4. Inactivation kinetics of Enterococcus hirae due to the incorporation of silver NPs in 

membranes made from casting solutions with different compositions: (A) Lower concentration of 

silver NPs (B) Higher concentration of silver NPs (C) Percent reduction of Enterococcus hirae for 

the two types of membrane tested. 

3.4.Bacterial filtration studies 

The cross-flow mode was selected over dead-end filtration since the cross-flow mode is less prone 

to fouling due to the direction of the fluid flow tangential to the membrane surface. The bacterial 

filtration studies using the membrane made from spherical NPs containing a lower and higher 

amount of silver NPs are shown in Fig. 5.  

In this filtration assay, nylon membranes were used as a control, and all the experiments were 

carried out at 1.5 bar of TMP. The rejection factor of the reference nylon membranes for bacteria 
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was about 38-40%. The membrane containing a lower amount of silver NPs showed a rejection of 

81%, and the membrane with a higher amount of silver NPs had a rejection of 96.3%. The rejection 

percentage is a clear indication that the bacteria has passed through the membrane due to the 

formation of larger pores since not enough silver NPs were present to keep the polymeric NPs 

together under the applied pressure (refer to the results obtained for water filtration). When the 

silver NPs added to the casting solution increased to 2.15 mL, the rejection of bacteria increased 

to 99.6%, indicating the control over the pore size. 

The collected permeate showed a 1 log decrease (93% reduction) in the bacterial count for the 

membrane containing the lower amount of silver NPs and approximately 2 log decrease (98.4% 

reduction) for the membrane containing a higher amount of silver NPs. The retentate, as well as 

the feed stream, showed a slight decrease in the bacteria concentration for the membrane with a 

higher amount of silver NPs. We believe that this modest decrease in the bacterial count is due to 

insufficient contact time as well as the amount of silver NPs. During the experiment, about 50 mL 

of solution was filtered during 25 min with membranes with silver, not providing enough time for 

deactivation. The performance can be enhanced by increasing the silver concentration as well as 

keeping the bacterial solution in contact with the membrane for specific residence time. Since the 

membrane rejection is about 96.3% for higher silver NPs concentration, most of the bacteria will 

be retained in the retentate, leading to higher contact time with the membrane and, consequently, 

to a higher inactivation.  
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Fig. 5. Bacterial filtration studies with membranes made from spheres containing silver NPs with 

(A) Lower silver NPs(B) Higher silver NPs 

To estimate the amount of silver NPs lost from membrane after compaction followed by bacterial 

filtration studies, mass balance of silver NPs carried out and shown in SI. For the bacterial filtration 

studies, the transmembrane pressure was reduced to 1.5 bar and filtration carried out. If the 

filtration is carried out continuously for 72 h ( 0-8 h for compaction at 4 bar followed by bacterial 

filtration 8-80 h), the loss of silver NPs estimated to be 5.41% and 6.49% for the membrane with 

the lower and the higher silver NPs respectively suggesting the presence of significant amount of 

silver NPs in membranes. As aimed, the technique proposed for the preparation of membranes 

with an effective bactericide effect was successful. A promising proof-of-concept was achieved. 

It should be emphasized that during the operating periods used in this work, no biofouling was 

observed. However, long-term studies (at least 1 to 2 years of operation) are required before 

claiming an effective solution. 
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In this work, we have used silver NPs as a bridging entity between the polymeric NPs made from 

PMAA47-b-PMMAy(where y = 195-spheres, 273-worms, and 368-vesicles) block copolymer 

synthesized using RAFT polymerization. These NPs have been used to make nanocomposite 

membranes. The nanocomposite membranes prepared showed excellent mechanical stability 

containing different amounts of inorganic NPs linking the polymeric NPs for all three different 

morphologies studied. At 4 bar of transmembrane pressure, the membranes from spheres exhibited 

the highest flux value (589.6 L.h-1.m-2), whereas the membranes from vesicles and worms showed 

a maximum flux of 411.9 L.h-1.m-2 and 277.5 L.h-1.m-2, respectively. 

The contact time between the nanocomposite membranes and E. hirae to achieve 2-3 log 

inactivation depends on the concentration of silver NPs incorporated in the membranes. Membrane 

filtration of solutions spiked with bacteria also revealed that the silver incorporation within the 

membranes made from spherical polymeric NPs is crucial to increase the bacteria rejection due to 

their smaller pore size. Due to the high membrane retention rate, microorganisms will have high 

contact time with the membrane surface, which will lead to high inactivation. This work also needs 

further investigation on process effectiveness in real matrices, with natural organic matter and 

turbidity interference. 

SUPPORTING INFORMATIONS 

The supporting information contains Polymeric NPs characterization, flux and permeability data, 

mass balance of silver NPs in membrane and SEM images of membranes containing different 

proportions of polymeric and inorganic NPs. 
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