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Experimental characterization of rolled annealed copper film used in flexible printed
circuit boards: Identification of the elastic-plastic and low-cycle fatigue behaviors
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Université de Lorraine - CNRS - Arts et Métiers ParisTech, Laboratoire d’Etude des Microstructures et de Mécanique des Matériaux, 7 rue Félix Savart 57070
Metz, France

Abstract

The elastic-plastic and low-cycle fatigue behaviors of copper films are studied experimentally and identified for further simulation
works. A rolled annealed copper grade is considered here, as it is often used in flexible printed circuit boards for its mechanical
resistance to high elongations. During operation, the printed circuit board (PCB) will undergo various loadings, whether purely
mechanical or environmental. These loadings can lead to the fracture of copper and thus to the disconnection of the electrical
signal in the PCB. Copper has a low yield stress, so it undergoes easily plastic deformation. In the present work, a predominant
kinematic hardening has been observed experimentally and modeled with the combined hardening model of Lemaitre-Chaboche.
The fatigue behavior has been identified on cyclic loadings at different strain amplitudes. A Coffin-Manson model has been adopted
to reproduce experimental data. Identified behaviors have been introduced in a numerical simulation of a flexible PCB under cyclic
bending/reverse bending, in order to estimate its mechanical reliability.

Keywords: Copper film, Mechanical tests, Low-cycle fatigue, Elastic-plastic behavior, Kinematic hardening, Printed circuit boards

1. Introduction

The reliability of Printed Circuit Boards (PCB) has always
been a subject of interest for manufacturers and consumers.
As many industrial products are controlled by electronics, re-
liability concerns are shared in numerous industries such as
space, aeronautics, automotive, defense or medical companies.
A PCB is a multilayer, multi-material structure and its relia-
bility mainly depends on the interactions and incompatibilities
between the materials. During its lifetime, the PCB should
withstand a large number of thermal cycles and each electri-
cal connection should be preserved at any time. Prerequisites
for lifetime predictions are at least a precise knowledge of the
constitutive behavior of all materials involved and the defini-
tion of a failure criterion. For many applications, the lifetime of
a PCB is limited by plasticity development generating low cy-
cle fatigue. All these key ingredients are necessary to develop
predictive finite element simulations of PCB structures. In the
present study, the focus is made on copper, since it acts as the
carrier of the electrical signal. The aim is to determine experi-
mentally and to model the elastic-plastic and low-cycle fatigue
behaviors of copper. As the mechanical response of copper is
strongly related to the processing route, we select in the present
paper a configuration valid for flexible PCB, with a rolled an-
nealed copper layered on a polyimide substrate.

Note that researches are also conducted to propose new sub-
strates for specific applications and there is a strong need to
characterize these new materials. For instance, a previous work
(Girard et al. [1]) concentrated on the orthotropic mechanical
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behavior of laminates for PCBs with high frequency space ap-
plications. For flexible PCBs, the thermal management inher-
ited from the huge increase in power density needs the develop-
ment of combination of materials to obtain larger thermal con-
ductivity. Graphene film laminated with the polyimide substrate
was proposed recently by Wang et al. [2].

To help manufacturers to satisfy the demand of consumers
in terms of reliability, a continuous effort of research has been
pursued during the last decades. It must be recognized that
many authors focused on the thermo-mechanical response of
rigid multilayer PCBs with a large number of plated through
holes (PTHs). Mismatch in coefficients of thermal expansion
of copper and dielectric materials, especially in the out-of plane
direction, often leads to the occurrence of cracks in copper. In
many articles, the reliability of PTHs is addressed by means
of finite element simulations. Weinberg and Müller [3] consid-
ered a rigid PCB subjected to various thermal loadings. The
copper behavior is assumed elastic-plastic with isotropic hard-
ening. Void damage was triggered within copper path during
plastic cycling. This damage mechanism was also adopted in
Fellner et al. [4] who made a correlation between the evolu-
tion of the electrical resistance and the void volume fraction.
The assumption of damage by void growth is not adopted in
our work. Huang et al. [5] and Salahouelhadj et al. [6] consid-
ered flex-rigid PCBs with a central layer of polyimide material.
From results on test vehicules facing standard thermal cycles,
a failure criterion based on plastic strain increment (low-cycle
fatigue model) was calibrated. Indeed, by monitoring the resis-
tance evolution via an event detector, the number of cycles to
failure was captured. For the FE simulations, the authors never-
theless adopted material parameters mostly taken from the liter-
ature. Note that in Salahouelhadj et al. [6], combined isotropic
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and kinematic hardening was taken into account, and identified
from loading-unloading experiments on samples made of thick
electrodeposited copper.

In these previous works, as tests are performed on PCBs
with PTHs, local direct strain measurements are impossible, so
the link between plastic strain and cycle to failure has to be
done through a simulation of the PCB structure. To overcome
this problem, authors have proposed to develop independent ex-
periments to calibrate fatigue models. Merchant et al. [7, 8]
worked on the low-cycle and high-cycle fatigue of copper foils
with thickness in the range 12 to 35 µm. They studied the ef-
fects of the copper grade (electrodeposited, rolled, commercial
grades), of the thickness, and of the annealing process on the fa-
tigue life. All these factors were shown to have a strong impact
on the fatigue life. The Coffin-Manson relationship (Coffin [9]
and Manson [10]) was used here to relate the total strain ampli-
tude in a cycle to the fatigue life. Note that the authors adopted
the total strain amplitude in the Coffin-Manson law, instead of
the accumulated plastic strain during the stabilized cycle, as
the plastic behavior of copper was not identified. Watanabe
et al. [11] designed an hourglass shaped specimen for evaluat-
ing the fatigue behavior of electrodeposited copper on an epoxy
core. The proposed method allowed the application of tensile-
compressive loadings on a copper film similar to the one found
in a PTH and the direct assessment of the fatigue behavior of
electrodeposited copper. Su et al. [12] developed a specific
specimen made of a 3 mm thick PCB layered on the external
surfaces by electrodeposited copper. Four point bending tests
were performed to calibrate the Coffin-Manson model. The
predictions of the failure criterion together with FE simulations
were able to reproduce experimental trends observed on test
vehicules. For flexible electronics, one can mention the work
of Lee et al. [13] who investigated the stretchability and fa-
tigue failure of copper deposited on a polyimide substrate. Ten-
sile and cyclic bending tests on three different samples (non-
annealed, 150 ◦C annealed and 300 ◦C annealed) have been per-
formed. Annealed samples are shown to have a larger ductility
and for the same applied strain during a tensile loading, their
resistivity increase was smaller than in non-annealed samples.
In addition, during cyclic bending, annealed samples showed
a larger resistivity increase after the same number of applied
cycles. The authors related these findings to the lower yield
strength of annealed samples (having large grains), promoting
the dislocation motion and the occurrence of cracks. Beck et
al. [14] developed flexural fatigue tests, according to standard
IPC-TM-650 Method 2.4.3.1. They compared the flexural fa-
tigue life of bare copper and copper/polyimide samples. The
role of the copper thickness and width of the copper path was
investigated.

An additional important prerequisite is to capture the cyclic
elastic-plastic response of copper. In some cases, the mechan-
ical behavior of copper for PCB applications was assumed as
elastic-plastic with isotropic hardening described by a linear re-
lationship (Su et al. [12]) or a power law (Weinberg and Müller
[3]). In some studies, the hardening of copper films was iden-
tified using monotonic loadings (Xiang et al. [15], Dudek et
al. [16]). Such assumption limits the prediction capabilities of

FE simulations, especially for cyclic loadings. During thermal
or mechanical cycles, copper exhibits a significant kinematic
hardening. Reproducing in an homogeneous independent ex-
periment a stress-strain path representative of a situation ex-
perienced by copper during the PCB lifetime is challenging.
Indeed, imposing tension/compression loadings to a thin film
is not straightforward. Thus, Kraft et al. [17, 18], Ono et al.
[19], Mönig et al. [20] proposed different methods to apply
cyclic loadings on the copper film. The method which is often
chosen (and will be adopted in the present work) consists in us-
ing an elastic compliant substrate on which the copper film is
deposited. During uniaxial tension loading/unloading, copper
film is facing tension-compression cycles. Owing to the low
yield stress of the copper grade used for PCBs, it will deform
plastically while the substrate remains elastic. A conclusion of
these studies was the strong dependency of the mechanical re-
sponse and of the low cycle fatigue to the film thickness, grain
size and processing route. Wimmer et al. [21] also showed a
grain size effect on the yield stress, the Young’s modulus and
the number of cycles to failure. Fellner et al. [22] performed
similar experiments on a composite sample made of copper and
glass fiber-epoxy resin material. Tests were performed at dif-
ferent temperatures and overall cyclic forces. The experimen-
tal stress-strain response was modeled using the Lemaitre and
Chaboche work [23, 24] with a combined isotropic and kine-
matic hardening. Fellner et al. [25] validated the previous ap-
proach by developing a non isothermal experiments with a bi-
material sample consisting of a thin copper film sputtered onto
a silicon substrate.

The behavior of copper has been widely studied in literature
and numerous studies showed the difference between the be-
havior of bulk copper and copper films. Indeed, at small scales,
the size of microstructural features (i.e. grains) can be of the
order of magnitude of the film thickness. Thus, mechanisms
occurring during deformation are modified when compared to
bulk copper. A detailed literature overview on the subject of
size effects was realized by Simons et al. [26], who showed a
strong effect of copper thickness on the fracture strain, going
from 20 % to 0.2 % when the sample thickness is reduced from
150 µm to 10 µm. The effect of heat treatment was also shown
on rolled copper: the fracture strain of a 10 µm thick copper foil
can increase from 0.2 % to 15 % with a salient heat treatment.
From all these studies, it is clear that consistent information is
needed in order to develop predictive simulations of PCB struc-
tures. The only possibility to reach that goal is to characterize
the particular film used in the PCB structure of interest.

In the present work, as already mentioned, we focus on a
configuration valid for flexible electronics (17.5 µm thick rolled
annealed copper layered on polyimide substrate). It has also
been seen that such configuration is also adopted for flex-rigid
PCB. Our goal is to identify the cyclic elastic-plastic response
of this copper grade and provide information on low cycle fa-
tigue. The Lemaitre-Chaboche combined hardening model is
used to reproduce the experimental response of copper. From
the original fatigue experimental setup, parameters of the Coffin-
Manson law are identified for this copper grade. Finally, the
response of a flexible PCB structure under a cyclic bending
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loading is studied by numerical simulation, adopting the ma-
terial parameters previously identified. The method proposed
here can be applied to any copper film used in a PCB (for ex-
ample electrodeposited copper). Results are provided for room
temperature but a similar work could also be done for different
temperatures or non-isothermal conditions.

2. Experimental setups and measurements

As discussed in the introduction part, predictive simulations
require precise material constitutive law and failure criterion.
In this section, cyclic loading-unloading and fatigue tests are
performed in order to describe the elastic-plastic and the low-
cycle fatigue responses of a rolled-annealed copper used in the
PCB industry.

2.1. Elastic-plastic response

As a film can not support compression because of buckling,
it has been proposed in the literature [17, 18] to develop a com-
posite specimen made of film and substrate, as shown in Fig.
1a. The substrate is compliant so that its elastic domain in terms
of strain is larger than the one of copper. During the considered
tensile loading, the substrate remains elastic while copper un-
dergoes plastic deformation. During unloading, the substrate
will push copper in compression. The drawback of this method
is that the copper behavior is not directly assessed. Only the
overall response of the sample (substrate with copper) is mea-
sured. An inverse analysis is thus necessary to get the behavior
of copper. To obtain reliable data on copper from the inverse
analysis, the proportions of each material within the sample
have to be carefully chosen. As our goal is to study a config-
uration which is often adopted in flexible PCBs, a commercial
panel with a 17.5 µm thick copper film and a 75 µm thick poly-
imide substrate are considered. Owing to the process tolerance,
a precise measurement of the thicknesses is made. It is found
that the copper layer (resp. polyimide core) is 18.15 µm (resp
71.4 µm) thick. From the panel, samples have been manufac-
tured, see Fig. 1a. By etching copper in the gauge section,
specimens with substrate only are obtained, see Fig. 1b. The
two samples have been tested in the tensile machine INSTRON
E3000. The crosshead speed is set to 2 mm min−1 for all tests
considered in the present paper.

Samples of Fig. 1b with three orientations (0°, 45° and
90°) have been tested in order to validate the in-plane isotropy
of the substrate. A speckle is created on the specimen sur-
face with spray-paint so that strains are measured by Digital
Image Correlation (DIC). For each direction, one sample has
been tested up to 200 N to determine the elastic limit of the
substrate. The same elastic limit of approximately 65 MPa has
been found for each direction. The corresponding longitudi-
nal strain is εxx = 0.01. Subsequently three tests for each
orientation have been performed to measure the elastic mod-
ulus. DIC results show homogeneous strains in the working
area (gauge section) of the samples. In-plane strain compo-
nents are obtained by averaging the values on this area. With the
crosshead velocity of 2 mm min−1, the longitudinal strain rate
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(a) Test specimen made of
substrate with copper on
both sides.
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(b) Test specimen for the
identification of the sub-
strate behavior.

Figure 1: Layout of the specimens used for the identification of the elastic-
plastic behavior of copper and the elastic behavior of the substrate.

is close to 5 × 10−4 s−1 during the loading. From the stress-
strain response of the substrate for the three selected orienta-
tions, it is found that the Young’s modulus is varying slightly
from 8.4 GPa at 0° to 7.8 GPa at 90°, see Table 1. Based on the
strain components εxx and εyy captured by DIC, the Poisson’s
ratio is measured and is close to 0.28. From results presented in
Table 1, we assume that the substrate has an isotropic elastic be-
havior (at least in the plane) for the considered strain amplitude.
The average Young’s modulus is adopted in the following.

Direction 0° 45° 90°

Young’s modulus [GPa] 8.40 8.02 7.84
Poisson’s ratio [-] 0.288 0.285 0.269

Table 1: Measured elastic moduli for the substrate with different orientations at
room temperature.

For the substrate to remain elastic, the maximum longitudi-
nal strain during loading should not exceed εxx < 0.01. Such
strain amplitude corresponds to the range that a PCB can face
in operation. Samples of Fig. 1a are subjected to 100 uniax-
ial tensile cycles with a force varying between 10 N and 130 N.
The crosshead velocity is still set to 2 mm min−1, as for tests
on the substrate. The maximum force value generates approxi-
mately 1 % longitudinal strain. The lower load value is positive
to prevent buckling of the sample. DIC is still used to measure
strains on the copper surface and the force is measured by an
Instron dynamic load cell of ±1 kN capacity. The longitudinal
strain rate during loadings was measured to 5 × 10−4 s−1.

The experimental response of the substrate + copper sam-
ple at orientation 0° is shown on Fig. 2 where the first, 10th,
50th and 100th cycles are plotted. One can note that the cyclic

3



G. Girard et al.

0.000 0.002 0.004 0.006 0.008 0.010
Longitudinal strain xx

0

20

40

60

80

100

120

Fo
rc

e 
[N

]

cycle number 1 10 5010
0

experiment
simulation

Figure 2: Evolution of the overall force versus longitudinal strain. Comparison
of experimental data and simulated cyclic response after identification of the
copper behavior. The first, 10th, 50th and 100th cycles are plotted. The assembly
of a polyimide core and rolled annealed copper is considered.

response is not completely stabilized after 100 cycles. Tests
have been performed for two orientations 0° and 90° and the
overall response during loadings and unloadings presents little
differences. A clear hysteresis loop is present close to the sta-
bilization and is due to kinematic hardening in copper.

Next, the low cycle fatigue of the copper foil is investigated.

2.2. Fatigue characterization

The same method as in Section 3.1 is used to apply tensile-
compressive loadings to copper, i.e. the copper is present on
both side of the same compliant substrate. Nevertheless, to de-
tect the failure of copper during loading, a specific sample seen
in Fig. 3 has been designed. Note that this sample is differ-
ent from the one proposed by the Institute for Interconnecting
and Packaging Electronic Circuits via the IPC TM-650 2.4.3.1
standard [27] to analyze the fatigue life of copper traces during
bending loading. The same copper path is present on both sides
of the sample. Similarly to a strain gauge, 6 copper traces are
aligned in the loading direction. It is seen in Fig. 3 that the cen-
tral section of each trace is thinned. This width reduction fol-
lows the shape of a flat dogbone specimen. In the present case,
the 6 copper traces have a width of 1 mm except in the gauge
section where the width is reduced to 0.5 mm. With the present
configuration, it is expected that failures will be observed in the
gauge cross-section. Even with the present design, capturing
copper failure during testing is not obvious. The idea is thus to
measure the electrical resistance of the daisy chain during the
experiment in order to detect the rise of the resistance, signa-
ture of a failure in one of the copper traces. This method is
widely used in the literature, see for example Lee et al. [13] or
Merchant et al. [8].

A milliohmmeter (Burster, resistomat 2329) has been used
to monitor the electrical resistance in the copper path, form-
ing a daisy chain. Four-terminal sensing measuring technique

Force

Force

Time

clamped

Figure 3: Fatigue test specimen with the same daisy chain on each side. The
daisy chain is made of 6 traces aligned in the loading direction. The daisy
chain is connected to a milliohmmeter via the plug. A four-terminal sensing
measuring technique is adopted here to measure the electrical resistance.

2mm

Figure 4: Experimental setup for fatigue characterization of the copper film.
The longitudinal strain is obtained via the monitoring of the distance between
the two dots present in the central part of the specimen (two points tracking
system). The electrical resistance of the daisy chain is monitored in real time,
together with the longitudinal strain and the force.

is used. A plug permits the connection of the sample to the
milliohmmeter. The electrical resistance of the daisy chain is
registered together with the other useful quantities (time, strain,
force, temperature) so that all data are synchronized.

A sinusoidal force is applied to the specimen at a frequency
of 1 Hz. Since samples are thin and elongated, the load should
not be negative to avoid specimen buckling; the lower bound
of the force is always set to 10 N. The longitudinal strain is
recorded during the experiment and is measured by a two-point
tracking method. Two small dots (of diameter 0.5 mm) are
drawn in the middle of one gauge cross-section (see Fig. 4).
A camera with a macro lens records the experiment (camera
IDS USB 3 uEye CP, approximately 500 frames/s). A dedicated
program developed by ProViSys company detects the two dots
and measures the distance between them for each frame. The
experimental setup is shown on Fig. 4. The longitudinal strain
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Figure 5: Experimental measurements of (a) the longitudinal strain (b) the electrical resistance of the daisy chain during the cyclic loading. A stabilized strain
amplitude is observed after a few tens of cycles. Note that tests are performed at a frequency of 1 Hz. Here, results are depicted with a maximum force equal to
260 N. After 780 cycles, the first event is detected meaning that one copper trace is broken in the front side of the sample. An oscillating evolution of the resistance
(with limited amplitude) is observed during the test, at the frequency of the applied cycles. This fluctuation corresponds to the change of resistance associated to the
cyclic deformation of the copper. Rolled annealed copper is considered.

is computed in real time and registered. Fig. 5a shows the
measured longitudinal strain during an experiment. Here, the
maximum force is set to Fmax = 260 N. The strain amplitude
is observed to stabilize after a few tens of cycles.

The electrical resistance is measured only on one face of
the sample. The value is representative of the resistance of the
whole daisy chain, see Fig. 5b. In the zoomed part of Fig. 5b
is presented also the resistance evolution due to cyclic strain-
ing before failure. The associated resistance change is limited.
Once one of the six traces breaks, the measured electrical re-
sistance suddenly increases, as seen on Fig. 5b. The test is
then paused and all twelve copper traces (on both sides of the
sample) are tested one by one with an ohmmeter. To do so, the
specimen is still under tension (the mean force is applied to the
sample to keep cracks in copper open). The broken trace is eas-
ily localized, since its resistance is significantly higher, and the
number of cycles corresponding to its failure is recorded. Note
that one or several broken traces may exist on the rear side as
well, since the electrical resistance is not monitored there. In
our tests, in some cases, one trace was already broken. Those
already broken traces are marked by a dash “-” on Figs. 6 and
9a. The test is then continued by series of additional cycles.
The number of cycles in a series corresponds to 5 % of the cy-
cle number at the first failure event. All traces are tested after
each series. The test is continued until all traces fail. The num-
ber of cycles to failure of each trace is captured. During these
subsequent series, more than one trace can fail, thus the num-
ber of dots on Figs. 6 and 9a can be smaller than twelve (total
number of traces on a specimen). With one sample, one can
thus obtain twelve events, corresponding to the failure of each
individual trace.

The longitudinal strain is recorded during all the process,
and it has been checked that the strain amplitude remains al-

most unchanged after the failure of a copper trace. Indeed, the
failure of all twelve traces led to a slight increase of the strain
amplitude, less than 5 % for all amplitudes tested. Indeed, for
this specimen, the mechanical response of the sample is mostly
driven by the substrate.

Subsequently, different force amplitudes have been consid-
ered. The lower force is still 10 N. The upper force for the cycle
is varying from 100 N to 260 N. It is observed for all tests that
the total strain amplitude is stabilized after a few tens of cycles.
In Fig. 5a, with a maximum force of 260 N, the strain amplitude
was stabilized after 100 cycles. Therefore, it can be reasonably
considered that copper traces are subjected during tests to a well
defined strain amplitude. From the different force amplitudes,
the number of cycles to failure of each trace is linked to the to-
tal longitudinal strain amplitude ∆εxx measured on the copper
trace (Fig. 6). As expected, as the maximum force increases,
the strain amplitude ∆εxx becomes larger and the mean fatigue
life of all copper traces is reduced. Note that for the consid-
ered strain amplitudes, copper will experience plasticity during
cycles. Therefore, before evaluation of the accumulated plastic
strain increment during stabilized cycles and identification of
the parameters of the Coffin-Manson law, one needs to propose
a constitutive model for the cyclic plasticity of copper, based on
results of Fig. 2.

Note that all results presented in this section are valid for the
particular structure studied here: a commercial rolled annealed
copper supported by a polyimide substrate. Knowing the me-
chanical response of other copper grades (like plated copper)
would require similar experiments.
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Figure 6: Number of cycles to failureNf related to the strain increment ∆εxx.
For each ∆εxx, twelve events have been detected. The means and error bars
for failure are plotted for each sample. Each error bar is constructed using a
95 % confidence interval. The dash present for some strain amplitudes means
that a copper trace on the rear face was also broken when the first trace failed
on the front face of the specimen. Rolled annealed copper is considered.

3. Modeling and results

3.1. Elastic-plastic behavior of copper

To model the combined isotropic and kinematic hardening
of copper observed in Fig. 2, the Lemaitre-Chaboche model
[24] is adopted. The main equations are presented next. The
total strain rate tensor ε̇ is the sum of elastic ε̇e and plastic
strain rate ε̇p tensors:

ε̇ = ε̇e + ε̇p (1)

The elastic behavior of copper is given by the Hooke’s law:

σ̇ = Ae : ε̇e (2)

where Ae is the fourth order elastic stiffness tensor. The ten-
sorial operator “:” is the double contracted product operator. In
the present paper, we assume that the elastic response of copper
is isotropic. Only Ecu and νcu are necessary to describe the
elastic behavior of copper.

A J2 flow rule is adopted so that the plastic strain rate tensor
ε̇p is related to the deviator of the Cauchy stress tensor s and
the backstress tensorX by:

ε̇p =
3

2
ṗ

s−X
J2(σ −X)

(3)

where J2(σ −X) =
√

3
2 (s−X) : (s−X) is the effective

stress and ṗ =
√

2
3 ε̇

p : ε̇p is the effective plastic strain rate.
The yield surface is defined by:

fy = J2(σ −X) −R(p) − σo (4)

During plastic loading, fy = 0. σo is the initial yield stress.
p =

∫
ṗ dt is the accumulated platic strain. R is representative

of isotropic hardening. Its evolution law is given by:

Ṙ = b(Q−R)ṗ (5)

b and Q are material parameters. Q is the saturation value and
b is the saturation rate of the isotropic hardening variable. By
integration of Eq. (5) with R(p = 0) = 0, the isotropic hard-
ening of copper is described by the following relation: R(p) =
Q(1 − e−bp).

In the Lemaitre-Chaboche model, the backstress is made
of several components: X =

∑NLC

i=1 Xi, with NLC the total
number of components. The evolution law of each component
of the backstress is given by:

Ẋi =
3

2
Ciε̇

p − γiXiṗ (6)

where Ci and γi are material parameters.
In the following, the value NLC = 3 is adopted. As a con-

sequence, eleven parameters (Ecu, νcu, σo, C1, γ1, C2, γ2, C3,
γ3, Q and b) have to be identified. They will be evaluated by
combining Finite Element calculations and optimization proce-
dure. A Finite Element model of the substrate-copper sample
depicted in Fig. 1a is built. The simulated structure is subjected
to the same loadings (in terms of overall force) as in the exper-
iment and the predicted strains are compared to the measured
experimental strains. A cost function fcost defined as:

fcost =
1

N

N∑
i

(
εixx,exp − εixx,sim

)2
(7)

is comparing the simulated εixx,sim and measured εixx,exp strains
for any registered data. In our case, N = 19000 for 100 cycles.
Note that only the longitudinal strains are present in the cost
function. Nevertheless, as the sample is subjected to uniaxial
tensile force and made of two different materials, transversal
strains develop as the result of the interaction between the two
materials. This cost function is minimized by optimizing the
material parameters of the Lemaitre-Chaboche model with a
Nelder-Mead algorithm. The algorithm is modified to ensure
that no negative values are used for the material parameters (no
cyclic softening was observed during the experimental tests).

The initial conditions for the optimization are taken from
the work of Salahouelhadj et al. [6]. The algorithm stops when
the cost function has reached a plateau value (i.e. the cost func-
tion value does not decrease for 40 iterations). Thus a set of pa-
rameters involved in the elastic-plastic constitutive law of cop-
per is found. To check the robustness of the solution, different
initial sets of parameters (randomly chosen) have been addi-
tionally tested and have led to the same converged solution. The
set of parameters found is presented in Table 2. The simulated
mechanical response of the sample is shown together with the
experimental response on Fig. 2 for cycles number 1, 10, 50
and 100. A very good agreement is reached.

The mechanical response of copper derived from the FE
simulations is displayed in Fig. 7a. One observes that the dif-

6



G. Girard et al.

0.000 0.002 0.004 0.006 0.008 0.010
Longitudinal strain xx

75

50

25

0

25

50

75

St
re

ss
 c

om
po

ne
nt

s [
M

Pa
]

cycle number 1
10

50
100

xx

yy

(a)

0 20 40 60 80 100
Cycles

0

10

20

30

40

M
ea

n 
st

re
ss

 c
om

po
ne

nt
s [

M
Pa

]

xx

yy

(b)

Figure 7: Response of the rolled annealed copper on a flexible substrate when subjected to cyclic loadings. (a) Longitudinal and transversal stress components
versus longitudinal strain. The first, 10th, 50th and 100th cycles are plotted. (b) Evolution of the mean stress as a function of the number of cycles, for the two
components σxx and σyy .

ference in Poisson’s ratios between the copper film and the sub-
strate as well as plasticity development in copper lead to non-
vanishing transversal stress. After the first loading, the transver-
sal stress σyy reaches a value of 14 MPa, while the longitudinal
stress σxx is around 91 MPa. During the first loading, the value
of σyy corresponds to 15 % of σxx, which is not negligible. Af-
ter 100 cycles, the maximum value of the transversal stress σyy
reaches only 3 MPa, corresponding only to 3 % of σxx value.

For each cycle, the mean stress of component i is defined
as:

σi =
σM
i + σm

i

2
(8)

with σM
i (resp. σm

i ) the maximum (resp. minimum) value of
the stress component i during the cycle. Fig. 7b shows that for
both directions x and y, the mean stress is slowly approaching
zero as the number of cycle increases. The transversal stresses
are often neglected in the literature when analyzing the response
of substrate-metal sample [28]. It is also important to mention
that a PCB is made of several copper grades. The rolled an-
nealed copper studied in this work shows a limited yield stress,
when compared to electrodeposited copper. Indeed, the longitu-
dinal stress faced by such copper grade during uniaxial tension
will reach 90 MPa for a longitudinal strain of 0.01. For an elec-
trodeposited copper, the longitudinal stress reaches 260 MPa
for the same strain magnitude, see Salahouelhadj et al. [6].

3.2. Identification of the Coffin-Manson model

It has been seen in Fig. 6 that the total longitudinal strain
amplitude ∆εxx during fatigue tests is large so copper develops
low-cycle fatigue. It is known that the fatigue life is controlled
by the intensity of the plastic flow during the cycles. To deter-
mine the number of cycles to failure during low cycle fatigue,

we propose to adopt the Coffin-Manson relation [10]:

Nf =
1

2

(
∆p

2εf

)1/c

(9)

which links the accumulated plastic strain increment ∆p during
the stabilized cycle to the fatigue life Nf . c and εf are param-
eters to be determined for the considered copper grade. This
equation is usually adopted for fatigue of copper in printed cir-
cuit boards [3, 5, 6, 11]. Merchant et al. [7, 8] used the same
relation, except they considered the total strain amplitude and
not the accumulated plastic strain amplitude. It is important to
mention that the knowledge of the fatigue life as a function of
the longitudinal strain amplitude can only be used for uniaxial
tension. For other mechanical loadings, the strain tensor can
have a general form and only the accumulated plastic strain in-
crement is meaningful. Note that other relationships have been
proposed in the literature [29] and could have been selected. In
our paper, the main challenge is to obtain reliable prediction of
the accumulated plastic strain increment, and not the selection
of one particular law. When the material remains mainly in the
elastic domain, the number of cycles to failure is higher (more
than a few thousands), other relations are to be used to describe
the high cycle fatigue (HCF) regime.

As the elastic-plastic behavior has been identified for the
studied copper in Section 3.1, a Finite Element simulation of
the sample defined in Fig. 3 is carried out in order to deter-
mine the plastic strain accumulated during cycles. In the sim-
ulations, the substrate is assumed to remain elastic. This as-
sumption is valid when the longitudinal strain remains lower
than 1 %. For larger strains, this assumption is questionable.
However, it has been seen in Section 3.1 that during cycles, the
transversal stress component σyy in copper was limited and was
decreasing with cycles. This may not be true for large strain
amplitudes, but it may be reasonable to consider that for the
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Parameter Ecu [GPa] νcu [-] k [MPa] C1 [GPa] γ1 [-] C2 [GPa] γ2 [-] C3 [GPa] γ3 [-] Q [MPa] b [-]

Value 69.2 0.36 5.28 139 3977 23.9 877 1.59 13.98 30.1 15.5

Table 2: Identified parameters for the elastic-plastic behavior of the considered rolled annealed copper. Here the Lemaitre-Chaboche model [24] is adopted. The
backstress is split into three components.

0.000 0.005 0.010 0.015 0.020 0.025
Longitudinal strain xx

100

50

0

50

100

st
re

ss
 c

om
po

ne
nt

s [
M

Pa
]

xx

yy

(a)

0.000 0.005 0.010 0.015 0.020 0.025
Longitudinal strain xx

100

50

0

50

100

st
re

ss
 c

om
po

ne
nt

s [
M

Pa
]

xx

yy

(b)

Figure 8: Results of cyclic simulation of (a) copper on an elastic substrate and (b) a copper foil. The stress components σxx and σyy in copper are shown. Both
samples have been subjected to the same mechanical loading: 50 cycles with a longitudinal strain amplitude ∆εxx = 0.029. The copper response stabilizes after
only a few cycles. Rolled annealed copper is considered.

considered tests, the copper trace is facing an almost uniaxial
loading after a few cycles of accommodation. Thus, the behav-
ior of the substrate may not play a significant role in the stress
development in the copper film. The substrate is only a support
for applying tension-compression to the copper film.

In order to investigate the role of the substrate on the plastic-
ity development in copper foil for a given strain amplitude, two
series of FE simulations have been compared. The first sim-
ulation represents the copper foil on the elastic substrate and
the second one considers the copper foil alone. Both numerical
models are subjected to the same measured total strain ampli-
tude. In this series of calculations, the longitudinal strain is as-
sumed to vary cyclically from 0 to ∆εxx. We present here the
comparison for the largest longitudinal strain amplitude con-
sidered in the present work ∆εxx = 0.029. Fig. 8 depicts the
evolution of the stress components σxx and σyy versus longitu-
dinal strain εxx. Fig. 8a corresponds to the configuration where
copper is layered on the elastic substrate. Due to mismatch in
mechanical properties, a non-zero σyy is present with a rela-
tive small amplitude when compared to σxx. Fig. 8b shows
the response of copper alone, where of course σyy = 0. For
this selected strain amplitude, the relative difference in ∆p (ac-
cumulated plastic strain increment during a stabilized cycle) is
finally less than 1 % between the two simulations. Consider-
ing either the copper alone or the configuration of copper on
the elastic substrate leads to the same value of the accumulated
plastic strain increment ∆p = 0.0552. Note that ∆p is com-

puted over a full cycle, whereas ∆εxx corresponds to the am-
plitude of a reversal. Indeed, plasticity is accumulated during
the first stage of the cycle where the strain is increasing and also
during the second stage, when the strain is decreasing. There-
fore, it is observed that ∆p is almost equal to 2∆εxx. Further
information will be provided in Fig. 9b.

For each test, a FE simulation is performed with the cor-
responding stabilized total longitudinal strain amplitude ∆εxx.
The corresponding accumulated plastic strain increment is de-
termined. Fig. 9a presents half the accumulated plastic strain
increment ∆p/2 against the number of cycles to failure Nf .
The parameters of the Coffin-Manson equation (9) have been
fitted to the fatigue data experimentally measured. The Levenberg-
Marquardt algorithm is used to minimize the difference be-
tween predictions and data. The values of the parameters can
be found in Table 3. Fig. 9a and Fig. 6 provide similar re-
sults, except that in Fig. 6, the longitudinal strain amplitude
accounts for elastic and plastic parts. As the strain amplitude
increases, the proportion of plastic strain in the total strain in-
creases. Fig. 9b presents the ratio (∆p/2)/∆εxx as a function
of ∆εxx. This ratio tends towards one for large ∆εxx. On the
contrary, as ∆εxx decreases, the intensity of the plastic flow is
reduced and the number of cycles to failure becomes larger. It
is well known that for HCF (a situation not considered here),
this ratio must be close to zero. This trend is clearly observed
in Fig. 9b.

The number of cycles to failure for this copper grade is rel-
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Figure 9: Fatigue results: (a) Number of cycles to failureNf versus half the accumulated plastic strain increment ∆p/2. The values for the twelve traces are plotted
with the corresponding means and error bars for each sample. Each error bar is constructed using a 95 % confidence interval. The fitted Coffin-Manson model
reproduces the trend accurately. (b) Evolution of the ratio half the accumulated plastic strain during a stabilized cycle ∆p/2 over the total longitudinal strain ∆εxx
in the range of studied strain amplitudes. Rolled annealed copper is considered.

atively large when compared to the expected number of cycles
to failure of multilayer printed circuit boards. This is not con-
tradictory. Indeed, in multilayer PCBs, cracks are often ob-
served in plated through holes (PTH), which are coated by elec-
trodeposited copper. Weinberg and Müller [3] have worked on
PTHs and adopted the following Coffin-Manson parameters:
εf = 0.2 and c between −0.5 and −0.7. But as reported by
Huang et al. [5], the electrodeposited copper shows a reduced
fatigue life when compared to rolled annealed copper investi-
gated in the present paper. As often used for flexible PCBs, the
rolled annealed copper can be subjected to large deformation
in operation and is more prone to withstand them. The differ-
ent microstructures induced by the processing routes explain
the difference in both elastic-plastic response and the fatigue
behavior.

The results presented here are obtained at 1 Hz. A sec-
ond frequency has been considered: 4 Hz. Let us consider cy-
cles with oscillatory force between 10 N and 140 N. For the
considered loading, an average number of cycles to failure of
Nexp

f = 5339 has been measured on the sample submitted to
a loading frequency of 1 Hz. The corresponding accumulated
plastic strain increment ∆p = 0.0211 has been obtained from
the FE simulation of the measured total strain amplitude. When
the sample is facing the same loading at 4 Hz, a plastic strain
amplitude ∆p = 0.0192 is obtained and an average number
of cycles to failure of Nexp

f = 6875 is measured. The dif-
ference in the strain amplitude can be explained by the strain
rate sensitivity (viscous behavior) of the substrate. A faster so-
licitation results in a stiffer response of the substrate and thus
a lower applied strain amplitude for a given maximum force.
These different results are nevertheless consistent regarding the
Coffin-Manson relation with the identified parameters on tests
at 1 Hz. Indeed, with the identified law (9), for an accumulated

plastic strain increment ∆p = 0.0192, the predictedNf is 6911
cycles. This is consistent with the experimental measurement
Nexp

f = 6875 (see Fig. 9a). Therefore, the Coffin-Manson law
is valid for the investigated range of applied strain rate.

Samples have been manufactured from materials adopted in
the PCB industry. Therefore, the results can be used for predic-
tions of the fatigue life of flexible PCBs. However, the present
results can not be adopted for the prediction of the fatigue life
of PTHs in multilayer PCBs, as the behavior of the electrode-
posited copper is significantly varied, due to different process-
ing routes and microstructures.

4. Lifetime estimation of a flexible printed circuit board un-
der cyclic folding

In the previous sections, the elastic-plastic and fatigue be-
haviors of a rolled annealed copper foil have been identified.
This type of copper is often used in the flexible PCB industry
and the mechanical properties previously identified can be used
for predictive simulations, in order to prevent early failure in
considered structures.

As an example of application, a simple structure composed
of copper laying on a substrate has been selected here. This
structure is connected at both ends to rigid devices. One of
the devices is rotated with respect to the other, leading to the
bending of the flexible structure. The reverse bending stage is
also considered. For illustration purpose, we consider a struc-
ture which is 20 mm long. The polyimide substrate is 71.38 µm
thick and the copper layer present only on the top surface of the
substrate is 18.15 µm thick. Perfect bonding of the interface is
assumed. The width of the structure is assumed large so that
a plane strain 2D finite element simulation is carried out with
the commercial software Abaqus. The flexible structure is fac-
ing 10 alternate folding/unfolding with an angular amplitude of
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Coffin-Manson model parameter εf c

Identified value 1.606 -0.537

Table 3: Identified parameters for the Coffin-Manson model, describing the low-cycle fatigue behavior of the particular rolled annealed copper foil studied (18.15 µm
thick on a 71.4 µm thick polyimide substrate). The values can broadly vary for different configurations (copper grade, thickness, substrate, etc.).

clampedcoupled
to RP

(a) (b) (c)

Figure 10: Simulation of folding/unfolding process of a flexible PCB. Successive views, from (a) initial configuration, (b) folded configuration, to (c) unfolded
configuration. This sequence of images depicts the first cycle for the considered loading.

3 rad. The geometrical configuration of the flexible PCB during
the full cycle is presented in Fig. 10 with 3 intermediate steps.
Fig. 10a presents the initial configuration. Fig. 10b presents
the configuration where the flexible PCB is folded (angular am-
plitude of 3 rad). The maximum stress and strain are observed
in this configuration. Fig. 10c presents the shape of the flexible
PCB after unfolding. The specimen is not flat anymore because
of plasticity development in the top layer made of copper. Note
that during the subsequent sequences of folding/unfolding, the
deviation from a planar shape is increasing with the cycles.

From the numerical point of view, in order to account for
the possible connection of the flexible PCB to rigid boards or
devices, the bottom nodes on the right end of the structures are
clamped along a 2 mm distance (see Fig. 10a). The bottom
nodes along a 2 mm distance on the left end have all been cou-
pled to a reference point denoted RP in Fig. 10. A rotation from
zero to three radians, and back to zero has been imposed to this
reference point to generate the folding and unfolding process.

The substrate behavior, representative of polyimide, is as-
sumed isotropic linear elastic. Young’s modulus and Poisson’s
ratio are respectively E = 8 GPa and ν = 0.28. The rolled an-
nealed copper, layered on the top surface of the substrate, has
an elastic-plastic behavior represented with the combined hard-
ening model described in Section 3.1. The material parameters
can be found in Table 2.

The considered structure is meshed with 8-node biquadratic
plane strain quadrilateral elements with reduced integration (named
CPER8 elements in Abaqus software). A mesh convergence
study was carried out. The reference mesh presents 4 elements
in the film thickness and 10 000 elements in total, see Fig. 11.
By considering a denser mesh (8 elements in the film thickness,
40 000 elements in total), no difference (less than 0.02 % rela-
tive difference) was observed in the evolution of the accumu-
lated plastic strain during cycles. As a consequence, the mesh
with 10 000 elements was adopted in the following.

After the first folding stage (Fig. 10b), the maximum strain-

ing of copper and substrate is observed in the middle of the
structure (see Fig. 11a). Next, only results in this cross-section
will be discussed. The internal (bottom) surface made of sub-
strate is facing longitudinal compressive stress, whereas the ex-
ternal (top) copper surface is under tensile stress. For the sake
of clarity, a local coordinate system has been created. The x-
direction is locally oriented along the length of the structure,
the z-direction corresponds to the through-thickness direction
and the y-direction is normal to the considered plane (see Fig.
11).

Because of bending, the stress component σxx in the cop-
per layer reaches its maximum value at the outer surface (at
the origin of the coordinate system in Fig. 11a). At the end
of the bending operation (after a rotation of 3 rad) σmax

xx =
145.7 MPa. The value of σmax

yy reaches 72.3 MPa. The devel-
opment of σyy can be explained mostly because of the plane-
strain assumption (see for example the work of Simlissi et al.
[30]). The magnitude of the stress components σzz and σxz
remain lower than 0.5 MPa at any time. It is noticed that the
stress-strain response stabilizes after four cycles only (results
not presented here). The accumulated plastic strain increment
∆p per cycle is stationary after a few cycles and its stabilized
value is ∆p = 0.058. According to Eq. (9) with the parameters
identified in Section 2.2, the corresponding low-cycle fatigue
life is estimated to Nf = 882 cycles. Note that when the sam-
ple is shorter or thicker, the bending process is more severe and
the number of cycles before failure could be strongly reduced.

5. Conclusion

The development of predictive capability by numerical sim-
ulations of PCB reliability needs a proper material characteriza-
tion. In the present work, we concentrate on copper and inves-
tigate the mechanical response of thin copper foils under cyclic
loading. A configuration representative of flexible printed cir-
cuits is selected: Rolled Annealed (RA) copper film layered on
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Figure 11: Results of cyclic folding/unfolding simulation of the flexible structure. Map of the longitudinal stress component σxx (in MPa) (a) at the end of the first
folding. Positive longitudinal stresses are observed within the rolled annealed copper layer. The maximum stress reaches 145.7 MPa. (b) after unfolding. Due to
plasticity development during folding, the sample is not flat. The copper layer experiences almost homogeneous negative longitudinal stress, around −100 MPa.
The longitudinal stresses are expressed in the local coordinate system shown in the figures.

a polyimide substrate.
Two series of experiments are conducted on the same mate-

rials to capture two important features: the cyclic stress-strain
response and the fatigue life of copper. From loading-unloading
on the composite sample (polyimide substrate + RA copper),
it is demonstrated that a clear kinematic hardening develops
in copper during cycles. Therefore, the constitutive response
is identified via the classical Lemaitre-Chaboche model, which
integrates a combined isotropic and kinematic hardening.

To capture the fatigue behavior of copper, a specific sam-
ple design is proposed with twelve copper tracks. The number
of cycles to failure of each track is captured by monitoring the
electrical resistance of copper along the test. Owing to the spe-
cific sample design (twelve tracks), the variability in number
of cycles to failure is quantified with a limited number of tests.
This is one of the main advantages of the proposed sample. As
the copper response is known, a Coffin-Manson model is iden-
tified which relates the failure to the increment of accumulated
plastic strain during the stabilized cycle.

Finally, the experimental data and corresponding modelings
obtained in this paper are transferred to a simulation of alternate
bending of a flexible PCB. An estimate of the fatigue life is
provided.

As both the constitutive behavior and the fatigue life are
provided in the same work, this information can be adopted
with great confidence for the reliability assessment of flexible
printed circuits. The important advantage of developing sam-
ples with combination of material really used in the industry
is that data can be directly used for this specific design. The
next step is the validation of the material models on real flex-
ible printed circuits and will be carried out in a future work.
The proposed methodology could be adopted for other config-
urations such as FR4 + electrodeposited copper.

All data are obtained at room temperature, so with the pro-
posed work, we can assess the reliability of flexible circuits,
strained at ambient temperature. For PCBs operating under
thermal loads, one needs to perform similar tests at various tem-

peratures. This investigation will also be conducted in a near
future.

Acknowledgments

The authors thank the support of Région Grand Est with the
grant “soutien aux jeunes chercheurs” for G. Girard. The finan-
cial support of Metz Métropole and Département de la Moselle
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