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ABSTRACT 26 

Early detection of thrombotic events remains a big medical challenge. Dextran-based submicronic 27 

particles bearing Gd(DOTA) groups and functionalized with fucoidan have been produced via a simple 28 

and green water-in-oil emulsification/co-crosslinking process. Their capacity to bind to human activated 29 

platelets was evidenced in vitro as well as their cytocompatibility with human endothelial cells. The 30 

presence of Gd(DOTA) moieties was confirmed by elemental analysis and total reflection X-ray 31 

fluorescence (TRXF) spectrometry. Detailed characterization of particles was performed in terms of size 32 

distribution, morphology, and relaxation rates. In particular, longitudinal and transversal proton 33 

relaxivities were respectively 1.7 and 5.0 times higher than those of DOTAREM. This study highlights 34 

their potential as an MRI diagnostic platform for atherothrombosis. 35 

 36 

 37 
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 40 

HIGHLIGHTS 41 

- Polysaccharide matrix contained both fucoidan and dextran gadolinium macrocomplex. 42 

- A simple and green water-in-oil emulsification/crosslinking method was developed. 43 

- Particles are cytocompatible with human endothelial cells. 44 

- Particles successfully targeted activated human platelets via fucoidan/P-selectin interactions. 45 

- Dual T1/T2 relaxation properties were confirmed on MRI phantoms. 46 

 47 

 48 
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1. Introduction 58 

Atherothrombosis remains the leading cause of morbidity and mortality worldwide and represents a major 59 

economic burden on health care systems (Herrington et al., 2016; Lozano et al., 2012). Its underlying 60 

cause is atherosclerosis, a chronic inflammatory disease characterized by the formation of lipid-rich 61 

plaques in the intima of medium and large arteries. While stable plaques remain asymptomatic and 62 

relatively harmless, vulnerable plaques may rupture and thrombose causing myocardial infarction, stroke, 63 

or sudden death (Schroeder & Falk, 1995; Waxman et al., 2006).  There is thus a medical need for non-64 

invasive tests allowing to early detect high-risk plaques and thrombus formation in order to prevent major 65 

cardiovascular events.  66 

Magnetic resonance imaging (MRI) has been successfully used to characterize plaque composition, detect 67 

arterial thrombi and monitor plaque progression and regression in several animal models of 68 

atherosclerosis and in humans (Corti & Fuster, 2011; Leiner et al., 2005; Raggi et al., 2016; Sannino et 69 

al., 2014).  In routine practice, MRI often requires the use of Gadolinium-based (Gd) contrast agents to 70 

enhance relaxation rates of water molecules, which results in better contrast between different biological 71 

tissues (Caravan et al., 1999; Yon et al., 2019; Zhou & Lu, 2013). Nevertheless, these contrast agents 72 

have major limitations including a short circulation time, a low diffusion and affinity with the interstitial 73 

space and a lack of tissue specificity. Important doses are thus necessary to improve imaging contrast, 74 

exposing patients to potential side effects (Kuo et al., 2007; Rogosnitzky & Branch, 2016). These 75 

limitations can be addressed by combining nanotechnology and molecular imaging strategies. 76 

Nanosystems having paramagnetic properties and bearing targeting molecules able to bind specifically to 77 

thrombus have gained increased attention as potential imaging probes. Ultra-small particles of iron 78 

oxide, micelles, liposomes, and perfluorocarbon nanoparticles have been designed for MRI 79 

visualization of several inflammation-related targets, such as macrophages, oxidized low density 80 

lipoproteins, endothelial cell expression, plaque neovasculature, apoptosis, and activated platelets 81 
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(Amirbekian et al., 2007; Barkhausen et al., 2003; Briley-Saebo et al., 2008; Cai et al., 2010; Li et al., 82 

2010; McAteer et al., 2010; Suzuki et al., 2015; te Boekhorst et al., 2012; van Tilborg et al., 2010). 83 

P-selectin (140 kDa membrane glycoprotein) is an adhesion molecule overexpressed on the surface of 84 

activated platelets and inflamed endothelium of atherothrombotic lesions (Bachelet et al., 2009; Saboural 85 

et al., 2014). P-selectin allows the recruitment of leucocytes through the interaction with its main ligand, 86 

PSGL-1 (McEver, 2001). Interestingly, fucoidan is a natural sulfated polysaccharide obtained from brown 87 

seaweed extract, which has shown a strong and specific affinity for P-selectin (Bachelet et al., 2009; 88 

Chollet et al., 2016; Saboural et al., 2014). In this context, P-selectin and fucoidan appear as an 89 

appropriate target-ligand system for the diagnosis of atherothrombosis. One can therefore hypothesize 90 

that the assembly of several molecules of fucoidan with particles containing Gd material will result in 91 

MRI contrast probes with increased binding on activated platelets. The aim of the present study was to 92 

develop novel and biospecific polysaccharide-based submicronic particles (SPs) functionalized with 93 

fucoidan and able to bind to human activated platelets for atherothrombosis imaging by MRI (Scheme 1). 94 

Dextran, another polysaccharide widely used in the biomedical field (Abir et al., 2004; Lino Ferreira, 95 

2014; Naessens et al., 2005), was chosen as polymer carrier for Gd(DOTA) groups as the contrast 96 

moieties. The polysaccharide nature of the designed objects was expected to ensure their 97 

haemocompatibility and low toxicity. Among all the works dealing with micro/nanoparticles exclusively 98 

composed of polysaccharides, very few examples were designed for MRI and almost all of them were 99 

developed for cancer diagnostics. Chitosan and hyaluronic acid have been by far the most employed 100 

polysaccharides to get Gd-loaded nanoparticles (Chan et al., 2015; Gheran et al., 2018; Huang et al., 101 

2008; Na et al., 2016; Nam et al., 2010; Payne et al., 2017; Rigaux et al., 2017; Zhang et al., 2015), but 102 

alginate and pullulan-based ones have also been described (Kim et al., 2015; Podgórna et al., 2017). They 103 

were mainly prepared by self-assembly of amphiphilic polysaccharide derivatives, formation of 104 

polyelectrolyte complexes or ionic gelation with sodium tripolyphosphate. To the best of our knowledge, 105 
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no polysaccharide-based submicronic particle combining fucoidan and Gd-based contrast agent has been 106 

developed yet, which contributes to the originality of the present work. 107 

As a first step, a chemical modification of native dextran to introduce Gd(DOTA) groups was performed. 108 

Next, SPs were synthesized by co-crosslinking of fucoidan and former dextran macrocomplexes within 109 

the droplets of a water-in-oil emulsion. SPs were characterized in terms of morphology, size and zeta 110 

potential. In vitro assays were performed to evaluate the cytotoxicity, contrast properties and targeting 111 

capacity of the obtained objects.  112 

 113 

 114 

Scheme 1. Preparation of polysaccharide submicron particles via a combined inverse emulsion-crosslinking 115 

method. 116 

 117 

2. Materials and methods 118 

2.1 Materials 119 

Dextran T70 (���= 55 000 g/mol, Đ = 1.12) was purchased from Pharmacosmos (Holbæk, Denmark), 120 

Low molecular weight fucoidan (��� = 4 400 g/mol, Đ = 1.49, 16.8 wt% sulfates) was obtained from 121 
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Algues & Mer (Ouessant, France) in the framework of a partnership for the pharmaceutical development 122 

of a GMP-grade fucoidan for molecular diagnosis of cardiovascular diseases (Chauvierre et al., 2019). 3-123 

chloropropylamine hydrochloride, 1-ethyl-3-(3-dimethylaminopropyl) carbodiimide hydrochloride 124 

(EDC.HCl), N-hydroxysuccinimide (NHS), Gadolinium(III) chloride hexahydrate (GdCl3.6H2O) and 125 

Paraformaldehyde (PFA) were purchased from Fisher Scientific (Illkirch, France). 1,4,7,10-126 

Tetraazacyclododecane-1,4,7,10-tetraacetic acid (DOTA) was provided by Leap Labchem (Hangzhou, 127 

China). Ethylenediaminetetraacetic acid (EDTA), Trisodium Trimetaphosphate (STMP), Sodium Dodecyl 128 

Sulfate (SDS), Triton X-100, 7-hydroxy-10-oxidophenoxazin-10-ium-3-one (resazurin), 3,3′-129 

Dihexyloxacarbocyanine iodide (DiOC6), 4',6-diamidino-2-phenylindole (DAPI) and Phalloidin-TRITC 130 

were from Sigma Aldrich (Saint-Quentin-Fallavier, France). Dextran-FITC (���  = 70 000 g/mol) and 131 

Dextran-TRITC (��� = 40 000 g/mol) were from TdB Consultancy (Uppsala, Sweden). Polyglycerol 132 

polyricinoleate (PGPR 4150) was a gift from Palsgaard SAS (Lyon, France). Sunflower oil (Lesieur, 133 

France) is a mixture of saturated fatty acids (palmitic acid ~5 wt%- and stearic acid ~6 wt%) and 134 

unsaturated fatty acids (mainly oleic acid ~37 wt% and linoleic acid ~51 wt%). Thrombin receptor-135 

activating-peptide (TRAP) was obtained from PolyPeptide laboratories (Strasbourg, France). PE-CyTM5 136 

mouse anti-human CD41a was provided by BD Pharmingen, (Le Pont de-Claix, France), mouse anti-137 

human CD62P and mouse anti-human CD62P-FITC were obtained from Beckman Coulter (Villepinte, 138 

France). Tyrode-Hepes buffer (0.3 wt% BSA, pH 7,24) contained 137 mM NaCl, 2 mM KCl, 12 mM 139 

NaHCO3, 0.3 mM Na2HPO4, 5.5 mM glucose and 5 mM Hepes. All materials were used without further 140 

purification. Dialysis membranes of 10 000 Da were purchased from Spectrum Laboratories (New 141 

Brunswick, NJ, USA). 142 

2.2 Preparation of DexNH2-Gd(DOTA) complexes 143 

Dextran derivatives bearing Gd(DOTA) groups were synthesized in three steps (Scheme 2). In the first 144 

step, the attachment of primary amine functions (NH2) onto dextran was performed in aqueous basic 145 
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media. Typically, 5 g of dextran (31 mmol of anhydroglucopyranose unit (AGU)) were dissolved in 25 146 

mL of water. 25 mL of NaOH (6.2M) were added and the mixture was stirred during 30 minutes. The 147 

reaction flask was then immersed in a thermostated oil bath at 55 °C before the addition of 8 g of 3-148 

chloropropylamine hydrochloride (62 mmol, 2 equivalents per AGU) and the mixture was maintained 149 

under stirring during different reaction times. After neutralization, the polymer (DexNH2), was 150 

extensively dialyzed against ultrapure water (cut-off: 10 000 Da) and finally freeze-dried. Degree of 151 

substitution of primary amine groups per 100 AGU (DSNH2) was estimated by elemental analysis of 152 

nitrogen.  153 

In the second step, DOTA groups were linked to aminated dextran using classical EDC/NHS reaction. 154 

Typically, DOTA (1 equivalent per primary amine group) was dissolved in 10 mL of  water and pH was 155 

adjusted to 3.5 with diluted HCl (0.5M). After 30 min of stirring, EDC and NHS were added at a molar 156 

ratio DOTA/EDC/NHS of 1/5/1.25. The pH was raised to 7 and DexNH2 previously dissolved in 10 mL 157 

of water was added in small amounts for 1h. The mixture was stirred at room temperature for 2h. 158 

Resulting DexNH2-DOTA derivative was dialyzed against EDTA (0.05M) to avoid the complexation of 159 

contaminating metal ions by DOTA then against water (cut-off: 10 000 Da) before freeze-drying. Degree 160 

of substitution of DOTA moieties per 100 AGU (DSDOTA) was estimated from the increase of nitrogen 161 

content with respect to the one of DexNH2 precursor.  162 

In the third step, the chelation of Gd3+ ions by DOTA groups along the dextran backbone was performed 163 

by mixing GdCl3.6H2O (1 Gd3+ per DOTA group) with DexNH2-DOTA in water as previously described 164 

(Nguyen et al., 2017). After adjusting the pH to 6.5 with NaOH, the solution was maintained at room 165 

temperature overnight followed by heating at 60 °C for 4h. Chlorides were removed by dialysis (cut-off: 166 

10 000 Da) and white fluffy products were obtained after freeze-drying. Dextran gadolinium chelates 167 

were called DexNH2-Gd(DOTA). Degree of substitution of Gd3+ ions per 100 AGU (DSGd) was 168 

determined by total reflection X-ray fluorescence (TRXF) spectrometry (S2 Picofox, Bruker, Germany). 169 
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2.3 Polysaccharide submicron particles synthesis 170 

Dextran T70 particles were obtained via a water-in-oil emulsification-crosslinking method inspired from 171 

our previous works (Bonnard et al., 2014). Typical experimental conditions were as follows: 1.2 g of 172 

dextran and 1.4 g of NaCl were solubilized in 4 mL of water. 1.2 g of this solution were then mixed with 173 

120 µL of NaOH (10M) and 240 µL of trisodium trimetaphosphate (STMP) (30% (w/v) in water). 300 µL 174 

of the mixture were slowly injected into 15 ml of sunflower oil containing 6.0% (w/v) of polyglycerol 175 

polyricinoleate (PGPR) as emulsion stabilizer and dispersed with a homogenizer at 30,000 rpm for 4 min 176 

(Polytron PT 3100, dispersing aggregate PT-DA 07/2EC-B101, Kinematica, Luzernerstrasse, 177 

Switzerland). The resulting emulsion was then transferred to an oven (50 °C) wherein the crosslinking 178 

step took place for 20 min. Polysaccharide particles were recovered by ultracentrifugation (15,000 g, 45 179 

min), washed once with PBS 1X, twice with SDS (0.04% (w/v)) and four times with water. The resulting 180 

pellets were resuspended in water and stored at 4 °C until use. To prepare Gd-loaded particles (Gd-SPs), 181 

dextran was replaced by DexNH2-Gd(DOTA). Fucoidan-functionalized particles (FUCO-Gd-SPs) were 182 

prepared with 60 mg of fucoidan and 1.14 g of DexNH2-Gd(DOTA).  183 

2.4 Physico-chemical characterizations 184 

1H NMR spectra were recorded on a Bruker-400 Ultrashield (Bruker, Germany). Samples were prepared in 185 

D2O at a concentration of 20 mg/mL. 186 

Average molecular weight of dextran derivatives was determined by size exclusion chromatography 187 

coupled to a multi-angle laser light scattering detector (SEC-MALLS) in NaNO3/NaN3 (0.15 M/0.02% 188 

(w/v)). Refractive index increment (dn/dc) of 0.146 mL.g-1 was used (See Supporting). 189 

The viscosities of sunflower oil and dextran solutions were measured at 25 °C using a rotational 190 

rheometer with a concentric cylinder geometry (TA instrument HR2, Delaware, USA). 191 
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Nitrogen content was estimated by elemental analysis (Service de Microanalyse du CNRS, ICSN, Gif-sur-192 

Yvette, France). Phosphorus and gadolinium contents were determined by total reflection X-ray 193 

fluorescence (TRXF) spectrometry (S2 PICOFOX, Bruker, Germany). Fucoidan content was assessed by 194 

colorimetric quantification of sulfates as previously described (Li et al., 2017).  195 

Particle size distribution was measured by using Laser Diffraction Particle Size Analyzer (Mastersizer 196 

3000, Malvern Instruments, UK) and number distributions are reported. The obtained size (D50) and span 197 

values were an average of at least three consecutive measurements. 198 

Zeta potential of particles was measured in 1mM KCl at 25°C using a Zetasizer Nano-ZS (Malvern 199 

Instruments, Malvern, UK). 200 

The morphology of particles was investigated by Transmission Electron Microscopy (TEM, Tecnai 12, 80 201 

kV; FEI; Hillsboro, OR, USA), Scanning Electron Microscopy (SEM, Philips XL30 ESEM-FEG, 202 

Netherlands) and confocal microscopy (Zeiss LSM 780 with 63× oil objective, Carl Zeiss Microscopy, 203 

Oberkochen, Germany). For TEM observation, 3 μL of particles suspension were dropped onto a 400 mesh 204 

copper grid and positive stained with uranyl acetate (1% (w/v)) and allowed to air-dry at room temperature. 205 

For SEM images, one drop of particles suspension was dropped onto a silicon wafer, then air-dried and 206 

coated with a thin layer of gold before observation.  207 

2.5 Cytotoxicity tests 208 

Human Umbilical Vein Endothelial Cells (HUVECs) were grown in DMEM supplemented with 10% 209 

(v/v) fetal bovine serum, 4mM of L-glutamine, 100 U/mL penicillin and 100 µg/mL streptomycin. Cells 210 

were cultivated at 37 °C under 5% CO2 (v/v) in a humidified incubator. HUVECs were seeded at 10,000 211 

cells per well in 96-well plates and incubated for 24h. After that, culture medium was removed and 100 212 

µL of particle suspensions at different concentrations (200, 500 and 1 000 µg/mL) were added. Cells 213 

metabolic activity was determined after 24h by resazurin assay. Cells were incubated with medium 214 
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containing 10% resazurin for 2h at 37 °C and fluorescence intensity (λex = 560 nm; λem = 590 nm) was 215 

read in an Infinite M200 PRO microplate (TECAN Group Ltd, Switzerland). Metabolic activity in the 216 

presence of particles was compared to the control condition.  217 

To assess cells morphology, samples were fixed with PFA and incubated with TRITC-phalloidin and 218 

DAPI to stain for F-actin and nuclei respectively.  219 

2.6 MRI phantoms 220 

DOTAREM, DexNH2-Gd(DOTA) and FUCO-Gd-SPs gel phantoms (Gd concentrations ranging between 221 

0.12 and 1.0 mM) were prepared in 0.5 mL tubes using 2% (w/v) agarose. These tubes were put inside of 222 

a larger container, which was itself filled with agarose gel. 223 

Longitudinal relaxation (T1) and transversal relaxation (T2) times were acquired on a 7 Tesla animal MR 224 

imager (Pharmascan 70/16, Bruker Biospin, Ettlingen, Germany), and analyzed with Bruker software 225 

Paravision 6.0.1. In order to calculate T1 map, a rapid acquisition with relaxation enhancement (RARE) 226 

sequence was used, with echo time (TE) of 8.5 ms, variable repetition time (TR, 200, 400, 800, 1500, 227 

3000, 5500 ms), matrix (MTX): 128x128, field of view (FOV): 30x30 mm and slice thickness of 1 mm. 228 

For T2 map calculation, a multislice multiecho (MSME) sequence was employed with TR of 2200 ms and 229 

TE between 6.8 to 170 ms (25 echoes; echo spacing: 6.8 ms). MTX, FOV and slice thickness were as 230 

before. The slope of the line obtained by plotting the relaxation rates R1 and R2 (R1= 1/T1; R2 = 1/T2) at 231 

different concentration, provided the relaxivity r1 and r2 respectively.  232 

2.7 Interaction of SPs with human activated platelets 233 

2.7.1 Under static conditions 234 

The interaction between three groups of PE-Cy5 labeled platelets (non-activated platelets (PRP), activated 235 

platelets (PRP + TRAP) and P-selectin blocked activated platelets (PRP + TRAP + anti-CD62P)) and 236 
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FUCO-Gd-SPs was measured by flow cytometry. Protocol was adapted from (Li et al., 2017). Briefly, 5 237 

mL of blood from healthy adult volunteers were collected in sodium citrate 3.8% (w/v). Platelet-rich 238 

plasma (PRP) was obtained by centrifugation at 200 g for 15 min (5702RH centrifuge Beckman Coulter, 239 

Villepinte, France) and platelet concentration was adjusted to 1×108 ml-1 with Tyrode-HEPES buffer (0.3 240 

wt% BSA). Platelets were labeled by incubation with PE-CyTM5 mouse anti-human CD41a for 15 min. 241 

Conjugate excess was then eliminated by a wash step. Activated PRP was obtained by stimulation of PRP 242 

with 20 μM TRAP. In some experiments, activated then P-selectin-blocked PRP were obtained by 243 

incubation with a non-labeled anti-human CD62P at high concentration (0.04 mg/mL). Before assessing 244 

the interaction with particles, P-selectin expression level at the platelet surface was assessed using an anti-245 

human CD62P-FITC and measuring FITC signal by flow cytometry. To evaluate the binding ability of 246 

particles to P-selectin expressed onto platelets, 5 μL of nonactivated PRP, activated PRP with TRAP or 247 

anti P-selectin-treated activated PRP were incubated for 20 min with 5 μl of FITC-labeled FUCO-Gd-SPs 248 

(10 mg/mL). Sample volume was then completed to 100 µL using Tyrode-HEPES buffer (0.3 wt% BSA). 249 

Samples were analyzed on a LSRII flow cytometer (BD Biosciences, Le Pont de Claix, France), 10,000 250 

PE-Cy5 positive platelets were collected per sample, and the mean fluorescence intensity (MFI) of FITC 251 

channel was measured in these platelets. FITC-labeled Gd-SPs were used as negative control. 252 

2.7.2 Under arterial flow conditions 253 

Binding ability of FUCO-Gd-SPs to P-selectin expressed on activated platelet aggregates was as well 254 

evaluated in vitro as previously reported (Li et al., 2017; Juenet et al., 2018). Briefly, micro-channels of 255 

Vena8 Fluoro+ chambers (Cellix Ltd, Dublin, Ireland) were coated overnight with 50 µg/mL of collagen 256 

and then washed with NaCl 0.9%. Human whole blood labeled with DiOC6 (a green fluorescent dye) was 257 

perfused under arterial flow conditions for 5 min to induce platelet activation and aggregation on the 258 

collagen-coated channel. TRITC labeled FUCO-Gd-SPs at 1 mg/mL in NaCl 0.9% were then perfused 259 

during 5 min. Their accumulation onto preformed platelet aggregates was monitored in real time by 260 
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fluorescence microscopy (Axio Observer, Carl Zeiss Microscopy, Oberkochen, Germany). Fluorescence 261 

images were taken along each micro-channel after washing with NaCl 0.9%. Gd-SPs were used as 262 

negative control. 263 

2.8 Statistical Analysis  264 

Data are presented as mean ± SEM (n≥3). Flow cytometry results were analyzed statistically with a one-265 

way ANOVA with Bonferroni post-tests to compare data obtained with Gd-SPs and Fuco-Gd-SPs. A 266 

difference of p < 0.05 was considered significant. 267 

 268 

3. Results  269 

3.1  Synthesis of dextran gadolinium chelates. 270 

A series of aminated dextran (DexNH2), dextran ligands (DexNH2-DOTA) and their corresponding 271 

gadolinium complexes (DexNH2-Gd(DOTA)) were synthesized in three consecutive steps (Scheme 2). 272 

All modifications were done in aqueous media. Three sets of reaction conditions were used (Conditions-273 

1, 2, 3), resulting in three final macrocomplexes named Complex-1, 2, 3, respectively. The substitution 274 

degrees (DS) of primary amines, DOTA groups and Gd3+ ions were expressed as the number of 275 

introduced groups per 100 AGU. All physicochemical characterizations are reported in Table 1.  276 

Amination of dextran was performed in basic solution (3.1 M NaOH) by reaction with 3-277 

chloropropylamine leading to DexNH2 derivatives (1st step, Table 1). Successful introduction of amine 278 

moieties was confirmed by elemental analysis of nitrogen content (%N) and 1H NMR spectroscopy. 279 

The characteristic peaks of methylene protons of propylamine group (-CH2-CH2-CH2-NH2) were clearly 280 

visible at 1.9 ppm and 3.1 ppm (Figure S1). Substitution degree of amine (DSNH2) could be tuned from 281 

5.6 to 23.9% by increasing reaction time (1.5, 3 and 14 h) at constant amine/AGU feeding ratio (2/1). 282 
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These results are in agreement with those reported by De Nooy et al. for the amination of scleroglucan 283 

(De Nooy et al., 2000). Furthermore, no degradation of the dextran backbone under basic 284 

conditions (pH≈13) was evidenced at early times and only a slight decrease in molecular weight was 285 

observed at 14 h as attested by SEC-MALLS analysis (Table S1).  286 

 287 

 288 

Scheme 2. Synthesis of DexNH2-Gd(DOTA) complexes. 289 

 290 

Table 1. Physicochemical characteristics of DexNH2-Gd(DOTA) complexes. 291 

  1st step 

Amination 

(DexNH2) 

 2nd step 

DOTA attachment 

(DexNH2-DOTA) 

 3rd step 

Gd complexation 

(DexNH2-Gd(DOTA)) 

 

Resultant derivative 

       DS (%)        

Reaction set  
 t 

(h) 

%Na 
(wt) 

DSNH2
b

 

(%) 

 %Na 
(wt) 

NH2r
b DOTAb 

 %Gdc 
(wt) 

DSGd
d

 

(%) 

 
 

�� �		
�
e 

(g/mol) 
Đ

e 

Conditions-1 

 
 1.5 0.48±0.05 5.6  1.27±0.04 3.0 2.6  2.0±0.1 2.4  Complex-1 67 000 1.5 

Conditions-2 

 
 3.0 0.65±0.03 7.7  2.12±0.03 2.6 5.1  4.0±0.2 5.0  Complex-2 75 000 1.7 

Conditions-3  14 1.90±0.10 23.9  3.54±0.09 17.1 6.8  4.9±0.2 6.7  Complex-3 73 000 1.6 
 292 

(a) Nitrogen content estimated by elemental analyses. (b) Degree of substitution of initial primary amines (NH2), residual primary amines (NH2r, not modified 293 

with DOTA groups) and grafted DOTA moieties (DSDOTA) per 100 AGU were calculated from N content (DSNH2r + DSDOTA = DSNH2). (c) Gadolinium content 294 

determined by total reflection X-ray fluorescence (TRXF) spectrometry. (d) Degree of substitution of gadolinium ions per 100 glucopyranose units estimated 295 

from Gd content. (e) Evaluated from SEC-MALLS in NaNO3/NaN3 (0.15 M/0.02% (w/v)) with dn/dc=0.146 mL/g. 296 
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EDC/NHS chemistry was used to graft DOTA ligands to amine functions of DexNH2. Higher 297 

nitrogen content of resultant DexNH2-DOTA derivatives (with respect to the corresponding 298 

DexNH2 precursors) confirmed the incorporation of the DOTA tetraazamacrocycle (2nd step, 299 

Table 1). Initial quantity of amine functions (DSNH2) was shown to influence both the degree 300 

of substitution DSDOTA and the grafting yield. As expected, the number of DOTA groups 301 

linked to dextran chains increased with the initial amine content, all other conditions being the 302 

same. In all cases, DOTA grafting was incomplete leaving unreacted propylamines along 303 

dextran backbone. Coupling yields were in about 50-60% for initial DSNH2 values below 8% 304 

(Conditions-1 and 2, Table 1) and of less than 30% when DSNH2 was equal to 23.9% 305 

(Conditions-3). This low yield was likely due to steric hindrance effects.  306 

DexNH2-Gd(DOTA) macrocomplexes were finally produced by reacting former DexNH2-307 

DOTA ligands with gadolinium chloride (3rd step, Table 1). An aminated dextran (without 308 

DOTA groups) was used as negative control. The amount of complexed Gd3+ was assessed by 309 

TXRF. According to X-ray fluorescence emission spectra, Gd was effectively chelated by 310 

DexNH2-DOTA ligands while no Gd was detected in the case of aminated dextran (Figure 311 

S2). These results further demonstrated the presence of DOTA moieties covalently linked to 312 

the polysaccharide. In addition, DSGd calculated from Gd content (%Gd) matched well with 313 

DSDOTA previously estimated from N content, indicating the presence of one Gd3+ ion per 314 

DOTA group. Three DexNH2-Gd(DOTA) complexes having 2.4 (Complex-1), 5.0 (Complex-315 

2) and 6.7 (Complex-3) Gd(DOTA) groups per 100 AGU were obtained corresponding to 8, 316 

17 and 23 Gd(DOTA) groups per dextran chain, respectively. 317 
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3.2 Preparation of polysaccharide-based submicronic particles  318 

3.2.1 Optimization of crosslinking and emulsion conditions 319 

Polysaccharide-based particles were prepared in one-step using a combined water-in-oil 320 

emulsion/co-crosslinking process. This process was solvent-free in both production and 321 

purification steps. Sunflower oil was used as continuous phase instead of organic solvents 322 

commonly reported in the literature. Furthermore, STMP and PGPR, safe materials with no 323 

reported adverse effects on humans (Abed et al., 2011; Nikolovski et al., 2016), were used as 324 

crosslinking agent and emulsion stabilizer respectively. 325 

Native dextran (Dextran T70) was used as a model polysaccharide to optimize the preparation 326 

of particles. Crosslinking reaction was performed at 50°C at constant 1M NaOH 327 

concentration. SEC/MALLS measurements indicated that no degradation of dextran backbone 328 

occurred during 5h under these conditions (Table S2). The use of sodium chloride (4M) 329 

appeared to increase the reaction rate. NaCl screened phosphate negative charges coming 330 

from STMP reaction keeping macromolecular chains closer, thus improving the crosslinking 331 

process.  332 

We determined the lower polysaccharide and STMP concentrations required to succesfully 333 

crosslinked dextran chains. For a dextran solution at about or below 120 g/L no gelation was 334 

noted. This result was expected as the critical overlap concentration (C*) of Dextran T70 in 335 

water is reported at about 112 g/L at 40°C (Antoniou & Tsianou, 2012). Stable 3D networks 336 

were obtained for dextran concentrations equal or above 200 g/L since the entanglement 337 

density of dextran chains was sufficient in such conditions. Minimal [STMP]/[AGU] molar 338 

ratio required for crosslinking was equal to 0.02. Below this value, no reaction occurred.  339 
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The viscosity of both dispersed (ηd) and continuous phases (ηc), and more specifically the 340 

viscosity ratio (ηd/ηc) play an important role in droplets size, dispersity and stability. 341 

Typically, the emulsification process is highly intensified when that ratio tends to 1 and 342 

smaller droplets can be obtained (Vananroye et al., 2006). On one hand, regarding continuous 343 

phase, sunflower oil viscosity was 16 mPa.s at 25 °C and increased slightly to 19 mPa.s with 344 

the addition of 6% (w/v) of PGPR. On the other hand, dextran solutions containing 4M NaCl 345 

behaves like Newtonian fluids (i.e. viscosity does not depend on the shear rate) in the 346 

concentration range studied (50-500 g/L) (Figure S3a). As the concentration of solutions 347 

increased from 50 to 500 g/L, the relative viscosity increased exponentially from 1.6 to 163 348 

(Figure S3b). An aqueous phase containing 200 g/L of dextran, giving a viscosity of 12 mPa.s 349 

and a viscosity ratio ηd/ηc of ~0.6, was finally chosen for the preparation of particles.  350 

3.2.2 Tuning particles size 351 

Table 2 summarizes experimental conditions used in the present study (Runs 1-5), as well as 352 

the average size of the particles after purification and resuspension in water. In all 353 

formulations, aqueous phase contained 200 g/L of polysaccharide and 1M NaOH while 354 

continuous phase was composed of sunflower oil and PGPR (6% (w/v)). Water to oil phases 355 

ratio was kept to 30/150 (v/v). Phosphorus content (%P) in as-obtained particles was used as 356 

indicator of the actual amount of phosphoester groups incorporated in the polymer network 357 

(i.e. intermolecular, intramolecular and monografted) (Lack et al., 2007; Dulong et al., 2011).  358 

Particles size was tuned by varying STMP concentration and consequently [STMP]/[AGU] 359 

molar ratio (Runs 1-3). Unsurprisingly, the higher the initial [STMP]/[AGU] ratio, the smaller 360 

the particle size. This observation can be correlated to the increase of crosslinking as 361 

suggested by the rise of P content. More densely packed particles with lesser swelling in 362 

water were obtained at higher STMP feeding amount. Because of the anionic charges brought 363 
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by STMP, all particles exhibited negative zeta potential. Submicronic particles (SPs) of about 364 

790 nm with narrow size distribution can be achieved in a reproducible way by using 365 

[STMP]/[AGU]=0.17 (6.0 % (w/v) STMP, Run 3).  Production yield was of about 35%. 366 

Table 2. Formulation and physico-chemical characterization of polysaccharide submicronic particles. 367 

Crosslinking reaction was performed at 50°C during 20 min with [Polysaccharide]=200 g/L  368 

[NaOH]=1M, [PGPR]= 6% (w/v). 369 

R. Polysaccharide �����

�����
 

 

D(nm)  Span (a) Zeta 

potential 

(mV) 

%P (b) %Gd (b) 

1 DexT70  0.043 1720±50 0.61±0.01 -18±3 0.6±0.1 - 

2 DexT70  0.087 1230±45 0.67±0.03 -22±3 0.8±0.1 - 

3 DexT70  0.170 790±30 0.61±0.01 -30±3 1.1±0.1 - 

4 Complex-2 0.170 720±35 0.67±0.03 -28±5 1.0±0.1 2.6±0.2 

5 Complex-2/Fuco 0.170 840±45 0.60±0.02 -25±4 1.1±0.1 2.3±0.1 

(a) Width of the distribution calculated using ���� = (�(0.9� − �(0.1��/	�(0.5�.		 D(0.1), D(0.5) and D(0.9) were the particle diameters 370 

at 10%, 50% and 90% of the particle number size distribution. (b)Determined by Total Reflection X-ray Fluorescence (TXRF). 371 

 372 

3.2.3 Synthesis of Gd-SPs and FUCO-Gd-SPs 373 

The optimized emulsion conditions described above (Run 3) were applied to gadolinium 374 

Complex-2 (Table 1) to obtain two types of SPs: non-functionalized/Gd-loaded SPs (Gd-SPs, 375 

Run 4) and fucoidan-functionalized/Gd-loaded SPs (FUCO-Gd-SPs, Run 5). For dextran 376 

derivatives with higher modification degrees (Complex-3), no gel was obtained. This was 377 

likely due to a reduced amount of hydroxyl groups available for crosslinking and to steric 378 

hindrance. Complex-2 was chosen over Complex-1 because of its higher Gd content.  379 

Size distribution, zeta potential and %P of Gd-SPs and FUCO-Gd-SPs were roughly like those 380 

obtained with model SPs (Run 3). Gd content was similar for both types of SPs (2.3-2.6 wt%) 381 

but almost 2-times lower than the one of dextran complex precursor (4.0 wt%). Alkaline 382 
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crosslinking conditions would led to some hydrolysis of amide bonds linking Gd(DOTA) 383 

groups to dextran and to a loss of Gd(DOTA) moieties. This hypothesis was supported by the 384 

decrease in nitrogen content (around 1.70 wt% in SPs compared to 2.12 wt% in Complex-2). 385 

FUCO-Gd-SPs contained 23±5 µmol S/g which corresponded to a fucoidan content of 1.3 386 

wt% (about 26 wt% of the fucoidan initially dissolved in the aqueous phase).  387 

 388 

 389 

Figure 1. a) Size distribution in water and NaCl 0.9% and b) TEM c) Confocal microscopy and d) 390 

SEM-Micrographs of FUCO-Gd-SPs. In the case of confocal microscopy, sample was analyzed in its 391 

hydrated state. For the other techniques (TEM and SEM), SPs were air-dried and submitted to vacuum 392 

conditions. 393 

TEM, SEM and confocal micrographs of FUCO-Gd-SPs are depicted in Figure 1b-d. All 394 

techniques confirmed the production of spherical and homogeneous objects in the 395 



21 

 

submicronic range. Average particles sizes observed by confocal microscopy agreed with 396 

those measured by laser diffraction (~800 nm) whereas smaller average sizes were detected 397 

by TEM (~700 nm) and SEM (~400 nm). These differences arise from sample preparation 398 

(in hydrated or dried states) and observation conditions (vacuum).  399 

The FUCO-Gd-SPs were stable for at least two weeks when stored in aqueous suspension at 4 400 

°C. In addition, the effective protection of particle size during freeze-drying can be ensured 401 

with 5% (w/v) sucrose as cryoprotectant since no aggregation was observed after 402 

resuspension in aqueous medium. This allowed long-term storage of SPs. As expected, 403 

FUCO-Gd-SPs average size was found to be smaller in physiological saline solution (0.9% 404 

NaCl) because of the screening of phosphate negative charges (Figure 1a). The FUCO-Gd-405 

SPs remained stable at room temperature and 37 °C for at least 72h under such conditions.  406 

3.3 Cytotoxicity  407 

Cytocompatibility of Complex-2 (Table 1) toward HUVECs was checked and compared with 408 

the one of free Gd3+ ions (concentration ranging from 8 to 80 µg/mL). Cell viability was 409 

assessed by measuring metabolic activity of the mitochondria using resazurin reagent. 410 

Complex-2 did not affect cell viability after 24h. In contrast, metabolic activity decreased 411 

down to 50% in the presence of free Gd3+ (Figure S4). Mitochondrial dysfunction induced by 412 

Gd3+ and other lanthanide ions has been already reported (Feng et al., 2010; Liu et al., 2003; 413 

Zhao et al., 2014). These results further proved the successful chelation of Gd3+ by DOTA 414 

groups of DexNH2-DOTA derivatives.   415 

FUCO-Gd-SPs also showed excellent cytocompatibility even at concentrations at high as 1 416 

mg/mL (Figure 2a). No major morphological changes of HUVECs were evidenced when 417 

compared to control conditions (Figure 2b). Furthermore, FUCO-Gd-SPs appeared to be 418 
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internalized by endocytosis. Particles engulfment by HUVECs was clearly seen by confocal 419 

microscopy (Figure 2c). Further in vitro and in vivo studies will be required for a complete 420 

understanding of the mechanism involved in internalization, as well as the fate of the 421 

particles.   422 

 423 

Figure 2. a) Cytocompatibility of FUCO-Gd-SPs towards HUVECs after 24 h incubation at 37°C. 424 

100% of mitochondrial metabolic activity (resazurin reduction assay) corresponds to control cells 425 

incubated without particles. n = 3. b) Fluorescent images of HUVECs. F-actin is shown 426 

in red (TRITC-Phalloidin) and nuclei are shown in blue (DAPI), white scale bar corresponds to 20µm 427 

c) Zoom on an isolated cell evidences the internalization of the fluorescent particles. White scale bar 428 

corresponds to 10µm. 429 

 430 



23 

 

3.4 Proton relaxation effects of dextran derivatives and FUCO-Gd-SPs 431 

The efficiency of an MRI contrast agent is correlated to its relaxivity. That is, its ability to 432 

accelerate longitudinal (1/T1) or transversal (1/T2) relaxation rates of the protons of hydrogen 433 

atoms from the surrounding water molecules (Jacques et al., 2010). Relaxometric properties 434 

of Complex-2 and FUCO-Gd-SPs were assessed in vitro on agarose phantoms at 7 Tesla. 435 

Commercially available contrast agent DOTAREM (containing free Gd(DOTA) complex) 436 

was used for comparison. Relaxation times, T1 and T2, were measured at a concentration 437 

range of 0.12–1 mM of chelated Gd3+. The relaxivities r1 and r2 were then calculated from the 438 

linear regression slope of 1/T1 and 1/T2 vs. Gd3+ concentration and are depicted in Figure 3. 439 

When Gd(DOTA) complex was attached to the dextran backbone of macromolecular 440 

Complex-2 or to the polysaccharide matrix of FUCO-Gd-SPs, both r1 and r2 relaxivities were 441 

enhanced with respect to DOTAREM. This effect was more pronounced in the case of FUCO-442 

Gd-SPs with about twofold and fivefold increase in r1 and r2, respectively. As previously 443 

observed for other macromolecular or nanoparticulate contrast agents (Fransen et al., 2015; 444 

Huang et al., 2016; Courant et al., 2012), this relaxation rate enhancement can be ascribed to 445 

the restriction of the rotational motion of Gd(DOTA) complex inside polysaccharide matrix. 446 

In addition, the highly hydrated nature of FUCO-Gd-SPs network, would enhance Gd-water 447 

molecule interactions and favor the transfer of magnetic effect to the bulk water (Courant et 448 

al., 2012; De Sarno et al., 2019).  449 

In order to check how the relaxometric properties translated in image contrast, the signal 450 

intensity of both T1 and T2-weighted images (Figure 4a-b) was as well quantified. While T1-451 

enhancing agents result in positive/brighter contrast, T2 ones give predominantly 452 

negative/dark contrast. As shown in Figure 4c, positive contrast properties of FUCO-Gd-SPs 453 

were comparable to those of DOTAREM. However, FUCO-Gd-SPs appear to be a better 454 
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negative contrast agent in agreement with their significant higher r2 relaxivity (Figure 4d). 455 

Indeed, a signal void was present at high concentrations of Gd3+ (Figure 4b).  456 

 457 

Figure 3. a) Longitudinal (r1) and b) transversal (r2) relaxation rates vs. Gd3+ concentration for 458 

DOTAREM, Complex-2 and FUCO-Gd-SPs at 7 Tesla. The solid lines represent the linear regression 459 

of the data. The slopes of the curves corresponding to relaxivity (r1 or r2) are indicated. Longitudinal 460 

and transversal proton relaxivities of FUCO-Gd-SPs were 1.7 and 5.0 times higher than those of 461 

DOTAREM. 462 

  463 
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 464 

Figure 4. a) T1 and b) T2 weighted MRI acquisitions at 7 Tesla of DOTAREM, Complex-2 and 465 

FUCO-Gd-SPs phantoms (agarose 2% (w/v)) used for relaxivity calculations. Background 466 

corresponds to control (agarose gel with no Gd). Relative c) T1 and d) T2 weighted signal intensities 467 

versus Gd concentration. FUCO-Gd-SPs showed enhanced negative contrast effect compared to 468 

DOTAREM. 469 

 470 

3.5 Targeting properties 471 

The binding capacity of Gd-SPs and FUCO-Gd-SPs for P-selectin expressed onto the surface 472 

of human activated platelets was assessed by flow cytometry in three conditions: platelet-rich 473 

plasma (PRP), PRP with TRAP-activated platelets, and PRP with TRAP-activated platelets 474 

after blocking P-selectin with a specific antibody (anti-CD62P). As shown on Figure 5a, 475 

FITC-labeled FUCO-Gd-SPs strongly bound to activated platelets in absence of the antibody, 476 
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in agreement with the expression level of P-selectin in each condition (Figure S5). These 477 

results proved both the availability of some fucoidan chains at the surface of the 478 

polysaccharide matrix for interacting with P-selectin on activated platelets and the specificity 479 

of the interaction between fucoidan-functionalized SPs and P-selectin. 480 

The binding of Gd-SPs and FUCO-Gd-SPs to platelet aggregates under arterial blood flow 481 

conditions was evaluated as well (Figure 5b). Experiments were performed in a flow chamber 482 

mimicking arterial blood flow conditions (wall shear stress of 67.5 dyn/cm2) on activated 483 

platelet aggregates. FUCO-Gd-SPs (TRITC labeled) significantly accumulated at the surface 484 

of the aggregates whereas Gd-SPs showed almost no binding. Moreover, FUCO-Gd-SPs 485 

remained attached even after washing with 0.9% NaCl at arterial shear rate. These results 486 

confirmed the targeting ability of fucoidan-functionalized SPs under dynamic physiological 487 

conditions. 488 

 489 

 490 
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 491 

Figure 5. a) Flow cytometry assessment of interactions of FITC-labeled Gd-SPs and FITC-labeled 492 

FUCO-Gd-SPs with either non-activated platelet-rich plasma (PRP), PRP activated with TRAP 493 

(PRP+TRAP) and PRP activated with TRAP and blocked with P-selectin antibody (PRP+TRAP+anti-494 

CD62P) (Li et al., 2017). The mean fluorescence intensity (MFI) on the FITC channel was measured 495 

for 10,000 events of PE-Cy5 labeled platelets at a particles concentration of 10 mg/mL (n=3; 496 

***p<0.001). b) Evaluation of FUCO-Gd-SPs binding on activated platelets under arterial flow 497 

conditions (Li et al., 2017; Juenet et al., 2018). Human whole blood labeled with DiOC6 (green) was 498 

injected into a collagen-coated microchannel to get platelets aggregates expressing P-selectin (left 499 

images). TRITC-labeled particles (red) were then injected during 5 minutes (middle images). Channels 500 

were washed with 0.9% NaCl after each step. Particles and platelets aggregates co-localization was 501 
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evaluated by merged fluorescence microscopy (right images). Gd-SPs (without fucoidan) were used as 502 

control. White scale bar corresponds to 50 µm. 503 

 504 

4. Discussion 505 

The driven idea of the approach presented here was to prepare a new diagnostic platform with 506 

the potential for Health agencies approval and human use. That’s why we used non-harmful, 507 

biocompatible and biodegradable materials as both final particle constituents and preparation 508 

process raw materials. STMP was for instance preferred over conventional glutaraldehyde, a 509 

crosslinker with documented cytotoxicity (Oryan et al., 2018; Reddy et al., 2015). 510 

Biocompatible vegetable oil was, for its part, chosen as emulsion continuous phase instead of 511 

commonly used organic solvents. This choice supposed a challenge for the obtention of 512 

smaller particles as a highly viscous polysaccharide aqueous phase needed to be dispersed in a 513 

viscous oily phase. Reducing the size of our previous micrometric polysaccharide particles 514 

(Bonnard et al., 2014) to submicronic range, required the optimization of several processing 515 

parameters including vegetable oil and surfactant type, polysaccharide molecular weight and 516 

concentration, and so on. We obtained a final size of about 800 nm far above 100 nm widely 517 

admitted as a limit to efficiently avoid a rapid clearance from the reticuloendothelial system 518 

(RES). In previous studies we have evidenced in vivo interaction of fucoidan-bearing 519 

microparticule of 2.5 µm with aneurysmal thrombi (Bonnard et al., 2014; Li et al., 2017). 520 

Another key-parameter to limit the risk of quick RES uptake is the nature of the surface (De 521 

Jong & Borm, 2008). A polysaccharide coating may provide steric protection against protein 522 

adsorption (more particularly opsonins) and early macrophage uptake (Lemarchand et al., 523 

2004). Anyway, the biological responses and biodistribution of our submicronic particles 524 
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remained to be investigated in vivo. Additional process optimization could further reduce, if 525 

needed, particle size. 526 

Encapsulation of Gd-based contrast agents into polysaccharide nanoparticles have already 527 

been approached in three ways:  by conjugation with polysaccharide precursor (Huang et al., 528 

2008; Kim et al., 2015; Na et al., 2016; Nam et al., 2010; Payne et al., 2017; Zhang et al., 529 

2015) , by ionic trapping during particles preparation (Gheran et al., 2018; Huang et al., 2008; 530 

Podgórna et al., 2017; Rigaux et al., 2017), or by post-modification of particles surface (Chan 531 

et al., 2015).  Nevertheless, Huang et al. demonstrated that Gd3+ ionically trapped into 532 

chitosan/dextran sulfate polyelectrolytes (PECs) is rapidly released after one day of 533 

incubation in PBS buffer at 37°C. In contrast, no release was detectable from Gd(DTPA)-534 

grafted PECs under the same conditions during at least 6 days. Besides limiting the potential 535 

toxicity of free Gd ions, grafting of Gd-chelates to polysaccharide offers also the possibility to 536 

adjust Gd-cargo during particles synthesis. Herein, we gave the priority to the well-known and 537 

already clinically approved Gd(DOTA) complex. Gd(DOTA) was conjugated to an aminated 538 

dextran via a carbodiimide reaction and the resultant macrocomplexes were employed to 539 

synthesize both Gd-SPs and FUCO-Gd-SPs via the optimized emulsion-crosslinking method. 540 

By doing so, Gd(DOTA) groups were successfully incorporated to the designed platform 541 

conferring it dual positive and enhanced negative contrast properties (r1= 6.7 mM-1 s-1
 and r2= 542 

37.6 mM-1 s-1 at 7 T). Similar relaxation rates (r1= 5.4 mM-1 s-1
 and r2= 36.4 mM-1 s-1) were 543 

observed under the same magnetic field for self-assembled chitosan nanogels post-modified 544 

with Gd(DOTA) moieties (Chan et al., 2015).  Increasing Gd cargo per particle would be 545 

particularly interesting to eventually improve T1 relaxometric properties and decrease 546 

necessary doses for patients. This would probably require the optimization of the current 547 

dextran modification protocol or the implementation of another chemistry route leading to 548 

chemical bonds less sensitive to crosslinking in basic media. It is worth noting that our 549 
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imaging strategy is not only based on the contrast properties of the resulting SPs but also on 550 

their biospecificity. Low molecular weight fucoidan employed here as targeting agent recently 551 

passed preclinical evaluation as radiotracer for in vivo detection of cardiovascular pathologies 552 

(Chauvierre et al., 2019), and early stages of Phase I and Phase II clinical trials for its safety 553 

and validation of its ability to detect acute thrombosis in patients with suspected acute deep 554 

vein thrombosis are ongoing. Preferential accumulation of fucoidan-functionalized SPs onto 555 

thrombosed areas can be expected because of their binding affinity to activated platelets. This 556 

should rise the local concentration of contrast agent and increase thrombus imaging sensitivity 557 

of the FUCO-Gd-SPs compared to the commercial and non-biospecific DOTAREM at the 558 

same Gd dose.  559 

 560 

5. Conclusions 561 

Early detection of atherothrombotic lesions remains a big medical challenge. In this work, we 562 

developed novel biospecific polysaccharide submicronic particles containing Gd-based MR 563 

contrast agent. First, Gd(DOTA) moieties were successfully conjugated to dextran. The 564 

resulting macrocomplexes were then used to prepared Gd-loaded and fucoidan-functionalized 565 

particles by an emulsion-crosslinking method. This method was solvent-free in both 566 

production and purification steps. Particles exhibited good colloidal stability and were 567 

cytocompatible with human endothelial cells. The affinity of fucoidan-bearing particles for 568 

human activated platelets was evidenced under static and dynamic conditions. The particles 569 

exhibited good MR contrast properties with a significant signal enhancement of T2-weighted 570 

images when compared to DOTAREM. These results indicated their high potential as a 571 

diagnostic probe for molecular imaging of atherothrombosis by MRI.  As a next step, the 572 
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biospecificity of the particles and their capacity to image atherothrombosis will be checked in-573 

vivo in experimental models of the disease. 574 
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