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Abstract	

Optoelectronic	 devices	 based	 on	 high	 aspect	 ratio	 nanowires	 bring	 new	 challenges	 for	

transparent	 electrodes,	 which	 can	 be	 well	 addressed	 by	 using	 hybrid	 structures.	 Here	 we	

demonstrate	 that	 a	 composite	 contact	 to	 radial	 junction	nanowire	 solar	 cells	made	of	 a	 thin	

indium-tin	 oxide	 (ITO)	 layer	 and	 silver	 nanowires	 greatly	 improves	 the	 collection	 of	 charge	

carriers	as	compared	to	a	single	 thick	 ITO	 layer	by	reducing	the	series	 resistance	 losses	while	

improving	 the	 transparency.	 The	optimization	 is	 performed	on	p-i-n	 solar	 cells	 comprising	 of	

dense	non-vertical	nanowires	with	a	p-doped	c-Si	core	and	an	ultra-thin	a-Si:H	absorption	layer	

grown	by	plasma-enhanced	chemical	vapor	deposition	on	glass	substrates.	The	optimal	hybrid	

contact	developed	in	this	work	is	demonstrated	to	increase	the	solar	cell	conversion	efficiency	

from	4.3%	to	6.6%.			
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Introduction	

Optoelectronic	devices	such	as	touch	panels,	liquid-crystal	displays	(LCDs),	light-emitting	diodes	(LEDs)	or	

solar	cells	require	top	contact	which	is	both	transparent	and	conductive.	For	devices	with	a	flat	top	surface,	

transparent	 conductive	 oxides	 (TCOs),	 in	 particular	 Sn-doped	 indium	 oxide	 (ITO),	 have	 already	 been	

optimized	and	display	excellent	optical	and	electronic	properties	(sheet	resistance	R□	ca.	10	−	30	Ω/□	and	

transmittance	 at	 550	 nm	 larger	 than	 90%).(1)	However,	 the	most	widespread	 deposition	methods	 for	

TCOs,	among	them	sputtering,	are	not	well	suited	for	high	aspect	ratio	structures	found	in	nanowire	(NW)	

devices.	As	sputtering	utilizes	energetic	particles	the	resulting	deposition	is	directional	and	the	TCO	films	

do	not	conformally	follow	the	NW	morphology.		

Semiconductor	NW	arrays	are	increasingly	used	in	optoelectronic	applications.(2–5)	High-quality	NWs	can	

be	grown	on	cheap	substrates	including	amorphous	ones.(6,7)	Thanks	to	an	excellent	light	trapping	and	a	

low	optical	reflectance,	NWs	also	lead	to	a	better	absorption	of	light	with	respect	to	thin	films.(8)	In	c-Si,	

they	 have	 been	 used	 either	 together	with	 planar	 cells,(9,10)	 or	 alone,	with	 top-down	 and	 bottom-up	

approaches.(11–14)	One	particularity	of	the	NW	morphology	is	that	it	enables	radial	junction	architecture.	

It	allows	to	decouple	the	light	absorption	and	the	charge	carrier	collection	as	those	can	be	independently	

improved	by	 the	nanowire	 length	and	absorber	 thickness,	 respectively.	 This	 is	 especially	beneficial	 for	

hydrogenated	amorphous	silicon	(a-Si:H),	which	suffers	from	short	minority	carrier	diffusion	lengths.(15)	

Despite	 the	 potential	 for	 a	 broad	 use	 of	 a-Si:H	 (non-toxicity,	 earth	 abundance,	 low	 temperature	

deposition)	compared	to	other	materials	for	thin-film	solar	cells,	its	development	remains	limited,	with	a	

record	 power	 conversion	 efficiency	 of	 10.2%	 for	 a	 planar	 cell.(16)	 When	 used	 in	 NW	 structure,	 the	

absorber	layer	can	be	thinner	(e.g.	100	nm	in	a	NW	solar	cell	(17)	compared	to	down	to	220	nm	for	the	

record	planar	cell	 (16)),	which	 improves	the	collection	of	charge	carriers	with	no	reduction	of	the	 light	
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absorption.	 Heterojunctions	with	 µc-Si:H,	 µc-SiOx:H	 or	 nc-Si	 have	 also	 been	 developed,(18–20)	with	 a	

record	conversion	efficiency	of	9.2%	reported.(21)	

In	an	ideal	radial	junction	solar	cell,	charge	carriers	would	be	collected	all	along	the	nanowires	with	the	

top	 contact	 displaying	 a	 low	 in-plane	 resistance	 and	 a	 high	 transmittance.	 While	 arrays	 with	 sparse,	

vertical,	 low	 aspect-ratio,	 or	 tapered	 nanostructures	 can	 be	 conformally	 covered	 using	 conventional	

methods	(22),	new	electrodes	have	to	be	found	when	these	criteria	are	not	met.	Before	the	deposition	of	

the	conductive	layer,	the	high	aspect	ratio	of	the	structure	can	be	reduced	by	encapsulation	of	the	NWs	in	

a	polymer	or	by	increasing	the	thickness	of	the	doped	layer	up	to	the	NW	top	coalescence.(19)	However,	

this	 approach	 compromises	 some	 of	 the	 advantages	 for	 NW	 solar	 cells,	 namely	 it	 may	 increase	 the	

reflection	and	absorption	losses	and	lead	to	a	material	waste.	

Innovative	transparent	conductive	materials	as	alternatives	to	conventional	TCOs	have	been	developed.	

(23–26).	 Among	 them,	 Ag	 NWs	 have	 attracted	 tremendous	 attention.(1,27–30)	 A	 comparison	 of	

experimental	results	indicates	that	Ag	NWs	achieve	the	best	opto-electrical	trade-off	for	a	single	material.	

(31)	Lagrange	et	al.	showed	a	sheet	resistance	as	low	as	2.9	Ω/□	for	89.2%	transmittance	at	550	nm.(32)	

Moreover,	Ag	NWs	can	be	easily	deposited	with	various	solution	processes.(27–29)	

The	conductivity	of	Ag	NWs	depends	on	their	length	and	diameter	and	their	density	in	the	network.(33)	

Because	of	their	very	high	aspect	ratio	(>150	in	our	work),	Ag	nanowires	are	prone	to	connect	to	form	

conductive	paths.	Densities	around	4-10	µg/cm²	for	NWs	ca.	100	nm	x	10	µm	are	required	for	sheet	

resistances	below	50	Ω/□.(1,33,34)	

Although	Ag	NWs	provide	a	low	resistance	on	a	large	scale,	alone	they	can	hardly	work	as	an	effective	top	

contact	when	applied	to	a	dense	array	of	semiconductor	NWs.	In	fact,	an	unreasonably	high	density	of	Ag	

NWs	would	be	required	to	connect	all	the	semiconductor	NWs,	which	would	give	rise	to	a	significant	loss	

of	transparency.		
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Instead	of	using	a	single	material	 for	the	top	contact,	a	hybrid	electrode	can	be	used.	A	rich	variety	of	

structures	 with	 tunable	 properties	 have	 been	 explored	 and	 demonstrated:	 Ag	 NWs/graphene,(35,36)	

TCO/Ag	 thin	 film,(37,38)	polymer/Ag	NWs,(39)	TCO/graphene,(40)	TCO/Ag	NWs,(41–44)	 	etc.	Although	

these	contacts	have	been	initially	developed	for	planar	devices,	some	of	them	are	particularly	suited	to	

high	aspect	ratio	structures.	Recently	a	few	studies	have	demonstrated	the	promising	potential	of	using	a	

hybrid	contact	for	NW	based	optoelectronic	devices.(34,45)	

In	this	paper,	we	report	on	the	optimization	of	a	hybrid	contact	made	of	ITO	and	Ag	NWs	for	radial	junction	

Si/a-Si:H	NW	solar	cells.	The	p-i-n	devices	comprise	dense	and	randomly	oriented	NWs	with	a	p-doped	c-

Si	core	and	an	a-Si:H	absorption	layer	grown	by	PECVD	on	glass	substrates.	The	impact	of	the	ITO	thickness	

and	the	Ag	NW	density	on	the	solar	cell	performance	are	explored	in	detail.	The	conversion	efficiency	of	

the	Si/a-Si:H	NW	solar	cell	is	improved	from	4.3%	for	the	ITO-only	contact	(reference	device)	to	6.6%	for	

the	 optimal	 hybrid	 contact.	 We	 show	 how	 the	 combinational	 use	 of	 Ag	 NWs	 and	 ITO	 provides	

supplementary	degrees	of	freedom	for	the	best	trade-off	between	the	optical	and	electrical	properties	of	

the	contact	to	a	NW	solar	cell.	The	developed	hybrid	contact	is	also	suited	for	other	NW	optoelectronic	

devices	with	a	challenging	morphology,	i.e.	based	on	a	dense	array	of	non-vertical	NWs	with	a	core-shell	

structure.		

		

Methods	and	materials	

The	solar	cells	consist	of	radial	p-i-n	junction	NWs	grown	by	plasma-enhanced	chemical	vapor	deposition	

(PECVD)	on	a	glass	substrate	(1x1	inch	square).	During	the	fabrication	process,	p-doped	Si	NWs	(ca.	40	nm	

middle-length	 diameter	 and	 0.8	 µm	 length)	were	 grown	 on	 a	 FTO	 (fluorine-doped	 tin	 oxide)	 layer	 on	

Corning	 glass	using	 the	 vapor-liquid-solid	method.(46)	Metallic	 tin	obtained	 from	 the	 reduction	of	 the	

substrate	oxide	with	H2	plasma	was	used	as	a	catalyst.	A	p-doped	a-Si:H	layer	with	a	doping	gradient	(10	
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nm),	an	intrinsic	a-Si:H	layer	(100	nm)	and	an	n-doped	a-Si:H	layer	with	a	doping	gradient	(10	nm)	were	

then	deposited.	The	whole	process	from	the	SnO2	reduction	until	the	p-doped	layer	deposition	was	done	

in	the	same	PECVD	chamber	during	the	single	pump-down	process.	Further	details	about	the	NW	growth	

can	be	found	in	(47).	

A	top	ITO	contact	was	sputtered	on	the	NWs.	A	shadow	mask	was	used	during	the	magnetron	sputtering	

to	define	circular	solar	cells	with	a	4	mm	diameter.	ITO	properties	were	assessed	with	a	reference	layer	

deposited	on	a	glass	substrate	using	the	same	conditions.	With	the	applied	deposition	conditions,	a	flat	

film	of	80	nm	displayed	a	sheet	resistance	(R□)	of	50	Ω/□	after	annealing	(240	°C,	20	min,	air).		

Suspensions	of	silver	nanowires	(10	µm	long	and	60	nm	diameter)	in	isopropanol	(IPA)	were	purchased	

from	Sigma	Aldrich.	The	initial	concentration	was	5	mg/mL;	the	suspensions	were	further	diluted	in	IPA	

with	final	concentrations	ranging	from	20%	to	100%	of	the	initial	one.	Comparison	between	different	Ag	

NW	densities	was	done	using	different	solar	cells	on	the	same	substrate	separated	by	individual	ITO	pads	

Therefore,	all	cells	experienced	the	same	NW	growth,	 ITO	deposition	and	annealing	conditions.	A	2	µL	

drop	of	Ag	NW	suspension	was	deposited	on	the	cell	at	room	temperature	with	a	micropipette	(1-10	µL).	

The	sample	was	annealed	in	an	oven	under	ambient	atmosphere	at	240	°C	for	20	min.	The	annealing	step	

is	crucial,	since	it	hugely	decreases	the	overall	sheet	resistance,	by	improving	the	contact	at	the	junctions	

between	 Ag	 NWs	 (welding	 and	 removing	 organic	 residues),	 without	 affecting	 the	 optical	 properties	

significantly.(29,48)	Although	a	degradation	of	silver	nanowires	may	be	expected	with	annealing	 in	air,	

SEM	 observations	 did	 not	 show	 any	 change	 in	 the	 nanowires	 except	 at	 the	 junctions	 and	 electrical	

measurements	on	a	network	of	Ag	NWs	on	glass	showed	a	decrease	in	the	resistance	just	after	annealing.	

The	 neighboring	 cells	 were	 mechanically	 separated	 with	 a	 diamond	 pen	 to	 prevent	 any	 electrical	

connection.	The	density	of	Ag	nanowires	was	estimated	from	the	dilution	factor,	the	drop	volume	and	the	

covered	area.	Scanning	electron	microscopy	(SEM)	observations	were	carried	out	with	a	Hitachi	SU-8000	
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field	emission	and	a	secondary	electron	detector.	Accelerating	voltages	were	around	1	-3	kV	and	working	

distances	ranged	from	4.5	mm	to	11.9	mm.		

The	performance	of	the	solar	cells	was	assessed	using	AAA	solar	simulator	from	Newport	with	standard	

AM1.5G	illumination,	calibrated	with	a	certified	c-Si	cell.	To	avoid	any	possible	change	of	the	effective	solar	

cell	 area	 due	 to	 the	 spreading	 of	 Ag	 NWs,	 an	 optical	 mask	 (3	 mm	 diameter)	 was	 used	 to	 keep	 the	

illuminated	area	constant.	A	dot	of	Ag	paint	enabled	good	contact	between	the	cell	and	the	probe.	The	

series	resistance	of	each	cell	was	determined	with	the	slope	of	the	I-V	characteristics	under	illumination	

between	 0.9	 V	 and	 1	 V.	 We	 used	 the	 Oriel	 IQE-200	 setup	 for	 external	 quantum	 efficiency	 (EQE)	

measurements	(composed	of	a	monochromator	and	a	lock-in	amplifier).	

Results	and	discussion	

Limited	performance	of	ITO	as	a	single	front-contact	material		

	
(a)	
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(b)	

	
(c)	

	
Figure	1:	(a)	Cross-sectional	SEM	image	of	a	Si/a-Si:H	NW	solar	cell	with	a	240	nm	ITO	top	contact,	(b)	

EQE	measurements	and	(c)	corresponding	J-V	curves	under	1	Sun	illumination	for	cells	with	different	ITO	
thicknesses.	The	measured	series	resistances	are	indicated	for	each	cell.	

	

 
 
 
 
 

At	first,	we	have	analyzed	a	transparent	top	contact	based	exclusively	on	a	sputtered	ITO	layer.	Preliminary	

results	 suggest	 that	 the	best	 conversion	 efficiency	 is	 obtained	with	 a	 7	min	 ITO	deposition,(18)	which	

corresponds	 to	 240	nm	 ITO	on	a	 flat	 glass	 substrate	 yielding	R□	 =	16	Ω/□.	As	displayed	 in	 Fig.	 1a,	 the	

sputtered	ITO	is	a	thick	layer	on	the	top	of	the	Si/a-Si:H	NWs	and	coalesces	between	the	neighboring	NWs.	

This	coalescence	indeed	helps	to	minimize	the	in-plane	resistance	of	the	electrode.	It	is	also	clear	that	the	

ITO	coverage	along	the	Si/a-Si:H	NWs	is	not	conformal,	with	very	little	ITO	present	at	the	bottom	of	the	Si	

NWs.		

Although	240	nm	ITO	was	preliminarily	shown	to	exhibit	the	best	conversion	efficiency,	it	is	not	the	optimal	

thickness	regarding	the	optical	transmission	into	the	cells,	as	will	be	explained	in	the	following.	Si/a-Si:H	

NW	 solar	 cells	 having	 the	 same	 p-i-n	 structure	with	 different	 thicknesses	 of	 ITO	were	 fabricated	 and	

characterized	with	EQE	and	J-V	measurements,	as	seen	in	Fig.	1b	and	1c.	The	nominal	thickness	of	the	ITO	

layer,	as	determined	from	reference	samples	on	a	flat	glass	substrate,	equals	to	240	nm,	80	nm	and	40	

nm,	respectively.	It	is	important	to	note	that	the	deposition	of	ITO	is	greatly	altered	when	grown	on	a	NW	

substrate,	so	that	measurements	of	the	contact	transparency	and	conductivity	on	a	flat	glass	substrate	do	
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not	provide	accurate	information	about	these	quantities	on	a	real	device.	The	assessment	should	be	done	

directly	on	Si	NWs	despite	the	fact	that	it	is	difficult	to	disentangle	the	electrical	and	optical	properties	in	

this	case.	Nevertheless,	EQE	measurements	help	to	probe	the	contact	transmittance,	since	the	very	low	

illumination	used	in	the	set-up	and	the	low	resulting	current	make	it	almost	insensitive	to	the	differences	

in	the	contact	resistance.	

As	shown	in	Fig.	1b,	due	to	reflection	and	residual	absorption	of	ITO,(49)	the	240	nm	ITO	layer	exhibits	

major	optical	losses	in	the	visible	range	of	the	solar	spectrum,	as	evidenced	by	its	lowest	EQE	values.	The	

most	significant	improvement	occurs	in	the	shorter	wavelengths	(350	nm-520	nm),	where	the	EQE	values	

of	the	80	nm	ITO	are	higher	than	that	of	240	nm	ITO	by	more	than	10%.	Despite	the	optical	thickness	and	

hence	the	absorption	path	twice	as	long,	80	nm	ITO	shows	slightly	higher	EQE	values	than	40	nm	ITO,	with	

a	maximal	difference	around	550	nm.	It	can	be	understood	with	the	antireflection	effect	of	the	ITO.	As	

mentioned	above,	NW	arrays	trap	the	light	much	better	than	thin	films,	however,	the	reflection	losses	are	

still	present.(8)	ITO	acts	as	an	antireflection	coating	thanks	to	its	intermediate	refractive	index	(ca.	2.1	for	

ITO	(49)	compared	to	3.6	for	a-Si:H	(50)	at	550	nm)	and	to	its	thickness.	To	maximize	the	transmittance	at	

the	peak	of	 the	solar	 spectrum	 (which	also	corresponds	 to	a	strong	absorption	 for	amorphous	Si),	 the	

optimal	 thickness	 of	 ITO	 for	 flat	 cells	 was	 reported	 to	 be	 around	 80	 nm.(51)	 Among	 the	 values	 we	

measured,	80	nm	ITO	is	also	clearly	found	to	be	the	optimal	thickness	on	top	of	nanowire	ensembles.	

Despite	the	best	optical	transmittance	for	80	nm	ITO	(evidenced	by	its	highest	EQE	values),	 it	does	not	

function	as	the	most	efficient	top	contact	for	the	solar	cell.	As	one	sees	in	Fig.	1c,	the	solar	cell	with	80	nm	

ITO	greatly	suffers	from	low	Jsc	and	FF,	suggesting	poor	charge	collection.	The	short-circuit	current	density	

under	1	Sun	illumination	is	strongly	reduced	by	a	high	series	resistance	due	to	the	ITO	contact.	Because	of	

the	non-conformal	deposition	on	NWs,	the	layer	of	ITO	at	the	bottom	of	radial	junctions	is	too	thin,	and	

the	resistance	of	the	contact	greatly	increases	(3	times	higher	than	that	of	240	nm	ITO).	A	thicker	layer	of	

ITO	solves	this	problem.	As	a	consequence,	the	solar	cell	 implementing	240	nm	ITO	displays	the	lowest	
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series	resistance	(see	Fig.	1c)	and	thus	the	highest	Jsc.	However,	the	corresponding	EQE	values	being	lowest	

suggests	major	optical	losses.	A	good	compromise	of	the	electrical	conductivity	and	optical	transmittance	

of	the	top	contact	is	thus	critical	to	improve	the	performance	of	the	solar	cell.		

The	 non-conformal	 coverage	 of	 ITO	 is	 related	 to	 both	 the	 sputtering	 deposition	 method	 and	 the	

morphology	of	the	Si	NW	array	(dense	array	of	disordered	NWs	with	high	aspect	ratios).	We	note	that	for	

sparser	arrays	of	core/shell	NWs,	the	minimal	thickness	of	sputtered	ITO	needed	for	a	continuous	layer	is	

lower,(52)	 in	 which	 case	 the	 high	 optical	 transparency	 of	 the	 contact	 can	 be	 maintained	 without	

compromising	the	resistance.	For	dense	NW	arrays,	instead	of	sputtering,	deposition	techniques	enabling	

a	more	conformal	growth	such	as	atomic	layer	deposition	(ALD)	can	be	used.(53)	Nonetheless,	the	total	

path	that	a	charge	carrier	has	to	follow	with	an	ideally	conformal	contact	would	still	be	much	longer	than	

the	top-to-top	distance	(ca.	5	times	for	our	NW	morphology).	This	increases	the	contact	resistance	on	a	

large	scale.	Therefore,	a	strategy	to	ensure	high	optical	transparency	and	good	electrical	conductivity	of	

the	top	contact	is	needed	to	improve	the	conversion	efficiency	of	solar	cells	based	on	high	aspect	ratio	

NWs.		

	

Optimized	ITO/Ag	NWs	hybrid	contact	

	

	
(a)	 	

(b)	
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Figure	2:	(a)	Schematic	of	the	Si/a-Si:H	NW	solar	cell	with	the	hybrid	top	contact	made	of	ITO	and	Ag	

NWs,	(b)	cross-sectional	SEM	image	of	a	similar	Si/a-Si:H	NW	solar	cell	with	a	hybrid	contact	made	of	80	
nm	thick	ITO	and	Ag	NWs.		

	
	

	

In	 order	 to	 achieve	 high	 electrical	 conductivity	 while	 maintaining	 the	 high	 optical	 transparency,	 we	

propose	to	combine	80	nm	ITO	with	Ag	NWs.	A	schematic	illustration	of	a	Si/a-Si:H	solar	cell	implementing	

such	hybrid	electrode	is	given	in	Figure	2a	while	Figure	2b	shows	the	cross-sectional	SEM	image	of	a	real	

cell	(with	similar	structure)	employing	the	hybrid	top	contact.	In	such	a	hybrid	structure,	the	network	of	

Ag	NWs	lying	atop	of	the	array	offers	an	alternative	current	path	to	ITO,	acting	as	a	grid	(Fig.	3a).	This	path	

is	direct	and	at	the	same	time	very	conductive	because	of	the	low	resistivity	of	silver	compared	to	ITO	(ca.	

2x10-8	Ω.m	for	a	single	Ag	NW	(54)	vs.	4x10-6	Ω.m	for	the	80	nm	reference	layer	of	ITO	deposited	on	a	flat	

substrate).		

	

	
(a)	

	
(b)	

	
Figure	3:	(a)	Top-view	SEM	image	of	a	Si	NW	solar	cell	with	ITO	and	Ag	NWs	after	annealing	(ITO	is	240	
nm	thick,	the	nominal	Ag	NWs	density	is	around	37	µg/cm²),	(b)	series	resistance	and	short-circuit	

current	density	for	a	cell	with	a	hybrid	contact	consisting	of	80	nm	ITO	and	different	densities	of	Ag	NWs	
(all	data	acquired	under	1	Sun).		
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The	 conductivity	 of	 Ag	 NWs	 networks	 is	 closely	 related	 to	 the	 network	 densities	 (as	 detailed	 in	 the	

introduction),	it	is	thus	imperative	to	determine	the	optimal	density	of	Ag	NWs	to	be	used	in	the	hybrid	

contact.	Therefore,	Si/a-Si:H	NW	solar	cells	implementing	80	nm	ITO	combined	with	Ag	NW	networks	of	

different	densities	were	fabricated	and	characterized.	The	series	resistance	and	the	short-circuit	current	

density	under	1	Sun	are	plotted	as	a	function	of	the	density	of	Ag	NWs	in	Fig.	3b.	Significant	reduction	in	

the	series	resistance	is	achieved	in	the	solar	cell	with	a	dense	network	of	Ag	NWs	(six	times	lower	than	

that	in	the	same	type	of	solar	cell	without	Ag	NWs).	More	specifically,	the	series	resistance	first	decreases	

for	denser	Ag	NW	networks,	then	becomes	steady	at	around	20	Ω	for	a	density	above	20	µg/cm².	Adding	

more	Ag	NWs	does	not	seem	to	further	improve	the	electrical	properties	of	the	cell.	The	series	resistance	

of	the	complete	cell	is	an	equivalent	resistance,	including	the	resistance	of	the	NW	core	and	a-Si:H	layers,	

the	contact	resistance	between	materials,	and	the	in-plane	resistances	of	the	top	and	back	contacts.	The	

decrease	of	series	resistance	with	increasing	Ag	NW	density	suggests	that	the	series	resistance	of	the	cell	

is	 mainly	 governed	 by	 the	 in-plane	 resistance	 of	 the	 top	 contact.	 This	 is	 indeed	 the	 only	 parameter	

contributing	to	the	equivalent	resistance	which	is	sensitive	to	the	change	of	density	of	the	deposited	Ag	

NWs.	Compared	to	the	expected	percolation	threshold	for	Ag	NWs	(calculated	to	be	1.7	µg/cm²	following	

eq.	 (1)),	 the	 experimentally	 determined	density	 required	 for	 optimal	 cell	 operation	 is	 higher.	 The	 first	

reason	is	an	overestimation	of	the	experimental	density,	for	instance	because	of	the	drying	ring.	Moreover,	

reaching	percolation	means	that	one	conductive	path	exists	but	 its	 resistance	can	still	be	high.	Thus,	a	

percolating	network	does	not	necessarily	result	in	a	good	conduction.(55)	A	much	higher	Ag	NW	density	

is	expected	to	be	used	in	optoelectronic	devices	which	require	a	particularly	low	resistance	such	as	solar	

cells.		

Figure	3b	shows	the	evolution	of	the	short-circuit	current	density	as	a	function	of	Ag	NW	densities.	Two	

opposing	effects	occur.	Because	of	the	reflection	and	absorption	by	Ag	NWs,	less	light	is	transmitted	into	

the	cell	(i.e.	lower	absorption)	and	a	decrease	of	Jsc	can	be	expected.	Yet	Ag	NWs	also	reduce	the	series	
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resistance.	They	improve	the	collection	of	charge	carriers,	which	would	result	in	a	higher	Jsc.	At	low	Ag	NW	

densities	(≤	11	µg/cm²),	Jsc	quickly	increases	with	increasing	Ag	NW	density.	It	demonstrates	that	the	short-

circuit	current	density	was	limited	by	the	series	resistance	of	the	cell.	Above	11	µg/cm²,	however,	Jsc	 is	

seen	to	slowly	decrease	with	further	 increase	of	the	Ag	NW	density.	With	a	higher	Ag	NW	density,	the	

transparency	 loss	 is	 more	 important	 than	 the	 gain	 by	 reduction	 in	 series	 resistance.	 The	 moderate	

steepness	 of	 the	 Jsc	 decrease,	 compared	 to	 its	 increase,	 highlights	 the	 important	 impact	 of	 the	 series	

resistance	on	the	Jsc	value.	A	density	close	to	20	µg/cm²	with	80	nm	ITO	gives	the	best	compromise	with	a	

good	collection	of	charge	carriers	and	a	low	amount	of	 light	absorbed	or	reflected	by	the	contact.	As	a	

result,	an	increased	Jsc	is	achieved	with	respect	to	the	reference	cell	with	240	nm	ITO	alone.	

	

	

	

Figure	4:	J-V	measurements	under	1	Sun	for	the	reference	top	contact	of	240	nm	ITO,	the	optimized	ITO	
thickness	of	80	nm	and	the	optimized	hybrid	ITO/Ag	NWs	contact.	

	
	

Table	1:	Characteristics	of	cells	with	240	nm	ITO	(reference)	and	80	nm	ITO	with	various	Ag	NWs	
densities	(measurements	under	1	Sun).	Lines	in	bold	font	correspond	to	the	cells	presented	in	Fig.	4.	
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ITO	nominal	
thickness	
(nm)	

Ag	NWs	
density	
(µg/cm²)	

Jsc	
(mA/cm²)	

Voc	
(V)	

FF	
(%)	

Efficiency	
(%)	

240	 -	 14.0	 0.68	 45	 4.3	

80	 -	 8.8	 0.71	 34	 2.1	

80	 5.7	 13.0	 0.72	 35	 3.3	

80	 11	 15.7	 0.71	 54	 6.0	

80	 20	 15.5	 0.69	 62	 6.6	

80	 45	 13.9	 0.71	 64	 6.3	

	
The	 improvement	 of	 the	 solar	 cell	 performance	 was	 assessed	 with	 J-V	 measurements	 under	 AM1.5	

illumination.	Figure	4	displays	the	J-V	measurements	for	the	reference	cell	(240	nm	ITO),	the	cell	with	the	

optically	optimal	 layer	of	 ITO	 (80	nm	 ITO)	 and	 the	 cell	with	 the	hybrid	 contact	 for	which	 the	maximal	

conversion	efficiency	is	achieved	(ITO	80	nm	and	20	µg/cm²	Ag	NWs).	The	characteristics	of	all	cells	are	

summarized	in	Table	1,	including	those	with	other	densities	of	Ag	NWs	on	80	nm	ITO.	

When	decreasing	the	ITO	thickness	from	240	nm	to	80	nm,	the	Jsc	value	decreases	from	14.0	mA/cm²	to	

8.0	mA/cm²	despite	 the	gain	 in	 transmittance.	This	 is	due	 to	 the	poor	collection	of	 charge	carriers.	As	

detailed	above,	low	densities	of	Ag	NWs	induce	a	better	collection,	with	no	major	optical	losses.	The	higher	

Jsc	obtained	with	the	optimized	hybrid	contact	compared	to	the	reference	confirms	that	the	short-circuit	

current	is	limited	by	ITO	absorption	for	240	nm	thick	ITO,	as	was	expected	from	EQE	measurements.	When	

the	thickness	of	ITO	is	reduced	and	the	series	resistance	is	low	enough	to	efficiently	collect	charge	carriers,	

Jsc	increases	from	14.0	mA/cm²	to	15.5	mA/cm².	

As	seen	from	Table	1,	the	open-circuit	voltage	values	remain	rather	similar	for	all	analyzed	cells	(variation	

is	below	6%).	Small	variations	of	VOC	were	observed	before	the	deposition	of	Ag	NWs,	therefore	they	are	

not	related	to	the	quantity	of	Ag	NWs,	but	probably	stem	from	the	inhomogeneity	of	the	Si	NW	growth.	

The	obtained	Voc	is	typical	of	radial	junction	Si	NW	solar	cells.(52)	The	sensitivity	of	the	open-circuit	voltage	
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to	the	NW	dimensions	and	density	may	account	for	the	difference	with	values	reported	for	this	structure	

of	Si/a-Si:H	NW	solar	cells	(0.79	V).	(47)	

In	addition,	not	only	Jsc	is	increased	when	using	Ag	NWs,	but	the	fill	factor	is	also	strongly	improved.	As	the	

solar	cell	efficiency	η	can	be	calculated	as		

η = #$%	'(%	))
*

	 	(2)		

with	P	the	light	power	(1000	W/cm²	for	1	Sun	illumination),	the	fill	factor	has	a	large	impact	on	the	solar	

cell	performance.	As	a	consequence,	compared	to	the	cell	with	the	reference	top	electrode,	the	conversion	

efficiency	substantially	increases	from	4.3%	(reference	cell)	to	6.6%	(hybrid	contact).	

The	fill	factor	(FF)	is	related	to	the	collection	of	charge	carriers	and	can	be	altered	by	the	series	and	shunt	

resistances	of	the	solar	cell	and	the	recombinations	of	charge	carriers.	The	observed	improvement	in	FF	

clearly	originates	from	the	series	resistance	decrease.	While	the	shunt	resistance	can	have	a	significant	

impact	in	radial	junction	Si/a-Si:H	solar	cells,	it	should	not	be	affected	by	the	deposition	of	Ag	NWs	(SEM	

observations	 show	 that	 Ag	 NWs	 do	 not	 contact	 the	 bottom	 of	 the	 solar	 cell).	 Besides,	 non-radiative	

recombinations	depend	mainly	on	the	surface	recombination	velocity	and	the	presence	of	defects	in	the	

Si/a-Si:H	NWs.	 Therefore,	 they	 are	 not	 expected	 to	 change	with	 the	 Ag	NW	deposition.	 As	 the	 series	

resistance	decreases	with	higher	Ag	NWs	densities,	the	fill	factor	is	improved,	which	demonstrates	again	

that	the	maximal	power	of	the	cell	was	limited	by	the	resistance	of	the	top	contact.	The	use	of	a	hybrid	

contact	enables	us	to	reach	a	performance	that	was	not	possible	with	a	single	layer	of	TCO,	because	the	

composite	 separates	 the	 optical	 and	 electrical	 optimizations.	 It	 results	 in	 a	 short-	 and	 a	 long-range	

collection	of	the	charge	carriers.	We	note	that	this	consideration	remains	valid	for	other	contact	materials	

and	devices,	such	as	AZO	for	ZnO/a-Si:H	NW	solar	cells.(34)	
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Conclusion	

A	hybrid	top	electrode	is	demonstrated	to	be	beneficial	for	solar	cells	containing	high	density	non-vertical	

radial	junction	Si/a-Si:H	NW	arrays.	The	implementation	of	Ag	NWs	largely	compensates	the	poor	charge	

carrier	collection	of	the	thin	ITO	layer,	making	it	a	highly	transparent	and	conductive	top	contact	ideally	

suited	to	Si	NWs	solar	cells.	The	best	conversion	efficiency	was	achieved	for	a	hybrid	contact	consisting	of	

80	nm	ITO	with	Ag	NWs	on	top	(nominal	density	around	20	µg/cm²),	annealed	in	air.	Thanks	to	a	better	

collection	of	electrons	and	higher	overall	transparency	when	compared	to	the	thick	ITO-only	contact,	both	

Jsc	and	FF	are	increased,	resulting	in	a	significant	improvement	in	conversion	efficiency	from	4.3%	to	6.6%.	

The	demonstrated	hybrid	contact	could	be	used	also	in	other	types	of	NW	devices	including	applications	

requiring	mechanical	flexibility,	as	the	thinner	ITO	and	flexible	Ag	NW	network	exhibit	better	robustness	

against	the	mechanical	stress.		 	
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