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ABSTRACT. Micro/macroporous and meso/macroporous amorphous silica monoliths have been 

prepared and transformed into ZSM-5 nanosheets zeolitic macroporous monoliths. The 

hierarchized zeolite monoliths have been optimized in term of crystallinity rate by varying 

durations and temperatures of hydrothermal treatments. Fully crystallized ZSM-5 nanosheets 

monoliths were obtained after a combination of two consecutive hydrothermal treatments at 150 

°C for 5 days with stirring and at 120 °C for 1 day under static conditions. A ZSM-5 nanosheets 
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monolith similar in shape and dimensions to the original amorphous micro/macroporous silica 

monolith was obtained, but a partial reduction in size has been observed for the ZSM-5 nanosheets 

monolith obtained from the amorphous meso/macroporous silica monolith due to a partial 

dissolution.  Results showed that the macropores of the parent silica monoliths were preserved after 

the transformation with similar diameter sizes but with a wider pores size distributions and 

additional mesopores systems thanks to the nanosheets morphology. 

 

INTRODUCTION  

Zeolites are crystalline aluminosilicate materials commonly used in applications related to 

adsorption, separation and catalysis 1–4. Zeolites are widely used as solid catalysts in the 

(petro)chemical industry thanks to their high intrinsic acidity and thermal stability 5–11. The 

micropores network in zeolites is very well controlled in terms of size and topology. However, the 

micropore dimensions in major lower than 1 nm is a limit for molecules with kinetic diameter 

larger than pore entrance. Moreover, the size of zeolite crystals that is in the few micron range is 

limiting for diffusion within the microporous network and thus for the accessibility to active sites.  

Consequently, to enlarge the application field of zeolites in catalysis to voluminous molecules it is 

necessary to favor both their accessibility to the active sites and their diffusion within the solid 

porosity 12,13. To reach these goals several investigations have been oriented not only on the 

preparation of zeolites with larger pores and nanosized zeolites 14–21, but also on the synthesis of 

zeolites with hierarchized porosity. Such hierarchized zeolites possess at least two grades of pore 

systems including mesopores and/or macropores with the intrinsic zeolite micropores 8,22–28. 

Several strategies have emerged to produce hierarchized zeolites 29,30 such as framework 
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desilication or dealumination 31, hard-templating method 32–34, soft templating method 35–40 and 

dual templating route with bifunctional surfactants 41–44. These latter are composed of long-chain 

alkyl groups and polar quaternary ammonium groups separated by a short alkyl spacer: the 

quaternary ammonium groups can generate the zeolite structure, while hydrophobic alkyl chains 

block the zeolitic framework growth along one direction and can assemble into a mesoscale 

micellar structure to create mesoporosity. This approach is quite interesting because the nature of 

the bifunctional agent and the synthesis conditions allow controlling the morphology (e.g. 

nanosheet, nanosponge) and the texture of the produced zeolitic materials 41–45.  

The micron-size of zeolites crystals (0.5–25 µm) is also a limit for their use in some processes such 

as continuous fluid flow ones that require shaping into larger particles. Zeolites must be therefore 

shaped at the macroscopic scale with high mechanical resistance. Several methods have been 

developed for shaping zeolite particles. In most processes, the zeolite particles are shaped as 

extruded. Extrusion methods involve several steps usually including/following grinding, sieving, 

binder additions and extrusion. Although these extruded particles exhibit high mechanical 

resistance, they usually present an uncontrolled secondary porosity and require several stages of 

development. In addition, the use of inorganic binders (e.g. alumina, clays) and organic binders 

(e.g. carboxymethylcellulose) can strongly affect the catalytic and adsorption properties of the 

material if they are used in a large amount. As a result, many efforts have been brought on the 

implementation of methods for shaping zeolite particles without the addition of binders or by using 

small amounts of binders (5 wt.%). These methods are mainly based on the compaction of zeolitic 

powders, or the use of a mixer, introduction of sacrificial macrotemplates (e.g. resin), the 

hydrothermal transformation of dense aluminosilicate gels and pseudomorphic transformation of 

shaped amorphous silica materials 46–50.  
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Pseudomorphism that consists in transforming one material to another one without modifying the 

initial morphology is particularly interesting for materials shaping since it is a one-step and 

binderless method 51. It involves the dissolution of the parent material with the simultaneous 

precipitation or crystallization of the targeted material without any change of the external shape. 

This concept has been used by Galarneau’s group for the synthesis of beads of MCM-41 and MCM-

48 types mesoporous silica-based materials with micron-size (5–800 µm) from amorphous silica 

beads of the same size 52,53. More recently, this method was extended to the synthesis of zeolite 

beads (from 10 µm to 1 mm  diameter) of type SOD, LTA, FAU-X, and cylindrical zeolite 

monoliths (of 3-5 cm in length) of type LTA, FAU-X, from amorphous mesoporous silica beads 

and amorphous meso/macroporous silica monoliths, respectively 54,55. The resulting LTA 

monoliths showed high adsorption capacities for decontamination radioactive aqueous effluents in 

continuous flow thanks to their fast ion-exchange kinetics 56. Our group has recently described the 

one-step synthesis of ZSM-5 nanosheets beads with different sizes by using the pseudomorphism 

concept 57. Here, we describe the pseudomorphic transformation of two types of amorphous silica 

monoliths having bimodal micro/macro and meso/macro porosity, into ZSM-5 nanosheets 

monoliths.  

The amorphous silica monoliths with sponge-like continuous macroporous network have been 

prepared by the Nakanishi’s method 58,59. The resulting macroporous monoliths present an 

interparticular microporosity between silica nanoparticles constituting the silica skeleton. To 

release the porosity a thermal treatment is usually applied but results in the partial destruction of 

the macroscopic shape 56. Therefore, a post-synthesis treatment with a base is realized to create 

mesoporosity that confers to the monoliths the mechanical stability necessary to stand the thermal 

treatment applied for the organic polymer removal 59–62. This post-synthesis treatment consists in 
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immersing monoliths in a basic solution to generate disordered mesopores in the silica skeleton of 

monolith. This treatment involves the Ostwald ripening within the silica network to create 

interparticular mesoporosity and improve the silica condensation. Temperature of the treatment 

and basicity of the solution can be varied to control the mesopores size 61,63. In the present work, 

meso/macroporous amorphous silica monoliths have been synthesized by a post-treatment with a 

base but the synthesis of silica monoliths was also optimized to obtain for the first time 

mechanically stable micro/macroporous monoliths. The transformation of porous amorphous silica 

monoliths into hierarchized ZSM-5 zeolite monoliths was realized by following the protocol 

developed for the ZSM-5 nanosheets beads 57. 

EXPERIMENTAL SECTION 

Synthesis of macroporous silica monoliths with microporosity. The macroporous silica 

monoliths with microporosity were prepared by optimizing the protocol described by Galarneau’s 

group60,62, which was inspired by the original work of Nakanishi 58,59. In a first step, a very accurate 

amount of tetraethoxysilane (TEOS, Sigma-Aldrich) (12.62 g) was weighted with the aid of a 

plastic syringe and kept in a refrigerator at 0 °C for 1 h. A precise amount (1.690 g) of 35 kDa 

poly(ethylene oxide) (PEO, Sigma-Aldrich)) was weighted and introduced in a 50 mL beaker 

containing a mixture of precisely measured 16 mL of distilled water and 1 mL of nitric acid. The 

beaker was placed in a laboratory glass crystallizer well surrounded by ice (constant bath 

temperature of 0 °C) and the mixture was stirred for 30 min under magnetic stirring at 400 – 500 

rpm until total polymer dissolution. In a second step, the cold TEOS (0 °C) was directly added 

from the syringe to the polymer solution in the beaker under stirring. The stirring was maintained 

to obtain a homogeneous gel. This stirring step is important for optimizing the mechanical stability 

of the resulting silica monoliths. Two hydrodynamic regimes of this ripening phase corresponding 
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to two different stirring ways were applied: (regime A) the solution was let for only 30 min at 400 

rpm or (regime B) the solution was let for 30 min at 250 rpm and then for 30 min at 400 rpm. The 

final molar composition of the gel is: 1SiO2: 4EtOH: 0.63EO: 0.25HNO3: 14.8H2O (EtOH stands 

for ethanol obtained from the hydrolysis of TEOS; EO stands for ethylene oxide unit). In a third 

step, 12 poly(vinyl chloride) (PVC) tubes (8 mm diameter and 40 mm length) stored in the 

refrigerator at 0 °C were filled with the cold TEOS/PEO/HNO3/H2O mixture. The tubes were then 

closed, sealed with Parafilm M® and put in an oven at 40 °C for 72 h. In a fourth step, monoliths 

were removed from the PVC tubes and washed in 1 L of distilled water at room temperature. 

Distilled water was renewed every 2 h (about 10 times) until a neutral pH was reached. In a last 

step, monoliths were dried at room temperature. The monoliths were weighted every 12 h to follow 

the loss of moisture until reaching a constant weight. This drying step (lasting about 6 days) 

combined with sample weighting is necessary to obtain mechanically stable monoliths. It is 

noteworthy that drying was also tested at 40 and 60°C in an oven but it resulted in cracks in the 

monoliths. 

Monoliths were calcined under air at 550 °C for 6 h in order to liberate the macropores occluded 

by PEO. The heating rate of 0.7 °C/min from 20 to 550 °C is fast enough to warrant the mechanical 

strength of the resulting silica monoliths. The obtained monoliths of 4 mm diameter and 40 mm 

length were stored in a vacuum desiccator for preservation. The stable parent micro/macroporous 

silica monoliths will be noted “M”.  

Synthesis of macroporous silica monoliths with disordered mesoporosity. The macroporous 

silica monoliths with disordered mesoporosity were prepared by applying a post-synthesis 

treatment in basic medium to the wet silica monoliths obtained after the washing step (fourth step) 

according the procedure described above59,61. The wet silica monoliths were immersed in 70 mL 
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aqueous ammonia (NH4OH, 1 M) in a glass flask and left in an oven at 80 °C for 24 h. The resulting 

monoliths were then washed in 1 L distilled water bath at room temperature. Distilled water was 

renewed every 2 h (about 8 times) until a neutral pH was reached. The monoliths were dried, 

calcined and conserved by following the last steps described above for micro/macroporous silica 

monoliths. The parent meso/macroporous silica monolith will be noted “N”.  

Synthesis of ZSM-5 nanosheets monoliths. For the pseudomorphic transformation of the 

micro/macroporous silica monolith M into ZSM-5 nanosheets monolith, the protocol for ZSM-5 nanosheets 

beads synthesis recently developed was followed 57
. The bifunctional organic surfactant: [C22H45–N+(CH3)2–

C6H12–N+(CH3)2–C6H13]Br2 named C22-6-6, was prepared according to the two steps procedure described in 

the literature 41
. The synthesis protocol is described for a calcined silica monolith with length of 26 mm and 

diameter of 4 mm (256 mg of SiO2). In a beaker, 0.10 g sodium hydroxide (Carlo Erba, 99%) and 0.03 g 

Al2(SO4)3.18H2O (Rectaptur, 99%) were dissolved in 3 g of distilled water, then 0.35 g C22-6-6 and 0.08 g 

sulfuric acid (Sigma-Aldrich, 96%) were added under stirring. The resulting solution was poured onto the 

silica monolith previously placed into a 45 mL Teflon®-lined stainless steel autoclave to set a molar 

composition of: 1SiO2: 0.3Na2O: 0.01Al2O3: 0.18H2SO4: 0.1C22-6-6: 40H2O. The mixture was left at 60 °C 

during 2 h without stirring and then put in an oven with rotating shaking (30 rpm) at 150 °C for 5 days and 

next in static mode at 120 °C for 1, 2 or 5 days. After cooling down, the monoliths were recovered and 

immersed in a distilled water bath: water was renewed every 15 min until a neutral pH was reached. The 

monoliths were then dried overnight at 80 °C and calcined in a furnace at 550 °C for 8 h to remove the C22-

6-6 surfactant. The resulting monoliths are named M-x-y, with x the number of hydrothermal treatment days 

at 150 °C and y the number of hydrothermal treatment days at 120 °C.  

The optimal conditions obtained for the pseudomorphic transformation of the monolith M into a 

ZSM-5 nanosheet monolith have been applied to the meso/macroporous silica monolith N with 27 

mm length and 5 mm of diameter (175 mg of SiO2) by adjusting the reagents amount. The obtained 
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monolith after transformation is named N-x-y (x = number of hydrothermal treatment days at 150 

°C; y = number of hydrothermal treatment days at 120 °C).  

Characterizations. X-ray diffraction patterns were recorded in the range 3< 2θ <50° on a STOE STADI-

P diffractometer with Cu-Kα1 radiation (λ = 0.15406 nm). The morphology of the synthesized materials was 

investigated using a transmission electron microscope (TEM) JEOL model ARM-200F under an 

acceleration voltage of 200 kV and a scanning electron microscope (SEM) Philips model XL30 FEG under 

an acceleration voltage of 7 kV.  Nitrogen sorption isotherms were recorded at -196 °C using a 

Micromeritics model ASAP 2420 analyzer after out-gassing samples under vacuum for 1 h at 90 °C then 

overnight at 300 °C. Specific surface areas (SBET) were calculated by using the BET method in the selected 

relative pressure ranges (0.02 < p/p° < 0.1 for almost the analyzed samples and 0.05 < p/p° < 0.4 for the 

parent silica monolith N). The given total pore volumes (Vtot) were derived from the N2 adsorbed volumes 

at p/p° = 0.99. The pore size distributions were deduced from the adsorption branches of the isotherms by 

applying the Density Functional Theory (DFT), which is reliable over the total range of micro- and 

mesopores 
64,65

. The microporous volumes (Vmicro) of parent monoliths and ZSM-5 nanosheets monoliths 

were determined from the cumulative pore volume. The amount of bifunctional surfactant present in ZSM-

5 monoliths was evaluated by thermogravimetric analyses performed on a METTLER TOLEDO TG/DSC 

STARe system from 20 to 800 °C under air (heating rate of 5 °C/min). In order to determine the Si/Al molar 

ratio, the Si and Al contents of the different materials were determined by ICP-OES (Inductively Coupled 

Plasma Optical Emission Spectroscopy) on a Thermo-Model 6300DUO spectrometer. The samples were 

dissolved for at least 12 h under stirring in HF (0.025 gram of test sample + 2 mL of 48.9% HF) at room-

temperature, diluted to 50 mL and filtered at 0.45 µm before analysis. Mercury intrusion experiments were 

performed on monoliths using a Micromeritics model AutoPore IV. Monoliths were preliminary outgassed 

one night at 150 °C under vacuum.  
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RESULTS AND DISCUSSION 

Parent amorphous silica monoliths. In an effort to synthesize stable macroporous silica 

monoliths with only microporosity inside the silica skeleton, the hydrodynamic regime of ripening 

phase with stirring has been optimized. Two regimes corresponding to two different stirring ways 

have been applied to the synthesis of monolith M. It is noteworthy that for each protocol at least 3 

monoliths have been synthesized to check the reproducibility. After thermal treatment at 550 °C to 

remove the PEO polymer from monoliths, some cracks were observed for those synthesized by 

stirring the synthesis gel for only 30 min at a vigorously magnetic stirring of 400 rpm (regime A) 

(Fig. 1a). On the other hand, monoliths synthesized by stirring the synthesis gel for 30 min at a 

magnetic stirring of 250 rpm and then for 30 min at a magnetic stirring of 400 rpm (regime B) are 

intact (Fig. 1b). There is a gain of stability of the silica monoliths when the regime B is used. 

 

Figure 1. Macroscopic images of the calcined monoliths prepared by stirring the synthesis gel (a) 

for only 30 min at a vigorously magnetic stirring of 400 rpm, and (b) for 30 min at a magnetic 

stirring of 250 rpm and then for 30 min more at a magnetic stirring of 400 rpm 
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Figure 2. SEM images of the calcined monoliths prepared by stirring the synthesis gel (a) and (b) 

for only 30 min at a vigorously magnetic stirring of 400 rpm, (c) for 30 min at a magnetic stirring 

of 250 rpm and then for 30 min more at a magnetic stirring of 400 rpm (Parent silica monolith M), 

and (d) prepared by applying the treatment in basic medium (Parent silica monolith N) 

 

The SEM images (Fig. 2a, 2b, 2c) show the morphology of the two synthesized monoliths 

mentioned above.  For the monolith prepared under only 30 min of vigorous stirring (400 rpm) a 

macroporous silica skeleton with sponge-like morphology coexisting with several spherical 

particles and holes inside the silica walls, was observed (Fig. 2a). The morphology of this monolith 

is not homogeneous as confirmed by the micrograph displayed in Fig. 2b that shows another 

longitudinal area of the monolith: absence of the sponge-like morphology, presence of larger 

spherical silica particles and several holes in the silica walls. In the case of the monolith synthesized 

by using the stirring regime B only a macroporous silica skeleton with sponge-like morphology 

without defect inside was observed (Fig. 2c). This monolith sample exhibits a homogeneous 
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interconnected macropores network with average pores size of 3 µm and a silica skeleton of 

average thickness of 2–3 µm. Thanks to these differences of the internal structure, this monolith 

(M) exhibited a better mechanical stability after PEO removal upon thermal treatment at 550 °C. 

After the basic treatment a sponge-like morphology with well-defined continuous macroporous 

network similar to the one of monolith M was observed for monolith N (Fig. 2d). 

 

 

Figure 3. (a) N2 adsorption-desorption isotherms at 77 K and (b) pore size distributions of the 

calcined monoliths prepared by the stirring regime A (only 30 min at a vigorously magnetic 

stirring of 400 rpm), the stirring regime B (for 30 min at a magnetic stirring of 250 rpm and then 

for 30 min more at a magnetic stirring of 400 rpm – Parent silica monolith M) 

 

The nitrogen adsorption/desorption isotherms of the two micro/macroporous monoliths obtained 

by two stirring regimes indicate the difference in their textural properties (Fig. 3). The one of the 

monolith synthesized by stirring regime B is type I (according to the IUPAC classifications of N2 

sorption isotherms) indicating the presence of micropores. Meanwhile, the isotherm of the monolith 
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synthesized by stirring regime A is a mixture of type I (microporosity) and type IV with a H2b 

hysteresis (mesoporosity with pores partially blocking due to the pore topology). This means that 

this monolith has both micropores and mesopores in silica skeleton. The presence of mesoporosity 

is due to the formation of silica nanoparticles with brad particle size distribution and/or a 

heterogeneous agglomeration of silica nanoparticles during gelification process. A more 

homogeneous agglomeration of silica nanoparticles has occurred in the case of the monoliths 

synthesized by stirring regime B. The pore size distributions confirm the existence of mesoporosity 

in the monoliths synthesized with stirring regime A. 

These results confirm that the hydrodynamic regime of the ripening phase induced by the stirring 

during the silica monolith synthesis is an important factor to be controlled in order to obtain 

mechanically stable micro-macroporous monoliths. After the simultaneous sol-gel 

transition/spinodal decomposition the obtained monolith is macro and microporous.58 Walls 

delimiting the continuous macroporous network are constituted of aggregated silica nanoparticles, 

which create interparticular microporosity. The magnetic stirring applied during the ripening phase 

can create a vortex at high speed, which generates heterogeneities in the liquid synthesis medium.  

It is assumed that these heterogeneities generate nanoparticles more polydisperse in size and thus 

result in a broad pore size distribution going from micro- to mesopores as observed in Fig 3b.  

It should be noted that the drying and calcination steps have to be carefully respected to avoid any 

perturbation from environment conditions (controlled temperature and relative humidity, no air 

flow). Mechanically stable micro/macroporous silica monoliths M (Regime B) were used for the 

synthesis of the ZSM-5 nanosheets monoliths by pseudomorphism.  
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As expected, the N2 adsorption/desorption isotherm of monolith N is type IV characteristics of 

mesoporous solid (Fig. S1). Textural characteristics determined from the N2 adsorption/desorption 

isotherms of monoliths and M and N are presented in Table 1. The pore size distributions 

determined on nitrogen adsorption branches confirm that for the monolith M the average micropore 

size is <1 nm, and that for the monolith N the average micropore size is of 1.5 nm and the average 

mesopore size is of 14 nm. The microporous volume is very low for monolith N confirming its 

predominant mesoporosity. The post-treatment with NH4OH realized in a second step has created 

large mesopores in the monoliths walls by dissolution/re-precipitation of silica (Ostwald ripening): 

the silica network of monolith M rearranges to form silica nanoparticles that aggregate and form 

mesopores in the interparticles space 60,62. It is noteworthy that this step is controlled by the 

temperature, the amount of base and the treatment duration, resulting in mesopores regular in size, 

which can be controlled from 5 to over 50 nm 61. As a consequence, micropores almost disappear 

and mesoporosity become predominant. A decrease of specific surface is thus observed from 609 

m2/g for the monolith M down to 249 m2/g for the monolith N. Both monoliths M and N were 

characterized by mercury intrusion. The mercury intrusion-extrusion curves and pore size 

distributions are displayed in Fig. 4. Both monoliths M and N are characterized by narrow 

distributed macropores centered at 4.5 and 8 µm, respectively. The appearance of a second step at 

the position of around 14 nm on the mercury intrusion-extrusion curve of monolith N in comparison 

with the curve of monolith M (only one step at 4.5 µm) is noted and consistent with N2 

adsorption/desorption results. The monoliths M and N have a macroporous volume of 0.87 and 

1.40 mL/g, respectively.  
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Figure 4. Mercury intrusion-extrusion curves (left) and pore size distributions (right) of the parent 

silica monoliths M and N 

 

Table 1. Textural properties of the two parent silica monoliths M and N 

 SBET 

(m2/g) 

Vtot
a 

(cm3/g) 

Vmicro
 

(cm3/g) 

Vmeso
a
 

(cm3/g) 

Vmacro
b
 

(mL/g) 

Dmicro
c 

(nm) 

Dmeso
d 

(nm) 

Dmacro
e 

(µm) 

Monolith M 609 0.25 0.25 0.00 0.87 0.5 – 

0.9 

- 3 – 6 

Monolith N 249 1.21 0.03 1.18 1.40 1.2 – 

1.5 

12 – 

15 

6 – 10 

a Mesoporous volume: Vmeso = Vtot – Vmircro total 

b Macroporous volume determined by using mercury intrusion branch 

c,d Micropores and mesopores diameters determined from the pore size distribution 
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e Macropores diameter determined from the pore size distribution deduced from the mercury intrusion branch 

 

ZSM-5 nanosheets monoliths synthesized from macro/microporous silica monoliths. The 

crystallinity of ZSM-5 nanosheets monoliths synthesized by pseudomorphism from the 

micro/macroporous silica monolith M was analyzed by X-ray diffraction (Fig. 5). The XRD peaks 

were indexed and are consistent with pure MFI-type zeolite. The presence of only h0l reflections 

indicates the growth inhibition along the b-axis as expected with the use of C22-6-6 bifunctional 

agent, and confirms the formation of ZSM-5 nanosheets. No halo between 20 and 30° 2θ 

characteristic of amorphous silica was detected indicating the total dissolution of silica walls and 

thus the well crystallization of ZSM-5 nanosheets. 

 

Figure 5. XRD patterns of the ZSM-5 nanosheets monoliths obtained after different durations of 

the hydrothermal treatment at 120°C 
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Fig. 6 displays the photographs of the parent silica monolith M and of the ZSM-5 nanosheets 

monolith M-5-1. The macroscopic shape of the parent amorphous silica monolith was conserved 

after pseudomorphic transformation. The resulting ZSM-5 nanosheets monolith have the same 

length of the parent monolith M but the external surface of the monolith was slightly eroded during 

the synthesis of the ZSM-5 nanosheet monolith M-5-1. It is assumed that a part of the silica 

monolith was dissolved. Although the method was slightly different, Ocampo et al have noticed a 

dissolution of the glass support when zeolitization was performed 67. The yellowish color of ZSM-

5 nanosheets monoliths was attributed to the C22-6-6 bifunctional agent since after calcination at 550 

°C the monolith was recovered white with its initial shape (Fig. S2a). 

 

Figure 6. Photographs showing the shape conservation of the obtained monolith after 

pseudomorphic transformation 

 

SEM images show the change in morphology of all samples after hydrothermal treatment: the 

amorphous silica skeleton has crystallized into ZSM-5 zeolite with nanosheet morphology in all 

cases (Fig. 7). The monolith skeleton is constituted by spheres with a size of 4-6 µm composed by 
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a lamellar stacking of ZSM-5 nanosheets assembled together in the shape of a house of cards. The 

size of the ZSM-5 nanosheets spheres increases slightly with the duration of the hydrothermal 

treatment at 120 °C to reach 6-8 µm after 5 days. Moreover, a decrease of the space between the 

stacked sheets that almost disappears after 5 days at 120 °C was also observed. The TEM images 

confirm the nanosheet morphology with an average thickness of 2 nm for M-5-1 (Fig. 8a). 
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Figure 7. SEM images of (a) the parent silica monolith M, and (f) monolith N and the obtained 

ZSM-5 nanosheets monoliths (b) M-5-0, (c) M-5-1, (d) M-5-2, (e) M-5-5, and (g) N-5-1 

 

 

Figure 8. TEM images of monoliths (a) M-5-1 and (b) N-5-1 

 

The N2 sorption isotherms of the calcined monoliths obtained after different durations of the 

hydrothermal treatment at 120 °C   are a mixture type I at low p/p° and type II-b at high p/p° (Fig. 

9a) 64. The hysteresis in the relative pressure range 0.4<p/p°<1 is characteristic of slit pores 

resulting from the stacking of the nanosheets. The inflexions observed on the isotherms of M-5-0, 

M-5-1 and M-5-2 monoliths at p/p° of about 0.3-0.4 indicate a capillary condensation in small 

mesopores created during the formation of ZSM-5 nanosheets. Indeed, there is no capillary 

condensation observed on the isotherm of the parent monolith. The textural properties determined 

from the N2 sorption experiments are reported in Table 2. 
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Figure 9. (a) N2 adsorption/desorption isotherms at 77 K and (b) pore size distributions of the 

parent M monolith and all obtained monoliths after calcination 

 

Micropores with sizes <1 nm that are assigned to the zeolite framework and secondary micropores 

of 1.5 nm size are observed on the pore size distributions of synthesized monoliths (Fig. 9b). The 

microporous volume of the secondary micropores remains constant (0.01 cm3/g) whatever the 

duration of the hydrothermal treatment at 120 ° C. It is assumed that these secondary micropores 

are formed during the crystallization of ZSM-5 nanosheets because of the presence of the 

bifunctional organic agent. Indeed, secondary micropores of 1.59 nm diameter were also observed 

for ZSM-5 nanosheets powder and conventional MFI microcrystals have only zeolitic micropores 

with size <1 nm with a microporous volume of 0.12 cm3/g 57. An increase of the zeolitic 

microporous volume from 0.07 cm3/g (M-5-0) to 0.12 cm3/g (M-5-1) is observed with an additional 

1-day hydrothermal treatment at 120 °C in static mode (Table 2). But, the microporous volume 

decreases slightly to 0.11 cm3/g after 2 days at 120 °C (M-5-2) and in a more pronounced way to 

reach 0.06 cm3/g after 5 days at 120 °C (M-5-5), because of the redissolution of the nanosheets that 



21 

 

generates bigger particles not completely crystallized. The crystallization rates of obtained ZSM-5 

nanosheets monoliths were calculated by comparing the zeolitic micropores volume to the 

microporous volumes of ZSM-5 nanosheets powder (0.12 cm3/g) and revealed a total 

crystallization for M-5-1 (Table 2). 

 

Table 2. Textural characteristics and crystallization rates of the calcined ZSM-5 nanosheets 

monoliths 

 

SBET 

(m2/g) 

Vtot
a 

(cm3/g) 

Vmicro 

(cm3/g) Vmeso
b

 

(cm3/g) 
Dmeso (nm) 

Crystallization 

ratec (%) 

ze
ol

it
ic

 

se
co

nd
ar

y 

ZSM-5 

nanosheets 57 
486 0.37 0.12 0.02 0.19 4.4 100 

M-5-0 308 0.23 0.07 0.01 0.15 3-6 58.3 

M-5-1 428 0.33 0.12 - 0.20 2.5-6 100 

M-5-2 426 0.32 0.11 0.01 0.20 3-6 91.6 

M-5-5 247 0.26 0.06 - 0.20 2-15 50 

N-5-1 440 0.30 0.12 0.005 0.18 2-8 100 
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a It is noteworthy that for all samples the presence of large mesopores does not allow determining accurately the total 

pore volume 

b Mesoporous volume: Vmeso = Vtot – Vmircro total 

c Crystallisation rate= Vmicro zeolitic/Vmicro zeolitic of reference ZSM-5 nanosheets; Vmicro zeolitic of reference ZSM-5 nanosheets = 0.12 cm3/g 

 

Mercury intrusion experiment was run for the sample M-5-1 with the highest crystallization rate 

(Fig. 10). One step is observed corresponding to a macroporous volume of 0.30 mL/g. It is 

noteworthy that the macropores size around 4.5 µm was conserved after pseudomorphic 

transformation with a highly polydisperse distribution compared to the parent amorphous silica 

monolith that have a narrow distribution of macropores size. Indeed, pore size distribution reveals 

also the presence of meso-/macropores with broad distribution ranging from 20 to 200 nm and 

mesopores of 8 nm with narrow distribution. These additional meso/macropores are the result of 

the stacking of the nanosheets and of the spherical aggregates of nanosheets. 
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Figure 10. Mercury intrusion/extrusion curves (left) and pore size distributions (right) of the parent 

silica monolith M and the obtained monolith M-5-1 after calcination 

 

ZSM-5 nanosheets monolith synthesized from meso/macroporous silica monolith. The optimal 

conditions (i.e. 5 days at 150 °C under stirring and 1 day at 120 °C in static mode) observed for the 

synthesis of ZSM-5 nanosheets monoliths from micro/macroporous silica monolith M have been 

applied to transform the meso/macroporous silica monolith N into a monolith composed by ZSM-

5 nanosheets. 

The photographs of the parent monolith N and the obtained monolith after pseudomorphic 

transformation are displayed in Fig. S3 and show that the shape was conserved but the diameter of 

the monolith was reduced to 70% compared to the diameter of the parent silica monolith N (0.50 

cm for monolith N vs 0.35 cm for monolith N-5-1). Erosion also observed for monolith M appears 

more important for monolith N. It is assumed that it is the result of the additional mesoporosity that 

has increased the dissolution rates while re-precipitation rates were maintained.  

XRD patterns of the obtained monolith N-5-1 show peaks corresponding to the reflections (h0l) 

characteristic of a pure MFI-type zeolite phase, which is consistent with the inhibition of growth 

along the b-axis characteristic of ZSM-5 nanosheets (Fig. 5). 

SEM images show that the amorphous silica skeleton is crystallized into ZSM-5 zeolite with 

nanosheets morphology (Fig. 7). Compared to the M-5-1 the morphology of N-5-1 is slightly 

different with ZSM-5 nanosheets forming a more continuous network and not spherical aggregates. 

The TEM image displayed in Fig. 8b confirms the nanosheet morphology with an average thickness 

of 2 nm. 
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The N2 adsorption/desorption isotherm of monolith N-5-1 displayed in Fig. 11 is very similar to 

the one of M-5-1 monolith and the textural properties are similar (Table 2). The zeolitic 

microporous volume of 0.12 cm3/g corresponds to a crystallization rate of 100% and the mesopores 

size is ranging from 2 to 8 nm. 

 

 

Figure 11. N2 adsorption-desorption isotherms and pore size distributions (inset) of the obtained 

N-5-1 monolith  

 

Monoliths N and N-5-1 were characterized by mercury intrusion-extrusion. Fig. 12 displays their 

mercury intrusion-extrusion curves and pore size distributions. For monolith N-5-1, 2 distinct steps 

are observed: one for macropores of average size of 8 µm corresponding to a macroporous volume 
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of 0.97 mL/g, smaller than the macroporous volume of the parent amorphous monolith (1.40 mL/g) 

and one for smaller macropores pores ranging between 30 and 400 nm and centered at 80 nm, 

which contribute to an additional pore volume of 0.15 mL/g. It is noteworthy the conservation of 

the macropores with an average diameter around 8 µm after pseudomorphic transformation but 

with a wider distribution between 3.5 and 14 µm compared to the narrow macropores size 

distribution (between 6 and 10 µm) observed for the parent silica monolith. Mesopores observed 

by mercury intrusion in the parent silica monolith are no more observed after pseudomorphic 

transformation. However, mesopores were observed by N2 adsorption/desorption experiments as 

well as in the M-5-1 monoliths and attributed to the mesopores created after the elimination of the 

organic agent between the nanosheets packages by calcination (nanosheets do not collapse 

perfectly after calcination).  

 

 

Figure 12. Mercury intrusion-extrusion curves (left) and pore size distributions (right) of the parent 

silica monolith N and the obtained monolith after transformation N-5-1  
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The ZSM-5 nanosheet monolith “M-5-1” and “N-5-1” were analyzed by TGA and two main weight 

losses were observed from 20 and 800 °C (Table S1). The one (3-4 wt.%) in the temperature range 

30 - 110 °C corresponds to physisorbed water and the second one (27-28% wt.%) in the temperature 

range 110 - 700 °C corresponds to the decomposition of the bifunctional structuring agent. There 

are 2 organic cations per unit cell in ZSM-5 zeolite and thus a weight loss of 16.5 wt.% is expected 

43,66. However, the weight loss attributing to the decomposition of the organic cations is higher 

indicating an excess of C22-6-6 surfactant as usually observed for zeolite nanosheets 68,69 and/or some 

dehydroxylation due the presence of defects. 

The molar Si/Al ratio from ICP-OES data for “M-5-1” and “N-5-1” are reported in Table S1. The 

two monoliths show a high Si/Al ratio of 350 and 182 for M-5-1 and N-5-1, respectively. This 

Si/Al is much higher than those measured for ZSM-5 nanosheets beads synthesized under the same 

conditions (about 40) 57.  

It is noteworthy that the ZSM-5 nanosheets monoliths remained intact after the mercury intrusion-

extrusion experiments under a pressure of 400 MPa reflecting a significant mechanical stability 

(Fig. 13). 
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Figure 13. Photographs of the synthetized monoliths M-5-1 and N-5-1 after mercury intrusion-

extrusion experiments 

 

CONCLUSION 

Mechanically stable cylindrical macroporous silica monoliths with only microporosity inside the 

silica skeleton were obtained by optimizing the hydrodynamic regime during ripening phase of the 

synthesis. The good stirring rate with a suitable duration contributed efficiently to the concurrence 

of phase separation and silica condensation processes and further to the compact agglomeration of 

silica particles creating a densified silica wall. In addition, macroporous silica monoliths with 

disordered mesoporosity were generated by applying a treatment step in basic medium to wet silica 

monoliths with only microporosity. 

These two types of silica monoliths having different types of pores, micro/macropores and 

meso/macropores, have been successfully transformed by following a pseudomorphism process 

into ZSM-5 monoliths with nanosheets morphology featuring hierarchical porosities. The 

formation of ZSM-5 nanosheets from the amorphous silica skeleton of the monoliths was 

evidenced by XRD that showed the only presence of h0l reflections characteristic of MFI zeolite 

with inhibition growth along the b-axis. The first attempt was carried out on the micro/macroporous 

silica type monolith. A first 5-day treatment at 150 °C with stirring was found suitable to maintain 

the macroscopic shape of the monolith but not sufficient to obtain a fully crystallized ZSM-5 

monolith. Further crystallization was achieved without losing the monolith shape after an 

additional treatment at 120 °C under static conditions.  A fully crystallized ZSM-5 monolith with 

nanosheet morphology has been obtained after 1 day of supplementary hydrothermal treatment at 
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120 °C. This latter features 3 levels of hierarchical porosity: macropores with an average diameter 

centered at 4.5 µm similar to the parent silica monolith and a volume of 0.30 mL/g, secondary 

meso-/macropores with broad distribution size ranging from 20 to 200 nm and mesopores of 8 nm 

with narrow size distribution resulting of the stacking of the nanosheets and of the spherical 

aggregates of nanosheets. The optimal conditions found for the previously discussed monolith (5 

days at 150 °C under stirring and 1 day at 120 °C in static mode) have been applied to transform a 

meso/macroporous silica monolith. The obtained monolith was fully crystallized into ZSM-5 

monolith nanosheets and present macropores with a main diameter centered at 8 µm similar to the 

macropores size of the parent silica monolith with a volume of 0.97 mL/g, and secondary 

macropores centered at 80 nm contributing to an additional pore volume of 0.15 mL/g.  

Both ZSM-5 nanosheets monoliths obtained from micro/macroporous and meso/macroporous 

silica monoliths by following the same experimental protocol have similar textural characteristics 

although mercury intrusion experiments showed some differences. Such hierarchically porous 

ZSM-5 monoliths with nanosheets morphology are expected to be very efficient for use in 

continuous flow process and industrial applications. 
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