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Plasmonic nano-tweezers use intense electric field gradients to generate optical forces able to trap nano-objects in liquids. However, part of the incident light is absorbed into the metal, and a supplementary thermophoretic force acting on the nano-object arises from the resulting temperature gradient. Plasmonic nano-tweezers thus face the challenge of disentangling the intricate contributions of the optical and thermophoretic forces. Here, we show that commonly added surfactants can unexpectedly impact the trap performance by acting on the thermophilic or thermophobic response of the nano-object. Using different surfactants in double nanohole plasmonic trapping experiments, we measure and compare the contributions of the thermophoretic and the optical forces, evidencing a trap stiffness 20× higher using sodium dodecyl sulfate (SDS) as compared to Triton X-100. This work uncovers an important mechanism in plasmonic nano-tweezers and provides guidelines to control and optimize the trap performance for different plasmonic designs.

Plasmonic trapping opens a powerful avenue to overcome the limitations of conventional optical tweezers. [1][2][3][4][5][6] Nanoparticles, [7][8][9][10][11][12][13][14][15][16][17][18][19][20][START_REF] Ndukaife | High-Resolution Large-Ensemble Nanoparticle Trapping with Multifunctional Thermoplasmonic Nanohole Metasurface[END_REF][START_REF] Hong | Stand-off Trapping and Manipulation of Sub-10 Nm Objects and Biomolecules Using Opto-Thermo-Electrohydrodynamic Tweezers[END_REF][START_REF] Ndukaife | Photothermal Heating Enabled by Plasmonic Nanostructures for Electrokinetic Manipulation and Sorting of Particles[END_REF] quantum dots, [START_REF] Jensen | Optical Trapping and Two-Photon Excitation of Colloidal Quantum Dots Using Bowtie Apertures[END_REF][START_REF] Xu | All-Dielectric Nanotweezers for Trapping and Observation of a Single Quantum Dot[END_REF] proteins, 4,[START_REF] Balushi | A Label-Free Untethered Approach to Single-Molecule Protein Binding Kinetics[END_REF][START_REF] Balushi | Label-Free Free-Solution Single-Molecule Protein-Small Molecule Interaction Observed by Double-Nanohole Plasmonic Trapping[END_REF][START_REF] Balushi | Label-Free Free-Solution Nanoaperture Optical Tweezers for Single Molecule Protein Studies[END_REF][START_REF] Yoo | Low-Power Optical Trapping of Nanoparticles and Proteins with Resonant Coaxial Nanoaperture Using 10 Nm Gap[END_REF] or DNA molecules [START_REF] Kotnala | Playing the Notes of DNA with Light: Extremely High Frequency Nanomechanical Oscillations[END_REF][START_REF] Belkin | Plasmonic Nanopores for Trapping, Controlling Displacement, and Sequencing of DNA[END_REF] can be trapped, paving the way for applications in biochemistry, [START_REF] Kotnala | Double Nanohole Optical Tweezers Visualize Protein P53 Suppressing Unzipping of Single DNA-Hairpins[END_REF][START_REF] Sugiyama | Laser Trapping Chemistry: From Polymer Assembly to Amino Acid Crystallization[END_REF][START_REF] Verschueren | Nano-Optical Tweezing of Single Proteins in Plasmonic Nanopores[END_REF] life sciences, [START_REF] Righini | Nano-Optical Trapping of Rayleigh Particles and Escherichia Coli Bacteria with Resonant Optical Antennas[END_REF][START_REF] Shi | Active Delivery of Single DNA Molecules into a Plasmonic Nanopore for Label-Free Optical Sensing[END_REF][START_REF] Verschueren | Label-Free Optical Detection of DNA Translocations through Plasmonic Nanopores[END_REF] and quantum information processing. [START_REF] Galloway | Plasmon-Assisted Delivery of Single Nano-Objects in an Optical Hot Spot[END_REF][START_REF] Geiselmann | Deterministic Optical-Near-Field-Assisted Positioning of Nitrogen-Vacancy Centers[END_REF][START_REF] Alizadehkhaledi | Isolating Nanocrystals with an Individual Erbium Emitter: A Route to a Stable Single-Photon Source at 1550 Nm Wavelength[END_REF][START_REF] Chang | Trapping and Manipulation of Isolated Atoms Using Nanoscale Plasmonic Structures[END_REF][START_REF] Tuna | Levitated Plasmonic Nanoantennas in an Aqueous Environment[END_REF] While the optical gradient force is now well understood, [START_REF] Novotny | Principles of Nano-Optics[END_REF] the physics of plasmonic trapping is more complex as optical, thermal and fluidic effects are intrinsically entangled.

Plasmonics is bound to absorption losses into the metal, which induce a local temperature gradient around the nanostructure. [START_REF] Baffou | Thermo-Plasmonics: Using Metallic Nanostructures as Nano-Sources of Heat[END_REF][45][START_REF] Jiang | Temperature Measurement in Plasmonic Nanoapertures Used for Optical Trapping[END_REF][START_REF] Jiang | Adhesion Layer Influence on Controlling the Local Temperature in Plasmonic Gold Nanoholes[END_REF][START_REF] Baffou | Applications and Challenges of Thermoplasmonics[END_REF] This temperature gradient then exerts a thermophoretic force on the nano-object as a consequence of the Ludwig-Soret effect. [START_REF] Piazza | Thermal Forces : Colloids in Temperature Gradients[END_REF][START_REF] Piazza | Thermophoresis: Moving Particles with Thermal Gradients[END_REF][START_REF] Braun | Optically Controlled Thermophoretic Trapping of Single Nano-Objects[END_REF][START_REF] Wu | Three Dimensional Nanoparticle Trapping Enhanced by Surface Plasmon Resonance[END_REF] The main physical principle here is that the thermal gradient generates an interfacial fluid flow at the nano-object surface, which in turn moves the object across the solution. While the thermophoretic force can be beneficial to trap some nanoobjects, [START_REF] Braun | Optically Controlled Thermophoretic Trapping of Single Nano-Objects[END_REF][START_REF] Braun | Trapping of Single Nano-Objects in Dynamic Temperature Fields[END_REF][START_REF] Braun | Single Molecules Trapped by Dynamic Inhomogeneous Temperature Fields[END_REF][START_REF] Lin | Light-Directed Reversible Assembly of Plasmonic Nanoparticles Using Plasmon-Enhanced Thermophoresis[END_REF][START_REF] Lin | Interfacial-Entropy-Driven Thermophoretic Tweezers[END_REF][START_REF] Lin | Opto-Thermophoretic Assembly of Colloidal Matter[END_REF][START_REF] Liu | Nanoradiator-Mediated Deterministic Opto-Thermoelectric Manipulation[END_REF] it has also been reported to disturb the trap potential. 12,13,[START_REF] Sugiyama | Laser Trapping Chemistry: From Polymer Assembly to Amino Acid Crystallization[END_REF][START_REF] Jiang | Temperature Measurement in Plasmonic Nanoapertures Used for Optical Trapping[END_REF][START_REF] Wu | Three Dimensional Nanoparticle Trapping Enhanced by Surface Plasmon Resonance[END_REF][START_REF] Shoji | Plasmonic Manipulation of DNA Using a Combination of Optical and Thermophoretic Forces: Separation of Different-Sized DNA from Mixture Solution[END_REF][START_REF] Roxworthy | Plasmonic Nanotweezers: Strong Influence of Adhesion Layer and Nanostructure Orientation on Trapping Performance[END_REF][START_REF] Kotnala | Overcoming Diffusion-Limited Trapping in Nanoaperture Tweezers Using Opto-Thermal-Induced Flow[END_REF] As a consequence of this apparent confusion and the lack for a proper characterization method, the influence of the thermophoretic force and its potential to improve the trap performance are often ignored in plasmonic trapping.

Here, we experimentally quantify the influence of the thermophoretic force in plasmonic trapping and disentangle its contribution from the optical gradient force. We take advantage of the fact that the thermophilic or thermophobic behavior of a nano-object (governing the influence of the thermophoretic force) is not an intrinsic characteristic of the nano-object, but it depends on external parameters, notably the choice of the surfactant or the ionic strength. [START_REF] Piazza | Thermophoresis: Moving Particles with Thermal Gradients[END_REF][START_REF] Lin | Interfacial-Entropy-Driven Thermophoretic Tweezers[END_REF][START_REF] Putnam | Transport of Nanoscale Latex Spheres in a Temperature Gradient[END_REF][START_REF] Braibanti | Does Thermophoretic Mobility Depend on Particle Size?[END_REF][START_REF] Vigolo | Thermophoresis and Thermoelectricity in Surfactant Solutions[END_REF] We use different surfactant conditions to tune the behavior of 28 nm polystyrene nanoparticles between thermophobic and thermophilic. Our experimental data reveal that the surfactant plays a major role in the trap performance: a 20 × larger stiffness is measured with sodium dodecyl sulfate (SDS) as compared to Triton X-100. We relate this difference to the fact that with SDS the nanoparticles become thermophilic, and as they move towards the plasmonic hot spot, the thermophoretic force contributes constructively to the net restoring force. On the contrary with Triton, the nanoparticles are thermophobic: the thermophoretic force pushes the nanoparticles away from the trap, which lowers the trap potential. Revealing here the hidden role of the surfactant provides new directions to better understand and optimize plasmonic trapping. Figure 1a shows a sketch of our experiment using a double-nanohole (DNH) aperture illuminated by a 1064 nm infrared (IR) laser beam focused on a 1 µm² spot. As trapping object, we select red-fluorescent carboxylate-modified polystyrene nanoparticles of 28 nm diameter (Thermofisher reference F8783).

The nanoparticles are diluted in ultrapure water with different surfactants, and no salts are added to the solution, as commonly done in plasmonic trapping to avoid nanoparticle aggregation. 2,3,7,8,12,14,17,20 Instead of using the classical transmission of the infrared laser to monitor trapping, [2][3][4] we take advantage of the fluorescence emission of the nanoparticles which enables to work on a nearly-zero background, [START_REF] Hosokawa | Optical Assembling Dynamics of Individual Polymer Nanospheres Investigated by Single-Particle Fluorescence Detection[END_REF][START_REF] Hosokawa | Cluster Formation of Nanoparticles in an Optical Trap Studied by Fluorescence Correlation Spectroscopy[END_REF] as opposed to transmission measurements which rely on tiny changes of the transmission by a few percent. Importantly in our experiments, the height of the liquid solution containing the nanoparticles on top of the DNH is set to be around 20 µm. This low height ensures that thermally-induced convection does not play a role in our observations, 45,[START_REF] Braibanti | Does Thermophoretic Mobility Depend on Particle Size?[END_REF][START_REF] Vigolo | Thermophoresis and Thermoelectricity in Surfactant Solutions[END_REF][START_REF] Donner | Plasmon-Assisted Optofluidics[END_REF] contrarily to some other configurations where convection flows are used to improve the loading capacity of the trap. [START_REF] Kotnala | Overcoming Diffusion-Limited Trapping in Nanoaperture Tweezers Using Opto-Thermal-Induced Flow[END_REF][START_REF] Roxworthy | Understanding and Controlling Plasmon-Induced Convection[END_REF] A typical DNH structure used in this work is shown in Fig. 1b. Two holes of 100 nm diameter are connected with a gap of 30 nm width and 30 nm length. The DNH is milled by focused ion beam in a 100 nm thick gold film with a 5 nm chromium adhesion layer. This geometry is optimized to yield the best performance around 1064 nm, [START_REF] Zhang | Optimization of Metallic Nanoapertures at Short-Wave Infrared Wavelengths for Self-Induced Back-Action Trapping[END_REF] with 50× local intensity enhancement when the infrared laser polarization is set parallel to the metal apex between the holes (Fig. 1c). The temperature distribution around the DNH is computed numerically (Fig. 1d). In addition to these simulations, we take advantage of the temperature measurements and the extensive characterization of single and double nanohole structures that we have performed recently. [START_REF] Jiang | Temperature Measurement in Plasmonic Nanoapertures Used for Optical Trapping[END_REF][START_REF] Jiang | Adhesion Layer Influence on Controlling the Local Temperature in Plasmonic Gold Nanoholes[END_REF][START_REF] Regmi | Nanoscale Volume Confinement and Fluorescence Enhancement with Double Nanohole Aperture[END_REF] At 5 mW/µm² infrared illumination, we measure a local temperature increase of +12 °C in the DNH and a linear dependence of the temperature increase on the infrared laser power (Supporting Information Fig. S1).

For the trapping experiments, the only varying parameters are the nature and the concentration of the surfactant added to the solution, and the trapping laser power. All the other experimental conditions remain identical. As surfactants, we choose sodium dodecyl sulfate (SDS) and Triton X-100 (Triton). [START_REF] Lin | Interfacial-Entropy-Driven Thermophoretic Tweezers[END_REF][START_REF] Braibanti | Does Thermophoretic Mobility Depend on Particle Size?[END_REF][START_REF] Vigolo | Thermophoresis and Thermoelectricity in Surfactant Solutions[END_REF] For the concentrations used here, we check that the surfactant itself does not induce artifacts in our measurements: at 3 mM SDS or 1.5 mM Triton, similar nanoparticle concentrations and diffusion times are measured by fluorescence correlation spectroscopy (FCS) as in the absence of surfactant (Fig. S2). This ensures that the nanoparticles stay well mono-dispersed and that the presence of SDS or Triton does not induce aggregation of the nanoparticles. SDS is anionic while Triton is nonionic, therefore we exclude any electrostatic interaction with our negatively-charged carboxylate-modified polystyrene nanoparticles. We also check that the presence of the 1064 nm laser does not affect the nanoparticle fluorescence emission (Fig. S2).

Figures 1e,f directly compare trapping experiments performed in the presence of SDS or Triton. With SDS, clear jumps of the fluorescence signal are observed, indicating that a nanoparticle is being trapped. The trapping events with SDS last several tens of seconds before the nanoparticle eventually escapes the trap. Higher SDS concentrations lead to longer trapping times (Fig. 1e). The data recorded with Triton is strikingly different: only short lived bursts, typically lasting about 1 second, are observed, showing that the presence of Triton disturbs the trap potential. These events tend to disappear when the Triton concentration is increased (Fig. 1f, S3-S5). We have also checked that the fluorescence signal vanishes when the trapping laser is blocked, showing that the nanoparticle is not electrostatically adsorbed on the DNH surface, see Fig. S6.

We measure the trap stiffness by analyzing the temporal correlation of the fluorescence intensity recorded during a trapping event. 7,[START_REF] Bar-Ziv | Localized Dynamic Light Scattering: Probing Single Particle Dynamics at the Nanoscale[END_REF][START_REF] Meller | Localized Dynamic Light Scattering: A New Approach to Dynamic Measurements in Optical Microscopy[END_REF][START_REF] Viana | Dynamic Light Scattering from an Optically Trapped Microsphere[END_REF] The theory behind this approach is thoroughly described in the Supporting Information Section S4. Briefly, for a trapped fluorescent nanoparticle, we show that the temporal correlation of the fluorescence intensity decays as exp (-2𝑡/𝜏). The correlation time 𝜏 is given by the ratio of the Stokes drag coefficient 𝛾 and the trap stiffness 𝜅:

𝜏 = 𝛾 𝜅 (1) 
The presence of the DNH walls modify the Stokes drag coefficient, this effect is taken into account by applying Faxen's law: 

where ℎ is the average distance between the center of the nanoparticle and the aperture wall, 𝑅 is the nanoparticle radius and 𝜂 the viscosity of the medium. By assuming that ℎ amounts to 15 nm, the 6𝜋𝜂𝑅 term in the drag coefficient is increased by a factor 2.5 (factors between 1.6 and 3 were used in the previous work by Kotnala and Gordon, 7 our value stands well within this range). The temperature dependence of the water viscosity 𝜂 is also taken into account (Fig. S1). indicating a larger trap stiffness for SDS. For a given surfactant concentration, increasing the trap power lowers the correlation amplitude and reduces the correlation time (Fig. 2b andS7a). This confirms that the higher trap stiffness (due to the higher trap power) indeed leads to lower correlation amplitudes and correlation times. We also change the surfactant concentration while the infrared power is fixed. Increasing the SDS concentration reduces both the correlation amplitude and characteristic time (Fig. 2c), validating the positive effect of SDS on the trap potential. We confirm Triton's negative role as higher Triton concentrations increase the correlation amplitude and characteristic time (Fig. S7b).

Numerical interpolation of the intensity correlation data quantifies the correlation time 𝜏, the results are summarized in Fig. 2d. Then the trap stiffness is computed as 𝜅 = 𝛾/𝜏. For all SDS and Triton concentrations, we find that the trap stiffness follows the expected linear dependence with the trap power (Fig. 2e). From the slope of this line, we determine the intensity-normalized trap stiffness in fN/nm/mW. For 1 mM SDS, the DNH yields a stiffness of 1.0 ± 0.1 fN/nm/mW while for 0.5 mM Triton, the stiffness is about 10× lower at 0.10 ± 0.01 fN/nm/mW. This large difference highlights the importance of the surfactant in the plasmonic trap performance. Comparing our values with works from other groups, a stiffness of 0.1 fN/nm/mW was reported for 20 nm polystyrene nanoparticles trapped in a DNH. 7 The nanoparticles are suspended in water (no surfactant case, which appears similar to 0.5mM Triton in our experiments). Simulations for coaxial apertures indicate trap stiffness of 0.36 fN/nm/mW for 20 nm polystyrene nanoparticles, 19 while connected nanohole arrays achieved 0.85 fN/nm/mW for 30 nm polystyrene nanoparticles in presence of 0.1% Tween 20 surfactant. 20 These different results confirm the consistency of our values for the trap stiffness. Altogether, the results in Fig. 1 and 2 show that the surfactant is a powerful understated way to improve the nano-optical trap performance without changing much the experiment design nor the plasmonic nanostructure itself.

We control that the nature of the gold surface does not influence our observations: covering the gold surface with a self-assembled dithiothreitol monolayer yields similar results to an untreated sample (Fig. S8).

To go one step further, we need to characterize the thermophilic or thermophibic response of the nanoparticles. For this purpose, we switch to an array of gold nanoparticles uniformly deposited on a glass substrate using block copolymer micellar lithography (Fig. 3a, Fig. S9b). [START_REF] Baffou | Thermal Imaging of Nanostructures by Quantitative Optical Phase Analysis[END_REF][START_REF] Kundrat | Shaping and Patterning Gold Nanoparticles via Micelle Templated Photochemistry[END_REF] This sample enables direct observation of the fluorescent signal from the polystyrene nanoparticles. We carefully set the infrared illumination condition to achieve a similar temperature increase as with the DNH experiment (Fig. S9). [START_REF] Jiang | Temperature Measurement in Plasmonic Nanoapertures Used for Optical Trapping[END_REF][START_REF] Baffou | Thermal Imaging of Nanostructures by Quantitative Optical Phase Analysis[END_REF] For the gold nanoparticle array, the collimated infrared illumination intensity (Fig. S9b) is 1000× less than for the DNH trapping, so no gradient optical force is present in these experiments. A sCMOS camera records the fluorescence image of the sample which directly reflects the local concentration of the fluorescent nanoparticles. This scheme allows to follow the thermophoretic movement of nanoparticles upon infrared illumination heating. Figure 3b shows the evolution of the fluorescence intensity in the center of the spot when the infrared laser is turned on (at t = 6 s) and off (at t = 60 s). While all other experimental parameters are strictly identical, in the presence of SDS, we monitor an increase of the fluorescence intensity upon heating, while for Triton the fluorescence decreases (additional traces are shown in Fig. S9). As important check for the dynamic nature of the process (no static agglomeration of nanoparticles), the fluorescence signal goes back to its initial level when the infrared laser is turned off. The fluorescence gain with SDS is related to an increase of the local concentration of fluorescent nanoparticles which tend to gather towards the hot region, featuring a thermophilic behavior. Conversely with Triton, the fluorescence loss corresponds to a drop of the number of nanoparticles in the hot spot as the nanoparticles move away from the hot region with a thermophobic behavior. These experimental results support the earlier reports indicating that 22 nm polystyrene nanoparticles are thermophobic at room temperature in presence of 1 mM Triton, [START_REF] Braibanti | Does Thermophoretic Mobility Depend on Particle Size?[END_REF] while SDS can lead to a thermophilic response. [START_REF] Putnam | Transport of Nanoscale Latex Spheres in a Temperature Gradient[END_REF][START_REF] Vigolo | Thermophoresis and Thermoelectricity in Surfactant Solutions[END_REF] The thermal transport of charged colloids depends on the nature of the particle-solvent interface. We refer the reader to a recent review for a detailed discussion of the origin of this effect. [START_REF] Würger | Thermal Non-Equilibrium Transport in Colloids[END_REF] To quantify the gain or loss of the fluorescence signal, we introduce the quantity ΔF as defined on Fig. 3b. This relative fluorescence intensity change directly reflects the thermophilic/thermophobic response of the nanoparticles in presence of the surfactant. A positive ΔF denotes thermophilic (particles moves towards the hot), while a negative ΔF corresponds to thermophobic. The evolution of ΔF nicely depends linearly on the surfactant concentration, allowing to easily tune the thermophilic/thermophobic response of the nanoparticles (Fig. 3c).

Now we can gather together the intensity-normalized trap stiffness 𝜅 with the thermophilic/thermophobic response ΔF. Figure 4a shows a scatter plot of these two quantities, indicating a clear correlation between the thermophobic/thermophilic response and the trap stiffness.

We discuss in the Supporting Information section S8 the link between the thermophoretic stiffness and the fluorescence change and how these quantities both relate to the Soret coefficient. Having a quantitative measurement for the total trap stiffness 𝜅, we can decompose it into the contribution 𝜅 𝑜𝑝𝑡 stemming from the optical gradient force and the part 𝜅 𝑡ℎ𝑒𝑟𝑚 from the thermophoretic force (Fig. 4b). The contribution from the optical gradient force is assumed to be independent of the surfactant presence (the Supporting Information Fig. S2 checks that the surfactant concentrations used here have a minimal influence on the medium viscosity). Hence we estimate 𝜅 𝑜𝑝𝑡 from the interpolation of the data in Fig. 4a when ΔF =0 and there is no thermophoretic influence (Fig. S10). This approach provides a value of 𝜅 𝑜𝑝𝑡 = 0.6 ± 0.1 fN/nm/mW, which appears well in line with recent experimental and theoretical works. 7,12,19,20,[START_REF] Wu | Three Dimensional Nanoparticle Trapping Enhanced by Surface Plasmon Resonance[END_REF] Then knowing the total stiffness 𝜅 and the optical contribution 𝜅 𝑜𝑝𝑡 , we deduce the thermophoretic contribution as 𝜅 𝑡ℎ𝑒𝑟𝑚 = 𝜅 -𝜅 𝑜𝑝𝑡 (Fig. 4b). This thermophoretic stiffness depends clearly on the surfactant, featuring positive values for SDS and negative values for Triton. For SDS (thermophilic nanoparticles), the thermophoretic force will positively add to the optical force and increase the overall trap stiffness. On the contrary for Triton (thermophobic nanoparticles), the thermophoretic force has an opposite sign to the optical force and will counterbalance the optical gradient influence, thereby lowering the overall trap stiffness. It is important to notice that the stiffness contribution from the thermophoretic force 𝜅 𝑡ℎ𝑒𝑟𝑚 has an amplitude that is similar to the optical contribution 𝜅 𝑜𝑝𝑡 : we find 𝜅 𝑡ℎ𝑒𝑟𝑚 = 0.4 ± 0.1 fN/nm/mW for 1mM SDS and 𝜅 𝑡ℎ𝑒𝑟𝑚 = -0.5 ± 0.1 fN/nm/mW for 1mM Triton. In conclusion, we have demonstrated the unrecognized influence played by the surfactant and the thermophoretic force in plasmonic nano-optical trapping. While all the other experimental conditions remain exactly identical, the nature and the concentration of the surfactant can have a dramatic effect on the trap performance: up to 20 × larger trap stiffness is obtained with 3 mM SDS as compared to 1.5 mM Triton. In presence of SDS, the nanoparticles are thermophilic, and the thermophoretic force adds positively to the optical gradient force, increasing the overall trap stiffness. For Triton however, the nanoparticles become thermophobic, leading to a thermophoretic force with opposite sign to the optical gradient force, lowering the net trap potential. This set of experiments disentangles the thermophoretic contribution from the optical gradient force in plasmonic nano-tweezers. Our procedure can be easily extended to investigate other plasmonic geometries. Altogether, our results help to better understand nano-optical trapping experiments and improve the trap performance by optimizing the surfactant conditions.
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S4. Trap stiffness quantification from the fluorescence intensity time trace

Here we derive the theoretical framework used to determine the trap stiffness from the fluorescence signal time traces. [5][6][7][8] The core idea of the method is to analyze the temporal fluctuations of the fluorescence intensity 𝐼(𝑡) = 𝐼(𝑟(𝑡)) which varies in time as the trapped nanoparticle explores different positions 𝑟(𝑡) inside the trap. For simplicity, we assume that the trapped nanoparticle is a point-like source. Its fluorescence emission inside the trap follows a spatial distribution 𝐼(𝑟) centered around the position 𝑟 = 0. The intensity distribution can be expanded along the three directions 𝑖 = 𝑥, 𝑦, 𝑧 as: 7

𝐼(𝑟(𝑡)) = 𝐼 0 + 1 2 ∑( 𝜕 2 𝐼 𝜕𝑟 𝑖 2 )𝑟 𝑖 (𝑡) 2 𝑖 = 𝐼 0 (1 -∑ 𝑟 𝑖 (𝑡) 2 2𝜔 𝑖 2 𝑖 ) (S1)
where 𝑟(𝑡) is the bead displacement from the equilibrium center position (maximum fluorescence) which is actually time-dependent, 𝐼 0 is the peak intensity and 𝜔 𝑖 is the width at 1/e² of the intensity distribution around the peak in the center of the DNH nanogap.

To analyze the fluctuations of the fluorescence intensity, we compute its temporal correlation function 〈𝐼(0)𝐼(𝑡)〉, where 〈 〉 denotes time averaging. Using the expansion in Eq. (S1), the temporal correlation is given by: 6,7

〈𝐼(𝑟(0))𝐼(𝑟(𝑡))〉 ≅ 𝐼 0 2 [(1 - 1 2 ∑ 〈𝑟 𝑖 2 (𝑡)〉 𝜔 𝑖 2 𝑖 ) 2 + 1 4 ∑ 1 𝜔 𝑖 4 (〈𝑟 𝑖 2 (𝑡)𝑟 𝑖 2 (0)〉 -〈𝑟 𝑖 2 (𝑡)〉 2 ) 𝑖 ] (S2) 
We assume that inside the trap the nanoparticle position follows a Gaussian statistics, hence the last term in the equation above can be simplified as 〈𝑟 𝑖 2 (𝑡)𝑟 𝑖 2 (0)〉 -〈𝑟 𝑖 2 (𝑡)〉 2 = 2〈𝑟 𝑖 (0)𝑟 𝑖 (𝑡)〉 2 :

〈𝐼(0)𝐼(𝑡)〉 ≅ 𝐼 0 2 [(1 - 1 2 ∑ 〈𝑟 𝑖 2 〉 𝜔 𝑖 2 𝑖 ) 2 + 1 2 ∑ 1 𝜔 𝑖 4 〈𝑟 𝑖 (0)𝑟 𝑖 (𝑡)〉 2 𝑖 ] (S3) 
As 〈𝑟 𝑖 2 (𝑡)〉=〈𝑟 𝑖 2 〉 is time independent, the fluorescence intensity correlation 〈𝐼(0)𝐼(𝑡)〉 is directly related to the nanoparticle position correlation 〈𝑟 𝑖 (0)𝑟 𝑖 (𝑡)〉. 6,7 To calculate the position correlation 〈𝑟 𝑖 (0)𝑟 𝑖 (𝑡)〉 , we assume that the nanoparticle undergoes Brownian motion inside a harmonic potential 𝑉. The position of the nanoparticle obeys the Langevin equation:

𝑚 𝑑²𝑟 𝑖 𝑑𝑡² = -𝛾 𝑑𝑟 𝑖 𝑑𝑡 - 𝜕𝑉 𝜕𝑟 𝑖 + 𝑓(𝑡) (S4)
where 𝛾 is the friction constant or Stokes drag coefficient and 𝑓(𝑡) represents the sum of the forces due to the incessant collision of the fluid molecules with the Brownian particles which is treated as an stochastic uncorrelated thermal force. 9 𝑓(𝑡) follows a Gaussian probability distribution with 〈𝑓(𝑡)〉 = 0 and 〈𝑓(𝑡 1 )𝑓(𝑡 2 )〉 = 2 𝛾 𝑘 𝐵 𝑇 𝛿(𝑡 1 -𝑡 2 ) . We define the trap potential as 𝑉 = 1 2 𝜅 𝑖 𝑟 𝑖 2 where 𝜅 𝑖 represents the force constant or effective trap stiffness along each direction. Neglecting the inertial term in Eq. (S4), the Langevin equation can be rewritten as

𝛾 𝑑𝑟 𝑖 𝑑𝑡 + 𝜅 𝑖 𝑟 𝑖 = 𝑓(𝑡) (S5)
This equation can be solved to express 𝑟 𝑖 (𝑡) in terms of 𝑓(𝑡 ′ ):

10 𝑟 𝑖 (𝑡) = 1 𝛾 ∫ 𝑑𝑡 ′ exp (- 𝑡 -𝑡 ′ 𝜏 𝑖 ) 𝑡 -∞ 𝑓(𝑡 ′ ) (S6)
where 𝜏 𝑖 = 𝛾/𝜅 𝑖 . Then the position correlation can be computed [6][7][8] 〈𝑟 𝑖 (0

)𝑟 𝑖 (𝑡)〉 = 〈𝑟 𝑖 2 〉 exp (- 𝑡 𝜏 𝑖 ) (S7)
and the mean square of the position amplitude is given by 〈𝑟 𝑖 2 〉 = 𝑘 𝐵 𝑇/𝜅 𝑖 . Inserting the position correlation Eq. (S7) into eq. (S3) finally gives the intensity correlation:

〈𝐼(0)𝐼(𝑡)〉 ≅ 𝐼 0 2 [(1 - 1 2 ∑ 〈𝑟 𝑖 2 〉 𝜔 𝑖 2 𝑖 ) 2 + 1 2 ∑ 〈𝑟 𝑖 2 〉 2 𝜔 𝑖 4 exp (-2 𝑡 𝜏 𝑖 ) 𝑖 ] (S8) 
In practice, it is more convenient to work with the intensity-normalized correlation function 𝐺(𝑡) = 〈𝛿𝐼(0)𝛿𝐼(𝑡)〉/〈𝐼(𝑡)〉 2 , where 𝛿𝐼(𝑡) = 𝐼(𝑡) -〈𝐼〉 is the intensity fluctuation around the average. Assuming that the nanoparticle is trapped strongly and remains near the trap center, the mean square displacement 〈𝑟 𝑖 2 〉 can be neglected as compared to the trap dimensions 𝜔 𝑖 . Equation (S8) can then be further simplified to ) where the correlation time is given by

𝜏 𝑖 = 𝛾 𝜅 𝑖 (S10)
The Stokes drag coefficient of the solution is primarily determined by 6𝜋𝜂𝑅 where 𝑅 is the 14 nm nanoparticle radius and 𝜂 the viscosity of the medium (computed along Fig. S1b). To account for the presence of the DNH walls, the drag coefficient is modified by applying Faxen's law: 11 𝛾 = 6 𝜋 𝜂 𝑅 (

where ℎ is the average distance between the center of the nanoparticle and the aperture wall. We assume that ℎ amounts to 15 nm in the gap of the DNH with dimensions 30 nm x 30 nm, so that the additional Faxen's term in Eq. (S11) increases the 6𝜋𝜂𝑅 term by a factor 2.5. 5 From the analysis of the fluorescence intensity correlation function 𝐺, the correlation time 𝜏 𝑖 is deduced. Using Eqs. (S10) and (S11), the trap stiffness is finally obtained as 𝜅 𝑖 = 𝛾/𝜏 𝑖 . Theoretically, the variations of the trap potential along the three different directions 𝑖 = 𝑥, 𝑦, 𝑧 could be assessed. However, we find experimentally that the correlation functions are quite noisy for short lag times below 10 µs which makes their fitting very inaccurate. Hence to decide to focus mainly on the term in the sub-ms range which we assign to the gradient along the 𝑧 direction.

The correlation amplitude evolves as

( 〈𝑟 𝑖 2 〉 𝜔 𝑖 2 ) 2 = (𝑘 𝐵 𝑇) 2 𝜅 𝑖 2 𝜔 𝑖 4 .
It is therefore proportional to 𝜅 𝑖 -2 so that a higher trap stiffness (due to the surfactant or the trap power) will lead to a reduced correlation amplitude.

We find that the experimental correlation functions are quite noisy for very short lag times below 10 µs. This noise currently prevents any reliable investigation for correlation times below 10 µs as the numerical fits are very inaccurate in this range. To compare the trap stiffness for different surfactant conditions, we decide to focus on the correlation term in the sub-ms range which we assign to the gradient along the 𝑧 direction.

Moreover, we find that additional correlations occurring on times larger than 10 ms tend to randomly affect the data. These fluctuations may be induced by the presence of another nanoparticle around the trap which competes with the nanoparticle being trapped. 12,13 Other sources of noise such as mechanical drifts or fluorescence photobleaching may also affect the long-term stability of the fluorescence signal. The amplitude of this long-term contribution depends a lot on the selection of the time interval used to compute the correlation function. Hence we do not use it to determine the trap stiffness, but we still account for its contribution for a better fitting of the correlation data.

With these considerations, the experimental fluorescence correlation is fitted using the model: 

𝐺(𝑡) = 𝜌 1 exp (-2 𝑡 𝜏 ) + 𝜌 2 1 + 𝑡 𝜏 𝐿 ( 

S10. Additional method details

DNH fabrication

Double nanohole apertures are milled on substrates consisting of 150 µm thick borosilicate glass on top of which a 5 nm chromium layer and a 100 nm gold layer are deposited by electron-beam evaporation (Bühler Syrus Pro 710). The DNH structures are then directly milled by focused ion beam (FEI dual beam DB235 Strata) using a gallium ion source with 30 kV voltage and 10 pA beam current.

Surfactants and nanoparticles

Sodium dodecyl sulfate and Triton X-100 are purchased from Sigma Aldrich and used directly without further purification. The fluorescent nanoparticles used as objects for the trapping experiments are purchased from Thermofisher Invitrogen (ref F8783). They are carboxylate-modified polystyrene nanospheres with 28 nm diameter (this is the actual diameter measured by the manufacturer and confirmed by our FCS analysis in the Supporting Information Fig. S2). The polystyrene nanoparticles are doped with dark red fluorescent dyes with absorption/emission maxima at 660/680 nm. For the trapping experiments, the fluorescent nanoparticles are diluted to a final concentration of 4.25 × 10 11 particles/mL. All dilutions are performed in ultrapure water with conductivity 18.2 MΩ.cm (Merck Millipore DirectQ-3 UV). No salts are added to the solution.

Experimental setup

We use an inverted confocal microscope with a continuous wave 1064 nm laser (Ventus 1064-2W) for trapping. In addition to this infrared laser, we overlap a 635 nm pulsed laser diode (Picoquant LDH-P-635) at 80 MHz repetition rate and 5 µW average power to excite the fluorescence from the polystyrene nanoparticles. Both lasers are focused by a high NA microscope objective (Zeiss Plan-Neofluar 40x, NA 1.3, oil immersion) to spot diameters of 1 µm and 0.6 µm for the 1064 and 635 nm lasers respectively. The infrared illumination intensity expressed in this paper (in mW/µm²) includes the 50% transmission of the objective at 1064 nm. The fluorescence from the nanoparticles is collected by the same microscope objective in epi-configuration. A set of dichroic mirrors, long pass filters, 30 µm confocal pinhole and bandpass filters ensures that only the fluorescence light is detected, and not the scattered light by any of the two lasers. Two avalanche photodiodes (Picoquant MPD-5CTC) separated by a 50/50 beam-splitter record the fluorescence photons in the 650-690 nm spectral range. The use of two photodiodes avoids the afterpulsing issue in fluorescence correlation spectroscopy (FCS) and make sure there is no artefact in the correlation data even for short lag times below 1µs. The photodiode output is connected to a time correlated single photon counting module (Picoquant Picoharp 300 with PHR 800 router) with time-tagged time-resolved (TTTR) option. All the fluorescence time traces are analyzed with the Symphotime 64 software (Picoquant) enabling to compute the intensity time trace and the intensity relation function. Only trapping events lasting more than 1 s are retained for analysis. We have also checked the ergodicity of our data: similar correlation times were obtained by analyzing a long trapping event than by averaging several correlation times obtained from different shorter trapping events.

Figure 1 .

 1 Figure 1. Investigating the influence of the surfactant in plasmonic nano-optical trapping. (a) Scheme of the optical setup combining an infrared laser beam for trapping with a fluorescence microscope. (b) Scanning electron microscopy image of a double nanohole aperture with 100 nm hole diameter, 30 nm gap width and 30 nm gap length. (c)-(d) Numerical simulations of the intensity enhancement in the middle of the gold layer and the temperature increase for 5 mW/μm² illumination at 1064 nm with linear vertical polarization. (e,f) Fluorescence time traces for different surfactant concentrations and infrared laser powers.

Figure 2 .

 2 Figure 2. Quantifying the trap stiffness. (a) Correlation functions (thin lines) and numerical fits (thick lines) computed from the fluorescence intensity recorded during a trapping event in presence of 1 mM SDS or 1 mM Triton. (b,c) Evolution of the fluorescence correlation for different trap powers (b) and different SDS concentrations (c). (d) Correlation times extracted from the numerical fits in (a-c) as a function of the trap power. The trap stiffness 𝜅 is deduced from the correlation time 𝜏 by 𝜏 = 𝛾/𝜅, where 𝛾 is the Stokes drag coefficient.(e) Evolution of the trap stiffness as a function of the trap power. Lines are numerical fits.

Figure 3 .

 3 Figure 3. The thermophilic/thermophobic response of the nanoparticles is controlled by the surfactant. (a) Sketch of the experiment for fluorescence imaging. (b) Temporal evolution of the normalized fluorescence intensity when the heating infrared laser is switched on and off. An intensity increase correspond to a thermophilic behavior as more nanoparticles gather towards the infrared laser spot. Conversely, a fluorescence decrease show a thermophobic response. (c) The maximum relative gain or loss ΔF in the fluorescence intensity is controlled by the surfactant.

Figure 4 .

 4 Figure 4. Quantifying the surfactant role and the thermophoretic force. (a) Plot of the intensity-normalized trap stiffness as a function of ΔF. The line is a guide to the eyes. From the value extrapolated for ΔF=0 (no thermophoretic force), we deduce a trap stiffness𝜅 𝑜𝑝𝑡 which we attribute only to the optical force. (b)Decomposition of the total trap stiffness as a sum of the stiffness due to the optical force 𝜅 𝑜𝑝𝑡 (independent on the surfactant) and the one attributed to the thermophoretic force 𝜅 𝑡ℎ𝑒𝑟𝑚 (surfactant-dependent, positive for thermophilic behavior, negative for thermophobic).

Figure S2 .

 S2 Figure S2.Control that the surfactant alone does not modify the Brownian diffusion properties of the nanoparticles and does not induce aggregation or agglomeration of the nanoparticles. This set of experiments is performed within a water-based solution on top of a glass coverslip using a confocal microscope. There is no gold and hence no temperature gradient and no thermophoretic force here. The surfactant concentrations correspond to the highest used in this work: 3mM for SDS and 1.5mM for TritonX-100. (a) Fluorescence time traces of the 28 nm nanoparticles. The 635 nm laser intensity used to excite the nanoparticle fluorescence is 5 µW/µm², while the 1064 nm laser intensity is set to 10 mW/µm² as for the trapping experiments. At this power level, no influence of the infrared laser beam is seen neither on the fluorescence photophysics nor on the nanoparticles diffusion properties. The fluorescence bursts stemming from the diffusion of single nanoparticles across the confocal detection volume have similar peak intensities and burst durations. (b) FCS analysis of the time traces in (a). From the numerical interpolation of this data using a standard 3D Brownian diffusion model,4 we deduce the average number of nanoparticles in the confocal detection volume (c) and their FCS diffusion time (d). Both the number of nanoparticles and their diffusion time appear to be unaffected by the presence of the surfactant.

Figure S5 .

 S5 Figure S5. (a) Fluorescence intensity time traces recorded while trapping individual 28 nm fluorescent polystyrene nanoparticles with either 1 mM SDS (a) or Triton (b) under otherwise identical conditions. The insets show a close-up view of a trapping event together with an exponential fit. The bin time is 0.5 ms for the expanded views and 10 ms for the other traces. The transition time when the nanoparticle enters the trap appears to be significantly longer in the presence of Triton (3.7 ms) as compared to SDS (estimated to 1 ms, here we are limited by the 0.5 ms time resolution of our instrument). This longer transition time is another indication that the DNH trap stiffness differs between SDS and Triton.

Figure S6 .

 S6 Figure S6. Fluorescence time traces showing that the nanoparticle is released (drop of fluorescence signal) when the infrared trapping laser is blocked for 2 mM SDS (a) and 1.5 mM Triton (b). The red laser for fluorescence excitation is constantly on during the whole experiment.

  Figure S7. (a) Correlation functions (thin lines) and numerical fits (thick lines) computed from the fluorescence intensity recorded during a trapping event in presence of 1 mM Triton for different trap powers. (b) Influence of the Triton concentration on the correlation data for a fixed trap power.
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Quanbo Jiang, 1 Benoît Rogez, 1 Jean-Benoît Claude, 1 Guillaume Baffou, 1 Jérôme Wenger Hence we can conclude that our observations are not affected by the nature of the gold surface. The presence of the self-assembled monolayer may also reduce the net concentration of SDS in the solution as some SDS molecules may bind to the self-assembled monolayer, as shown previously for a cysteamine monolayer on gold. 15 For the DTT self-assembled monolayer formation, the gold surface is cleaned with air plasma for 20 minutes (Diener Zepto 50 W) then immediately afterwards the sample is dip into a 8 mM solution of DTT in ethanol. After 12 hours incubation at room temperature, the sample is thoroughly rinsed with ethanol to keep only a self-assembled monolayer on the gold surface. 14

S8. Relationship between the thermophoretic stiffness and the fluorescence change

Here we show that the thermophoretic stiffness 𝜅 𝑡ℎ𝑒𝑟𝑚 and the fluorescence change ΔF are connected to each other by the Soret coefficient 𝑆 𝑇 which is defined as the ratio of the thermophoretic mobility DT by the translational diffusion coefficient for Brownian diffusion D: 𝑆 𝑇 = 𝐷 𝑇 /𝐷. 17,18 The thermophoretic force is given by 𝐹 𝑡ℎ𝑒𝑟𝑚 = -𝑘 𝐵 𝑇𝑆 𝑇 ∇𝑇, where 𝑘 𝐵 is Boltzmann's constant, 𝑇 the local temperature and 𝑆 𝑇 the Soret coefficient. 19 So, the thermophoretic stiffness 𝜅 𝑡ℎ𝑒𝑟𝑚 is proportional to 𝑆 𝑇 .

The Soret coefficient also determines the steady-state nanoparticle concentration gradient given by ∇𝐶/𝐶 = -𝑆 𝑇 ∇𝑇. 17,18 The fluorescence change ΔF is connected to this nanoparticle concentration change, and hence to the Soret coefficient 𝑆 𝑇 . Therefore, both 𝜅 𝑡ℎ𝑒𝑟𝑚 and ΔF are proportional to 𝑆 𝑇 and thus to each other.

In the case of the fluorescence change ΔF though, the proportionality is only an approximation valid in the linear regime. Additional effects (triplet blinking, nonradiative rate change due to temperature) may introduce deviations from this linear dependence. 1 The theoretical thermophoretic stiffness can be estimated using 𝜅 𝑡ℎ𝑒𝑟𝑚 = 𝑘 𝐵 𝑇𝑆 𝑇 ∇𝑇/𝛿𝑥. The thermal energy 𝑘 𝐵 𝑇 at 12°C above room temperature amounts to 4.22e-21 J or 4220 fN.nm. The Soret coefficient 𝑆 𝑇 is estimated to 0.3 K -1 from Ref. 20 . Our numerical simulations (Fig. 1d and Ref. 1 ) estimate the thermal gradient ∇𝑇 around 10 K/µm at 5 mW/µm² illumination intensity. The lateral displacement around equilibrium 𝛿𝑥 is taken equal to 5 nm. With these reasonable estimates, the theoretically expected thermophoretic stiffness 𝜅 𝑡ℎ𝑒𝑟𝑚 amounts to 0.5 fN/nm/mW. This calculation corresponds very well to the values in Fig. 4b as we find 𝜅 𝑡ℎ𝑒𝑟𝑚 = 0.4 ± 0.1 fN/nm/mW for 1mM SDS and 𝜅 𝑡ℎ𝑒𝑟𝑚 = -0.5 ± 0.1 fN/nm/mW for 1mM Triton. 

Numerical simulations

Simulations of the electromagnetic intensity and the temperature distributions around the DNH are performed using COMSOL Multiphysics with the "Electromagnetic Waves, Beam Envelopes" and "Heat Transfer in Solids" modules. The refractive index for gold and chromium are taken from Johnson and Christy, while the thermal parameters for the materials are taken from the COMSOL library. 2 We use the automatic mesh from COMSOL with tetrahedrons of 5 nm side length in the structure. The illumination at 1064 nm is set along a Gaussian distribution with a 1 µm waist and a linear polarization perpendicular to the axis joining the two apertures in the DNH. The reference E0 is taken as the electric field amplitude at the center of the incoming beam.