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Abstract 

4-benzenethiol-functionalized High Surface Area Graphite powder was prepared and 

decorated with bimetallic Cu100-xRhx nanoparticles (NPs) to serve as electrocatalysts for the 

reduction of nitrates. In the first step, the HSAG powder was grafted with in situ generated 

diazonium compounds from 4-aminothiophenol (ATP), in acidic medium using NaNO2 for the 

diazotization process. The surface composition was tuned using different initial quantities of 

ATP. The surface XPS-determined S/C atomic ratio was found to increase stepwise with the 

initial amine quantity. In a second step, the grafted and untreated HSAG powders were deco-

rated with Cu100-xRhx NPs by a wet chemical method and the elemental composition of the 

end composites assessed by EDS-SEM and ICP, whereas TEM and EDS-TEM served to 

characterize the NPs morphology and their composition at the nanometer scale. In all cases, 

the NP size was invariably found to be ~1.7 nm but with a size distribution becoming narrow-

er under increasing grafting rate and the global composition enriched in copper. Voltammetry 

was performed with a cavity microelectrode to evaluate the electrocatalytic performances of 

the composites for nitrate reduction. Increasing diazonium grafting led to a progressive 

reduction of the peak current intensity and a shift of the peak potentials towards cathodic 

values. Maximum intensity was obtained for 0.005 µmol of diazonium salt per mg of HSAG, 
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with a gain of 40 % in comparison to the best untreated sample. This improvement and a 

change of the voltammogram characteristics after grafting seem to result from modifications 

of the local composition at the level of NPs that differs from the global composition. This 

work conclusively shows that diazonium surface modification is important not only to attach 

electrocatalytic NPs to carbon supports but also to provide narrower size distribution of the 

electrocatalysts together with finely tuned catalytic properties. 

 

Keywords: Carbon powder grafting, diazonium salt, copper–rhodium nanoparticles, nitrate 

electroreduction, cavity microelectrode. 

 

 

1 Introduction 

The electrocatalytic reduction of nitrates is considered as a promising alternative to bio-

logical or physical treatments used for wastewater remediation. Electrocatalysis emerged in 

recent years as a highly efficient, low-cost strategy to readily remove toxic species such as 

nitrates 
1,2

. It is thus essential to design nanometer-scale catalysts with narrow size distribu-

tion and evenly dispersed on- or mixed with- electrode material supports such as sp² carbon. 

As metallic nanocatalysts are high surface energy materials they tend to stick to each other 

and agglomerate in the case of mixing with the support 
3
. An alternative consists in synthesiz-

ing in situ the nanocatalysts in the presence of the support. Although this procedure is simple 

and straightforward, agglomeration of the in situ generated nanocatalysts is likely to occur. 

This shortcoming could be solved using functionalized supports which complex the metal 

ions before their in situ reduction into immobilized catalytic metallic nanoparticles 
4–9

. In the 

recent years, carbon nanomaterials were functionalized using a variety of ways such as 

thermal treatment of azides to provide nitrenes in the presence of carbon nanotubes
10

, Diels-

Alder [4+2] cycloaddition
11

, sulfonylation
12

 or amidation
13

.  

Among the numerous compounds employed to modify (nano)materials, diazonium salts 

emerged as remarkable surface modifiers, particularly suitable for carbon (nano)materials 

such as carbon nanotubes
14

 and serve as coupling agents for the robust attachment of nanopar-

ticles to surfaces
15,16

. The rationale for using diazonium compounds for this purpose lies in 

their ability to readily react with sp² carbon (nano)materials without any reducing agent 
17–19

 

which facilitates the decoration of supports by functional nanomaterials and other ultrathin 

coatings 
20–23

. Particularly, in the domain of (electro)catalysis, the immobilization of nano-
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catalysts on modified carbon nanotubes (CNTs) has been explored by Guo and Li 
24

 and 

others and reviewed by Compton and co-workers 
3
. For example, Guo and Li 

24
 have explored 

this way for the first time with the in situ synthesis of silver CNTs grafted with a monolayer 

of 4-aminophenyl groups via the electrochemical reduction of the corresponding nitroben-

zenediazonium salt. Then, they electrochemically reduced the nitro groups to the 

corresponding amine. Afterwards a silver salt was adsorbed on the aminophenyl monolayer 

and silver NPs were generated for the electrocatalysis of methanol oxidation. In a similar way, 

palladium NPs (2.5 nm) were produced via a potentiostatic reduction and tested for hydrazine 

electro-oxidation and demonstrated a higher electro-activity than the non-grafted samples. 

Another work 
25

 described a protocol for the immobilization of copper nanoparticles on 

grafted surfaces consisting to reduce a CuSO4 salt by NaBH4 in presence of a surfactant. 

Recently, graphene has attracted much attention as support for metallic nanocatalysts. Its 

diazonium modification permitted to immobilize palladium nanocubes and the end modified 

graphene/catalyst served for the electrooxidation of formic acid.
26

 

As far as Vila et al 
27

 are concerned, they have studied bimetallic electrocatalysts for an 

application in nitrate electroreduction. In a first step, the carbon was grafted with sulfonate 

groups by the electroreduction of the corresponding diazonium compound. In a second step, 

copper ions were adsorbed on the modified surface and reduced to metallic copper by electro-

chemical reduction. Copper-platinum based material were then obtained by the replacement 

of copper by immersion in a K2PtCl6 aqueous solution through a redox reaction between 

Cu(0) and Pt(IV). Various compositions were obtained for different reaction times. Afterwards 

the materials were tested for nitrate electroreduction, however no synergistic effect was 

observed for this bimetallic system. 

Bimetallic materials are particularly interesting for the electrochemical reduction 

 of nitrate due to synergistic effects occurring between the two metals 
1
. Among all possible 

metal combinations, Comisso et al. 
28

 have shown the interest of the copper-rhodium system 

by synthesizing electrodeposited films with different compositions Cu100-xRhx (x being the 

atomic % of rhodium). They found that the higher electrocatalytic activity was obtained for 

Cu30Rh70, with a current intensity slightly lower than that on copper (factor 0.86) but with a 

gain in potential of ~300 mV by comparison with copper and a gain in intensity of 5.4 times 

by comparison with rhodium. Recently, some of us have studied composites consisting of 

nanoparticles (NPs) of rhodium, copper and Cu100-xRhx in a high-surface area graphite
29

.  It 

The best composite, obtained for the composition Cu48Rh52, was 7.5 times more effective than 

pure rhodium. was possible to obtain ultra-small nanoparticles with an average diameter ~2 
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nm, however, some agglomerates were observed during TEM observations. An envisaged 

approach for improving the dispersion of the NPs is to firstly functionalize the carbon surface 

and then to produce the NPs on this modified surface. This is the rationale we have adopted 

and tested based on the composite with the highest catalytic efficiency (i.e. Cu48Rh52/HSAG). 

Herein, we take advantage of the surface chemistry of diazonium salts to modify HSAG 

powder particles in order to have a reactive platform for the in-situ deposition of bimetallic 

Cu100-xRhx nanoparticles. We have reasoned that the facile functionalization of carbon materi-

als with diazonium salts will serve not only to anchor the bimetallic nanoparticles but also to 

disperse them evenly on the surface of the support, an issue that has not been envisioned in 

our previous work. One key issue of the present study is the tuning of dispersion state of the 

nanocatalyst and of their electrocatalytic activity. Although, metallic nanocatalysts were 

coated on diazonium-modified electrode materials in a variety of innovative strategies 
3,24,30,31

, 

to the very best of our knowledge this work is unique in the sense that (i) it tackles the modi-

fication of HSAG prior to decoration with bimetallic and not with single metal nanoparticles, 

(ii) it concerns HSAG and not the costly CNTs, and (iii) it aims at addressing the environmen-

tal issue of  nitrates in water with high performance composite catalysts with finely tuned 

catalytic features. All in one, this paper combines the best of two worlds: evenly dispersed 

nanocatalysts on diazonium-modified HSAG and electroreduction of nitrates. This is what has 

motivated this investigation.  

 

2 Experimental 

Grafting procedure and XPS analyses. A high surface area carbon powder HSAG500 

from Imerys Graphite & Carbon was beforehand grafted via the procedure schemed in Figure 

1. For the sake of clarity, only monomolecular grafting is schematically shown, whereas aryl 

oligomers are likely to form
32

 as indisputably demonstrated by time of flight secondary ion 

mass spectroscopy
33

. 

 

Figure 1. Scheme of the one pot synthetic route used for grafting benzenethiol groups on HSAG. 
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A series of samples has been synthesized with different grafting rate expressed as the ra-

tio between the number of mole of 4-Aminothiophenol (ATP) per mg of HSAG used: 0, 

0.005, 0.05, 0.5 and 3.3 ATP/HSAG (µmol/mg). 

The detailed chemical procedure for grafting is as follows: 200 mg of HSAG carbon are 

dispersed in 50 mL of water under sonication for 5-10 minutes. To this dispersion, an ATP 

solution is added, that is prepared by dissolving an appropriate amount of ATP in 5 mL of 

37% HCl (corresponding to the chosen ratio ATP/HSAG). The mixture is sonicated for 5-10 

minutes and then placed in an ice water bath. A cooled solution of NaNO2 is then added at a 

concentration equal to the ATP concentration. The reaction is carried out under agitation for 

one hour and then the suspension is centrifuged to recover the grafted HSAG. It is washed 5 

times and then dried in an oven at 60°C. The powder is then ready for XPS analysis and to be 

decorated with nanoparticles. This simple and efficient “beaker chemistry” procedure permits 

to prepare aryl-modified HSAG powder particles in high yield, for further in situ deposition 

of nanocatalysts, insertion in the cavity microelectrode and finally electrocatalytic testing. 

Surface composition of the HSAG samples was determined by XPS using a K Alpha 

apparatus (Thermo, East Grinstead, UK) fitted with a monochromatic Al K X-ray source 

(h=1486.6 eV). Experimental parameters were the following: X-ray spot size = 400 µm; pass 

energy = 80 eV (narrow regions) and 200 eV (survey spectra); step size = 0.1 eV (narrow 

regions) and 1 eV (survey regions); dwell time = 100 ms. The compositions were determined 

using the manufacturer’s sensitivity factors. Given the X-ray spot size of 400 µm, we assume 

that XPS gives a good average surface composition of the HSAG particles (modified with aryl 

groups and post-decorated with nanocatalysts). 

 

Synthesis of the (bi)metallic NPs/HSAG composites. Composites of Cu100-xRhx nano-

particles (with x the atomic percent (at.%) of rhodium) dispersed in non-grafted/grafted 

carbon were synthesized via a wet chemical synthesis described in detail elsewhere 
29

. Briefly, 

the chemical synthesis of the nanoparticles consists to impregnate 75 mg of the carbon pow-

der by 18 mL of an aqueous metal salts solution containing a mixture of RhCl3 and CuSO4 

salts in presence of a surfactant CTAB (Cetyl Trimethyl Ammonium Bromide), the pH of the 

solution being adjusted at 2.  

Five samples were prepared under Condition 1: 2.5 mmol L
-1 

RhCl3 and 2.5 mmol L
-1 

CuSO4, i.e. the one allowing the composition (Cu48Rh52) that gives the highest electrocatalytic 

current in the absence of grafting. These samples were obtained with HSAG carbon with 

different grafting rates (at 0, 0.005, 0.05, 0.5 and 3.3 ATP/HSAG, µmol/mg). Because we 
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found out that using grafted HSAG and Condition 1 bimetallic NPs with a richer copper 

content were obtained, a sixth sample was synthesized with non-grafted HSAG under Condi-

tion 2: 2 mmol L
-1 

RhCl3 and 3 mmol L
-1 

CuSO4), to allow the comparison between grafted 

and non-grafted HSAG for bimetallic NPs of the same composition. 

In both conditions, the metal mass fraction in the composite is expected to be 10 wt%. 

After the impregnation step, a 0.1 mol L
-1

 NaBH4 aqueous solution is added to the mixture to 

reduce metal ions Rh(III) and Cu(II) respectively to Rh(0) and Cu(0). The composite is then 

washed with water, rinsed with ethanol and dried at 60°C. 

 

Structural characterization and determination of the composition. A series of graft-

ed samples (at 0, 0.005, 0.05, 0.5 and 3.3 ATP/HSAG, µmol/mg) leading to various metal 

compositions. ICP-OES measurements were performed with a Varian Vista-Pro to determine 

in each case the metal content and composition. For that purpose, the composites (20 mg) are 

treated overnight in Aqua Regia (3 mL HCl 37% + 1 mL HNO3 65%) under sonication in a 

closed PTFE vial at 130°C to oxidize and solubilize the metals. The HSAG powder is filtered 

out and the filtrate is completed at 100 mL with water before analysis. 

Scanning Electron Microscopy (SEM) images and Energy Dispersive X-ray Spectros-

copy (EDS) were obtained with a Merlin FEG microscope from Zeiss equipped with AZtec 

systems (EDS Advanced, HKL Advanced Nordlys Nano, Oxford Instruments). The bimetallic 

composition was also estimated by EDS performed under the scanning mode over 90 µm
2
 of 

the composite powders spread out on carbon tape, at 10 kV and 150 pA.  

Microstructural observations were performed by Transmission Electron Microscopy 

(TEM) with a 200 kV FEG TEM (FEI Tecnai F20 equipped with a Gatan CCD Camera Orius 

1000, point to point resolution 0.24 nm). The mean NP size has been determined by statistical 

analyses of several TEM images using the software ImageJ
34

 . Elemental characterization of 

nanoparticles was performed by Energy Dispersive Spectroscopy (EDS) with an EDAX 

Octane an EDAX Octane T Optima windowless SDD detector and the EDAX TEAM soft-

ware. The quantification was made by means of the Cliff-Lorimer method
35

. 

 

Electrochemical characterization. Electrochemical measurements were carried out 

with a classical 3-electrode cell using an Autolab PGSTAT 30 potentiostat. The working 

electrode was either a latex electrode, also called macroelectrode, either a homemade cavity 

microelectrode (CME), with a platinum wire (diameter 50 µm, depth 70 µm) which fabrica-

tion and use is described elsewhere 
36

. Elaboration of the latex electrode consists to prepare a 
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film by mixing 81-83 % of the composite and 17-19% of PTFE (PolyTetraFluoroEthylene) as 

binder, then to press ~5 mg of this film on an inox grid which is fixed on a gold wire as 

current collector.  

A cavity microelectrode is a tool very well adapted to the composites investigated in 

this study since it allows working directly with powders free of binder. Thanks to its small 

dimensions, it is possible to achieve higher scanning rates than with latex electrodes (i. e. 

without ohmic distortion). The powder material is placed in the cavity by simple mechanical 

pressure of the electrode tip on the powder. After electrochemical experiments, the cavity is 

unloaded under sonication for 5 minutes in distilled water.  

The counter electrode was a platinum wire. A KCl Saturated Calomel Electrode was 

used as reference electrode for the measurements but in the followings, potentials are ex-

pressed versus the Reversible Hydrogen Electrode (V/RHE). The electrolyte was a 0.1 mol L
-1

 

KOH aqueous solution and the electrochemical experiments were carried out under argon 

atmosphere. In all cases, a few cyclic voltammograms (CV) were recorded until a stable 

response was obtained. Only the first stable CV (2
nd

 or 3
rd

 CV usually) is taken into account 

so as to avoid any parasitic signal (e. g. reduction of dioxygen trapped in HSAG or metal 

oxides traces).  

CV normalization. To compare the EC response of the different samples, we apply a 

normalization procedure to correct both filling deviations and metal content differences in 

samples. For this purpose, we choose a sample as reference (Cu48Rh52, non-grafted) for which 

we have determined the capacitive current (noted iC-Ref), related to the (non-grafted) surface 

area of HSAG cycling in the CME. 

(i) For samples with non-grafted HSAG, the quantity of composite cycling in the voltammo-

grams can then be normalized using the capacitive currents. Hence, the first correction 

consists to scale the measured voltammogram (iM) at the same capacitive current than the 

reference Cu48Rh52 (multiplication factor of (iC-Ref / iC-Sample)). The second correction consists 

to normalize at 10 wt.% the metal content for all samples (multiplication factor of 

(10 wt.% / wt.%Sample)). The metal content (wt.%Sample) is determined by ICP (cf. Table 2). 

Finally, the corrected current iC is given by: 

𝑖𝐶 =  𝑖𝑀   
𝑖𝐶−𝑅𝑒𝑓

𝑖𝐶−𝑆𝑎𝑚𝑝𝑙𝑒
  

10 𝑤𝑡. %

𝑤𝑡. %𝑆𝑎𝑚𝑝𝑙𝑒
 

(ii) For the samples with grafted carbons, the capacitive response is specific to each sample 

and the normalization cannot be performed directly. Measurements with latex macroelec-

trodes must be conducted to evaluate these differences in capacitive currents (iC-Latex) with 
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precise amount of grafted HSAG so as to correct the CME responses accordingly. A correc-

tion is applied to the previous equation through a multiplication factor of (iC-Latex-

Sample / iC-Latex-Ref). 

𝑖𝐶 =  𝑖𝑀   
𝑖𝐶−𝑅𝑒𝑓

𝑖𝐶−𝑆𝑎𝑚𝑝𝑙𝑒
  

10 𝑤𝑡. %

𝑤𝑡. %𝑆𝑎𝑚𝑝𝑙𝑒
  

𝑖𝐶−𝐿𝑎𝑡𝑒𝑥−𝑆𝑎𝑚𝑝𝑙𝑒

𝑖𝐶−𝐿𝑎𝑡𝑒𝑥−𝑅𝑒𝑓
 

 

3 Results and discussion 

3.1 Grafted surfaces analysis by means of XPS  

Figure 2 displays the survey (a) and high resolution S2p XPS spectra (b) of the compo-

sites. Figure 2(b) exhibits also the S/C atomic ratio versus the initial ATP/HSAG ratio 

(µmol/mg), as inset (c).  
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Figure 2. Surface analysis of untreated and diazonium-modified HSAG samples: (a) survey spectra, 

(b) high resolution S2p spectra, and (c) surface S/C atomic ratio (inset). 

The survey regions show a prominent C1s peak from the underlying HSAG centered at 

285 eV and a much less intense O1s peak due to the naturally occurring oxidation of sp² 

carbon materials; herein the O1s/C1s peak intensity ratio is similar to that reported else-

where
37

. After attachment of the aryl groups, one can note small S2p and S2s features (at 164 

and 229 eV, respectively) which account for the attachment of benzenethiol groups. It is also 

to note that at 400 eV there is a noisy peak assigned to N1s, which most probably arises from 

azo (-N=N-) bonds within the aryl layer 
38

. This probably accounts for the formation of 

oligophenylene grafted to HSAG. The gradual attachment of the aryl layer to HSAG is also 

confirmed quantitatively after determination of the S/C atomic ratio versus the initial concen-

tration of ATP (cf. Inset (c) of Figure 1). Indeed, Figure 2(b) shows very noisy and low 

intensity peaks for the S2p at the lowest ATP/HSAG ratio (0.005 µmol/mg); the peak has a 

much higher signal to noise ratio for the initial concentration of 3.3 µmol/mg employed to 

modify the HSAG. For the sake of clarity, the S2p feature corresponding to an initial concen-

tration of diazonium (20 µmol/mg) is not displayed; the peak has indeed a high S/N ratio. The 

S/C intensity ratio increases steeply with the initial concentration of ATP, up to 3.3 µmol/mg 

and then more slowly (cf. Figure 2(c); note the logarithmic scale of the X-axis).  

The S2p peak component at ~168 eV is most probably due to surface oxidation in the 

form of –SO3
-
 resulting from air-exposure

39
 and/or to irradiation by X-rays during the surface 

analysis
40

.  

160 165 170 175
0

2k

4k

6k

8k

x 10 
0 µmol/mg

0.005

0.05

0.5

3.3

I 
(c

p
s
)

Binding energy (eV)

(b)

S2p

0.001 0.01 0.1 1 10

0.00

0.01

0.02

0.03

0.04

S
/C

amine/HSAG (µmol/mg)

(c)



10 

 

Overall, the XPS analysis demonstrates that grafting of benzenethiol groups on HSAG 

is effective and can be varied progressively by changing the ATP/HSAG ratio. 

As far as the immobilized bimetallic nanocatalyst is concerned, XPS analysis brings 

strong supporting evidence for the attachment of the nanocatalyst as displayed in Supporting 

Information Figure SI1 pertaining to the immobilization of Cu48Rh52 bimetallic nanocatalyst 

onto HSAG-SH prepared with an initial ATP/HSAG of 3.3 µmol/mg. In Figure SI1a, Cu2p3/2 

exhibits a shake-up satellite characteristic of Cu(II) oxidation state, due to CuO and/or 

Cu(OH)2. The main Cu2p3/2 peak has two contributions from the metallic state Cu(0) and 

Cu(II) at 932.5 and 934.2 eV, respectively
41

. The latter could be due to both Cu(OH)2 (peak 

expected at 934.8 eV) and CuO, the Cu2p3/2 peak of which is expected at 933.6 eV
41

. The two 

peaks centred at 940.4 and 943.0 eV are shake-up satellites that account for Cu(II). 

The peak-fitted Rh3d doublet is best fitted with three Rh3d5/2-Rh3d3/2 doublets (in the intensi-

ty ratio ~3:2, and peak position difference of 4.7-5 eV) centred at 306.7-311.4 eV; 308.2-

312.9 eV and 309.7-314.7 eV assigned to Rh(0)
42,43

, Rh(III) in Rh2O3
43

 and Rh(IV) in RhO2
44

. 

Finally, Figure SI1c displays the peak-fitted S2p spectrum from a bimetallic nanocata-

lyst-coated HSAG grafted with thiophenyl groups. Interestingly, at low binding energy, there 

is a peak component at 162.9 eV which accounts for thiolates at the HSAG-nanocatalyst 

interface. This is a clear indication of specific interactions between the aryl groups and the 

bimetallic nanocatalyst as previously reported for the attachment of gold nanoparticles onto 

thiophenyl-modified glassy carbon electrode
45

.  

 

3.2 Morphology of the bimetallic NPs 

Synthesized composites for different rates of grafting (ATP/HSAG ratio) have been ex-

amined by TEM (cf. Figure SI-2 in the Supporting Information). A statistical analysis has 

been performed based on the measurement isolated (individual) NP size with a count number 

of ~ 300 NPs for each sample (corresponding to 3 to 5 TEM images). This analysis is relevant 

regarding the production of individual NPs but does not take into account the existence of 

aggregates and their relative proportion between samples. Histograms calculated from this 

statistical analysis are shown in Figure 3.  
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Figure 3. NP size histograms (peak distribution normalized at 100) determined from TEM images. 

The ATP/HSAG ratio (µmol/mg) and the bimetallic composition (global, ICP) are indicated.  

The average diameter of (isolated) NPs and the standard deviation are reported in Table 

1. All samples exhibit well dispersed nanoparticles with sizes lower than 2 nm. Although the 

average diameter is comparable between samples, the standard deviation is two times higher 

in the absence of at low grafting rates (ATP/HSAG = 0 and 0.005 µmol/mg).  

Table 1. Average diameter and standard deviation of NPs 
a
. Framed data correspond to bimetallic NPs 

synthesized under identical conditions (Cu65Rh35 was obtained with other metal salts concentrations). 

ATP/HSAG 

µmol/mg 
S/C atomic ratio 

NP diameter 

nm 

Standard deviation 

nm 

Synthesis Condition 1 

0 (Cu48Rh52) 0 1.7 0.8 

0.005 0.0003 1.6 0.8 

0.05 0.0011 1.7 0.6 

0.5 0.0094 1.6 0.4 

3.3 0.018 1.7 0.4 

Synthesis Condition 2 

0 (Cu65Rh35) 0 2.2 1.0 

 

The size distribution for the non-grafted composite (Cu48Rh52/HSAG) exhibits the larg-

est size distribution with a peak at ~1.7 nm followed by a long tail extending up to 5.5 nm. 

The other non-grafted composite Cu65Rh35/HSAG presents also a larger size distribution than 

grafted samples (standard deviation of 1 nm), together with a larger average size (2.2 vs. 1.7 

nm). When the grafting rate increases, the distribution becomes narrower (the tail progressive-
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ly disappears) with a standard deviation decreasing by a factor of 2 (0.4 instead of 0.8 nm for 

non-grafted sample).  

3.3 Composition 

The bimetallic NPs global composition, determined by ICP-OES and EDS (SEM) is re-

ported in Table 2, as well as the metal contents in wt.%. There is a good agreement between 

the compositions given by both methods. A detailed examination of the data obtained under 

the same synthesis conditions (1) shows that grafting leads to enrichment in copper. NPs 

obtained with the non-grafted HSAG exhibit a bimetallic global composition of Cu48Rh52 

which eventually reaches Cu74Rh26 at 3.3 µmol/mg. The metal mass fraction (total, wt.%) is 

lower than 10 wt.%, this value corresponding to the amount of metal introduced in the synthe-

sis. This indicates that a significant quantity of metal is washed out during the synthetic 

process. It is particularly the case for the sample grafted at 3.3 µmol/mg (2.6 instead of 

10 wt.%). We assume that, in addition to the loss mentioned above, the grafted aminophenyl 

layer can lead to the obstruction of some pores of HSAG and thus prevents the access of the 

metal salt solutions to some fraction of the powder. 

 

Table 2. Composition determined by ICP-OES and EDS (SEM) and metal content in wt.% (ICP-OES) 

ATP/HSAG 

µmol/mg 

Composition 

EDS                     ICP 

Cu 

wt.% 

Rh 

wt.% 

Total 

wt.% 

Synthesis Condition 1 

0 Cu53Rh47 Cu48Rh52 2.0 3.6 5.6 

0.005 Cu58Rh42 Cu58Rh42 3.3 3.9 7.2 

0.05 Cu68Rh32 Cu68Rh32 3.1 2.4 5.5 

0.5 Cu68Rh32 Cu68Rh32 3.9 3.0 6.9 

3.3 Cu73Rh27 Cu74Rh26 1.9 0.7 2.6 

Synthesis Condition 2 

0 Cu69Rh31 Cu65Rh35 3.4 3.0 6.4 

 

To characterize more precisely the composites and in particular the variation in compo-

sition that can occur within a sample, EDS-TEM has been performed at the level of small 

groups or aggregates of NPs in many different sample areas. These measures are presented in 

the Figure 4 (blue diamonds) and compared to the average composition from ICP (red empty 

squares). 
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Figure 4. Global (ICP, red squares) and local compositions (EDS-TEM, blue diamonds) of NPs (small 

groups or aggregates) for the non-grafted sample (0 µmol – Cu65Rh35) and grafted composites. 

 

For the non-grafted sample, the local compositions are separated into two groups, one 

between 0 and 32 at.% of Rh, the other around ~ 68 at.% of Rh. The material is therefore 

inhomogeneous at the nanometer scale with a mixture of copper-rich phases and rhodium-rich 

phases. On the contrary, the local compositions measured in grafted composites are extremely 

scattered and often very rich in rhodium (70 to 100 at.% of Rh). Since the global composi-

tions are more on the Cu side, this suggests that copper often exists as a pure phase in the 

composites, which is confirmed by the observation of “rods” on some TEM images that are 

typical of pure copper-oxides particles (not shown here). 

For rhodium- and copper-based compounds, the works of Comisso et al. 
28

 on electro-

deposited films and of Mirzaei et al. 
29

 on nanoparticles have shown that it is difficult to know 

whether solid solutions are formed (despite the miscibility gap between 20 and 90 at.% of Rh) 

or whether the compounds consist of various mixtures of limiting phases (Cu10Rh90 and 

Cu80Rh20). The EDS-TEM measurements at the scale of a few nanometers (small groups of 

nanoparticles) presented in this study, which show that a wide range of composition is cov-

ered, particularly in the case of grafted samples, are more in line with the formation of solid 

solutions. 

Because of the enrichment in copper resulting from grafting, it has been necessary to 

synthesize a second non-grafted composite (Condition 2) with a global composition matching 

that of grafted samples, i.e. Cu65Rh35/HSAG (reported in Table 2 and Figure 4), by adjusting 
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the metal salt concentrations. This allowed us to compare the effect of grafting on the electro-

catalytic activity without interference from changes in composition. 

 

3.4 Influence of grafting on the capacitive current  

Figure 5 shows the voltammograms recorded with a latex macroelectrode at 1 mVs
-1

 in 

KOH 10
-1

 mol L
-1

 for Cu100-xRhx/HSAG composites with different grafting rate (the current is 

normalized per mg of composite). The shape of the voltammograms is of rectangular type, 

typical of large capacitive current from high surface area graphite powders with an additional 

faradaic component at potentials more negative than -0.3 V/RHE. The grafted samples at 

0.005, 0.05 and 0.5 µmol/mg exhibit capacitive currents that are larger than that of a non-

grafted sample. Thus, for these intermediate coverages, it seems that the grafting procedure 

leads to an increase in the active surface area. On the other hand, the sample grafted at 3.3 

µmol/mg exhibits the same current than the non-grafted one and this suggests a decrease in 

surface area. This could be due to the closure of small pores of HSAG by the grafted layer 

when it becomes too thick. A lower number of pores would be also consistent with the small-

est quantity of metal found for this sample compared to others (cf. section 3.3).  
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Figure 5. Voltammograms recorded with a latex macroelectrode at 1 mVs

-1
 in KOH 10

-1
 mol L

-1
 for 

the Cu100-xRhx/HSAG composites for different grafting. 

These results obtained on latex macroelectrode with well known quantity of composites 

will be useful for the normalization of the voltammograms obtained with the cavity microe-

lectrode (cf. CV normalization in the Experimental section). 
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3.5 Electrochemical reduction of nitrate on bimetallic RhCu/HSAG  

composites 

Figure 6 shows the voltammograms recorded with a CME in KOH 10
-1

 mol L
-1

 and 

KNO3 10
-2

 mol L
-1

 for the different samples Cu100-xRhx/HSAG with (a) grafted carbons with 

various coverages and (b) non-grafted carbon for comparison. Currents of the normalized 

CVs (cf. Experimental section) versus the ATP concentration used during synthesis are then 

reported in the graph of Figure 6c and the potentials are given as inserted tables in Figure 

6(a) and b. 

For the sample grafted at 0.005 µmol/mg (Figure 6(a)), the voltammogram presents a 

well-defined shape with a unique cathodic peak located at 0.059 V/RHE exhibiting the maxi-

mum intensity among all samples. As the rate of grafting is increased, the peak intensity 

gradually decreases until reaching zero at 3.3 µmol/mg. At the same time, the peak potential 

shifts towards lower values. This evolution shows that the electrochemical reduction of 

nitrates catalyzed at the surface of Cu100-xRhx NPs gets inhibited at high surface coverage 

(Figure 6). This is consistent with a higher grafting density of aryl groups (Fig. 2c) that 

isolate the metal NPs (synthesized on the top of it) from the graphite surface (insulating 

effect). 

Results obtained with grafted samples are now compared with those found for (non-

grafted) Cu48Rh52 (same synthesis conditions) and Cu65Rh35 (same global composition). 

Previous works have shown that the mechanism for reducing nitrates in alkaline media on 

bimetallics such as CuPd and CuRh is of the same nature and consists of a first step of reduc-

ing nitrates to nitrites catalyzed by copper followed by a reduction of nitrites to ammonia (via 

hydroxylamine formation) catalyzed by palladium
1
 or rhodium

29
. The voltammograms of 

these two samples exhibit two peaks that could therefore be assigned to the reduction of 

nitrate to nitrite (E1) and to the further reduction of nitrite to hydroxylamine and ammoniac 

(E2). 
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Figure 6. Voltammograms recorded with a CME at 10 mVs
-1

 in KOH 10
-1

 mol L
-1

 and KNO3 10
-2

  

mol L
-1

 for the Cu100-xRhx/HSAG composites for different grafting (a) and with no grafting for compar-

ison (b). (c) Evolution of the intensity versus the grafting rate (circles = no grafting; squares = with 

various grafting rate of HSAG). 

In comparison, only one peak is observed for grafted composites. Moreover, the peak 

intensity of the sample grafted at 0.005 µmol/mg is higher than that of E2 of the (non-grafted) 

Cu48Rh52/HSAG composite by 40%. This is surprising since Cu48Rh52 has the highest electro-

catalytic activity for nitrate reduction for these CuRh NPs/HSAG electrocatalysts, i.e. it is at 

the top of a volcano plot established as a function of the composition (peak current with 

Cu58Rh42 25% lower) 
29

. This gain in current intensity cannot be explained by a size effect 

since the NP characteristics for these two samples are similar (cf. Table 1). Moreover, the 

shape of the voltammograms differs significantly (1 peak for the grafted sample instead of 2 

for non-grafted one) which indicates a more fundamental difference in the catalyst properties. 

We assume that this is related to the fact that grafting induces changes of the local composi-
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tion as observed from the EDS-TEM analysis (Figure 4). While the non-grafted sample 

contains basically a mixture of two phases, one being copper-rich (0 to 32 at.% of Rh) and the 

other rhodium-rich (~ 68 % at.% of Rh), the grafted samples exhibit local compositions that 

are spread over the entire composition domain, with in particular intermediate and very rich 

rhodium phases (~ 50 at.% and > 70 at.% of Rh, respectively) that are not found in the non-

grafted counterpart. This is consistent with our previous observation that the reduction of 

nitrite is the most efficient on pure rhodium compared to any CuRh bimetallic
29

.  

Another finding lies in the fact that the grafted composite Cu68Rh32/HSAG (at 

0.05 µmol/mg) exhibits a peak with the same intensity than that of (non-grafted) 

Cu42Rh52/HSAG of optimal composition. Eventually, it must also be noted that for two 

composites with identical global bimetallic compositions (grafted Cu68Rh32/HSAG and non-

grafted Cu65Rh35/C), the grafted sample exhibit a peak current intensity higher by 44 %. In 

this latter case, however, the difference could also arise from the lower and narrower average 

NP size obtained with grafted HSAG (1.7  0.6 nm instead of 2.2  1.0 nm, cf. Table 1) which 

should result in a higher total surface area of the metal catalyst.  

Grafting HSAG with benzenethiol groups therefore seems to have two positive effects 

on the electrochemical properties of CuRh bimetallic nanoparticles-based composites. On the 

one hand, it makes it possible in some cases to obtain a smaller and more monodisperse size 

of nanoparticles, which increases the total active surface area, and on the other hand the local 

composition of nanoparticles varies over a larger composition range, which improves the 

catalytic effect. This second effect remains to be investigated and understood in the light of 

the reaction mechanisms described in other works 
28,29

.  

Finally, it must be emphasized that there is still room for improvement in the proposed 

approach of grafting so as to reach even higher electrocatalytic currents in the reduction of 

nitrate. First, the rate of grafting could be further reduced since it is the lower rate that leads to 

the highest current. Second, the metal salt concentrations can be further optimized in order to 

obtain a global composition close to the optimum value (Cu48Rh52) for the reduction of 

nitrates with grafted HSAG. 

 

4 Conclusion 

Various composites made of bimetallic Cu100-xRhx nanoparticles (NPs) dispersed in ben-

zenethiol grafted HSAG powders have been synthesized. This was performed by first 

functionalizing HSAG with in situ generated diazonium salts at different rates, then impreg-
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nating the grafted HSAG with an aqueous solution of Cu and Rh salts and a surfactant 

(CTAB).  

For all grafted composites, the average NPs size was ~1.7 nm but with a size distribu-

tion becoming narrower under increasing grafting rate. Compared to non-grafted composites 

synthesized under the same conditions, grafting is found to induce enrichment in Cu. Howev-

er, the local composition measured by EDS-TEM at the level of little NP aggregates varies 

extensively and is richer in rhodium than the global composition, which is also consistent 

with the presence of pure copper elements in the samples. On the contrary, the non-grafted 

sample have a narrower composition range with more distinct copper-rich and rhodium-rich 

areas. 

Voltammetry studies on nitrate reduction in alkaline media have been performed with a 

cavity microelectrode for grafted and non-grafted composites. Increasing the grafting rate 

leads to a lowering of the peak current intensities and a shift of peak potentials towards 

cathodic values, probably because the grafting layer becomes thicker which insulates the NPs 

from HSAG. However, at the lower grafting rate (0.005 µmol/mg), a 40 % gain in current 

intensity is obtained compared to a non-grafted sample synthesized in the same conditions. 

This improvement occurs despite a non-optimal composition for nitrate reduction on CuRh 

bimetallics. There is room to further improve the electrocatalytic properties of Cu100-xRhx 

NPs/grafted HSAG composites by optimizing the grafting rate and the bimetallic composi-

tion.  

The voltammogram characteristics (number of peaks) are also clearly modified by graft-

ing benzenethiol groups. These modifications are not related to the improved NP size 

monodispersity but are likely the result of variations in local composition of the phases 

existing at the nanoscale. This finding opens new perspectives in the understanding and 

control of the efficiency of bimetallic electrocatalysts. 
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