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Abstract

degenerate perturbation k ·p approach for effective mass calculations is implemented in the

ron density functional theory (DFT) package WIEN2k. The accuracy is tested on major gr

IIIA-VA, and IIB-VIA semiconductor materials. Then, the effective mass in graphene

with defects is presented as illustrative applications. For states with significant Cu-d chara

ional local orbitals with higher principal quantum numbers (more radial nodes) have to

d to the basis set in order to converge the results of the perturbation theory. Caveats rela

difference between velocity and momentum matrix elements are discussed in the contex

cation of the method to non-local potentials, such as Hartree-Fock/DFT hybrid functio

DFT+U .
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INTRODUCTION

ffective mass is one of the key concepts in the band theory of solids. It captures cha

e energy dispersion relation for electrons as a result of their propagation in a perio

ntial in contrast to the free space. In semiconductors, the effective mass at band ed

numerous implications. Those implications include the following: charge carrier tra

coefficients, effective density of states, carrier concentrations and the position of

i level at finite temperature, energy levels of shallow impurities, and the exciton bind

gy (Ref. 1, chaps. 28–30). In metals, a nearly-free vs heavy-fermion behaviour2 as w

damping of the de Haas–van Alphen oscillations amplitude3 are intimately linked

effective masses at the Fermi energy.

he importance of effective mass made it a wanted material characteristics extrac

ost-processing of electronic structure calculations. The most straightforward way

rmine the effective mass is to evaluate the curvature of the Bloch band

[
m∗αβ,n(k)

]−1
= ~−2

∂2En(k)

∂kα∂kβ
,

e n is the band index, k is the electron wave vector, α and β are Cartesian directi

, and z), and ~ is the reduced Plank’s constant. Representative implementations of

e difference [or En(k) interpolative] technique include interpretation of thermoelectro

sport properties4,5 and de Haas–van Alphen frequencies6. Accurate determination of

ires setting up a finite difference grid in reciprocal space in the vicinity of the k poin

est. The high-resolution k point grid approach may not be practical for large superc

mputationally-intensive electronic structure methods that go beyond standard den

tional theory (DFT)7,8. One can of course resort to Wannier interpolation of the b

ture9–11, but it adds an additional layer of complexity. Thus, a Fourier interpolation

nd structure4 remains a method of choice for high-throughput studies of the effec

12,13.

lternatively, the k ·p perturbation theory (PT) offers an elegant path to the calculat

ective masses that does not require a finite difference grid (see Ref. 1, Appendix

ein). The framework relies on a second order expansion of En(k) in the vicinity of k

En(k0 + q) ≈ En(k0) +
∑

α

∂En
∂kα

qα +
1

2

∑

α,β

∂2En
∂kα∂kβ

qαqβ

Jo
ur

na
l P

re
-p

ro
of
2



in te · p
Ham

(3)

who

(4)

Here of

the of

the B q)

can (in

non-

(5)

wher and

emp nts

p
(α)
nl tics

and an

optic be

obta

N lids

inclu use

DFT ing

dege ted

plan ion

into the

only f a

dens . 21 .

Thei ent

Journal Pre-proof
rms of infinitely small q = k − k0. Energies En(k0 + q) are eigenvalues of a k

iltonian (with caveats discussed in Sec. III C) for the cell-periodic wave functions

Ĥ(k0 + q) = Ĥ(k0) +
~
m0

q · (p̂ + ~k0) +
~2

2m0

q2

se matrix elements Hnm = 〈unk0 |Ĥ(k0 + q)|umk0〉 are

Hnm =





En(k0) +
~
m0

∑

α

[
p
(α)
nnk0

+ ~k(α)0

]
qα +

~2

2m0

q2 if n = m

~
m0

∑

α

p
(α)
nmk0

qα otherwise

m0 is the electron rest mass and p
(α)
nmk0

= 〈unk0|p̂α|umk0〉 is the matrix element

linear momentum operator p̂α = −i~ ∂/∂rα with unk being the cell-periodic part

loch wave function ψnk(r) = unk(r)eik·r. The second order correction to En(k0 +

be evaluated using PT, which yields the following expression for the effective mass

degenerate case)1

m0

m∗αβ,n
= δαβ +

1

m0

∑

l 6=n

p
(α)
nl p

(β)
ln + p

(β)
nl p

(α)
ln

En − El
,

e δαβ is the Kronecker delta and the summation index l runs over all occupied

ty bands (the k point index is dropped for simplicity). Momentum matrix eleme

are readily available in modern electronic structure codes as a part of the linear op

can be directly used in parametrization of the k · p Hamiltonian14–17. Thus, after

calculation is performed, the k- and band-resolved effective mass tensor m∗αβ can

ined at a minimal computation cost.

otable achievements in adapting PT to ab initio calculations of effective masses in so

de the work of Pickard and Payne 18 . It represents the first proof of concept for

in conjunction with PT for calculation of effective masses in diamond while avoid

neracies. Shishidou and Oguchi 19 adapted the method for use with linearized augmen

e waves allowing for degeneracies. In spite of promising developments, their proliferat

accessible DFT codes is very limited. To the best of our knowledge, ABINIT20 is

ab initio platform that offers calculation of effective masses in the framework o

ity functional perturbation theory thanks to the work of Laflamme Janssen et al

r technique21 also succeeds to avoid the truncation of the sum over bands of the pres
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(or of Refs. 18 and 19), hence giving essentially perfect agreement with finite differe

lations.

ere we present the generalization of Eq. (5) for degenerate bands and its implementat

n mstar code integrated into WIEN2k22,23 DFT package. We verify the performa

alculating effective masses at the band extrema in Si, GaAs, and CdTe using the b

ature (calculated with numerical differentiation) vs PT. To demonstrate capabilitie

ew implementation, two illustrative examples are selected, namely, graphene and C

stem with valence d electrons that present an additional challenge to the k ·p theory

METHOD

. Degenerate PT

egenerate states often appear at high-symmetry points of the Brillouin zone. A

spin-orbit coupling (SOC) is added, each band becomes at least double degenerat

tures with the inversion symmetry and without an external (or internal) magnetic fi

ation (5) breaks down when En = El, i.e., two states belong to a subset of degener

s. This issue can be circumvented by using a degenerate PT (see Ref. 25, chap. 6).

case, evaluation of the effective mass is done in two steps.

et us assume that we deal with a subset D of degenerate bands in the range [n . . .

first step is the construction of a square matrix M (αβ) of the size 1 +m− n

M (αβ)
nm =

1

m0

∑

l /∈D

p
(α)
nl p

(β)
lm + p

(β)
nl p

(α)
lm

ED − El
.

the index l runs over all bands (occupied and unoccupied states, excluding core stat

as in Eq. (5). The number of unoccupied bands is an important convergence parame

ntrast to total energy calculations. The sensible energy range for empty bands (at le

p bonding) is about 5 Ry above the Fermi energy. The second step involves calculat

e effective mass for bands n . . .m using eigenvalues of M (αβ)

m0

m∗αβ,n...m
= δαβ + eig

[
M (αβ)

]
.

can see that Eqs. (6) and (7) reduce to Eq. (5) when n = m.

practice, numerical inaccuracies due to a floating-point arithmetic often result in n

ical breaking of degeneracies. To resolve this issue, nearly degenerate states withi

Jo
ur

na
l P

re
-p

ro
of
4



finit ion

to se ach

is nu in

ener .

B

W ane

wave tial

code nal

appr rly

impo ay

not

T ion

to ge ned

for k s is

achie to

at le

M Its

inpu ing

to th tch

the v n a

form

n

Here l =

El − It

shou dn)

file w the

diele

T nc-

tions 4)].

Journal Pre-proof
e (small) energy window δE are grouped and treated as degenerate. Users have an opt

lect the parameter δE, otherwise a default value of 10−6 Ha is implied. This appro

merically stable as long as the group of nearly degenerate states is well separated

gy from other bands, i.e., when the condition |ED − El| � δE is fulfilled in Eq. (6)

. WIEN2k implementation details

IEN2k22,23 is an all-electron implementation of DFT7,8 based on the augmented pl

plus local orbitals method26. The main advantage of working with a full-poten

is the possibility to check the method in a framework that is free from additio

oximations, such as an effective potential for valence electrons, which is particula

rtant when testing new DFT functionals for which optimized pseudopotentials m

exist.27

o determine m∗, one would typically start with a self-consistent field (SCF) calculat

nerate the charge density. Then, eigenvalues and wave functions need to be obtai

points of interest. It is important to include a large number of empty states. Thi

ved by increasing an Emax parameter in case.in1(c) and case.inso input files up

ast 5 Ry (see Sec. II C for details on the work flow).

omentum matrix elements p
(α)
nl are computed using the optic module28 of WIEN2k.

t file case.inop is edited to enable writing of momentum matrix elements by switch

e option “ON”. The Emax parameter in the same file has to be adjusted to ma

alue set during SCF calculation. The momentum matrix elements are tabulated i

atted case.mommat2(up/dn) file in the following order for each k point

l Re(p
(x)
nl ) Im(p

(x)
nl ) Re(p

(y)
nl ) Im(p

(y)
nl ) Re(p

(z)
nl ) Im(p

(z)
nl ) ∆Enl

n and l are band indexes (l ≥ n), p
(α)
nl are matrix elements in atomic units, ∆En

En is the energy difference in Ry. This is the only input file required by mstar.

ld be noted that the optic module in WIEN2k also generates a case.symmat(up/

ith squared matrix elements, which are used to calculate the imaginary part of

ctric function.

he momentum matrix elements p
(α)
nl in WIEN2k are computed using the wave fu

, i.e., 〈ψn|p̂α|ψl〉, rather than the cell periodic part unk(r) [see the note below Eq. (
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ever, it does not pose any difficulty in view of the relation

〈unk0|(p̂α + ~k(α)0 )|ulk0〉 ≡ 〈ψnk0|p̂α|ψlk0〉 , n 6= l

e the 〈unk0|~k(α)0 |ulk0〉 term vanishes for off-diagonal matrix elements (n 6= l). T

onal matrix elements p
(α)
nnk0

are present in Eq. (4) for completeness, but they do

agate into the effective mass calculation [see Eqs. (5) and (6)].

alculation of effective masses is done by invoking mstar. Its execution involves

nal arguments: the spin channel and the degeneracy energy tolerance δE (Ha unit

mstar [-up/-dn] [-settol 1.0e-5]

tolerance is optional with the default value of δE = 10−6 Ha. The code genera

output files: minv ij.dat, minv pr.dat, minv c.dat, and minv d.dat. The files c

components of the inverse effective mass tensor (m∗αβ,n(k))−1, principal compone

e inverse effective mass tensor [eigenvalues of (m∗αβ,n(k))−1], the inverse conductiv

n(k))−1 and density of state (m∗d,n(k))−1 effective masses in units of m0, respectiv

conductivity effective mass is defined as

(m∗c)
−1 =

1

3
Tr[(m∗αβ)−1],

e the density of states mass is expressed as

m∗d = 3
√
m∗1m

∗
2m

∗
3, (

e m∗1, m
∗
2, and m∗3 are the principal components of the effective mass tensor. It sho

oted that the trace of a tensor is invariant under axis rotation.

sample listing of the output file minv ij.dat generated by mstar for GaAs with S

Perdew, Burke, and Ernzerhof 29 (PBE) exchange-correlation (XC) approximation

n below. The k point 13 corresponds to Γ. A total of 138 bands were included in

lation. Bands 1–28 are valence states (23–24, 25–26, and 27–28 are split-off (SO), lig

(LH) and heavy-hole (HH) bands, respectively). Effective masses are double degener

to SOC and Γ symmetry. At the valence band maximum (VBM), the masses al

esian [100] direction are m∗SO = (−9.640)−1m0 = −0.10m0, m
∗
LH = −0.034m0,

= −0.32m0. Holes have a negative effective mass as the curvature of a parab

ts downward. The conduction band minimum (CBM) has a positive effective m

= 0.027m0.
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is file is generated by mstar

e output contains inverse effective masses (m0/m_ij*) that

e grouped by k-point index and then by the band index

lumns correspond to Cartesian directions for m_ij

nd 1=xx; 2=yy; 3=zz; 4=yz; 5=xz; 6=xy

: 13 NEMAX: 138

8.741E-01 8.741E-01 8.741E-01 -1.950E-02 -1.950E-02 -1.950E-02

8.741E-01 8.741E-01 8.741E-01 -1.950E-02 -1.950E-02 -1.950E-02

8.345E-01 8.345E-01 8.345E-01 1.067E-08 1.627E-09 -6.878E-08

8.345E-01 8.345E-01 8.345E-01 4.870E-08 1.513E-07 1.208E-07

-9.640E+00 -9.640E+00 -9.640E+00 7.737E-07 -1.455E-05 -1.222E-05

-9.640E+00 -9.640E+00 -9.640E+00 1.359E-05 1.061E-05 -6.368E-06

-2.957E+01 -2.957E+01 -2.957E+01 -1.309E+01 -1.309E+01 -1.309E+01

-2.957E+01 -2.957E+01 -2.957E+01 -1.309E+01 -1.309E+01 -1.309E+01

-3.083E+00 -3.083E+00 -3.083E+00 1.309E+01 1.309E+01 1.309E+01

-3.083E+00 -3.083E+00 -3.083E+00 1.309E+01 1.309E+01 1.309E+01

3.648E+01 3.648E+01 3.648E+01 1.170E-05 -2.977E-05 -1.167E-05

3.648E+01 3.648E+01 3.648E+01 2.271E-05 3.973E-05 1.813E-05

absence of off-diagonal components of the effective mass tensor for CB and SO (

e columns for bands 23–24, 29–30) combined with equal diagonal components indic

the mass is isotropic. The latter agree with s-character of those states. Bands 25

non-zero off-diagonal components, which indicates that their mass is anisotropic

cipal axes are not aligned with Cartesian coordinates. These bands have a domin

aracter. This analysis is corroborated by principal components (file minv pr.dat) lis

w.

is file is generated by mstar

e output contains principal components of the inverse

f. mass tensor eig(m0/m*_ij) that
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e grouped by k-point index and then by the band index

lumns correspond to

nd m0/m_1 m0/m_2 m0/m_3

: 13 NEMAX: 138

8.351E-01 8.936E-01 8.936E-01

8.351E-01 8.936E-01 8.936E-01

8.345E-01 8.345E-01 8.345E-01

8.345E-01 8.345E-01 8.345E-01

-9.640E+00 -9.640E+00 -9.640E+00

-9.640E+00 -9.640E+00 -9.640E+00

-5.575E+01 -1.649E+01 -1.649E+01

-5.575E+01 -1.649E+01 -1.649E+01

-1.617E+01 -1.617E+01 2.309E+01

-1.617E+01 -1.617E+01 2.309E+01

3.648E+01 3.648E+01 3.648E+01

3.648E+01 3.648E+01 3.648E+01

. Sample work flow

e present step-by-step instructions on how to perform a calculation of effective mas

ohn-Sham eigenstates in GaAs at the PBE level. The instructions include optio

s that extend this capability to an arbitrary k path. Here we show an example w

, since it is essential for masses in GaAs. However, it is of course not mandatory to

for all materials, and corresponding parts can be skipped. (WIEN2k version 20.1

.)

Generate structure file using w2web or the makestruct utility: F-type cubic latt

a = 5.653 Å, 2 atoms (Ga and As) with coordinates (0, 0, 0) and (0.25, 0.25, 0.2

respectively.
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Initialize calculation with PBE XC, Rmin
MTKmax = 7, and 500 k points in the full B

louin zone

init lapw -b -vxc 13 -rkmax 7 -numk 500

Run SCF cycle with the energy convergence of 10−5 Ry and the charge converge

of 10−4e

run lapw -ec 0.00001 -cc 0.0001

Save calculation

save lapw -d noSOC

Initialize SOC calculation without relativistic p1/2 local orbitals (since they are

supported in optic)

init so lapw

Run SCF cycle with SOC

run lapw -ec 0.00001 -cc 0.0001 -so

Increase the number of empty states by setting Emax = 5 Ry in case.in1c

case.inso input files

(optional) Generate L−Γ−X k path with 100 intermediate points using xcrysde

and save the path as case.klist band

Generate eigenvalues and wave functions (including high energy ones) for k point (

-band option only if k points from the case.klist band file should be used)

x lapw1 [-band]

x lapwso

Create symbolic links (or copy) to emulate a spin-polarized calculation for the op

module (these links should be removed after an effective mass calculation and bef

other calculations can be performed)

ln -s case.vsp case.vspup

ln -s case.vsp case.vspdn

ln -s case.vectorso case.vectorsoup
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Copy the optic input file and enable writing of matrix elements (change writing opt

to “ON”) as well as extend Emax to 5 Ry in

cp $WIENROOT/SRC templates/case.inop case.inop

Calculate optical matrix elements

x optic -so -up

Calculate effective masses with the degeneracy energy tolerance parameter δE

10−5 Ha

x mstar -up -settol 1.0e-5

RESULTS AND DISCUSSION

. Validation of numerical results

alidation of results for effective masses obtained using PT [Eqs. (6) and (7)] will

rmed by comparing with results obtained from numerical differentiation of the b

ersion. For this purpose, we selected three well-characterized solar cell materials:

s, and CdTe (see Appendix for calculation details). Two exchange-correlation appr

ons were used: PBE and the Tran-Blaha modified Becke-Johnson potential (TB-mBJ

last approximation was selected due to its more accurate predictions for the band gap

pared to PBE. SOC was included for all compounds. The band curvature ∂2En/∂kα

extracted from a band dispersion by fitting En(q) to a 4th order polynomial funct

e vicinity of a band extremum at k0 [similar to Eq. (2)] within the energy window

0 meV using at least 7 k points. The higher order terms in the polynomial acco

on-parabolicity of bands, which is particularly important for the LH band and

uction band of GaAs.

ffective masses listed in Table I show a quantitative agreement between the band c

re (numerator) and PT (denominator) data for both PBE and TB-mBJ XC appr

ons (agreement with experimental values is not essential at this point). The calcula

tive masses for selected compounds and XC approximations also agree with previ

calculations (see footnotes in Table I). PBE masses are generally lighter than exp

tal values due to the severe underestimation of the band gap. TB-mBJ recovers
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gap error resulting in effective masses becoming more consistent with the experime

it being on the heavy side as noted earlier32.

esults for m∗ obtained in the framework of PT are sensitive to momentum ma

ents that involve upper energy bands. Thus, it is important to check the converge

respect to the number of bands. Our experience shows that least dispersive ba

ore difficult to converge. For instance, this is the case for the conduction band e

i (the longitudinal mass) in Table I. Figure 1 shows sensitivity of m∗ in Si to

ber of bands included in the perturbation sum [Eq. (6)]. The magnitude of mlong
e ma

brupt change near 30–50 bands, after which mlong
e converges very slowly towards

ptotic value given by the band curvature. Data reported in Table I are obtained w

= 5 Ry, which corresponds to approximately 120, 140, and 200 bands for Si, Ga

CdTe, respectively.

. Illustrative applications

Graphene

raphene is a 2D semi-metal with peculiar electronic properties. Its low-energy cha

ers exhibit a linear dispersion relation E = ~vFkF inherent to ultrarelativistic parti

ite of the fact that their group velocity vF is much less than the speed of light c33. H

ermi wave vector kF = k−K is defined relative to the Dirac point K in the Brillo

where the band crossing occurs (Fig. 2a,b). The first experimental evidence of a lin

ersion relation in graphene came from measurements of the cyclotron effective mass3

graphene, there are two principal components (perpendicular and parallel to kF) of

tive mass tensor. They show a strong directional dependence as can be inferred fr

2c,d. (It should be emphasised that with the PT-based method the effective mass

tion can be obtained conveniently by using only k points located on the high-symme

, which would be insufficient to determine the band curvature using a finite differen

lightest mass corresponds to a perpendicular component as shown schematically

2b; the parallel mass is much heavier (m∗ ∼ m0) because of the nearly linear b

ersion. The remaining discussion is focused on the perpendicular mass.

he electron mass becomes progressively lighter as its wave vector approaches the D
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t. In the vicinity of a Dirac crossing, the effective mass is expected to become prop

l to kF
33

m∗ = ~kF/vF. (

relationship is also observed in our calculations (Fig. 2e) allowing us to deduce

i velocity vF = c (315−365)−1 from its slope, which is compatible with the experimen

lt34 vF ≈ c/300.

experiment, one manipulates kF indirectly by varying the carrier density and measur

yclotron effective mass as its function34,35. In neutral (defect-free) graphene, the Fe

gy EF coincides exactly with the Dirac point ED, and the mass approaches zero si

0 . However, a finite carrier density ne leads to a finite kF and, thus, a finite m

xperiment34 yielded the cyclotron mass m∗ varying between 0.02 and 0.07m0 for

e of carrier concentration ne = (1− 7)× 1012 cm−2, which is in quantitative agreem

DFT calculations (Fig. 2f). It should be noted that the experimental cyclotron m

t associated with any specific direction in the reciprocal space, but rather represe

verage value36. Lighter mass (∼ 0.01m0), and thus greater electron mobility, can o

chieved35,37 at a lower carrier density ne ∼ 2× 1011 cm−2. A square root dependenc

yclotron mass on the electronic density34,35, that became a landmark of the Dirac-

ersion, is reproduced in our calculations (Fig. 2f) using an ab initio density of state

CuI: Cu-vacancy and alloyed with Sn

uI (zinc blende structure) has emerged as a high-mobility p-type wide band-

conductor38 offering one of the best combinations of conductivity and transpare

sible light39 among existing p-type transparent conducting materials. The high mo

f holes (44 cm2 V–1 s–1, Ref. 38) is attributed to a low effective mass of a light h

40,41. The first requirement to quality effective mass calculations is an accurate b

The experimental band gap of cubic CuI is 3.0 − 3.05 eV38,42, but standard P

lations yield only 1.18 eV43. Our calculation yields the band gap of 2.96 eV, whic

ved by employing the TB-mBJ XC potential with an effective Hubbard-like term4

he Cu-d states (see Appendix for additional computational details).

he band structure of CuI is presented in Fig. 3a. This compound presents a challeng

for the effective mass calculation, in particular for the valence bands, which hav

Jo
ur

na
l P

re
-p

ro
of
12



stron ses

from to

exte ion

of un sity

for H hal

quan een

d−f tial

to ad uld

be n has

an a es,

the h and

corre ute

relat out

HEL led

in a ing

the P

H rec-

tion” due

to n as

valen h is

only een

HEL ate

nucl

H cts

of st ion

to m ong

nativ Cu

vaca are

Fig. he

toler and

VBE

J ase

Journal Pre-proof
g contribution of fairly localized Cu-d electrons. To achieve accurate effective mas

PT (i.e., those in agreement with the numerical band curvature), it is necessary

nd the basis set by including high energy local orbitals (HELOs) for a better descript

occupied states45. In the case of CuI, s-, p-, d-, and f -LOs are added. The neces

ELOs can be rationalized via an electric dipole selection rule ∆`± 1 (` is an azimut

tum number). Thus, strong momentum matrix elements in Eq. (5) are expected betw

states and p−d states. The convergence tests (Fig. 3b) show that it is not only essen

d one HELO, but we need at least three HELOs per angular momentum `. It sho

oted that in WIEN2k each subsequent HELO is automatically chosen such that it

dditional node in the corresponding radial function. The higher the number of nod

igher is the energy of the orbital. For instance, the third ` = 3 HELO has 3 nodes

sponds to a 7f state positioned at 100 Ry above the Fermi energy. The mean absol

ive error in m∗ (the numerical band curvature vs PT, Fig. 3b) drops from 40% (with

Os) down to 6% with 3 or more HELOs. (The HELO expansion of a basis set is enab

very limited number of DFT codes, which is another advantage of WIEN2k for test

T implementation).

owever, in the case of Si, the expanded basis set with HELOs leads to an “overcor

of the longitudinal effective mass in the conduction band (mlong
e /m0 = 1.01). It is

eglect of matrix elements with core states. When Si-2p semicore states are included

ce states, we obtain the most accurate result (mlong
e /m0 = 0.97 with HELOs), whic

1% off the value derived from the band curvature (Table I). A similar interplay betw

Os and semicore states was noted in calculations of a magnetic shielding for solid st

ear magnetic resonance chemical shifts46.

aving established the basis set for effective mass calculations, we can now explore effe

ructural defects on the electronic structure, and m∗ specifically, in view of its connect

obility of charge carriers. Copper vacancies have the lowest formation energy am

e defects in CuI47 and are responsible for its p-type conductivity. The presence of

ncies has a marginal effect on the band dispersion near to the band edges (comp

4a with Fig. 3a). The effective masses of holes become only 10 − 15% heavier. T

ance of CuI to defects can be attributed to an antibonding nature of both CBE

(Fig. 4b) similar to halide perovskites48–50.

un et al. 51 suggested alloying of CuI with 5−10 mol% Sn to stabilize an amorphous ph
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out a significant penalty in p-type mobility relative to a polycrystalline CuI. Here

ore the effect of Sn incorporation on the electronic structure of CuI. In contrast to R

here the structure was modelled as an ultra-fast quenched amorphous state, we mo

efects by using 2×2×2 supercells (64 atoms), where we substitute one Sn4+ for 4 C

The Sn content x is defined as Cu4(1–x)SnxI4, which represents an interpolation betw

stoichiometric compounds CuI and SnI4 and should not be confused with mol% Sn. Si

position of Sn atoms in CuI and its local coordination are unknown, several CuI

els were created. Models with the lowest energy are shown in Fig. 5a,b referred to

titutional Sn with tetrahedral SnI4 and interstitial Sn with octahedral SnI6 coordinat

latter model is about 0.4 eV lower in energy.

corporation of Sn in CuI (x = 12.5%) is accompanied by formation of localized sta

in the fundamental gap of the host CuI, which can be seen as non-dispersive lines in

structure (Fig. 5d,e). Effectively, the band gap shrinks in agreement with experimen

rvation52. However, these localized states should not hinder p-conductivity, since t

ell separated from the valence band. A disparity in the effective mass between li

heavy holes at the top of the valence band is reduced but remains comparable to C

Cu vacancies (Fig. 4b). At a high concentration of Sn (x = 37.5%, Fig. 5c), locali

s also emerge at the top of the valence band (Fig. 5f), which is consistent with a st

ne of p-type mobility observed experimentally at a higher Sn content past 1 mol%

h corresponds to x ∼ 8% in our structures.

. Limitations

he first order term in the series expansion of the Hamiltonian of the cell-periodic w

tion [Eq. (3)] is, more generally, expressed as53 q · ∇k0Ĥ(k0). It is evaluated usin

mutation relation

∂Ĥ

∂k
= i[Ĥ, r] =

~
m0

(p̂ + ~k0) + i[V̂ , r], (

is equivalent to the velocity operator54. Here V̂ is the potential operator. Local

als, such as PBE or TB-mBJ, commute with the position operator, i.e., [V̂ , r] =

e case of non-local potentials, such as Hartree-Fock or hybrid, the potential no lon

mutes with the position operator, and the i[V̂ , r] term cannot be ignored55. Pick
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Payne 18 discussed this issue in the context of effective masses, whereas the importa

velocity (rather than momentum) operator in calculations of optical properties wit

local Hamiltonian has been emphasised a long time ago54.

t present, the term i[V̂ , r] is not implemented in WIEN2k, which restricts our PT eff

mass analysis (as well as the calculation of optical properties) to local potentials (

+U , see below) only. We need to mention that, if momentum matrix elements were u

njunction with the hybrid functional YS-PBE056, PT would erroneously predict syst

lly heavier masses (25% heavier on average). However, it is more common to acco

he i[V̂ , r] term in pseudopotential DFT codes57, where the non-locality is also a par

eudopotential itself. Actually, DFT+U also leads to a non-local potential, however

of non-locality is different (weaker) from the non-locality of Hartree-Fock/hybrid.

not observed problems when using the PT method with DFT+U and, thus, beli

the term i[V̂ , r] is not required in this case. We expect a more general k · v formal

Ref. 58) to be also compatible with non-local potentials, e.g., Hartree-Fock/hybrid.

CONCLUSION

degenerate perturbation k · p approach for effective mass calculations has been

ented in the all-electron DFT package WIEN2k. It essentially yields the same resu

e band curvature when applied to major group IVA, IIIA-VA, and IIB-VIA semic

or materials with sp3 bonding, provided momentum matrix element with sufficien

-energy states (about 5 Ry above the Fermi energy) are included. For accurate co

on of effective masses with experiment, it is essential to select an exchange-correlat

oximation that reproduces the band gap. A quantitative agreement between exp

t and theory is demonstrated for the effective mass as a function of the carrier den

aphene.

is more challenging to apply the k ·p formalism to systems where d-electrons contrib

ates of interest, such as the valence band of CuI. For those states, the effective m

erges very slowly indicating the involvement of very high-energy states. High-ene

orbitals offer an efficient way to circumvent this issue. However, calculations beco

putationally more demanding, since all eigenvalues need to be computed. The anal

uI shows that its electronic structure is immune to defects (Cu vacancies). Incorporat

Jo
ur

na
l P

re
-p

ro
of
15



of Sn the

effec

It nal

theo the

mom of

effec

A

O un-

cil o la-

tions ada

Foun m-

pute to

the H by

GEN

A

T for

Si59 e59

(zinc ene

(hex he

follo s),

2.38 nes

the e a

large nce

elect ne:

7 × 6I27

supe

P ion

in ca Te.

Journal Pre-proof
in quantities about 13% as a stabilizer for an amorphous phase causes no harm to

tive mass in the valence band.

is possible to extend application of the k · p formalism beyond the density functio

ry, e.g., to hybrid calculations. Here we need to acknowledge a difference between

entum and velocity operators in the context of non-local potentials. Calculations

tive masses would be still possible, provided velocity matrix elements are used.
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PPENDIX: CALCULATION DETAILS AND DATA AVAILABILITY

he calculations were performed at experimental lattice parameters: a0 = 5.431 Å

(diamond structure), 5.653 Å for GaAs59 (zinc blende structure), 6.480 Å for CdT

blende structure), 6.032 Å for CuI60 (zinc blende structure), and 2.460 Å for graph

agonal structure). In the case of graphene, a vacuum thickness of 20 bohr was set. T

wing muffin tin radii RMT in bohrs were used: 1.34 (C), 2.14 (Si), 2.23 (Ga and A

(Cu, I, and Sn), 2.50 (Cd and Te). The product min(RMT)Kmax = 7, which determi

basis set size, was used for all compounds except of the CuI primitive cell, wher

r value of min(RMT)Kmax = 8 was selected. The energy to separate core from vale

rons was set at −6 Ry. The following meshes were chosen to sample the Brillouin zo

7 × 7 (Si, GaAs, CdTe), 9 × 9 × 1 (graphene), 10 × 10 × 10 (CuI), 3 × 3 × 3 (Cu2

rcell), and 2× 2× 2 (supercells with substitutional SnCu defects).

BE29 as well as TB-mBJ31 approximations were used for the exchange and correlat

lculations of the band gap, band dispersion, and effective masses of Si, GaAs, Cd
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ulations for graphene were performed with PBE only. For CuI and Cu4(1–x)SnxI4,

gap, band dispersion, and effective masses were calculated using TB-mBJ XC poten

ined with an additional orbital potential for Cu-d states (U = 0.36 Ry without an

exchange J = 0). Atomic positions in supercells with defects were relaxed with PBE

s acting on atoms dropped below 2 mRy/bohr, while maintaining the lattice paramet

mensurate with the CuI defect-free structure.

ll structure files used in this work are archived in structure files.zip file, whic

able from Computer Physics Communications repository [add a link here during

ication phase].
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k TB
l TB

m TB
n TB
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LE I. Effective masses (units of m0) at the conduction and valence band extrema of

s, and CdTe calculated by evaluating a local band curvature using Eq. (1) (numerator

econd order perturbation theory (denominator). Two options for the XC functional/poten

selected that yield a different accuracy for the band gap Eg. Experimental values of

amental band gap are listed at T → 0 K. The negative sign in m for the valence ban

ted.

hod m
〈100〉
LH m

〈100〉
HH mSO

a mlong
e mtrans

e Eg (e

E 0.19/0.19b 0.26/0.27c 0.23/0.23d 0.96/0.93e 0.20/0.19f 0.5

-mBJ 0.24/0.24 0.32/0.34 0.28/0.29 0.96/0.94 0.22/0.21 1.1

eriment 0.1861 0.4662 0.2361 0.9261 0.1961 1.17

s

E 0.033/0.034g 0.32/0.32h 0.11/0.10i 0.027/0.027a,j 0.4

-mBJ 0.11/0.11k 0.36/0.37l 0.21/0.20m 0.090/0.090n 1.5

eriment 0.08564 0.3465 0.1766 0.06765 1.52

e

E 0.054/0.057 0.45/0.45 0.25/0.25 0.048/0.049a 0.4

-mBJ 0.15/0.16 0.52/0.56 0.36/0.37 0.13/0.13 1.4

eriment 0.1267 0.5368 — 0.1169 1.60

Γ point, isotropic.

cal density approximation (LDA) calculation from Ref. 21 yields 0.188.

A calculation from Ref. 21 yields 0.254.

A calculation from Ref. 21 yields 0.223.

∆ point in direction [100].

∆ point in direction [010].

E calculation from Ref. 32 yields 0.036.

E calculation from Ref. 32 yields 0.320.

E calculation from Ref. 32 yields 0.108.

E calculation from Ref. 32 yields 0.030.

-mBJ (band gap fitted to experiment) calculation from Ref. 32 yields 0.112.

-mBJ (band gap fitted to experiment) calculation from Ref. 32 yields 0.372.

-mBJ (band gap fitted to experiment) calculation from Ref. 32 yields 0.210.

-mBJ (band gap fitted to experiment) calculation from Ref. 32 yields 0.090.
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igure captions:

. 1: Convergence test for m∗ in Si (calculated at the PBE level) with respect to

ber of bands (8 occupied bands) included in Eq. (6). Values of |m∗/m0| extracted fr

and curvature are listed in brackets. Accurate calculation of the longitudinal effec

in the conduction band requires a large number of bands. With 180 bands the resid

drops below 2%.

. 2: Effective mass in a monolayer graphene. (a) Brillouin zone in Cartesian coordina

chematic energy band dispersion in the vicinity of the Dirac point ED. (c,d) Cartes

ponents of the inverse effective mass tensor laid over the band structure calculated

PBE level. The origin of the energy scale is set at the highest occupied eigenst

ermi velocity vF deduced from the slope of a linear relationship between the effec

and the Fermi wave vector kF. (f) Effective mass as a function of the carrier dens

d markers represent DFT values, open circled correspond to the cyclotron effective m

sured experimentally34. The solid line shows a square root dependence of the mass

arrier density34.

. 3: (a) Band structure of CuI calculated at the TB-mBJ+U level. The origin of

gy scale is set at the highest occupied eigenstate. Values refer to the [100] effec

es at the Γ point calculated using PT. (b) Convergence of m∗/m0 at the Γ point ([1

esian component) with respect to the number of high energy local orbitals (HELO

erical labels in brackets correspond to m∗/m0 obtained from the band curvature.

. 4: (a) Band dispersion along [100] direction in a Cu26I27 supercell with a Cu vaca

) calculated at the TB-mBJ+U level. Effective masses change only marginally rela

e defect-free material. The Fermi energy (E = 0) is located below the VBE of C

ing to an effective carrier density of np = 7 × 1020 cm−3. (b) Orbital energy diagr

trating the tolerance of CuI to vCu defects. Defect states due to dangling I– bonds

cted within the valence band away from the fundamental band gap.Jo
ur

na
l P

re
-p

ro
of
27



FIG (a)

Loca na-

tion. and

Cu+ est

neug ong

[100 an

octa ec-

tivel of

the e –f)

corre to

local

Journal Pre-proof
. 5: Incorporation of Sn into the CuI lattice and its effect on the electronic structure:

l atomic configuration of a substitutional SnCu defect with a tetrahedral SnI4 coordi

3 additional Cu vacancies (vCu) are created to balance the formal charges of Sn4+

. (b) Interstitial position of Sn within an octahedral SnI6 coordination and 4 near

hbor Cu+ vacancies. (c) Supercell with 3 SnI6 octahedra. (d–f) Band dispersion al

] direction in CuI with Sn defects at a substitutional site (Cu4(1–x)SnxI4, x = 12.5%),

hedral interstital site (x = 12.5%), and three octahedral defects (x = 37.5%), resp

y. The origin of the energy scale is set at the highest occupied eigenstate. The origin

nergy scale is set at the highest occupied eigenstate. Numerical labels on panels (d

spond to the effective mass m∗/m0 in [100] direction at Γ point. Defects give rise

ized states within the fundamental band gap.
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