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Abstract: 

Singlet Oxygen Sensor Green (SOSG) is the most widely used fluorescent probe for detecting singlet 
oxygen (1O2). 1O2 can be efficiently produced by exciting the surface plasmon of gold nanoparticles 
with laser pulses. However, gold nanoparticles are usually embedded in a chemical stabilizer that can 
interact with SOSG, leading to erroneous detection of 1O2. This article shows that the emission 
properties of SOSG strongly depend on the concentration of cetyltrimethylammonium bromide 
(CTAB), a capping agent widely used for nanoparticles synthesis and stabilization. The sensitivity of 
SOSG to 1O2 is also drastically affected by the presence of CTAB. This effect is due to the fluorescent 
probe's aggregation in CTAB premicellar aggregates and micelles, and the change in the probe 
configuration. Furthermore, the behavior of SOSG in the presence of two other widely-used 
surfactants, i.e., citrate and Polyethylene Glycol (PEG), is investigated to determine the right 
nanoparticle stabilizer to use with SOSG probe. 
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1. Introduction: 

At nanometer scale, gold exhibits a remarkable optical phenomenon: the localized surface 
plasmon resonance (LSPR). This denotes the collective oscillation of the conduction electrons in a 
metallic nanoparticle (MNP) under light excitation [1, 2]. The resonance characteristics of this 
oscillation depend on the nanoparticle parameters like the shape or the size and the refractive index of 
the surrounding medium.Currently, LSPR offers great promises for photodynamiccancer therapy [3, 
4]. Indeed, it has been demonstrated that upon irradiation at LSPR wavelength, MNPs can produce, in 
a biological medium, reactive oxygen species (ROS) [5, 6]that can induce necrosis and apoptosis of 
cells [7, 8, 9, 10, 11]. Thanks to their reduced cytotoxicity, high accumulation in tumors and good 
resistance to photobleaching and enzymatic degradation [12, 13], MNPs would be good substitutes for 
the chemical photosensitizers commonly employed in Photo-Dynamic Therapy (PDT). Moreover, 
MNPs are more effective than chemical photosensitizers [14] due to the possibility to adjust the MNPs 
parameters to have a high absorption in the therapeutic spectral window (650 to 1350 nm [15]). 

 
Singlet oxygen (1O2) [16, 17] is the most effective ROS in destroying cancer cells and is widely 

used in PDT [18, 19]. Singlet oxygen can be detected using fluorescent probes [20, 21], the most 
selective one being the Singlet Oxygen Sensor Green (SOSG) [22]. SOSG sensor exhibits weak blue 
fluorescence, with excitation maxima at 372 and 393 nm and emission peaks at 395 and 416 nm. After 
reaction with singlet oxygen, it emits a green fluorescence with an excitation/emission maximum at 
504/525 nm [23]. According to previous reports [24, 25, 26], SOSG is composed of an anthracene 
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chromophore and a fluorescein one. In the absence of singlet oxygen, SOSG green emission is 
quenched by an internal electron transfer from the anthracene moiety to fluorescein. In the presence of 
1O2, an endoperoxideis formed by the interaction between 1O2 and the anthracene moiety, the internal 
electron transfer does not occur, and the fluorescein is fluorescent. SOSG is widely used in many 
fields, including biochemistry, botany and medical science [22, 27, 28] due to its high selectivity for 
1O2. However, care must be taken when using it since the characteristics and the composition of the 
solvent employed can alter the florescence of the molecule. Indeed, emission of SOSG can be turned 
on at alkaline pH or in the presence of some solvents like acetonitrile, dimethyl sulfoxide (DMSO), 
dimethylformamide (DMF) and acetone [23]. Moreover, it has been demonstrated that SOSG is not a 
suitable probe for 1O2 in the presence of ionizing radiation [29], and it can also produce 1O2 by itself 
under a photoirradiation [24]. Usually, investigations of singlet oxygen generation assisted by surface 
plasmons are conducted using MNPs in aqueous solution and embedded in a chemical capping agent 
(cetyltrimethylammonium bromide (CTAB) [30], citrate [31, 32], Polyethylene Glycol (PEG) [33], 
etc.) to ensure nanoparticle colloidal stability. Regarding the above-listed SOSG limitations, the 
fluorescence of the probe could be altered by the used surfactant and thuscould lead to a 
misinterpretation of the results. 

In the present article, we investigate the behavior of the SOSG sensor in the presence of CTAB, 
a capping agent widely used for MNPs stabilization. The fluorescence of SOSG dissolved in CTAB 
aqueous solutions of various concentrations is recorded using an epifluorescence microscope.We 
demonstrate that the emission properties of the SOSG sensor depend highly on the CTAB 
concentration. Indeed, we show through SOSG emission spectra and SOSG time-resolved 
fluorescence decays that SOSG molecules are trapped in CTAB micelles and pre-micellar aggregates; 
the emission properties of the probe are thus modulated by the CTAB aggregation state. Fluorescence 
measurements are also conducted in the presence of gold nanorods (AuNRs) acting as 1O2 
photosensitizers, and embedded in various capping agents: CTAB, citrate and PEG.We show that 
singlet oxygen detection is not possible in the presence of CTAB whereas a high sensitivity of SOSG 
for 1O2 is noted in citrate and PEG. We conclude that citrate and PEG are the most effective capping 
agents to use with the SOSG for the investigation of singlet oxygen generation by surface plasmons. 

 
2. Materials and methods 

2.1. AuNRs synthesis 

Single-crystalline gold nanorods (AuNRs), stabilized by the CTAB surfactant, are synthesized 
by colloidal chemistry using the so-called seed-mediated growth method (see the reference [34] for a 
recent comprehensive review of this technique). We used the improved seed-mediated method 
reported by the Murray’s group [35] to synthesize very monodisperse AuNRs of 13±0.5 nm thick and 
77±5 nm long, corresponding to a plasmon resonance peak at 1033 nm in water (1 mM CTAB). CTAB 
molecules form a tightly bound bilayer on the gold surfacebecause bromide ions, as all halide ions, 
have a strong affinity to chemisorb on the gold surface [36]. Therefore, the replacement of CTAB 
molecules by other surfactants, such as the weakly bound citrate molecule, is not an easy task because 
aggregation at the nanoscale takes place spontaneously in the absence of special precautions. In the 
present work, CTAB replacement by citrate and polyethylene glycol (PEG) is performed using the 
efficient ligand exchange procedure developed by the Wei’s group, based on polystyrenesulfonate 
(PSS) as an intermediate surfactant [37]. PEG is a biocompatible polymer often used in cancer therapy 
to improve the biodistribution of the nanoparticles [38] because PEGylated AuNRs are stable in 
biological fluids (high ionic strength) and present stealth properties [39]. PEG is known to lengthen 
the circulation time in the blood stream by reducing the adsorption of proteins, thus preventing their 
clearance by the mononuclear phagocytic system, also known as reticuloendothelial system [40]. 
Detailed protocols for the AuNRs synthesis and surface modification can be found in the electronic 
supplementary material. 



2.2. Sample preparation 

A stock solution of 10 mM CTAB is prepared by dissolving solid CTAB ([(C16H33)N(CH3)3]Br) 
in deionized water Milli-Q. The obtained solution is heated in a water bath at temperature below 
100°C in order to dissolve CTAB crystals. CTAB solutions of 0.1, 0.3, 1, 3 and 5 mM are obtained by 
diluting the 10 mM one. The solutions are heated again in a water bath to well dissolve the CTAB. For 
the experimental purpose, 988 μl are taken from each solution and 10 μl of Tris-HCl buffer at pH=6.5 
are added to them in order to ensure pH stability. SOSG is provided in vials containing 100 μg of 
product. The 100 μg of solid SOSG are dissolved in 33 μl of methanol to obtain a stock solution of 
about 5 mM [23]. 2 μl of SOSG solution are added to the CTAB/Tris-HCl mixtures to have 1 ml of 
solution with a concentration of SOSG equal to 10 μM. 

The stock solution containing AuNRs in 5mM CTAB is heated in a water bath to avoid CTAB 
crystals. 998 μl are taken from it and 2 μl of dissolved SOSG are added to have a final solution of 1 ml 
with 10 μM of SOSG. The stock solution of Au-rod in 5mM citrate contains 0.5% of NaOH 0.1M to 
prevent from nanoparticles aggregation. The pH of the solution is 9. To avoid the activation of SOSG 
by the alkaline pH, 10μl of NaH2PO4.2H2O 0.1M are added to 988 μl of the stock solution just before 
the addition of 2 μl of SOSG and the experiment. Finally, we obtain 1 ml of solution at pH=7.5 
containing AuNRs in 5 mM citrate and SOSG with a concentration of 10 μM. Finally, the 1 ml of 
AuNRs in PEG with 10 μM of SOSG are prepared by mixing 998 μl of the AuNRs in PEG stock 
solution and 2 μl of the dissolved SOSG.  

Samples are prepared by sucking the solution into a square borosilicate capillary (VitroTubes, 
Product n° 8100, length 100mm, square ID 1 mm, wall 0.2 mm, square OD 1.4 mm [41]).The capillary 
is then sealed with two putty plugs (Fig.1).The method of inserting the drop into the capillary is 
summarized in the electronic supplementary material.  

2.3. Experiment  

The fluorescence of the sample is recorded using an epifluorescence microscope (TE2000-U, 
Nikon). The sample is positioned at the objective focal plane (CFI Plan Apo DM Lambda 60XC, N.A. 
0.94) and illuminated through it in widefield mode. The emitted light is collected through the same 
objective. A fraction of the collected light is sent to a CCD camera (Retiga R1, QImaging [42]) for a 
real-time visualization of the sample fluorescence. The other part is collected by a spectrometer (Maya 
2000 Pro, OceanOptics[43]) to register the emission spectrum. For fluorescence lifetime imaging, 
light is sent to a time and space-resolved single photon counter (TCSPC detector, prototype obtained 
from the Leibniz Institute for Neurobiology of Magdeburg [44]). In this setup, AuNRs are excited at 
1030 nm (1.2 eV), corresponding to their longitudinal LSPR, with the pulsed output of a femtosecond 
Yb:KGW laser (t-pulse 200, Amplitude Systèmes, repetition rate 10 MHz, pulse width 400 fs). The 
polarization of the beam is circular to excite the randomly oriented nanoparticles. The peak power 
density at the sample surface is tuned from 160 to 1700 MW/cm2. The SOSG probe is excited with a 
laser beam at 515 nm wavelength (2.4 eV), SHG is generated by focalizing the 1030 nm beam into a 
nonlinear crystal of β-BaB2O4. The diameters of illumination profiles at the sample plane are 25 
µm@1/e2 and 45 µm@1/e2 for 1030 nm and 515 nm, respectively. The experimental setup is 
summarized in Fig. 1. 

 



 

3. Results and discussion:  
 
3.1. SOSG in CTAB aqueous solutions 

The emission intensity and emission spectra (see the electronic supplementary material) of 
SOSG in CTAB aqueous solutions of 0, 0.1, 0.3, 1, 3 and 10 mM are recorded for an excitation 
wavelength of 515 nm. The evolutions of the emission intensity and emission wavelength with CTAB 
concentration are depicted in Figs. 2a and 2b, respectively. A noticeable SOSG emission is registered 
in the absence of an external 1O2 photosensitizer. This initial emission is presumably due to the 
presence of some impurities and the formation of endoperoxides as a result of the synthesis of singlet 
oxygen by SOSG upon an irradiation at 515 nm [24]. SOSG emission intensity decreases as CTAB 
concentration slightly increases from 0 mM (water) to 0.3 mM. This decrease in emission intensity is 
accompanied by a red shift of the emission wavelength. An increase of the emission intensity is noted 
for CTAB concentrations beyond the CTAB critical micellar concentration (CMC) in distilled water 
(CMC~0.9 mM at 25°C [45]); the emission wavelength is shifted to the blue. For higher CTAB 
concentrations, the emission intensity and the emission wavelength reach a plateau. Additional data 
are provided in the electronic supplementary material to validate reproducibility of the results. The 
data reported in Figs. 2a and 2b show that the emission properties of SOSG depend highly on CTAB 
concentration. The modifications observed in the SOSG emission wavelength pinpoint changes in the 
surrounding environment of the molecules. As most surfactants, CTAB in aqueous solutions forms 
pre-micellar aggregates and then micelles around impurities as its concentration raises. As a result, the 
variations observed in SOSG emission wavelength and intensity while CTAB concentration increases 
are most probably due to the enclosing of the SOSG molecules in CTAB pre-micellar aggregates and 
micelles. 

 

Fig. 1. Schematic representation of the sample and the experimental setup. SHG: Second Harmonic Generation, BS: Beam 
Splitter. 
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To further understand the effect of CTAB aggregation on SOSG emission properties, time-

resolved fluorescence decays of SOSG in CTAB aqueous solutions of 0, 0.3, 1, 3, 5 and 10 mM are 
recorded for an excitation wavelength of 515 nm. The results are presented in Fig. 2c. The decays 
show the presence of SOSG molecules with a long emission lifetime and others with a short emission 
lifetime. Molecules with a short emission lifetime are those whose emission is quenched either by the 
internal electron transfer between the anthracene and fluorescein moiety or by the presence of 
neighboring SOSG molecules. The population with a long emission lifetime (3.5 ns) is that of the 
unquenched fluorescein moiety. It can be impurities or oxidized SOSG molecules or extended 
conformations [46] of SOSG in the CTAB micelle. It is responsible for the emission displayed in Fig. 
2a. The relative population of molecules with a long emission lifetime according to CTAB 
concentration is depicted in Fig. 2d. For CTAB concentrations below the CTAB CMC (< 1mM), the 
quantity of molecules with a long emission lifetime decreases when CTAB concentration slightly 
increases. This phenomenon is due to the formation of positively-charged pre-micellar CTAB 
aggregates which trap the anionic SOSG molecules by electric attraction. SOSG molecules accumulate 
into CTAB aggregates, and the emission of each molecule is quenched by the adjacent ones. From the 
CMC, SOSG molecules are enclosed in CTAB micelles and the relative number of molecules with a 
long emission lifetime increases because the number of SOSG molecules per micelle decreases. 
Indeed, at a concentration of 2 mM CTAB, the concentration of micelles is 11 µM and exceeds the 
concentration of SOSG molecules of 10 µM, so, the probability to have a single SOSG molecule in a 
CTAB micelle rises. As a result, the probability of emission self-quenching between close-lying 
SOSG molecules decreases, which explains the rise of SOSG emission intensity (Fig. 2a). To 
summarize, the variation of the CTAB aggregation state modulates the emission properties of the 
SOSG. This phenomenon has also been reported for other fluorescent molecules [47, 48] and has been 
used to measure micelles aggregation numbers [49]. 

Fig. 2. SOSG in various concentrated CTAB aqueous solutions. (a) SOSG emission intensity and (b) SOSG emission 
wavelength. as a function of CTAB concentration. (c) SOSG time-resolved fluorescence decays. (d) Relative population 
of theSOSG molecules with long emission lifetime as a function of CTAB concentration. The excitation wavelength is 
515nm. 

 



3.2. SOSG with AuNRs 

 

 

 

We have previously demonstrated that the aggregation state of CTAB modifies the emission 
properties of SOSG. In this section, we determine the effect of CTAB concentration on the sensitivity 
of SOSG to singlet oxygen. For this purpose, SOSG emission intensity is recorded in the presence of 
AuNRs acting as 1O2 photosensitizers. The results are compared to those obtained by replacing CTAB 
by two other capping agents: citrate and PEG. The used AuNRs have 77±5 nm in length and 13±1 nm 
in diameter; a SEM image is given in the electronic supporting material. The AuNRs are dispersed in 
an aqueous solution composed of 10 μM of SOSG and 5 mM of CTAB. According to the SOSG 
emission intensity curve (Fig. 2a), a CTAB concentration of 5 mM allows the dispersion of SOSG 

Fig.3. SOSG emission intensity in the presence of AuNRs acting as 1O2 photosensitizers and embedded in various 
capping agents (a) 5 mM CTAB, (b) 5 mM citrate, (c) PEG. The SOSG fluorescence is recorded before, during and after 
the excitation of the longitudinal LSPR of the AuNRs (λLSPR  = 1030 nm) with IR power densities ranging from 165 to 
1650 MW/cm². The SOSG probe is excited at 515 nm wavelength.  

 



molecules in CTAB micelles and thus prevents from the emission self-quenching between them. For 
CTAB concentrations beyond 5mM, foam is formed which complicates the experiment. The 
longitudinal LSPR of the AuNRs in CTAB peaks at 1033 nm, and the corresponding extinction 
spectrum is provided in the electronic supplementary material. The sample is first illuminated at 515 
nm wavelength for 10s so as to record the initial emission intensity of SOSG. A laser beam at 1030 nm 
wavelength is then added to the 515 nm one for 10s to excite the longitudinal LSPR of the AuNRs and 
generate 1O2 by surface plasmon [13, 27]. Finally, the 1030 nm laser beam is turned off and the 
emission of SOSG after the excitation of surface plasmon is registered. The SOSG emission intensity 
is recorded for IR power densities ranging from 165 to 1650 MW/cm². The power density of the laser 
beam at 515 nm is about 0.5 MW/cm².The experiment is repeated with AuNRs in 5 mM citrate and 
PEG with a longitudinal LSPR at 1014 nm and 1030 nm, respectively (extinction spectra are reported 
in the electronic supporting material). The results are displayed in Fig. 3.  

An initial SOSG emission under the irradiation at 515 nm is observed in the three solutions 
before the excitation of surface plasmons. The intensity of this initial SOSG fluorescence rises 
exponentially at a rate depending on the used capping agent (𝜏𝜏𝐶𝐶𝐶𝐶𝐶𝐶𝐶𝐶 > 𝜏𝜏𝑃𝑃𝑃𝑃𝑃𝑃 , 𝜏𝜏𝐶𝐶𝐶𝐶𝐶𝐶𝐶𝐶𝐶𝐶𝐶𝐶𝐶𝐶 ). The initial 
fluorescence in CTAB is about 7 times higher than in citrate or PEG. The rise of the SOSG 
fluorescence intensity when the solution is irradiated at 515 nm is due to the reaction of the triplet state 
of SOSG with oxygen. The oxidation can be either direct or induced by the formation of 1O2 that 
further reacts with SOSG. The higher fluorescence yield in CTAB compared to citrate and PEG can be 
explained by the separation of the two parts of the SOSG molecule (fluorescein and anthracene) by the 
micelle [50], which favors the presence of an open conformer of the probe without intramolecular 
electron transfer and the 3.5 ns lifetime of the unquenched fluorescein. During the excitation of the 
longitudinal LSPR of the AuNRs, an increase of the SOSG emission is observed for citrate and PEG 
(Figs. 3b and 3c, respectively) indicating the generation of singlet oxygen by surface plasmons. In the 
CTAB solution (Fig. 3a), no augmentation of the SOSG emission intensity is registered while 
producing 1O2. On the contrary, a decrease in the SOSG fluorescence is observed when the power 
density of the 1030 nm laser beam increases. The singlet oxygen produced by the AuNRs can react 
with SOSG, either by the formation of an endoperoxide and the SOSG molecule becomes fluorescent, 
or by the oxidation of the fluorescein moiety which gives a non-fluorescent SOSG molecule: 

�𝐹𝐹 − 𝐶𝐶
 ⊂ 𝐹𝐹𝐶𝐶

� + 𝑂𝑂2
1  → �𝐹𝐹𝑂𝑂 − 𝐶𝐶 + 𝐹𝐹 − 𝐶𝐶𝑂𝑂

 ⊂ 𝐹𝐹𝑂𝑂𝐶𝐶+⊂ 𝐹𝐹𝐶𝐶𝑂𝑂
� 

where 𝐹𝐹 − 𝐶𝐶and ⊂ 𝐹𝐹𝐶𝐶 (F: fluorescein, A: anthracene) are the open and close conformer of SOSG, 
respectively, 𝐹𝐹 − 𝐶𝐶𝑂𝑂 and ⊂ 𝐹𝐹𝐶𝐶𝑂𝑂 the SOSG oxidized on the anthracene moiety (fluorescent 
molecules),⊂ 𝐹𝐹𝑂𝑂𝐶𝐶 and 𝐹𝐹𝑂𝑂 − 𝐶𝐶 the SOSG oxidized on the fluorescein moiety (non-fluorescent 
molecules). In the case of citrate and PEG, the number of fluorescent SOSG molecules before the 
excitation of surface plasmons is negligible, so, the SOSG molecules oxidized through the capture of 
singlet oxygen by the fluorescein moiety ⊂ 𝐹𝐹𝑂𝑂𝐶𝐶 (non-fluorescent molecules) are not detected and 
only the rise of SOSG emission due to the oxidation of the anthracene moiety (⊂ 𝐹𝐹𝐶𝐶𝑂𝑂) is observed. 
However, in the CTAB solution, because of the modification of the conformation of the SOSG 
molecules by the CTAB micelles (⊂ 𝐹𝐹𝐶𝐶 → 𝐹𝐹 − 𝐶𝐶), the number of fluorescent molecules before the 
generation of 1O2 by the AuNRs is large, and the decrease of the SOSG emission during the excitation 
of surface plasmons is due to the capture of singlet oxygen by the fluorescein moiety (𝐹𝐹𝑂𝑂 − 𝐶𝐶). For 
lower CTAB concentrations, the SOSG fluorescence before and during the synthesis of 1O2 remains 
constant because of the emission self-quenching between neighboring SOSG molecules. As an 
example, the results of the experiment conducted at a CTAB concentration of 1 mM are given in the 
electronic supplementary material. After switching off the laser at 1030 nm, the SOSG emission 
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intensity returns gradually to its initial value as a result of the diffusion of the oxidized SOSG 
molecules outside the field of view. Additional data are given in the electronic supplementary material 
to validate the results reproducibility. The results of Fig. 3 show that the ability of the SOSG probe to 
detect 1O2 is strongly affected by the CTAB concentration so we conclude that citrate and PEG are 
much more effective than CTAB as capping agents to use with SOSG. 

4. Conclusion 

In summary, we have demonstrated that the emission properties of SOSG and its sensitivity to 
singlet oxygen are strongly affected by the presence of CTAB. At low CTAB concentrations, the 
SOSG fluorescence is killed by the formation of CTAB premicellar aggregates that trap the probe and 
singlet oxygen cannot be detected. For larger concentrations, the fluorescence of the unreacted probe 
in the CTAB micelles is increased; as a result, the release of singlet oxygen is associated with a drop 
of the fluorescence. CTAB is one of the mostly used stabilizer for gold nanoparticles and the use of 
SOSG with it in the investigation of singlet oxygen generation assisted by surface plasmon can lead to 
erroneous results. Another alternative to CTAB is the use of citrate or Polyethylene Glycol (PEG) as 
capping agent. 
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