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Introduction

The ITER divertor is made of 54 cassettes comprising plasma-facing units (PFU). These components are constituted with a chain of W (tungsten) monoblocks bonded to a copper alloy (CuCrZr) tube. Between W and CuCrZr, a pure Cu interlayer is present [START_REF] Merola | Overview and status of ITER internal components[END_REF] [START_REF] Hirai | Use of tungsten material for the ITER divertor[END_REF]. Shaping of the front monoblock surface [START_REF] Pitts | Physics conclusions in support of ITER W divertor monoblock shaping[END_REF] using a single toroidal bevel and tilting of the individual vertical targets [START_REF] Pitts | Physics conclusions in support of ITER W divertor monoblock shaping[END_REF] [START_REF] Carpentier-Chouchana | Status of the ITER full-tungsten divertor shaping and heat load distribution analysis[END_REF] for leading edge protection lead to an increased surface heat flux, compared to that on a toroidally continuous axisymmetric surface. This implies an increased surface temperature and a reduced margin to remain below temperatures at which recrystallization and grain growth occur. Mechanical properties changes linked with recrystallization, such as decrease in hardness and strength, strongly affect the W thermal shock resistance and can favour the appearance of deep macrocracks [START_REF] Panayotis | Self-castellation of tungsten monoblock under high heat flux loading and impact of material properties[END_REF][6] [START_REF] Durif | Impact of tungsten recrystallization on ITER-like components for lifetime estimation[END_REF]. Different recrystallization temperatures have been reported in the literature for pure W [START_REF] Panayotis | Self-castellation of tungsten monoblock under high heat flux loading and impact of material properties[END_REF][8] [START_REF] Zhang | Recrystallization temperature of tungsten with different deformation degrees[END_REF]. It typically depends on the level of cold deformation applied during manufacturing and values in the range 1100-1500 °C have been found. Since, recrystallization is a time and temperature-dependent phenomenon, the kinetics of the process need to be accounted for in any attempt to define an operational budget for the divertor, i.e. the time the divertor material can be operated at a given temperature before a significant fraction of the material is recrystallized [START_REF] De Temmerman | The influence of plasma-surface interaction on the performance of tungsten at the ITER divertor vertical targets[END_REF]. For this, a good knowledge of the recrystallization kinetics of ITER material is necessary over the entire divertor PFU operational temperature window (up to 2000 °C with some excursions above possible). Recrystallization kinetics for W material produced according to ITER specifications were determined in the literature up to 1350 °C [START_REF] Alfonso | Recrystallization kinetics of warmrolled tungsten in the temperature range 1150-1350 °c[END_REF]. There are few references and it has to be noted that results are heterogeneous since manufacturing process and producers may differ among studied samples.

When recrystallization kinetics have to be studied over 1500 °C, some additional constraints appear. Indeed, 1500°C is the limit for the use of ampoule in which samples are embedded to prevent oxidation during heating operated by an oven. When annealed at temperatures higher than 1600 °C, material recrystallization occurs in a few minutes [START_REF] Alfonso | Thermal stability of a highly-deformed warm-rolled tungsten plate in the temperature range 1100 -1250 • C[END_REF] so that time to reach annealing temperature may have a non-negligible impact on results. This is the case for conventional facilities, for which heating speed is 5 °C/min. For these reasons, a new test bed was developed using a laser heating system [START_REF] Minissale | A high power laser facility to conduct annealing tests at high temperature[END_REF]. The sample could be heated with a speed of 200 °C/s in low vacuum environment (10 -2 mbar). In this case, the time to reach 1600 °C is 8 s. With this speed, the time to reach Ta may be neglected for the estimates of annealing time (ta).

The objective of this paper is to describe the recrystallization kinetics obtained above 1350 °C for two batches of W materials produced according to the ITER specifications. Our paper is organized as follows: the laser-heating system used in this work is described, then the characterization (hardness measurements, optical micrographs and EBSD (Electron Back Scatter Diffraction) maps) of asreceived W microstructure is presented. In the following, recrystallization kinetics are presented and analyzed.

2 Experimental methods and procedures

Materials

Two W plates, complying with the W ITER specifications [START_REF] Hirai | Use of tungsten material for the ITER divertor[END_REF] were provided by two different manufacturers, while no information about manufacturing process was delivered. One plate, called "Batch A", is 170 mm wide, 180 mm long, 13mm thick, the Rolling Direction (RD) being along the 180 mm side. The second plate, called "Batch B", is 200 mm wide, 200 mm long and 12 mm thick. Samples are extracted from the middle of the plate to avoid any microstructure heterogeneity from the sides of the plates. Sample dimension is 4*4.45*5.25 mm for batch A and 4*4*5 mm for batch B. The dimensions are different for batches A and B due to EDM (Electro Discharge Machining) device programing which was different from the two batches.

Laser heating system

To heat the samples at high temperatures with minimal thermal transient, a laser heating approach is used. The experiment is based on the ChauCoLase facility (Chauffage Contrôlé par laser, lasercontrolled heating in english) which is described in details in [START_REF] Minissale | A high power laser facility to conduct annealing tests at high temperature[END_REF]. In the present work, samples are annealed at temperature called Ta for duration called ta. The heating rate to reach Ta was set to 200 °C/s. Samples are thermally loaded by the laser from two sides (Fig. 1). The temperature distribution in the sample has been estimated with Finite Elements Methods simulations [START_REF] Minissale | A high power laser facility to conduct annealing tests at high temperature[END_REF]. During steady state loading, the temperature gradient across the material at Ta=1727 °C is below 20 °C and 30°C for batch A and batch B, respectively. At Ta=1427°C it is below 10 °C and 11°C for batch A and batch B respectively Temperature deviations in the sample during the heating and cooling sequence were estimated to be below 2% compared to set Ta [START_REF] Minissale | A high power laser facility to conduct annealing tests at high temperature[END_REF]. The experimental chamber is configured as shown in Fig. 2. The laser beam diameter is 4 mm. The sample is mounted on a graphite rod, supported by an alumina post. An infrared camera is used to monitor in real time the annealing sequence. The sample temperature is controlled with a feedback loop relying on optical pyrometry. Tungsten emissivity has, however, a strong spectral and temperature dependence. Therefore, we have used for this work a monochromatic pyrometer designed for W (1.27 µm), for which the emissivity is constant as a function of temperature [START_REF] Diez | Tungsten coatings repair: An approach to increase the lifetime of plasma facing components[END_REF][15] [START_REF] Devos | No Title[END_REF]. The pyrometer has been calibrated on a reference black body source. The emissivity of the pyrometer is set to a constant value of 0.32 for measurements. Based on preliminary tests on clean W samples done with several measurement systems (bichromatic pyrometer and thermocouple measurements), the uncertainty on the emissivity value was estimated to be less than 3%. A conservative value of 5% has been taken to estimate temperature errors for the different Ta (0.305<ε<0.345). The relative error on the temperature measurement ( eT T ) is related on the uncertainty on the emissivity ( eε ε ), and can be estimated with Eq (1).

Eq (1)

𝑒𝑇 𝑇 ≈ | 𝜆𝑇 𝐶2 | 𝑒𝜀 𝜀 ≈ 0.0001𝑇 𝑒𝜀 𝜀
with C2=1.44.x 10E -2 ; λ the pyrometer operating wavelength, Laser heating sequences are started once the pressure in the vessel is below 5x10 -2 mbar. In order to ensure a clean surface for temperature monitoring by thermal radiation measurements, a first "cleaning" sequence is applied to the sample (5 min at 1127 °C) (Fig. 3). From past studies [START_REF] Alfonso | Thermal stability of a highly-deformed warm-rolled tungsten plate in the temperature range 1100 -1250 • C[END_REF], W hardness drop is observed after 80 h annealing at 1100 °C, as a consequence this last sequence is considered has having a negligible impact on recrystallization process. The laser is stopped after the sequence and the sample is cooled down by natural conduction/radiation (100 °C/s) (2) X(t) = 1 -exp(-B n A (t -t inc ) n A ) Note that the Avrami exponent, nA, has been set to 1.098 as proposed in [START_REF] Alfonso | Thermal stability of a highly-deformed warm-rolled tungsten plate in the temperature range 1100 -1250 • C[END_REF]. Parameters such as the incubation time, t_inc, and parameter B are temperature dependent. Recrystallization being a thermally activated process, relationships between JMAK parameters and Ta are usually described by Arrhenius laws [17]. B and t_inc are estimated at specific Ta loadings and Arrhenius relationships are identified for these parameters on the studied temperature range. For that, X has to be estimated over different annealing times and temperatures. According to equation (3) [START_REF] Baral | In situ characterization of AA1050 recrystallization kinetics using high temperature nanoindentation testing[END_REF], X can be estimated from hardness measurements, with HV the measured hardness of the studied annealing condition (ta, Ta), HVrecr the measured hardness on fully recrystallized material and HV0 the measured hardness on initial material.

(3) X(t) = HV 0 -HV(t) HV 0 -HV recr

For each Ta, recrystallization kinetics parameters (B, t_inc) are estimated from equation (2) thanks to least square optimization method. Once parameters are defined for each Ta, Arrhenius relationship is used to approximate each of them on the entire explored temperature range. R² of Arrhenius plots provides the accuracy of JMAK parameters estimation.

Hardness and EBSD measurements

For hardness measurements, indents are performed using a load of 10 kg and a dwell time of 10 s [START_REF] Alfonso | Thermal stability of a highly-deformed warm-rolled tungsten plate in the temperature range 1100 -1250 • C[END_REF]. The hardness related to specific annealing condition is the mean value of ten measurements performed on one sample. The standard deviation is also evaluated. Analyses of the microstructure by optical and scanning electron microscopy are performed to verify the grain orientation and aspect ratio. EBSD is used to determine grain misorientation and low and high angle grain boundaries. All of these parameters are known to highly affect the recovery and recrystallization kinetics [17]. A grain boundary is defined by a misorientation between grains higher than 15° whereas for sub-grains the boundary misorientation criterion is 2° [START_REF] Alfonso | Thermal stability of a highly-deformed warm-rolled tungsten plate in the temperature range 1100 -1250 • C[END_REF]. The presence of Low Angle Boundaries (between 2°and 15°) inside a grain is characteristic of the stored energy that is a driving force for recrystallization.

Hence grains containing no LAB can be considered as recrystallized grains. The EBSD measurement procedure requires the reconstruction of 4 maps each one at magnification x500 and step size 0.5 µm.

Characterization of as-received tungsten

The two W batches were first characterized in the as-received state. Per batch, three samples were analyzed. For batch A and B, representative OM (Optical micrographs) and EBSD maps are presented in Fig. 4. A significant part of the grains are recrystallized (batch A: 15 %; batch B: 7%). Most of the recrystallized grains are small (< 10 µm) and located at grains boundaries and triple points. For batch A, a high density of sub grain boundaries is observed over the whole microstructure except for isolated non-deformed grains which present a lower density of sub grain boundaries. The as-received material B is made of two types of areas: 1/ deformed grains with a low density of LAGB (Low Angle Grain Boundary) and 2/ areas similar to the microstructure of batch A. The hardness distribution for both materials is plotted in Fig. 5. For batch A, the hardness mean value is HV10=435±7 while for batch B it is HV10=427±8. Batches A and B show elongated grains (> 200 μm) representative of a rolled material, with a high density of sub-grains. Fig. 6 shows the evolution of the recrystallization fractions as a function of ta for Ta in the range 1400°C to 1600°C for batch A. As expected, the higher the temperature, the faster the recrystallization kinetics. Table 1 shows the obtained values of B and t_inc. Arrhenius plots for 1/B and t_inc are presented in Fig. 8. Since R²= 0.997, the parameter B is well described by an Arrhenius relationship. However for t_inc, R²= 0.694. The points are not perfectly aligned on standard kinetics curves. t_inc estimated at 1400 °C is not consistent with the t_inc estimated at other temperature, as t_inc should decrease with temperature. This might stem partly from the number of samples and annealed times used for the JMAK parameters adjustment and probably due to the standard deviation of the hardness measurements, on one individual sample, that is in the range 2-19 Hv. It has to be compared with the difference between the minimum (fully recrystallized) and the maximum (initial state) hardness values; in this case 76 Hv.

The evolution of the measured recrystallization fractions as a function of ta and Ta in the range 1500-1800 °C is shown in Fig. 7 for batch B. The standard deviation of the hardness measurements is in the range 6-18 Hv. The hardness standard deviation has to be compared with the difference between the minimum (fully recrystallized) and the maximum (initial state) hardness values; in this case 66 Hv.

Estimates of B and t_inc parameters are shown in Table 1. Arrhenius plots for 1/B and t_inc are presented in Fig. 8. Since the R² values are high (0.994 and 0.996), the parameters B and t_inc are well described by Arrhenius plot. The recrystallization kinetics of batch A are significantly faster than the ones of batch B (Fig. 9). Indeed, for a given annealing temperature, B (Table 1) is higher for batch A than for batch B.

Recovery is more important for batch B than for batch A (Fig. 9). Indeed, for a given annealing temperature, t_inc (Table 1) is higher for batch A than for batch B. From the JMAK parameters derived in this study, the annealing time to reach X=0.5 for each Ta is estimated for batches A and B (Fig. 10) for this, extrapolation of JMAK parameters from Arrhenius plot is used. At 1600°C, 50% of hardness drop is obtained after 200 s heat loading for batch A, and 500 s for batch B and after 100 s for the W batch studied in [START_REF] Alfonso | Thermal stability of a highly-deformed warm-rolled tungsten plate in the temperature range 1100 -1250 • C[END_REF]. At 1800 °C, is the required times are 30 s and 10 s for batch A and batch B, respectively. The difference may be due to microstructure heterogeneity from batch to batch and to the heating system (oven) used to provide [START_REF] Alfonso | Thermal stability of a highly-deformed warm-rolled tungsten plate in the temperature range 1100 -1250 • C[END_REF] data.

Fig. 11 provides a comparison between the recrystallization fractions estimated from EBSD maps and hardness measurements for batch A at 1500°C. As expected the formation and growth of recrystallized grains, leading eventually to an equiaxial microstructure, is observed as a function of time. Yet, a difference between the recrystallized fraction measured by EBSD and the expected recrystallized fraction from the kinetics plot (determined from the hardness measurements) can be noted (Fig. 12). For example, X at ta= 1030 s, estimated by hardness measurement is 45%, but the values measured by EBSD is significantly lower (20%). This is the case for all recrystallization fractions estimated by EBSD measurements. It is worth noting that hardness measurements are affected by several factors such as grain and sub grain size, dislocation density and fraction of recrystallized grains and thus direct comparison of the recrystallization fraction provided by hardness measurements and EBSD has to be taken with caution. It also has to be noted that, due to indenter size, hardness value is a value averaged over several grains. With the obtained results, one can say that at early stages of the heat treatments, a part of the energy is used to lower the dislocation density (recovery). For longer annealing times, recovery and recrystallization processes happen simultaneously and are competing in a way that the driving force for grain boundary migration is the intra-grain stored energy (dislocation density). This implies that hardness changes cannot be ascribed uniquely to recovery or recrystallization. Identification of the recrystallization kinetics might be questionable given the competition between recovery and recrystallization. However, the incubation time in the JMAK model can be considered as a good indicator of the recovery time. Therefore, a first order approximation of the recrystallization kinetics can be obtained through JMAK model. However, the development of a mean field approach to model the recrystallization of W is an alternative way to take into account physical parameters such as dislocation density, grain size distribution and grain boundary mobility. Such an approach would explore in a deeper way the competition between recovery and recrystallization phenomena. The study of tungsten recrystallization kinetics over its expected operational temperature window (up to 2000 °C) is of great importance for ITER. Some references exist for annealing temperatures lower than 1350 °C. In this study, a laser heating setup has been used to obtain recrystallization kinetics data up to 1800°C. The Johnson Mehl-Avrami Kolmogorov (JMAK) equation is used to model the recrystallization process. Recrystallization kinetics for annealing temperatures higher than 1400 °C are now available for two tungsten batches (A and B) produced by two manufacturers according to the ITER specifications. Significant differences are observed between both batches. At 1600°C, recrystallization fraction of 50% is reached after 200 s thermal loading for one batch and after 500 s for the other one. For the investigated annealing temperatures, at early stages of heat treatment, a competition between recovery and recrystallization is observed. A first approximation of the recrystallization kinetics can be obtained through the JMAK model, which takes recovery process into account through the incubation time parameter. However, development of a mean field approach, which takes into account physical parameters such as dislocation density, grain size distribution and grain boundary mobility, will lead to model tungsten recrystallization more accurately.
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 1 Fig. 1. Sketch of the laser heating (left) sample before annealing (middle) and during annealing (right). Thermal loading is done on the 4x4mm² faces (orthogonal to RD direction).
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 2 Fig. 2. Picture of experimental setup
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 3 Fig. 3. Schematic of the laser heating sequence used in this study

Fig. 4 .

 4 Fig. 4. As received materials for batches A and B on (Rolling Direction (RD), Transversal direction (TD)) plane: Optical micrographs (a), EBSD maps presenting the recrystallized grains (Recrystallized grains in blue and deformed grains in red ) (b) EBSD maps presenting the grains boundaries in black and sub grain boundaries in red (c).
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 5 Fig. 5. Hardness distribution for Batches A and B in the as-received condition
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 67 Fig. 6. Recrystallization kinetics for batch A (1400 °C (a), 1450 °C (b), 1500 °C (c), 1550 °C (d), 1600 °C (e)) and related JMAK fit (f)
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 8 Fig. 8. Arrhenius plots for batches A and B
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 9101112 Fig. 9. Recrystallization kinetics for batches A, B at Ta=1500 °C and 1600 °C

  

  

  

Table 1

 1 Estimation of JMAK parameters for Batches A and B

		Ta / °C	B x 10 -3	t_inc / s
	Batch A	1400	0.05	245
		1450	0.26	625
		1500	0.59	270
		1550	1.82	250
		1600	4.59	25
	Batch B	1500	0.43	844
		1600	2.24	213
		1700	5.08	34
		1800	20.7	6.8
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