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ABSTRACT: We used indirect nanoplasmonic sensing (INPS) coupled
with mass spectrometry to study CO and oxygen adsorption as well as CO
oxidation, on Pt nanoparticles, in the Torr pressure range. Due to an
optimization of the physical parameters of our plasmonic sample, we obtain a
highly sensitive probe that can detect gas adsorption of a few hundredths of a
monolayer, even with a very low number density of Pt particles. Moreover
and for the first time, a similarity is observed between the sign and the
evolution of the localized surface plasmon resonance (LSPR) peak shift and
the work function measurements for CO and oxygen chemisorption.
Controlling the size, shape, and surface density of Pt particles, the turnover
frequency (TOF) has also been accurately determined. For similar
experimental conditions, the TOF is close to those measured on Pt/oxide
powder catalysts and Pt(100) single crystals.

1. INTRODUCTION
Plasmons, collective oscillations of electrons in noble metals,
have resonance frequencies corresponding to visible and near-
infrared spectral regions for silver and gold. When gas or liquid
molecules are adsorbed on nanoparticles, the minute local
changes in refractive index strongly modify the optical
response corresponding to localized surface plasmon resonance
(LSPR) in metal nanoparticles. Consequently, the spectral
position of the LSPR extinction peak, corresponding to the
absorption maximum, is shifted following a simple model1
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where Δλ is the shift in wavelength in the extinction spectra
corresponding to the plasmonic resonance, when the refractive
index of surrounding media changes from n1 to n2, and m is the
refractive index sensitivity. The parameters under the exponent
d and ld correspond to the effective thickness of the adsorbed
layer and the evanescent electromagnetic field decay character-
istic length. ld depends on the properties of the sensor material
as well as on its geometrical characteristics.
In recent years, LSPR has been used in catalytic studies2−8

for CO oxidation,2,6,8 water synthesis,2,4 and gas adsorption
(CO, H2, etc.).3,5,7 Adsorption has been studied on Au
particles or Pt nanoparticles (NPs) supported on a thin
dielectric layer on Au particles. In the last case, the plasmonic
technique is called indirect nanoplasmonic sensing (INPS).
For catalytic reactions with Pt NPs, INPS is preferable to avoid
alloying between both metals. Larsson et al.2 have shown that
the insulator layer protects and increases their stability at high

temperatures. Moreover, it suppresses the electronic inter-
actions between the Pt NPs and the Au particles. Pt NPs can
react with gas molecules that change the dielectric properties at
the surface of the Pt NPs and generate a shift of the LSPR
wavelength of the underlying Au particle; this is an indirect
LSPR phenomenon (INPS).9

In the studies of CO oxidation, the reaction is made on an
assembly of nanoparticles with a rather large size distribution
like 5−30 nm for Pt particles (Figure S1 in Larsson et al.2)
with a more or less round shape. It has also been possible to
study the reaction on a single large Pt particle (70 nm)
prepared by hole mask colloidal lithography.8 In the present
paper, the shape and size of the Pt NPs are controlled in the
small size range (<5 nm). Indeed, it is well known that for this
catalytic reaction, the catalytic reaction rate depends on these
two parameters.10,11 In the small size domain, the nano-
fabrication procedure cannot be used and the classical metallic
vapor deposition leads to large size dispersion unlike a
template is used.12 Thus, we turn to a wet chemical
preparation method, which provides a sharp size distribution.
To avoid using an organic surfactant to stabilize the particles,
we modify a method described by Peng’s group,13 which was
developed to grow cubic 10 nm Pt NPs. In the original
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preparation method, a carbon powder was first impregnated by
a solution of Pt(acac)2 (Pt acetylacetonate) in chloroform;
then, in a second step, the sample was reduced at 200 °C,
under a flow of H2 and CO. CO is known to form cubic Pt
particles.14 After 1 h reduction at 200 °C, most of the acac
residues are removed.13 To use a planar support compatible
with plasmonic sensors, the original method (see Section 2.3)
has been modified to obtain nanocubes with a mean size of 3
nm and narrow size distribution supported on a carbon or a
SiO2 thin film. These nanocubes were used to study by INPS
the adsorption/desorption of CO and oxygen and the CO
oxidation.

2. EXPERIMENTAL SECTION

2.1. Au Nanodisk Fabrication. Au nanodisk arrays are
fabricated by electron beam lithography (EBL) followed by a
lift-off process. The disks are supported on borosilicate glass
substrates (1 in.), and experimental details can be found in refs
15, 16. This fabrication technique allows controlling the Au

disk aspect ratio and their interdistances. It is crucial to
optimize these parameters to have a good LSPR signal-to-noise
ratio mainly for very low coverages of Pt particles. With the
hole mask colloidal lithography,2 it is impossible to
continuously control all of these parameters. Our Au disks
have the following parameters: interdistance, 300 nm;
diameter, 150 nm; thickness, 30 nm. The plasmonic sample
(Au disks/glass) is thermally annealed for 3 h at 350 °C in an
oven under a He flow (250 mL/min) to stabilize the
microstructure and shape of the Au nanodisks.17 This step is
important to avoid temperature-induced irreversible spectral
shifts during experiments at elevated temperatures, caused by
(micro)structural reshaping of the sensor particles. Typically,
this thermal annealing step leads to recrystallization of the
nanodisks.

2.2. Experimental Setup. The schematic representation
of the experimental setup used for LSPR and quadrupole mass
spectrometry (QMS) measurements is presented in Figure 1. A
high vacuum (HV) reactor consists of a UHV stainless steel

Figure 1. Schematic representation of the experimental setup for plasmonic and mass spectrometry measurements.

Figure 2. Heating and reduction treatment of the sample.
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cube (CF DN 40) with two glass windows. The sample inside
the HV reactor is illuminated by an optical fiber (Avantes,
IR200-FC-2) connected to a tungsten halogen source
(Avantes, AvaLight-HAL-S). The fiber is mounted on a
collimating lens (Avantes, COL-UV/vis), allowing to obtain a
parallel light beam on the sample. The light transmitted by the
sample is collected to another fiber using a similar collimator
lens. The signal is collected and analyzed in the 360−900 nm
spectral range by a ultraviolet−visible (UV−vis) spectrometer
(CCD detector, Avantes Avaspec-ULS3648 USB2), which is
monitored by the Avantes “Avasoft-Full” software. The HV
reactor is heated by an external rope heater connected to a PID
controller. The temperature, controlled from room temper-
ature to 473 K, is measured inside the HV reactor with a type
K thermocouple sensor.
Pure O2 gas (purity, 99.995%; N45) and CO-containing gas

mixture (CO: 9%, N2: 91%) are used. Pressures are measured
inside the gas chamber (see Figure 1) equipped with a
Baratron pressure transducer (MKS type 127, 100 Torr range)
and a Pirani/cold cathode transmitter (Pfeiffer Vacuum, PKR
251). To measure the gas content and the CO2 production in
the reactor, the HV reactor is connected through a leak valve
to another UHV chamber equipped with a mass spectrometer
(Pfeiffer Vacuum, Prisma Plus QMG 220) as shown in Figure
1.
2.3. Preparation Method of Pt Nanoparticles. To

obtain a planar catalyst, different variants of the original
method developed for powder supports13 were tried: (i) drop-
casting on flat support (amorphous carbon or silica thin films
supported on a freshly cleaved NaCl single crystal) with
different concentrations of precursor and (ii) immersion of the
support in the precursor solution for a variable time and with
slow stirring. After impregnation, the sample is quickly placed
inside the oven and heated up to the desired reduction
temperature under inert N2 flow. Then, the gas flow is
switched to a mixture of H2 and CO for the reduction during
the desired time (see Figure 2). After cooling the sample to
RT, under N2 flow, it was placed in the ambient atmosphere.
The thin-film support (carbon or silica) was detached carefully
from the NaCl support by interfacial dissolution in distilled
water and mounted on a copper grid for subsequent
transmission electron microscopy (TEM) observations (Figure
3). To finalize the best methodology giving small cubic
particles with homogeneous spatial distribution and a narrow
size dispersion, we used mainly the carbon films because they
were more suitable for TEM observations. The optimal
preparation conditions, which have been used for the

preparation of the Pt catalyst for INPS experiments, are
detailed in the following.
The plasmonic sample (Au disks on glass support) covered

by a thin film of silica (7 nm) is immersed in the solution
containing 100 mg of Pt(acac)2 in 15 mL of chloroform for 1 h
with gentle stirring of the solution every 10 min and rapid
insertion into the oven. The reduction and heating treatment is
represented in Figure 2. After cooling of the sample to RT, the
sample is rapidly inserted in the stainless steel HV rector for
plasmonic measurement where a vacuum of 10−6 Torr is
established.
Figure 3 shows TEM images of Pt NPs on a 10 nm carbon

film that have been synthesized with the experimental
conditions as those for the INPS sample. In Figure 3b, we
see that most of the Pt NPs have a square outline due to the
cubic shape. The density of the Pt NPs is ns = 5.8 × 1010 ± 0.3
× 1010 cm−2, the mean size is d = 3.0 ± 1 nm, the fraction of
the substrate covered by the Pt NPs is as = nsd

2 = 0.52%, and
the area (ae) exposed to the gases is 5 times larger (2.6%). We
have also prepared Pt NPs on 10 nm silica film on NaCl under
the same conditions. The characteristics of the deposit are very
similar to those obtained on the carbon film.

2.4. Introduction of CO and O2. Before the introduction
of CO and O2 gases, the HV reactor was pumped until a
pressure P ≤ 10−6 Torr. We define XCO as the CO molar
fraction given by

= +X P P P/( )CO CO CO O2 (2)

where PCO and PO2
are the partial pressures of CO and O2

gases in the gas introduction ramp before the gas expansion
into the HV reactor, respectively. The partial pressures in the
HV reactor are monitored by a mass spectrometer in a UHV
chamber (see Figure 1).

3. EXPERIMENTAL RESULTS

3.1. Oxygen Adsorption. Before studying CO oxidation,
the adsorption of O2 and CO on Pt NPs has been studied for
the first time using INPS. For that purpose, we first introduced
O2 into the HV reactor at T = 443 K under initial pressure of
0.53 Torr and waited for 3 h. During this time, the pressure
decreases due to the gas adsorption and gas effusion through
the leak valve (Figure 1), from 0.53 to 0.38 Torr. In parallel, a
redshift of the LSPR response was clearly observed (Figure 4).
At 443 K, oxygen is irreversibly adsorbed on the Pt NPs;18,19

then, even if the oxygen pressure in the reactor decreases, the
(dissociative) adsorption increases until the saturation cover-
age is reached after 165 min, which corresponds to Δλmax =
0.221 nm. From Norton the oxygen saturation coverage of
oxygen is around 0.4 ML.18

3.2. CO Adsorption. To study CO adsorption, the gas
mixture CO + N2 (CO: 9%, N2: 91%) was introduced into the
HV reactor at T = 443 K at an initial pressure of 0.67 Torr.
After 3 h, the total pressure decreased from 0.67 to 0.52 Torr
and the CO partial pressure varied from 0.061 to 0.047 Torr.
During this time, optical spectra were recorded every 15 min
and they clearly showed a blueshift of the LSPR response
(Figures S1 and 5). After 3 h, an LSPR shift Δλmax = −0.181
nm is measured. At 443 K, N2 is not adsorbed on Pt NPs and
all possible traces of residual adsorbed oxygen are removed by
reaction with CO, then only CO is (reversibly) adsorbed on
the Pt NPs.

Figure 3. (a, b) TEM images of Pt NPs on carbon film at different
magnifications.
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In contrast to that observed for oxygen, the adsorption of
CO is reversible (see the Section 4). Finally, the highest CO
pressure (0.061 Torr) corresponds to the CO saturation
coverage (0.5 ML) mentioned in Section 4.120

3.3. CO Oxidation. 3.3.1. LSPR Measurements. All of the
CO oxidation experiments were conducted at 443 K, and the
LSPR shifts Δλ0 induced by the gas adsorption/reaction on the
Pt particles were measured at the thermal equilibrium. The
LSPR shifts Δλ0 versus the ratio PO2

/PCO and the CO molar
fraction XCO are given in Table 1 and Figure 6.
In Figure 6, the experimental data show that Δλ0 increases

when XCO decreases from 0.5 to 0.01. This observation is in
agreement with the results obtained by the Langhammer’s
group8 for a single Pt nanoparticle. For XCO = 0.01, we
measured Δλ0 = 0.229 nm; for XCO = 0.5, Δλ0 becomes
negative, i.e., Δλ0 = − 0.171 nm. Our previous measurements
with a single gas showed that for pure oxygen, the LSPR shift
Δλ0 was positive and negative for pure CO gas (Table 1 and
Figures 4 and 5). Thus, we conclude that at XCO = 0.5, Pt is

mainly covered by CO, and when XCO decreases, the CO
coverage decreases while oxygen coverage increases continu-
ously up to almost saturation.

3.3.2. Quadrupole Mass Spectrometry (QMS) Experi-
ments. QMS allows monitoring the production of CO2 in
the reactor. Figure 7 displays the CO2 production during CO
oxidation on the Pt NPs at T = 443 K for XCO = 0.25 (PO2

/PCO
= 3).
Figure 7c corresponds to the CO2 production by the

plasmonic sample itself since the contribution from the bare
HV reactor (Figure 7a), without the plasmonic sample, has
been subtracted.
If we make the difference between the ion current for mass

44 when we introduce the gas into the rector (t = 1320 s) and
after 3 h (t = 12 000 s), we obtain for XCO = 0.25 an ion
current difference of 1.76 × 10−12 A. In Figure 8, these
differences have been plotted for other values of XCO, we
observed that the maximum of the steady-state CO2
production is obtained for XCO = 0.05, which is in agreement
with the work of Langhammer on large (70 nm) single Pt
particles at 473 K.8

To compare the catalytic activity with previous results on
supported Pt or extended surfaces, it is interesting to calculate
the turnover frequency (TOF), which corresponds to the
number of CO2 molecules produced per second and per Pt
surface atom. The details of the calculation are given in the
Supporting Information. At 443 K, for 0.27 Torr of O2 and

Figure 4. Experimental LSPR shifts Δλ vs time at T = 443 K for Pt
cubic nanoparticles deposited on Au disks covered by a silica film.
The LSPR shift Δλ is defined with respect to a reference, which is the
plasmonic sample before oxygen adsorption. The oxygen coverage
increases with time until saturation coverage. The accuracy of the
wavelength measurements in the LSPR response is 0.04 nm (error
bars).

Figure 5. Experimental LSPR shifts Δλ vs PCO at T = 443 K for Pt
cubic nanoparticles deposited on Au disks covered by a silica film.
The LSPR shift is defined with respect to a reference, which is the
plasmonic sample before CO adsorption. Each measurement is
recorded every 15 min. The equilibrium coverage of CO increases
with CO pressure. The accuracy of the wavelength measurements in
the LSPR response is 0.04 nm (error bars).

Table 1. Different INPS Experiments vs the Ratio PO2
/PCO

and the CO Molar Fraction XCO

PO2
(Torr) PO2

/PCO XCO eq 1 Δλ0 thermal equilibrium

0.09 1 0.5 −0.171
0.27 3 0.25 0.030
0.81 9 0.1 0.097
1.71 19 0.05 0.107
8.91 99 0.01 0.229

PCO = 0.09 Torr, T = 443 K.

Figure 6. Experimental LSPR shifts Δλ0 vs XCO at T = 443 K for Pt
cubic nanoparticles deposited on Au disks covered by a silica film.
The LSPR shift is defined with respect to a reference, which is the
plasmonic sample before gas adsorption/reaction. The blue triangle at
XCO = 0 corresponds to the saturation coverage in pure oxygen, i.e.,
Δλmax = 0.221 nm (see Section 3.1). The accuracy of the wavelength
measurements in the LSPR response is 0.04 nm (error bars).
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0.09 Torr of CO (XCO = 0.25), the steady-state TOF is 0.07
s−1 that is in good agreement with literature values for Pt for
similar experimental conditions (see Table 2 and the Section
4). We can also calculate under these conditions the CO-
reaction probability, which is equal to 9.4 × 10−8.

4. DISCUSSION

4.1. O2 and CO Adsorption. Oxygen adsorption in the
10−2 Torr pressure range has been previously studied by
photoelectron spectroscopy and work function measurement
on polycrystalline Pt18 and Pt(111).19 In both cases, it was
observed that the work function variation (ΔΦ) is positive and
increases with oxygen coverage (Figure 9).

The saturation coverage at RT on polycrystalline Pt is
around 0.4 ML.18 Assuming the same value for the saturation
coverage on our Pt particles, one can estimate from the
accuracy of the Δλ measurements that the minimum coverage
detectable with the INPS method is about 0.04 ML (see error
bars in Figure 4). However, by increasing the exposed area of
Pt up to 40%, the sensitivity would be 1.6 × 10−3 ML.
CO adsorption has also been studied with the same

techniques at low pressures (10−7−10−5 Torr) on
Pt(111)19,20 and Pt(100).21 Contrary to the oxygen case
upon CO adsorption on Pt(111), the variation of the work
function is negative. At low coverage, ΔΦ decreases up to a
coverage of 1/3 ML; then, it increases up to saturation
coverage of 1/2 ML (Figure 10). It is interesting to note that at
zero coverage and saturation ΔΦ tends to a value close to zero.
On Pt(100), the situation is more complicated because the

Pt surface is reconstructed to a quasi-hexagonal structure, but
the variation of ΔΦ on the reconstructed surface is similar to
Pt(111).21 CO adsorption on 4 nm Pt particles supported on
Al2O3 has been studied by infrared spectroscopy.22 This work

Figure 7. Ion current for m/e = 44 vs relative time for (a) the HV
reactor without the plasmonic sample at T = 443 K for XCO = 0.25;
(b) plasmonic sample in the HV reactor at T = 443 K for XCO = 0.25;
and (c) difference between (b) and (a) corresponding to the real CO2
produced by the plasmonic sample itself.

Figure 8. Ion current for m/e = 44 vs the XCO molar fraction. The
value of the ion current is obtained by calculating the difference
between the ion current when we introduce the gas into the reactor
and after 3 h; T = 443 K.

Table 2. TOF and CO-Reaction Probability Measured in the Present Study and in Published Works under Similar
Experimental Conditions for Supported Pt Particles of Different Sizes (d) and Pt(100)

TOF (s−1) reaction probability T (K) PO2
(Torr) PCO (Torr) PO2

/PCO system d (nm) reference

0.07 9.4 × 10−8 443 0.27 0.09 3 Pt cubes/SiO2 3 present study
0.04 450 4.5 9.7 0.46 Pt/SiO2 4a 29

5 × 10−8/3 × 10−7 460 38 12.7 3 Pt/Al2O3 4 30
0.03 443 2.7 5.3 0.5 Pt/SiO2 2.6−4.2 31
0.005b 443 7.6 7.6 1 Pt cubes/Al2O3 8 32
0.03/0.04 443 8 16 0.5 Pt(100) 33

aThe particle size is tentatively calculated from the dispersion (D = 0.22) in Cant et al.29 following the formula d (nm) = 0.9/D. bThe TOF value is
derived from the rate of CO2 molecules produced by gram and per second taking the cubic shape and the size of the Pt particles.32

Figure 9. Evolution of the work function variation (ΔΦ) as a function
of the oxygen coverage on Pt from ref18 (data from Figure 818 are
used to plot this new graph).
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shows that at 460 K, the saturation coverage is not reached
under 75 Torr of CO and that at 520 K, CO adsorption is
completely reversible. Ertl’s group20,23 has shown that the
adsorption energy of CO strongly decreases with coverage
from 30 kcal/mol at zero coverage to 22 kcal/mol at a
coverage of 0.5 ML; then, at this coverage, the lifetime of a CO
molecule would be 7 × 10−6 s. Recent DFT calculations24 have
shown that under the conditions of the present experiment (T
= 443 K and 0.05 < PCO < 0.06 Torr), the equilibrium CO
coverage is in the range 0.33−0.5 ML for Pt(111) and 0.67−
0.75 ML for Pt(100). Then, the CO coverage is always larger
than 1/3 ML, which means that ΔΦ is increasing with CO
coverage (see Figure 10).19−21 It is striking that in the INPS
experiments, the sign of Δλ is reversed from oxygen to CO
adsorption like for ΔΦ measurements. Moreover, ΔΦ and Δλ
increase with CO coverage. It is beyond our scope to go deep
into the explanation of this analogy between work function and
plasmon shift, but it is reasonable to recall that both
measurements depend on the variation of the dipole moment
and the organization of the CO molecules in the adsorbed
layer. Indeed, the work function is, from Lang and Kohn’s
model,25 equal to the difference between the dipole layer
contribution (D) and the internal chemical potential (μ). In
the case of a chemisorbed layer, the variation of μ is negligible,
then ΔΦ ≈ ΔD. Following this idea, Norton18 and Ertl20

explain the variation of ΔΦ with oxygen and CO coverage by
the variation of the dipole moment of the adsorbed layer that
depends on the coverage and of the organization of adsorbed
molecules. In LSPR experiments (used to follow gas
adsorption), the variation of Δλ has been attributed to either
a change of the electron density in the Au particles due to
charge transfer or a change in the dielectric constant (ε) of the
matrix around the Au particles.5 In the case of CO adsorption
on Au-YSZ (yttria-stabilized zirconia) composite, charge
transfer toward Au particles has been invoked26 while for
CO adsorption in the Au−CuO system, the change in the
dielectric function of the matrix was put forward.27 However,
in INPS, it has been shown that charge transfer toward the Au
nanoparticles is negligible due to the thin SiO2 film.28

Therefore, we believe that in our case, the shift of the Au
plasmon peak is mainly due to the change of the dielectric
constant of the matrix around the Au particles. The
modification of the polarization of the Pt particles by the

dipole layer formed by the adsorbate would be responsible for
the change of ε.

4.2. CO Oxidation. Several studies have reported TOF
measurements on Pt NPs, under experimental conditions close
to those used in the present study.29−32 These data are
reported in Table 2 with the present measurements, and for
comparison, the results on Pt(100).33

From Table 2, we can see that for supported Pt NPs
(diameter, 3−8 nm) at 443 K and pressures in the range of
10−1−102 Torr, the measured TOFs are in the range of 0.03−
0.04 s−1, which is rather close to the present measurement
(0.07 s−1). In the case of 8 nm Pt cubes32 prepared by a
colloidal method, the measured TOF is smaller that could be
due to the remaining ligands on the surface of the Pt particles.
In the present measurement, no ligand was present in the
preparation method. In one case,30 the TOF is not given in the
publication but the value of the CO-reaction probability (5 ×
10−8−3 × 10−7) is close to the value obtained in this study (9.4
× 10−8). The present results are also close to the TOF
measured on Pt(100) by Goodman’s group33 at 443 K. As the
size of the Pt particles in the different studies varies between 3
and 8 nm in Table 2, one could expect a size effect in the
reaction rate, but in all cases, we are in the CO-rich regime for
which the reaction is structure insensitive.31,32 However, the
maximum of CO2 production is obtained for PO2

/PCO = 19 (or
XCO = 0.05, Table 1), which clearly corresponds to the O-rich
regime.
The variation of the Au LSPR peak shift (Δλ0) as a function

of XCO (Figure 6) expresses the transition from an O-rich
regime to a CO-rich regime when XCO increases as it has been
previously observed by Langhammer.2,8 However, the shift in
plasmonic absorption spectra they observed was much larger
than that we obtained in the present study. For example, the
shift for XCO = 0, corresponding to the saturation oxygen
coverage, appears around 1 nm in the former study while it is
around 0.2 nm in the present study. This smaller value is due
to the much weaker coverage of Pt NPs in the present study.
The Pt-exposed area in the present study (2.6%) is 15 times
smaller than in the Langhammer’s study (40% in this case).2

Then, we can expect that sensitivity in the present study
increases by a factor of 15. This increase in sensitivity of the
INPS technique is probably due to a better regularity of the
underlying plasmonic gold particles, which are prepared by e-
beam lithography that allows an optimization of the aspect
ratio of the Au disks and their separation distance.15,16 Finally,
it would be interesting to improve INPS by simply monitoring
the light intensity on the steepest part of the absorption peak.
The change in intensity would be proportional to the shift in
resonance wavelength.34 One could get the same signal-to-
noise ratio (S/N) in LSPR orders of magnitude faster that way.

5. CONCLUSIONS

In this study, we show that indirect nanoplasmonic sensing
coupled with mass spectrometry is a very efficient method to
study CO and oxygen adsorption as well as CO oxidation in
the 0.1−10 Torr pressure range. Our planar model catalyst is
constituted by Pt nanocubes supported on a thin silica film
covering a regular array of Au disks fabricated by EBL on a
glass substrate. The oxygen and CO chemisorption show an
increase of Δλ with coverage but an opposite sign (Δλ is
negative in the case of CO adsorption). This behavior is similar
to work function measurements. During CO oxidation, the

Figure 10. Evolution of the work function variation (ΔΦ) as a
function of CO coverage on Pt from ref20 (data from Figure 720 are
used to plot this new graph).
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measurement of Δλ with an increasing molar fraction of CO
shows a transition between an O-rich regime and a CO-rich
regime. CO2 formation, measured by mass spectrometry, is
maximal in the O-rich regime. The TOF has been accurately
determined knowing the size, shape, and surface density of Pt
particles. For similar experimental conditions, the TOF is close
to those measured on Pt/oxide powder catalysts and Pt(100)
single crystals. The sensitivity of the INPS technique for
application in catalysis is very high since it allows following
chemisorption and catalytic reaction on nanoparticles covering
only 0.5% of the surface of the planar support. Moreover, the
LSPR technique can be used for all gas pressures from UHV to
ambient atmosphere.
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