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Abstract 
Thermoset polyesters are prepared from epoxidized waste frying sunflower oil (ESO), commercially 

available epoxy compounds and glutaric acid. Influence of the nature and concentration of bi- and 

trifunctionnal epoxy compounds on mechanical properties is studied. Static  and dynamic mechanical 

tests are performed. The molar amount of commercial epoxy compounds used ranges from 20% to 

80% regarding the molar amount of ESO. It enables to obtain thermosetting polyesters with glass 

transition temperatures ranging from 6°C to 102°C, as well as storage modulus ranging from 8 GPa to 

14 GPa. 40% of trifunctional epoxy compound and 60% of commercial epoxy compound are found to 

be the best compromises between bio-based content and mechanical properties. Furthermore, shape 

memory and vitrimer behavior of those epoxy-acid based networks with 60% of commercial epoxy 

compounds are evaluated both qualitatively and quantitatively by cyclic thermo-mechanical and stress 

relaxation tests. Excellent shape memory behavior with fixity ratios above 94% and recovery ratios 

above 98% is demonstrated. A transesterification catalyst is needed to obtain good vitrimer behavior. 

Overall, thanks to the previously mentioned properties of those partially biobased thermosets 

polyesters, industrial applications such as protective coatings, foams and temperature-memory 

polymer actuators might be considered.  

 

Introduction 
 

Nowadays bio-based materials are increasingly used because of environmental concerns[1,2], 

especially regarding renewability. Vegetable oils (VO), composed mainly of triesters of glycerol and 

fatty acids, are interesting renewable raw materials for several reasons: abundance, low price and 

active sites for chemical modifications[3]. Main active sites are : double bonds, hydroxyls, allylics 

carbons, esters and alpha carbon to the ester group. Materials such as alkyd resins, polyurethanes, 

polyamides, vinyl and epoxy resins can be obtain through chemical reactions on those active sites[4]. 

Alkyd resin refers to polyesters modified with fatty acids[5]. They are prepared by the condensation 

polymerization of polyalcohols, polybasic acids and fatty acids usually derived form VO. They are 

widely used in the paint and coating industry. Polyurethanes are synthetized by polymerization 

reactions between isocyanates and polyols. A wide variety of bio-polyol can be obtained from 

vegetable oils throught epoxidation/oxirane ring-opening, ozonolysis/reduction, 

hydroformylation/hydrogenation, transesterification/amidation, metathesis and thiol-ene reaction. It 

is also possible to synthesize non-isocyanate polyurethane (NIPU) by a reaction between 

polycyclocarbonates and polyamines which can be obtained from VO[6]. Polyamides are made from 
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the polycondensation of dicarboxylic acids and diamines or by the ring-opening polymerization of 

lactams. All of those monomers can be derived from vegetables oils[7]. A famous example is the use 

of ricinoleic acid derived from castor oil to produce PA 11. Vinyl resins can also be obtained from VO. 

Apart from tung oil there is no other vegetable oil that can undergo free radical or cationic 

polymerization. Therefore, vinyl moieties must be introduced prior to polymerization. It is done by the 

incorporation of either acrylate or methacrylate or by the isomerization of non-conjugated double 

bonds in fatty acid into conjugated counterparts[8]. Double bonds in fatty acid chains can also be 

transform in epoxy groups through chemical or enzymatic routes.  Epoxidation of VO with peracids to 

form epoxidized vegetable oil (EVO) is one of the most used. EVO can be directly polymerized or cured 

with severals types of curing agents like diamines, dicarboxylic acids or anhydrides. EVO are used in 

many applications such as plasticizer for poly(vinyl chloride)[9,10] or polyhydroxyalkanoate[11], 

coatings[12] or bio-based bioresorbable polyesters[13]. Regarding biodegrable polymers, epoxidized 

soybean oil has been used to prepare a novel hybrid quaternized soybean oil and poly (L-lactide) based 

polymer[14] and to modify poly(vinyl alcohol) via ring-opening polymerization[15]. Another VO used 

for epoxidation is sunflower oil. Indeed, sunflower oil is one of the most produced VO and it is mainly 

composed of linoleic acid (53,8%)[16] which possesses two insaturations. The production of vegetable 

oils is mainly intended for the food[17] and biodiesel[18] sectors. In order not to hinder those market 

shares, the raw material used in the present research work is waste frying sunflower oil. Recycled frying 

oil is environmentally friendly[19] and economic[20]. Sunflower oil is mainly composed of oleic and 

linoleic chains[21] which possess one and two unsaturations respectively, potentially epoxidizable. By 

further reacting a dicarboxylic acid with an EVO it is possible to crosslink this material by creating new 

ester bonds to finally obtain thermoset polyesters. Previous work[22] showed that these polyesters 

have glass transition temperature below ambient temperature and exhibit relatively poor mechanical 

properties, which reduce their end-use applications. In order to enhance mechanical properties, 

blends of commercially available bi- and tri- epoxides (3,4-epoxycyclohexylmethyl-3’,4’-

epoxycyclohexanecarboxylate; bisphenol A diglycidyl ether; tris(4-hydroxyphenyl)methane triglycidyl 

ether) with epoxidized waste frying sunflower oil (ESO) and glutaric acid were prepared. Influence of 

the amount of commercially available epoxide on tensile, hardness and dynamical mechanical 

properties of the resulting thermoset polyesters was studied. Previous works with blends of DGEBA 

and EVO were done to study the influence of the percentage of EVO on mechanical and thermal 

properties of the synthesized polyethers[23,24]. Increased amount of DGEBA increased thermal 

stabilities as well as the tensile stress of the blends. Besides, previous works with blends of DGEBA with 

EVO and anhydrides as curing agents were done to studied curing kinetics[25], thermal and mechanical 

properties[26] of the thermosetting polyesters. It was found that a combination of DGEBA with 40 wt 

% epoxidized soybean oil resulted in a resin with an optimum set of properties. Finally, a research work 

made by Mashouf and al[27] using DGEBA, EVO and sebacic acid as a curing agent was done to study 

only the curing kinetics of the reaction. To the best of our knowledge, no study described already the 

mechanical properties of blends of DGEBA and EVO cured with aliphatic dicarboxylic acid. Futhermore, 

our study enabled to compare DGEBA blends with other bi- and a tri- epoxydes. In addition to improve 

mechanical properties, an interesting aspect of these new epoxy-acid based networks is their shape 

memory behavior. Shape memory materials can “memorize” a permanent shape, be deformed to fix 

a temporary shape, and recover its permanent shape thank to a stimulus such as heat. They have been 

widely studied[28] and applications of such materials are found in health[29], electronic[30], space[31] 

and textile[32]. Among shape memory polymers, four classes are distinguished[33]: covalently cross-

linked glassy thermoset networks (I), covalently cross-linked semicrystalline networks (II), physically 
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cross-linked glassy copolymers (III) and physically cross-linked semi-crystalline block copolymers (IV). 

Epoxy-acid based networks described in this work belong to class (I), with a sharp Tg and rubbery 

elasticity above Tg. This class of materials is known for excellent shape recovery from temporary shape 

to permanent shape, thanks to rubbery elasticity and absence of molecular slippage between chains 

due to chemicals crosslinking. However, because of the covalent nature of the permanent shape, most 

of class I materials cannot be reshaped. Fortunately, our epoxy-acid based networks showed vitrimer 

behavior which enable them to be reshaped to several permanent shapes. Vitrimer based networks 

are able to change their topologies through bond exchange reactions[34–36]. Within epoxy-based 

materials, the chemical phenomenon behind covalent bond exchange is often based on 

transesterification reactions between hydroxyester linkages previously formed by the epoxy-

carboxylic acid reaction. Shape memory properties of our thermoset polyesters were quantified by 

cyclic thermo-mechanical tests[37] and stress relaxation tests were performed to assess vitrimer 

behavior with and without catalyst[38]. Although shape memory and vitrimer behavior of epoxy-acid 

based network have been studied, no work deals with blends of EVO with commercial epoxydes cured 

with a dicarboxylic acid.  

 

Materials 
 

In this paper, waste frying sunflower oil (WSO) was used instead of virgin sunflower oil (VSO). During 

frying, fat can be subjected to oxidation, hydrolysis, cyclization, isomerization and polymerization[39]. 

Therefore, the waste frying sunflower oil was analyzed to see if was not too decomposed by the frying 

process (industrial food use). Nuclear magnetic resonance spectroscopy (1H NMR, CDCl3, 400MHz) 

confirmed that the number of unsaturations by triglyceride was not so different between the two oils. 

There were 4.1 unsaturations for the virgin sunflower oil and 3.8 unsaturations in average for the waste 

frying sunflower. It means that only few unsaturations were lost during long term heating [40]. 

Regarding the possible byproducts produced here, no signal was detected around 3 ppm, which means 

no epoxide was detected. Moreover, free fatty acids, which can appear as a result of hydrolysis, can 

further undergo oxidation reactions. Peroxide and hydroperoxides are formed. These primary products 

are rapidly decomposed in secondary products, such as ketones, alcohols, aldehydes or 

hydrocarbons[41]. No signs of such products were detected. Actually, 1H NMR spectra of WSO and VSO 

are very similar (corresponding spectra with related proton integrations are displayed in SI). Epoxidized 

frying sunflower oil (ESO) was obtained following a procedure already described by our research 

group[22]. Waste frying sunflower oil (300g, 0.31mol, 1 equiv.), toluene (1.4L), and formic acid (29mL, 

0.77mol, 2.4 equiv.) were mixed into a well stirred reactor. Hydrogen peroxide (35%wt in water) 

(201mL, 2.68mol, 8.4 equiv.) was added dropwise to the reaction mixture at 50°C. After 26h at this 

temperature, saturated sodium bicarbonate was added and the aqueous phase was extracted with 

ethyl acetate. The combined organic phases were dried with MgSO4 and then concentrated under 

reduced pressure. Nuclear magnetic resonance spectroscopy confirmed the epoxidation of all double 

bonds of the starting oil (Fig 1). 1H NMR, CDCl3, 400MHz δ (ppm) 0.79-0.98 (t, 9H, CH3), 1.17-1.90 (m, 

84H, CH2), 2.28-2.40 (t, 6H, CH2-C=O), 2.87-3.24 (m, 8.4H, (3.8 epoxides per molecule), epoxides), 4.16 

(dd, J = 4.4, 11.9 Hz, 2H, CH2-O), 4.31 (dd, J = 5.9, 11.9 Hz, 2H, CH2-O), 5.22-5.33 (m, 1H, CH-O). The 
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average molecular weight was determined as 1000 g.mol-1 by MS-ESI (see SI). MS-ESI m/z [M+Na]+: 

956.15, 969.75, 983.85, 997.75, 1011.80, 1026.25, 1039.80, 1053.80, 1081.85, 1095.90.  

 

Fig 1: 1H NMR of epoxidized frying sunflower oil (ESO) 

(TRI) tris(4-hydroxyphenyl)methane triglycidyl ether; (EPO) 3,4-epoxycyclohexylmethyl-3’,4’-

epoxycyclohexanecarboxylate; (DGEBA) bisphenol A diglycidyl ether were purchased from Sigma-

Aldrich. (GA) Glutaric acid 99% and 1-methylimidazole 99% were purchased from Acros organics. All 

reagents were used as received without further purification; their chemical structures are shown in Fig 

2.  

 

Fig 2:  Chemical structure of the reagents : TRI : tris(4-hydroxyphenyl)methane triglycidyl ether; EPO: 3,4-
epoxycyclohexylmethyl-3’,4’-epoxycyclohexanecarboxylate; DGEBA: ; bisphenol A diglycidyl ether; GA: Glutaric acid 

Synthesis of polyesters via epoxy ring opening reaction with glutaric acid  

Epoxidized waste frying sunflower oil (ESO), epoxy compounds (TRI, EPO, DGEBA) and glutaric acid 

(GA) were homogenized at 100°C and the reaction mixture was poured into rectangular silicon molds 

(2.5mm*12.8mm*60mm). These molds were heated up into an oven at 180°C for 4h. No catalyst was 

used, except for samples used in the stress relaxation test. Those curing conditions were selected 

because they allowed the complete epoxy ring opening reaction of ESO with GA. Indeed, ATR-FTIR 

spectroscopy confirmed that the signals related to the ring vibration of cis epoxides around 815 cm-1 

disappeared when ESO and GA were cured at 180°C for 4h. Conversely, a lower curing temperature 

(150°C, 4h) did not provide a full conversion of the epoxide functions (Fig 3). For samples containing 

DGEBA and TRI, the C-H out-of-plane bending of p-substituted benzenes at 830 cm-1 did not allow to 

verify the disappearance of the epoxide functions by ATR-FTIR spectroscopy. For convenience and 

comparability purposes, all samples were cured at 180°C for 4h. The disubstituted epoxides of ESO are 

TRI EPO DGEBA GA 
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less reactive than the monosubtituted epoxides of the additive compounds, it is therefore reasonable 

to assume that these conditions conduce to a full conversion of all epoxides present in the mixture.  

 

Fig 3: ATR-FTIR spectroscopy of ESO and cured samples 

 

Three types of thermoset polyesters were made (Fig 4) with different amount of epoxy compounds, 

ranging from 0% to 80% molar equivalent in regards to ESO. Epoxide and carboxylic acid functions were 

always kept in stoichiometric proportions. Epoxy equivalent weight (EEW), which is the weight of an 

epoxy resin containing exactly one mole of epoxy group is given for each formulation in Table 1.  

Table 1: Epoxy equivalent weight (EEW) for each resin formulation. 

 
Epoxy equivalent weight (g.mol-1) 

Molar equivalent 

di/tri epoxy vs ESO 
ESO-TRI ESO-DGEBA ESO-EPO 

0% 238.09 

20% 225.28 230.87 226.19 

40% 210.83 221.75 211.14 

60% 194.34 209.81 191.45 

80% 175.44 193.58 164.69 
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Fig 4: Three types of thermoset polyesters were made: "TRI-0% to 80%";"EPO-0% to 80%";"DGEBA-0% to 80%" and cured 
at 180°C for 4h. 

 

Methods 
 

Dynamic mechanical analysis (DMA) 

The dynamic mechanical properties of the cured samples were measured with a TA Instruments Q800 

Dynamics Mechanical Analyzer with a dual cantilever clamp, at a frequency of 1Hz. Specimens of 

rectangular cross-sections (2.5mm x 12.8mm) were tested, with a 37mm span. The temperature 

ranged from -100 to 150°C with a scanning rate of 3°C.min-1. The storage modulus (Ef’), loss modulus 

(Ef’’) and loss factor (tanδ) of the cured samples were measured as a function of the temperature. 

Hardness 

Hardness was measured by a penetration test on a Shimadzu AGS-X fitted with cylinder probe (3mm 

diameter). The pre-test speed was 1mm.min-1 until the probe touched the surface and reached a force 

of 0.2N. Then, penetration to a depth of 1mm into the sample was done at a speed of 0.5mm.min-1. 

Hardness was reported as the force required to penetrate 1mm into the sample. All experiments were 

performed at 20°C. 

Tensile testing 

Tensile strength analysis was carried out using a Shimadzu Autograph AGS-X with 1kN load cell at an 

operation speed of 5mm.min-1. Specimens of rectangular cross-sections (2.5mm x 12.8mm) with a 

length of 40mm were tested and the distance between clamps was 30mm. Young’s modulus was 

calculated using TRAPEZIUM-X software. At a near zero stress, 1N and 5N in our case, the relation 

between stress and strain is linear. The slope of the line was taken as the Young’s modulus. All 

experiments were performed at 20°C.  
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Shape memory 

In order to quantify the shape memory performance of the sample, a control strain cyclic test was 

designed under DMA Q800 strain rate mode, using dual cantilever clamp. The samples were pre-

heated at Tg+40°C and then a strain deformation was applied. The strain was held constant while the 

sample was cooled down to Tg-40°C. The strain was then released and the sample was heated back up 

to Tg+40°C while the length recovery was monitored. This heat-cool-heat procedure was cycled five 

times. The fixity ratio (Rf) characterizes the ability of the sample to fix the strain imparted during the 

deformation step after cooling and unloading. The recovery ratio (Rr) characterizes the ability of the 

sample to recover the permanent strain after reheating above Tg. Rf and Rr were calculated with the 

following equations[42]: 
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Were ɛu, ɛm, ɛp and n respectively represent the strain after unloading, the strain before unloading, 

the residual strain after heat-induced recovery and the cycle number. 

Stress relaxation 

In order to quantify the transesterification rate occurring in epoxy vitrimers, stress relaxation was 

performed on a TA Instruments Q800 Dynamic Mechanical Analyzer with a dual cantilever clamp. 

Specimens of rectangular cross-sections (2.5mm x 12.8mm) with a length of 40mm  were tested, with 

a 37mm span. After equilibration at 180°C, a deformation of 3% was applied and the relaxation 

modulus was recorded for 180min. A comparison of samples with and without transesterification 

catalyst was made. 1-methylimidazole (5.0 mol%) was used as the transesterification catalyst[38]. 

Results and discussion 

 
In total, thirteen different samples were prepared (Table 1). TRI, DGEBA and EPO compounds were 

selected considering their commercial availability, their low molecular weight that facilitates fast 

curing reaction and the presence of aliphatic or aromatic rings for mechanical property enhancement. 

The ring opening reaction occurred between epoxides coming from the ESO and from the epoxy 

compound, producing the cross-linked material through the formation of hydroxyester linkages. Our 

goal was to assess the minimum amount of TRI, DGEBA and EPO compounds to obtain materials with 

glass transition temperature above room temperature (20°C). Consequently, it was possible to 

estimate the maximum of biobased epoxy content for each of three different materials (ESO-TRI-GA, 

ESO-DGEBA-GA, ESO-EPO-GA) that permits to have good mechanical properties at room temperature 

(20°C) as well as the possibility to perform shape memory experiments at this temperature.  
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Dynamic mechanical analysis (DMA) 

After curing all the samples, visual control permitted to determine that ESO-TRI-GA samples should 

have respectively higher Tg than ESO-DGEBA-GA and ESO-EPO-GA compounds. Therefore, all samples 

containing TRI and DGEBA-60% and EPO-60% were selected for a complete study by DMA. Influence 

of the concentration of TRI on modulus, Tg and crosslinking density was studied in addition to the type 

of epoxy compound included into the material. Crosslinking densities (ρ) for cured polyesters network 

were calculated from the storage modulus (E’) in the rubber region over the glass transition 

temperature according to the rubber elasticity theory[43,44]: 

 
'

* *

E

R T



  

E′ is the storage modulus at T=Tg+30 °C. T is often used as the T value in the equilibrium storage 

modulus[45,46]. R and T are the gas constant and absolute temperature at Tg+30°C, respectively. ϕ is 

the front factor. This parameter depends on the functionality of the network junctions. For most 

networks it can be approximated to 1[47]. One must take into account that no differentiation is made 

between physical or chemical crosslinking within the ρ value.  

Crosslinking density increases with the amount of epoxyde content (Table 2). It varies from 2.3 mol.L-

1 with 0% of TRI to 36.5 mol.L-1 with 80% of TRI. In the literature, crosslinking density was calculated in 

the same way for similar thermoset polyesters. One was made of epoxidized perilla oil cured with a 

aromatic diacid[48], another one was epoxidized linseed oil cured with succinic acid[49] and a last one 

was epoxidized soybean oil cured with maleopimaric acid[50]. The resulting materials respectively had 

a ρ of 3 mol.L-1, 7.2 mol.L-1 and between 0.37 and 6.58 mol.L-1 for the last ones. Therefore, a ρ of 2.3 

mol.L-1 for ESO cured with GA is in the same order of magnitude. Every TRI molecule is potentially a 

chemical node of reticulation which explains why ρ increases along with the percentage of TRI. 

 
Table 2: Glass transition temperatures and crosslinking densities measured by DMA 

Samples Tg (°C) 
E’(MPa) at 

(T=Tg+30°C) 
ρ (mol.L-1) 

TRI-0% 6 5.4 2.3 

TRI-20% 16 17.6 6.6 

TRI-40% 34 36.2 12.9 

TRI-60% 59 47.3 15.6 

TRI-80% 102 123.1 36.5 

EPO-60% 27 16.4 5.8 

DGEBA-60% 28 26.1 9.4 

 

 

The dynamic mechanical properties, storage modulus and damping factor (tanδ), of the ESO-TRI-GA 

are shown in Fig 5. Storage modulus characterizes the ability of the material to restore mechanical 

energy whereas loss modulus characterizes the ability to dissipate mechanical energy into heat. The 

damping factor is the ratio of the loss modulus on the storage modulus. High moduli at low 

temperature correspond to the glassy state which is followed by an α relaxation and a rubber region. 

The storage modulus (E’) increases with the concentration of TRI. At -25°C, it varies from 0.5 GPa for 

0% of TRI to 1 GPa for 80% of TRI. Those values of E’ are typical for epoxidized vegetable oil cured with 
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dicarboxylic acid. Indeed, at -25°C, the storage modulus of epoxidized linseed oil cured with sebacid 

acid[49] is aroung 1 GPa and E’ value for epoxidized broccoli seed oil cured with glutaric acid[22] is 0.8 

GPa. The increase of E’ along with the percentage of TRI is related to a higher crosslinking density, a 

higher number of aromatic rings and a diminution of aliphatic chains when the concentration of TRI 

increases. TRI is a tri-functional compounds whereas EPO and DGEBA are bi-functional compounds. 

Thus every TRI molecule is potentially a node of crosslinking. It explains why the calculated crosslinking 

density is higher for TRI-60% than for EPO-60% and DGEBA-60%. The same explanation[51] can be 

made for the glass transition temperature (Tg) associated with the tanδ peak: a higher crosslinking 

density leads to higher density which is less free volume. As molecular motion is restricted, more 

energy is necessary to activate the motion of molecular segment. It explains why glass transition 

temperature increases along with the crosslinking density.  Tg increases from 6°C for TRI-0% to 102°C 

for TRI-80%. This large range of glass transition temperature can be interesting for potential 

applications[52]. By increasing the percentage of TRI, the width of α transition also increases. This 

phenomenon can be explain by the increase of the crosslinking density and/or by the increase 

modification of the polyesters backbone structure.  When the molar percentage of TRI exceeds 40%, 

Tg of the material is above room temperature (20°C), making possible shape memory experiences with 

temporary shapes fixed at room temperature. Regarding DGEBA and EPO compounds, it required 

molar percentage above 60% to obtain Tg above 20°C (Table 3).  

 

Fig 5: Storage modulus and damping factor of the "TRI" thermoset polyesters as a function of temperature 

Regarding biobased epoxy content, ESO-TRI-GA is more interesting than ESO-DGEBA-GA and ESO-EPO-

GA. Indeed, sample TRI-40% has a Tg of 34°C which is slightly above those of DGEBA-60% and EPO-60%. 

Tg value for ESO cured with glutaric acid is 6°C. This value is similar to the one of an epoxidized linseed 

oil cured with another aliphatic dicarboxylic acid : sebacic acid. In that case, Tg is 5.8°C. In order to 

increase glass transition temperature of ESO blends, it is not only possible to use an aromatics 

trifunctional epoxyde compound or an aromatic diacid[22], but it is also possible to use an anhydride 

as curing agent instead of aliphatic dicarboxylic acid. Indeed, Altuna and al[26] used 

methyltetrahydrophthalic anhydride as a crosslinking agent to cure a blend of epoxidized soybean oil 

and DGEBA and they obtained Tg from 57°C to 108°C by varying the percentage of DGEBA from 0% to 

100%. By curing epoxidized soybean oil a cycloaliphatic anhydride, Pan and al[53] obtained a 
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thermoset polyester with a Tg of 24.8°C. High Tg for epoxy based materials can be required for 

composite materials or electrical insulators[54]. 

The β transition is a low-temperature relaxation process associated with polymer backbone motion 

usually referred to as the β-relaxation process. The main chain β-relaxation process involves local 

motions of the polymer chain backbones that do not require cooperative motion of surrounding 

chains[55]. On Fig 5, β transitions of the cured thermoset polyesters occur around -65°C and slightly 

increases with the percentage of TRI. It might be associated with the motions of small segments 

between nodes of reticulation, which become stiffer by increasing the amount of TRI. 

Static mechanical properties: Tensile testing and hardness  

Young’s modulus (E), stress (σb) and strain at break of the thermoset polyesters are displayed in Fig 6, 

7, 8. Influence of the nature and concentration of epoxy compounds are studied. Sample with 80% of 

TRI did not break. E and σb increase along with the crosslinking density, which is related with the 

decrease of epoxy equivalent weight. The three epoxy compounds do not have the same impact on 

mechanical properties. Young’s modulus for ESO-EPO-GA and ESO-DGEBA-GA polyesters with 20%, 

40% and 60% of bifunctional epoxy compounds, is between 1 and 3 MPa and it drastically increases 

for 80% of EPO and DGEBA. Those values correspond with values of similar epoxy thermosets. For 

example, epoxidized linseed oil cured with aliphatic dicarboxylic acids[49] displays a E of 3.9 MPa with 

suberic acid and 4.0 MPa with sebacic acid. E above 200 MPa are obtained for epoxidized soybean 

cured with an anhydride[50]. 80% of DGEBA or EPO are needed to reach those values of E with ESO 

and GA. ESO-TRI-GA polyesters shows a significant increase of both E and σb for percentage above 60%. 

ESO-TRI-GA with 60% of TRI has a E of 320 MPa and it reaches 650 MPa with 80% of TRI. This last value 

of E is interesting for applications where high mechanical properties are needed. For example a 

commercial epoxy resin made of DGEBA and cured with an aromatic diamine has a E of 2.71 GPa[56]. 

Mechanical properties of ESO-TRI-GA polyesters increases sharply for TRI percentages above 40% and 

for ESO-EPO-GA and ESO-DGEBA-GA polyesters it is for percentage above 60%. Non-linear increase of 

E and  σb with epoxy compounds percentage is observed. Explanation behind this non-linear behavior 

is related with the glass transition temperature. Indeed, as mentioned before, Tg values for EPO-60% 

and DGEBA-60%, are respectively 28°C and 27°C. These values are close to ambient temperature, thus 

the network conformation is between rubbery and glassy state. Tg value for TRI-60% cured at 180°C is 

59°C, thus the network conformation is in a glassy state. It is well-known that above Tg, mechanical 

properties change drastically[57]. In the glassy state, influence of intermolecular packing, arising from 

the intermolecular forces, is considered to be predominant factor which determines the Young’s 

modulus value for epoxy resins[58]. Among the epoxy compounds, TRI provides the highest glass 

transition temperatures because of an important number of aromatic rings in ESO-TRI-GA polyesters 

which give high rigidity to the backbone structure, and a higher crosslinking density. Unlike EPO, 

DGEBA also possesses aromatic rings. If we follow the previous explanation, DGEBA-60% should have 

higher Tg than EPO-60%, but it is not the case. Explanation for this observation can originate from the 

structure of the EPO which is a smaller molecule than DGEBA, therefore the number of rings per 

polymer segments is higher than with DGEBA, which induces an increased rigidity even without 

aromatic rings. Stress at break value for ESO-GA is 0.4 MPa. Similar values are found in a previous study 

for epoxidized linseed oil cured with aliphatic dicarboxylic acids. When the curing agent is sebacic acid, 

σb is 0.7 MPa and with suberic acid σb is 0.6 MPa[49]. With 80% of EPO and DGEBA, σb reaches 13 and 

15 MPa and it is above 18 MPa for 80% of TRI. Those values are interesting where mechanical strength 

are needed. Those values are in the same order of magnitude of epoxidized soybean oil cured with an 
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anhydride containing an aromatic ring in presence of a catalyst[50]. Reported values of tensile 

strength, which the same as stress at break for glassy thermoset, are ranged between 9 and 30 MPa in 

this quoted study. 

 

Fig 6: Young’s modulus of thermoset polyesters with different natures and concentrations of epoxy compounds 

In their rubbery state, samples ESO-DGEBA-GA and ESO-EPO-GA display very low Young’s modulus, 

between 1 and 3 MPa and low tensile strength. This indicates low crosslinking density. Indeed, in the 

rubbery state, only crosslinking nodes have an impact on mechanical properties. Besides, for samples 

ESO-DGEBA-GA and ESO-EPO-GA, chemical crosslinking should theoretically decrease because the 

amount of ESO decreases, and it is replaced by bi-functional compounds. However, E or σb stays almost 

constant between 0% and 60% for samples ESO-DGEBA-GA and ESO-EPO-GA. This indicates that there 

is an increase of the physical crosslinking density as the content of bi-functional epoxy increases, which 

compensates the decrease of the chemical crosslinking density. For samples ESO-TRI-GA, ESO 

molecules are replaced by tri-functional epoxy compounds, which are also potentially node of chemical 

crosslinking. In the rubbery state of ESO-TRI-GA, between 0 and 20%, E and σb slightly increases which 

might be explained by either an increase of the chemical or the physical crosslinking.  
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Fig 7: Stress at break of thermoset polyesters with different natures and concentrations of epoxy compounds 

In Fig 8, strain at break values for each sample except TRI-80% are displayed. For all samples, and 

particularly for ESO-DGEBA-GA, strain at break is lower at 20% than at 0% of epoxy compounds. At 

20°C, samples with 20% of commercial epoxyde compounds are in there rubbery state. Intermolecular 

forces are absent and the samples behave as fluids with the crosslinking nodes acting as pinning points. 

Consequently, they are not able to support high loads and breaks down at low stresses, which happen 

at low extensions. From 0% to 20% crosslinking density increases (Table 3), which means more pinning 

points. Therefore, it is not surprinsing to see strain at break slightly diminishes from 0% to 20%. The 

decrease is less obvious for TRI-20%. Tg of TRI-20% is 16°C. At 20°C which is the temperature of the 

test, the sample is no longer in the rubbery state but between rubbery and glassy state, also called 

viscoelastic state. In this state, thermosets epoxy materials have higher ductility[58]. It is why strain at 

break for TRI-20% is not lower than TRI-0% even if it has a higher crosslinking density. It also explains 

why strain at break increases for almost all samples after 40% of epoxy compounds :  samples are in 

their viscoelastic state. An exception is TRI-60%. Tg of TRI-60% is 59°C. It means that ESO-TRI-GA is no 

longer in his viscoelastic state but in his glassy state. In the glassy state, the network has low 

extensibility. Therefore, the sample breaks with lower extension than in his viscoelastic state. It seems 

that the highest strain at break are observed for samples which are in their viscoelastic state but the 

closest to their glassy state. With DGEBA-80% and EPO-80%, strain above 80% are reached. In the 

literature, epoxidized linseed oil cured succinic acid have a strain at break of 98% and a Tg of 20°C. This 

high strain is due to the fact that the sample is in his viscoelastic state. If it is cured with suberic acid 

or sebacic acid, strain at break is respectively 22% and 21% with Tg of 4.1°C and 5.8°C. At 20°C those 

samples are in their rubbery state. As previously explained, it is why strain at break at 20°C is much 

lower with suberic and sebacic acid than with succinic acid. This value of 21% is close to the 30% obtain 

with ESO cured with GA. 
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Fig 8: Strain at break of thermoset polyesters with different natures and concentrations of epoxy compounds 

 

Evolution of hardness (Fig 9) values is similar to the evolution of E or σb. In the rubbery state, samples 

are soft and increasing the percentage of epoxy compounds has very small impact on hardness. 

However, in the glassy state, i.e after 40% for TRI and after 60% for DGEBA and EPO, hardness values 

sharply increase. Once again, it confirmed that TRI permits to obtain polyesters with higher stiffness. 

Hardness is a needed property for protective coatings application, which means high Tg are needed.  

 

Fig 9: Hardness of thermoset polyesters with different natures and concentrations of epoxy compounds 
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Shape memory 

Investigation of the shape memory properties of these three materials was carried out, but only for 

materials including 60% of epoxy (TRI, DGEBA, EPO) compounds. As previously mentionned, we were 

interested by materials with a Tg above room temperature and with the highest possible content of 

biobased epoxy. Fig 10 shows the result of a six-cycle deformation-recovery test under control strain 

analysis mode for EPO-60%. Same analysis was performed for TRI-60% and DGEBA-60% samples (see 

SI for graphics). Samples were pre-heated at Tg+40°C, a deformation of 3.5% using a dual cantilever 

clamp was applied and temperature was set to Tg-40°C. The deformation was then released, and 

resulting fixity ratio calculated. Fixity ratios of EPO-60% and DGEBA-60% are above 99% (Table 3) which 

demonstrate remarkable temporary shape fixity. Fixity ratios of TRI-60% are lower but above 94%, 

which is still a good fixity ratio. These values are similar with studies on shape memory behavior of 

epoxy resins[38,59] where fixity ratios above 97% were obtained.  

After releasing the strain, temperature was set to Tg+40°C in order to quantify recovery ratio of the 

permanent shape. For all samples and every cycle, recovery ratios were above 99%, which 

demonstrate the ability of these thermoset polyesters to fully recover their permanent shape. These 

results show excellent shape memory behavior of those thermoset polyesters. For comparison, 

recovery ratios ranging from 96.6% to 99.8% were obtained in studies of shape memory behavior of 

epoxy resins[59,60]. 

 

Fig 10: Deformation-recovery cyclic test for shape memory quantitative analysis of EPO-60%  

The driving force for shape recovery is entropic by nature[28]. It is energetically favorable for the 3D 

network to return to its most disordered conformation. Entropic stress generated in the rubbery state 

above Tg
 is stored below Tg because of a decreased mobility of polymer chain due to free volume 

diminution. By heating above Tg, entropic stress is removed allowing maximum disordered 

conformation of the 3D polymer network to be achieved, which corresponds to the permanent shape 

of the sample. Fixity ratios are lower for TRI-60% potentially because this sample has a higher 

crosslinking density than DGEBA-60% and EPO-60%, which gives more strength to resist to the entropic 

stress generated in the rubbery state. 
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Table 3: Shape memory parameters for samples EPO/DGEBA/TRi-60% 

 Fixity ratios (%)  Recovery ratio (%) 

EPO-60% >99 99-100 
DGEBA-60% >99 98-99 

TRI-60% >94 100 

 

To better visualize the shape memory properties, qualitative shape memory performance with TRI-

60% sample was carried out(Fig 11). A deformation at 95°C was applied manually and held as the 

sample TRI-60% was cooled down in water at 10°C. This temporary shape was then removed by 

immersion in water at 95°C and permanent shape 1 was recovered. Then by heating 1h at 180°C a new 

permanent shape was given. The chemical phenomena enabling this permanent re-shaping are 

transesterification reactions between hydroxyester linkages[38] previously formed by the epoxy-

carboxylic acid ring opening. These covalent bond interchanges were first described by Leibler and co-

workers[34], and materials having this specificity are called vitrimers. Some catalysts such as 1–

methylimidazole, zinc acetylacetonate or tributylamine[61] are known to enhance transesterification 

reactions but even without any catalyst, vitrimer-like behavior can be observed here. A temporary 

shape 2 was given to the sample with previously described protocol and the permanent shape 2 was 

recovered by immersion in hot water. It can be seen on Fig 11, that permanent shape 2 is not fully 

recovered, certainly because of the absence of a transesterification catalyst.  

 

Fig 11: Qualitative demonstration of temporary and permanent shape modifications of sample TRI-60% 

 

In order to evaluate the influence of a catalyst on the transesterification reaction rate, stress relaxation 

experiments were performed in the presence or in the absence of catalyst. Indeed, transesterification 

reaction rate can be assessed by stress relaxation[62]. The relaxation modulus Ec(t) of three samples: 

EPO-60%, DGEBA-60% and TRI-60%, was studied as a deformation of 3% in a dual cantilever clamp was 

held constant for 180 min. The transesterification catalyst used was the 1-methylimidazole (5.0 mol%). 

Samples containing the catalyst were : EPO-60%-cat, DGEBA-60%-cat and TRI-60%-cat. Stress 

relaxation curves are displayed on Fig 12. Samples without catalyst have similar transesterification 
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rate. After 3h the Ec(t) decreased by around 20% of its original value. This value is in the same order of 

magnitude than other vitrimers made out of vegetable oil[63] which do not contain transesterification 

catalyst. Samples containing catalyst have much faster transesterification reactions. Indeed, after 3h, 

the Ec(t) of EPO-60%-cat and DGEBA-60%-cat decreased by around 60% of the original value. For 

sample TRI-60%-cat the reaction is even faster. After 3h, the Ec(t) value decreased by nearly 100%. Two 

explanations can be given to understand why transesterification reactions are faster for TRI-60%-cat. 

Theoretically, if it is assumed that the reaction is completed, the concentration of hydroxyester groups 

is higher for TRI-60%-cat than for DGEBA-60%-cat given their epoxy equivalent weight: 194.3 versus 

209.8 g.mol-1 respectively. Consequently, because the rate of a chemical reaction depends on the 

concentration of the reagents, transesterification rate is faster for TRI-60%-cat than for DGEBA-60%-

cat. The same explanation cannot be given to compare TRI-60%-cat and EPO-60%-cat because their 

EEW are very similar 194.3 and 191.5 g.mol-1, respectively. Transesterification rate should be slightly 

faster for EPO-60%-cat than for TRI-60%-cat. However, another parameter is known to influence the 

transesterification rate : the distance between hydroxyester groups[64]. As previously said, every 

molecule of TRI is potentially a crosslinking node which give a more compact network structure than 

polyester made with bifunctional compounds such as EPO and DGEBA. Therefore, hydroxyester groups 

are closer in TRI-60%-cat than in EPO-60%-cat, which could explain why the transesterification rate is 

faster with TRI-60%-cat. Overall, no significant difference of transesterification rate was observed 

without catalyst but its presence exacerbated these differences, a clear impact on the reaction rate 

was observed. As expected, the use of 1-methylimidazole as a transesterification catalyst turned out 

to be a good choice to enhance the vitrimer behavior of these polyesters. A study of epoxy vitrimers 

based on DGEBA crosslinked with citric acid in presence of 1-methylimidazole indicates that the 

relaxation modulus lowest value was reached after about 5000s at 160°C[64]. This result indicates that 

to increase even more the vitrimer behavior of epoxy-acid based network, it requires not only a 

catalyst and a tri-functional epoxy compounds, but also to use a tri-functional curing agent. 

 

 

 

Fig 12: Stress relaxation of epoxy-acid vitrimers at 180°C 
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Conclusion 
 

The research work presented herein illustrates the possibility of enhancing mechanical properties of 

thermoset polyesters made out of epoxidized waste frying sunflower oil and glutaric acid by adding 

commercially available epoxy compounds. Tensile and hardness properties increase along with the 

amount of epoxy compound within the material.  Polyesters made with tris(4-hydroxyphenyl)methane 

triglycidyl ether have the highest modulus, tensile strengths and hardness. At 20°C, Young’s modulus 

increases from 1 MPa for TRI-0% to 320 MPa for TRI-60% and stress at break from 0.4 MPa to 17 MPa. 

Glass transition temperatures of the resulting polymers were ranged between 6°C and 102°C, which 

gives a large choice for potential end-use applications. Among those applications, protective coatings 

can be consider, especially for TRI-80% which has a hardness value of 200 MPa. Furthermore, excellent 

shape memory properties of formulations including 60% of epoxy additives were demonstrated by 

cyclic thermo-mechanical tests. Fixity ratios were above 94% and recovery ratios above 98% for all the 

tested materials. Those thermoset polyesters with epoxy-acid based network showed also vitrimer 

behavior thanks to transesterification reactions between hydroxyester groups. The use of a 

transesterification catalyst is nevertheless recommended to obtain good reaction rate. In a context of 

circular economy promotion, it is noticeable that waste frying oil can be advantageously used to make 

new materials with large range of mechanical properties and singular performances such as shape 

memory and vitrimer behavior. The mentioned application as protective coating is enhanced by the 

shape memory and vitrimer behavior of those materials, which are properties increasingly seek to 

make self-healing materials. 
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