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ABSTRACT: Plasma polymerized organosilicon thin films were deposited in a MW-

PECVD using hexadimethylsiloxane (HMDSO) as a precursor. Thin films were synthetized with 

different plasma conditions ranging from soft (low plasma energy) to hard (high plasma energy) 

ones. Quantitative 29Si solid state NMR and FTIR spectroscopy were used to characterize the bulk 

composition. X-ray photoelectron spectroscopy (XPS) coupled with Density functional theory 

(DFT) calculations were used to determine the surface chemical composition. The bulk and the 

surface of the plasma polymerized HMDSO (PP-HMDSO) showed a complex chemical 

composition. The four main environments M, D, T and Q were present in the films. An additional 

environment Si(CH2)(CH3)3 denoted S was detected in the PP-HMDSO films. The chemical 

composition comparison showed a difference between the bulk and the surface of the films. Under 

soft plasma conditions, a high amount of SiOC3 termination was present in the bulk of the films. 

While, the SiO2C2 chains were highly present on the surface. On the other hand, under hard plasma 

conditions, the number of the SiOC3 termination increased on the surface and decreased in the 

bulk. Under soft plasma conditions, the PP-HMDSO structure was close to PDMS, while under 

hard plasma conditions, the PDMS similarity was lost. 
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1.  Introduction 

 
Among the different precursors mentioned in the literature for plasma enhanced chemical 

vapor deposition (PECVD), a very wide attention has been given to the organosilicon monomers 

that allow the deposition of various polysiloxane films, ranging from polymer-like SiOxCyHz to 

inorganic SiO2 –like materials.[1] The organic/inorganic balance of the layers depends on the 

plasma composition[2],[3] and the polymerization process conditions, e.g. plasma power and 

monomer flux.[4] 

Many monomers can be used for the deposition of Si-containing films, among which the 

most widely used is hexamethyldisiloxane (HMDSO).[5],[6],[7] This monomer shows a great 

interest because of its high deposition rate, good thermal and chemical stabilities[8], low cost and 

especially its noticeable safety compared to silanes[9]. HMDSO plasma-polymerized thin films 

are interesting for biomedical applications[10], optics[11], corrosion protective coatings[12], food 

and pharmaceutical packaging.[13] Also, they are used in microelectronic industry because of their 

low dielectric permittivity (low-k)[14], and in vapors and liquids separation, purification and 

detection.[15],[16] In the field of vapors detection, organosilicon membranes have shown a high 

affinity towards volatile organic compounds (VOCs), and specifically BTEX (benzene, toluene, 

ethyl-benzene, xylene).[17] The sorption of gases at the surface as well as their diffusion within 

the bulk are the two main mechanisms that condition the performances of separation or detection 

of membranes. Therefore determining the bulk and the surface composition is necessary in order 

to understand the interaction between BTEX and PECVD organosilicon membranes.[18] 

The bulk of the plasma polymerized HMDSO (PP-HMDSO) deposits contain a wide range 

of environments. Therefore, specific characterisation techniques are required to determine the PP-

HMDSO bulk chemical composition, such as quantitative 29Si solid state NMR. The environments 

detected in siloxanes by 29Si solid state NMR are SiO(CH3)3 , SiO2(CH3)2 , SiO3(CH3) and SiO4  

denoted as M, D, T and Q respectively as shown in Figure 1. The corresponding chemical shifts 

in NMR range between +10 and -110 ppm. In addition, other configurations derived from M, D, 

T, and Q due to substitution of methyl groups by hydrogen or hydroxyl groups are found in the 

bulk structure. However, the quantitative NMR characterization of the PECVD deposits is limited 

due to the sample requirements for the measurement. 29Si solid state NMR require hundreds of 

milligrams of powder and most PECVD reactors find difficulties to produce this amount under 

normal conditions. Besides, a long time of deposition to collect enough sample material can change 

the films chemistry.[19],[20],[4],[21] In complement, Fourier transform infrared spectroscopy is a 

well-known characterization to determine the chemical bonds present in the whole thickness of the 

films. 

 

Figure 1: The five environments of silicon atom present in PP-HMDSO 
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Finally, X-ray photoelectron spectroscopy (XPS) can be very useful for the determination of 

the surface composition of the films (which can be as complex as the bulk), as long as a great care 

is taken for spectral decompositions.  The curve-fitting of the Si2p core level shows that the PP-

HMDSO thin films surface are composed of the M, D, T and Q environments described above in 

NMR studies. The electron core-level binding energy increases when a methyl group is replaced 

by an oxygen atom in these environments, following the M, D, T, Q sequence.[22] Unfortunately, 

the decomposition of Si2p is not straightforward and strongly limited with experimental work 

alone. In order to decompose the Si2p core level, Alexander et al. [23] used a simple method. First, 

they measured the positions of D and Q units using polydimethylsiloxane (PDMS) and silica 

(SiO2) standards. Secondly, the positions of M and T were estimated by considering that the 

replacement of a methyl group with an oxygen atom shifts the component position by half of the 

distance between D and Q. In other words, the four components M, D, T and Q were separated by 

a constant binding energy shift. They also decided to fix an equal full width at half-maximum 

(FWHM) for the four environments.[3],[24] Other authors decomposed the Si2p peak by using the 

M,D,T and Q components without mentioning the position of the peaks nor the full width at half 

maximum (FWHM).[25],[2] Roualdes et al. deposited SiOxCyHZ thin films using the 

octamethyltrisiloxane precursor. They added a fifth component at 99.5 eV for films obtained in 

soft plasma conditions (low power and high monomer flux); this peak (S) could be attributed to 

SiC4 (SiC3 chain termination linked to a methylene bridge) as shown in Figure 1.[4] On the other 

hand, O’Hare et al. performed a thorough investigation of the binding energy shifts between the 

four siloxy components (M, D, T, Q). First of all, a homopolymer PDMS standard was 

characterised by XPS to determine the position of environment D. They further analysed siloxane 

deposits composed of (D, T) units and (M, Q) units mixtures, with known composition determined 

by 29Si NMR. The use of these standards enables to identify the binding energy of each siloxy 

species (M, D, T, Q).  As a result, the difference in the binding energy between each siloxane 

component is not the same. Thus, the values of M-D, D-T and T-Q are 0.36 eV, 0.68 eV and 0.80 

eV, respectively. Eventually, the binding energy increases non-linearly when an oxygen atom 

replaces a methyl group [22], in contradiction with previous studies.[3],[23],[26]  

The simulation of XPS spectra by quantum calculations ensures a theoretical support for the 

experimental data in order to decompose the core levels. Duguet et al. used density functional 

theory (DFT) calculations to simulate O 1s and C 1s spectra of a poly epoxy polymer composed 

from diglycidylether of bisphenol A (DGEBA) and ethylene diamine (EDA) molecules. Thanks to 

the binding energy shifts calculated by DFT they decomposed the O 1s and the C 1s by two and 

five contributions respectively. As a result, they discriminated phenyl groups from CH3 bonds, C-

OH and a part of C-O-C bonds from other C-O-C bonds.[27]  Gavrielides et al. worked on the 

same polymer, they simulated XPS spectra of the C 1s core level using Hartree-Fock calculations. 

The C 1s core level is decomposed experimentally into three environments i.e, C-C/C-H, C-N and 

C-O-H/C-O-C. The Hartree-Fock calculations provides the decomposition of the same C 1s core 

level by nine contributions using calculated binding energy shifts.[28] To our knowledge, there is 

a lack of attempts to decompose the Si 2p core level for polysiloxanes with S, M, D, T and Q 

environments using quantum calculations. Motozaki et al. calculated the core electron binding 

energies (CEBEs) of Si containing gas molecules by DFT calculations using the unrestricted 

generalized diffuse ionization (uGDI) method. Reasonable CEBEs values were obtained with an 

aged absolute deviation (ADD) value of 0.37. In addition, they calculated CEBEs of Si 2p, O 1s 

and C 1s for Si containing polymers such as PDMS by deMon-KS DFT calculations. They 

obtained reasonable differences between the calculated values and experimental ones.[29] 
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In this work, we will present our methodology that combines experiments, chemical 

characterization and quantum calculations at the atomic scale with the aim to understanding and 

comparing bulk and surface compositions of the organosilicons. Thin films are deposited by 

PECVD under various plasma conditions, using HMDSO as precursor. Then, the films are 

characterized by ellipsometry to determine their thicknesses, Fourier transform-infrared (FTIR) 

and 29Si Solid-state NMR spectroscopies to determine bulk composition. Finally, XPS combined 

with density functional (DFT) calculations of theoretical chemical shifts lead to the fine 

determination of the surface composition. 

 

2.  Materials and methods  

2.1.  Films deposition: 

HMDSO plasma polymerized thin films were elaborated in a microwave (MW-) PECVD 

reactor supplied by Boreal Plasmas (HEF Group). A schematic representation of the reactor is 

shown in Figure 2. The deposition reactor is a cylindrical chamber, with a limit pressure of 1.10-6 

mbar. The ECR antennas[30] supply the plasma power in the chamber from a microwave generator 

(2.45 Hz, Sairem). The applicators are distributed on the top of the chamber, forming a rectangular 

lattice matrix (3 x 2). This distribution ensures the homogeneity of the discharge and the deposited 

films.[30] 

 

Figure 2: MW- PECVD set-up scheme 

 

The HMDSO precursor (Sigma-Aldrich, ≥ 98.5%) was injected into the chamber using a 

mass flow controller (Brooks) with no dilution or carrier gas. All depositions were performed at 

room temperature, while the plasma input power W and the monomer flux F were varied from 20 

W to 140 W and from 1 sccm to 8 sccm, respectively. The W/F composite ratio represents the 

energetic character of the plasma. The films were synthesized at different W/F values ranging from 
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“soft” for the lowest W/F values, to “hard” for the highest. This parameter is often described as 

Yasuda parameter [31]. The deposition conditions of each sample are reported in Table 1. The 

sample names are “WFX”, X being the W/F ratio value. 

 

Table 1: MW-PECVD thin films deposition parameters. 

Sample Plasma 

power 

(W) 

HMDSO 

flux 

(sccm) 

W/F 

 

Deposition 

pressure 

(x10-3 mBar) 

Average 

thickness 

(nm) 

Average 

growth rate 

(nm/min) 

WF2.5 20 8 2.5 15.5 308 154 

WF5 20 4 5 10.5 337 109 

WF10 20 2 10 7.5 351 58 

WF20 20 1 20 5.9 242 30 

WF40 40 1 40 6.2 395 33 

WF70 70 1 70 6.4 314 31 

WF140 140 1 140 6.7 257 29 

 

Errors on average thicknesses are typically +/- 3 nm, deducted from the standard deviation 

over three measurements. For the quantitative Solid-state 29Si NMR analyses, four samples were 

prepared (WF2.5 to WF20). These films were deposited on glass substrates and the powder was 

collected by scrapping the films with a metallic spatula. The deposition times for the WF2.5, WF5, 

WF10 and WF20 samples were 7, 13, 13, 28 hours, respectively, carried out twice for WF5 and 

WF10 and three times for WF20. Approximately, 400 mg was collected for each parameter set and 

packed into a ZrO2 rotor with a diameter of 7.5 mm. 

For all other analytic methods, films were deposited on a (100) p-type silicon wafer (Si-Mat) 

in all conditions reported in Table 1. 

2.2.  Characterization methods: 

Thin films thicknesses were determined by spectroscopic ellipsometry (Semilab GES5E) at 

atmospheric pressure. The data were collected from 1.2 to 4.5 eV and fitted using a composition 

of Cauchy transparent dispersion law and a Lorentz absorption term towards the UV range. The 

results are retained when the fit quality exceeds 0.99 in the full spectral range. 

The FTIR absorption spectra were collected between 400 and 4000 cm-1 (Nicolet NEXUS) 

in transmission mode at room temperature. The background signal (silicon wafer) was subtracted 

from all the spectra. 

Solid State 29Si NMR spectra were recorded on a 300 MHz Varian VNMRS300 spectrometer 

("Wide Bore" magnet at 7.05 Tesla) using a Varian T3 MAS (Magic Angle Spinning) probe with 

7.5 mm ZrO2 rotors. Spectra were acquired using the quantitative SP technique (Single Pulse) with 

Magic Angle Spinning and 1H decoupling. A π/2 pulse was used with a duration of 6 μs, the recycle 

delay was chosen to be 60 s and the spinning rate of all the samples was 5 kHz. Q8M8H 

(octakis(dimethylsiloxy)octasilsesquioxane) was used as a secondary reference (left peak at -2.25 

ppm). The width of the spectral window was 50 kHz and the line broadening was 50 Hz.  The 

NMR spectra were fitted using Gaussian/Lorentzian peaks with DMFIT software package.  

The XPS analysis were carried out using a Thermo Scientific K-Alpha X-ray Photoelectron 

Spectrometer. In order to record the photoemission spectra, Al-Kα radiation (hν = 1486.6 eV) was 

used from a monochromatized source. The diameter of the spot on the sample surface was 400 
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μm. We fixed the pass energy at 30 eV for narrow scan and at 170 eV for survey scans. A Shirley 

background was systematically subtracted. In the end, the photoelectron peaks were analysed and 

fitted using a combination of Lorentzian and Gaussian peaks in Thermo Avantage software. 

 

3.  Calculation  
 

Density Functional computations were performed to calculate the electron core-level binding 

energies (BE) of Si atoms that are present in the environments shown in Figure 1 . 
Four PP-HMDSO molecules containing the S, M, D, T and Q environments were used as 

models of subparts of the material. These molecules are presented in Figures S1 to S4 (SI).  All 

geometries were fully optimized in vacuum using conjugate gradients methods. The gradient 

corrected PBE functional[32] was chosen together with the def2TZVP basis set[33,34] and 

Grimme’s dispersion corrections were added.[35,36] We used the Gaussian 09 package.[37] All 

the stationary points were characterized as minima by a vibrational analysis and it was followed 

by a NBO[38] population analysis to determine the atomic charges. 

The calculation of Si2p BE was done in a second step within the ΔKS (Kohn Sham) 

framework using the deMon2k code.[39] Thus, the BE (∆KS) of electrons of the Si 2p core levels 

was determined using equation (1): 

𝐵𝐸(∆𝐾𝑆) = 𝐸𝑇𝑂𝑇𝐴𝐿 (𝐼𝑜𝑛) − 𝐸𝑇𝑂𝑇𝐴𝐿 (𝑁𝑒𝑢𝑡𝑟𝑎𝑙) 

(1) 

With ETOTAL (Neutral) and ETOTAL (Ion) the total energies of the neutral (initial state) and ionized 

(final state) molecules, respectively. The ionized molecule has one missing electron on the 2p 

orbital of the Si atom of interest. 
To get these total energies, single point energy calculations were performed using the PBE 

functional[32], GENA2 auxiliary functions[40], an all electron potential and an augmented basis 

set (AUG-CC-PVTZ)[41] on the Si atom of interest, and a relativistic basis and effective core 

potentials (RECP|SD)[42] on the others atoms, excluding H atoms (DZVP). 

 

4.  Results and discussions 

4.1.  HMDSO polymerized FTIR spectra: 

Figure 3 shows the FTIR spectra of HMDSO plasma polymerized films deposited with W/F 

= 2.5, 40 and 140. Strong absorption bands are observed at 2960 cm-1, 2140 cm-1, 1257 cm-1, 1010-

1090 cm-1, 840 cm-1 and 795 cm-1 and a weak absorption band at 1354 cm-1. The absorption bands 

at 2960 cm-1 and at 2140 cm-1 correspond to CH3 stretching and Si-H stretching vibrations, 

respectively. The absorption band at 1257 cm-1 represents CH3 symmetric bending SiMex (Me 

used as abbreviation for the methyl bond CH3). The wide band representing Si–O–Si stretching 

vibrations is composed of two bands present between 1010 cm-1 and 1090 cm-1. Also, it can be 

assigned to Si-O-C asymmetric stretching. Furthermore, the Si–CH2–Si absorption band is usually 

observed at 1080 cm-1 – 1040 cm-1, but for oxygen containing coatings this peak is masked by the 

Si-O-Si band [43],[44]. The absorption band at 840 cm-1 can be attributed to CH3 rocking vibrations 

in SiMe3, while the peak at 795 cm-1 is referred to CH3 rocking vibrations in SiMe2. The weak 
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absorption band at 1354 cm-1 is assigned to CH2 scissor vibration in Si–CH2–Si.[3],[45]-[46]  All 

peaks are summarized in Table 2. 

 

Figure 3: FTIR spectra of pp-HMDSO films deposited at different W/F values. 

We observe a decrease in the intensity of the bands present at 2960 cm-1, 1257 cm-1, and 840 

cm-1 while increasing the W/F value from 2.5 W/sccm to 140 W/sccm. This modification results 

from the decrease in the number of CH3 bonds. We assume that the significant amount of 

hydrocarbons bonds present at small W/F values (soft plasma conditions) is due to the low 

monomer fragmentation. Whereas the decrease in the CH3 bands intensities and the simultaneous 

increase of the Si-H absorption band intensity at 2140 cm-1 at higher W/F values (hard plasma 

conditions), is due to the higher monomer fragmentation. This result is consistent with the work 

of Sonnenfeld et al [47] who explained the loss of carbon containing groups by the increase of 

monomer fragmentation at higher plasma specific energy. 
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Figure 4: a) The FTIR spectra of WF2.5 and WF140 b) PDMS-like rate (SiMex /(SiOSi + SiMex)) of the films deposited at 

different W/F values. 

Figure 4a shows a focused comparison of WF2.5 and WF140 infrared spectra, in the finer 

range 600-1400 cm-1. A broadening and a shift of the SiOSi peak are observed while depositing 

under harder plasma conditions (140 W/sccm). This band modification is possibly due to the 

increase of the Si-O-C band intensity near 965 cm-1. Sonnenfeld et al assigned the absorption band 

near 943 cm-1 in the FTIR spectra of a plasma polymerized TEOS to Si-O-C symmetric stretching 

in Si-O-CH2.  In fact, under hard plasma conditions, the high fragmentation induces the 

introduction of carbon atoms in the Si-O-Si skeleton forming molecules containing Si-O-Si chains 

coupled with hydrocarbon branching. This molecules formation makes the skeleton chains more 

rigid explaining the shift of the SiOSi/SiOC band to lower wavenumber values (from 1032 cm-1 to 

1010 cm-1). In addition, the presence of the Si-CH2-Si bonds at higher W/F values is possible since 

the FTIR spectra of the deposition from hexamethyldisilane reveal a broad band at 1020 cm-1 that 

has been attributed to Si-CH2-Si bridge, previously.[48] 

Table 2: FTIR absorption bands of PP-HMDSO films  

Chemical bond and 

vibration mode  

Band position 

(cm-1) 

References 

CH3 rocking in SiMe3 760 [1] [43] [49] 

CH3 rocking in SiMe2 795 [1][3] [30] [43] 

[50] [48] 

CH3 rocking in SiMe3 840 [1] [3] [30] [43] 

[50] [48] 

Si-O stretching Si-OH / 

Si-C stretching in SiMe2 
902 

[1] [43] [50] 

Sym. Si-O-C stretching 965 [49][47] 
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Si-O stretching in SiOSi 1010-1090 [1] [3] [30] [43] 

[45] [50] [48]  

CH3 sym. bending in 

SiMex 

1257 [1] [3] [30] [43] 

[45] [48] 

Si-H stretching  2140 [1] [3] [50] [48] 

CH3 sym. Stretching 2900 [1] [3] [50] [48] 

CH3 asym. Stretching 2960 [1] [3] [50] [48] 

 

The SiMex /(SiOSi + SiMex) ratio , i.e. the area of the SiMex band divided by the sum of the 

areas of SiOSi and SiMex bands, is defined as the PDMS-like rate, and shown in Figure 4b. The 

areas of the peaks were calculated by peak decomposition of the infrared spectra using Labspec 

software. The uncertainty on the PDMS-like rate value, due to peak broadening or peaks 

superposition is taken as the standard deviation over three repeated syntheses of each sample. The 

decrease of the PDMS-like rate with increasing W/F proves that the character of the films 

synthesized under soft conditions is closer to PDMS than the films prepared under hard conditions. 

In fact, under hard conditions, the chemical and structural disorder due to the introduction of Si-

O-C, Si-CH2-Si and Si-H bonds is responsible for the loss of the PDMS character. 

4.2.  29Si NMR spectra: 

 

Figure 5: 29Si NMR spectra of PP-HMDSO films deposited at 2.5 W/sccm and 20 W/sccm. 
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In order to get a deeper knowledge of the bulk composition and structure, thin films were 

characterized by quantitative 29Si solid state NMR. The 29Si NMR spectra of the PP-HMDSO 

deposited at 2.5 W/sccm and 20 W/sccm are shown in Figure 5. The spectra consist of 15 resonance 

lines listed in Table 3 that correspond to different environments distinguished by their oxidation 

state, i.e.  M for SiO(CH3)3, D for SiO2(CH3)2, T for SiO3(CH3) and Q for SiO4.  An additional 

environment S appears around 0 ppm, it can be referred to SiC4 which is likely a SiC3 termination 

bonded to CH2 bridge. Table 3 also shows the presence of different peaks grouped in the same 

environment category; this is due to the change in the crosslinking degree or the substitution of 

methyl by hydrogen and hydroxyl groups.  

Table 3: Positions and percentages of the environments in the PP-HMDSO deposited at different W/F value. 

 WF2.5 WF5 WF10 WF20 

δ(29Si)/pp

m 

Percentag

e (%) 

δ(29Si)/pp

m 

Percentag

e (%) 

δ(29Si)/pp

m 

Percentag

e (%) 

δ(29Si)/pp

m 

Percentag

e (%) 

M1- Si(OSi)C3 8.9 27.4 9.0 20.3 11.4 14.7 13.7 5.4 

M1- Si(OSi)C3 6.9 19.0 6.9 20.4 7.7 28.2 7.7 28.2 

S – Si(CH2)C 3 -0.8 0.9 -0.4 2.1 0.0 3.3 0.6 4.3 

D2 - 

Si(OSi)2C2  

Low linearity 

-10.6 11.8 -8.6 10.4 -9.0 16.0 -8.0 15.6 

D2 - 

Si(OSi)2C2 

Intermediate 

linearity 

-18.9 10.0 -18.9 14.2 -18.9 14.7 -18.9 15.9 

D2 - 

Si(OSi)2C2                                         
High linearity 

-22.1 15.2 -22.1 10.2 -22.1 6.7 -22.1 7.0 

D2(H) - 

Si(OSi)2CH 

-37.0 1.3 -36.7 2.2 -34.5 2.6 -34.8 3.5 

T1 - 

Si(OSi)(OH)2

C 

-46.9 0.4 -46.7 0.6 -47.7 0.7 -46.1 0.4 

T2 - 

Si(OSi)2(OH)

H 

-56.0 3.9 -55.9 2.7 -55.2 2.9 -55.6 2.2 

T3 - Si(OSi)3C -65.8 4.6 -65.7 3.5 -65.1 4.8 -64.9 3.3 

T3(H) - 

Si(OSi)3 H 

-76.0 1.7 -76.5 1.6 -75.8 0.4 -76.5 1.3 

Q1 - 

Si(OSi)(OH)3 

-83.6 0.8 -82.2 0.1 -82 0.6 -85.7 1.2 

Q2 - 

Si(OSi)2(OH)2 

-88.3 0.5 -92.4 7.3 -92.9 3.0 -91.8 4.3 

Q3 - 

Si(OSi)3OH 

-99.5 1.6 -97.5 0.3 -98.8 0.1 -98.2 4.5 
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Q4 - Si(OSi)4 -107.2 0.9 -104.5 4.1 -104.4 1.3 -106.3 2.9 

 

The variation of the environments percentages with the increase of W/F from 2.5 W/sccm to 

20 W/sccm is shown in Table 3 and Figure 6a. The monotonic decrease of the M environment 

from 46% to 33%, reveals that the number of Si-(CH3)3 chain terminations is reduced with the 

augmentation of W/F. On the other hand, the increase of the S component from 1% to 4% proves 

that the number of the Si-CH2 bonds is more important at higher W/F values. Also, the slight 

growth of the D2(H) peak intensity observed in Figure 5 confirms the increase of the Si-H bonds 

in the PP-HMDSO deposits at greater W/F values. These variations validate that under soft plasma 

conditions, the monomer fragmentation is low causing the preservation of the Si-(CH3)3 bonds in 

the bulk of the films. The increase of W/F values leads to the enhancement of the monomer 

fragmentation, giving rise to the Si-H and Si-CH2 bonds as previously demonstrated in the FTIR 

section. 

Three different D2 peaks are found that we presumably attribute to the more or less linear 

character of the D chains (high, intermediate, low). In fact, the linearity of the SiO2C2 chains is 

linked to the fragmentation degree of the monomer. The SiO2C2 linear chains are flexible and 

similar to the PDMS polymer chains, while the low and intermediate SiO2C2 chains are mostly 

folded, which explains their low linearity and their dissimilarity with PDMS.    

Figure 6b illustrates a remarkable drop of the percentage of the highly linear SiO2C2 

component in addition to an important increase in the percentages of the chains with intermediate 

and low linearity while expanding W/F from 2.5 to 20 W/sccm. These evolutions demonstrate that 

PP-HMDSO films deposited under soft conditions are close to the conventional PDMS polymer. 

The low percentage of the T and Q environments compared to the M and D units indicates that the 

deposits character is highly organic. Indeed, these depositions were performed under soft 

conditions (W/F = 2.5 to 20 W/sccm) and without oxygen as dilution gas.  
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Figure 6: (a) NMR environments percentages of the films at different W/F (b) The percentages of the low linearity D (navy blue), 

intermediate linearity D (light blue) chains, and high linearity D (grey) chains at different W/F values. 

 

4.3.  X-ray photoelectron spectroscopy: 

The BE of the Si 2p electrons, calculated in the ΔKS framework using equation (1) defined 

in the computational section above, are presented in Table 4, for the five environments S, M, D, T 

and Q. The m and m2 indices on some environments serves to differentiate them (see Table 4). 

Two additional environments were added in molecular models that corresponds to (CH3)2-Si-H2 

and H2-Si-O2. The Si-O, Si-C, Si-H, C-C and C-H bonds lengths are in good agreement with the 

experimental ones available in the literature (Table S1 SI).[51]-[52] In order to decompose the 

peaks of the Si 2p experimental spectra, binding energy differences (∆BE∆KS) between the 

environments are used. The S environment was considered as reference for all the BEs because of 

its lowest binding energy, therefore at this environment ∆BE∆KS = 0. The ∆BE∆KS calculated are 

compared to binding energy differences between similar environments in ref.[29]. The ∆BEs 
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values obtained for M-S, D-M, T-D and Q-T in ref. [29] were 0.57, 0.36, 0.42 and 0.62 

respectively. Thus, the ∆BE∆KS  values calculated by DFT agree quite well with the ones found in 

ref.[29].  

 The calculated charge of Si atoms (QSi) increases with the number of Si-O bonds, leading 

to an increase in the binding energy of the Si 2p electrons. A good linear fit is obtained in the form 

of ∆BE∆KS = 0.26×QSi + 1.76 (r² = 0.85). Nevertheless, the charge of the two environments SiH2C2 

and SiH2O2 does not follow this evolution. This is due to the neighbouring Si atoms that affect the 

charge of the Si atom of interest in these environments. The calculated ∆BEs presented in column 

6 Table 4 indicate that there is a non-linear increase in the binding energy when an oxygen replaces 

a methyl, in accordance with ref.[22].  These ∆BE∆KS are then used to decompose the experimental 

XPS Si 2p core levels, as explained in the following. 

Table 4: Si 2p BE, ∆BE (the reference is the S environment) values and Si NBO atomic charges determined from DFT 

calculations. 

 

Environment  BE 

(∆KS) 

(eV) 

Standard 

deviation 

∆BE∆KS 

(eV) 

∆BE∆KS 

environment 

Charge 

QSi (e) 

Standard 

deviation 

S = SiC4 

SiC4 107.74  0.00  1.81   

SiC4 108.14  0.40  1.78   

  107.94 0.20 0.20 0.00 1.80 0.02 

SiH2C2 SiH2C2 107.97   0.00  1.16   

M = SiOC3 

SiOC3 108.49   0.75 

M-S  = 0.80 

1.97   

SiOC3 108.49  0.76 1.98   

SiOC3 m 108.61  0.87 2.01   

SiOC3 108.65  0.91 1.98   

SiOC3  108.67  0.94 1.98   

SiOC3  m2 108.69  0.95 2.03   

SiOC3 108.78  1.04 1.98   

SiOC3 108.79  1.06 1.98   

SiOC3 m 108.84  1.10 2.00   

SiOC3 108.86  1.13 1.98   

SiOC3 108.86  1.13 1.97   

SiOC3 108.90  1.16 1.98   

SiOC3 108.92  1.19 1.98   

  108.74 0.12 1.00 1.99 0.01 

D = SiO2C2 

SiO2C2 108.70   0.96 

D-M = 0.45 

2.20   

SiO2C2 109.00  1.27 2.20   

SiO2C2 109.10  1.37 2.16   

SiO2C2 109.11  1.37 2.16   

SiO2C2 109.15  1.41 2.16   

SiO2C2 109.17  1.43 2.16   

SiO2C2 m2 109.21  1.48 2.18   

SiO2C2 109.21  1.48 2.16   

SiO2C2 109.25  1.51 2.15   

SiO2C2 109.25  1.51 2.16   

SiO2C2 109.27  1.53 2.18   

SiO2C2 109.27  1.53 2.16   

SiO2C2 109.39  1.65 2.16   

SiO2C2 m 109.54  1.80 2.20   

  109.19 0.13 1.45 2.17 0.02 

SiO2H2 SiO2H2 109.57   0.00  1.63   

T = SiO3C 

SiO3C 109.45   1.71  2.31   

SiO3C 109.84  2.10 

T-D = 0.56 

2.30   

SiO3C 109.97  2.23 2.30   

  109.75 0.20 2.01 2.30 0.00 

Q = SiO4 
SiO4 110.29   2.55  2.44   

SiO4 110.37  2.63  2.43   
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  110.33 0.04 2.59 Q-T = 0.58 2.43 0.00 

 

Figure 7 shows the fitted Si 2p core levels for WF2.5, WF40 and WF140.  All the Si 2p 

peaks were fitted with DFT S, M, D, T and Q components. The FWHM was fixed at 1.1 eV for all 

components. We used a PDMS conventional polymer as reference for the SiO2C2 (D) environment 

and the calculated ∆BE∆KS to fix the BE of the components. A good fit to the Si 2p experimental 

envelope was obtained except for the low-BE side of the peak. The high BE value of S as compared 

to the value found in Roualdes et al. [4] can originate from the choice of the shape of the 

component S (fixed like others), or to the lack of an additional unknown contribution. 

 

 

Figure 7: The decomposed Si 2p core level of WF2.5, WF40, and WF140. Dotted line = experimental envelope, full line = 

calculated envelope. 

 

The decomposition procedure of the Si 2p core levels is described hereafter. First, a PDMS 

homopolymer was used as a reference for the correct positioning of the SiO2C2 (D) environment. 

In this sample, the PDMS O 1s core level exhibits a single oxidation state and is therefore used for 

charge correction. It is fixed at BE = 532.0 eV as advised by Beamson and Briggs.[53] The same 

charge correction value was used to adjust the binding energy of the pure D Si 2p envelope, 

resulting in BE (D) = 101.88 eV. In addition, Si 2p3/2 and Si 2p1/2 components were used to fit the 

PDMS Si 2p core level with an equal FWHM, and an area ratio of 2:1. A good fit is obtained with 

an energy separation of 0.67 eV, in accordance with reference work.[22],[53] We then modelled 

the synthetic peak that encompasses the Si 2p3/2 and Si 2p1/2 doublet (with asymmetry parameters), 

and used these parameters to model all environments in the Si 2p fitting procedures. Finally, since 
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the O 1s peak could not be used as a reference anymore because of the multiple environments of 

O atoms in unknown PP-HDMSO films, the position of the D component was fixed at 101.88 eV 

with regards to the maximum of the C 1s peak (fixed at 284.5 eV). Other components (S, M, T, 

and Q) positions are constrained by DFT calculated chemical shifts filled in the fitting procedure, 

and summarized in Table 4. Intensities were left free to fit. The positions of the S, M, D, T and Q 

components extracted from the decomposition procedure of the experimental spectra are shown in 

Table 5 and Figure 7.  

Table 5: Binding energy of the various units present in Si 2p core level. 

Environments Binding 

energy (eV) 

S ( SiC4) 100.6 

M ( SiOC3) 101.4 

D (SiO2C2) 101.9 

T (SiO3C) 102.4 

Q (SiO4) 103.0 

 

Finally, the calculated Si 2p binding energies (BE) were used to generate the spectra shown 

in Figure 7 (full line = calculated envelope) together with the experimental spectrum (Dotted line 

= experimental envelope). The comparison of the curves shows a very good agreement between 

the calculated and experimental envelope. 

 

The evolution of the environments percentages while increasing W/F is shown in Figure 8. 

The percentage of SiO2C2 (D) environment, which represents the conventional PDMS polymer, 

decreases from 34.6 % to 21.4 % while increasing W/F. However, the M percentage evolves from 

18.6 % to 28 % illustrating the augmentation of SiOC3 chain termination on the surface with 

increasing W/F values. These variations confirm that under soft plasma conditions, the low 

fragmentation leads to the preservation of the SiO2C2 environments on the surface i.e. the PP-

HMDSO films are closer to PDMS. On the contrary, under hard plasma conditions, the high 

fragmentation results in a higher concentration of SiOC3 terminations on the surface, and the loss 

of the PDMS structure. The SiOC3 component can be also assigned to -CH2-Si-(CH3)2- bonds. 

These bonds formation is due to the introduction of carbon atoms in the SiOSi chains at hard 

plasma condition as shown in FTIR and RMN sections. In addition, Table 6 illustrates the 

evolution of the Si 2p, C 1s, and O 1s core levels FWHM while increasing W/F. The increase in 

the FWHM of the three core levels confirms the formation of new bonds on the surface such as 

CH2-Si-(CH3)2, Si-H, Si-O-C and Si-OH, leading to some disorder in the chains formation. In both 

cases, the result is a loss of the PDMS-like character. 
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Figure 8: The percentages of S, M, D, T and Q components at different W/F values. 

The high concentration of CH3 bonds and the low quantity of SiO4 units indicate that all the 

deposits are organic. This can explain the low binding energy value of the SiO4 (Q) environment 

compared to the binding energy of inorganic silica (103.2 eV for our reference, not shown). 

Besides, the SiO4 component can be referred to Si(OSi)x(OH)4-x environments. These hydroxyl 

groups formation induces the loss of the inorganic Si(OSi)4 sites causing the shift of the binding 

energy to lower values, and they are identified by RMN in the present study (see Q1-3 in Table 3). 

Table 6: The evolution of the FWHM of Si 2p, C 1s, and O 1s core levels with W/F. 

W/F 

(W/sccm) 

FWHM 

Si 2p C 1s O 1s 

2.5 2.18 1.52 1.51 

5 2.20 1.56 1.52 

10 2.29 1.70 1.61 

20 2.31 1.80 1.60 

40 2.31 1.83 1.68 

70 2.35 1.90 1.64 

140 2.43 1.97 1.65 

 

4.4.  Water contact angle (WCA): 
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Figure 9: WCA measurements for PP-HMDSO thin films at different W/F values 

Figure 9 shows the water contact angle (WCA) of all the PP-HMDSO thin films. The error 

on each value is deducted from the standard deviation over six repeated measurements. The WCA 

values for the PP-HMDSO films are higher than 90° except the film deposited at 140 W/sccm that 

reveals a lower WCA angle value (85.7°) but yet still close to 90°. Therefore, the hydrophobic 

character is dominant on all the PP-HMDSO film despite the WF140 deposit that shows relatively 

a low WCA value and can be considered as weakly hydrophobic. Indeed, as shown in the sections 

above all the deposits are considered organic due to the high amount of CH3 bonds and the low 

quantity of SiO4 components present in the films. Despite the films hydrophobicity, the contact 

angle value decreases while increasing W/F from 2.5 W/sccm to 140 W/sccm. This WCA change 

can be justified by the disorder occurred in the bonds formation while increasing W/F. In fact, the 

decrease of the Si-CH3 terminations amount and the formation of new bonds such as Si-H, Si-OH 

and Si-O-C can reduce the WCA value. 

4.5.  Surface and Bulk comparison: 

The FTIR, RMN and XPS analyses showed a difference in the composition between the bulk 

and the surface of the deposited films. At soft plasma conditions, the FTIR and RMN analyses 

showed an important amount of SiOC3 termination in the bulk of the prepared films. In addition, 

the linear SiO2C2 chains that are close to chains found in conventional PDMS are present in high 

concentration in the bulk. While the XPS analysis indicates that the number of SiO2C2 environment 

is larger than the amount of SiOC3 component on the surface. 

On the other hand, at high plasma conditions, the amount of SiOC3 units decreases while the 

number of Si-H and Si-CH2-Si bonds increases in the bulk. In addition, the amount of the linear 

SiO2C2 chains is lower at higher W/F values. XPS analyses showed a disorder in the bonds 

formation in addition to an augmentation of the SiOC3 component and a decrease in the SiO2C2 

unit on the surface.   

As a conclusion, under soft plasma conditions, the low fragmentation of the monomer 

preserve the Si-(CH3)3 termination groups and promote the polymerization of linear SiO2C2 chains 

in the bulk and on the surface, which is consistent with results of [46]. This structure elevates the 

flexibility of the chains and the formation of free volumes in the polymer network. Thus, this 

chemical composition gives the PP-HMDSO films a structure close to conventional PDMS. On 

the contrary, under hard plasma conditions, the high fragmentation of the monomer favours the 
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formation of random bonds leading to a cross-linked network, more rigid with little amount of free 

volumes. Therefore, a formation of Si-H, Si-O-C, Si-CH2-Si bonds and a change in the SiO2C2 

structure are shown in the material bulk. Also, the growth of the material network induces an 

increase of the SiOC3 concentration on the surface. 

5.  Conclusion 

We have presented an investigation of the PP-HMDSO thin films bulk and surface chemical 

compositions. The films were prepared in a MW-PECVD reactor under different plasma 

conditions ranging from “soft” (i.e. low HMDSO fragmentation) to “hard” (i.e. higher HMDSO 

fragmentation). Specific characterisation techniques were used to determine the bulk composition 

such as 29Si quantitative solid-state NMR and FTIR spectroscopy. A combination between X-ray 

photoelectron spectroscopy (XPS) and DFT calculations was used to determine the surface 

chemical composition. The chemical composition comparison showed a difference between the 

bulk and the surface of the films. Under soft plasma conditions, a high amount of SiOC3 

termination is present in the bulk of the films. In addition, the linear SiO2C2 chains that are close 

to PDMS chains are present in high concentration in the bulk of the prepared films. While the 

concentration of the SiO2C2 chains is higher than the number of the SiOC3 component on the 

surface. On the contrary, under hard plasma conditions, the concentration of the SiOC3 termination 

decreases while the amount of Si-H and Si-CH2-Si bonds increases in the bulk. In addition, the 

linear SiO2C2 chains decreases in the bulk at hard plasma conditions. On the surface, the number 

of SiOC3 unit increases and the amount of the linear SiO2C2 chains decreases.  The PP-HMDSO 

deposited under soft conditions shows a high PDMS-like rate, while the PP-HMDSO prepared 

under hard plasma conditions shows a disorder in the bonds formation. The study of the bulk and 

surface chemical compositions of the PP-HMDSO thin films, contributes to the understanding of 

the sorption phenomena of VOC vapors (especially for BTEX), on organosilicon membranes that 

will be analyzed and presented in a future article. 

Appendix A. Supporting Information 

Images of the simulated molecules using Gabedit ref. 1 in SI. 

Validation of the molecular simulation by comparing bond lengths with experimental data. 
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