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This article presents an experimental comparative study of the early-age behavior of binary and ternary
cementitious matrices, combining Portland cement (PC), ground granulated blast furnace slag (BFS) and
limestone filler (LF). The objective of this work was to quantify the influence of the composition of various
blended binders on their physico-chemical evolution and early-age autogenous cracking risk. For this
purpose, measurements of the rate of reactions, chemical shrinkage, autogenous shrinkage in free and
restrained conditions and mechanical performances were performed on 12 binders prepared with the
same water-to-cementitious materials ratio (w/cm = 0.32) and various dosages of PC, BFS and LF. The
result analysis showed that the dilution effect reduced the early-age chemical shrinkage while the filler
effect and the slag reactions tended to accelerate its development after a few hours of hydration. The sub-
stitution of PC with BFS and LF also led to both refining the 28-days pore size distribution measured by
mercury intrusion and increasing the magnitude of early-age free autogenous shrinkage. However, in
spite of their higher autogenous shrinkage potential, the binary and ternary binders very often exhibited
later autogenous cracking ages than the control Portland cement paste.

1. Introduction and scientific background

In recent years, multi-component cementitious binders have re-
ceived a renewed growing interest from the concrete science com-
munity [1–26]. These binders are composed of a binary, ternary or
even quaternary combination of Portland cement (PC) and supple-
mentary cementitious materials (SCM) such as filler (quartzite fil-
ler – QF; limestone filler – LF) and industrial byproducts/
pozzolanic materials (fly ash – FA; calcined clay – CC; microsilica
– lS; ground granulated blast furnace slag – BFS; silica fume –
SF; metakaolin – MK; etc.). The interest for these alternate binders

to ordinary PC is usually explained or justified by three principal
reasons:

� A reduction of the environmental impacts. The production
of cement-based binders incorporating high volumes of
recycled industrial waste or byproducts in substitution of
ordinary PC is seen as one of the most promising way for
the cement and concrete industry to decrease its CO2 emis-
sions [7,9,27,28]. This will allow the development of con-
crete compositions with lower environmental impact [29]
and also the reduction of landfill disposal.

� An improvement of long-term performances. Numerous
studies showed that the combination of cements with
SCM exhibited significant advantages over binary binders
and plain PC [5]. Indeed, multi-component cement-based
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binders are well known for their improved long-term
strength [5,12,14–20,22–24] and durability [4,5,10,13,16,
19,24,26].

� A higher potential cost/benefit ratio. The costs of BFS, FA and
LF are significantly lower than that of PC and, when consid-
ering the material costs, price differences between the indi-
vidual components may allow, in some cases, the ternary
blended cement binders to compete with ordinary PC [5].
However, the use of expensive mineral admixtures (SF for
example) to increase the early-age mechanical properties
of ternary binders can rapidly reverse this positive cost/ben-
efit ratio [9].

The mix-design principle of multi-component blended cement
binders exploits the synergy that may exist between different
types of SCM. This synergy, attributed to both chemical and phys-
ical phenomena [15,22,24,25], is reflected in two main effects:

� A complementary effect of mutual compensation of the
shortcomings of each mineral addition (for example, in
PC–SF-–FA blended binder, SF improves the early-age perfor-
mances of concrete while the later pozzolanic reactions of FA
contribute to enhance the properties of the hardened
concrete [5,24]).

� And an interactive effect between PC and SCMwhich enables
to obtain greater performances than those obtained with the
individual effects of each addition used separately [10,24].

Several studies have been conducted to optimize the composi-
tion of ternary binders and various combinations of cement with
SCMcm have been investigated (PC + BFS + SF [3,4,9,18,19,26];
PC + FA + SF [4,5,9–11,18,19,24]; PC + FA + LF [8,13,21–23,25];
PC + BFS + LF [12,14,21]; PC + FA + BFS [1,2,19,30]; PC + FA + MK
[13,17,20]; PC + SF + LF [16]).

FA and BFS, which are available in large quantities, are the
most used SCM in replacement of cement in concrete [28]. Their
low reactivity at early age can be mitigated by the incorporation
of a third component, SF or LF, in moderate amount. The use of
SF is increasingly limited due to its high cost [9] while LF, as the
main raw material of PC, is usually available in abundance near
cement plants. Recent studies have shown that LF used in low or
moderate amount (5–10%) may improve the early-age reactivity
of ternary binders [21–23,25,31] without compromising their
mechanical properties [21,22]. The adequate combination of PC,
LF and BFS can even lead to higher performances when com-
pared to the binary blended cements and plain PCs [12–14].

The great majority of research works carried out on ternary
binders concerned the development of their mechanical properties
and durability indicators. Very few studies have been dedicated to
their risk of early-age cracking due to the physico-chemical inter-
actions between PC and SCM [32], while this issue is of great
importance for a wider use of these types of binders in the concrete
building industry. For example, Akkaya et al. found that ternary
binder concretes, submitted to drying, cracked earlier than binary
binder concretes, due to their lower strength [32].

This study aims to investigate the early-age behavior of binary
and ternary binders prepared with PC and various substitution
rates of LF and BFS, focusing on the risk of early-age autogenous
cracking. The autogenous cracking risk of 12 blended cement
pastes prepared with the same water-to-cementitious materials
(w/cm) ratio, equal to 0.32, and different dosages of PC, BFS and
LF was analyzed using the ring test method. In parallel, the
physico-chemical and mechanical evolutions of the matrices were
characterized. The results were then used to correlate the early-age
performances of the binders investigated and their resistance to
early-age cracking.

2. Materials

A CEM I 52.5 N Portland cement (PC) was used (French standard NF EN 197-1
[33]). Its Blaine fineness was 346 m2/kg and it contained 3.3% by weight of gypsum
and 4.8% by weight of limestone filler. The mass fractions of the main phases of ce-
ment, as determined with Bogue formulas, were 70% of C3S; 9% of C2S; 3% of C3A and
13% of C4AF. The main constituents of cement and granulated ground blast furnace
slag (BFS) are given in Table 1. The used limestone filler (LF) contained 97.7% of
CaCO3 and its density was 2714 kg/m3. The particle size distributions (PSD) of PC,
BFS and LF are given in Fig. 1.

The pastes were prepared in a mixer of 20 L capacity. Solid constituents were
first mixed for 30 s. Then, the mixing water was introduced and the mixing se-
quence was continued for 90 s at low speed and 90 s at high speed.

The compositions of the various binder pastes are given in Table 2. In the fol-
lowing, the term ‘‘binder’’ or ‘‘cementitious materials’’ refers to the binary or ter-
nary combination of two or three solid constituents (PC, BFS and LF), respectively.
The water-to-cementitious materials (w/cm) mass ratio was equal to 0.32 for all
the studied mixtures. This low w/cm ratio was chosen in order to amplify the
self-desiccation phenomenon at early-age and so the risk of autogenous cracking
of the matrices.

3. Testing methods

An isothermal microcalorimeter TAM Air was used to measure
the heat flow of reaction of the binders at early age. For each binder
paste, 4 g specimens were taken at the end of mixing, accurately
weighed (±0.01 g) and placed into two cylindrical flasks. The flasks
were then sealed and loaded in the apparatus. The first measure-
ment was acquired about 10 min after the first contact between
the binder and the mixing water. The tests were conducted over
the first 5 days of hydration. The curves reported in the article
are average curves computed from the test results obtained on
two parallel specimens.

The chemical shrinkage was determined using the hydrostatic
weighing method [34]. At the end of mixing, two samples of 4–
5 g were introduced into two different cylindrical flasks. The

Table 1

Mass composition (%) and density of cement (PC) and blast furnace slag (BFS) (Data
provided by the supplier).

Constituents PC BFS

SiO2 21.39 34.49
Al2O3 3.66 13.19
Fe2O3 4.25 0.40
CaO 64.58 41.03
MgO 0.96 8.21
MnO 0.13 0.40
TiO2 0.16 0.88
K2O 0.28 0.54
Na2O 0.10 0.43
SO3 2.63 0.10
Density, kg/m3 3200 2890

Fig. 1. Particle size distributions for PC, BFS and LF measured by laser granulom-
etry. Results are the average of two individual measurements.
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remaining volume of these flasks was then carefully filled with
deaerated water, while avoiding disruption of the samples. Then,
each flask was immersed in water and suspended with a nylon
thread to a balance (accuracy: ±0.001 g). The test system was
placed in an air-conditioned room at 20 ± 2 �C. The data acquisition
was started 15 min after the first contact between the binder and
the mixing water and was carried out automatically for 140 h.

The autogenous shrinkage was measured according to the
French standard NF P15-433 [35] on 4 � 4 � 16 cm3 prismatic
specimens stored at 20 �C and wrapped with several layers of plas-
tic film to avoid evaporation. The first strain measurement was
made immediately after the demolding of the specimens, e.g.
24 h after their casting. For each binder paste, the tests were per-
formed on three specimens.

A quasi-isothermal ring test system [36] was used to study the
cracking risk of the pastes. It allowed the monitoring of restrained
shrinkage in thermally-controlled conditions. In the present work,
the tests were carried out at 20 ± 1 �C. The experimental set-up
was composed of:

� Two concentric rings. The central brass ring, which
restrained the deformations of the cement matrix, had an
inner diameter of 190 mm, a thickness of 10 mm and a
height of 40 mm. A second outer PVC ring played the role
of the external form. The section of the specimen was
40 � 40 mm2.

� Four strain gauges, which measured the central ring defor-
mations induced by the partially restrained autogenous
shrinkage of the pastes, and four additional temperature
compensation gauges, stuck on a metal plate attached to
the inside face of the central ring.

� A thermal regulation system, made with a network of copper
tubes welded to two aluminum plates, which completely
covered the lower and upper surfaces of the sample. During
the tests, the network of tubes was continuously fed by a
thermostated water bath.

Before the beginning of the test, water was circulated through
the tubes. When the target water temperature was stabilized, the
fresh sample was cast between the two rings and covered with
the aluminum top plate to keep it in autogenous conditions. From
that moment, the data acquisition was initiated. It was stopped
when a through crack appeared in the sample. This resulted in a
sudden drop in the strain values of the central ring. For each binder
paste, the tests were performed on three specimens.

Additionally, the pore size distribution and the mechanical
properties of the pastes were determined [41]. The pore size distri-
bution was measured by mercury intrusion porosimetry (MIP) on
28 day-old specimens (7–10 g) with an AutoPore IV apparatus

(Pmax = 400 MPa) allowing the investigation of pore radii ranging
from 3 nm up to 1000 lm. The compressive strength and the dy-
namic Young’s modulus (Edyn) (apparatus used: Grindosonic� de-
vice) were measured on 4 � 4 � 16 cm3-specimens stored in
autogenous conditions in an air-conditioned room at 20 ± 2 �C until
the time of testing. For each mix composition, three specimens
were tested.

4. Result analysis

4.1. Microphysico-chemical indicators

4.1.1. Reaction heat flow

Fig. 2 presents the heat flow evolution of the different pastes,
which was characterized by a hydration peak developing between
about 8 h and 15 h after the first contact between cementitious
materials and mixing water. For an ordinary cement paste, this
peak corresponds to the hydration of C3S, the major phase of Port-
land cement [37,38]. As expected, the increasing addition of SCM
caused a progressive decrease in the intensity of the hydration
peak. The systematic reduction in the reaction heat of binary and
ternary binders, in comparison with that of the control binder, is
clearly shown in Fig. 3, even if this reduction decreased over time,

Table 2

Mass proportion of binary and ternary binders.

Labels PC BFS LF w/cma w/cb

PC0S0F 1 0 0 0.32 0.32
PC30S0F 0.7 0.3 0 0.32 0.46
PC50S0F 0.5 0.5 0 0.32 0.64
PC80S0F 0.2 0.8 0 0.32 1.60
PC0S10F 0.9 0 0.1 0.32 0.36
PC20S10F 0.7 0.2 0.1 0.32 0.46
PC40S10F 0.5 0.4 0.1 0.32 0.64
PC70S10F 0.2 0.7 0.1 0.32 1.60
PC0S20F 0.8 0 0.2 0.32 0.40
PC10S20F 0.7 0.1 0.2 0.32 0.46
PC30S20F 0.5 0.3 0.2 0.32 0.64
PC60S20F 0.2 0.6 0.2 0.32 1.60

a Water-to-cementitious materials mass ratio.
b Water-to-cement mass ratio.

Fig. 2. Reaction heat flow; (A) without LF; (B) with 10% of LF and (C) with 20% of LF.
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between 24 and 140 h (Fig. 4). The lower reaction heat of blended
binders may be explained by the quasi-zero reactivity of LF and the
lower reaction heat of BFS at very early age, when compared to that
of PC [21,39,40]. Besides, the need for a basic medium to initiate
the hydration of slag makes it react with water more slowly than
cement. The dissolution of BFS by the attack of OH-ions present
in the pore solution becomes significant when the pH-value of
the solution exceeds about 12 [37]. Then the slag reacts with the
portlandite produced by the cement hydration, following a pozzo-
lanic process. These two phenomena explain the delayed reaction
of the slag.

Regarding the effect of LF, for filler–cement systems, the follow-
ing two observations can be distinguished:

� A dilution effect before 24 h of setting (Fig. 2). This figure
shows that the substitution of cement by the limestone filler
reduces the reaction heat flow [21]. The reaction heat is
reduced by 16% and 27% by replacing 10% and 20% of cement
by LF respectively.

� Beyond 24 h, LF begins to participate in the hydration reac-
tions. Indeed, they will serve as additional nucleation sites
for hydrates. This effect can be observed on the curve of
PC0S10F at 24 h (Fig. 2B), compared with the PC0S0F at the
same curing time (Fig. 2A), where it is noted a slightly
increasing in the reaction heat. When the substitution rates
reach 20% of LF (PC0S20F) we note that at 24 h of hydration,
the reaction heat drops to less than 1 mW/g binder. This
finding is explained by the dominance of the effect of dilu-
tion on the second effect (acceleration of the reaction by
the additional new nucleation sites).

Regarding the ternary systems we note that the type of substi-
tuent (LF or S) has no major effects on the reaction heat flow.
Rather, it is the substitution content of the (LF + S) that affects
the reaction heat flow at very early age. This observation may
support the hypothesis of the dilution effects of the limestone
fillers and slag during the calorimeter test investigation.

4.1.2. Chemical shrinkage

The experimental curves of chemical shrinkage of the different
cement pastes results are provided in Fig. 5. Chemical shrinkage
develops because the absolute volume of the hydration products
is lower than that of the reactants (cement, SCM and water). It is
worth noting that research works carried out on the chemical
shrinkage of multi-component binders are very rare [23,34]. De
Weerdt et al. observed than LF–PC and LF–FA–PC systems had a
slightly higher chemical shrinkage than their limestone free equiv-
alents, demonstrating that in presence of LF, more hydration prod-
ucts were formed, or alternatively different hydrates were
produced with less volume than the usual hydrates [23]. The
authors also reported that PC blended with FA had a higher total
chemical shrinkage per gram of PC, which was attributed to both
the filler effect and the later pozzolanic reaction of FA.

Fig. 3. Relative percentage differences in cumulative heat of reaction and chemical
shrinkage at 24 h with respect to the control mortar.

Fig. 4. Relative percentage differences in cumulative heat of reaction and chemical
shrinkage at 140 h with respect to the control mortar.

Fig. 5. Chemical shrinkage; (A) without LF; (B) with 10% of LF and (C) with 20% of
LF.
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The results obtained in the present study confirmed that the
partial substitution of cement with LF caused an increase of the
early-age chemical shrinkage. PC0S10F and PC0S20F exhibited val-
ues of chemical shrinkage 17% and 24% higher than that of the con-
trol binder (PC0S0F) at 140 h of hydration, respectively (Fig. 4).

The effect of slag on chemical shrinkage depended on its dosage.
For binary binder pastes with 0% and 30% of slag, the curves
showed a rapid increase during the first 20 h, due to the hydration
of PC, followed by a slow deformation phase. The shrinkage of
pastes with 50% and 80% of slag presented a similar evolution to
that of the paste with 30% of slag during the first hours. At 24 h,
PC30S0F, PC50S0F and PC80S0F pastes exhibited chemical shrink-
age values lower by 30%, 26% and 57% than that of the reference
paste, respectively. Then (after 24 h), the chemical shrinkage evo-
lution rate of the pastes with slag increased (Fig. 5). At 140 h, the
difference with the reference paste was reduced to 14% and 7%
for PC30S0F and PC80S0F pastes, respectively, while the PC50S0F
paste even showed higher chemical shrinkage than that of the con-
trol binder (Fig. 4). This acceleration resulted in a curve crossing
between 80 and 120 h of hydration and could be explained by
the beginning of the slag reactions, which generated additional
chemical shrinkage.

This trend was also observed for the ternary binder pastes. The
combined effects of slag and filler caused a reduction in the chem-
ical shrinkage of pastes compared to the control cement paste but
this difference decreased over time: at 140 h, the chemical shrink-
age of PC10S20F and PC30S20F pastes was equal or even higher
than that of the control paste.

4.1.3. Pore size distribution

The third physico-chemical indicator measured in this study
was the pore size distribution of the pastes determined by mercury
intrusion porosimetry (MIP). The experimental curves, expressed
as the incremental volume vs. pore diameter, are given in Fig. 6.

Two families of pore distributions were clearly highlighted: the
pastes with a high slag content (PC80S0F, PC70S10F, PC60S20F)
showed a bimodal distribution ranged between [0.009–0.02 lm]
and [0.3–1 lm] respectively, while all other pastes had a monomo-
dal distribution centered on a pore diameter of 0.050 lm. This
monomodal distribution was also reported by Baroghel-Bouny
et al. [42] in the case of ordinary cement pastes with w/c = 0.25
and 0.35 and by Ishida et al. [43]. It has been widely reported that
the pore size distribution of the BFS matrix was quite different
from that of PC [43]. Generally speaking, at very early age, the
BFS matrix has a coarse pore structure, while as cement and slag
hydration goes on, the BFS matrix exhibits a denser structure than
PC and the pore distribution curve of BFS matrices moves towards
a much finer diameter. At 28 days, this effect was particularly sig-
nificant for the higher dosage in slag (Fig. 6).

The addition of filler also tended to refine the porosity of binary
binders, with a slightly modification of the total porosity volume,
as seen in Fig. 7. Fig. 7 shows a similar evolution of total porosity
for the pastes with 0% and 10% filler, regardless the slag content.
For these pastes, the porosity remained virtually unchanged until
30% slag content. Between 30% and 50% slag, porosity decreased
by more than 15%. Beyond 50% slag, the porosity increased again.
For binders with 20% of limestone filler, an evolution of the poros-
ity different from the binders at 0% and 10% limestone filler was
observed. Indeed, for the pastes with 20% limestone filler, the addi-
tion of slag up to a dosage of 30% reduced the porosity; beyond this
threshold, the porosity increased again to reach 32% for 60% of slag.

4.1.4. Synthesis on micro-indicators in relation with autogenous

volume variations

The hydration rate, chemical shrinkage and pore size distribu-
tion are three key parameters, which determine the rate and

amplitude of the autogenous deformations of cementitious sys-
tems, sometimes with opposed effects.

The hydration rate, measured by microcalorimetry, governs the
kinetics of water consumption and therefore the rate of de-satura-
tion of the porous network. Overall, the addition of SCM tended to

µµ
µ

µ

A 

B 

C 

Fig. 6. Mercury porosimetry curves; (A) without LF; (B) with 10% of LF and (C) with
20% of LF.

0% of LF

10% of LF

20% of LF

Fig. 7. Total porosity measured by MIP vs.BFS content.
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increase the early-age reaction rate (quantified as the difference in
the time of occurrence between the hydration peak of the blended
binder pastes and that of the control paste) and would therefore
accelerate the consumption of water, but the dilution effect in-
duced by their presence also increased the effective w/c ratio,
and therefore limited the effect of self-desiccation at early age.
Even if the result of the competition between these two effects (in-
crease of the binder reactivity and increase of the effective w/c ra-
tio by dilution effect) depends on the degree of substitution of
cement with SCM, it appears that the dilution effect seems pre-
dominant; indeed, the relative gain of reactivity caused by the
presence of SCM remained low in comparison with the increase
of w/c effective ratio due to the dilution effect. For example, the
maximal increase in reactivity (reaction rate), observed for the
PC70S10F mixture, is 33%, while the w/c ratio is multiplied by 5
with respect to that of the control paste. From this point of view,
adding SCM will tend to slow down the creation of water menisci
within the pores and thus to limit the early-age autogenous
deformations.

The chemical shrinkage, the second driving mechanism of self-
desiccation, was also altered by the presence of SCM, as shown in
Figs. 3–5. These effects could have two origins: first, the presence
of SCM may modify the composition and so the volume occupied
by the hydrates formed. Chen and Brouwers [44] calculated that,
for full hydration of reactants, the chemical shrinkage of slag-
blended cement hydration was higher (for 50% slag, about 12 ml/
100 g of cement) than that of pure PC (around 8.7 ml/100 g of ce-
ment), mainly due to the consumption of portlandite by slag to
form hydrates. This could explain the results of this study, showing
the progressive increase of chemical shrinkage rate of slag-blended
cement pastes. Secondly, by modifying the hydration rate, SCM
also influence the chemical shrinkage rate of the matrices; De
Weerdt et al. [23] and Bouasker et al. [34] observed higher chem-
ical shrinkage for LF-blended cement matrices, which was attrib-
uted to the accelerating effect of LF on PC hydration and the fact
that more free water was bound in Ettringite as a result of the
influence of LF on cement hydration process [23,45].

In both cases, the acceleration of chemical shrinkage could lead
to higher early-age autogenous deformation. This conclusion must
be tempered by the fact that the continuous water supply of the
chemical shrinkage samples facilitated their hydration and thus
the development of their deformation, while in autogenous condi-
tions, the hydration of the binder and so its chemical shrinkage
were progressively slowed down as the initial mixing water was
consumed. This difference is particularly significant for low w/c ra-
tios [46]. In our case, the curing effect was mitigated for binary and
ternary binders given the partial replacement of cement with SCM:
the effective w/c ratio, that is to say the amount of water available
for the hydration of cement, was in fact much higher for the binary
and ternary binders than for the control binder.

The refinement of porosity caused by the presence of SCM in ce-
ment-based matrices may also play a role in the development of
autogenous deformation and therefore autogenous cracking. In-
deed, according to Laplace law, higher tensile stress in the pore
fluid develops in finer pores. It means that, considering the poros-
imetry results (Fig. 6), the blended binders and particularly those
containing the higher dosages in slag will be more prone to devel-
op higher autogenous shrinkage.

4.2. Macro-mechanical performances: resistance and stiffness

Before examining the effects of SCM on the autogenous cracking
sensitivity of blended binders, the mechanical performances of
each binder were analyzed. The evolution of compressive strength
and dynamic Young’s modulus of the different pastes as a function

of BFS and LF mass contents are provided in Figs. 8 and 9,
respectively.

The partial substitution of PC with BFS and/or LF caused a global
reduction of the mechanical performances of the pastes, through-
out the whole period of investigation (1–90 days).

As for chemical shrinkage, the strength development of the
slag-blended cement pastes was strongly depended on the dosage
of BFS. The compressive strength of pastes with a slag dosage of 0%
and 30% became almost constant beyond 28 days of maturation.
For the two other binary slag binders (PC50S0F and PC80S0F),
the strength continued to significantly increase between 28 and
90 days. This increase reached 30% for the cement paste with
80% of slag. It was explained by the slag contribution in the late
hydration reactions [47]. The filler-blended cement binders and
the ternary binders (PC + BFS + LF) also showed systematically low-
er compressive strength and Young’s modulus than those of the
pure PC paste.

This reduction in early-age mechanical performances was
attributed to the dilution effect induced by the replacement of ce-
ment with slag and/or filler. Additionally, the w/c ratio increased in
binary and ternary binders due to the reduction of the cement dos-
age: it was 0.32 for the control binder, and 0.46, 0.64 and 1.60 for

A 

C 

B 

Fig. 8. Compressive strength of the binders vs. BFS content; (A) without LF; (B) with
10% of LF and (C) with 20% of LF.

6



cement substitution rate of 30%, 50% and 80%, respectively. Consid-
ering the very little contribution of filler to produce hydrates and
the low reactivity of slag at early age, the increase of the w/c ratio
led to a higher porosity volume in blended binder pastes (Fig. 7),
and therefore to a lower gain of strength [12].

In some cases, the addition of filler in slag–cement system en-
abled to enhance the early-age compressive strength of pastes, as
reported by Menéndez et al. [12]: for example, at 30% of cement
substitution, the pastes with 20% of BFS and 10% of LF (PC20S10LF)
and 10% of BFS and 20% of LF (PC10S20LF) showed a 1-day com-
pressive strength 43% and 19% higher than that of the correspond-
ing binary binder paste (PC30S0LF), respectively. But this effect
was only temporary since the compressive strength of PC30S0LF
became 14% and 9% higher than those of PC20S10LF and
PC10S20LF at 28 days. The same tendency was observed for the
Young’s modulus.

4.3. Effect of additions on early-age free and restrained autogenous

shrinkage and cracking

4.3.1. Free autogenous shrinkage

For each studied mix composition, the free and partially re-
strained shrinkage evolutions were measured in autogenous and
quasi-isothermal conditions (20 ± 1 �C). The free shrinkage curves,

recorded from 1 to 36 days of hydration, are plotted in Fig. 10. The
partial substitution of cement with slag caused an increase of
autogenous shrinkage. This result is in agreement with previous
studies [36,48–52]. Tazawa and Miyazawa [48], and Lee et al.
[52] found an increase of autogenous shrinkage as the percentage
of cement substituted by slag increased up to 90% and up to 50%,
respectively. Lim and Wee [49] observed that a replacement per-
centage of 50% BFS gave larger autogenous shrinkage and that an
increase (up to 80%) or decrease (down to 30%) in the replacement
percentage reduced the autogenous shrinkage of concrete [49].
According to the authors, the maximal value of autogenous shrink-
age obtained for the 50% BFS replacement level may be due to a
higher degree of hydration, and therefore, a greater degree of
self-desiccation.

The increase of autogenous shrinkage of slag-blended cement
paste as compared with that of control cement paste, is clearly cor-
related to the micro-physico-chemical and macro-mechanical
properties of the pastes: the higher chemical evolution rate at
early-age (recorded between 24 and 140 h), the finer porosity (par-
ticularly for the higher slag replacement levels) and the lower
Young’s modulus simultaneously induced a greater self-desicca-
tion of the pore network and a higher capacity of the slag–cement
matrix to deform when submitted to self-induced stress. The in-
crease of the effective w/c ratio due to the replacement of cement
with slag, which could limit the self-desiccation phenomenon, did

A 

C 

B 

Fig. 9. Dynamic Young’s modulus of the binders vs. BFS content; (A) without LF; (B)
with 10% of LF and (C) with 20% of LF.

A 

C 

B 

Fig. 10. Free autogenous shrinkage; (A) without LF; (B) with 10% of LF and (C) with
20% of LF.
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not compensate the effect of slag on chemical shrinkage, pore size,
and Young’s modulus.

The addition of LF to the slag–cement system had a triple effect
on the autogenous shrinkage of ternary binders. The first effect was
to slow down the evolution of autogenous shrinkage of the pastes
containing the higher dosages in slag, at very early age: indeed,
during the first ten days of hydration, the shrinkage of PC40S10F
and PC70S10F was lower than that of PC0S10F and PC20S10F.
The same observation was made for the PC30S20F and PC60S20F
curves, when compared with the PC0S20F and PC10S20F curves.
This lower shrinkage rate is probably linked to the higher w/c ratio
of the systems containing more SCM, which delayed the develop-
ment of the self-desiccation in the pore network at early-age.
The second effect of limestone filler was a progressive reduction
of the gap between the shrinkage curves of the ternary binders.
It means that, beyond the first ten days of hydration, the autoge-
nous shrinkage of pastes with high dosage of slag increased more
rapidly than that of Portland cement paste, due to the later reac-
tions of slag and the development of a finer pore structure. Similar
results were observed by Zhou et al. [53] on slag-blended cement
pastes after about the first 48 h of hydration and by Lee et al.
[52] and Darquennes et al. [54] on BFS concretes after the first
7 days of hydration. However, at the end of the period of investiga-
tion, the relative position of the ternary binder shrinkage curves re-
mained the same as the one observed for the binary pastes, the
higher dosage of slag inducing the greater autogenous shrinkage.

The third effect of LF was to increase the ‘‘final’’ amplitude of
autogenous shrinkage of the ternary binders, in comparison with
the corresponding binary binders. This increase was attributed,
as previously mentioned, to the acceleration of chemical shrinkage
evolution, the refinement of the porosity and the diminution of the
Young’s modulus.

4.3.2. Early-age restrained autogenous shrinkage and cracking

Free autogenous shrinkage measurements are not sufficient to
estimate the sensitivity of the binder to autogenous cracking. In-
deed, the autogenous cracking tendency of a cement-based mate-
rial is the result of the competition between the gain of
mechanical resistance to tensile stress, the early-age self-induced
stress development due to the partial or total restraint of autoge-
nous deformations, and the capacity of the matrix to relax these
stress without significant damage. In order to investigate and com-
pare the risk of early-age autogenous cracking of the binary and
the ternary binders, ring tests were performed. The evolutions of
the maximal tensile stress, provided in Fig. 11, were obtained from
the deformations of the central brass ring, measured during the
tests [55]. The moment at which the cracking started was detected
by the sharp drop in the ring strain–time curve.

A general observation of the ring test curves reveals that the
presence of SCM delayed, to a more or less extent, the age of the
first autogenous through crack. Darquennes et al. also observed
that the cracking susceptibility of slag cement concretes kept in
autogenous conditions was delayed in comparison with Portland
cement concrete [54], the higher dosage of slag inducing the higher
delay in cracking. They attributed this behavior to the slower
hydration rate, the larger capacity to relax tensile stresses and
the early-age expansion of slag cement concrete.

The current results show that the cracking age of the matrices
depended on the dosage in SCM. For a given dosage in LF, the
pastes with the lower slag content (PC30S0F, PC20S10F and
PC10S20F) always cracked later. It indicates that for these three
mixtures, despite a higher autogenous shrinkage than that of the
reference paste (PC0S0F), the combined effects of a reduced
Young’s modulus and likely higher relaxation capacity delayed
the development of internal stresses and thus the age of cracking
(from 35% up to 149%, depending on the slag and filler contents)

of the matrices in comparison with those of the reference paste.
The maximum tensile stress levels reached at the moment of
cracking demonstrated that the tensile strength of the material
cannot be considered as a reliable indicator of the autogenous
cracking risk. For example, the PC30S0F paste cracked later that
the PC10S20F paste, but for a lower stress level. In other words, a
higher early-age tensile strength does not guarantee a later age
of cracking.

When the content in SCM increased up to 50% of replacement
rate, the cracking age of the blended binder pastes (PC50S0F,
PC40S10F and PC30S20F) became close to that of the correspond-
ing reference paste (PC0S0F, PC0S10F and PC0S20F, respectively),
while remaining later. The amplification of the deformations asso-
ciated with the higher dosage in SCM probably accelerates the
development of early-age self-induced stresses and explains this
shortening of the cracking age.

Increasing the dosage of SCM up to 80% significantly altered the
shape of the ring strain curves, which were characterized by a first
increasing phase followed by a decreasing phase indicating a
reduction of the pressure exerted on the metal ring. Then, the
curves showed an increasing and quasi-linear evolution until the
moment of cracking. This phase of decreasing stress indicates
either a swelling or a microcracking of the matrix, which could re-

Fig. 11. Cracking ring test curves; (A) without LF; (B) with 10% of LF and (C) with
20% of LF.
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duce the pressure exerted by the paste, and so the metal ring
strain. The rapid growth of strain after the decreasing phase sug-
gests a regime change in the development of the autogenous defor-
mations and corresponds well with both the acceleration of
chemical shrinkage observed between 24 and 140 h and the
increasing autogenous shrinkage rate of the matrices containing
the higher dosages in SCM. It is worth noting that these binders
exhibited also a different and unsystematic behavior concerning
their cracking age. For a given LF dosage, they sometimes cracked
before the corresponding reference binders (PC0S20F: 230.2 h;
PC60S20F: 193.0 h), sometimes after (PC0S0F: 164.8 h; PC80S0F:
229.3 h), or almost at the same age (PC0S10F: 165.7 h; PC70S10F:
169.7 h) for quite similar stress levels.

For these pastes (PC80S0F, PC70S10F and PC60S20F), the maxi-
mal tensile stress reached at the moment of cracking was signifi-
cantly lower than the control paste: it is 33%, 29% and 41% lower
than that of the PC0S0F paste, respectively, indicating their partic-
ularly weak mechanical performances at early age. Further re-
search works at the micro-scale are needed to highlight the
microstructural characteristics of these binders: MIP measurement
already showed their specific pore size distribution in comparison
with the binders with low or moderate SCM dosages but this mi-
cro-indicator remains insufficient to clearly understand the early-
age cracking sensitivity of high slag blended cementitious systems.

The substitution of cement with filler also tended to delay the
age of the first crack of filler-cement binder. This effect was partic-
ularly significant for the paste with 20% of filler, for which a delay
of about 65 h of the age of cracking was registered, when compared
to PC0S0F (age of cracking: 164.8 h) and PC0S10F (age of cracking:
165.7 h). Considering the higher early-age autogenous shrinkage of
LF–PC-cement pastes and the relatively close values of Young’s
modulus of PC0S0F, PC10S0F and PC20S0F, the explanation to the
later cracking of PC20S0F may lie in its higher capacity of stress
relaxation, which probably induced a slower evolution of self-in-
duced stress. The first crack occurred at a close stress level for
the three pastes considered (PC0S0F, PC0S10F and PC0S20F). The
effect of filler on the stress development was therefore primarily
a delaying effect: for the substitution rate investigated here, LF
did not significantly modify the level of early-age mechanical resis-
tance to tensile stress of the binder.

5. Conclusions

The result analysis of this study on the early-age behavior of
binary and ternary binders highlighted the following points:

� The partial replacement of Portland cement (PC) with blast
furnace slag (BFS) and/or limestone filler (LF) caused a
decrease in early-age reaction heat and chemical shrinkage,
due to the lower reactivity of the supplementary cementi-
tious materials (SCM). After a few hours of hydration, the fil-
ler effect and the starting of the slag reactions tended to
accelerate the evolution of both heat of reaction and chemical
shrinkage, as indicated by the progressive reduction of the
gap between the binary and ternary binder curves and the
reference binder one (free of slag and filler).

� As previously reported, the substitution of PC with BFS and/or
LF resulted in a decrease in mechanical strength and Young’s
modulus, when compared to the control binder. For ternary
binders with 30% of cement substitution rate, the addition
of filler in slag–cement system does not affect the compres-
sive strength of pastes at later ages.

� The combination of PC, BFS and LF in binary and ternary
binders yielded, in most cases, a delay of the cracking
ztime compared to the corresponding binary binder paste.

The increase in the dosage of LF from 10% to 20% resulted in
delaying the appearance of the first crack in the ternary bind-
ers. The best results in terms of crack delaying were obtained
for the binders with the lowest concentration of slag. The
higher was the slag substitution, the earlier the first cracking
of ternary binders tended to occur.
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