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Abstract 

Crystals of the Yb-containing double tungstate and double molybdate LiYbX2O8 (X = W, Mo) 

have been spontaneously grown by a high-temperature flux technique. Their structure has 

been determined from single-crystal X-ray diffraction at room temperature. LiYbW2O8 

crystallizes in the monoclinic P2/n space group (No. 13), with unit cell parameters a = 

4.9910(2), b = 5.7964(2), c = 9.8886(4) Å,  = 93.353(1) °. LiYbMo2O8 displays the 

tetragonal symmetry and is described in the noncentrosymmetric I ̅ space group (No. 82) with 

a = b = 5.1149(1), c = 11.0919(4) Å. Structural features such as coordination numbers around 

the atoms and ordered/disordered arrangement of the Yb
3+

 and Li
+
 cations explain the 

differences between these compounds whose vibrational and magnetic properties have also 

been studied. 

 

Keywords  

A. oxide material; B. crystal growth; C. crystal structure; D. magnetic measurements; D. X-

ray diffraction; D. inelastic light scattering. 
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1. INTRODUCTION 

Compounds having the general stoichiometric formula ATX2O8, with a monovalent metal A, a 

trivalent metal T, and a main element X = W
VI

 or Mo
VI

, exist for numerous chemical 

combinations with a wide variety of structural forms [1-6]. The presence of Li as the A 

component makes the lithiated members of this family potential candidates as anode materials 

in lithium-ion batteries [7,8]. The double molybdate and double tungstate families with 

trivalent lanthanide (Ln) are attracting materials for industrial applications with 

multifunctional physical properties depending on both the rare-earth element and the crystal 

structure [6-9]. For example, some are suitable for laser operation and/or as Ln-doped hosts in 

the field of fluorescence, while others exhibit ferroelectricity and ferroelasticity phenomena 

[1,2,6,9]. The trivalent rare-earth oxides with 4f electrons are also remarkable for another 

important physical property which is their magnetic response. LiFe(MoO4)2, a member of the 

double molybdate family, undergoes an antiferromagnetic transition while the multiferroic 

double tungstate LiFe(WO4)2 exhibits two successive magnetic transitions [10,11]. It is thus 

important to characterize the magnetic properties of other Ln-based double molybdates and 

tungstates such as LiYbX2O8 (X = W, Mo). 

A cationic Yb
3+

/Li
+
 disorder over two atomic sites was previously evidenced for the double 

molybdate LiYbMo2O8 reported with a tetragonal Scheelite-type structure, and a correlation 

was proposed between its properties and the random distribution of cations [1, 2]. Besides, an 

ordered arrangement of the cations was found in the double tungstate β-LiYbW2O8 

characterized with a Wolframite-based monoclinic structure [4,5] from powder diffraction 

data. 

This paper summarizes our latest results relative to the flux-grown synthesis, the X-ray single-

crystal structure determination as well as the study of the vibrational and magnetic properties 
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of the lithium ytterbium double molybdate and double tungstate materials, LiYbMo2O8 and 

LiYbW2O8. 

2. EXPERIMENTAL SECTION 

Crystals were obtained using the high-temperature flux method described elsewhere [12]. For 

the present study, the mixtures Li2O-3MoO3 and Li2O-2WO3 chosen as fluxes were 

previously prepared from alkali carbonate Li2CO3 and MoO3/WO3 powders via a solid-state 

reaction in the air at 500 °C for two weeks. All the reagents are commercial Alfa Aesar 

products of the analytical-and-research-grade with purity  99%. The selected flux and Yb2O3 

taken in a 90/10 weight ratio were thoroughly mixed and a total amount of 20 g, placed in a Pt 

crucible, was heated in air at 970 °C for 5 h to obtain a homogeneous melt. Then, a slow 

decrease in temperature to 600 °C was programmed at a rate of 0.9 °/h, and cooling was 

continued at 200 °/h from 600 °C to room temperature. The numerous crystals formed 

spontaneously were isolated by the dissolution of the flux mixture in water. The as-grown 

crystals were directly used for characterization through classical methods and more precision 

on the conditions for spectroscopy or X-ray diffraction experiments can be found in our 

previous paper [12].  

Crystals for X-ray diffraction experiments have been selected under a stereomicroscope 

equipped with a polarizing filter. The diffracted intensities were measured at room 

temperature (298 K) on a 4-circle diffractometer using the Mo Kα radiation λ = 0.71073 Å, 

Bruker D8 Venture (Incoatec micro source, Photon II CPAD detector) or Xcalibur CCD 

(Oxford Diffraction). They were processed with the appropriate software suite, either Apex 

[13] or CrysAlis [14]. The structures were solved and refined using the SHELX programs 

[15-16] and all atoms were considered with anisotropic displacement parameters in the final 
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full-matrix least-squares refinements on F
2
. The chemical compositions were checked via 

classical EDX measurements that also proved the good homogeneity of the crystals. 

Magnetic susceptibility and ZFC-FC magnetization cycle measurements (ZFC = zero-field 

cooled, FC = field cooled) were performed using a squid magnetometer Quantum Design 

MPMS 7XL, allowing to explore the temperature range 1.8 - 400 K with magnetic fields 

varying from −7 to 7 T (7×10
4
 Oe). Several crystals with a sub-millimeter size were weighted 

and blocked in a gelatin capsule and then inserted in a plastic straw. The total mass of crystals 

was 4.15 mg for LiYbMo2O8 and 22.3 mg of LiYbW2O8. No variation was observed between 

the data collected after cooling the sample in a magnetic field (FC) and the data collected after 

cooling in a zero field (ZFC). The magnetic susceptibility was corrected from both the 

contribution of the capsule and the diamagnetic contribution of the elements with dia 

estimated at −3.38.10
-4

 emu/mol and −2.50.10
-4

 emu/mol, respectively for LiYbW2O8 and 

LiYbMo2O8. 

3. RESULTS AND DISCUSSION 

3.1 Flux-grown crystals 

As-grown crystals of sub-millimeter size were obtained via spontaneous nucleation from the 

high-temperature flux method. The crystals grown in the experiment with Yb2O3/Li2O-

3MoO3 are transparent, colorless, and have faceted 3D-like shapes. The flux-growth 

experiment conducted with Yb2O3/Li2O-2WO3 also provided transparent and colorless 

crystals but as thin plates. The as-grown crystals were directly recovered for characterization 

without being subjected to further annealing treatment. 
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3.2 Structure solution and refinement 

3.2.1. Structure of the double tungstate LiYbW2O8 

A thin and colorless platelet was chosen among flat crystals displaying a clear trend to 

twinning. The recorded data were indexed in a monoclinic cell of parameters a = 4.9910(2), 

b = 5.7964(2), c = 9.8886(4) Å,  = 93.353(1) °. The centrosymmetric space group P2/n (n° 

13) was suggested by the statistics and the extinction conditions. A Fourier difference allowed 

us to find the position of Li to add to the initial model comprising four oxygen and two heavy-

atoms. The free refinement of occupation factors agrees with a complete filling of the atom 

sites. The final refinement to R1 = 2.56% was performed with a set of reflections limited to 

theta angles less than 27 ° because both the residual density peaks, very close to the heavy 

atoms in the last Fourier difference, and the slight splitting of the diffraction spots at high 

angles suggest multiple crystals. The main crystal information and refinement data are 

summarized in Table 1.  

Table 1. Room temperature crystal data and structure refinement parameters. 

 LiYbW2O8 LiYbMo2O8 

CSD number 2086021 2086022 

M, Z 675.68, 2 499.86, 2 

Calc. density (Mg/m
3
) 7.857 5.721 

System, space group Monoclinic, P2/n (13) Tetragonal I ̅ (82) 

Unit cell dimensions (Å, °) a = 4.9910(2), b = 5.7964(2) a = b = 5.1150(1), 

 c = 9.8886(4), β = 93.353(1) c = 11.0919(4) 

Volume (Å
3
) 285.586(19) 290.197(15) 

Abs. coefficient (mm
-1

) 56.419 20.236 

Crystal size (mm) 0.044 × 0.035 × 0.020 0.232 × 0.097 × 0.085 

Diffractometer Bruker D8 Venture Xcalibur CCD 

Collected / independent refls. 2242 / 623 [Rint = 0.0359] 2468 / 429 [Rint = 0.0681] 

Jo
ur

na
l P

re
-p

ro
of



 

7 

 

Final R indices [I>2σ(I)] R1 = 0.0256, wR2 = 0.0651 R1 = 0.0273, wR2 = 0.0777 

R indices (all data) R1 = 0.0261, wR2 = 0.0653 R1 = 0.0286, wR2 = 0.0790 

Δρ (e.Å
-3

) 2.629 and -2.274 1.205 and -1.414 

 

Of course, it is worth mentioning the previous reports on this tungstate that are an old and 

poor-quality single-crystal refinement to R = 11% from Weissenberg photographs [4], and a 

more recent and much better refinement to Rp = 6% from powder data [5]. To facilitate the 

comparison with these earlier data, we report here the structure of LiYbW2O8 in the "nearly 

orthogonal" P2/n cell ( ~ 93 °) even if the refinement can be perfectly achieved in the 

standard P2/c space group, without any abnormal behavior of the refined parameters. The 

atomic coordinates and equivalent isotropic displacement parameters are given in Table 2 and 

the main interatomic distances and angles in Table 3. The crystallographic information file is 

freely available at the Cambridge Crystallographic Data Center [17] with the CSD number 

2086021. 

Table 2. Atomic coordinates and equivalent isotropic displacement parameters (Å
2
×10

3
) for 

LiYbW2O8. Ueq is defined as ⅓ of the trace of the orthogonalized Uij tensor. 

  Wyckoff position x y z Ueq 

Yb 2f ¾  0.1948(1) ¼  7(1) 

W 4g 0.2508(1) 0.3187(1) 0.5157(1) 5(1) 

Li 2e  ¾  0.225(7) ¾  33(8) 

O1  4g 0.4059(12) 0.1230(11) 0.6340(6) 9(1) 

O2 4g -0.4652(12) 0.4111(11) 0.8869(6) 10(1) 

O3 4g 0.1055(13) 0.1300(12) 0.3886(6) 12(1) 

O4 4g 0.5532(12) 0.3918(11) 0.4035(6) 7(1) 
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Table 3. Main bond lengths [Å] and angles [°] in LiYbW2O8  

W–O1  1.775(6) 

W–O3  1.787(6) 

W–O2
#1

  1.845(6) 

W–O4  1.971(6) 

W–O4
#2

  2.078(6) 

W–O2
#3 

 2.253(6) 

W
#1

–O2–W
#16

 105.4(3)  

W–O4–W
#2

 108.4(3) 

W–O1–Yb
#5

 133.2(3)

Yb–O4  2.179(6) 

Yb–O4
#6 

 2.179(6) 

Yb–O3#7 2.210(6) 

Yb–O3
#8

  2.210(6) 

Yb–O1
#9

  2.328(6) 

Yb–O1
#5

  2.328(6) 

 

W
#14

–O2–Yb
#11

 85.6(2) 

W
#1

–O2–Yb
#11

 95.6(2)

Li–O1  2.09(1) 

Li–O2
#8

  2.08(2) 

Li–O2
#13

  2.08(2) 

Li–O1
#12

  2.09(1) 

Li–O3
#5

  2.60(3) 

Li–O3
15

  2.60(3) 

W–O2–Yb
#4

 127.6(4)  

W–O4–Yb 132.1(3) 

W
#2

–O4–Yb 118.0(3)

Symmetry transformations used to generate equivalent atoms: #1 −x−½,y,3/2−z ; #2 1−x,1−y,1−z ;  
#3 x+½,1−y,z−½ ; #4 x−1,y,z ; #5 1−x,−y,1−z ; #6 3/2−x,y,½−z ; #7 ½−x,y,½−z ; #8 x+1,y,z ; #9 x+½,−y,z−½ ; 
#10 x+3/2,1−y,z−½ ; #11 −x,1−y,1−z ; #12 3/2−x,y, 3/2−z ; #13 ½−x,y,3/2−z ; #14 x−½,1−y,z+½  ; #15 x+½ 

,−y,z+½  

Anyway, applying the transformation matrix            ̅     ̅    ̅  converts the cell parameters 

into the "more oblique" standard P2/c monoclinic lattice of the same volume and parameters 

a = 4.991, b = 5.796, c = 10.813 Å,  =114.08 °. To obtain atom positions in the P2/c lattice, it 

is appropriate to simply apply the transformation       ̅     ̅         ̅  to the atomic 

coordinates.  

3.2.2. Structure of the double molybdate LiYbMo2O8  

The diffraction data collected for a colorless diamond-like crystal were indexed in a tetragonal 

cell of parameters a = b = 5.1149(1), c = 11.0919(4) Å. The extinction conditions seemingly 

indicate the centrosymmetric I41/a space group in which was found and refined an initial 

structural solution. Therefore, as also pointed out in other works [1, 20], non-negligible X-ray 

reflections which do not satisfy the extinction conditions of the I41 and I41/a space groups 

were found. They are only allowed in the non-centrosymmetric I ̅ tetragonal symmetry. Very 

similar agreement R-factors were reached for the least-square refinement in these three space 

groups, but the best S-factor (goodness of fit) was obtained for the symmetry I ̅. In all these 
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groups, the Li and the Yb atoms share the same crystallographic sites as found in the model 

described by Volkov et al. [1]. Besides, all attempts have failed to resolve this Yb/Li atomic 

disorder in other space groups of lower symmetry, which corroborates the earlier results [1, 2, 

20]. The space group I ̅ was thus finally retained for the final refinement leading to R1 = 

2.88%. The loss of the inversion center is directly related to a reduction in symmetry with 

respect to the I41/a Scheelite structure type [2]. 

The most relevant data on the structure of LiYbMo2O8 are listed in Table 1 while Table 4 

gives the positions of atoms and Table 5 the main interatomic distances. More details can be 

found in the CIF file (CSD number 2086022) freely accessible at CCDC [17].  

Table 4. Atomic coordinates and displacement parameters (Å
2
×10

3
) for LiYbMo2O8. 

  Wyckoff position x y z Ueq 

 Li/Yb1 2b ½  ½  0 7(1) 

 Li/Yb2 2c 0 ½ ¼ 10(1) 

 Mo3 2d ½  0 ¼  10(1) 

 Mo4 2a 0 0 0 10(1) 

 O1 8g 0.6579(6) 0.2465(6) 0.1640(4) 18(1) 

 O2 8g 0.1560(6) 0.2488(7) 0.0861(4) 18(1) 

 Li/Yb ratio: 0.526/0.474(2) at site 2b and 0.529/0.471(2) at site 2c. 

Table 5. Main bond lengths [Å] and angles [°] for LiYbMo2O8. 

Mo3−O1  1.776(4) 

Mo3−O1
#12 

 1.776(4) 

Mo3−O1
#15 

 1.776(4) 

Mo3−O1
#14 

 1.776(4) 

Mo4−O2  1.780(3) 

Mo4−O2
#4

  1.780(3) 

Mo4−O2
#5

  1.780(3) 

Mo4 −O2
#13

  1.780(3) 

Mo4−O2−Yb1 120.2(2) 

Mo4−O2−Yb2 130.5(2) 

Yb1−O1  2.375(4) 

Yb1−O1
#1

  2.375(4) 

Yb1−O1
#2 

 2.375(4) 

Yb1−O1
#3 

 2.375(4) 

Yb1−O2  2.379(4) 

Yb1−O2
#1

  2.379(4) 

Yb1−O2
#2 

 2.379(4) 

Yb1−O2
#3 

 2.379(4) 
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Mo3−O1−Yb1 130.1(2) 

Mo3−O1−Yb2
#6

 120.4(2)

Yb2−O2  2.365(4) 

Yb2−O2
#7

  2.365(4) 

Yb2−O2
#8 

 2.365(4) 

Yb2−O2
#9 

 2.365(4) 

Yb2−O1
#2 

 2.377(3) 

Yb2−O1
#10 

 2.377(3) 

Yb2−O1
#11 

 2.377(3) 

Yb2−O1
#12 

 2.377(3)  

Yb2−O2−Yb1 105.3(1) 

Yb1−O1−Yb2
#6

 105.1(1) 

Symmetry transformations used to generate equivalent atoms: #1 y,1−x,−z ; #2 1−x,1−y,z ; #3 1−y,x,−z ; #4 

−y,x,−z ; #5 −x,−y,z ; #6 x+1,y,z ; #7 ½−y,½+x,½−z ;#8 −x,1−y,z ; #9 y−½,½−x,½−z ; #10 x−1,y,z ; #11 

y−½,−x+3/2,½−z ; #12 ½ −y,x−½,½−z ; #13 y,−x,−z; #14 y+½,½−x,½−z ;#15 1−x,−y,z.  

 

Our results from single-crystal data corroborate the structure previously published from 

powder data for LiYbMo2O8 [1], confirming the space group I ̅  and bringing a slight 

improvement in the agreement factors. Also, our results give better accuracy on the 

interatomic distances showing a more regular arrangement of oxygen around both the Mo and 

Yb centers.  

3.2.3. Atomic arrangements in the LiYbX2O8 family 

As already noticed in ternary metal oxides AXO4 with X = W
VI

 or Mo
VI

, double oxides of 

general formula ATX2O8 with T = rare earth element, are also known to belong to the parent 

family of a structure either Scheelite or Wolframite, depending on the ionic radius of the A 

monovalent element [2, 4-6]. In the tetragonal Scheelite structure-type (which prototype is 

CaWO4), the oxygen atoms are arranged in coordination 8 around the A and T atoms and, in 

coordination 4 around the X atoms. By contrast, a nearly hexagonal arrangement of the 

oxygen atoms is found in the structure of Wolframite (the most common iron-manganese 
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tungsten oxide mineral between the extreme composition limits MnWO4 and FeWO4) where 

all the atoms are 6-fold coordinated by oxygen. 

The crystal structure of the double molybdate LiYbMo2O8 derives from the Scheelite-type 

with an atomic local disorder at cations sites as Li
+
 and Yb

3+
 cations share their sites. It is 

built up with regular MoO4 tetrahedra involving MoO distances of ~1.78 Å (Table 5) and 

MO8 dodeca-deltahedra (M = Li/Yb) characterized by MO distances from 2.366 to 2.379 Å. 

The MO8 polyhedra are centered on M atoms, i.e. either on Yb or Li which are distributed 

randomly on the same 2b and 2d positions according to the respective Yb/Li contents refined 

to 0.474/0.526(2) and 0.529/0.471(2). The MO8 polyhedron shares each of its vertices with a 

MoO4 regular tetrahedron and, additionally, two of its edges with two neighboring MO8 units 

as seen in Figure 1 which gives a representation of the polyhedral packing in the unit cell. 

 
Figure 1. Polyhedral packing in up tetragonal LiYbMo2O8 with MoO4 tetrahedra (green) 

and Yb/Li centered MO8 dodeca-deltahedra (grey); down monoclinic LiYbW2O8 with 

octahedra WO6 (green), YbO6 (orange), and LiO6 (blue). Unit cells are drawn as grey lines.  

Instead, the double tungstate LiYbW2O8 adopts a Wolframite-type structure in which each W, 

Yb, and Li atom is coordinated by six oxygen atoms leading to more or less distorted 

octahedra packed within the unit cell, Figure 1 and Table 3. It is classified as an ordered 

crystal as both Li
+
 and Yb

3+
 occupy individual sites [2]. With bond lengths varying at most 

0.07 Å from the mean YbO distance of 2.24 Å, the smallest distortion is observed around the 

largest Yb atom. Then, deviations around W and Li are 0.188 and 0.27 Å from the average 
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bond lengths of 1.95 and 2.26Å. The Wolframite-type structure of the tungstate can be 

described as alternating two kinds of parallel layers. The first one, at z ~ ¼, ¾, is composed of 

regular YbO6 octahedra (YbO distances ranging from 2.179 to 2.328 Å) and LiO6 distorted 

octahedra (LiO distances from 2.079 to 2.596 Å). The second, at z ~ 0, ½, consists of WO6 

distorted octahedra with WO distances ranging from 1.774 to 2.253 Å forming "zig-zag 

chains" via edge-sharing (see below). 

3.2.4. Polyhedra and connection types in the LiYbX2O8 compounds 

Now, paying special attention to the distribution of the X atoms (X = W, Mo) in the two 

structures, some interesting structural differences emerge. The arrangement in LiYbMo2O8 is 

such that the Mo atoms, distant by 3.772 Å, are "interconnected" through Mo{O2}Mo 

asymmetric double bridges (2 × MoOMo bridges) established with MoO distances of 

~1.78 and ~2.83 Å as drawn in Figure 2.  

 
Figure 2. Representation of the MoO4 tetrahedra and their interconnection mode via 

Mo{O2}Mo double bridges. Interatomic distances are given in Å on the left drawing.  

However, the longest distances Mo4O1 of 2.822(4) and Mo3O2 2.832(4) Å do not 

correspond to "true" covalent bonds because much greater than the sum of the covalent radii 

of the elements, which is ~ 2.2 Å [18], but they could be seen as long-distance interactions. 

This is one of the reasons why a description in terms of isolated MoO4 tetrahedra is preferable 

here.  
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Instead, each W atom in LiYbW2O8 is distant by 3.2695(5) and 3.2854(5) Å from its two 

closest tungsten neighbors. As represented in Figure 3, tungsten atoms are "interconnected" 

through oxygen atoms involved in asymmetric W{O2}W double bridges.  

 

Figure 3. Regular alternation of W{O2}W asymmetric double bridges of two types 

defining two kinds of W2O10 "dimeric units" associated in infinite 
 
 

[WO4] "zig-zag chains" 

aligned with the a-axis. The interatomic distances are given in Å in the drawing. 

With W-O bonds of 1.971 and 2.079 Å, the double bridge established with the atom O4 (right 

part in Figure 3) is a little more symmetric than the one built with the atom O2 (left part in 

Figure 3) with W-O bonds of 1.845 and 2.253 Å. Even the longest WO distance of 2.253 Å 

remains slightly shorter than 2.28 Å, the sum of the covalent radii of the elements, indicating 

a covalent bonding interaction. Thus, two types of W2O10 "dimeric units" must be considered 

in this structural arrangement either formed of W{O2}W double bridges established with 

O2 or O4 atoms, as illustrated in Figure 3. In that case, a better description of the structure 

would be provided by the use of dimeric units. Nevertheless, the sequence of double bridges 

W{O2}W established through O2 atoms alternating with double bridges W{O2}W 

established through O4 atoms rather supports a structural description in terms of polymeric 

units. Another alternative would be to describe the structure using WO6 octahedra, each of 

which shares an edge with two alike units to form infinite zig-zag chains 
 
 

[WO4] oriented in 

the direction of the a-axis, Figure 4. 
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Figure 4. The infinite 
 
 

[WO4] zig-zag chains viewed as a series of edge-sharing WO6 units.  

It should be stressed that the existence of such zig-zag chains extended infinitely along the 

[001] direction has already been reported earlier in the monoclinic structure of the tungstate 

NaIn(WO4)2 described in the P2/c symmetry [21]. 

3.2.5. Structural evolution in the AYbX2O8 family 

On a more general aspect, it is interesting to notice a structural evolution within the AYbX2O8 

family with the nature of the A and X elements (A = Li, K and X = Mo, W). As seen above, the 

tetragonal structure of the lithium ytterbium double molybdate would be better described with 

isolated MoO4 tetrahedra and (Yb/Li)O8 distorted (square antiprism) polyhedra and therefore 

the formulation LiYb(MoO4)2 would be more suitable.  

When tungsten replaces molybdenum at position X in the LiYbX2O8 family, significant 

changes occur in the structural arrangement that undergoes a complete reorganization 

including, in particular, an orderly distribution of the Yb and Li atoms. The global symmetry 

is lowered from tetragonal to monoclinic and the local environment of atoms changes so that 

W, Yb, and Li are all 6-coordinated. Therefore, the absence of individualized tetrahedra in 

this tungstate further justifies the formulation LiYbW2O8 rather than LiYb(WO4)2.  

When lithium is replaced by a larger alkali metal, hereby K, at the A position in the ytterbium 

double molybdate AYbMo2O8, the symmetry of the structure evolves from tetragonal to 

orthorhombic. An ordered atomic distribution is still observed in the potassium molybdate 

where isolated MoO4 tetrahedral units are preserved which agrees with the formulation 
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KYb(MoO4)2 [12]. Likewise, the Yb atoms retain eight oxygen neighbors in the potassium 

molybdate, forming square antiprisms YbO8. On the contrary, the LiO8 units of symmetry 4  

in the lithium molybdate are replaced in KYbMo2O8 by highly distorted octahedral units KO6, 

with the symmetry C2, built around the potassium atoms [12]. 

3.3 Vibrational study 

The room-temperature Raman spectra of the investigated materials were registered in 

atmospheric pressure in the wavenumber range 70–1000 cm
−1

. Their general aspect differs 

from one to the other, but both of them do not present vibrational features beyond 1000 cm
-1

, 

Figure 5. The presence of a higher number of vibrational bands in the Yb-stoichiometric 

crystal LiYbW2O8 compared to LiYbMo2O8 is an indication of an increase in the coordination 

number of the d-elements from four to six, as shown in the structural part of this work [19]. 

All Raman active modes in both polymorphs are assigned based on the literature reports. 

 

Figure 5. Unpolarized Raman spectra registered at room temperature with             for 

the LiYbX2O8 samples. X = W (a); X = Mo (b). 

The spectral lines are relatively narrow for the new ordered LiYbW2O8 material containing 

distorted WO6 units, Figure 5a, with full-width at half-maximum (FWHM) equal to 6 and 

9.5 cm
-1

 for the two main peaks centered at 78 and 940 cm
-1

, respectively. The well-resolved 

sharp peaks indicate a high crystalline state for the synthesized material. The most shifted 

Raman line is located at 940 cm
-1

 and corresponds to the symmetric stretching of the W-O 

distances of the W-based polyhedra [23]. The Raman spectrum is interpreted in terms of 
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internal and external modes of the distorted WO6 octahedra. The internal modes correspond to 

vibrations of O atoms against W and the external modes imply the movement of WO6 

octahedra as rigid units. The internal asymmetric and symmetric stretching modes of the 

oxygen atoms forming the distorted WO6 octahedra are identified in the 700-950 cm
-1

 

frequency range. Several weak-intensity lines observed in the domain 450 – 700 cm
-1

 are due 

to the vibrational modes of the W{O2}W double oxygen bridges in the W2O10 "dimers" 

associated in infinite zig-zag chains and giving a polymeric feature to the structure of the 

tungstate, see Figure 3. The frequency range from 250 to 450 cm
-1

 corresponds to the internal 

bending modes of W-O bonds, while the bending vibrations of the W{O2}W double 

oxygen bridges, as well as the translation of the Yb
3+

 cations, are expected in 150-250 cm
-1

 

frequency range [22-24]. 

The lithium ytterbium oxo-molybdate crystallizes in the space group   
 -I4  and contains 

isolated regular tetrahedra     
  . Its room temperature (300K) Raman spectrum is given in 

Figure 5b. The FWHM is equal to 37 cm
-1

 for the main peak centered at 878 cm
-1

 and 

bandwidths are larger than those observed for the ordered LiYbW2O8 double tungstate, Figure 

5a. This could be explained by the existence in the LiYbMo2O8 crystal structure of two 

cationic positions occupied by both Li
+
 and Yb

3+
 cations, each with a 50% occupancy factor, 

and two crystallographically distinguishable Mo
6+

 cations [2, 22, 25]. The Raman bands in the 

frequency range 740-900 cm
−1 

are attributed to the internal asymmetric and symmetric 

stretching vibrations of the M-O bonds in the regular MoO4 tetrahedra while the symmetric 

and asymmetric bending modes (OMoO) are found in the 280-450 cm
-1

 range [25, 26]. The 

translational and rotational vibrations of the MoO4 tetrahedra are expected at wavenumbers 

lower than 260 cm
-1 

with the external vibrations involving the Yb/Li-centered polyhedra [27].  

It is to be noticed that the 300 K Raman spectrum of LiYbMo2O8 published by Volkov et al. 

[1] shows a close resemblance to ours, although, unlike our spectrum, it has several small 
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bands beyond 1000 cm
-1

, the origin of which is not discussed. Their Raman spectra also 

exhibit a large feature from 500 to 700 cm
-1

 as in our vibrational spectrum, Figure 5b, which 

is not discussed as its origin is not clear.  

3.4 Magnetic properties 

The results of the susceptibility measurements with a weak external magnetic field of H 

=1000 Oe in the temperature range from 1.8 to 300 K are illustrated in Figure 6. The 

temperature dependence of the inverse susceptibility (1/ for the two samples under study 

have been fitted in the paramagnetic region (temperature range 55-300 K) with a Curie–Weiss 

law χ = C/(T − θCW), where C and θCW are constants, Figure 6.  

Figure 6. Inverse susceptibility 1/ vs. temperature curves for the samples LiYbX2O8 in a 

constant applied magnetic field H showing a Curie-Weiss behavior (red line) at high 

temperatures. X = W (a); X = Mo (b). 

The least-squares parameters used in the curve fitting are gathered in Table 6 where C is the 

Curie-Weiss constant, CW the paramagnetic Curie-Weiss temperature, and μeff the effective 

magnetic moment. The experimental effective magnetic moments are calculated from the 

Curie constant according to the formula μeff = (8 × C)
1/2

.  

Table 6. Least-squares parameters from the inverse susceptibility curves fit (50-300 K)  

  C (emu.K.mol
−1

) θCW (K) μeff (μB/Yb-atom) 

 LiYbW2O8 2.27 −78 4.26 

 LiYbMo2O8 2.86 −66 4.78 
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The experimental effective magnetic moments found for both LiYbW2O8 and LiYb2MoO8 are 

in good agreement with the theoretical value of μeff expected for the Yb
3+

 free-ion. Indeed, the 

electronic configuration of the isolated paramagnetic Yb
3+

 ion is [Xe] 4f
13

 with [Xe] = 

2s
2
2p

6
3s

2
3p

6
3d

10
4s

2
4p

6
4d

10
, which yields the spectral term 

2
F7/2 as the ground state, and an 

effective magnetic moment μeff of 4.50 μB/ Yb
3+

. The result of the Curie–Weiss fit in the 

temperature range 55-300 K confirms that the Yb chemical element is only present as Yb
3+

 

ion in the two structures. 

The large negative values obtained for CW for the tungstate and molybdate crystals, Table 6, 

may suggest that the two polycrystalline samples present an antiferromagnetic coupling. Such 

large negative values of CW have already been reported for the double molybdate 

KYb(MoO4)2 described in the orthorhombic space group Pbcn, and for other Yb-containing 

oxide materials [12, 29, 30].  

In the 1.8-50 K temperature range and for H = 1000 Oe, the inverse susceptibility data of the 

two materials no longer follow a strict linear behavior with temperature and do not present an 

anomaly, Figure 6. The tails below 55 K could correspond to paramagnetic tails that arise 

when some isolated regions in a material present imperfections in the antiferromagnetic 

ordering [28], or be due to a crystal field effect on the 
2
F7/2 ground state of Yb

3+
 [29]. 

The first magnetization M curves registered at several temperatures from 300 to 1.8 K as a 

function of the applied magnetic field H ranging from 0 to 50 kOe are presented in Figure 7.  

Figure 7. Magnetization M-H curves at various temperatures for LiYbW2O8 (a) and 

LiYbMo2O8 (b). 
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For temperatures comprised between 50 and 300 K, the M-H plots recorded for the two 

samples under study are linear with a weak magnetization M in agreement with a 

paramagnetic behavior. For the selected temperatures in the range 1.8 ≤ T < 50 K, the 

magnetization M strongly depends on the external magnetic field and, for T = 1.8 and 2 K, it 

displays a tendency to saturation which could be related to a potential antiferromagnetic 

coupling [28]. Similar behaviors were already observed for the KYb(MoO4)2 material [12].  

The evolution of the magnetic properties measured for the tetragonal LiYbMo2O8 and the 

monoclinic LiYbW2O8 are very similar and are not dependent on their room-temperature 

crystal structure.  

4. CONCLUSION 

The current work reports the results of an X-ray diffraction study of single crystals of an oxo-

tungstate and an oxo-molybdate based on lanthanide Yb
3+

 and alkali Li
+
 cations, both 

compounds being obtained by the high-temperature flux technique in the form of crystals of 

sub-millimeter size grown spontaneously. The structural results confirm the disordered Yb/Li 

arrangement for the molybdate LiYbMo2O8, derived from the tetragonal Scheelite-type 

structure, and the ordered Wolframite-like arrangement for the tungstate monoclinic structure 

of LiYbW2O8. Raman investigation at room temperature supports the presence of isolated 

MoO4
2-

 tetrahedra in LiYbMo2O8, and the existence in LiYbW2O8 of WO6 octahedra, joined 

by W{O2}W double oxygen bridges in polymeric units. 

Susceptibility is studied as a function of temperature from 1.8 to 300 K. The inverse 

susceptibility curves follow a Curie–Weiss law in the 50-300 K region with a very large 

negative paramagnetic constant θCW of −78 K for LiYbW2O8 (−66 K for LiYbMo2O8). The 

origin of these large negative values of θCW could be explained by the existence of an 

antiferromagnetic coupling under 50 K, in agreement with the evolution of the shapes of the  
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 M-H curves recorded at various temperatures in the range of 1.8-300 K. The existence of 

long-range antiferromagnetic order of the Yb
3+

 ions is not demonstrated. Further physical 

experiments and investigations would be necessary to better understand the magnetic 

properties of the LiYbW2O8 and LiYbMo2O8 materials.  
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Highlights 

Flux-growth of sub-millimeter size and colorless LiYb(XO4)2 (X= Mo
VI

, W
VI

) crystals. 

Ordered distribution of Li
+ 

and
 
Yb

3+
 in LiYbW2O8 (P2/n) and W{O2}W double oxygen 

bridges.  

Crystallization of LiYbMo2O8 in tetragonal symmetry (I4 ) with isolated MoO4
2-

 anions. 

Disordered distribution of the Li
+ 

and
 
Yb

3+
ions in LiYbMo2O8 crystal structure  

Very large negative values of the CW Weiss constants. 

M-H curve shape evolution with the temperature in favor of antiferromagnetic coupling in 

both structure. 
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