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Topological insulators are good candidates for charge to spin conversion with high efficiency due to their spin-
polarized topological surface states (TSSs). In this work, we provide experimental evidence for two-dimensional
(2D) TSSs in (SnBi2Te4)n (Bi2Te3)m natural van der Waals superlattices grown by molecular beam epitaxy using
angle resolved photoelectron spectroscopy and magnetotransport. While the TSSs overlap with bulk conduction
band (BCB) states at the Fermi energy, it is shown that by increasing the Sn composition, the influence of BCB
states is reduced and becomes minimum for SnBi2Te4. The latter compound, found to be in the form of septuplet
layers, shows weak antilocalization effect with a prefactor α ∼ –0.41, indicating that the TSSs and the bulk
behave as one 2D channel in which magnetotransport properties are influenced by large spin-orbit coupling.

DOI: 10.1103/PhysRevMaterials.5.014203

I. INTRODUCTION

Three-dimensional (3D) topological insulators (TIs) have
topological surface states (TSSs) with their spin locked to the
orbital momentum due to large spin-orbit coupling (SOC),
offering high charge to spin conversion efficiency [1,2] via the
Edelstein effect [3]. Therefore, among other applications, they
could be ideal candidates to replace heavy metals (Pt, Ta, etc.)
in spin-orbit torque (SOT) magnetic devices [2]. Archetypical
3D TIs such as the layered Bi2Se3 and Bi2Te3 show promise
[2] but their use for practical applications is hampered by the
parasitic contribution from the bulk conduction band (BCB).
Mixing with other compounds is a means to tailor the surface
topological properties in favor of the TSS contribution in the
electronic transport. It has been shown, for example [4], that
doping Bi2Te3 with 0.9% Sn brings the Fermi level inside
the bulk energy gap, therefore crossing only the TSSs and
thus avoiding BCB contribution. The TSSs and bulk elec-
tronic band structure in compounds containing more Sn at
stoichiometric compositions such as the Bi-rich SnBi2Te4,
SnBi4Te7, etc., or in alloys with Sn-rich compositions [5] have
not been experimentally investigated in detail. Notably, the
parent SnTe is also a topological crystalline insulator (TCI)
[6], which creates the prospect that TSSs can be obtained over
the entire range of Sn composition x (0–1). From previous
works on similar compounds PbBi2Te4, PbBi4Te7, GeBi4Te7,
and MnBi2Te4 [7–11], it is expected that the Sn-Bi-Te mixed
compound will take the form of a natural van der Waals
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heterostructure of the general form (SnBi2Te4)n (Bi2Te3)m

where n layers of SnBi2Te4 alternate with m layers of Bi2Te3.
The first member of the series, SnBi2Te4 (n = 1, m = 0)
forms a septuplet Te-Bi-Te-Sn-Te-Bi-Te where SnTe takes
the middle position at the septuplet layer when it mixes with
Bi2Te3, while the second member of the series, SnBi4Te7 (n =
1, m = 1) forms a natural van der Waals superlattice where
one SnBi2Te4 septuplet alternates with one Bi2Te3 quintuplet.
Higher-order members of the series [e.g., SnBi6Te10 (n = 1,
m = 2)] form natural van der Waals superlattices where one
SnBi4Te7 septuplet alternates with two or more Bi2Te3 quintu-
plets [5]. Theoretical investigations of the different members
of the series have been presented showing that they are all
TIs with the Fermi level lying in the gap [5,12]. The first
member of the series, SnBi2Te4, has already been grown
in bulk form (nanoplates) [13] and a weak antilocalization
(WAL) effect has been observed in magnetotransport mea-
surements, attributed to TSSs possibly intermixed with bulk
contributions. In addition, it has been shown [13] that the bulk
SnBi2Te4 deviates from ideal since a cation exchange occurs
and the middle row of the septuplet is occupied by both Sn
and Bi with Sn presence being dominant. No experimental
data are available regarding the electronic band structure and
the presence of TSSs in any member of the series. A direct
observation of the TSSs by ARPES and their correlation with
magnetotransport are required in order to confirm a substan-
tial contribution of TSSs to electronic conduction, necessary
for SOT devices and spintronics. Moreover, all work so far
has been performed on bulk materials grown in equilibrium
[13–16]. Epitaxial thin films grown by out-of-equilibrium
techniques such as molecular beam epitaxy (MBE) could add
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TABLE I. Samples grown by MBE for various thicknesses de-
termined by HRTEM and XRD, and their Bi/Sn ratios estimated by
in situ XPS.

Sample Thickness d (nm) Bi/Sn ratio

S1 ∼20 (HRTEM) –
S2 10.2 (XRD) 3.27
S3 ∼22 (HRTEM) 3.21
S4 16.2 (XRD) 2.03
S5 ∼22 (HRTEM) 1.98
S6 ∼10 (HRTEM) 0.57
S7 3.8 (XRD) 3.05
S8 5.9 (XRD) 1.80

flexibility in tailoring the natural van der Waals superlattice
structure and their topological properties and open the route
for scalable large area growth of composite TI/magnetic layer
devices.

In the present work, we report on the structure and the
electronic properties, especially those related to the TSSs,
of four different TI compounds and alloys, namely, Bi2Te3,
SnBi4Te7, SnBi2Te4, and Sn1–xBixTe grown by molecular
beam epitaxy on InAs(111)/Si(111) substrates. The layered
structure is studied by high-resolution scanning transmission
electron microscopy (STEM) revealing a layer stacking in the
form of natural van der Waals superlattice. Combining first-
principles calculations with in situ and synchrotron ARPES,
we confirm the presence of TSSs and correlate them with
magnetotransport measurements. By varying the Bi/Sn ratio
and monitored by ARPES, we are able to tune the position
of the Fermi level with respect to the TSSs and the BCB
allowing the identification of Sn composition at which the
TSS contribution maximizes relative to BCB.

II. RESULTS

A. Epitaxial growth and natural van der Waals superlattice

Eight samples were grown (see Sec. IV) on InAs(111)
substrates with different Bi/Sn ratios and four of them were
studied in detail (Table I). Their Bi/Sn ratio is determined by
x-ray photoelectron spectroscopy (XPS) using sensitivity fac-
tors from the literature confirming the nominal ratio estimated
from the evaporation rates (Fig. S1 in the Supplemental Mate-
rial (SM) [17]). Sn composition is controlled by the deposition
rates of Sn relative to Bi. Te is supplied under conditions
of overpressure such that the growth rate ratio Te/M ∼ 15
(M = Bi, Sn). Under these conditions, Te is incorporated in
the material to obtain the targeted stoichiometric compounds
while the excess Te with low sticking coefficient is desorbed.

Technologically important epitaxial InAs(111) on Si(111)
substrates are used in this work. The InAs substrates offer an
excellent template for the epitaxial growth of chalcogenides.
The chalcogen atoms (Se, Te) are often used for the passiva-
tion of GaAs and related compounds, including InAs prior to
MBE growth because they saturate dangling bonds without
reacting with the substrate. Therefore, chalcogenides such as
ZrTe2 and MoTe2 [18,19] 2D materials form clean and sharp
interfaces with excellent epitaxial order [18]. In addition,

FIG. 1. RHEED patterns of InAs(111) substrate and Sn-Bi-Te
films along the InAs [1 1̄ 0] and [11 2̄] azimuths.

there is a nearly lattice matching condition between the InAs
and Bi2Te3 (Fig. 1) that makes this substrate suitable for the
epitaxial growth of Bi2Te3 and Sn-containing compounds. In
order to ensure that neither In or As is segregated from the
substrate into the epitaxial films during the growth, In 3 d
and As 2 p peaks were studied in detail using XPS for bare
InAs(111) and samples S3 and S8 (Fig. S2 in the SM [17]).
The thickness of the InAs used in this work is 35 nm.

Substrates are treated (see Sec. IV) so that a clean
InAs(111) surface is obtained prior to growth, as indicated
by the ×2 reconstruction pattern of the reflection high-energy
electron-diffraction (RHEED) in Fig. 1. RHEED also indi-
cates a good in-plane alignment between the layers and the
substrate along crystallographic dimensions of high symme-
try. The good matching of the streak positions indicates that all
compounds have very similar lattice constants. The latter have
the tendency to increase as the Sn composition is increased.
In addition, RHEED indicates a nearly lattice matching con-
dition between the layers and the substrate. Using the in-plane
lattice constant a = 4.284 Å of InAs as reference, the respec-
tive of Bi2Te3, SnBi2Te4, SnBi4Te7, and Sn0.64Bi0.36Te are
estimated to be 4.343, 4.392, 4.403, and 4.475 Å.

The microstructure is investigated by cross-sectional
high-resolution scanning transmission electron microscopy
(STEM). The data for SnBi2Te4 and SnBi4Te7 are pre-
sented in Figs. 2 and 3, respectively. Images of Bi2Te3 and
Sn0.64Bi0.36Te are shown in Figs. S3 and Fig. S4 of the SM
[17]. SnBi2Te4 [Fig. 2(a)] shows a layered structure with
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FIG. 2. (a) High-resolution cross-section STEM image of lay-
ered SnBi2Te4 (sample S5). (b) Detail of one septuplet layer showing
a seven-row arrangement of the form Te-MII-Te-MI-Te-MII-Te. The
metal positions MI and MII are preferentially occupied by Sn and Bi,
respectively.

small van der Waals gap (sample S5). Each layer [Fig. 2(b)] is
a septuplet (SL) consisting of seven atom rows, four occupied
by Te atoms and the rest by the metal atoms Bi and Sn. The
septuplet structure is in distinct difference with the quintuplet
(QL) structure of the parent Bi2Te3 (Fig. S3 in the SM [17]).
The septuplet structure is also confirmed by x-ray diffraction
(Fig. S5 in the SM [17]) where a pure phase of the seven-

FIG. 3. (a) High-resolution cross-section image of SnBi4Te7

(sample S3). (b) HR STEM shows alternating QL and SL layers in
the form of a natural van der Waals (vdW) superlattice where each
layer is separated by a vdW gap. (c) High-angle annular dark field
(HAADF) image and (d) the intensity line profile along a yellow
arrow in (c) showing a possible atom exchange between Sn and Bi in
the middle row of the SL.

layer structure is confirmed over the entire film area without
contributions from other phases (e.g., quintuplet Bi2Te3-like
phase). The septuplet arrangement indicates a tendency to
form an ordered alloy where Sn ideally occupies the middle
row. It should be noted that the substrate surface roughness
influences the film microstructure as can be seen in Fig. S3
[17]. Therefore, the quintuplets are slightly distorted appear-
ing as being nonparallel to each other.

However, deviation from this ideal configuration occurs as
discussed below in Fig. 3 where the Bi-rich SnBi4Te7 is de-
picted. To accommodate the surplus of Bi, SnBi4Te7 adopts a
natural wan der Waals superlattice structure where septuplets
of SnBi2Te4 alternate with quintuplets of Bi2Te3 [Figs. 3(a)
and 3(b)] (sample S3). The order has a very frequent occur-
rence although it is not sustained throughout the entire film
thickness. For example, near the top right part of the film im-
aged in Fig. 3, the top three layers have an SL/SL/SL stacking
followed by QL/SL/SL configuration; then the film shows the
tendency to form almost ideally alternating SL/QL structure in
the bottom part near the interface. An analysis of the intensity
of the high-angle annular dark field image [Fig. 3(c)] reveals
that the SnBi2Te4 septuplet layer deviates from the model
structure according to which Sn occupies preferably the mid-
dle row, designated MI, while Bi occupies the rows labeled
MII [Fig. 3(d)]. In the model configuration, the intensity
of the middle row would be expected to be low, even lower
than the intensity of the Te rows. On the contrary, the intensity
of the middle row is high, suggesting that there is a significant
exchange between Bi and Sn so the metal positions MI and
MII are occupied by both Sn and Bi atoms [Fig. 3(b)]. It
should be noted that an exchange between Bi and Sn occurs
also in the bulk-grown SnBi2Te4 nanoplates [13].

When Sn content increases beyond the SnBi2Te4 com-
position (sample S6, Table I), the Sn-rich alloy adopts a
three-dimensional cubic crystal structure (Fig. S4 in the SM
[17]) rather than a layered one, very similar to the parent SnTe
compound [20–22].

B. First-principles calculations

Ab initio calculations are focused on SnBi4Te7 and
SnBi2Te4, since the parent Bi2Te3 and SnTe TIs are well
studied materials [20–23]. The topological nature of SnBi4Te7

and SnBi2Te4 is determined by calculating the Z2 topological
invariants (see Sec. IV) in the kz = 0 and kz = π planes. For
the kz = 0 plane, Z2 = 1, while for the kz = π plane, Z2 = 0.
Therefore, a band order inversion occurs, resulting in a non-
trivial band gap and the appearance of surface states. The band
inversion between �̄9 and �̄8 is further confirmed by using
related software available from the Bilbao Crystallographic
server [24,25] in order to calculate the irreducible representa-
tions, where the materials are classified as strong TIs, meaning
that the TSSs, for both materials, are time-reversal symmetry
protected. No band inversion is predicted in M and L time-
reversal invariant momentum points.

The electronic band structure of SnBi4Te7 (trigonal space
group P3̄m1) calculated by DFT along the K�L and HAL
directions [Fig. 4(a)] of the Brillouin zone (BZ) [Fig. 4(b)]
shows a global band gap of ∼0.1 eV. The projected BZ cal-
culation [Fig. 4(c)] reveals two different TSSs depending on
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FIG. 4. (a) The calculated band structure of bulk SnBi4Te7 along the K�L and HAL directions showing the band inversion (green and
orange lines). (b) The first BZ, (c) the projected Brillouin zone along the K̄�̄M̄ direction of the two different terminations, and (d) the band
structures of the non-inversion-symmetric two and four layers. The green and red symbols correspond to the atomic orbitals of the top and
bottom surfaces, respectively. It should be noted that no overlap between the CB and VB is predicted and the calculated Fermi level does not
cross either the conduction or the valence band.

whether the surface is SL or QL terminated. While the bulk
material is centrosymmetric, thin films with an even number
of layers (e.g., SL/QL, SL/QL/SL/QL, etc.) lack inversion
symmetry and their bands near the Fermi level are split re-
flecting the two different TSSs at the top and bottom surface
[Fig. 4(d)]. This is potentially interesting since it results in
(near) energy degeneracies at the Fermi level which could
have a large contribution to the spin Hall conductivity of this
material. However, it should be noted that for any real system,
the film-substrate interaction already splits the Dirac cones
of the top and bottom surfaces due to inversion-symmetry
breaking.

Like its parent compound Bi2Te3, SnBi2Te4 crystallizes in
a rhombohedral structure with space group R3̄m. The calcu-
lated band structures of bulk SnBi2Te4 along the K�L and
KZX directions of the BZ [Fig. 5(a)] are illustrated in Fig. 5(b)
and a band gap of 0.1–0.2 eV is observed. By calculating
the projection of the BZ along the K̄�̄M̄ direction [Fig. 5(c)]
a small overlap between valence and conduction bands ap-
pears, which vanishes in smaller thicknesses as indicated in
Fig. 5(d).

C. Topological surface states imaging by ARPES

The electronic band structure is systematically investigated
as a function of Sn composition at room temperature using

in situ ARPES with He I excitation at 21.22 eV and at 15 K
using synchrotron ARPES with variable photon energy.

It is generally observed [Figs. 6 and 7] that two different
states coexist at the Fermi surface near the center of the BZ.
One of these states with a triangular shape reflects the trigonal
symmetry of the bulk material; therefore it is attributed to
the BCB. The BCB is clearly distinguished from the other
state with a hexagonal symmetry which is attributed to a
surface band. The surface nature of the latter band is further
confirmed by ARPES since it remains invariant to the photon
excitation energy. This can be seen in Fig. 6(c) where the
kz-ky (parallel to the �Z and �K planes) Fermi surface map
at EF [Fig. 6(c)] is obtained by scanning the photon energy
from 19 to 80 eV with horizontal polarization for an inner
potential V0 = 8.5 eV (see details in Sec. IV), while recording
the photoelectron intensity for all momenta ky along �̄K̄. The
map shows two nearly parallel lines independent of the photon
energy, confirming that the hexagonal feature is a surface
state. The horizontal intensities located around kz ∼ 2.5 Å−1

are attributed to resonances of Bi 5 d and Sn 4 d core levels
and around kz ∼ 3.0 Å−1 to resonances of Te 4 d core lev-
els. Also, no bulk band dispersion is observed in the kz − ky

Fermi surface map, because as observed in the contour plot
[Fig. 6(b)], the contribution of bulk states is more pronounced
in the corners of the hexagonal feature along the �M direction,
while the contribution at the center of the BZ and along the
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FIG. 5. (a) The BZ of SnBi2Te4. (b) The calculated band structure of bulk SnBi2Te4 along the K�L and KZX directions and showing the
band inversion (green and orange lines). (c) The projection of the Brillouin zone along the K̄�̄M̄ direction and (d) the band structure of two,
four, seven, and 14 SLs.

�K direction is negligible. The dispersion of the bulk states is
seen more clearly at the Fermi surface plots at different photon
energies (Fig. S6 in the SM [17]) where the bulk conduction
bands change shape and intensity depending on the photon
energy.

A direct comparison with the DFT calculations [Figs. 4(c)
and 5(c)], reveals that the hexagonally shaped surface band
inside the bulk band gap is in fact a topological surface state.

In the case of SnBi4Te7, the Fermi level does not cross the
valence band in agreement with the DFT predictions. How-
ever, in the case of SnBi2Te4, the DFT prediction that the
valence band maxima [Fig. 5(c)] disperse above the Fermi
level is not confirmed by ARPES for all sample thickness
investigated from 11 SLs down to two SLs. The discrepancy
between theory and experiment is attributed to the well-known
band gap underestimation in the local density approximation

FIG. 6. (a) ARPES spectra of SnBi4Te7 for photon energy Ephoton = 20 eV along �̄M̄ and (b) the Fermi surface of the same sample. (c) The
photon energy dependent kz − ky Fermi surface map at EF (ky parallel to �̄K̄). The traces of the topological surface states (TSS) are recorded
at the ky values at which the dashed red line in (b) cuts the trace of the surface state. BCB denotes the bulk conduction band states.
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FIG. 7. (a)–(d) ARPES measurements of band dispersions and their kx-ky Fermi surface maps for four samples with different Sn
compositions recorded along K̄�̄K̄ . The shifts of the conduction band minimum are indicated with horizontal blue dotted lines. TSS and
BCB in (b) denote the topological surface states and bulk conduction band, respectively.

(LDA) and generalized-gradient approximation with Perdew-
Burke-Ernzerhof (GGA PBE) functionals [26]. It should be
noted that it is not possible to distinguish the termination of
the top surface of SnBi4Te7 with ARPES, since the surface
of the material is not perfectly flat. Some areas on the sample
are terminated with Bi2Te3 and some other neighboring areas
are terminated with SnBi2Te4. Even in the ideal case of a flat
surface, it would have been very difficult to directly compare
with DFT since the difference between the two terminations
predicted by DFT [Fig. 4(d)] is very small and the ARPES
resolution is inadequate to distinguish between the two termi-
nations.

The shape and intensity of TSS and BCB energy disper-
sions do not depend on the thickness (Fig. S7 in the SM [17]),
but rather appear to be in correlation with the Sn composition
in Bi-rich compounds. More specifically, the BCB is less
pronounced, essentially less intense, in SnBi2Te4 compared to
SnBi4Te7 and Bi2Te3 (Fig. 7). The conduction band minimum
(CBM) shifts to higher energy as Sn composition increases,
barely crossing the Fermi level for the SnBi2Te4 compound
with the highest Sn composition. The same behavior is ob-
served in the Fermi surface plots of Fig. 7 where the intensity
of the trigonal-shaped BCB decreases as Sn composition in-
creases and becomes barely visible in the SnBi2Te4 compound
where the TSSs becomes the dominant contribution at the
Fermi surface. Using Luttinger’s theorem [27–29], the 2D
electron density of the TSSs is estimated from ARPES mea-
surements at the Fermi surface as n2D = AF/(4π2), where AF

is the area in the momentum space of the closed orbit at the

Fermi level approximated by the hexagon (Figs. 6 and 7).
The electron densities are found to be n2D = 1.37(±0.2) ×
1013 cm−2 for SnBi2Te4 and n2D = 1.40(±0.25) × 1013 cm−2

for SnBi4Te7. To obtain these values we considered a nonde-
generate (spin-polarized) TSS band at the top surface which
is the only band contributing to ARPES.

By further increasing Sn in the Sn0.64Bi0.36Te alloy, the
TSS with the hexagonal symmetry disappears and the ARPES
spectral weight is dominated by the trigonally shaped valence
band states as expected, since the sample adopts a cubic 3D
SnTe-like structure where a valence band maximum appears
at �̄ [23]. In short, SnBi2Te4 presents a pronounced TSS
with the least interference from BCB states at the Fermi
energy. Therefore, SnBi2Te4 compound shows the strongest
influence from TSSs and it is worth investigating its magne-
totransport properties with the aim to correlate the observed
TSSs with transport properties (see next section). This claim
is further supported by imaging the energy and momentum
distribution curves at the Fermi level and around the � point,
respectively, for samples S1, S2, S4, and S6 (Fig. S8 in the
SM [17]).

The evolution of crystal and band structure with composi-
tion (Bi/Sn ratio) is demonstrated in Fig. 8. This summarizes
our study, showing that by varying the Bi/Sn ratio, we are
able to move from one end compound to another, by growing
in between a natural van der Waals superlattice where one
SnBi2Te4 septuplet alternates with one Bi2Te3 quintuplet, and
also tuning the position of the Fermi level with respect to the
TSSs and the BCB.
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FIG. 8. Schematic illustration showing the evolution of crystal and band structure as a function of Bi/Sn ratio.

D. Topological surface states’ contribution in magnetotransport

After the ARPES study, the sample was protected with
3 nm Al deposited by MBE in situ. The Al was then nat-
urally oxidized in air. The sample was then patterned in a
Hall bar for the magnetoresistance study. Magnetoresistance
measurements at low temperature (6 K) for SnBi2Te4 are
presented in Fig. 9. The raw data in Fig. S9 of the SM [17]
indicate that the main contribution in Hall resistance comes
from the antisymmetric part which is further analyzed here.
The antisymmetric part of Hall resistance in Fig. 9(a) is non-
linear, indicating that at least two types of carriers contribute.
The fitting reveals that the two types of carriers are both
electrons, one with a large density attributed to the BCB
nBCB = –4.69(±0.1) × 1014 cm−2 and low mobility μBCB =
43.2(±2) cm2 V−1 s−1, and the other with a lower density
nTSS = –6.9(±0.03) × 1012 cm–2 and higher mobility μTSS =
1260(±2) cm2 V−1 s−1. The latter density nTSS agrees within
a factor of 2 with the TSS density n2D = 1.37 × 1013 cm−2

estimated from ARPES (see previous section). Because the
surface changed from ARPES to transport measurement (Al
capping), this discrepancy can be ascribed to band bending
[30]. In order to calculate the carrier density from Hall re-
sistance, we assumed TSSs with in-plane helical spin-orbit
coupling, ignoring possible out-of-plane spin components.
Therefore, the contribution to the Hall resistance of the low
electron density is attributed to the 2D TSS. The higher elec-
tron density is considered to be a contribution from BCB,
which is also present in the ARPES measurements at the
Fermi level. The appearance of only two distinct carrier con-
tributions in the Hall data attributed to TSS and BCB imply
that a possible unoxidized Al cap may not have an effect
on magnetotransport; otherwise an additional (third) type of
carrier would have been observed, which is not the case here.

Figure 9(b) shows the magnetoresistance of SnBi2Te4

for out-of-plane (B ⊥ I , blue curve) and in-plane (B ‖ I , red
curve) magnetic field B. A magnetoresistance dip in the low

FIG. 9. Magnetotransport measurements of SnBi2Te4 at 6 K. (a) Hall resistance (Rxy ) displaying characteristic bent shape (nonlinear)
due to multiband conduction. (b) Longitudinal resistance (Rxx ) as a function of the in-plane and out-of-plane field revealing the WAL effect.
(c) Magnetoconductance �G normalized by e2/(πh) as a function of the magnetic field, where blue and red lines correspond to fitting curves.
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magnetic fields (|B| < 0.25 T) appears in both orientations: It
is attributed to the weak antilocalization (WAL) effect [31] as
a result of the large SOC in topological insulators [Fig. 9(b)].
While the appearance of a dip in B ⊥ I is associated with a
2D TSS, the emergence of a similar magnetoresistance dip
in parallel magnetic fields is an indication that a WAL effect
originating from the bulk SnBi2Te4 contributes to the conduc-
tance in addition to TSSs [31–33].

Figure 9(c) shows the magnetoconductance �G as a func-
tion of the magnetic field, which, in a rough approximation, is
derived from the measured magnetoresistance using [34]

�G = 1

R(θ, B)
− 1

R(θ, 0)
. (1)

The experimental curves are fitted using Eqs. (2) and (3)
for out-of-plane and in-plane B field, respectively,

�G⊥(B) ≈ α⊥
−e2

πh

[
ψ

(
1

2
+ B�

B

)
− ln

(B�

B

)]
, (2)

�G||(B) ≈ α||
−e2

πh
ln

(
1 + β

ed2

4h̄B�

B2

)
, (3)

where B� = h̄/(4el2
�), l� is the phase coherence length, and

ψ is the digamma function. We find α⊥ and l� by fitting the
magnetoconductance to the Hikami-Larkin-Nagaoka (HLN)
formula [Eq. (2)] [35,36] for the perpendicular magnetic field
and then α|| and β(0 < β < 1) by fitting the magnetoconduc-
tance for the parallel magnetic field to Eq. (3) [36–38] with
l� ∼ 52 nm being determined from Eq. (2). This is only an
approximation, since in general, l� for in-plane longitudinal
transport is expected to be different compared to the one
for transverse transport across the film thickness due to film
anisotropy. From Eqs. (2) and (3) the values of prefactors
α⊥ and α‖, −0.42 and −0.39, are obtained, respectively.
Our results agree well with the data reported for bulk-grown
SnBi2Te4 nanoplates [13].

More specifically, in Ref. [12] the MR dip is also present in
both orientations of the B field and the fitting yields α = –0.4,
and l� = 108.4 nm. In the present work, the perpendicular and
in-plane field measurements yield similar values of α which
are very close to −0.5, indicating that the system behaves as
a single transport channel system [39] where the two surfaces
are connected through the bulk. A value of β = 0.24 is de-
termined from Eq. (3), a parameter which is related to the
surface state penetration depth revealing thus the correlation
strength between the upper and the lower TSSs. The higher
this correlation, the closer the parameter β approaches the
value 1 [39].

Zeeman and electron-electron interaction effects were ig-
nored in the analysis of perpendicular magnetoresistance data
since they are suppressed in perpendicular magnetic fields
[34]. On the other hand, these effects are considered to intro-
duce parabolic dependence of parallel magnetoconductance
for low magnetic field strength [34,40,41], which, however,
is not observed in our films. This led to the conclusion
that the influence of these effects is rather small. More-
over, electron-electron interactions are expected [41] in films
<6 nm, considerably thinner than the ones used in this work
(∼22 nm).

III. METHODS

A. Film growth and surface preparation

The InAs(111)/Si(111) substrates were chemically cleaned
in a 5 N HF solution in isopropyl alcohol for 5 min to etch
the surface oxide and subsequently rinsed in isopropyl alco-
hol for 30 s in order to avoid reoxidation of the substrate.
An annealing step at 400 °C in UHV follows to get a clean
and flat InAs(111) (In-terminated) surface as evidenced by
RHEED. Where appropriate, mild Ar+ sputtering was used
(E ≈ 1.5 keV, p ≈ 2 × 10−5 mbar, t ≈ 30 s) prior to the an-
nealing step to obtain a clean surface as evidenced by a 2 ×
2 reconstruction in RHEED pattern attributed to In surface
vacancies [42]. The films are grown under Te-rich conditions
in an UHV MBE (DCA Instruments) vertical chamber. The
base pressure of the system is ∼5 × 10−10 mbar. Bi and Te
(99.999%) are evaporated from a Knudsen cell and Sn from
an e-beam evaporator.

B. STEM characterization

STEM measurements have been performed using Cs-
corrected Themis (Thermo Fisher) at 200 keV. HAADF-
STEM images were acquired using a convergence semiangle
of 20 mrad and collecting scattering >55 mrad. STEM spec-
imens were prepared by the focused ion beam (FIB) lift-out
technique using a Cross-Beam 750 (ZEISS) at 30 kV followed
by a cleaning at 5 kV.

Other samples were also observed in an aberration-
corrected FEI TITAN 200 Themis microscope operating at
200 keV in the STEM mode with a probe current of 70 pA
and a probe size of 0.09 nm at the full width at half maximum.
The convergence half angle of the probe was 17.6 mrad and
the detection inner and outer half angles for HAADF STEM
were 69 and 200 mrad, respectively. All micrographs were
2048 × 2048 pixels. The dwell time was 8 μs and the total
acquisition time was 41 s. Lamellae for STEM observation
were prepared from the sample using focused ion beam (FIB)
ion milling and thinning. Prior to FIB ion milling, the sample
surface was coated with a carbon film to protect the surface
from the platinum mask deposited used for the ion milling
process. Ion milling and thinning were carried out in a FEI
SCIOS dual-beam FIB SEM. Initial etching was performed
at 30 keV, and final polishing was performed at 5 keV. The
lamellae were prepared following the 〈110〉 zone axis of the
silicon substrate.

C. X-ray diffraction (XRD)

X-ray diffraction was performed with a laboratory diffrac-
tometer (Bruker D8) with a Cu Kα source.

D. Magnetotransport

Samples are lithographed in Hall bars, 50 width by
150 lengthμm2, allowing precise control of the current uni-
formity and direction. We used a dc current source and
nanovoltmeters to measure simultaneously the transverse and
longitudinal resistance. The magnetic field is provided by a
superconducting coil and the sample is mounted on a go-
niometer in order to vary the field direction relative to the
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current one. To insure proper electrical contacts, contacts were
prepared using lift-off of Ti(20 nm)/Au(150 nm) Au deposited
using evaporation.

E. ARPES measurements

Specially prepared samples with 20-nm-thick Te cap-
ping were measured at the SOLEIL-Synchrotron facility
“CASSIOPEE,” after capping removal, with horizontally po-
larized light and variable photon energy from 19 to 80 eV
in order to follow the electronic band dispersion along the
kz axis. The measurements were carried out at T = 15 K and
the energy resolution was 15 meV with a polar angle step of
0.2 °. The value of the inner potential V0 is usually determined
based on some periodicity in the kz scan. Here, since we are
dealing with a surface state, there is no obvious periodicity
in the scan. Therefore, we employed a different methodology
[43] to estimate V0 from V0 = |E0| + � where E0 corresponds
to the energy of the bottom of the valence band referenced
to the Fermi level and �, the material work function. By
combining our ARPES and our DFT calculations we estimate
E0 = 3.5 eV at k|| = 0 Å−1 and from ultraviolet photoelectron
spectroscopy (UPS) we estimate � = 5 eV, so V0 = 8.5 eV.
Then, kz as a function of photon energy hν for perpendic-
ular emission (i.e., k|| = 0 Å−1) is obtained as in Ref. [43]

from kz =
√

2m
h̄2 (Ek + V0), where m is the effective mass of

electrons inside the solid and Ek is the kinetic energy of the
emitted electrons, which satisfies Ek = hν−� − EB, where
EB is the electron binding energy. Results of synchrotron
radiation ARPES data are presented in Figs. 6 and 7 of the
main text.

The in situ ARPES measurements were carried out at room
temperature with a 100 mm hemispherical electron analyzer
equipped with a 2D charge-coupled device (CCD) detector
(SPECS) without breaking the vacuum. The He I (21.22 eV)
resonant line is used to excite photoelectrons. The energy
resolution of the system is better than 40 meV with a polar
angle step of 1 °.

F. First-principles calculations

The first-principles calculations were performed using the
Vienna Ab Initio Simulation Package [44,45] and projector-
augmented waves [46]. The generalized-gradient approxima-
tion with Perdew-Burke-Ernzerhof [47] parametrization was
used as the exchange correlation functional. The kinetic en-
ergy cutoff was set at 500 eV, using the Monkhorst-Pack
scheme [48] employing a 9 × 9 × 9k-point mesh. The atomic
positions were fully optimized by conjugate gradient, using
a force threshold of 10−3 eV Å−1. The maximally localized
Wannier functions are fitted based on the s and p orbitals of
Sn, Bi, and Te atoms using the WANNIER90 code [49] and the
Z2 and the projected Brillouin zone calculations were carried
out by the WANNIERTOOLS software [50]. Spin-orbit coupling
was included in band structure calculations.

IV. DISCUSSION AND CONCLUSIONS

In this work, it is confirmed by TEM and XRD that MBE-
grown SnBi2Te4 thin films form septuplet layers separated

from each other by a van der Waals gap. Further analysis of
the TEM images reveals that Sn occupies predominately the
middle row although significant exchange with Bi occurs sim-
ilar to those also observed in bulk-grown SnBi2Te4 nanoplates
[13]. On the other hand, the Bi-rich SnBi4Te7 compound is
ordered in the form of natural van der Waals superlattices
where SnBi2Te4 septuplets alternate with Bi2Te3 quintuplets.
The ARPES measurements reveal the existence of TSSs in
SnBi2Te4 and SnBi4Te7 which slightly overlap with BCB
states at the Fermi level. The electronic band structure near the
Fermi level shows little or no correlation with the thickness.
On the other hand, films with higher Sn content corresponding
to the SnBi2Te4 compound present the minimum overlap with
the BCB states at the Fermi energy so they could be consid-
ered as more suitable for applications which are based on the
TSS electronic transport properties.

Further evidence of the TSSs in the SnBi2Te4 compound
has been obtained from magnetotransport measurements. A
nonlinear Hall resistance [Fig. 9(a)] indicates the presence
of two types of carriers (electronlike). One of them with the
highest mobility of 1260 cm2 V−1 s−1 has a concentration of
6.9 × 1012 cm–2 which is only a factor of ∼2 smaller than the
value of 1.37 × 1013 cm−2 estimated from ARPES for the 2D
TSS, attributed to the different band bending [30] caused by
the Al capping which is added after ARPES for the transport
measurements. Based on the aforementioned, it is concluded
that the 2D TSS probed by ARPES correlates well with the
high-mobility carriers revealed from Hall measurements.

Additional information is obtained from longitudinal mag-
netoresistance. A resistance dip near zero magnetic field
B(<0.25 T) appearing in both B ⊥ I and B ‖ I configurations
is attributed to a weak antilocalization (WAL) effect originat-
ing from the strong spin-orbit coupling in this material. In
general, the appearance of a dip in the B ‖ I measurement is
considered to be an indication [29,31,32] of a bulk contribu-
tion in addition to the contribution from the TSSs.

Conclusions about the different contributions can be ex-
tracted from the values of the measured α and β prefactors. A
value of α ∼ –0.5 indicates contribution from one 2D chan-
nel only, while α = –1 signifies the additive contribution of
two independent 2D channels [29,40]. Although typically in
the literature analysis is mainly based on the parameter α,
the value of β gives important information too. The latter
parameter measures the extent of TSS penetration inside the
film [39]. Then, a large value of β ∼ 1 indicates that there is
a strong coupling between the top and bottom TSSs leading
to a single 2D TSS channel transport. In our films though,
the measured β = 0.24 is rather small indicating that the two
TSSs contribute independently to magnetotransport, in which
case, we would expect α ∼ –1. However, the measured value
of a is ∼–0.42, close to −0.5 which is typically valid for
one 2D channel contribution. It is therefore concluded that the
whole film with d < l� consisting of two interfaces and one
bulk contribution behaves as one 2D channel with α = –0.42
as also argued previously for Bi2Se3 [39].

The behavior in our SnBi2Te4 films is similar to that
obtained in thick (∼50 nm) Bi2Te3 films [31,32]. Notably,
for thinner Bi2Te3 films (∼5 nm) a sole contribution from
2D TSS, acting as one channel, has been reported [31,51],
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suggesting that thinning SnBi2Te4 down to a few nanometers
could be a viable route to isolate a pure 2D TSS transport.

It should be mentioned that in several materials, a transition
from a WAL to a weak localization (WL) regime occurs lead-
ing to negative magnetoresistance at higher magnetic fields,
due to enhanced disorder and lack of topological protection
[52,53]. With rare exceptions [31,32,51], in TIs, including
our SnBi2Te4 in the present work, such transition is absent,
and the behavior is characterized by a zero-field dip followed
by a parabolic behavior to higher fields. This is considered
as evidence that there is sufficient topological protection of
TSSs in our films that prevents the crossover from WAL to
WL regimes.
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