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High entropy alloys (HEAs) or complex concentrated alloys (CCAs) are a relatively new class of alloys that were developed based on the idea of mixing multiple elements in equiatomic or near equiatomic proportions [1,2]. Multiple reports on these alloys show their potential to replace some of the alloys currently being used for structural applications [3][4][5][6]. However, much more research is needed to realize their full potential. The ability to control the microstructure and the resulting mechanical properties plays a major role in designing the appropriate HEA/CCA compositions.

Understanding the phase transformation pathways in these alloys thus becomes crucial in guiding the microstructural design.

Although AlxCoCrFeNi system has been investigated extensively [7][8][9][10], it is an important candidate system for studying the transformation pathways. The AlxCoCrFeNi system also exhibits a eutectic reaction at 14 at.% Al and ~1340 o C where liquid decomposes into FCC and B2 phases [11]. The compositions ~10 to 14 at.% Al lies in the hypoeutectic regime and ~14 to ~18 at.% Al lies in the hypereutectic regime. In the hypereutectic compositions, Al0.7CoCrFeNi (~15 at.% Al) was probably the most studied alloy system [12][13][14][15][16][17][18][19][20]. The microstructure in the as cast condition of this alloy consists of alternating FCC and BCC based lamellae. Based on this morphology, its microstructure was claimed to be the result of a eutectic reaction from liquid to FCC+BCC/B2 [15,19,20]. However, a recent study on this microstructure using detailed EBSD analysis revealed that this microstructure is not a result of eutectic reaction but a result of solid state decomposition of parent BCC grains into FCC and BCC [21]. This solid state decomposition leading to a Widmanstatten pattern of FCC lamellae in BCC matrix was accepted by other research groups [22]. Further, this alloy has stable intermetallic phases at lower temperatures which provides an opportunity to investigate the transformation pathways involved in forming the intermetallics in FCC and BCC based phases. Such intermetallic precipitation was also shown to improve the strength of this alloy [20].

In the current study, the microstructure of Al0.7CoCrFeNi was investigated in detail using advanced characterization techniques. The results from this study are in agreement with the recent studies on this alloy supporting solid-state decomposition of BCC based grains into FCC and BCC based phases, as opposed to eutectic solidification. However, the current study rationalizes the formation of such microstructure using solution thermodynamic modeling and schematic free energy vs composition curves. Additionally, the microstructural evolution in this alloy upon isothermal annealing at 580 o C was investigated. Further, the experimental information coupled with thermodynamic modeling has been used to explain the interesting phase transformation pathways observed in this alloy.

Alloy with a nominal chemical composition Al0.7CoCrFeNi (15Al-21.3Co-21.3Cr-21.3Fe-21.3Ni in at.%) was prepared in conventional vacuum arc melter. The cast ingot was hot rolled to 30% reduction in thickness at 1100°C. The hot rolled alloy was subjected to a stress relief annealing treatment at 1100 o C for 5 min and thereafter isothermally annealed for the duration of 24, and 400 hrs at 580°C. The nomenclature used for the different conditions is HRAX (X = 0, 24, 400). Here, HRA0 corresponds to the high temperature annealed condition (1100 o C for 5 min). All specimens were encapsulated in quartz tubes backfilled with argon for heat treatments at 1100 o C and 580°C and water quenched.

Microstructural characterization was done using scanning electron microscopy or SEM (FEI Nova-NanoSEM 230™), fixed with energy dispersive spectroscopy (EDS), and electron backscattered diffraction (EBSD) detectors. EBSD data was analyzed in TSL OIM™ software. The transmission electron microscope or TEM (FEI Tecnai G2 TF20™ operating at 200 kV and JEOL JEM-3000F HRTEM operating at 300 kV) was used to obtain crystallographic information from the phases present in the material. Atom probe tomography (APT) was performed using Cameca LEAP 5000XS 3D Atom Probe Microscope operating at a temperature of 30 K, pulse rate of 200 kHz, and a detection rate of 0.005-0.01 ion/pulse in laser mode with laser pulse energy of 50 nJ. The samples for TEM and APT were prepared using the site-specific lift-out technique on a FEI TM Nova 200 dual beam focused ion beam (FIB). Microhardness measurements were carried out in a Vickers microhardness tester using a load of 500 gf. CALPHAD calculations were performed using TCHEA4 database in ThermoCalc software.

The results from microstructural analysis of high temperature annealed or HRA0 condition are discussed in supplementary information. These results suggest that the colonies of FCC lamellae exhibiting different crystallographic orientations, form within large grains of a parent B2 matrix.

The ThermoCalc (using TCHEA4 database) isopleth calculated by varying Al content from 10 to 20 at.% in AlxCoCrFeNi is shown in Fig. 1(a). An enlarged view of different phase fields encountered in AlxCoCrFeNi system during solidification and the high temperature phase fields (>1200 o C) is shown in Fig. 1(b). The composition Al0.7CoCrFeNi, during solidification, passes through a Liquid (L)+B2 primary solidification phase field and a large FCC+B2 phase field below the solidus temperature. Therefore, in case of equilibrium solidification, the expected microstructure is pro-eutectic B2 and a eutectic product resulting from the remaining liquid transforming to FCC+B2.

However, under non-equilibrium solidification conditions, when the liquid is fast cooled, partitionless solidification (where the components do not partition between the liquid and the solid product) can take place. The molar Gibbs free energy diagrams in Figures 1(c) and (d) examine the conditions for a partitionless solidification in AlxCoCrFeNi. In Fig. 1(c), we have sketched molar Gibbs energy curves of Liquid, B2 and FCC phases below the solidus, and the commontangent construction represents the stable mixture of B2 + fcc for the Al0.7CoCrFeNi alloy which composition lies between the two tangent points. At a given temperature, the limit for the partitionless solidification Liquid  B2 is given by the point of intersection of the two molar Gibbs curves 𝐺 𝑚 𝐿𝑖𝑞𝑢𝑖𝑑 and 𝐺 𝑚 𝐵2 , at a composition where the phases Liquid and B2 have the same Gibbs energy value. For Al concentration above this limit, there is a positive driving force for the partitionless solidification Liquid  B2, as illustrated by the vertical arrow for the Al0.7CoCrFeNi.

Molar Gibbs energy differences calculated using the database TCHEA4 (Fig. 1(d)) validate the present analysis and demonstrate that the partitionless solidification of Al0.7CoCrFeNi can occur.

The as solidified single B2 phase can then decompose into other phases as dictated by thermodynamics and kinetics. In Al0.7CoCrFeNi, the equilibrium phases below the solidus temperature are FCC, and B2 (refer to Fig. 1 (a)) so the Gibbs free energy of the system can further be lowered, by transforming the polymorphic B2 phase into a mixture of FCC and B2 phases.

Since the nucleation barrier is high for the formation of FCC in BCC, the FCC phase preferentially nucleates at the grain boundaries as allotriomorphs, followed by growth of colonies of FCC lamellae into the B2 grains in a Widmanstatten fashion. Some aspects of this solid-state transformation have been previously discussed in the literature [23] and this microstructure closely resembles the colony-like microstructure observed in case of  Ti alloys [24]. (at%). Despite a certain amount of interdiffusion at 580°C, the coarseness of the lamellar microstructure (~ microns) results in each of these phases, FCC and B2, behaving as separate subsystems in this hierarchical microstructure. The phase fraction vs temperature plot in supplementary Fig. S4(a) for the FCC lamellae composition, computed using ThermoCalc, shows that the equilibrium phases at 580 0 C are two B2 phases and one BCC phase. Therefore, it appears that the experimentally observed FCC and L12 phases, in the HRA24 condition, are in metastable equilibrium. Supplementary table 1 lists the ThermoCalc predicted phase fractions for both the stable condition (two B2 phases and one BCC phase) and the metastable condition via suspending the equilibrium B2 and BCC, phases. The absence of the equilibrium B2 phase, can potentially be attributed to the high nucleation barrier associated with its formation within FCC matrix [25]. The composition of these metastable L12 precipitates was determined using APT. Additionally, it should be noted that the diffraction pattern from the FCC region, shown as an inset in Fig. 3(b), does not exhibit any {001} superlattice reflections associated with the L12 phase.

These lath-like precipitates do not belong either to the FCC or L12 phases, because these were not highlighted by the dark-field image recorded from the {002} reflection. A high magnification bright field image of one such lath-like precipitate is shown in Fig. 3(c). STEM-EDS mapping was carried out to examine the chemical partitioning between the FCC phase and the lath-like precipitates within the lamellae. The Cr K- map of an FCC lamella is shown in Fig. 3(d).

Interestingly, these lath-like precipitates exhibit a composite character consisting of Cr-rich and Cr-lean regions. The Cr-lean regions were found to be rich in Ni and Al. Micro diffraction patterns from the Cr-lean and Cr-rich regions are given in Figs. 3(e,f) respectively. While the diffraction pattern from Cr-lean region can be consistently indexed as B2, the Cr-rich phase was identified to be BCC, as indicated by the presence of {001} superlattice reflections in the former and absence in the latter case. A high-resolution TEM micrograph recorded from an interface between BCC and B2 phases, shown in Fig. 3(g), further substantiates the presence of adjacent regions of ordered B2 and disordered BCC phases within these lath-like precipitates, embedded within the FCC matrix. phase, determined by embedding a sphere of 10 nm within the phase, is listed in Table 1. shows the compositional partitioning of all elements among different phases. S1. Furthermore, it should be noted that even after 400hrs annealing at 580°C, the parent FCC matrix within the lamellae is retained, indicating that the microstructure has not achieved true equilibrium, though being closer to equilibrium as compared to the 580°C/24hrs condition. The transformation from the metastable L12 precipitates to the near equilibrium composite BCC+B2 lath-like precipitates within the FCC lamellae requires further detailed investigation. The heterogeneous nucleation of B2/BCC lath-like precipitates (HRA400)

may not be aided by the pre-existing low energy coherent FCC-L12 interfaces (HRA24). However, it is possible that there is a transition phase between the L12 and B2/BCC phases. While more detailed studies are warranted, the presence of novel L12-like phase, but with a superstructure, has been previously reported in case of the Al0.3CoCrFeNi HEA [25]. Interestingly, the laths formed were found to be a mixture of Ni-Al rich B2 and Cr-rich BCC. Since the equilibrium phases of FCC lamella composition at the annealing temperature are B2 and BCC (refer to supplementary Fig. S4), formation of these phases in FCC is expected. But the distribution and morphology of these phases in the HRA400 condition can be attributed to interfacial energy. The precipitation of individual B2 and BCC precipitates within the FCC matrix results in a large interfacial energy.

Instead, the formation of composite B2/BCC precipitates, with coherent B2/BCC interfaces, substantially reduces the nucleation barrier within the FCC matrix, as compared to individual B2 and BCC precipitates.

Finally, the microstructural changes during isothermal annealing have been associated with microhardness and the results are tabulated in Table 2. Additionally, the microstructural changes occurring in FCC lamellae and B2 matrix have also been listed in Table 2. The HRA condition with FCC lamellae and B2+early stage BCC matrix exhibited the lowest hardness among the three conditions ~270 Hv. The precipitation of L12 inside FCC lamellae in HRA24 condition increased the hardness of the alloy to ~405 Hv. The maximum hardness of ~430 Hv was obtained when FCC lamellae were decomposed into FCC and (B2+BCC) composite particles. In summary, the phase transformation sequence ensued in Al0.7CoCrFeNi during solidification and subsequent annealing has been studied in detail. During solidification, the liquid transforms to a single B2 phase via partitionless solidification followed by the solid-state nucleation and growth of FCC lamellae into B2 grains. Annealing this microstructure at 580 o C for 24 hrs led to precipitation of L12 within FCC lamellae, which dramatically increased the hardness of the alloy.

Further increase in annealing time to 400 hrs led to the dissolution of L12 and precipitation of composite BCC+B2 laths inside FCC lamellae. On the other hand, the B2 matrix remained as a mixture of B2 and discrete BCC particles throughout the isothermal annealing process.

Figure 1 :

 1 Figure 1: (a-b, d) Thermodynamic modeling using TCHEA4 database in ThermoCalc; (a) Isopleth obtained by varying Al from 10 to 20 at.% in AlxCoCrFeNi. (b) Enlarged view of the isopleth in (a) in the temperature range of 1200 o C-1400 o C. (c) Schematic molar Gibbs energy diagram

Fig. 2 (

 2 e) shows an Al ion map superimposed with Al 15 at.% iso-concentration surface. This figure shows the homogenous distribution of L12 precipitates within the FCC phase. The proxigram[26] or compositional profile across the FCC/ L12 interface is shown in Fig.2(f). The enrichment of Ni and Al in the L12 phase and enrichment of Cr, Fe, and Co in the FCC phase can be clearly noted.Interestingly, the decomposition of the B2 matrix at 580°C, as predicted by ThermoCalc (shown in Fig.S4(b)) agrees well with the experimentally observed B2 + BCC microstructure (Fig.2(d)).

Figure 2 :

 2 Figure 2: Microstructural characterization of HRA24 condition (a) Low magnification backscattered SEM micrograph showing FCC lamellae in B2 matrix. (b) High magnification SEM micrograph reveals decomposition within FCC lamella and the B2 matrix. (c) Dark field TEM micrograph showing the homogenous distribution of L12 precipitates in FCC lamellae. The

Figure 3 :

 3 Figure 3: Microstructural characterization of HRA400 condition (a) High magnification backscattered SEM micrograph showing lath like precipitates in FCC lamellae. (b) Dark field TEM micrograph recorded using FCC fundamental reflection. (c) Bright field TEM image of one of the

Figure 4 :

 4 Figure 4: Microstructural characterization of HRA400 condition (a) Diffraction pattern recorded from one of the FCC lamellae revealing K-S OR between B2-BCC composite particles and the FCC phase. (b) HRTEM micrograph of the interface between FCC and BCC phases showing the K-S OR (c) Dark field micrograph obtained using {001} superlattice reflection revealing two generations of BCC precipitates inside the B2 matrix. (d) The diffraction pattern used for dark field imaging in (c). (e) Superimposed ion maps of Al, Co, Cr, Fe, Ni from APT. (f) Superimposed Ni and Cr maps along with Cr 37.5 at.% iso-concentration surface revealing FCC, B2 and BCC phases as indicated on the figure. (g) 1D concentration profile across the cylinder shown in (f)

Table 1 :

 1 Composition of different phases in FCC lamellae for HRA24 and HRA400 conditions

	obtained using APT				
		Al (at.%) ±	Co (at.%) ±	Cr (at.%) ±	Fe (at.%) ±	Ni (at.%) ±
	Phase					
		Sigma %	Sigma %	Sigma %	Sigma %	Sigma %
	Composition of FCC and L12 phases in HRA24 condition obtained from APT
	FCC	6.7	24.1	28.8	26.3	14.1
	L12	35.8	4.3	0.9	2.6	56.4
	Composition of FCC, BCC and B2 phases in HRA400 condition obtained from APT
	FCC	4.2 ± 0.0	24.2 ± 0.1	25.4 ± 0.1	28.5 ± 0.1	17.6 ± 0.1

Table 2 :

 2 Microstructural evolution and hardness of different isothermally annealed conditions.

	Annealing time	Microstructure	
				Hardness (Hv0.5)
	(hrs)	FCC lamellae	B2 matrix	
	0	FCC	B2+early-stage BCC	270.4±6.5
	24	FCC+L12	B2+BCC	405.2±8.8
	400	FCC+B2+BCC	B2+BCC	430.4±4
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