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Abstract 
 

Mixed Ionic Electronic Conductors (MIECs) used as oxygen electrodes in Solid Oxide 

Cells are characterized by both high oxygen diffusion (D) and surface exchange (k) 

coefficients. To date, the reported experiments have been performed at ambient pressure 

and even below. However, to reach a higher efficiency at the system level, it would be 

helpful to operate the Solid Oxide Electrolysers under high pressure. In this work, we 

describe preliminary investigations to assess the oxygen reduction/oxidation and the 

transport properties of the electrode materials when submitted to high pressure. We 

describe in detail an innovative setup that was designed to operate up to a total pressure 

of 50 bar. This setup has been used to characterize the properties of nickelates with MIEC 

properties. Oxygen exchanges were performed in the range 500 < T°C < 700, under p(O2) 

 6.5 bars. Preliminary results (oxygen over-stoichiometry, D* and k* coefficients) 

obtained on Ln2NiO4+ (Ln=La, Pr, Nd) oxides are presented and discussed. 

 

Introduction 

 

There is nowadays a growing need of clean and sustainable energy sources. Due to the 

intermittency of renewable energies, new solutions for energy storage are required, in 

particular to match the fluctuations between the demand and the production. In this frame, 

hydrogen is considered as one of the most relevant energy vectors [1]. For its production 

at low cost and high efficiency, the High Temperature Steam Electrolysis (HTSE), based 
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on the Solid Oxide Electrolysis Cells (SOEC) technology, appears as a promising and 

attractive technical solution [2]. Nevertheless, hydrogen has to be stored or distributed at 

high pressure. Since the compression of liquid water consumes much less energy than 

gaseous hydrogen, it can be advantageous to perform the steam electrolysis directly under 

pressure [3]. Moreover, the high-temperature co-electrolysis of steam and carbon dioxide 

enables to convert electricity into a syngas of carbon monoxide and hydrogen [2, 4]. This 

syngas can be further transformed in liquid or gaseous hydrocarbons with conventional 

catalytic processes working at high pressure between 10 and 100 bars [5]. In this case, it 

has been shown that an integrated system working directly under pressure could also be 

energetically favored [6, 7]. In this context, it is essential to investigate the impact of high 

pressure on the electro-catalytic properties of the electrode materials that control the cell 

electrochemical response, especially the oxygen electrode.   

Mixed Ionic Electronic Conductors (MIEC) are commonly used as oxygen electrodes in 

SOEC cells. In addition to a high electronic conductivity, the electrodes require both high 

oxygen diffusivity (D) and surface exchange coefficient (k) at the considered operating 

temperatures. Among different candidates substitutes to oxygen deficient perovskites 

such as La0.4Sr0.6Co0.8Fe 0.2O3-δ (LSCF), a second type of MIEC concerns over-

stoichiometric oxides, such as nickelates Ln2NiO4+δ (Ln = La, Pr, Nd) [8, 9], belonging to 

the so-called Ruddlesden series Lnn+1NinO3n+1 (here with n=1). These compounds with 

the K2NiF4 -type layered structure have shown promising oxygen electrode performance 

because of their large anionic bulk diffusion and surface exchange coefficients, combined 

with a good electrical conductivity and a thermal expansion coefficient matching with 

those of other cell components [10, 11]. 

To date, the reported measurements of D and k in the literature have been performed at 

ambient pressure and even below, whatever the considered material. Therefore, the 

objectives of the current work consist in: 1) performing isotopic oxygen exchanges on 

dense pellets with Ln2NiO4+δ (Ln = La, Pr, Nd) compositions under high oxygen pressure, 

2) checking that the resulting oxygen over-stoichiometry  was significantly changed 

after such an exchange and 3) evaluating the consequence of  variation on D and k 

coefficients. 
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Experimental 

 
 

 

Samples preparation 

 

Oxygen exchange experiments require dense samples in pure materials with a compacity 

of at least 95%. In this study, we prepared pellets of lanthanide nickelates reaching these 

requisites, with a diameter of roughly 20 mm after sintering.  

Pure powders of the three lanthanide nickelates were produced using the modified 

Pechini method [12] from Pr6O11 (Aldrich chem, 99.9%), La2O3 and Nd2O3 (Strem 

Chemical, 99.99%) and Ni(NO3)2,6H2O (Acros Organics, 99%) precursors. The final 

annealing was performed at 1200 °C for 12 h in air, leading to well crystallized phases. 

The obtained powders were ground with zirconia balls and ethanol for 4 h with the aim to 

obtain a mean particle size of about 0.6 µm (as determined by laser diffraction analysis). 

The purity of the powder was controlled by X-ray Diffraction (XRD) analysis. The 

materials were then sintered at 1350 °C for 4 h in order to get dense pellets. 

The dense pellets were first mirror polished, using abrasives of decreasing grain diameter, 

then diamond paste to complete the work. Finally, cubes of roughly 4 mm side length 

werecut from the pellet, using a diamond cutting-disc (Isomet Buehler), in order to ensure 

that our samples are comparable. 

 

 

Development of the specific (high pressure) oxygen exchange setup 

The isotopic oxygen exchange setup (Fig.1) was developed with the aim to resist to an 

operating pressure under oxygen up to 40 bars. This specification requires the use of 

degreased stainless steel for the tubing. One line of the setup is dedicated to pumping: a 

vacuum of roughly 10
-6

 mbar is obtained using a turbomolecular pump. The marked 
18

O 

gas is routed through another line, from a gas (air) cylinder provided by Euriso-top 

company with the following specifications: 1L, P = 20 bar, being the 
16

O of air changed 

by of 
18

O with purity close to 98%. Another line is dedicated to 
16

O from the laboratory. 

A fourth line is dedicated to cryo-pumping of the marked 
18

O at the end of the exchange, 

which is achieved by immersing an one meter stainless steel rod into liquid helium. The 
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gas may then be used for another experiment, provided that the ratio 
18

O/
16

O is still high. 

Two manometers read respectively the low and high pressures. 

 

 

 
 

Fig.1 – Overview of the original isotopic exchange device for operating up to P = 50 bar and 

T=1100°C 

 

The sample holder (Fig.2) is a closed cylinder built in magnesium doped zirconia: it was 

designed to withstand both stationary high pressure and high temperature steady state and 

also quick thermal quenching. It resisted through all our experiments, up to a starting 

quenching temperature of 800°C down to room temperature. A sliding oven mounted on 

rails produces the thermal quenching. 

 

 

 
Fig.2 – Mg-doped zirconia ceramic glove designed for the isotopic oxygen exchange setup 

operating at high pressure and temperature (approximate length and internal diameter: 20 cm 

and 1.5 cm, respectively) 
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In order to assure that the setup is gastight, a polished copper ring is pressed between the 

zirconia cylinder and the stainless-steel head, using six screws carefully tightened with a 

torque wrench. 

A platinum grid introduced inside the zirconia cylinder allows precisely placing the 

sample in the oven hot zone. A fine gold grid was added between platinum and 

lanthanide nickelates to avoid the chemical reaction we observed during the first 

experiment at high temperature. 

 

Oxygen exchange experiments 
 

After placing the samples in the zirconia cylinder, the gas tightness of the setup was 

verified by pumping all the gas in the setup and checking that a vacuum of roughly 10
-6

 

mbar was reached. 

As a first step, the samples were equilibrated at the target temperature (600 °C for 

instance) in 
16

O2 for a period at least ten times longer than the one chosen for the oxygen 

exchange experiment, then quenched down to room temperature. This treatment creates 

the baseline in 
18

O/
16

O inside the sample that will be used as reference later during the 

TOF-SIMS analyses. Besides, it fixes the chemistry of the materials in the bulk: for 

instance, the oxygen over-stoichiometry of the lanthanide nickelate. Another interest of 

this preliminary experiment is to determine with accuracy the pressure of gas needed at 

room temperature to reach 30 bars at the studied temperature.  

Next, the gas was pumped and replaced with the desired pressure of 
18

O2 at room 

temperature. The samples were quickly heated to reach the target temperature, and the 

oxygen exchange experiments carried out for a determined time. Samples were then 

quenched down to room temperature, and 
18

O2 recovered using liquid helium. Finally, the 

samples were taken out of the zirconia cylinder to be prepared for the TOF-SIMS 

analyses. 

A correction on the exchange time, related to the duration needed to reach the target 

temperature and then to quench the samples, was applied using the Killoran correction 

[13]. 

  

Thermogravimetric analyses 
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Our first goal was to determine the delta (δ) value characterizing the oxygen over-

stoichiometric nickelates (with general formulation Ln2NiO4+), after each thermal 

treatment performed under pressure followed by a thermal quenching. For this purpose, 

TGA experiments were carried out using a TA Instrument
®
 TGA-5500 device. First, the 

dense bar samples of nickelates (after exchange experiments) were crushed into powder 

using mortar-pestle. Then the powders were heated under air up to 150 °C/1h, then 

cooled down to room temperature with a slow rate (2 °C.min
-1

), with the aim to remove 

any traces of water. Then, a second cycle was performed under Ar - 5% H2 flux with a 

very slow heating rate of (0.5 °C.min
-1

) up to 1000 °C. The full decomposition of the 

material under reducing atmosphere leads to the determination of the oxygen 

stoichiometry after cycling the sample down to room temperature. The decomposition 

products (Ln2O3 and metallic Ni) were verified by XRD after the thermal cycle. An 

example of a thermal cycle recorded under Ar/5% H2, on Nd2NiO4+ after isotopic 

exchange performed under oxygen pressure is given in Fig.3. 

 

Fig.3 – TGA experiment performed under Ar/5%H2 flow (heating rate 2°C.min
-1

), on a 

Nd2NiO4+ sample (powder crushed from a dense pellet), after the oxygen isotopic exchange step 

performed at 600°C during 18.600s under pO2 = 6,5 bar. The graph shows the mass evolution vs. 

T°, the calculations of delta are explained below in the text 

  

 

ToF-SIMS analyses  

 
Samples preparation 

 

The cubes were cut in half with the utmost care using the diamond cutting-disc. This cut 

is necessary to reveal the gradient in 
18

O. The new face created was then mirror polished. 
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The resulting two samples were pressed altogether in a way detailed thereafter and fixed 

inside a stainless-steel ring with Wood alloy (cf. Fig 4). The particularity of this 

preparation is that one of the samples exposes the surface of the cube that was in direct 

contact with 
18

O2, while the other sample exposes the bulk of the cube that contains the 

gradient of 
18

O.  

 

 

Fig.4 – Preparation of the samples prior to the TOF-SIMS measurements  

 

The benefit of this setup is to measure with precision the ratio 
18

O/
16

O at the surface of 

the sample, averaged over a large area. This value is used as the origin of the gradient 

measured on the other sample. 

 

TOF-SIMS analyses  

 

SIMS experiments were performed using a TOF SIMS 5 (IONTOF, Münster, Germany). 

Samples were analysed in spectroscopy mode by scanning a primary 30 keV Bi
+
 beam 

over 500x500 µm
2
 area, interlaced with a 1 keV Cs

+
 sputter beam scanned over 

600x600 µm
2
 to eliminate surface impurities and enhance production of negative 

secondary ions. Area of interest was adjusted using the integrated optical camera and 

sample stage controls so that a sample edge was located vertically on the right or left of 

the raster field of view. Data acquisition was started in the 3D mode, and the following 

procedure was used to determine the stopping condition: once the secondary ions of 

interest (e.g. 
18

O and 
16

O) peaks were selected on the spectra subpanel, images of ion 
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intensity with definition 256 x 256 pixels were automatically generated by the instrument 

software (SurfaceLab 7) in the image stockpile subpanel. The images of 
18

O and 
16

O 

intensities are then combined to generate an image of the isotopic ratio of interest 

I(
18

O)/(I(
18

O)+I(
16

O)), and performed an average linescan thereof using the X-area 

feature of SurfaceLab linescan editor. Using this procedure we could follow the gradient 

line-scan progress in real-time so that data acquisition could be stopped, typically after 5 

to 10 min, when the gradient was stabilized at a good S/N ratio. Doing so an isotopic 

ratio profile averaged over a volume of approx. 500X500X0.1 µm
3
 is generated, which 

minimizes artifacts from impurities and inhomogeneities. The data were finally exported 

as ASCII file for further analysis. In some cases, 
18

O gradient spanned over 500 µm so 

that a second adjacent area was analysed similarly and stitched to the previous one. 

The experimental oxygen profiles (evolution of I(
18

O)/I(
18

O)+I(
16

O) vs. depth) were then 

fitted using the Crank solution to the equation of the second Fick’s law of gas diffusion in 

solids [14, 15], which leads determining the D* and k* coefficients (* being relative to 

the diffusion of the 
18

O tracer).  

 

Results and discussion 

 
 

Summary of the oxygen isotopic exchange conditions 

 
Table 1 gathers the temperatures and time durations used for the isotopic exchanges. For 

a given temperature, three pellets (one for each studied composition) were used together. 

 

Table 1. Temperatures and duration times used for the oxygen exchange steps 

 

Oxygen exchange temperature (°C) Oxygen exchange time (s) 

500 78720 

550 23700 

600 18600 

650 12540 

700 4920 / 2520 
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Determination of the oxygen over-stoichiometry’s of the studied samples after 

the oxygen exchange steps 
 

After the oxygen exchange steps, the samples were quenched to stop the oxygen diffusion 

phenomenon and to keep the oxygen composition that the oxide reached in the used 

experimental conditions. Our first goal was to determine the corresponding oxygen over-

stoichiometry values and, for this purpose, we used TGAs experiments performed under 

reducing atmosphere (Ar/5%H2 flow) on powders (crushed pellets). As evidenced on Fig. 

3, the decomposition of the oxide is occurring in two steps: 1) At intermediate 

temperature a first plateau is evidenced, which corresponds to the stabilization of the 

oxide only containing Ni
+II

, i.e. a composition Ln2NiO4.0 (Ln=La, Pr, Nd). The measured 

weight loss between room temperature and this temperature corresponds exactly to the 

disappearancee of the oxygen over-stoichiometry ; 2) in a second step, at higher 

temperature the full decomposition of the oxide is observed, leading as checked by XRD 

to the formation of Ln2O3 plus metallic Ni. Measuring the weight loss recorded between 

room temperature and the full reduction is then a second way to determine . Table 2 

gathers the results obtained for each exchanged sample, the given value is an average 

between the two calculations detailed above. 

 

Table 2. Oxygen over-stoechiometries values determined by TGAs experiments performed under 

reducing atmosphere, on the different samples previously exchanged under 
18

O atmosphere, at a 

given temperature, under pO2 = 6,5 bar 

 

Exchange T°C La2NiO4+ Pr2NiO4+ Nd2NiO4+ 

500 = 0,25  = 0,31  = 0,29 

550 -  = 0,33  = 0,27 

600  = 0,21  = 0,43  = 0,27 

650 -  = 0,36  = 0,28 

700  = 0,23  = 0,5  = 0,28 

 
As a preliminary result and as expected, whatever the temperature used for the oxygen 

exchange all the samples exhibit a significant increase of oxygen over-stoichiometry after 

the thermal treatment performed under oxygen pressure, compared to the value obtained 

after the chemical synthesis. Indeed, let us recall the compositions determined at room 

temperature after the synthesis performed in air: La2NiO4.16, Pr2NiO4.22 and Nd2NiO4.21. 

There is a large agreement in the literature regarding these values (see, for instance, [16] 
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and the joined references). Note that under air and atmospheric pressure, such over-

stoichiometry slightly decreases upon heating (for instance, for Ln=Nd, the measured 

composition is Nd2NiO4.13 at 700°C [16]). Such evolution was also expected on the 

current results (the higher the exchange temperature, the lower the  value should be). 

However, this conclusion is difficult to draw when considering the results gathered in 

table 2. However, the exchange duration times were different depending on the 

temperature (to ensure a partial diffusion of the 
18

O gas in the ceramic the exchange time 

is lower for higher temperatures), which could partly explain this result. Another 

questionable point is the observed scattering of the  values regarding Pr2NiO4+, being 

this material the most oxidized one. 

Finally, at this stage our conclusion is that the three studied compositions are 

significantly over-oxidized after the thermal treatments performed under 
18

O pressure, 

and that we will be able to evaluate the changes in  on the D* and k* coefficients. 

 

 

Oxygen diffusion profiles and determination of the D* and k* coefficients on 

samples treated under high 18O  
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Fig.5 – Gradient in 
18

O/
16

O measured on Pr2NiO4+ (PNO) cross-section after oxygen exchange 

experiment performed in air at 700 °C, Ptotal = 30 bar (PO2  6,5 bar) for 4920s.  
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Fig.5 is an example of oxygen profile recorded on Pr2NiO4+ at 700°C after an exchange 

performed under total pressure of air Ptot = 30 bar (PO2  6.5 bar). 

Fig. 6, 7 and 8 plot the evolutions of the D* and k* coefficients vs. T, on the over-

oxidized materials, i.e. La2NiO4+, Pr2NiO4+ and Nd2NiO4+, respectively. 

 

 

 
Fig.6 – Evolutions as a function of temperature of the k* (red dots) and D* (black dots) 

coefficients for over-oxidized La2NiO4+ samples (table 2). The red and black dashed lines give 

respectively the corresponding k* and D* data for isotopic exchanges performed under pO2 = 0.2 

bar (from [10])  

 

The k* plot of La2NiO4+ was quite peculiar, and we suspected that the high temperature 

values were erroneous. Indeed, the exchange rate largely increases with the temperature, 

and it is easy to saturate the surface of our sample with 
18

O if the exchange time is too 

long. In this case, the measured value of k* will be false. Then, we reduced the exchange 

time at 700 °C from 80 min down to 42 min : we measured a k* value that is close to the 

linear regression plot of the k* values obtained at 500 °C, 550 °C and 600 °C.  
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Fig.7 – Evolutions as a function of temperature of the k* (red dots) and D* (black dots) 

coefficients for over-oxidized La2NiO4+ samples (table 2). The red and black dashed lines give 

respectively the corresponding k* and D* data for isotopic exchanges performed under pO2 = 0.2 

bar (from [10]) 

 

 
Fig.8 – Evolutions as a function of temperature of the k* (red dots) and D* (black dots) 

coefficients for over-oxidized La2NiO4+ samples (table 2). The red and black dashed lines give 

respectively the corresponding k* and D* data for isotopic exchanges performed under pO2 = 0.2 

bar (from [10]) 
 

As a first comment, whatever the considered material both D* and k* coefficients are 

improved after oxygen exchanges performed under pressure compared to the 

corresponding values obtained after oxygen exchange performed under pO2 = 0.2 atm. 

The ionic transport properties of such MIEC materials will be then probably improved in 

the case of a SOEC operation under pressure (the measurements are in progress). It is of 
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course a very interesting result leading to carefully consider these innovative oxygen 

electrodes for the application. 

 

A second comment is that the D* coefficient is less improved compared to the k* 

coefficient, whatever the composition, again. Some years ago Chroneos et al. [17], then 

Parfitt et al. [18] have performed Molecular Dynamics (MD) simulations regarding the 

oxygen diffusion in La2NiO4+ and Pr2NiO4+, respectively. The dominant mechanism of 

oxygen transport is via the network of apical oxygen sites connected by interstitial ion 

sites along a two-dimensional network (the so-called interstitialcy mechanism [17]). A 

continuous network of partially occupied sites necessary for bulk ionic diffusion is 

formed. The intermediate state where both ions are in intermediate In the article by Parfitt 

et al., the oxygen diffusivities were calculated for a range of hyper-stoichiometries, and 

an excellent agreement was found between the absolute calculated values and those 

observed experimentally. Initially (the first calculated point being  = 0), the diffusivity 

rises very quickly as a function of , but rapidly levels off. Between  = 0.05 and  = 0.25 

the diffusivity still increases but smoothly. The increase of the formation energy of 

oxygen interstitials is involved by the authors, as well as a stiffening of the lattice cause 

by the additional oxygen interstitial pinning the NiO6 sub-lattice, which reduces the 

passage of the oxygen ions. Our results are in good agreement with such calculations, 

indeed when increasing  for each of the studied nickelate by means of oxygen pressure 

we observed a limited increase of the diffusion coefficient, while a larger one could be 

expected. The largest increase is observed when the initial oxygen over – stoichiometry is 

the lowest one, for La2NiO4+ ( = 0.16 at room temperature after annealing under air at 

normal pressure).  

 

On the opposite, within this work, we also evidenced that the kinetic constant of oxygen 

exchange k* increases significantly with the pressure. Indeed, considering the reaction of 

oxygen insertion into the material it can be easily shown that the chemical kinetic 

constant kchem (which is directly related to k*) must evolve with the square root of the 

oxygen partial pressure. This theoretical dependence with P(O2) is thus consistent with 

the reported experimental results. Moreover, this increase is also in good agreement with 

other experiments carried at low oxygen partial pressure [19]. 
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Conclusions  
 

For a higher efficiency of the Solid Oxide Electrolyser devices, it is envisaged to operate 

them under high oxygen pressure. On another hand, oxygen over-stoichiometric 

nickelates with the K2NiF4-type structure have been developed for several years as 

oxygen electrodes because being a valuable alternative to the more conventional oxygen 

deficient perovskites. Then the goal of this work was to determine the oxygen diffusion 

and surface exchange coefficients (which characterize the O
2-

 ionic conductivity) of three 

well known nickelates (La2NiO4+, Pr2NiO4+ and Nd2NiO4+, respectively) by the IEDP 

method after a preliminary isotopic exchange step performed under high oxygen pressure. 

For this purpose, an original set-up has been developed, which is now available for future 

experiments performed on another kinds of materials. 

As expected, the measured oxygen over-stoichiometry of the three materials is 

significantly increased after the oxygen isotopic exchanges performed in the temperature 

range 500 < T°C < 700 under p(O2)  6.5 bars. The measured evolutions of D* and k* 

coefficients are thus representative of materials in a very different oxidation state.  

Both D* and k* coefficients are improved after oxygen exchanges performed under 

pressure compared to that performed under pO2 = 0.2 atm (atmospheric condition). 

However, D* is less improved compared to k*, whatever the composition. This statement 

would thus indicate that the electrochemical properties of such MIEC materials are 

improved for a SOEC operation under pressure. 
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