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Abstract

The fatigue of dual phase steel was examined in terms of calorimetric effects in order to match the energy manifestations of
fatigue and constitutive equations drawn up in a thermomechanical framework. A simplified method, assuming a homogeneous
fatigue test, is proposed to determine heat source development from a temperature field provided by an infrared camera. Thermoelas-
tic and dissipative sources were then separately identified. Experimental results concerning thermoelastic effects are in close agree-
ment with theoretical estimates. Dissipation depends on the loading frequency and stress amplitude applied to the fatigue specimen.
However, as the marked decrease in dissipation observed when testing a block at high stress was not easily interpretable in terms
of material effects, we questioned the homogeneous fatigue test assumption.
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1. Introduction

Fatigue design is based on the conventional fatigue
limit classically using statistical processing of numerous
tests which are particularly time consuming and expens-
ive for industrial applications.

To get a rapid estimate of the fatigue limit, several
research teams have monitored increases in the mean
temperature of fatigue specimens[1–4]. The slope
change of the warming regime occurring within a certain
loading range was empirically related to the fatigue limit
corresponding to the chosen loading mode. Although
realistic estimates of this limit are often obtained with
some steel specimens, the method still generates ques-
tionable results[5,6].

Another approach, using thermal data, consists of
defining constitutive equations for the material and com-
puting the temperature evolution due to fatigue mech-
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anisms[3,7]. The validity check of the chosen model
is then based on a comparison between predicted and
observed temperatures. The computations are based on
the assumption of a homogeneous specimen and uniform
mechanical fields.

Nevertheless, it could be problematic to consider
specimen heating as a fatigue indicator inasmuch as tem-
perature variations depend on the intensity and distri-
bution of heat sources and also on heat diffusion within
the material, and consequently on heat exchanges with
the surroundings. This pattern was already noted in pre-
vious works during monotonous tests and oligocyclic
loading at finite strain. In each situation, we developed
an adapted infrared image processing procedure in order
to deduce the distribution of heat sources intrinsic to the
material behavior from thermal data. This approach was
successfully used to track the development of localiz-
ation zones (Lu¨ders band propagation[8], martensite
transformation front[9]).

In the case of fatigue behaviors of steels, data pro-
cessing must separately estimate dissipated energy
induced by micro-structural defects and thermoelastic
coupling sources induced by reversible thermal expan-



sion of the crystalline network. Our ultimate objective
is currently to bridge the gap between energy manifes-
tations and constitutive equations established in a therm-
omechanical framework. Coupling sources can be
related to state equations, while dissipation data are asso-
ciated with evolution equations. This thermomechanical
approach should enhance the overall understanding and
identification of the fatigue mechanisms in relation to
micro-structure properties. It could also give rise to new
criteria for material characterization and structure
design. This paper focuses on the first step of this
approach, which involves establishing a reliable energy
balance, thus enabling a correct estimate of the different
heat sources. The layout of the paper is as follows: Sec-
tion 2 provides a brief review of the thermomechanical
framework used to interpret our experiments; Section 3
discusses the different possible thermal models and
presents the heat equation that we finally used to com-
pute heat sources; Section 4 describes the experimental
setup, the infrared device and the data processing; Sec-
tion 5 gives some results.

2. Thermomechanical framework

From a mechanical point of view, we assume that
fatigue tests can be described within the framework of
quasi-static processes under the small perturbation
hypothesis (SPH). Besides, concepts and results of
classical thermodynamics of irreversible processes are
used to establish the local heat equation [10,11]. Within
such a thermomechanical framework, the equilibrium
state of each volume material element is characterized
by a set of n state variables. The chosen state variables
are: T, the absolute temperature, e, the SPH strain tensor,
and (a1, …, an�2), the n�2 scalar components of the
vector a of “ internal” variables that sum up the micro-
structural state of the material. By construction, the ther-
modynamic potential is the Helmholtz free energy y.

Combining both first and second principles of thermo-
dynamics provides the local heat Eq. (1):

rCṪ�div(k:gradT) � �s�r
∂y
∂e�:ė�r

∂y
∂a·ȧ (1)

� rT
∂2y
∂T∂e:ė � rT

∂2y
∂T∂a·ȧ � re

The left-hand term consists of a differential operator
applied to the temperature, while the right-hand term
groups the different heat sources [12]. Here, r represents
the mass density, C the specific heat, k the conduction
tensor and s the Cauchy stress tensor. The different heat
sources are in turn: the intrinsic dissipation d1 = (s�
ry,e):ė�ry,a·ȧ, the thermoelastic source sthe =
rTy,Te:ė, the “ internal” coupling source sic = rTy,Ta·ȧ,
and the external heat supply re.

The following hypotheses were put forward for the
infrared image processing to obtain the heat source esti-
mate:

– Mass density and specific heat are material constants,
independent of the thermodynamic state.

– Convective terms associated with the particular time
derivative of the temperature are neglected because
temperature gradients and displacement velocity
amplitudes are low.

– The heat conduction tensor remains constant and iso-
tropic during the test (kij = k·dij).

– The external heat supply re due to heat exchange by
radiation is time-independent, so the equilibrium tem-
perature field T0 verifies:

� �T0 � re (2)

– Temperature variations induced by the fatigue test
have no influence on the micro-structural state. Nat-
urally, this assertion becomes unsound as soon as the
heat rises to a high level. Only small temperature vari-
ations will be considered in what follows. In such a
context, the coupling source sic is neglected in Eq. (1)
and the fatigue is considered as a purely dissipative
mechanism.

Under the above hypotheses, the heat conduction equ-
ation could be rewritten in the following compact form:

rC
∂q
∂t

�k�q � s (3)

where q = T�T0 symbolizes the temperature variation,
while s stands for the overall heat source due to dissi-
pation and thermoelastic effects. It is important to note
that, although we have already assumed that there is no
coupling between temperature and micro-structural vari-
ables, we did not specify the exact nature of these vari-
ables. Indeed, dissipation measurements are essential to
identify irreversible phenomena and clarify the physical
meaning of the variables (a1, …, an�2). Once it is poss-
ible to determine reliable heat balances, a micro-struc-
tural model could be designed which accounts for
energy phenomena.

3. Simplified heat diffusion problems

Determination of heat source fields within the whole
gauge-part of the specimen should be an ultimate aim
of image processing. Unfortunately, for 3D cases, this
operation is an ill-posed inverse problem that is imposs-
ible to solve without information on the source distri-
bution to be quantified [13]. However, for thin, flat
specimens, several options may be proposed.

Let us denote L, l and e as the length, width and thick-



ness, respectively, of the specimen gauge part. The asso-
ciated coordinates are in turn x, y and z.

3.1. Two-dimensional diffusion problem

The first option considers that the source averaged
over the sample thickness is representative of what hap-
pens throughout the thickness. Integration of the heat
equation according to this dimension then leads to a 2D
diffusion problem. By denoting f̄(x,y,t) =
1
e� + e /2

�e /2

f(x,y,z,t)dz as the mean operation applied to f, we

finally get:

rC�∂q̄
∂t

�
q̄
t1D

th
��k�∂2q̄

∂x2 �
∂2q̄
∂y2� � s̄ (4)

where the approximation rC(q̄ /t1D
th )�

�k
e

[∂q /∂z] + e /2
�e /2

claims linear uniform Fourier conditions at the specimen
boundary. The time constant t1D

th then characterizes heat
losses through the specimen surfaces z = ±e /2.

In previous works [12,14], Eq. (4) was widely used
to estimate 2D distribution of heat sources in monotonic
or oligocyclic tests. To compute the differential operator,
temperatures measured on the surface of the specimen
were assumed to be very close to the average tempera-
ture field q̄(x,y,t). Then, since the thermal data were dis-
crete and noisy, the differential operator was estimated
by low-pass filtering and according to the properties of
discrete Fourier transform and Fourier series. For fatigue
tests, the signal-to-noise ratio and sampling rates are not
good enough to compute relevant heat source distri-
butions, as the 2D Laplacian operator is indeed a heavy
noise amplifier. A second option can be chosen in
such situations.

3.2. One-dimensional diffusion problem

To improve the signal-to-noise ratio and reduce the
number of numerical space derivations, we may assume
that the mean heat sources associated with each cross-
section S of the specimen is relevant for describing what
happens throughout S. Integrating the heat conduction
equation over the cross-section S then leads to a 1D ther-
mal diffusion problem. Indeed, by denoting

f(x,t) �
1
S� � l /2

�l /2
� � e /2

�e / 2

f(x,y,z,t)dzdy

the heat equation becomes:

rC�∂q
∂t

�
q
t2D

th
��k�∂2q

∂x2� � s̄̄ (5)

The approximation

�k�∂2q
∂y2 �

∂2q
∂z2��rC

q
t2D

th

is once more based on the assumption that heat losses
at the cross-section boundary (y = ±l /2, z = ±e / 2) are
linear with respect to the temperature variation q, with
the heat exchange coefficient h between the specimen
and the surrounding air being constant:

�k gradq·n � hq (6)

where n is the unit vector normal to S.
To estimate the left-hand term of Eq. (5), thermo-pro-

files have to be built by averaging the temperature field
over the specimen width. To make the method oper-
ational, these profiles are assumed to be close to the
lengthwise temperature distribution q(x,t). This method
was successfully used to track specimen cross-sections
where strain localization occurs [8].

3.3. A simple differential equation for diffusion
problems

A third option can be formulated to further simplify
Eq. (5). Like stress and strain fields, we may suppose
that, before localization onset, the heat source distri-
bution is uniform at any time within the specimen gauge
part. This is consistent with a classical view of uniaxial
tests. In such cases, the spectral solution of the heat equ-
ation can be analytically determined using eigen-
functions of the Laplacian operator. For symmetric linear
boundary conditions and initial conditions corresponding
to uniform temperature fields, the spectral solution may
then be well approximated by considering only the first
eigenfunction [12]. The heat equation can then be sim-
plified as:

rC�dq
dt

�
q
teq
��s (7)

where q is now the temperature variation at the center
of the specimen gauge part, with teq characterizing all
local heat losses. This equation will be widely used here-
after to experimentally estimate the heat source, where
q being identified to the mean temperature of a small
centered area, typically 2 × 2 mm2.

4. Experimental procedure

4.1. Setup and material

The studied material is a dual phase steel (DP 60)
provided by ARCELOR and frequently used in metal
forming. DP60 is hot rolled steel grade containing ferrite
and martensite. It is composed of 0.074 C, 0.84 Mn,
0.038 P, 0.002 S, 0.217 Si, 0.04 Al, 0.702 Cr, and 0.005



Table 1
Thermophysical properties of DP60 steel grade

l (106 °C�1) r (kg.m�3) C (J.kg�1.°C�1) k (W.m�1.°C�1)

10–11 7800 460 64

N (in wt.%) [15]. The thermophysical properties are
given in Table 1. Table 2 presents the mechanical
properties of DP60. All endurance limits �sD were
obtained at 2 × 106 cycles and are expressed in terms of
stress range �s for each stress ratio Rs = smin /smax.

The fatigue machine used in the present work is a
servo-hydraulic machine with a load cell of ±25 kN.
Tests were conducted on thin, flat specimens which have
been designed to optimize the loading capacity of the
testing machine at a maximum loading frequency
(max(fL) = 50 Hz). The size of the gauge part of these
specimens is 2.5 × 10 × 10 mm3.

Thermography detection was performed using a CCD
infrared camera (Cedip SW). During the tests, the lens
axis of the camera was kept fixed and perpendicular to
the surface of the specimen. The maximum frame-rate
of the IR camera reached 250 images per second (i.e.
maximum sampling frequency max(fS) = 250 Hz) for an
image resolution of 64 × 128 pixels. This corresponds
to a space resolution of about 0.2 mm/pixel which
enables us to observe the whole gauge part of the speci-
men.

4.2. Testing

Within the above-mentioned limits imposed by the
specimen geometry and machine capacity, it was poss-
ible to carry out load-control fatigue tests near the
fatigue limit for two load ratios, Rs = 0 and Rs = �1,
with the loading path being a pure sine until 50 Hz.

The fatigue tests were set up in blocks of a limited
number of cycles, compatible with the finite RAM
capacities of the IR device as regards the maximum
number of recorded images and time necessary to down-
load these infrared images. Each block consisted of
20,000 cycles performed at constant loading frequency
fL, constant load ratio Rs, and constant stress range �s.
At the end of each block, the recorder of the infrared
camera was switched off and the testing machine

Table 2
Mechanical properties of DP60 steel grade

E Rp0.2 Rp0.02 Rm �sD �sD

(MPa) (MPa) (MPa) (MPa) (MPA) (MPa)
Rs = 0 Rs = �1

213000 401 360 611 464 ± 15a 526 ± 5a

a Standard deviation.

stopped. Between two blocks, we waited about 10 min
in order to restart at thermal equilibrium. For a single
specimen, the range �s may vary between blocks. For
example, the basic diagram in Fig. 1 shows a steadily
increasing stress range.

4.3. Analysis of temperature variations

For homogeneous uniaxial tests and according to Eq.
(7), temperature variations induced by thermoelastic
coupling and dissipation must conform to:

rC�dq
dt

�
q
teq
� � sthe � d1 (8)

The linearity of Eq. (8) enabled us to separately study the
respective influence of both sources on the temperature
pattern. We then defined qthe and qd induced by sthe and
d1, respectively.

4.3.1. Thermoelastic coupling source
The thermoelastic behavior is assumed to be linear

and isotropic. Close to thermal equilibrium (q�T0) and
for uniaxial tests, the volume thermoelastic source can
be approximated by [11]:

sthe��lT0(ṡ � lEq̇) (9)

where s denotes the tensile stress, E Young’s modulus
and l the linear thermal expansion coefficient. With data
in Tables 1 and 2 giving a small ratio of T0El2 /rC com-
pared with 1 (�1.7 × 10�3), Eq. (8) may be simplified as:

Fig. 1. Basic diagram of the fatigue test.



dq
dt

�
q
teq

� �
lT0

rC
ṡ (10)

For cyclic loading, where

s(t) � sm �
�s
2

sin(2pfLt)

it is easy to verify that:

– The coupling source is negative during loading and
positive during unloading.

– The thermoelastic energy vanishes at the end of each
complete loading cycle.

– Solving differential Eq. (10) for such a sinusoidal
loading, the periodic part of qthe is:

qthe(t) � �
T0l�s
rC

pfL

�t�2
eq � 4p2f2

L

sin(2pfLt � j) (11)

where tan(j) = 2pfLteq. Consequently, this tempera-
ture variation has the same frequency spectrum as the
stress signal and its range during a thermoelastic cycle
takes the following form:

�qthe �
T0l�s
rC

2pfL
�t�2

eq � 4p2f2L
(12)

As expected, Eq. (12) shows that the range �qthe van-
ishes when the loading frequency tends to 0. Conversely,
for high loading frequencies (fL�f 0

L = 1 /2pteq), the range
becomes fL-independent. The time constant teq can be
estimated by exponential regression of the thermal return
curves obtained after an elastic loading. Indeed, Eq. (10)
implies that return to thermal equilibrium must have an
exponential form. Experiments gave us teq�80 s, leading
to f 0

L�2 × 10�2 Hz. The curve of �qthe vs. fL is plotted
in Fig. 2 for a stress range of �s = 360 MPa using
Eq. (12).

4.3.2. Dissipation source
As the dissipation is always positive, the temperature

variation qd induced by d1 must be positive according to
Eq. (8). Eq. (1) also shows that the dissipated energy
may come from both the strain rate ė and ȧ, which
stands for the micro-structural evolution. Some authors
have already shown that qd increases with fL [2]. More
precisely, a linear correspondence between qd and fL was
observed in [5]. According to Eq. (8) and for fixed �s,
the dissipation d1 does consequently increase with the
strain-rate amplitude.

5. Experimental results

In this part, the curves that are presented essentially
concern a load ratio Rs = 0. Note, however, that similar

Fig. 2. Temperature range associated with the thermoelastic source
as a function of the loading frequency.

results are obtained for a load ratio Rs = 0.1 and
Rs = �1, even though those were not plotted systemati-
cally in the following.

5.1. Thermal effects

The overall temperature evolution observed during a
block at fL = 50 Hz is plotted in Fig. 3a. We observed
a drift accompanying the thermoelastic response qthe. We
naturally identified this drift as qd.

The stabilized shift of q, denoted qsta
d , was interpreted

as an effect of a mean dissipation which was regular
enough to balance the thermal losses. By comparing
these results with those obtained at two other loading
frequencies (fL = 1 Hz, Fig. 3b; fL = 30 Hz, Fig. 3c), we
verified that the thermoelastic range �qthe was fL-inde-
pendent. In addition, it is important to note that the
experimental value of �qthe obtained from these tests at
�s = 360 MPa is in very good agreement with the calcu-
lated value in Fig. 2 for the same load range (�0.3 °C).
Whatever the stress range, the signal is symmetric and
periodic at 1 Hz, while drifts accompany the thermoelas-
tic responses at 30 and 50 Hz, and these drifts increase
linearly with fL. This latter feature is consistent with
experiments shown in [16]. At 1 Hz, we concluded that
no drift occurred because of the very low dissipation.

Moreover, the qsta
d also depends on the load range (see

Fig. 4). As previously observed by various authors, the
relationship between qsta

d and �s is non-linear. This kind
of curve, presenting the warming regime of the specimen
as a function of the stress range, has been widely used



Fig. 3. (a) Whole temperature evolution during a block at 50 Hz; (b) stabilized thermoelastic regime at 1 Hz; (c) stabilized thermoelastic regime
at 30 Hz.

Fig. 4. qsta
d vs. �s evolutions for two loading ratios.

to empirically evaluate the fatigue limit of different
steels [1–4,6,16].

5.2. Heat source computation

Fig. 5 presents the signal processing steps required to
determine the intensity of thermoelastic and dissipative
heat sources. The first step estimates the overall heat
source s using a finite difference approximation of the
differential operator of Eq. (8). The loading parameters
were fL = 50 Hz, �s = 360 MPa and Rs = 0. Because
of finite RAM capacity, the sampling frequency was set
at fs = 20 Hz. In such sampling conditions, the thermal
signal was too crudely sampled to perform a fine analysis
of the thermoelastic sources which are in phase with the
loading signal. However, the computation gave an over-
all source s which seems to be symmetrical and periodic.

This means that the thermoelastic source predominated
as compared with the dissipation even though its range
was underestimated: 43 mW mm�3 (i.e. 12.°C s�1 in
Fig. 5) instead of 369 mW mm�3 (i.e. 100.°C s�1 in Fig.
6b) as predicted by thermoelasticity equations.

The second step consists of a time-integration of the
overall heat source to get the involved heat wh. This heat
was identified as the dissipated energy, with the thermo-
elastic energy vanishing at the end of each complete
cycle.

The results shown in Fig. 5 confirm that wh increases
progressively from cycle to cycle. The slight oscillation
of wh noted here was due to under-sampling. The energy
data were locally approximated by straight lines using
least-squares fitting. The approximation zone corre-
sponded to around 500 loading cycles. Averaged dissi-
pation d1 was then estimated by computing the slopes
of these fitted straight lines. The results in Fig. 5 show
that d1 is approximately constant throughout the block
of cycles at this stress range, but the method does not
give any information about instantaneous dissipation
within a cycle.

5.3. Thermoelastic behavior

Tests were performed at fL = 1 Hz to finely analyze
the thermoelastic response. Dissipation is negligible and
the sampling problems vanish at this loading frequency.
To check the consistency of both the thermal diffusion
problem (Eq. (8)) and the linear thermoelastic constitut-
ive Eq. (9), we experimentally determined �qthe for dif-
ferent �s. The results are plotted in Fig. 6a. As predicted
by Eq. (12), the relationship between �qthe and �s is
well fitted by a straight line, even when the specimen
was slightly plastically hardened. This is not fully con-



Fig. 5. From temperature to heat source: data processing.

Fig. 6. Thermoelastic data checking: (a) low loading frequency; (b)
high loading frequency.

sistent with previous tests we performed on other
material [17] and with the results obtained by Krapez et
al. [4]. Indeed, in these studies, a loss of linearity was
observed for a certain load range corresponding to the
loss of linearity of qsta

d vs. �s. The particular character-
istics of DP60, which was especially developed to resist
fatigue damage, might account for this different behavi-
or.

Thermoelasticity was also checked at high loading fre-
quencies. Once qsta

d was reached, a burst of images were
shot at the highest frame rate (250 Hz) in order to
improve the sampling and consequently the thermoelas-
tic source computation. In Fig. 6b, the data processing
gave about 100 °C.s�1 instead of 103 °C.s�1 as predicted
by Eq. (10). This result is much better than the 12 °C.s�1

estimated using the under-sampled signal shown in Fig.
5 and highlights that careful temperature signal rec-
ording and processing are essential.

In order to assess the possible influence of fatigue on
the thermoelastic response, we determined the thermoel-
astic range for a large number of cycles at high stress
range. Fig. 7 shows the evolution of �qthe as a function

Fig. 7. Evolution of the thermoelastic response during a whole
fatigue test.



of the number of loading cycles. The loading parameters
were �s = 432 MPa, Rs = 0. When blocks were perfor-
med at fL = 50 Hz to maximally reduce test duration,
�qthe was computed at fL = 1 Hz. The results in Fig. 7
show that the thermoelastic ranges remained relatively
constant until a fatigue crack occurred outside the
measurement area at approximately 342,000 cycles.

5.4. Dissipative behavior

In Fig. 8, the evolution of d1 was plotted during blocks
performed at increasing stress ranges (increase of 10%
of Rp0.02, i.e. +36 MPa, between blocks) and at constant
loading frequency fL = 50Hz. This evolution can be split
into three stages. At low stress ranges, low dissipation
is observed, linearly increasing between blocks. Loss of
linearity was reached for about �s = 250 Mpa, defining
the limit of stage I. Stage II was characterized by dissi-
pation that remained approximately constant during a
block. For blocks of stage III, dissipation decreased sub-
stantially from an initial value of dini

1 to stabilize finally
at dsta

1 .
The non-linear evolution of dsta

1 can be compared with
that of qsta

d (Fig. 4) inasmuch as they are proportional
during the stabilized regime (see Eq. (8)). As stated
before, the curve qsta

d vs. �s was widely used to estimate
the fatigue limit. More recently [16], Galtier introduced
a stress threshold defined by the inception of slip bands
and corresponding to the end of stage I.

In Fig. 8, envelope curves of d1 were plotted to high-
light dissipation scattering during stage III. At least two

Fig. 8. Dissipation evolution during a block series.

interpretations of this property can be put forward. The
first conjecture can be formulated in terms of material
effects. From this point of view, the strong decrease in
dissipation at the beginning of each block can be asso-
ciated with micro-structure changes leading to material
hardening. This can stem from the plasticity effect (the
beginning of stage III corresponds to smax � Rp0.02 in
this example) and/or from another phenomenon
depending on the load threshold (stage III is also
observed for tests conducted at Rs = �1, before smax

reaches Rp0.02). The second hypothesis concerns structure
effects. Remember that dissipation was estimated using
Eq. (7). The validity of this equation supposes a uniform
distribution of heat sources. So, if a heterogeneous field
occurs, the apparently decrease in dissipation may be
associated with the transient thermal regime leading to
a steady temperature field.

In an attempt to determine which effect is predomi-
nant, the test shown in Fig. 8 was extended by four more
blocks at constant stress range (�s = 432 MPa). The
whole test is presented in Fig. 9a. We interpreted the
repetitive decreases in dissipation at the beginning of
each block as structure effects, assuming that a material
effect would lead to a monotonous development of dissi-
pation. This is supported by the fact that a macroscopic
fatigue crack occurred at the end of the last block and
propagated outside the gauge section (see Fig. 9b).
Knowing that the onset of a crack is signaled by strain
localization associated with a local heat source [12,18],
it would be legitimate to consider that long before the
last block (and even for a lower stress range), the heat
source field would no longer be homogeneous. In such
situations, the chosen data processing strategy is nat-
urally not suitable.

Another data processing approach is thus required to
go further in this investigation. As previously shown in
Section 3.2, the use of the 1D thermal diffusion Eq. (5)
would help to take the non-uniformity of heat sources
into account and lead to a more relevant analysis.

6. Concluding comments

In this study, the fatigue of DP60 steel was examined
in terms of thermal and calorimetric effects. The results
regarding the stabilized thermal shift qsta

d were consistent
with thermal results in the literature. As regards thermo-
elastic response �qthe, the experimental results were also
in good agreement with theoretical estimates. Consider-
ing the calorimetric effects, data processing based on a
simplified heat equation enabled us to separately esti-
mate the dissipative and thermoelastic sources. The
method allowed us to observe very low dissipation inten-
sities compared to thermoelastic source amplitudes.
Despite its weakness, we showed that dissipation
depends on the loading frequency and on the stress range



Fig. 9. (a) Evolution of the mean dissipation until crack onset. (b)
Temperature field during crack propagation.

applied to the fatigue specimen. All the calculations
were performed under a strong hypothesis: the uniform-
ity of heat sources induced by a homogeneous fatigue
test. Decreases in dissipation observed at the beginning
of each block associated with a high stress range indi-
cated that the heat source fields were non-uniform. Use
of the 1D thermal diffusion equation for data processing
is therefore essential to partially take structure effects
into account and generate more reliable dissipation
values. If an early heterogeneous development of dissi-
pation mechanisms is confirmed, the fatigue limits ident-

ified on the basis of qsta
d data will have to be correlated

to the heat source distribution.
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