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Silicide-based materials are an1ong the most promising candidates for a mass manufacruring of thermoelecrric 
devices allowing converting waste heat into electricity in the medium temperarure range (250-500 °C), as they 
are fom1ed from abundant, low cost and non-toxic elements while exhibiting good them1oelectric properties. In 

order to manage the derrin1ental mismatch of thermal expansion coefficients between the n and p-rype materials 

constiruting the them1oelectric legs, inducing thus them1omechanical stresses, we propose in this paper a new 
design of modules having a 'half-skeleton' srrucrure. Twenty-two modules consisting of two couples of ther
moelectric legs combining n-type magnesiun1 silicide Mg2(Si, Sn) and p-type higher manganese silicide have been 

fabricated according to this design, the thermoelectric materials being manufacrured by kilograms. lt is clearly 
shown that ail the interfaces present in the modules are free from cracks, oxygen, and diffusion. The remarkable 
repeatability of the measured thermoelectric perfom1ance attests the robusmess of our manufacturing process. 

An average power output of 0.37 W has been achieved, i.e. a power density of 0.95 W/cm2, for a ten1perarure 

difference of 400 •c (hot side ten1perarure of 450 °C), placing our modules at the scare of the an level while using 

sinlple production tools and materials mass production. Comparing this performance to finite elen1ents model

ling, the perfom1ance could be even enhanced. Long term stability tests at a given temperature and under cycling 
conditions in different working amiospheres are underway. 

1. Introduction

The search for new non-polluting energy sources, substitutes of pri

maiy fossil energies, has become a major challenge for our modern 

world, especially after the signing of the Kyoto Protocol in 1995 (COP 1). 

Knowing that a large pait of the fossil energies used is even lost, 

generally as waste heat, for instance internai combustion engines of cai·s 

only convert about 30% of the prin1aiy energy while the other pait is lost 

as heat in both the exhaust gases or the coolant [1], it becomes inter

esting to think on how it could be recycled. The use of thermoelectric 

(TE) devices appea1-s as an elegant way to convert directly this waste 

heat into useful electricity using the Seebeck effect, with the advantage 

of having no moving paits insming silence, scalability, and robustness 

for a long-tem1 use. They have been used for yea1-s for space applications 

to power spatial probes for a mission far from the Sun [2], and more 

recently the Cmiosity and Pel'Severance revers launched on Mai·s [3]. 
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TeITestrial applications concem the heat recoveiy for instance in the 

automotive [ 4] or aircraft sectors [5], the cement industries [6], and 

quite recently the sector of micro-generation for powei'ing wireless 

sensors networks [7] and Intei·net of Things [8]. 

Conventional it-shaped TE devices are constituted of a plurality of TE 

couples (or legs) made of n- and p-type semiconducting matelials con

nected electrically in series and the1mally in parallel. The TE legs are 

usually sandwiched between two metalized cerantic plates and brazed or 

soldei·ed on the electrical tracks in order to provide a good electrical and 

them1al transfei· and to insure a high mechanical cohesion of the whole 

set. The manufacturing and development of efficient and long-tem1 

stable TE modules is however a great challenge, especially for ntiddle 

or high opei·ating tempei·atures, due both to the TE matei'ials themselves 

(chentical and mechanical stability problen1s) and to the presence of 

numerous interfaces ( diffusion, elecnical and them1al contact re

sistances, expansion coefficient compatibilities, .... problen1s). Vaifous 



2. Experimental

2.1. Thermoelectric materials and legs preparation

The raw powders used in this study were produced in large quanti-
ties, ten kilograms per batch for each type of material, with the targeted 
n-type composition Mg2Si0.6Sn0.4 doped with 1.35 wt% Sb (further
called MSS) and p-type composition MnSi1.77 (further called HMS). They
were obtained from the melting of commercial powders of Mg (99%), Si
(99.9%), Sn (99.9%), Sb (99.9%) and Mn (99%) followed by ball milling.
The powders were then densified by spark plasma sintering (SPS) in
graphite dies under argon atmosphere. The materials were held at
750 ◦C during 5 min under 50 MPa and at 1030 ◦C during 5 min under
55 MPa for the n- and p-types, respectively. The obtained pellets (60 mm
in diameter and about 5.5 mm in thickness) were further annealed in an
oven under argon atmosphere for 2 h at 450 ◦C and 900 ◦C for the n- and
p-type materials, respectively. They were rectified mechanically under
oil down to a thickness of 4.60 ± 0.02 mm, corresponding to the height
of the thermoelectric legs, using a AC-530 Peter-Wolters machine. A
metallic multi-layer constituted of Ti (30 nm)/Au (335 nm) was
deposited on the lower and upper faces of the rectified pellets by
magnetron sputtering (ALCATEL DP28). Finally, the pellets were cut in
TE legs of dimensions 3 × 3 × 4.6 mm3 with a wire saw under oil and
with a micro-chain saw for the MSS and HMS materials, respectively.
About 250 legs can be produced in one sintered pellet. Prior to their
integration in a thermoelectric module, the resistance of all the legs was
measured in order to eliminate any leg showing too much variation with
regard to the mean value, resulting for instance from an unexpected
contact resistance. For the HMS material, the mean resistance value is
8.3 mΩ, with a standard deviation of 2%, while it is 2.1 mΩ with a
standard deviation of 13% for the MSS material. The lower resistance
value results from the lower intrinsic resistivity (as will be seen later)
while the higher standard deviation is due to the presence of some
composition inhomogeneities in the material as it has already been
shown by Mejri et al. [37]. Finally, all the legs issued either from a HMS
or a MSS pellet have been qualified. Knowing the position of the leg in
the pellet, neither edge-center nor shading effects have been observed,
showing the reliability of the SPS fabrication process, even for a diam-
eter as large as 60 mm.

2.2. Module design and assembly 

This TE module model produced by HBOB is composed of 24 TE legs 
(Fig. 1a), i.e. of 12n(MSS)/p(HMS) pairs, prepared as previously 
described. The originality of these modules lies in their ’half-skeleton’ 
structure with the cold side conventionally linked to a ceramic plate but 
with the hot side linked to a thin silver foil acting as the electrode. This 
design ensures flexibility at the hot side such as to counterbalance the 
mismatch of thermal expansion coefficients between HMS and MSS, as 
mentioned in the introduction. In order to facilitate the study of reli-
ability and repeatability tests, modules constituted of only two n/p 
couples have been fabricated in this study (Fig. 1b). Twenty-two of such 
modules have been manufactured according to the process flow 
described in Fig. 2. 

Prior to the assembly, the n and p metallised TE legs, the AlN ceramic 
plates and the silver electrodes have been cleaned with acetone and 
absolute ethanol in an ultrasonic bath. The first assembly step consists in 
applying a commercial silver brazing paste by screen printing on the 
cold side electrodes made of nickel-coated copper tracks deposited on an 
aluminium nitride (AlN) ceramic substrate by the direct bonding copper 
(DBC) technique. Thanks to a pick & place machine, the legs are placed 
on the silver braze (step 2). Silver braze is then applied on the top of the 
TE legs (step 3), and finally the top silver electrode foils are automati-
cally placed on the legs (step 4), consisting in the hot side of the module. 
The whole module is further placed in a thermo-press at 250 ◦C under 
43 MPa for 30 min in air to sinter the brazing paste and ensure the final 

TE modules architectures and designs, as well as manufacturing 
methods have been proposed owing to the improvement in their me-
chanical robustness, chemical stability and electrical performance [see 
the recent reviews 9–11, and the references therein]. 

Industrial terrestrial needs are mainly limited to near room 
(0–200 ◦C) and middle (200–500 ◦C) temperature ranges [12]. For near 
room temperatures applications, the well-established TE modules are 
based on bismuth and antimony telluride alloys [13]. However, for 
medium temperature range applications, very few TE modules are 
available on the market today, while the need is real and the progress on 
the materials performance (expressed as the dimensionless TE figure of 
merit ZT: ZT S2T/ρκ, where T is the absolute temperature, S the See-
beck coefficient, ρ the electrical resistivity, and κ the thermal conduc-
tivity) is effective. Indeed, several new promising families of TE 
materials have been identified during these last two–three decades in 
this temperature range such as for instance skutterudites [14], Half- 
Heuslers [15], SnX (X Te, Se) [16,17] or silicide-based materials 
[18,19]. More details on the performances of all these materials, as well 
as others, can be found in recent general reviews [20,21]. Among the 
silicides family, p-type Higher Manganese Silicide (HMS) and n-type 
Mg2(Si,Sn) solid solutions are particularly promising candidates as they 
are constituted of non-toxic, Earth-abundant, light, and low cost ele-
ments [22,23], while they exhibit high TE performance [18,19]. The 
objective of much of the recent investigations has clearly been to 
improve the figure of merit ZT by simultaneously decreasing the elec-
trical resistivity and the thermal conductivity, which is a difficult task, 
by appropriate doping, band structure and/or microstructure engi-
neering [24,25 and the references inside]. For n-type Mg2(Si,Sn) solid 
solutions, the maximum published ZT values are up to 1.5 around 
500 ◦C, when the materials are doped with Sb [26–28]. The p-type 
Mg2(Si,Sn) materials unfortunately possess lower TE performance, a 
maximum of 0.6 having been nevertheless recently achieved at 380 ◦C 
with the Li element [29]. It is why the n-type Mg2(Si-Sn) materials are 
often combined with p-type HMS (MnSi1+x) materials for the fabrication 
of TE modules, even if the performance of the HMS is less as they exhibit 
only ZT values ranging between 0.6 and 0.8 at around 530 ◦C 
[18,30–32]. However, problems of thermomechanical stability may 
arise from the mismatch between the coefficient of thermal expansion of 
both materials (12 10-6 K−  1 and 17 10-6 K−  1 for the n and p-type mate-
rials, respectively [33]), as it has already been shown for such modules 
[34]. To try to solve this problem, Skomedal et al. [34] have manufac-
tured TE modules using electrical contacts with springs. The springs 
provide pressure on the TE legs to maintain thermal and electrical 
contact and ensure flexibility of the whole. Nemoto et al. have developed 
unileg TE modules based on n-type Mg2Si [35,36]. This architecture is 
certainly more robust and reliable than a two-leg architecture since 
there is no problem of thermal expansion mismatch between the two TE 
materials, but the achieved TE performance is of course less. 

In this paper, we present the manufacturing of silicide-based TE 
modules from TE materials prepared by an industrial process. We 
introduce a new design to minimize the thermomechanical issues, by 
developing ’half-skeleton’ modules. Twenty-two such TE modules made 
of two pairs (n/p) legs were manufactured, and their performance tested 
in term of output power. The repeatability module to module was 
excellent while the achieved areal output power lies within the state of 
the art compared to other modules fabricated either with silicides or 
other TE materials working in the same temperature range (skutter-
udites, half-Heuslers, …). Among all these materials, the silicides have 
the lowest cost/kg [22,23] which gives a competitive advantage for our 
modules. The TE performances of our TE modules as function of tem-
perature are also compared with analytical and numerical models. 



assembly of the different parts (step 5). 
Fig. 3 shows a general scheme of the final structure of the fabricated 

TE modules., with the different interfaces in presence and their 
thickness. 

2.3. Microstructural and TE characterizations of the materials 

The apparent densities of the SPS sintered HMS and MSS samples 
were measured using the Archimedes method, in distilled water and 
absolute ethanol, respectively. The quality of the interfaces at the 
different leg/electrode junctions of a polished assembled TE module was 
checked by scanning electron microscopy (SEM) in the back-scattered 
electron mode (BSE) and elemental X-ray mapping on a Quanta FEG 
650 (FEI) instrument. 

The TE properties of the HMS and MSS materials were investigated in 
the 25–700 ◦C temperature range on different sintered samples. Samples 
of appropriate shape were cut from the non-metallized SPS pellets. The 

electrical conductivity (σ) and the Seebeck coefficient (S) were 
measured simultaneously with a four-probe method using a ZEM-3 
(ULVAC GmbH) apparatus on parallelepipedic-shaped samples of 3 ×
3 × 12 mm3 in size under helium atmosphere. The thermal conductivity 
(κ) was calculated from experimental data of the thermal diffusivity (D), 
specific heat (Cp), and density (d) using the equation κ DCpd. The 
thermal diffusivity was measured by a laser flash method (LFA 457 
MicroFlash, NETZSCH GmbH) on square-shaped samples of 10 × 10 and 
1 mm3 in thickness, under argon. The specific heat was measured by 
differential scanning calorimetry (DSC 404 F1 PEGASUS, NETZSCH 
GmbH) on disk-shaped samples of 5.2 mm in diameter and 1 mm in 
thickness, under argon atmosphere. The dimensionless thermoelectric 
figure of merit ZT was estimated from the data of the three previous 
parameters. The measurement error of all the transport properties is no 
more than ± 5%. 

Fig. 1. Configuration of the TE modules made of (a) 12 HMS/MSS couples and (b) 2 HMS/MSS couples.  

Fig. 2. Manufacturing process of the 2 HMS/MSS couples TE modules.  



2.4. Module performance measurement 

The performance of each of the twenty-two fabricated TE modules 
was measured on a dedicated test bench [38] developed in collaboration 
with OMICRON (Eybens, France). The measurement takes place inside a 
vacuum chamber allowing controlling the atmosphere during the test. A 
controlled hot temperature is applied at the top side of the TE module 
thanks to a heating ceramic element and a cold temperature at the 
bottom side thanks to a water cooling system. The hot temperature is 

measured with a K-type thermocouple directly in contact with the top 
side of the TE module. The cold temperature is measured with a K-type 
thermocouple inside a copper buffer located between the cold side of the 
module and the water cooler chuck. Our measurement tests have been 
carried out under an atmosphere of 10 mbar of nitrogen while applying a 
mechanical pressure of 1 MPa on the module with the help of a pneu-
matic piston in order to lower the thermal contact resistance. As well, a 
thermal grease is used between the module, the copper buffer and the 
water cooler chuck so as to ensure minimal thermal contact resistance. 

Fig. 3. Expanded view of a TE module (one n/p couple) as built according to the process flow described in Fig. 2.  

Fig. 4. Temperature dependences of a) Seebeck coefficient, b) Electrical conductivity, c) Thermal conductivity, and d) Figure of merit of MSS TE materials.  



The Seebeck coefficient of MSS is negative in the entire temperature 
range (Fig. 4a), indicating a n-type conduction, while that of HMS is 
positive (Fig. 5a), indicating a p-type conduction, both in good agree-
ment with what was expected. The Seebeck coefficient values of our MSS 
material increases in absolute value from 81 µV/K at 20 ◦C to 216 
µV/K at 500 ◦C, reaching the values achieved by Bernard-Granger et al. 
[28] and Gao et al. [27] but around 6% lower than those of Liu et al.
[26]. For the HMS material, the Seebeck coefficient increases from 130
µV/K at 20 ◦C to 231 µV/K at 500 ◦C. These values are very close to the
values reported by Bernard-Granger et al. [32] and slightly above that of
Luo et al. [30,31].

The temperature dependence of the electrical conductivity of both 
MSS (Fig. 4b) and HMS (Fig. 5b) materials exhibit the typical behavior of 
a degenerated semiconductor. As can be observed, the electrical con-
ductivity values of both our materials are lower compared to the values 
reported in the literature. These discrepancies may be due to the dif-
ference of chemical composition with regard to our alloys. Indeed, the n- 
type alloy used by Gao et al. [27] has a higher tin content compared to 
our MSS materials. On the other hand, the HMS alloy used in our work is 
not doped while the best materials reported in the literature are usually 
Al or Ge-doped [30–32]. 

The behavior of the thermal conductivity with temperature follows 
similar trends as those previously reported in the literature, for both 
MSS (Fig. 4c) and HMS (Fig. 5c). 

The maximum values of the dimensionless TE figure of merit ZT 
(Figs. 4d and 5d) are 1.26 and 0.5 at 500 ◦C for the MSS and HMS 
materials, respectively. For the MSS material, this value is very close to 
the highest values ever reported in the literature for the Mg2Si0.6Sn0.4 
(Sb doped) composition. Even if in the case of the HMS material, the 

Fig. 5. Temperature dependences of a) Seebeck coefficient, b) Electrical conductivity, c) Thermal conductivity and d) Figure of merit of HMS TE materials.  

The cold temperature has been fixed to 50 ◦C. Once the temperature is 
stabilized, current is injected (Keithley 2651 A, 0.1% accuracy) and the 
voltage is measured to give the characteristic voltage versus current 
curve. The open circuit voltage VOC, internal resistance Rint, and 
maximum output P parameters have been determined for hot side 
temperatures from 100 ◦C up to 450 ◦C, with a step of 50 ◦C. The 
measurements were quickly recorded (50 points in 1 s), avoiding thus 
any parasitic Peltier effect. 

3. Results and discussion

3.1. Characterization of the TE materials

The sintered samples are dense, in agreement with the relative 
density values obtained of 5.1 g/cm3 (96% of the theorical value) and 
2.3 g/cm3 (99% of the theorical value) for the HMS and MSS materials, 
respectively. The chemical composition and homogeneity, the crystal-
line structure and the microstructure as well as the thermomechanical 
properties of the SPS consolidated pellets of both the HMS and MSS 
materials used within this work have been already studied [33,37]. 

The measurement of the TE properties were carried out on several 
samples cut from different HMS and MSS sintered pellets, in order to 
check the reproducibility pellet to pellet. For both materials, the dif-
ferences in between the pellets are very small, showing again the good 
control of the SPS process. The temperature dependences of the elec-
trical conductivity, Seebeck coefficient, thermal conductivity, and figure 
of merit ZT of the MSS and HMS materials are shown in Figs. 4 and 5, 
respectively. They are compared with the best data reported so far in the 
literature for TE materials of similar composition. 



different elements has been observed. 

3.2.2. TE performance of the modules 
In Fig. 8 are reported typical current–voltage and current-power 

curves measured on the 22 fabricated TE modules for a cold side tem-
perature of 50 ◦C and hot side temperatures from 100 ◦C up to 500 ◦C 
(with 50 ◦C steps). The voltage (U) follows Ohm’s law according to: 

U Voc Rint∙I (1)  

where I is the current, Rint the internal electrical resistance and Voc the 
open-circuit voltage. 

Hence, the electrical power (P U.I) is given by: 

P Rint∙I2 +Voc∙I (2) 

The obtained voltage-current and power-current measured curves 
follow the expected behaviors given by Eqs. (1) and (2), linear and 
parabolic, respectively. From these measured curves are extracted the 
open circuit voltage VOC (ordinate at the origin of the voltage-current 
curve), the internal electrical resistance Rint (slope of the voltage- 
current curve), and the maximum electrical power output Pmax 
(maximum value of the power on the power-current curve). In Fig. 9 are 
reported the measured Voc, Rint, and Pmax parameters versus the hot 

Fig. 6. SEM micrographs (BSE mode) of the interfaces of (a) hot side and (c) cold side of a HMS leg in a TE module. Zoom on the interfaces of (b) hot and (d) cold 
sides with overlays of elemental X-ray mappings of the elements mentioned on the images. 

maximum ZT achieved is slightly lower than the best values reported in 
this family of materials (ZTmax 0.6–0.7 at 500 ◦C, [30–32]), it is still 
highly acceptable regarding the way of fabrication. Indeed, going from 
laboratory production (some grams of material) to mass production 
(some kilograms) is often unfavorable for the TE performance. Our 
materials, manufactured using three simple metallurgic methods 
(melting, ball milling and SPS), offer the advantage to combine mass 
production with TE performance fully compatible with state of the art 
performance. 

3.2. Characterization and performance of the modules 

3.2.1. Module interfaces 
In Figs. 6 and 7 are reported SEM micrographs of the interfaces be-

tween the electrode layer/brazing layer/TE legs on the cold and hot 
sides of TE modules just after fabrication, for HMS and MSS TE legs, 
respectively. The brazing layers have a thickness of about 10 to 15 µm. 
Nor porosity, nor cracks or oxygen could be found at the different in-
terfaces. The interfaces can be considered as perfect on both hot and cold 
sides of the module, corresponding perfectly to the scheme of Fig. 3, as it 
is highlighted on the overlays of all elemental X-rays mappings, what-
ever the material is (Figs. 6b, d, 7b, 7d). No diffusion in between the 



temperature for all 22 fabricated TE modules. One can see that each 
parameter exhibits a remarkable reproducibility module to module. 

The open circuit voltage is the voltage generated by a module by the 
Seebeck effect. It is ideally equal to: 

Voc NlegSΔT (3)  

where Nleg is the number of legs, S the mean measured value of the 
Seebeck coefficient between the n and p-type TE materials and ΔT the 
temperature difference between the hot and cold sides. 

If we compare the Voc values obtained by this analytical model and 
the experimental values, a very good match is observed (Fig. 9a), 

Fig. 7. SEM micrographs (BSE mode) of the interfaces of (a) hot side and (c) cold side of a MSS leg in a TE module. Zoom on the interfaces of (b) hot and (d) cold 
sides with overlays of elemental X-ray mappings of the elements mentioned on the images. 

Fig. 8. Typical voltage-current (left) and power-current (right) characteristics measured on one of the 22 fabricated TE modules (Tcold = 50 ◦C, Thot from 100 to 
450 ◦C by 50 ◦C step). 



meaning that our test bench does not add any significant thermal contact 
resistance, thanks to the pneumatic piston system and the use of thermal 
grease. Moreover, it shows that there is no significant temperature jump 
between both the DBC substrate and the TE legs on the cold side and the 
silver electrodes and the TE legs on the hot side of the TE module. Our TE 
module assembly process is thus validated in terms of thermal 
functionality. 

In a similar way, the internal electrical resistance is directly linked to 

the electrical resistivity, and is ideally equal to: 

Rint Nlegρ hleg

Aleg
(4)  

where hleg is the leg height, Aleg is the leg cross section and ρ the mean 
measured value of the electrical resistivity between the n- and p-type TE 
materials. 

A good match between the ideal case and the measured values is also 
observed for the Rint parameter (Fig. 9b), meaning that the electrical 
resistance between the TE legs and the electrical tracks is very low. The 
TE module assembly is also thus validated in terms of electrical 
functionality. 

Taking into account Eqs. (3) and (4), the Ideal maximum generated 
electrical power is equal to: 

Pmax
Nleg

4
S2ΔT2

ρ
Aleg

hleg
(5) 

A good match between the ideal values and the measured value is 
also obtained for the Pmax parameter (Fig. 9c). Hence, no significant 
losses are to be deplored and almost all the heat conversion performed 
by the TE material is available in the TE module. The TE modules 
generate a maximum power of 0.35 W corresponding to a power areal 
density of 0.95 W/cm2 (total area of the TE legs 36 mm2) for a tem-
perature difference of 400 ◦C (cold side at 50 ◦C). Table 1 provides a 
statistic overview of the generated power at different temperature 
conditions. 

3.2.3. Finite elements performance modelling 
To predict the performance of the fabricated modules, modelling by 

three-dimensional finite-elements analyses implemented in the COM-
SOL Multiphysics software has been used. The employed method has 
been already described [39]. However, as the temperature differences 
studied here are greater than those described in the paper where bis-
muth telluride-based modules were studied, we introduced in the 
modelling the actual measured temperature-dependent values of the 
material properties, fitted using third-order polynomials. The simula-
tions were conducted on modules whose dimensions correspond to the 
fabricated ones. The boundary conditions were set to 50 ◦C at the cold 
side and from 100 to 450 ◦C at the hot side. Electrical contact resistances 
on the hot and cold sides (between the Ti/Au metallization and the TE 
material) were introduced into the simulation, estimated to be 38 
μOhm⋅cm2 and 17 μOhm⋅cm2 for the p- and n-type materials, respec-
tively. These electrical contact resistance values were calculated 
through the shift of the measured electrical resistance of individual legs 
with and without metallization. An external load resistance, connected 
to the generator to realize closed-circuit operation, was varied giving 
rise to various electric currents. 

From the results of the simulation, it is possible to represent the 
temperature and voltage distributions in the studied generators as well 
as the current density and heat flux fields obtained for a load resistance 
that we have chosen equal to 65 mΩ (Fig. 10). The isotherms and 

Fig. 9. a) Measured open-circuit voltage (Voc), b) internal electrical resistance 
(Rint), and c) maximal power output (Pmax) as a function of the hot side tem-
perature for all the twenty-two TE modules. 

Table 1 
Statistic values for the power output compiled for the twenty-two fabricated TE 
modules.  

Temperature (◦C) Pmax (W/cm2) 

TCold THot ΔT Min Max Mean Standard deviation 

50 100 50 0.009 0.012 0.011 0.001 5.8% 
150 100 0.039 0.047 0.044 0.002 5.4% 
200 150 0.093 0.113 0.103 0.006 5.3% 
250 200 0.176 0.214 0.196 0.010 5.3% 
300 250 0.292 0.354 0.324 0.017 5.2% 
350 300 0.441 0.539 0.490 0.026 5.3% 
400 350 0.630 0.767 0.698 0.037 5.3% 
450 400 0.853 1.036 0.949 0.050 5.3%  



equipotentials are obtained in the thermoelectric materials parallel to 
their surface and therefore only depend on the variable of dimension z. 
Likewise, the load and heat flows are directed through the legs in the z 
direction. 

The evolution of the electrical output power as a function of the load 
resistance (which corresponds to a variation in current) is plotted in 
Fig. 11a. The maximum power is obtained when the load resistance is 
equal to the internal resistance of the generator. This maximum is 
shifted slightly towards a higher load resistance as the temperature in-
creases, linked to a greater internal resistance (Figs. 4a and 5b). The 
electrical power increases steadily with the temperature at the hot side, 
reaching a maximum value of 0.70 W for a temperature difference of 
500 ◦C (0.43 W for a temperature difference of 400 ◦C). In Fig. 11b are 
compared the experimental mean values of the electrical power deter-
mined from the twenty-two modules, with data obtained either by nu-
merical (ideal condition) or analytical modelling. The simulated values 
are higher than the experimental values, the difference increasing with 
the temperature of the hot side. For Thot 450 ◦C, the power loss is of the 
order of 25%. This loss is assumed to be due to the electrical contact 
between the solder and metallized TE legs. These results show that there 
are still some improvements to be made to have a perfect electrical 
contact at all solder interfaces, which is still a challenge for the 
experimenter. 

3.2.4. Comparison with state of the art 
The performance of our thermoelectric modules is compared with 

the state-of-art in Fig. 12. The chosen parameter is the generated elec-
trical power (Pmax), which is the key parameter for a ThermoElectric 
Generator system, when waste heat is used. All values have been 
normalized with respect to the cross-sectional area of the thermoelectric 

Fig. 10. Temperature (a) and voltage (b) distributions calculated by three-dimensional finite element analyses on two couples of n-MSS and p-HMS for an illustrative 
Thot = 723 K and Rload = 65 mΩ. The arrows on the schemes correspond to the direction of heat flow and current density. Their length on the figures is proportional to 
the represented parameter. 

Fig. 11. (a) Power output as a function of the load resistance for different hot side temperatures (the arrow crosses the maximums), (b) mean maximal power output 
(Pmax) as a function of temperature obtained from all twenty-two fabricated TE modules compared with numerical and analytical modelling. 

Fig. 12. TE modules performance versus the state-of-art in the medium tem-
perature range (200–500 ◦C). 



4. Conclusion

In this work, silicide-based TE modules have been manufactured on
the base of a new design, called ’half skeleton’, with the aim to manage 
the differences of thermal expansion between the n-type (Mg2Si0.6Sn0.4) 
and p-type (MnSi1.77) TE materials thanks to the presence of a flexible 
silver electrode located at the hot side of the modules. Indeed, no 
deterioration is to be deplored during the performance tests carried out 
up to 450 ◦C on any of the twenty-two modules made of two (n/p) 
couples tested. Such very promising result was achieved thanks to the 
optimization of each step of the process fabrication allowing mass pro-
duction of TE modules. Special emphasis must be placed on the SPS step 
that allowed obtaining more than 200 perfectly reproducible TE legs. 
SEM analyses show that the different interfaces between the electrodes 
/brazing layer/TE legs are free of any defect (crack, diffusion, …) 
whatever the side or the material is. An average maximum power output 
of 0.37 W, corresponding to a power density of 0.95 W/cm2, has been 
achieved for a temperature difference of 400 ◦C (hot side temperature of 
450 ◦C). This performance lies our modules within the state of the art, 
albeit the TE materials have been produced by 10 kg batches, for fore-
seen applications in the mid-range temperature (200–500 ◦C). The 
COMSOL modelling has shown that still some amelioration can be 
brought by solving the delicate problem of electrical contact resistance 
as the maximum power extracted represents around 86% of the expected 
value. Long-term stability tests at a given temperature and under given 
cycling conditions are to be performed in different working atmospheres 
in order to further validate our design. Such tests are underway, as well 
as the search for innovative coatings. 
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