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Influence of the synthesis parameters on the proton exchange membrane fuel cells performance of Fe-N-C aerogel catalysts

1 Introduction

Owing to their advantages including high energy efficiency, scalability and environmental friendliness, proton exchange membrane fuel cells (PEMFCs) have been regarded as one of the most attractive energy technologies to respond to the increasing energy demand and the environmental deterioration. So far, Pt-based catalysts are commonly used on both anode and cathode. Moreover, the sluggish kinetics of the oxygen reduction reaction (ORR), even on Pt surfaces, requires a high Pt loading on the cathode to reach sufficient power density [1,2]. The resulting high Pt loading in the PEMFC stacks increases the overall cost of the system, hindering their commercialisation. To decrease the raw materials' cost of PEMFC stacks and increase their environmental sustainability, numerous efforts have been made to develop non-precious metal cathode catalysts (NPMCs) in order to replace Pt-based catalysts [2][3][4][5][START_REF] Gewirth | Nonprecious Metal Catalysts for Oxygen Reduction in Heterogeneous Aqueous Systems[END_REF]. Among various NPMCs, Fe-N-C catalysts have been regarded as the most promising alternative hitherto, and tremendous progress has been made in terms of catalytic activity and stability in the last decade [2,3,[START_REF] Zhang | Progress in nanostructured (Fe or Co)/N/C non-noble metal electrocatalysts for fuel cell oxygen reduction reaction[END_REF][START_REF] Mamtani | Evolution of N-Coordinated Iron-Carbon (FeNC) Catalysts and Their Oxygen Reduction (ORR) Performance in Acidic Media at Various Stages of Catalyst Synthesis: An Attempt at Benchmarking[END_REF][START_REF] Jaouen | Toward Platinum Group Metal-Free Catalysts for Hydrogen/Air Proton-Exchange Membrane Fuel Cells[END_REF]. From the vast amount of literature on Fe-N-C catalysts reported in the last 10 years, several important consensuses have been reached. First, atomically-dispersed Fe-N4 sites are now commonly accepted to be the most active and selective centres in complex Fe-N-C materials for the 4-electron ORR process in acidic medium [START_REF] Zitolo | Identification of catalytic sites for oxygen reduction in iron-and nitrogen-doped graphene materials[END_REF][START_REF] Jia | Spectroscopic insights into the nature of active sites in iron-nitrogen-carbon electrocatalysts for oxygen reduction in acid[END_REF][START_REF] Proietti | Iron-based cathode catalyst with enhanced power density in polymer electrolyte membrane fuel cells[END_REF].

Second, the porosity characteristics of catalysts is another significant attribute determining the catalytic performance. A proper pore size distribution for Fe-N-C catalysts is essential because micropores host the Fe-N4 while mesopores and macropores are responsible for the mass transport properties of the catalyst layer [START_REF] Proietti | Iron-based cathode catalyst with enhanced power density in polymer electrolyte membrane fuel cells[END_REF][START_REF] Li | Structural and mechanistic basis for the high activity of Fe-N-C catalysts toward oxygen reduction[END_REF]. To obtain an optimal pore structure with high specific surface area and a balanced combination of micro-and meso-pores, various approaches have been employed such as using template (e.g. sacrificial support, salt template) and incorporating other inactive species (SiO2) during the synthesis of Fe-N-C catalysts [START_REF] Serov | Templated non-PGM cathode catalysts derived from iron and poly(ethyleneimine) precursors[END_REF][START_REF] Gokhale | Novel dual templating approach for preparation of highly active Fe-N-C electrocatalyst for oxygen reduction[END_REF][START_REF] Serov | Fe-N-C Oxygen Reduction Fuel Cell Catalyst Derived from Carbendazim: Synthesis, Structure, and Reactivity[END_REF][START_REF] Serov | Highly active and durable templated non-PGM cathode catalysts derived from iron and aminoantipyrine[END_REF][START_REF] Yang | SiO2-Fe/N/C catalyst with enhanced mass transport in PEM fuel cells[END_REF]. Atanassov et al. employed silica in their hard-template approach. Fe-N-C catalysts with high surface area and a 3D porous structure could be obtained after etching the template by hydrofluoric acid [START_REF] Serov | Templated non-PGM cathode catalysts derived from iron and poly(ethyleneimine) precursors[END_REF][START_REF] Gokhale | Novel dual templating approach for preparation of highly active Fe-N-C electrocatalyst for oxygen reduction[END_REF][START_REF] Serov | Fe-N-C Oxygen Reduction Fuel Cell Catalyst Derived from Carbendazim: Synthesis, Structure, and Reactivity[END_REF][START_REF] Serov | Highly active and durable templated non-PGM cathode catalysts derived from iron and aminoantipyrine[END_REF]. However, this introduces multiple post-pyrolysis leaching steps, and raises also environmental issues, and cost issues in scaling-up such a synthesis approach. Yang et al. employed SiO2 nanoparticle chains to modify the mesoporous structure and wettability of Fe-N-C catalysts [START_REF] Yang | SiO2-Fe/N/C catalyst with enhanced mass transport in PEM fuel cells[END_REF]. Compared with the reference Fe-N-C catalyst, the SiO2-Fe-N-C catalyst exhibited similar intrinsic activity but better mass-transport properties according to the H2/air PEMFC polarisation curves. Due to their 3D porous structure, high surface area and controllable pore size distribution, carbon aerogels (CAs) appear to be another promising path for preparing Fe-N-C ORR catalysts. The pore structure of CAs could be effectively preserved via supercritical drying technique, and highly porous structure could be obtained without incorporating any inactive species (e.g. SiO2) or using any template and avoiding the subsequent procedure for template removal. Moreover, the morphology, texture and composition of CAs can be easily adjusted by simply varying the parameters of the synthesis, such as the sol's pH, reaction temperature, the nature of C-precursors and the polycondensation catalyst used, their relative contents, etc. On the other hand, heteroatoms (e.g. N, S) and non-precious metals (e.g. Fe, Co) could be easily incorporated into the carbon matrix of CA [START_REF] Wang | One-Pot Synthesis of Fe-N-Containing Carbon Aerogel for Oxygen Reduction Reaction[END_REF] [START_REF] Kiciński | Fe-N-C catalysts for oxygen electroreduction under external magnetic fields: Reduction of magnetic O2 to nonmagnetic H2O[END_REF], which could improve the basicity and wettability of the resulting carbon surface, beneficial for the promotion of electron transfer reactions. However, so far, the ORR catalytic activities of the reported aerogel-derived catalysts in acid media are relatively low compared with those of Fe-N-C catalysts derived from metal organic frameworks, and in particular from zeolitic imidazolate frameworks (ZIF) [START_REF] Gewirth | Nonprecious Metal Catalysts for Oxygen Reduction in Heterogeneous Aqueous Systems[END_REF][START_REF] Zitolo | Identification of catalytic sites for oxygen reduction in iron-and nitrogen-doped graphene materials[END_REF][START_REF] Proietti | Iron-based cathode catalyst with enhanced power density in polymer electrolyte membrane fuel cells[END_REF][START_REF] Sarapuu | Electrocatalysis of oxygen reduction by iron-containing nitrogen-doped carbon aerogels in alkaline solution[END_REF][START_REF] Liu | The key role of metal dopants in nitrogen-doped carbon xerogel for oxygen reduction reaction[END_REF][START_REF] Elumeeva | High Surface Iron/Cobalt-Containing Nitrogen-Doped Carbon Aerogels as Non-Precious Advanced Electrocatalysts for Oxygen Reduction[END_REF]. Researches on threedimensional covalent organic framework porphyrin aerogels are carried out by Elbaz team in order to combine the advantages of both systems [START_REF] Zion | Heat-Treated Aerogel as a Catalyst for the Oxygen Reduction Reaction[END_REF].

Herein, Fe-N-C aerogel catalysts were firstly prepared by a sol-gel polymerization of resorcinol, melamine, formaldehyde with FeCl3, followed by supercritical drying and heat-treatments in N2 and NH3 atmosphere. This work leans on the results from our previous work, where we studied the effect of chemical and process parameters on the microstructure, composition and ORR performance [START_REF] Wang | One-Pot Synthesis of Fe-N-Containing Carbon Aerogel for Oxygen Reduction Reaction[END_REF]. In order to further improve the catalytic activity for the ORR, the optimization of the synthesis condition was carried out by adjusting the reactant to solvent ratio and heat-treatment protocol. Their effect on the physicochemical properties (structure, texture property and chemical composition) and electrochemical performance for the ORR were studied. The relation between the physicochemical properties and ORR performance are discussed and several structure-performance correlations could be established. Through acid washing removing unstable and poorly-active Fe species, the durability of the optimized catalyst was further improved. Furthermore, the structure of the active sites within the optimized Fe-N-C aerogel catalysts has been identified with 57 Fe Mössbauer spectroscopy and X-ray absorption spectroscopy (XAS), and the site density quantified by using cryogenic CO chemisorption. Finally, the effect of the ink formulation on the performance of the Fe-N-C aerogel catalyst in a PEMFC cathode was studied in single cell. It has been found that not only the catalyst characteristics affect the performance, but also the composition of the ink to set up the catalytic layer in the membrane-electrode assembly (MEA) must be designed according to the texture and chemical surface state of the catalyst to achieve the best performance.

2 Experimental

Sample synthesis

The Fe containing hydrogels were prepared by a modified pre-polycondensation procedure using resorcinol (R, 99%, Alfa Aesar), melamine (M, 99%, Acros Organics), formaldehyde (F, 37 wt% solution, Acros Organics) and iron chloride (FeCl3, anhydrous, pure, Acros Organics) as precursors, sodium carbonate (C, Na2CO3 anhydrous, 99.9999%, Fluka) as polycondensation catalyst and deionized water as solvent (S) [START_REF] Wang | One-Pot Synthesis of Fe-N-Containing Carbon Aerogel for Oxygen Reduction Reaction[END_REF][START_REF] Rasines | N-doped monolithic carbon aerogel electrodes with optimized features for the electrosorption of ions[END_REF]. The precursors and the catalyst were mixed with water under stirring at 70°C for 40 min with the molar ratio of 2:7:1:0.033 for R:F:M:C. From this, aqueous solutions containing different cumulative mass fractions of the reactants were prepared by varying the quantity of deionized water added. Solutions with a cumulative R, M and F mass fraction of 35, 20 or 10% were prepared. FeCl3 was then added to the solution, with a fixed Fe/R molar ratio of 0.015 in all cases. Then, NaOH solution of 2 mol L -1 was used to adjust the pH of the sol to 8 and the sol was stirred at 70°C until gelation. Subsequently, the gel was kept in water bath for 120 h at 70 °C as the aging process of the polymerized gel. Then, the hydrogels were subjected to water-acetone exchange procedure before CO2 supercritical drying which effectively prevents collapse of the nanostructured aerogels due to capillary forces. Afterward, the dried organic aerogel was carbonized at 800 °C in N2 for 1 h. Then, the carbonized sample was ground, followed by a second pyrolysis at 950 °C under flowing NH3 for 30 min. The mass loss during the N2 and the NH3 treatment is around 75 wt %. Based on the mass of FeCl3 added and the mass loss during the two pyrolysis steps, the Fe content in the Fe-N-C aerogel catalyst after pyrolysis could be estimated to be around 1.0 wt%. The as-prepared Fe-containing catalysts were denoted as RFMx-800N2-950NH3, where x represents the cumulative mass fraction of RFM in the sol. The catalysts are compared to the commercial Pajarito Powder PMF-011904.

Physicochemical characterization

The morphologies of the catalysts were analysed by scanning electron microscopy (SEM) with a ZEISS SUPRA TM In order to remove impurities and large Fe nanoparticles to increase the durability of catalysts, acid wash (denoted as AW) was performed on the best performing catalyst between the pyrolysis in N2 atmosphere and the one in NH3 atmosphere. The acid wash was performed in 0.5 M H2SO4 at 80 °C, for 7 h. The XAS measurements at the Fe K-edge from 6912 to 8112 eV were collected at the B18 beamline of the Diamond Light Source, the UK synchrotron facility. Due to the low jump of the transmission edge of the samples, the spectra were collected in the fluorescence mode by means of Ge solid state detector. For each sample, 36 scans were acquired to reach a high signal/noise ratio, each scan lasting ca 4 minutes (total acquisition of about 2 hours per sample). The spectra of the Fe standards, Fe (II) phthalocyanine (Aldrich, Dye content ca. 90%), Fe3C, Fe2O3, iron metal foil, were acquired in the transmission mode, acquiring 3 repetitions of 3 minutes (total ca. 10 minutes per sample). Standards were prepared as pellets by mixing less than 10 mg of standards with cellulose.

The treatment of the data was performed with the ATHENA software [START_REF] Ravel | HEPHAESTUS: data analysis for X-ray absorption spectroscopy using IFEFFIT[END_REF].

The surface site density (SD) was calculated from CO chemisorption experiments, following a procedure described previously [START_REF] Sahraie | Quantifying the density and utilization of active sites in non-precious metal oxygen electroreduction catalysts[END_REF]. A known volume of CO is pulsed on the catalyst under study at 193 K every 10 min until detector signal indicates sample CO saturation. Prior to the CO chemisorption experiments, the catalyst was treated at 600 ºC under a N2 flow for 30 min. Assuming a CO to Fe-Nx surface site stoichiometry of 1:1, the site density can be obtained from the total amount of CO chemisorbed from the following equation 1 [START_REF] Primbs | Establishing reactivity descriptors for platinum group metal (PGM)-free Fe-N-C catalysts for PEM fuel cells[END_REF]:

( )[ • ] = [ • ] • [ • ] (Equation 1)
The turnover frequency (TOF) can be therefore calculated by the following expression [START_REF] Primbs | Establishing reactivity descriptors for platinum group metal (PGM)-free Fe-N-C catalysts for PEM fuel cells[END_REF]:

• • = • • (Equation 2)
where jM is the mass activity (in A g -1 ) at the selected potential, NA is the Avogadro's number and F is the Faraday constant (96485 C mol -1 ).

57 Fe Mössbauer spectroscopy was used to obtain information on the iron speciation in two down-selected catalysts, with and without acid washing (RFM20-800N2-950NH3 and RFM20-800N2-AW-950NH3). 120 to 300 mg of catalysts were mounted in a 2 cm 2 holder. The spectra were measured with the sample being at 5 K in a helium flow cryostat (SHI-850 Series from Janis, Woburn, MA, USA) with the Mössbauer spectrometer (Wissel, Germany) operated in the transmission mode with a 57 Co/Rh source at room temperature. The velocity driver was operated in the constant acceleration mode with a triangular velocity waveform. The velocity scale and isomer shift (δiso) were calibrated with the magnetically split sextet of a high-purity α-Fe foil at room temperature. The spectra were fitted with appropriate combinations of Lorentzian profiles with a least-square fitting procedure.

Electrochemical characterization

All electrochemical tests were conducted using a conventional three-electrode cell at room temperature with a potentiostat/galvanostat from Bio-Logic (HCP-803). A rotating disk electrode (RDE, OrigaTrod), reversible hydrogen electrode (RHE) and graphite electrode were used as working electrode, reference electrode and counter electrode, respectively. For the catalyst ink, 10 mg of catalyst, 46 µL of milliQ-grade H2O, 752 µL of ethanol and 95 µL of 5 wt% Nafion ® solution (Alfa Aesar, 5% w/w in water and 1-propanol) was mixed, then subjected to agitation and sonication alternatively for a total of 1 h. 7 µL of catalysts ink was dropped onto the glassy-carbon electrode (0.196 cm 2 ), generating a catalyst loading of 0.4 mg cm -2 .

All electrochemical tests were conducted in 0.05 M H2SO4 aqueous solution. The electrolyte solution was purged with N2 (or O2) for 30 min before each test, and N2 (or O2) gas flow was kept bubbling in the solution during the measurement in order to maintain the gas atmosphere, but at a slower rate to avoid perturbations. Cyclic voltammetry (CV) between 1.0 and 0 V vs. RHE was conducted in unstirred N2-saturated solution at a scan rate of 10 mV s -1 . CV was performed until stable curves were obtained, in order to remove the impurities and acid-unstable species present in the catalysts. Linear scan voltammograms (LSV) were recorded at five different angular velocities (1600, 1225, 900, 625 and 400 rpm) at 10 mV s -1 in the potential range of 0-1.1 V. Koutecky-Levich (K-L) plots were used to calculate the electron-transfer number.

All obtained data was corrected for Ohmic-drop (iR-drop), and all LSVs were corrected by subtracting the background current recorded in N2-saturated electrolyte. The kinetic current densities of all catalysts were defined by the K-L equation as shown in Equation 3.

= -(Equation 3)

where , represent the kinetic current density (in mA cm -2 ), Faradic current density (in mA cm -2 ) and limiting current density (in mA cm -2 ), respectively.

The mass activity (in A g -1 ) was calculated with equation 4 as follows:

= -(Equation 4)

where (defined > 0) is the mass activity, and m is the catalyst loading (0.4 mg cm -2 ) on the working electrode.

The number of electrons transferred per O2 molecule was estimated with the slope of K-L plots ( vs.

/ ), based on equation 5 as follows:

= + = + / = + / , and B = 0.62nFD / ϑ / (Equation 5)

where B -1 is the slope of the plot vs. / , n is the number of electrons transferred, F is the Faraday constant, (1.93 × 10 -5 cm 2 s -1 ) is the diffusion coefficient of oxygen in 0.05 M H2SO4, is the kinematic viscosity (0.01 cm 2 s -1 ), is the concentration of oxygen in the bulk (1.22 ×10 -6 mol cm -3 ) [START_REF] Xing | Oxygen Solubility, Diffusion Coefficient, and Solution Viscosity[END_REF], and is the angular rotation frequency (radian s -1 , = 2 × /60 ).

Accelerated durability tests (ASTs) were carried out by collecting 2000 cycles at 50 mVs -1 between 0.6 and 1.0 V vs. RHE in an N2 saturated electrolyte to evaluate the stability of the catalysts.

MEAs with an active area of 25 cm 2 were prepared with two different cathode inks. They both contained Nafion ® as the ionomer and both suspensions were based on mixtures of water and ethanol.

The first ink (ink 1) had a content of Nafion ® of around 30 wt% of the dry matter and a large ethanolto-water ratio of ca. 7 in order to be close to the one used for RDE measurement. The second ink (ink 2) had been modified in order to create a more porous catalytic layer and was based on development work with commercial reference catalysts from Pajarito Powder. This ink had a ratio of 1:1 between the contents of Nafion ® and catalyst and an ethanol-to-water ratio of ca. 1. Spray-coated gas-diffusion electrodes (GDEs) with a catalyst loading of 2 mg cm -2 were made with each of these two cathode inks. Each of these cathode GDEs was hot-pressed with anode GDE and membrane (the anode GDE was PtRu/C on SGL Sigracet 35 DC GDL (same GDL as for the cathodes), and the membrane was Gore M820.15) to obtain the MEAs. Single-cell testing of the prepared 25-cm 2 MEAs was performed in a test station and cell holder from Fuel Cell Technologies, Inc., using hydrogen (H2) and air as the anode and cathode gas stream, respectively. The applied protocol for acquiring I-V characteristic curves was based on US Department of Energy recommendations, and the conditions were a cell temperature of 80 °C, relative humidity of 100 % for both gases, back pressure of either 1.5 or 3.0 barabs at both the anode and cathode side, and flows of 500 mL min -1 and 2000 mL min -1 for H2 and air, respectively.

Results and discussion

Figure 1 shows the XRD patterns of Fe-N-C catalysts prepared with different RFM mass ratios with and without the pyrolysis in NH3 atmosphere. For carbonized catalysts only treated in N2 atmosphere, only two broad peaks at around 26° and 44° emerge, ascribed to amorphous carbon.

After a two-step pyrolysis treatment in N2 followed by NH3, two other peaks at 43.6° and 50.8°

appear, that can be indexed to (111), (002) planes of γ-Fe (PDF# 96-900-8470). This phase can be formed above 910 °C according to the iron-carbon phase diagram. It is a metastable iron phase at room temperature, but rapid quenching of the material from > 910°C to low temperature can lead to some remaining γ-Fe after synthesis, instead of the more stable α-Fe phase. Besides, it could also be noticed that the intensity of the C (002) peak at 26° increased slightly. This apparent increased graphitic character may be due to the enhanced graphitization at an elevated temperature of 950 °C catalysed by metallic Fe, and to the preferential gasification of disordered carbon during NH3 pyrolysis [START_REF] Jaouen | Fe-Based Catalysts for Oxygen Reduction in PEMFCs[END_REF][START_REF] Strickland | Highly active oxygen reduction non-platinum group metal electrocatalyst without direct metal-nitrogen coordination[END_REF]. For RFM35 catalysts, the precursors are more concentrated and Fe atoms are more likely to aggregate within the aerogel network then converted to bigger metallic Fe particles after the two-step heat-treatment. Fe nanoparticles act as catalysts that graphitize the adjacent carbon, leading to more intense carbon peaks in RFM35 after the pyrolysis in NH3. In comparison, RFM 20 and RFM Intensity (a.u.)

Figure 1 XRD patterns of Fe-N-C catalysts with different RFM mass ratios before and after the pyrolysis in NH3.

Figure 2 shows the SEM images of Fe-N-C aerogels with various RFM mass ratios before and after pyrolysis in NH3, namely 35%, 20% and 10%. It can be seen that all samples show a lacy network, resembling the morphology of carbon aerogel from RF resin [START_REF] Merzbacher | Carbon aerogels as broadband nonreflective materials[END_REF]. The structure of the aerogel catalysts with lower RFM fraction of 10% is looser and more porous, in particular after the pyrolysis in NH3. Large pores were generated due to the gasification reaction between NH3 and the carbon framework. On the contrary, the surface of the aerogel prepared with a higher RFM mass ratio of 35% is relatively more compact, and the porosity of the RFM20 is in between. The variation on the morphology of samples with RFM ratio is in line with the work reported by Feng et al [START_REF] Al-Muhtaseb | Preparation and properties of resorcinol-formaldehyde organic and carbon gels[END_REF]. The pore characteristics of all samples were investigated by N2 sorption. Figure 3 exhibits the N2 adsorption-desorption isotherms and PSD curves of aerogels before and after thermal treatment in NH3. The textural properties calculated from the nitrogen sorption isotherms are reported in Table 1.

Regardless of the pyrolysis conditions under study, all samples show type IV isotherms, including features associated with micro/mesoporous materials. The isotherm presents a steep rise at low relative pressures and a sharp "knee" in isotherms at around P/Po = 0.05, indicating the presence of micropores. At higher relative pressures, multilayer adsorption begins, followed by capillary condensation accompanied by a hysteresis loop. All Fe-N-C aerogels present H2 hysteresis loops, indicative of interconnected networks containing mesopores of different sizes and shapes.

Figure 3 The nitrogen adsorption-desorption isotherms of aerogel catalysts before (A) and after (B) the pyrolysis in NH3. The insets represent the pore-size distribution of the catalysts. The illustration (C) of Fe-N-C aerogel catalysts with different RFM mass ratios.

As seen from Table 1, it could be noticed that SBET and total pore volumes increase as the RFM mass ratio decreases in the sol. The increase in the total pore volumes is dominantly contributed by the increase in volume of mesopores. Specifically, as the RFM mass ratio decreases from 35% to 10%, the Vmicro maintains a similar value (~ 0.18 cm 3 g -1 ), while the Vmeso increases significantly from 0.67 to 1.85 cm 3 g -1 . The same trend applies to the catalysts subjected to the pyrolysis in NH3, with an increase of SBET and total porous volume with the NH3 treatment even though the effect, in this case, is smaller with the decrease of the mass ratio in the sol. These results indicate that the pore characteristic of the resulting Fe-N-C aerogel catalysts is based on the pore structure of the counterpart pyrolyzed exclusively in N2. The effect of RFM mass ratio on the pore structure is illustrated in Figure 3C. A lower RFM mass ratio implies that a higher fraction of water is entrapped in the pores of the aerogel, which enlarges the average pore size of the final catalysts in the mesopore range. The impact is however milder on the micropores of the resulting pyrolyzed aerogels, which is mainly affected by the pyrolysis conditions and the use or not of a reactive atmosphere [START_REF] Wang | One-Pot Synthesis of Fe-N-Containing Carbon Aerogel for Oxygen Reduction Reaction[END_REF]. After N2 atmosphere treatment, from their pore size distribution curves, it can be noticed that the catalysts prepared with a lower RFM mass ratio have a broader pore-size distribution from micropore size up to 20 nm. In contrast, the catalysts with a higher RFM mass ratio of 35% have a narrower pore-size distribution range from 0.36 nm to 10 nm. Upon pyrolysis in NH3, the pore structure of the aerogels is affected drastically for both micropores and mesopores. The specific surface area (SBET) increases from 710-841 to 1353-1519 m 2 g -1 , almost twice as much as their counterpart without NH3 heattreatment. The pore volume is also increased from the range of 0.89-2.07 to 1.53 -2.91 cm 3 g -1 . The increase in surface area and pore volume is attributed to the formation of additional micropores and mesopores, which is due to the carbon gasification reaction between NH3 and carbon matrix composed of the main reaction (C + NH3 → HCN + H2) and a minor reaction (C + 2H2 → CH4) [START_REF] Jaouen | Fe-Based Catalysts for Oxygen Reduction in PEMFCs[END_REF].

Table 1 The textural characteristics of the Fe-N-C aerogels prepared by various mass ratios of RFM Catalyst SBET (m² g -1 ) Smicro (m² g -1 ) VT (cm 3 g -1 ) Vmicro (cm 3 g -1 ) Vmeso (cm 3 To investigate the impact of the RFM mass ratio and pyrolysis conditions on the surface composition of the as-prepared catalysts, XPS analysis was conducted. As shown in Table 2, before heat-treatment in NH3, only C, N and O are detectable on the surface of the aerogel catalysts, and the variation of the RFM mass ratio did not cause a large change in the surface composition of the resulting catalysts. Comparing the results of catalysts before and after NH3 heat-treatment, it could be seen that the chemical composition on the surface is largely affected by the pyrolysis conditions, indicated by the change in the Fe and N chemical environment after the heat-treatment in NH3. This observation agrees with the result in our previous work [START_REF] Wang | One-Pot Synthesis of Fe-N-Containing Carbon Aerogel for Oxygen Reduction Reaction[END_REF]. Fe particles are encapsulated by layers of graphitized carbon formed during the first heat-treatment in N2, leading to a lower relative concentration compared with that after pyrolysis in NH3, as shown from Table 2 and (N-Ox) [START_REF] Li | Structural and mechanistic basis for the high activity of Fe-N-C catalysts toward oxygen reduction[END_REF]. Their contents for each catalyst under study are listed in Table 2. It could be noticed that the relative contents of pyridinic N and Fe-Nx were slightly increased after the pyrolysis in NH3, along with the decrease in the relative contents of the other three components. There is growing consensus that the catalytic sites of Fe-N-C catalyst for the ORR in acid medium can be ascribed to Fe-Nx which leads to the complete reduction of oxygen releasing 4 electrons for catalysts with low Fe content (the content of our catalysts is about 1wt%) [START_REF] Kumar | Physical and chemical considerations for improving catalytic activity and stability of non-precious-metal oxygen reduction reaction catalysts[END_REF]. However, several hypotheses on the activity of other Nspecies for the ORR have also been reported in the literature. Pyridinic N has been widely regarded as another important N-species over the rest N-containing species including N-5, N-Q and N-Ox. It has been demonstrated experimentally and theoretically, that carbon atoms next to pyridinic N with Lewis basicity play a significant role as active sites, to which oxygen molecules are adsorbed as the initial step of the ORR [START_REF] Li | Structural and mechanistic basis for the high activity of Fe-N-C catalysts toward oxygen reduction[END_REF]. From the above physico-chemical characterizations, the pyrolysis in NH3 has large impact on the microstructure, texture, morphology and chemical composition of the aerogel catalysts, which is in consistent with our previous study [START_REF] Wang | One-Pot Synthesis of Fe-N-Containing Carbon Aerogel for Oxygen Reduction Reaction[END_REF]. The impact of the pyrolysis in NH3 on ORR performance of RFM20 catalyst is shown in Figure SI.2. As can be seen from ORR polarization curves and Tafel plots, the catalyst subjected to the pyrolysis in NH3 exhibits a sharp kinetic-to-diffusion transition region, higher diffusion-limited current density, a flatter plateau in the diffusion-controlled region and higher mass activity (2.9 A g -1 vs. 0.14 A g -1 at 0.8 V), in comparison with the catalyst without heat-treatment in NH3. The impact of the pyrolysis in NH3 on ORR performance is also consistent with what we have observed in our previous work even though the aerogel catalysts were prepared by different Fe precursors [START_REF] Wang | One-Pot Synthesis of Fe-N-Containing Carbon Aerogel for Oxygen Reduction Reaction[END_REF]. The enhanced ORR activity of catalysts subjected to the heattreatment in NH3 is due to their more interesting features, including higher specific surface area and mesopore volume, higher content of active N-species (mainly N-6 and slightly Fe-Nx).

The electrochemical performance for the ORR of the catalysts with different RFM mass ratios subjected to the pyrolysis in NH3 was evaluated with RDE in 0.05 M H2SO4. Figure 4A exhibits the cyclic voltammograms (CVs) recorded in N2-saturated electrolyte. All the CVs exhibit a rectangle profile which is typical characteristic of carbonaceous materials, which were the background current used to correct their corresponding ORR polarization currents. Figure 4B exhibits the corrected ORR polarization curves recorded in O2-saturated electrolyte. As can be seen, the catalysts with lower RFM mass ratio exhibit better mass-transport properties which is verified by a sharp kinetic-to-diffusion transition region, higher diffusion-limited current density and a flatter plateau in the diffusioncontrolled regions. The better mass-transport of O2 in catalysts prepared with low RFM mass ratio is mainly contributed by a higher mesopore volume. Intrinsically, the onset potential for ORR is 0.86 V for the RFM20-800N2-950NH3 electrode, whereas for the RFM35-800N2-950NH3 and RFM10-800N2-950NH3 it is 0.855 V. Furthermore, the half-wave potential of RFM20-800N2-950NH3 is 0.763 V, around 10 mV and 90 mV more positive than RFM10-800N2-950NH3 and RFM35-800N2-950NH3, respectively. Figure 4C compares the Tafel plots. At 0.8V, the RFM20-800N2-950NH3 delivers a higher mass activity of 2.9 A g -1 , compared to 1.52 and 1.92 A g -1 on RFM35-800N2-950NH3 and RFM10-800N2-950NH3, respectively. The ORR parameters obtained in the present work are close to those reported by Ratso et al [START_REF] Ratso | Synthesis of highly-active Fe-N-C catalysts for PEMFC with carbide-derived carbons[END_REF]. It can be also noticed that the catalysts with RFM mass ratio of 10% and 20% show lower Tafel slopes of 56 mV dec -1 , indicating a different mechanism.

The electron-transfer number (n) of the catalysts over the potential range of 0.05-0.6 V were further calculated using K-L plots (an example is shown in the inset of Figure 4D) under five different According to the above preliminary results, it could be noted that the catalyst prepared with 20% of RFM mass ratio exhibits the highest catalytic activity for the ORR. For application, the durability is of equal significance as the catalytic activity. Therefore, acid washing treatment (0.5 M H2SO4, 80 °C, 7 h) was introduced in the synthesis protocol leading to the initially most active catalyst (namely with the RFM ratio of 20) after the first pyrolysis step in N2 and before the second one in NH3, in order to eliminate unstable and inactive or poorly active species such as metallic Fe. The catalyst with acid wash is denoted as RFM20-800N2-AW-950NH3, where AW stands for acid washing. In order to identify the Fe species and the effect of acid wash, the catalysts RFM20-800N2-950NH3 and RFM20-800N2-AW-950NH3 were analysed by Fe edge XAS and 57 Fe Mössbauer spectroscopies.

The environment, coordination and oxidation state of the iron atoms and their evolution after acid washing has been studied by measuring the Fe K-edge XAS spectra of RFM20-800N2-950NH3 and RFM20-800N2-AW-950NH3. Fe-phthalocyanine (with Fe 2+ coordinated to 4 N atoms in a square planar geometry), Fe2O3, Fe3C and an iron foil were used as standards. The X-ray absorption near edge structure (XANES) for RFM20-800N2-950NH3 and RFM20-800N2-AW-950NH3 samples, along with the spectra of the standards are shown in Figure 5. The fingerprint comparison with the spectra of the reference samples, suggests that both catalysts contain iron species in Fe 2+/3+ and Fe 0 oxidation states. As observed, the edge of the spectrum for RFM20-800N2-AW-950NH3 shifts towards higher energy with respect to the non-washed sample. This shift is consistent with a higher relative concentration of iron species in 2+/3+ oxidation state relative to zero oxidation state in RFM20-800N2-AW-950NH3 than in RFM20-800N2-950NH3. This observation agrees with the successful removal of metallic iron species during the acid washing, observed by XRD (see Figure

SI.3).

The spectrum for Fe-phthalocyanine (in Figure 5A) shows a pre-edge peak characteristic of Fe atoms in a centro-symmetric square-planar coordination of FeN4 sites [START_REF] Alves | Origin of the electrocatalytic properties for oxygen reduction of some heat-treated polyacrylonitrile and phthalocyanine cobalt compounds adsorbed on carbon black as probed by electrochemistry and X-ray absorption spectroscopy[END_REF]. This peak is not observed in the spectra of RFM20-800N2-950NH3 and RFM20-800N2-AW-950NH3, indicative of either a distorted Fe-N4 coordination in pyrolyzed catalysts and/or the presence of axial ligands (oxygenated species) on top of Fe-N4 sites. The latter case is expected for surface-sites. It should be noted though that the absence of the pre-edge peak characteristic for square-planar and centrosymmetric Fe-N4 is in line with observations in XAS analysis of similar pyrolyzed Fe-N-C catalysts [START_REF] Alves | Origin of the electrocatalytic properties for oxygen reduction of some heat-treated polyacrylonitrile and phthalocyanine cobalt compounds adsorbed on carbon black as probed by electrochemistry and X-ray absorption spectroscopy[END_REF][START_REF] García | Fe doped porous triazine as efficient electrocatalysts for the oxygen reduction reaction in acid electrolyte[END_REF] and it can also be assigned to the bending of the FeNx moieties and/or to the occupation of some of the axial empty positions of the square planar FeN4 moieties [START_REF] Fei | General synthesis and definitive structural identification of MN4C4 single-atom catalysts with tunable electrocatalytic activities[END_REF]. A careful inspection of the spectrum of RFM20-800N2-950NH3 reveals the presence of a feature around 7115 eV, appearing as a shoulder and not a pre-edge peak. This shoulder can also be observed in the spectrum for Fe3C, and it is therefore indicative of the presence of either iron carbide or metallic Fe (either α or γ as shown below) in RFM20-800N2-950NH3.

The phase-corrected k 2 -weighted Fourier Transform (FT) of the EXAFS signal is shown in Figure 5B. The FT signal for RFM20-800N2-950NH3 presents two peaks at ~ 1.78 Å and 2.27 Å, that can be ascribed to Fe-N/Fe-O and Fe-Fe scatterings, respectively. The Fe-N/Fe-O signal can be assigned to FeN4 moieties (with O2 or oxygenated species axially adsorbed on top of Fe) or Fe-O in Fe-oxide. The Fe-Fe signal can be assigned to Fe 0 , Fe3C, or Fe-oxides. However, the Fe-Fe bond length in Fe oxides is expected to lay between ca. 2.8 and 3.4 Å, significantly higher than the values observed here. The lack of intense features at those radial distances in the spectrum for RFM20-800N2-950NH3 suggests the absence of well-ordered Fe-oxides, and suggest in turn the assignation of the first shell peak mainly to Fe-Nx species. However, the presence of nanosized and/or amorphous iron oxide particles cannot be excluded, since such particles would display only weak Fe-Fe features in the EXAFS spectrum, as shown by the study of Fe-N-C cathode after operation in PEMFC [START_REF] Li | Identification of durable and non-durable FeN x sites in Fe-N-C materials for proton exchange membrane fuel cells[END_REF].

The spectrum of RFM20-800N2-AW-950NH3 displays a strong signal of the first shell Fe-N (Fe-O) scattering contribution at 1.78 Å. In addition, the spectrum lacks the feature for the Fe-Fe scatterings at ca. 2.27 Å (characteristic for metallic Fe) and which was clearly observed in the spectrum of the non-washed sample), suggesting the efficient removal during the acid washing of most of the iron metallic and/or iron carbide species. The evolution of the EXAFS signals in the spectra for the non-washed and acid-washed samples is consistent with the qualitative analysis of the XANES spectra and further supports the conclusion that Fe 0 species are removed during the acid washing, whereas Fe-Nx species were stable in RFM20-800N2-AW-950NH3. However, the presence of a small feature at 2.6 Å in the spectrum of the acidwashed sample suggests that particles of iron oxide are present in the acid-washed sample.

57 Fe Mössbauer spectra were collected at 5K and were fitted with two sextets, one doublet and a singlet, as shown in Figure 6A and Figure 6B. Based on the fitted parameters (Table SI.1), one sextet is unambiguously assigned to iron carbide and the other to ferric oxide while the singlet is assigned to γ-Fe. The doublet is the D1 component widely observed in pyrolyzed Fe-N-C catalysts but only recently assigned to high spin ferric Fe 3+ -Nx moiety with oxygenated species adsorbed on top [START_REF] Li | Identification of durable and non-durable FeN x sites in Fe-N-C materials for proton exchange membrane fuel cells[END_REF][START_REF] Mineva | Understanding Active Sites in Pyrolyzed Fe-N-C Catalysts for Fuel Cell Cathodes by Bridging Density Functional Theory Calculations and 57Fe Mössbauer Spectroscopy[END_REF]. The cumulative relative intensity of zero-valent Fe species (γ-Fe and Fe3C) decreases from 52 % to 25 % when an intermediate acid washing is performed. One can in particular note the absence of Fe3C in RFM20-800N2-AW-950NH3 while it is present in RFM20-800N2-950NH3. In contrast, the cumulative relative intensity of ferric species (Fe(III)-Nx sites and Fe2O3) increases from 47% to 75%. These results confirm the main observations and trends obtained by XRD, XANES and EXAFS. The strong increase in the relative intensity of Fe(III)-Nx sites (D1) from 12 to 28 % can be assigned to the efficient removal of zero-valent Fe species during acid washing. The mild increase of Fe2O3 signal intensity from 35 % to 47 % can be the outcome of a) simultaneous removal of zerovalent Fe (increasing the signal of all other Fe species) and of some Fe2O3 that was present before the acid washing, or b) simultaneous removal of all Fe2O3 that was present before the acid washing and the transformation of some zero-valent Fe (possibly as well as minor fraction of Fe-Nx sites) into

Fe2O3. The reprecipitation of leached Fe cations on Fe-N-C was recently reported to lead to the operando formation of nanosized Fe2O3 spontaneously, both in PEMFC environment and in liquid electrolyte acidic and alkaline environment [START_REF] Li | Identification of durable and non-durable FeN x sites in Fe-N-C materials for proton exchange membrane fuel cells[END_REF][START_REF] García | Study of the evolution of FeNxCy and Fe3C species in Fe/N/C catalysts during the oxygen reduction reaction in acid and alkaline electrolyte[END_REF].

These trends could also be confirmed by the TEM images of these catalysts. As seen from Figure 6C and Figure 6D, Fe particles of around 30 nm could be seen in RFM20-800N2-950NH3, while they disappear after acid washing. EDX maps of particles confirm the presence of iron particles encapsulated by graphitic carbon or with of a thin oxide layer on the surface (Figure SI.4). TEM did not identify Fe particles in the investigated area of RFM20-800N2-AW-950NH3 which may be due to a combination of a small number of large γ-Fe particles (high probability to not find such particle in a small area of catalyst), and the small size and/or amorphous character of Fe2O3 particles (possibly 2 nm in size) formed during or after the acid washing. Figure 6E and Figure 6F compares the ORR polarization curves and Tafel plots recorded before and after the accelerated durability test for both catalysts (2000 cycles at 50 mVs -1 between 0.6 and 1.0 V vs. RHE in an N2 saturated electrolyte) to evaluate their stability. Before durability test, the catalysts with and without acid washing exhibit the same Tafel slope of 57 mV dec -1 , half wave potential of 0.76 V vs. RHE, onset potential of 0.86 V and electron transfer number of ca. 4. The jM of catalyst with acid washing is 3.29 A g -1 which is slightly higher than that without acid washing (2.9 A g -1 ), still in the line of the results of Ratso et al [START_REF] Ratso | Effect of Ball-Milling on the Oxygen Reduction Reaction Activity of Iron and Nitrogen Co-doped Carbide-Derived Carbon Catalysts in Acid Media[END_REF]. This indicates that the acid washing step has minor impact on ORR performance. However, a big influence on the durability could be noticed after acid washing. For the catalyst with acid washing, the ORR polarization curves are almost identical in the kinetic region and the jM at 0.8V retains 95% of its initial value after AST test of 500 cycles then declines to 70.5% of its initial value after 2000 cycles. By contrast, a negative shift of the polarization curve could be noticed after 500 cycles and the decay of jM at 0.8V is higher (~ 30%) for the catalysts without acid washing treatment. After 2000 cycles, the decay of jM for the catalyst without acid washing is higher than 50%. Apparently, acid washing could effectively promote the stability of the Fe-N-C aerogel catalysts.

The number of active sites and turnover frequency (TOF) was calculated on the RFM20-800N2-AW-950NH3. The possibility of determining the number of surface-active sites from CO chemisorption has been explored recently by Strasser and co-worker [START_REF] Sahraie | Quantifying the density and utilization of active sites in non-precious metal oxygen electroreduction catalysts[END_REF]. This approach is based on the observation that the amount of adsorbed CO increased with the ORR activity of Fe-N-C catalysts.

Assuming that CO adsorption takes place only at the Fe-N4 sites located at the catalyst surface with a 1:1 stoichiometry it is possible to determine the site density (SD) from the number of CO molecules chemisorbed from Equation 1 and TOF from equation 2 (see experimental section 2.1). From the CO cryo-chemisorption data we obtained a value of 6.02•10 19 surface sites per gram of catalyst for RFM20-800N2-AW-950NH3. This value compares well with the highest values reported in literature of ~ 0.7•10 20 surface sites per gram of catalyst [START_REF] Specchia | Mapping transition metal-nitrogen-carbon catalyst performance on the critical descriptor diagram[END_REF]. This value translates into a TOF of 0.34 electrons per site per second calculated for a mass activity of 3.27 A/g at 0.8 V, which in line with the TOF values obtained for Fe-N-C catalysts with similar activities [START_REF] Sahraie | Quantifying the density and utilization of active sites in non-precious metal oxygen electroreduction catalysts[END_REF][START_REF] Primbs | Establishing reactivity descriptors for platinum group metal (PGM)-free Fe-N-C catalysts for PEM fuel cells[END_REF][START_REF] Leonard | Deconvolution of utilization, site density, and turnover frequency of Fe-nitrogen-carbon oxygen reduction reaction catalysts prepared with secondary N-precursors[END_REF].

Single-cell evaluation

Figure 7 shows the single-cell polarisation and power density curves of the RFM20-800N2-950NH3 catalyst as cathode with different ink composition and back pressure. The first ink (ink 1) had a content of Nafion ® of around 30 wt% of the dry matter and a large ethanol-to-water ratio of ca.

7. The second ink (ink 2) had been modified in several ways to create a more porous catalytic layer, and it had an increased ratio between the contents of Nafion ® and catalyst to create a good ionomer network and a decreased ethanol-to-water ratio to ensure good particle dispersion. Regardless of the back pressure, the OCV values are higher for ink 1 than for ink 2. The values obtained at P = 1.5 barabs are 0.82 V and 0.79 V for ink 1 and ink 2, respectively. The values increase with increasing back pressure, 0.87 V and 0.82 V for ink 1 and ink 2, respectively, at P = 3 barabs. Nevertheless, the use of ink 2 results in a better performance for both pressures studied, as revealed by the higher voltages for this ink when current is drawn. Indeed, the performance with ink 2 even at low pressure is better than that at higher pressure with ink 1. This is likely an indication that the electrode structure for ink 1 is too compact to enable good transport of gas (oxygen), water and protons, while the electrode structure for ink 2 is better suited for this, as the higher ionomer content here creates more and better paths between the dense particles of catalytic material for the vital mass transport to take place. The gain when increasing the pressure is less significant for ink 2 than for ink 1. This is another indication of the better electrode texture obtained with ink 2, where mass-transport resistances and possible flooding effects -typically revealed at low pressures -are not as severe as for ink 1.

However, by comparing the blue and green curves in Figure 7 A and B, one can see that even ink 2 is not free of issues, in as much as the hysteresis in the scans could signify a flooding effect at high current density; however, probably reversible. These results emphasise that the intrinsic characteristics of the material with good performance in RDE could not guarantee a good performance in PEMFC. MEA implementation conditions, the texture of the catalytic layer, the ink recipe as well as the hydrophobicity degree of the whole electrode determine the utilization of the active sites of catalyst and the flooding conditions of the electrodes.

All these parameters need to be adapted to the catalyst characteristics particularly for PGM-free Fe-N-C-based catalysts. Due to their lower activity compared to Pt/C based catalysts, the quantity of the PGM-free Fe/N/C-based catalysts has to be increased leading to a thicker catalyst layer and the texture of this layer has to be adapted. Here we have already found that at 0.5 V, for P = 3 barabs, the current density can be doubled (from 0.116 A cm -2 to 0.258 A cm -2 ), while it can even be multiplied by four at P = 1.5 barabs (from 0.047 A cm -2 to 0.180 A cm -2 ), by adapting the ink composition (see Figure 7).

This maximum power value of our catalyst is higher than the value obtained for non-ZIF derived Febased catalysts [START_REF] García | Fe doped porous triazine as efficient electrocatalysts for the oxygen reduction reaction in acid electrolyte[END_REF]45] and the catalysts cited by Shao et al [2] measured in H2/air fuel cells.

However, compared with the commercial Pajarito powder tested in our study (ink 2, see Figure SI.5) and some state-of-the-art Fe-N-C cathodes reported in the literature, as can been from the Table SI.2, there is still a certain gap and a further improvement is needed for our Fe-N-C aerogel catalyst [START_REF] Yang | SiO2-Fe/N/C catalyst with enhanced mass transport in PEM fuel cells[END_REF][START_REF] Chen | Enhanced oxygen reduction with single-atomic-site iron catalysts for a zinc-air battery and hydrogen-air fuel cell[END_REF][START_REF] Chung | Direct atomic-level insight into the active sites of a high-performance PGM-free ORR catalyst[END_REF]. It is clear that our Fe-N-C aerogel catalyst has not been extensively studied like the others (Pajarito and ZIF-based Fe-N-C catalysts), and thus further optimisation on the ink and manufacturing conditions for MEAs with this particular catalyst is likely to yield still better performances.

Conclusion

Fe-N-C aerogel catalysts were prepared by sol-gel reaction of resorcinol, melamine, formaldehyde and FeCl3 salt, supercritical drying and thermal treatments. The characteristics of the resultant catalysts can be tailored and adjusted to the catalyst specificities by modifying the chemical or process parameters. The texture of catalysts can be modified by varying the mass ratio of monomer in the sol. The lower the ratio in the initial sol-gel step, the higher quantity of pores with large size.

By applying a NH3 thermal treatment, the increasing in surface area and pore volume is attributed to the formation of both micropores and mesopores due to the carbon gasification reaction between NH3 and the carbon matrix. Likewise, the variation of the RFM mass ratio did not modify the surface composition which is mainly affected by the heat-treatment gas atmosphere. The NH3 thermal treatment largely affects the surface composition, specifically on the N chemical environment on the surface of the catalysts. The contents of pyridinic N and Fe-Nx were increased for the catalysts with heat treatment in NH3. The catalyst with a mass ratio of 20% treated in NH3 exhibits the best ORR performance (activity and mass transport) due to the optimum balance between pore structure and active N species. Through acid washing, the durability of this catalyst was further improved by eliminating the unstable and inactive species (metallic iron and iron carbides, and confirmed by conclusions coming from XRD, TEM, XANES, FT-EXAFS and Mössbauer) preserving Fe-Nx moieties responsible for the high activity measured for the oxygen reduction reaction in acid electrolyte. From the CO cryo-chemisorption on RFM20-800N2-AW-950NH3, the number of surface sites are comparable to the highest values reported in literature and a turnover frequency (TOF) is in line with the TOF values obtained for Fe-N-C catalysts with similar activities. The catalyst was implemented in 25-cm² surface area MEAs with different ink recipes and compared in single cell. It was found that the performance is not only affected by the intrinsic characteristics of the catalyst but also the ink formula for the catalyst layer. The formula of the ink has to be adapted to the characteristics of the catalyst in order to achieve a good performance. 
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 2 Figure 2 SEM images of Fe-N-C aerogel catalysts prepared with different RFM mass ratios.

  Figure SI.1A and 1B. As for the N 1s spectra (Figure SI.1C and 1D) of all catalysts, they were deconvoluted into five peaks, including pyridinic N (N-6), Fe-Nx, pyrrolic N (N-5), quaternary N (N-Q) and oxidized N
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  rotation rates, as shown in Figure4D. The n values over the potential of 0.05-0.6 V of RFM20-800N2-950NH3 and RFM10-800N2-950NH3 are in the range of 3.83-3.64 and 4.0-3.75, respectively, indicating the four-electrons pathway dominantly preceded on these two catalysts. As a comparison, the numbers of electrons exchanged for RFM35-800N2-950NH3 are lower, 3.17-2.92 over the same potential range. Our best aerogel RFM20-800N2-950NH3 is comparable to the commercial Fe-N-C catalyst (Pajarito powder) which delivers a mass activity of 4.11 A g -1 with a half-wave potential of 0.753 V and a slightly higher onset potential of 0.88 V.

Figure 4 (

 4 Figure 4 (A) Cyclic voltammograms of catalysts with different RFM mass ratios and commercial Pajarito catalyst recorded in 0.05 M N2-saturated H2SO4 at 10 mV s -1 , (B) ORR polarization curves in 0.05 M O2-saturated H2SO4 at 10 mV s -1 under 1600 rpm. (C) Tafel plots and (D) Electron-transfer number over 0.05-0.6V. Inset of D: The K-L plots at 0.2 V vs. RHE.

Figure 5 .

 5 Figure 5. XANES (A) and phase-corrected FT-EXAFS (B) spectra of the catalysts and references

Figure 6 57

 6 Figure 6 57 Fe Mössbauer spectra, TEM images, LSV curves (Inset: Tafel plots) of RFM20-800N2-950NH3 (A, C, E) and RFM20-800N2-AW-950NH3 (B, D, F).

Figure 7 .

 7 Figure 7. Polarization and power density curves (A: Negative scan, B: Positive scan) for 25-cm² MEAs with cathodes made from two different inks. Ink 1: Ionomer/catalyst (I/C) ratio 0.47, EtOH/H2O ratio 7.2; Ink 2: I/C ratio 1.0, EtOH/H2O ratio ca. 1. Cathode catalyst loading: 2 mg cm -2 . Test conditions: 80 °C; H2/air at 500/2000 mL min -1 , 100 % RH, and back pressure of 1.5 or 3 barabs

Figure SI. 1

 1 Figure SI.1 High-resolution XPS spectra of Fe2p (A, B) and N 1s (C, D) of Fe-N-C aerogels before and after NH3 heat treatment.

Figure SI. 2

 2 Figure SI.2 LSV curves in 0.05 M O2-saturated H2SO4 at 10 mV s -1 under 1600 rpm (A) and Tafel plots (B) of RFM20 catalysts with and without pyrolysis in NH3, and with acid washing and pyrolysis in NH3.

Figure SI. 3

 3 Figure SI.3 XRD pattern of RFM20-800N2-AW-950NH3.

Figure SI. 4

 4 Figure SI.4 EDX maps of particles on RFM20-800N2-950NH3.

Figure SI. 5

 5 Figure SI.5 Polarization and power density curves for 25-cm² MEAs with Pajarito powder. Ink 2. Cathode catalyst loading: 2 mg cm -2 . Test conditions: 80 °C; H2/air at 500/2000 mL min -1 , 100 % RH, and back pressure of 1.5 or 3 barabs.

  

  

  10 were prepared with RFM and Fe precursors with lower concentrations, enabling a better dispersion of Fe within aerogel. During the pyrolysis in NH3, Fe-Nx-C is preferred to be formed instead of crystalline Fe. Less Fe particles lead to less graphitization of carbon scaffold.
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Table 2

 2 Surface elemental composition of the Fe-N-C catalysts

	Catalyst	Fe/C	N/C	O/C	Fe/N	Pyridinic N (N-6)	Fe-Nx	Pyrrolic N (N-5)	Quaternary N (N-Q)	Oxidized N
	RFM35-800N2 0.0006 0.025 0.05	0.02	29.7	20.2	26.5	16.6	7.1
	RFM20-800N2 0.0009 0.024 0.03	0.04	33.8	19.9	29.8	11.2	5.4
	RFM10-800N2 0.0008 0.023 0.05	0.03	28.7	18.0	32.8	13.2	7.4
	RFM35-800N2-950NH3	0.001 0.034 0.031	0.03	41.5	24.7	19.2	9.1	5.6
	RFM20-800N2-950NH3	0.0015 0.029 0.030	0.05	38.4	22.8	21.8	10.4	6.5
	RFM10-800N2-950NH3	0.001 0.027 0.031	0.04	34.9	22.8	25.7	10.9	5.7

Table SI .

 SI 1 Mössbauer fitting table. Parameters derived from the fittings of Mössbauer spectra at 5 K of the: RA (%), IS (mm•s -1 ), QS (mm•s -1 ), LW (mm•s -1 ) and H (Tesla) of each fitted spectral component.

			RA	IS	QS	LW	H	
		Comp.						Assignment
			%	mm•s -1	mm•s -1	mm•s -1	Tesla	
	RFM20-	D1	13	0.47	1.34	0.8	-	Fe 3+ -N4 site
	800N2-	singlet	41	0.03	-	0.97	-	γ-Fe
	950NH3	Sextet 1	11	0.30	-	0.76	26	Fe3C
		Sextet 2	35	0.66	-	1.99	44	Fe2O3
	RFM20-	D1	25	0.54	1.21	0.8	-	Fe 3+ -N4 site
	800N2-	singlet	28	0.20	-	1.71	-	γ-Fe
	AW-	Sextet 2	47	0.37	-	1.77	43	Fe2O3
	950NH3							

Table SI .

 SI 2 Comparison of the performance non-noble cathode catalysts for H2/air fuel cell reported in the literatures

			Operating conditions
	Catalysts	Maximum power (mW cm -2 )	(Catalyst loading, temperature, humidity, back pressure)
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