
HAL Id: hal-03367555
https://hal.science/hal-03367555

Submitted on 6 Oct 2021

HAL is a multi-disciplinary open access
archive for the deposit and dissemination of sci-
entific research documents, whether they are pub-
lished or not. The documents may come from
teaching and research institutions in France or
abroad, or from public or private research centers.

L’archive ouverte pluridisciplinaire HAL, est
destinée au dépôt et à la diffusion de documents
scientifiques de niveau recherche, publiés ou non,
émanant des établissements d’enseignement et de
recherche français ou étrangers, des laboratoires
publics ou privés.

Flexible and Ultra-thin Metal-Oxide films for multi
resonance-based Sensors in Plastic Optical Fibers

N. Cennamo, F. Arcadio, L. Noel, L. Zeni, O. Soppera

To cite this version:
N. Cennamo, F. Arcadio, L. Noel, L. Zeni, O. Soppera. Flexible and Ultra-thin Metal-Oxide films for
multi resonance-based Sensors in Plastic Optical Fibers. ACS Applied Nano Materials, 2021, 4 (10),
pp.10902-10910. �10.1021/acsanm.1c02345�. �hal-03367555�

https://hal.science/hal-03367555
https://hal.archives-ouvertes.fr


1 

 

Flexible and Ultra-thin Metal-Oxide films for 

multi resonance-based Sensors in Plastic 

Optical Fibers  
N. Cennamo

1
, F. Arcadio

1
, L. Noel

2,3
, L. Zeni

1
, and O. Soppera

2,3,* 

1Department of Engineering, University of Campania Luigi Vanvitelli, 81031 Aversa, Italy 

2Université de Haute Alsace, CNRS, IS2M UMR 7361, 68100, Mulhouse, France 

3Université de Strasbourg, Strasbourg, France 

*e-mail: olivier.soppera@uha.fr 

Abstract- We have exploited a laser-based integration process of ultra-thin Metal-Oxide (MO) 

films in order to improve the plasmonic effect in sensors based on D-shaped Plastic Optical 

Fibers (POFs). More specifically, by using ultra-thin MO films, the performances of the 

Surface Plasmon Resonance (SPR) phenomenon improve and a Lossy Mode Resonance 

(LMR) can occur. Although the role of this kind of materials has been already presented, 

when they are deposited as overlayer (upside the thin metal film), we have used a different 

approach by depositing MOs, specially Zirconium Oxide (ZrO2) and Titanium Oxide (TiO2), 

as flexible intermediate layers between the exposed core of POFs and the gold film. The MO 

layer is prepared from sol-gel solution and Deep-UV laser curing allows to densify the thin 

film and tune the refractive index, with a room temperature process fully compatible with the 

flexible polymer substrates. In a preliminary step, we have carried out numerical results, 

based on transfer matrix formalism, in order to predict the SPR response. Subsequently, we 

have experimentally characterized the developed sensor configurations. Numerical and 

experimental results have shown above all an enhancement of the sensor performances, in 

terms of SPR sensitivity, with respect to a reference sensor based on a polymer instead of 

MOs. Moreover, in some proposed sensor configurations, together with the SPR phenomenon, 

an LMR phenomenon was observed. It occured in a different wavelength range, for a typical 

refractive index range present when considering receptors for biochemical sensing 

applications. Therefore, both resonances (SPR and LMR) could be used in several application 

fields. 
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I. INTRODUCTION 

 

Surface Plasmon Resonance (SPR) and Localized SPR (LSPR) are well-known techniques, 

widely used both in academic and commercial areas, because of their great sensitivity and 

versatility in several application fields [1-5]. In particular, the plasmonic phenomenon is very 

sensitive to the change in the refractive index of a dielectric medium in contact with a noble metal 

thin film (e.g. gold). Moreover, Lossy Mode Resonance (LMR) complements the metallic materials 

typically used in SPR–based sensors, with thin metallic oxides and polymers [6,7]. 

To realize even more efficient sensor systems, SPR, LSPR, and LMR can be coupled with 

optical fibers so taking advantage of the excellent properties related to these guiding structures, like 

immunity to electromagnetic interferences, the possibility of remote sensing and so on [6-13]. 

Along this line, several configurations have been exploited in literature, like the ones based on D-

shaped fibers [14-17], tapered fibers [18-21], U-bent fibers [22,23], and many others [24-26]. In the 

last years, in order to improve the performances of SPR sensors based on optical fiber, several 

measures have been adopted, like, for instance, by using ultra-thin films graphene-based, that have 

led to excellent results [27-29].   

With the aim to obtain an improved SPR platform, Cennamo et al. have presented a plasmonic 

platform based on a D-shaped plastic optical fiber (POF) that includes an intermediate buffer layer 

between the fiber core and the gold film [15]. This layer, having a refractive index higher than the 

one of the fiber core, is above all useful to improve the adherence of the subsequent layers and, 

moreover, its use leads to an enhancement of the performances in terms of signal to noise ratio 

(SNR) [15]. The aim, in order to emphasize this aspect, is to reduce the thickness of the 

intermediate layer and in the same time to increase its refractive index. To do this, a possible 
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alternative is represented by Metal-Oxide (MO) layers, that have already demonstrated to be an 

appropriate solution to achieve what wished when are deposited as overlayer [30-33]. In particular, 

metal oxides are relevant because they are suitable in different application fields, ranging from 

optics to photonics and microelectronics [34-36]. MO are indeed transparent in the visible range, 

chemically inert, with good mechanical properties and with high refractive index. Among the 

different processes to integrate MO, processes based on the use of MO precursors in solution (sol-

gel chemistry) have been very successful in recent years because they are low-cost techniques, 

simple to implement and offering multiple possibilities in terms of chemical compositions and 

associated properties. However, one of the important limitations to the integration of these materials 

on flexible substrates (polymer films, polymer fibers for example) is the need for a thermal 

treatment step at relatively high temperature to remove the solvent, the organic part of the 

precursors and to densify the material. Typically, temperatures in the range of 300°C to 600°C are 

required, depending on the precursors and the desired material [37]. Soppera et al proposed a 

process based on Deep-UV (193 nm) excimer laser irradiation for curing the deposited wet film and 

obtaining the MO thin film. The interest of this approach is to reduce the curing time, introduce the 

possibility to locally treat the material for photopatterning, and above all, be suitable with polymer 

substrates since the process is led at room temperature. [38-41]. 

In this work we propose several multi-resonance POF sensor configurations, based on a D-

shaped POF platform, implementing different ultra-thin MOs films, specially Zirconium Oxide 

(ZrO2) and Titanium Oxide (TiO2), as intermediate layers between the exposed core of the POF and 

the gold film. This choice is contingent on the fact that we want to keep gold as external layer in 

order to harness the optimized functionalization processes, when considering bio-chemical sensing 

applications. Several ultra-thin MOs films combined with metal nanofilms have been theoretically 

studied, by performing numerical simulation with a commercially available software, for plasmonic 

sensor configurations different from the ones proposed in this work [42-44]. At first, we present the 
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conditions to prepare the thin films and their characterization by spectroscopic ellipsometry and 

FTIR. Then, we have conducted a numerical analysis, based on transfer matrix formalism, to predict 

the SPR behavior of these novel configurations; subsequently, we have realized and tested these 

MO-based POF sensors and then compared the performances, in terms of sensitivity, with respect to 

a reference sensor (it is based on the same D-shaped POF with a photoresist buffer layer, used as 

intermediate layer [15]). Moreover, we have highlighted that some sensor configurations show, in 

addition to the SPR phenomenon excited independently from the polymer buffer layer [15] in the 

range from 600 nm to 770 nm, also a tangible LMR phenomenon in the range from 500 nm to 540 

nm, so making it possible to monitor both resonances (SPR and LMR), when these platforms are 

used in biochemical sensing applications. 

II. MATERIALS AND METHODS 

 

A. SPR-POF reference sensor 

The construction process of the SPR-POF reference sensor, schematically reported in 

Figure S1a, is extensively described in [15] and includes a plastic optical fiber having a 

poly(methyl methacrylate) (PMMA) core of 980 μm diameter (refractive index equal to 1.49) and a 

fluorinated cladding (refractive index equal to 1.41) of 10 μm diameter (1 mm total diameter). The 

POF is embedded in a resin block implementing a specific trench and is then lapped, to remove the 

cladding and part of the core, with two different polishing papers (1 μm and 5 μm grits). The next 

step consists in depositing, through a spin coater, a 1 μm thick Microposit® S1813 photoresist 

buffer layer (refractive index equal to 1.61) on the exposed core of the POF. Finally, a 60 nm thick 

gold layer is deposited through a sputtering machine (BalTec SCD 500). The sputtering process is 

split in three equal steps with a current of 60 mA and a deposition time of 35 s (20 nm per step) to 

guarantee a low temperature process. A schematic cross section of the SPR-POF reference sensor is 

shown in Figure S1b with the refractive indices and the dimensions. 
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B. Chemicals to realize MO films 

Titanium (IV) tetraisopropoxide (97%) and zirconium (IV) tetrapropoxide (70% in n-

propanol) were purchased from Merck, and used as received. Methacrylic acid (99%) was also 

purchased from Merck, and n-propanol (99%) from Alfa Aesar.  

Titanium and Zirconium precursors solutions were prepared following the same protocol 

described in [41]. Firstly, the metal alkoxide precursor was mixed with methacrylic acid (MAA) 

and stirred for 5 minutes. Then, 2 ml n-propanol was added, and the solution was stirred for ten 

more minutes, before the addition of de-ionized water (DI). The formulations were prepared in 

order to respect molar ratios of Ti:MAA:DI=1:8:20 and Zr:MAA:DI=1:10:22, in order to prepare 

Ti- (TiOC) and Zr-oxo clusters (ZrOC) solutions, respectively. The resulting formulation was 

stirred for an extra hour and an ageing step of 24 hours was required. In order to obtain a specific 

viscosity, the dilution rate was adjusted after these 24 hours by adding a precise amount of n-

propanol, varying from 4 to 24 ml. 

 

C. Deposition, Deep-UV laser curing and characterization of ultra-thin MO films 

 

The metal oxide films were deposited by spin-coating at 3000 rpm for 60s. The optical 

characterizations were performed by spectroscopic ellipsometry (UVISEL ellipsometer from 

Horiba-Jobin-Yvon). P-type silicon wafers (purchased from Siegert) were used for the optical 

characterization by ellipsometry. These substrates were cleaned by ethanol and acetone, and were 

placed in a UV-ozone cleaner.  

The FTIR measurements were performed on a Thermo Scientific Nicolet iS50 spectrometer, 

in ATR (attenuated total reflection) mode, using a Ge Angle grazing prism, variGATR (64° for our 

measurements). 
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Deep-UV laser curing was done by using an ArF excimer laser (193nm, Braggstar from 

Coherent). Power was typically set to 2 mW/cm
2
 (20 Hz).  

Two kind of thin films were prepared, named monolayer and bilayer designs. For monolayer 

designs, the thin films were obtained by a unique deposition step (spin-coating, 3000rpm for 60s) 

and cured by a single DUV-exposure (2000 mJ cm
-2

). The viscosity of the solution was adapted to 

obtain the target thickness (80 nm). The bilayer design was obtained by two successive deposition 

and curing steps: the viscosity of the solution (Zr and Ti precursors) was set to obtain 40 nm 

thickness thin films and the exposure energy was 1000 mJ cm
-2 

for each layer. In the bilayer design, 

both materials can be combined.
 

Each design was characterized by performing an ellipsometry measurement from 1.5 to 5 

eV. DeltaPsi2 (DP2) software was used to determine both the refractive index and the thickness of 

each layer separately and in the stack. For the TiO2 and ZrO2 layers, a Tauc-Lorentz dispersion 

formula and a classical oscillator model were respectively selected to correctly fit the experimental 

data. The classical oscillator model includes a high frequency constant and a Lorentz oscillator. 

To improve the performances of the SPR-POF sensors we have replaced the photoresist 

layer present in the reference sensor [15] with different ultra-thin films of metal oxides, deposited 

and optically characterized in the previous section III. 

Figure 1 shows the schematic preparation of SPR-POF-MO configurations and the cross 

section of each. 

In particular, we have exploited four different sensor configurations, by keeping fixed a total 

thickness of 80 ± 2 nm for the intermediate layer: a ZrO2 single layer (“Monolayer design 1” in Fig. 

1b); a TiO2 single layer (“Monolayer design 2” in Fig. 1c); a bilayer ZrO2-TiO2 (“Bilayer design 1” 

in Fig. 1d) including a ZrO2 layer (thickness of about 40 ± 2 nm) in contact with the core of the 
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fiber and a TiO2 layer (thickness of about 40 ± 2 nm) on the top; a bilayer TiO2-ZrO2 (“Bilayer 

design 2” in Fig. 1e), similar to the latter but obtained by swapping the position of the metal oxides.  

In a final step, we have sputtered a 60 nm thick gold layer over all the configurations, such 

as in the case of the reference sensor [15].  

 

 

Figure 1. (a) Schematic of the SPR-POF-MO preparation and schematic cross sections of the SPR-

POF-MO configurations: (b) Monolayer design 1; (c) Monolayer design 2; (d) Bilayer design 1 and 

(e) Bilayer design 2; (f) Outline of the experimental setup. 
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D. Experimental setup 

To experimentally test the aforementioned configurations, we have used a simple and low-

cost experimental setup. It includes: the halogen lamp, used as white light source (HL-2000-LL, 

manufactured by Ocean Optics, Dunedin, FL, USA), that emits in a spectral range between 360 nm 

and 1700 nm; the POF sensor; the spectrophotometer (FLAME-S-VIS-NIR-ES, manufactured by 

Ocean Optics, Dunedin, FL, USA), able to detect in a spectral range between 350 nm and 1023 nm 

with a spectral resolution equal to 1.5 nm full width at half maximum (FWHM). More in detail, two 

SMA connectors have been used to connect the plasmonic sensors both to the white light source and 

the spectrometer. Fig. 1f shows an outline of the described setup, used to carry out all the 

experimental measurements.  

Moreover, we have tested both the SPR-POF reference sensor and the SPR-POF-MO 

configurations by using different water-glycerin solutions, that have a refractive index ranging from 

1.332 to 1.411. These values have been determined, in a first place, by an Abbe refractometer 

(Model RMI, Exacta + Optech GmbH, Munich, Germany). These solutions are applied to obtain the 

bulk sensitivity of the tested plasmonic sensors. 

III. High refractive index thin film layer preparation and characterization 

As explained in the introduction, we developed a specific photoresist that is based on transition 

metal complexes, with an integration process that is compatible with the POF platform. Indeed, this 

photoresist can be displayed by spin-coating and cured by DUV laser, at room temperature to form 

a high refractive index thin film that improves the optical response of the sensor.  Since this 

photoresist is home-made, we provide in this section information on the preparation and 

characterization, showing some specific features and interest in this context. 

Figure S2 shows the typical range of thickness and refractive index achievable using the Ti and 

Zr-based photoresist, with various dilution factors and DUV laser curing energy. A significant 
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modification of these two parameters was recorded with DUV irradiation, which allows to tune the 

properties of the thin film in a wide range with simple parameters.  

In order to describe the structure of the material after DUV irradiation, FTIR spectra (ATR 

mode) were recorded for the deposited films and after irradiations of 1000 mJ/cm
2
 and 2000 

mJ/cm
2
. These spectra are given in Figure S3, for Ti and Zr based resins (resp. S3.a and S3.b).  

In both cases, characteristic bands of organic ligands (complexed methacrylic acid) are found at 

1550 et 1420 cm
-1

. These results are in agreement with previously published results. [45, 46] These 

bands disappear almost completely in the case of Ti-based resins, which shows that the material 

after 1000 mJ/cm
2
 is still a hybrid material with organic functions but that after 2000 mJ/cm

2
, it is 

mainly inorganic (TiO2). In the case of ZrO2, the hybrid to inorganic conversion is not complete, 

even after 2000 mJ/cm
2
, as shown by an important contribution of the bands around 1400 cm

-1
. 

However, we will adopt the notation ZrO2, for simplification in the following, even if the material is 

not completely inorganic in this case. Note that the decrease of the organic part in the material is 

accompanied by a significant increase of broad bands centered at 3400 cm
-1

 which can be attributed 

to hydroxyls (TiOH and ZrOH), resulting from the removal of organic ligands. These results are in 

agreement and complete the analyses presented in previous works by Stehlin at al.[41] 
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Figure 2. a) Dispersion curves of TiO2 and ZrO2 thin films obtained by spectroscopic 

ellipsometry for 40 and 80 nm thickness. b) are the transmittance curves of the TiO2 thin films 

with various thicknesses. 

Films with thicknesses of 40 and 80 nm were chosen in the following (with respective energy 

of 1000 mJ/cm
2
 and 2000 mJ/cm

2
). The dispersion curves of such thin films are given in Figure 

2.a. We note that slight discrepancies are present between the 40 nm and 80 nm layers due to the 

effect of the DUV light absorption within the film. Indeed, as shown in Figure 2.b, the metal 

complexes thin films present a strong absorption at the irradiation wavelength (193 nm). This 

feature is important to provide a good photosensitivity of the photoresist but also explains this effect 

due to internal filter effect. 

Table 1: Geometrical and optical parameters of the SPR-POF-MO configurations 

Configuration Metal-oxides Thickness [nm] n at 633 nm 

Monolayer design 1 ZrO2  80 ± 2 1.59 

Monolayer design 2 TiO2 80 ± 2 1.71 

Bilayer design 1 ZrO2-TiO2 40 ± 2 (ZrO2) + 40 ± 2 (TiO2)  1.63 (ZrO2) and 1.79 (TiO2) 

Bilayer design 2 TiO2-ZrO2 40 ± 2 (TiO2) + 40 ± 2 (ZrO2) 1.79 (TiO2) and 1.63 (ZrO2) 

 

Table 1 summarizes the thicknesses and the refractive indices for each considered layer. It is 

important to underline that the goal of this work is not to optimize the thicknesses of these layers 

but to replace the photoresist layer present in the reference sensor [15] with these ultra-thin films of 

metal oxides to emphasize their key aspects in the plasmonic phenomena, related to their material 

nanometric dimensions and their very high refractive indices. 

IV. SPR NUMERICAL ANALYSIS 

 



11 

 

In order to perform an SPR numerical analysis, we have considered an N-layer 

approximation model by taking advantage of the transfer matrix formalism [47]. It should be 

stressed that the used numerical approach does not contemplate the LMR phenomenon. In such a 

way, we have simulated the SPR response and then compared the performances in terms of bulk 

sensitivity for both the reference sensor and all the MO-based configurations. In particular, Figure 

3a shows the resonance wavelength shift (Δλ), calculated with respect to the water (n=1.332), 

versus the refractive index, along with the quadratic fitting to the numerical data. The simulated 

SPR spectra at varying of the external refractive index, for all the sensor configurations, have been 

reported in Figure S4 (Supporting Information). 

The simulation results shown in Fig. S4, have been calculated by taking the ratio between the 

transmitted spectrum for a given refractive index of the external medium (from 1.332 to 1.411), and 

the transmission spectrum in air. It can be noticed that the normalized transmitted spectra at 

wavelengths minor then 650 nm is higher than unity because, at those wavelengths, the 

transmission with liquid as cladding is higher than transmission with air as cladding. In turns, this 

depends on the fact that, for most of the angles of incidence of the transmitted light, the reflection 

coefficient at the fiber interface is higher when the metal film is in contact with the liquid, than 

when the metal is in contact with air. 
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(a) 

 

(b) 

Figure 3. (a) Resonance wavelength shift (Δλ) versus refractive index, calculated with respect 

water (n=1.332), along with quadratic fitting of the simulated values. (b) Zoom relative to the 

refractive index range from 1.362 to 1.372. 

 

Equation 1 represents the fitting curve reported in Figure 3a, while in Table 2 are listed the 

relative parameters for all the simulated sensor configurations. 

 

               (1) 

where     is the variation in resonance wavelength with respect water (n=1.332), n represents the 

refractive index of the solution in contact with the plasmonic sensor, whereas A, B, and C represent 

the parameters relative to the quadratic fitting curves used to interpolate the simulated data. 
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For some MO sensor configurations, the numerical responses are very similar (we can see that we 

have overlapping lines in Figure 3a). This aspect can also be examined by the fitting parameters 

reported in Table 2. This characteristic is due to the used approximated numerical model. To show 

the minor differences, Figure 3b shows a zoom of Figure 3a in the refractive index range from 

1.362 to 1.372. 

Table 2: Fitting parameters relative to Equation (1) for the simulated SPR-POF and SPR-

POF-MO sensor configurations 

Configuration A B C Adj. R-square 

Reference sensor 7638.3 -19263 12106 0.999 

Monolayer design 1 19758 -51955 34150 0.998 

Monolayer design 2 19981 -52586 34597 0.999 

Bilayer design 1 19792 -52038 34202 0.998 

Bilayer design 2 19881 -52286 34374 0.998 

 

For these kinds of sensors, the performances can be analyzed by considering the bulk 

sensitivity (S) [15] that can be defined as [15,47]:  

     
  

  
  

  

   
  (2) 

where    represents the alteration in the refractive index of the solution upon the SPR platform, 

which produces a variation in resonance wavelength equal to   . In equation 2, we have reported 

the partial derivative to indicate that the resonance wavelength is a function of several parameters 

(e.g. the refractive indices of the waveguide, the thickness of the gold film, etc.). 

Considered Equation 2, using the fitting curves described in Equation 1, with the relative 

parameters reported in Table 2, we can approximate the bulk sensitivities as the first derivative of 

the quadratic functions, as reported in Equation (3), for all the simulated configurations. 
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  (3) 

 

These approximated bulk sensitivities are reported in Figure 4, where a significant improvement in 

sensitivity, in the refractive index range from 1.35 to 1.42, can be observed when MOs are used 

instead of a photoresist buffer layer, even if the differences between the MO-based sensor 

configurations can not be examined. 

 

 

Figure 4. SPR Sensitivity as a function of the refractive index for all the simulated configurations. 

 

V. RESULTS AND DISCUSSION 

A. SPR analysis 

In a first step, we have tested both the SPR-POF reference sensor and the SPR-POF-MO 

sensor configurations in order to carry out a comparative analysis. In the refractive indices range 

tested, the SPR phenomenon is present in the wavelength range from 600 nm to 770 nm, similar to 

[15] where the configurations with and without the polymer buffer layer are compared. Thus, for 
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each configuration, in Figure 5 are reported the experimentally obtained SPR spectra (for all the 

tested configurations) and the variation in SPR resonance wavelength (ΔλSPR), with respect water 

(n=1.332), versus the refractive index (n), together with the quadratic fitting (Eq. 1) of the 

experimental data and the error bars. In Figure 5f each experimental value is the average of 3 

measurements obtained by the same sensor, in three different measurements. The error bars 

reported in Figure 5f are calculated as the max measured standard deviation (it is equal to 0.2 nm). 

Comparing Figure 5f (experimental results) with Figure 3a (simulations), it can be 

observed that some differences between the SPR-POF-MO configurations are present in the 

experimental results, whereas they are not appreciated in the simulations. 

Table 3 reports the fitting parameters (see Eq. 1) relative to all the tested sensor 

configurations. 

 

 

(a) 
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(b) 

 

(c) 
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(d) 

 

(e) 
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 (f) 

Figure 5. Normalized SPR spectra experimentally obtained for (a) reference sensor, (b) Monolayer 

design 1, (c) Monolayer design 2, (d) Bilayer design 1, and (e) Bilayer design 2. (f) Variation of the 

SPR wavelength (ΔλSPR), calculated with respect to water (n=1.332), versus the refractive index, 

along with quadratic fitting of the experimental values and error bars. 

 

Table 3: Fitting parameters relative to Equation (1) for experimentally tested SPR-POF and 

SPR-POF-MO sensors 

Configuration A B C Adj. R-square 

Reference sensor 16626 -43726 28745 0.993 

Monolayer design 1 15906 -41547 27118 0.997 

Monolayer design 2 15600 -40857 26745 0.998 

Bilayer design 1 15661 -40749 26489 0.994 

Bilayer design 2 16160 -42257 27612 0.992 
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Similarly to SPR numerical results, Equation 1 and Equation 2 make it possible to estimate 

the bulk sensitivity for all tested sensor configurations, as reported in Figure 6. As it is clear, all the 

SPR-POF-MO configurations present a better SPR bulk sensitivity with respect to the reference 

sensor, in the considered refractive index range, while the configuration “Bilayer design 1” (ZrO2-

TiO2) presents the overall better bulk sensitivity. 

 

Figure 6. SPR Bulk Sensitivity as a function of the refractive index, for all the tested SPR sensor 

configurations. 

 

B. LMR analysis 

 

In the considered refractive index range, some sensor configurations have denoted both SPR and 

LMR phenomena, while in others is more pronounced only the SPR phenomenon. To demonstrate 

the kind of resonance excited in the wavelength range of about 500 nm, we have experimentally 

tested the POF sensor configurations based on MOs with and without the gold film. For instance, as 

reported in Figure 7 and Figure 5e, the configuration “Bilayer design 2” exhibits a similar 

resonance phenomenon in the wavelength range from 500 nm to 540 nm, with (see Figure 5e) and 

without (see Figure 7) the gold nano-film. Similar behaviour has also been observed exploiting the 
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other MO-based sensor configurations without the gold film. Consequently, an LMR phenomenon 

can be considered in this wavelength range, as also could be examined by the theoretical condition 

reported in [7]. As well as for the LMR sensors, in both the sensor configurations (with and without 

the gold film) when the refractive index of the solution increases, the resonance wavelength values 

increase too (red-shift), as reported in Figure 5e and Figure 7. Moreover, the SPR phenomenon in 

the wavelength range from 600 nm to 770 nm (shown in Figure 5) is not exited when the gold film 

is not deposited, as reported in Figure 7. 

 

Figure 7. Normalized spectra experimentally obtained for Bilayer design 2 sensor configuration 

without the gold nano-film. 

 

Figure 8 shows a zoom of the LMR regions for the configurations covered by a gold film in the 

refractive index range between 1.332 and 1.385, which is typical when considering biosensing 

applications. As it is clear, for all sensor configurations an increase of the LMR wavelength (around 

500 nm) can be noted when the refractive index of the solution increases. Moreover, the normalized 

intensity value at the LMR resonance wavelength shows a different behavior: in fact, when the 

refractive index of the solution increases, in the Monolayer design 1 the intensity value increases 

too whereas in both bilayer configurations it decreases. 
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This different behaviour (in the intensity value variation) indicates several types of resonance 

phenomena. In particular, this aspect could be due to the excitation of hybrid modes. So, when 

monolayer or bilayer are used, different kinds of resonance phenomena are excited. 

 

 

(a) 
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(b) 

 

(c) 

Figure 8. Normalized LMR transmitted spectra relative to the sensor configurations covered by a 

gold film: a) “Monolayer design 1”, b) “Bilayer design 1” and c) “Bilayer design 2”. 

 

To carry out a comparative analysis, we have conducted a first order analysis by considering 

a linear fitting of the experimental values, in the considered refractive index range. In such a way, 

we have reported in Figure 9 the variation in LMR wavelength (ΔλLMR) versus the refractive index, 

for “Monolayer design 1” (Figure 8a), “Bilayer design 1” (Figure 8b), and “Bilayer design 2” 

(Figure 8c). In Figure 9 each experimental value is the average of 3 measurements obtained by the 

same sensor, in three different measurements, whereas the error bars are the max measured standard 

deviation (0.2 nm). 

Standing this, by using Equation 2, the bulk sensitivity for these configurations can be 

approximated with the slopes of the linear fitting functions reported in Figure 9, as reported in 

Table 4. 
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Figure 9. For three different sensor configurations, the variation in LMR wavelength (ΔλLMR) 

versus refractive index, calculated with respect water (n=1.332) along with linear fitting of the 

experimental data and error bars. 

 

 

Table 4: LMR bulk sensitivity for MO-based sensor configurations 

Sensor Configuration 

LMR Bulk sensitivity 

[nm/RIU] 

(Slope of the linear fitting) 

Monolayer design 1 144.2 

Bilayer design 1 100.2 

Bilayer design 2 181.1 
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VI. CONCLUSION 

We have implemented several plasmonic sensor configurations, based on a D-shaped POF 

platform combined with different multilayers (e.g. based on types of metal oxides, specially 

Titanium Oxide and Zirconium Oxide, and gold film). At first, the numerical results, based on 

multilayer approximation and transfer matrix formalism, have predicted the goodness of the 

proposed approach, in term of SPR effect.  

The developed sensor configurations have been then experimentally characterized, by using 

different water-glycerin mixtures whose refractive index ranges from 1.332 to 1.411. The 

experimental results have shown an overall improvement in the performances in terms of SPR bulk 

sensitivity, if compared to a reference sensor [15], based on the same D-shaped POF, but with a 

thicker photoresist layer, as an intermediate layer, instead of MOs.  

Moreover, in the considered refractive index range, we have denoted a marked LMR 

phenomenon in the sensor configurations where the ZrO2 layer is present. This aspect is very 

interesting because it would be possible to monitor both resonances (LMR and SPR) when to 

realize specific biosensors these kinds of configurations are used combined with self-assembled 

monolayer of bioreceptors. 

SUPPORTING INFORMATION 

 

- Outline of the construction process and structure of the SPR-POF reference sensor, with the 

refractive indices (n) and the dimensions. 

- Thicknesses and refractive indexes of TiO2 and ZrO2 thin films prepared by DUV 

irradiation 

- FTIR characterization of the TiO2 and ZrO2 before and after DUV irradiation 

- Simulated SPR spectra for each design, for different external refractive index. 
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