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Large perpendicular magnetic anisotropy in Ta/CoFeB/MgO on full coverage monolayer MoS2 and first principle study of its electronic structure
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Perpendicularly magnetized spin injector with high Curie temperature is a prerequisite for developing spin optoelectronic devices on 2D materials working at room temperature (RT) with zero applied magnetic field. Here, we report the growth of Ta/CoFeB/MgO structures with a large perpendicular magnetic anisotropy (PMA) on full coverage monolayer (ML) MoS2. A large perpendicular interface anisotropy energy of 0.975mJ/m 2 has been obtained at the CoFeB/MgO interface, comparable to that observed in magnetic tunnel junction systems. It is found that the insertion of MgO between the ferromagnetic metal (FM) and the 2D material can effectively prevent the diffusion of the FM atoms into the 2D material. Moreover, the MoS2 ML favors a MgO(001) texture and plays a critical role to establish the large PMA. First principle calculations on a similar Fe/MgO/MoS2 structure reveal that the MgO thickness can modify the MoS2 band structure, from an indirect bandgap with 7ML-MgO to a direct bandgap with 3ML-MgO. Proximity effect induced by Fe results in a splitting of 10meV in the valence band at the Γ point for the 3ML-MgO structure while it is negligible for the 7ML-MgO structure. These results pave the way to develop RT spin optoelectronic devices on 2D transition-metal dichalcogenide materials.

INTRODUCTION

Transition metal dichalcogenides (TMDs) have emerged as a promising 2D crystal family, which may open the routes for novel nano-electronic and opto-electronic device applications [START_REF] Mak | Atomically Thin MoS2: A New Direct-Gap Semiconductor[END_REF][START_REF] Radisavljevic | Single-Layer MoS2 Transistors[END_REF][START_REF] Xiao | Coupled Spin and Valley Physics in Monolayers of MoS2 and Other Group-VI Dichalcogenides[END_REF][START_REF] Mak | Control of valley Polarization in Monolayer MoS2 by Optical Helicity[END_REF][START_REF] Sallen | Robust Optical Emission Polarization in MoS2 Monolayers Through Selective Valley Excitation[END_REF][START_REF] Cao | Valley-Selective Ccircular Dichroism of Monolayer Molybdenum Disulphide[END_REF][START_REF] Zeng | Valley Polarization in MoS2 Monolayers by Optical Pumping[END_REF] . In contrast to graphene and boron nitride (BN), which are respectively a semi-metal and a wide-gap semiconductor, the family of TMDs displays a large variety of electronic properties ranging from semi-conductivity to superconductivity [START_REF] Xu | Graphene-Like Two-Dimensional Materials[END_REF] . As a representative of TMDs, molybdenum disulfide (MoS2) has a tunable bandgap that changes from an indirect gap of 1.2 eV in the bulk crystal to a direct gap of 1.8 eV for one monolayer (ML) [START_REF] Mak | Atomically Thin MoS2: A New Direct-Gap Semiconductor[END_REF] . The MoS2 ML is characterized by a large spin-orbit splitting of ~0.15 eV for the valence band [START_REF] Xiao | Coupled Spin and Valley Physics in Monolayers of MoS2 and Other Group-VI Dichalcogenides[END_REF][START_REF] Mak | Control of valley Polarization in Monolayer MoS2 by Optical Helicity[END_REF] , together with a small value of ~3 meV for the conduction band [START_REF] Kośmider | Large Spin Splitting in The Conduction Band of Transition Metal Dichalcogenide Monolayers[END_REF] .

The lack of inversion symmetry combined with the spin-orbit interaction leads to a unique coupling of the spin and valley degrees of freedom, yielding to a robust spin and valley polarization [START_REF] Mak | Control of valley Polarization in Monolayer MoS2 by Optical Helicity[END_REF][START_REF] Sallen | Robust Optical Emission Polarization in MoS2 Monolayers Through Selective Valley Excitation[END_REF][START_REF] Cao | Valley-Selective Ccircular Dichroism of Monolayer Molybdenum Disulphide[END_REF][START_REF] Zeng | Valley Polarization in MoS2 Monolayers by Optical Pumping[END_REF] .

To obtain a spin optoelectronic device [START_REF] Sanchez | Valley Polarization by Spin Injection in a Light-Emitting Van Der Waals Heterojunction[END_REF][START_REF] Ye | Electrical Generation and Control of the Valley Ccarriers in a Monolayer Transition Metal Dichalcogenide[END_REF][START_REF] Yang | Electrically Tunable Valley-Light Emitting Diode (vLED) Based on CVD-Grown Monolayer WS2[END_REF][START_REF] Xie | Manipulating Spin-Polarized Photocurrents in 2D Transition Metal Dichalcogenides[END_REF] based on a MoS2 monolayer with zero applied magnetic field, one of the prerequisites is to realize a robust spin injector or detector with perpendicular magnetic anisotropy. Two main reasons explain this prerequisite. First, for a MoS2 ML, the intrinsic spin splitting of both the conduction and valence bands due to the interplay between the breaking of the inversion symmetry along the growth direction and the spin-orbit coupling (SOC) favor the spin transport through MoS2 with an out-of-plane spin polarization [START_REF] Ochoa | Spin-Orbit-Mediated Spin Relaxation in Monolayer MoS2[END_REF] . This is because the SOC creates an effective k-dependent magnetic field perpendicular to the layer due to the Dresselhaus interactions 15 , 16 . If electrons with in-plane spin polarization are injected into a MoS2 ML, the perpendicular effective magnetic field can induce an efficient in-plane spin precession along the field due to the D'yakonov-Perel (DP) spin relaxation mechanism 17 , 18 as well as a spin-dephasing.

Consequently, this yields a predicted short spin lifetime (10-200 ps) [START_REF] Wang | Electron Spin Relaxation Due to D'yakonov-Perel' and Elliot-Yafet Mechanisms in Monolayer MoS2: Role of Intravalley and Intervalley Processes[END_REF] together with a small spin diffusion length (~20 nm) [START_REF] Wang | Electron Spin Diffusion in Monolayer MoS2[END_REF] . Second, according to the optical selection rules [START_REF] Dyakonov | Optical Orientation / F[END_REF] in 2D materials, the magnetization of the spin injector has to be maintained perpendicular to the sample surface in order to emit a circularly polarized light from the surface emission geometry. This usually requires a strong external magnetic field up to several Tesla to keep the magnetization perpendicular, which is not favorable for practical applications. Hole spin injection into a TMDs ML has been recently demonstrated by electrical injection and optical detection method, using either a perpendicularly magnetized GaMnAs injector at zero applied magnetic field [START_REF] Ye | Electrical Generation and Control of the Valley Ccarriers in a Monolayer Transition Metal Dichalcogenide[END_REF] or an in-plane magnetized NiFe injector at large perpendicular magnetic field [START_REF] Sanchez | Valley Polarization by Spin Injection in a Light-Emitting Van Der Waals Heterojunction[END_REF] .

Different ways can be used to get a ferromagnetic (FM) layer exhibiting a PMA on 2D materials.

One way is to build FM 2D/TMD Van der Waals (VdW) heterojunctions by using 2D transfer technology with FM 2D materials showing PMA such as CrI3 [START_REF] Huang | Layer-Dependent Ferromagnetism in a Van Der Waals Crystal Down to the Monolayer Limit[END_REF] , Fe3GeTe2 [START_REF] Wang | Tunneling Spin Valves Based on Fe3GeTe2/hBN/Fe3GeTe2 Van Der Waals Heterostructures[END_REF] and Fe-doped SnS2 [START_REF] Li | A Two-Dimensional Fe-Doped SnS2 Magnetic Semiconductor[END_REF] .

This method allows to obtain a sharp interface and avoids interdiffusion between the different layers.

However, the Curie temperature (TC) of these materials is often below room temperature and the size of the junctions is too small (around tens of microns) due to the exfoliation procedure. Another way is to use a high Curie temperature 3d FM metal, such as CoFeB [START_REF] Zhang | Ferromagnet/Two-Dimensional Semiconducting Transition-Metal Dichalcogenide Interface with Perpendicular Magnetic Anisotropy[END_REF] or Co [START_REF] Yang | Anatomy and Giant Enhancement of the Perpendicular Magnetic Anisotropy of Cobalt-Graphene Heterostructures[END_REF] , on top of a 2D material.

However, the direct deposition of FM metals on 2D materials often leads to metal diffusion into the 2D materials, and also changes the electronic structure of the 2D materials from semiconducting to metallic properties [START_REF] Wang | Spin-Valve Effect in NiFe/MoS2/NiFe Junctions[END_REF][START_REF] Dolui | Efficient Spin Snjection and Giant Magnetoresistance inFe/MoS2/Fejunctions[END_REF][START_REF] Garandel | Electronic Structure of the Co(0001)/MoS2 Interface and Its Possible Use for Electrical Spin Injection in a Single MoS2 Layer[END_REF] , due to covalent bonds between atoms of the metals and of the 2D materials that destroy the bandgap [START_REF] Garandel | Electronic Structure of the Co(0001)/MoS2 Interface and Its Possible Use for Electrical Spin Injection in a Single MoS2 Layer[END_REF] . A good alternative way is to insert a thin insulating layer between the FM and the 2D material. This can on one hand avoid the interdiffusion problem and on the other hand preserve the bandgap of 2D materials. Furthermore, the insertion of a thin insulating layer can tune the interface resistance and circumvent the conductivity mismatch between the metal and the semiconductor for efficient spin injection [START_REF] Fert | Conditions for Efficient Spin Injection from a Ferromagnetic Metal into a Semiconductor[END_REF][START_REF] Liang | Electrical Spin Injection and Detection in Molybdenum Disulfide Multilayer Channel[END_REF] .

It is well known that Ta/CoFeB/MgO exhibits a strong perpendicular magnetic anisotropy, due to its interfacial anisotropy energy. The origin of this PMA is due to the hybridization of Co(Fe) and O atomic orbitals at the CoFeB/MgO interface [START_REF] Yang | First-Principles Investigation of The Very Large Perpendicular Magnetic Anisotropy at Fe|MgO and Co|MgO Interfaces[END_REF] . This layer stack has been already used in metallic magnetic tunnel junctions (MTJs) [START_REF] Ikeda | A Perpendicular-Anisotropy CoFeB-MgO Magnetic Tunnel Junction[END_REF] and on spin light emitting diode (spin LED) [START_REF] Tao | Electrical Spin Injection into GaAs Based Light Emitting Diodes Using Perpendicular Magnetic Tunnel Junction-Type Spin Injector[END_REF][START_REF] Liang | Large and Robust Electrical Spin Injection into GaAs at Zero Magnetic Field Using an Ultrathin CoFeB/MgO Injector[END_REF][START_REF] Tao | Atomic-Scale Understanding of High Thermal Stability of The Mo/CoFeB/MgO Spin Injector for Spin-Injection in Remanence[END_REF][START_REF] Cadiz | Electrical Initialization of Electron and Nuclear Spins in a Single Quantum Dot at Zero Magnetic Field[END_REF][START_REF] Giba | Spin Injection and Relaxation in p-Doped (In,Ga)As/GaAs Quantum-Dot Spin Light-Emitting Diodes at Zero Magnetic Field[END_REF] based on III-V material (GaAs). However, the growth of the Ta/CoFeB/MgO structure on 2D materials has never been reported until now. In this work, we report on the elaboration of a Ta/CoFeB/MgO/MoS2 heterostructure with a strong PMA on full coverage MoS2 ML. Compared with the standard procedure of the 2D exfoliation, the successful fabrication of this heterostructure will have important impacts.

First, it will allow to fabricate high density spintronics devices with UV lithography on a large substrate. Second, it will preserve clean and sharp CoFeB/MgO and MgO/MoS2 interfaces since we can use a top-to-down lithography procedure to fabricate the device. This is especially important for achieving efficient spin injection [START_REF] Liang | Electrical Spin Injection and Detection in Molybdenum Disulfide Multilayer Channel[END_REF][START_REF] Barate | Electrical spin injection into InGaAs/GaAs quantum wells: A Comparison Between MgO Ttunnel Barriers Grown by Sputtering and Molecular Beam Epitaxy Methods[END_REF] and for resolving the contact problem between the FM and 2D layers [START_REF] Daniel | Saptarshi, Contact Engineering for 2D Materials and Devices[END_REF] .

RESULTS AND DISCUSSION

Characterization of the MoS2 monolayer

Figure 1a schematically shows the prepared heterostructure consisting of SiO2 sub.//MoS2 ML /MgO (1.5 nm) /CoFeB(1.2 nm)/Ta (5 nm). The MoS2 ML was grown by chemical vapor deposition (CVD) on SiO2 substrate. The uniformity of the MoS2 was firstly checked by optical microscopy. A uniform contrast is observed on the whole surface (1×1cm 2 ) (Figure 1b). To further prove the monolayer character and to verify the homogeneity of the MoS2 layer, we have performed characterizations with photoluminescence (PL) and Raman spectroscopy at room temperature (RT).

Figure 1c shows the PL spectra measured at different positions on the film surface. A strong single peak centered at 1.84eV is obtained for five different locations thus demonstrating a good homogeneity/uniformity of the MoS2 layer. Moreover, the peak position corresponds to the typical direct bandgap energy expected for a single monolayer of MoS2. Figure 1d shows the Raman spectra recorded using a laser excitation wavelength of 325 nm. We can identify several peaks corresponding to different phonon scattering modes. The wavenumber difference between the 𝐸 mode and the 𝐴 mode is equal to 20.79 cm -1 (inset of Figure 1d), as expected for the character of MoS2 ML [START_REF] Li | From Bulk to Monolayer MoS2: Evolution of Raman Scattering[END_REF] .

Reflection high energy electron diffraction (RHEED) has been performed to verify the crystallinity of the MoS2 ML after annealing at 150°C in a molecular beam epitaxy (MBE) chamber. The RHEED pattern shown in the inset of Figure 1b displays a sharp streaky character indicating high crystalline quality and a very smooth surface of the MoS2 ML. Since the RHEED pattern does not change by varying the incident angle of the electron beam, we can thus conclude that the MoS2 monolayer remains textured with some preferential orientations in the plane [START_REF] Ji | Unravelling Orientation Distribution and Merging Behavior of Monolayer MoS2 Domains on Sapphire[END_REF] .

Interface structure and chemical characterization of the heterostructure High resolution transmission electron microscopy (HRTEM) and scanning transmission electron microscopy (STEM) were performed to characterize the interfacial structure. Figure 2a displays the STEM bright field image of the Ta/CoFeB/MgO/MoS2 heterostructure after a rapid thermal annealing (RTA) at 300°C. From the image contrast, we can distinguish different layers. On the top surface of the sample, a 2 nm thick TaOx layer is formed due to the oxidation of the Ta layer. The thickness of the Ta and CoFeB layers is about 4.8 nm and 1.2 nm, respectively. The interface between Ta and CoFeB is difficult to precisely distinguish because both layers exhibit amorphous features. On the contrary, some crystalline structures can be found in the MgO layer. Beneath the MgO layer, one can identify the MoS2 ML showing a dark contrast. Figure 2b shows a magnified STEM image where the MgO layer exhibits a textured structure. Since MgO has a Rock-Salt fcc structure, the observed MgO planes could correspond either to MgO (001) or to MgO (111) planes. To clarify this point, we have extracted the profile of the integrated intensity in the green area defined in Figure 2b. As shown in Figure 2c, the intensity profile shows regular oscillations. Since the dark contrast in the bright field image corresponds to the atomic planes, the distance between two atomic planes is given by the distance separating two successive oscillation minima. The latter is plotted as a function of the interval number (inset of Figure 2c). Interestingly, the distance decreases from about 0.4 nm (first interval) to 0.21 nm (sixth interval). The large distance of 0.4 nm between the first MgO plane and the MoS2 ML could be due to the VdW bonding between MgO and MoS2. When the distance from the MoS2 layer increases, the interval reaches a constant value of 0.21 nm, which is consistent with the distance between MgO (001) planes (0.21 nm) but not with MgO (111) planes (0.243 nm).

Therefore, we can thus conclude that the MgO is textured with the formation of (001) planes on the MoS2 ML.

In order to understand the inter-diffusion induced by the annealing process, the interfacial element distribution analyses were performed by STEM combined with spatially resolved electron energy loss spectroscopy (EELS) characterizations. Figures 2d-k show semi-quantitative chemical maps drawn by processing the EELS spectrum images. The clear layered structures of S, Fe, Co and O prove that there is no evident interdiffusion of elements from the FM layer into the MoS2 layer, thus demonstrating that MgO acts as an efficient diffusion barrier. As expected, the thickness of the Mo layer is thinner than that of the S layer and sites at the center of MoS2 layer, which again validates that the structure of MoS2 is kept unchanged even after annealing. Moreover, B atoms are found to largely diffuse into Ta, which could be due to the good affinity of Ta for B in this system. This is critical to establish the PMA property at the MgO/CoFeB interface [START_REF] Liang | Large and Robust Electrical Spin Injection into GaAs at Zero Magnetic Field Using an Ultrathin CoFeB/MgO Injector[END_REF][START_REF] Tao | Atomic-Scale Understanding of High Thermal Stability of The Mo/CoFeB/MgO Spin Injector for Spin-Injection in Remanence[END_REF] , as will be discussed below.

Perpendicular magnetic anisotropy of Ta/CoFeB/MgO on MoS2

The advantage of the full coverage monolayer MoS2 is that it allows us to characterize the magnetic properties of the sample directly by superconducting quantum interference device (SQUID) magnetometry. To obtain an ultrathin CoFeB layer with PMA on MoS2, we have optimized the CoFeB thickness and the annealing temperature (Tan). Figure 3a displays the out-of-plane magnetization vs. external magnetic field (M-H) curves measured at 10K, for spin-injectors with different CoFeB thicknesses annealed at Tan=250°C. From 1 nm to 1.2 nm, the saturation field quickly decreases and the remanence increases with the CoFeB thickness. However, when the CoFeB thickness is larger than 1.2 nm, the saturation field increases and the remanence decreases again. This is due to the fact that the CoFeB layer is discontinuous and exhibits a superparamagnetic character for thicknesses below 1.2 nm. Each CoFeB island has its own magnetization, and the magnetization direction can be randomly flipped under the influence of temperature. In the absence of an external magnetic field, the average magnetization is zero and no remnant magnetization can be measured.

When the thickness exceeds 1.2 nm, CoFeB forms a continuous film exhibiting ferromagnetic properties. The contribution of the MgO/CoFeB interface anisotropy (Ki) can overcome the CoFeB bulk in-plane shape anisotropy (Kb) and establish the perpendicular magnetic anisotropy of the CoFeB layer [START_REF] Liang | Large and Robust Electrical Spin Injection into GaAs at Zero Magnetic Field Using an Ultrathin CoFeB/MgO Injector[END_REF] . Since the contribution of Ki is inversely proportional to the CoFeB thickness, the magnetization of CoFeB turns back to in-plane for a large thickness of CoFeB.

To extract the interface anisotropy Ki, we need to study the effective anisotropy energy as a function of the CoFeB thickness. Since it is reported that there exists a magnetic dead layer which is attributed to the intermixing at the top Ta/CoFeB interface during deposition or upon annealing [START_REF] Zhu | The Study of Perpendicular Magnetic Anisotropy in CoFeB Sandwiched by MgO and Tantalum Layers Using Polarized Nneutron Reflectometry[END_REF] , we firstly extracted the values of the dead layer thickness (td) and of the saturation magnetization (Ms) from the fit of the magnetization as a function of the CoFeB thickness. As shown in Figure 3b, the Ms value is extracted to be 1216 emu/cm 3 . td is estimated to be 0.05nm, which is much smaller than the reported value of 0.5nm [START_REF] Liang | Large and Robust Electrical Spin Injection into GaAs at Zero Magnetic Field Using an Ultrathin CoFeB/MgO Injector[END_REF] , probably due to the specific deposition condition that we used. The effective anisotropy energy density per unit volume (Keff) can be extracted from the integrated difference between the out-of-plane and in-plane M-H curves [START_REF] Johnson | Magnetic Anisotropy in Metallic Multilayers[END_REF] and plotted vs. the effective CoFeB thickness teff=tCoFeB-td, as shown in Figure 3c. Please see Supplementary Note1 and Note2 for the details. The easy magnetization axis of the CoFeB layer is out-of-plane when Keff>0 and in-plane when Keff<0. The interface anisotropy (Ki) can be obtained from the intercept of Keff•teff vs. teff linear fitting. We find a value of 0.97±0.10 mJ/m 2 , which is comparable to the value of 1.3 mJ/m 2 given by Ikeda et al. for a MTJ [START_REF] Liang | Electrical Spin Injection and Detection in Molybdenum Disulfide Multilayer Channel[END_REF] , and larger than the value of 0.63 mJ/m 2 reported for GaAs spin LEDs [START_REF] Liang | Large and Robust Electrical Spin Injection into GaAs at Zero Magnetic Field Using an Ultrathin CoFeB/MgO Injector[END_REF] .

A precise control over the annealing temperature Tan is also important to obtain a stronger PMA. The CoFeB coercivity and remanence gradually increase with the annealing temperature up to 300°C, then decrease above the annealing temperature of 350°C. As already investigated theoretically by Yang et al. [START_REF] Yang | First-Principles Investigation of The Very Large Perpendicular Magnetic Anisotropy at Fe|MgO and Co|MgO Interfaces[END_REF] , the PMA is very sensitive to the chemical structure of the Fe(Co)/MgO interface. The improvement of the PMA up to 300 o C could be attributed to an optimization of the interfacial chemical structure and to the starting crystallization of the CoFeB at the vicinity of the CoFeB/MgO interface [START_REF] Barate | Electrical spin injection into InGaAs/GaAs quantum wells: A Comparison Between MgO Ttunnel Barriers Grown by Sputtering and Molecular Beam Epitaxy Methods[END_REF][START_REF] Jang | Variation in the Properties of the Interface in a CoFeB∕MgO∕CoFeB Tunnel Junction During Thermal Annealing[END_REF] . When Tan exceeds 300 o C, Ta atoms start to diffuse through the ultrathin CoFeB layer to the MgO interface and significantly damage the PMA [START_REF] Tao | Atomic-Scale Understanding of High Thermal Stability of The Mo/CoFeB/MgO Spin Injector for Spin-Injection in Remanence[END_REF] . Figures 3f and3g show the in-plane and out-of-plane M-H curves recorded at 10K and 300K respectively, for the sample with the optimized conditions of tCoFeB=1.2 nm and Tan=300 o C. We can observe that although the coercivity is much reduced at RT, the perpendicular magnetic anisotropy still persists up to RT.

To clarify the role of both MoS2 and Ta layers in establishing the PMA, we have prepared two additional reference samples. One contains the same Ta/CoFeB/MgO structure grown directly on a SiO2 substrate (i.e. without any MoS2 layer) and the other one is grown on a MoS2 ML, but with the Ta layer replaced by a Pt layer. Figure 3h displays the out-of-plane M-H curves recorded at 10K for the two samples after annealing at 300°C in comparison with the Ta/CoFeB/MgO/MoS2 sample. It is found that the sample grown on SiO2 shows a smaller remanence (0.5) and coercivity (20 mT), indicating a much reduced PMA in the CoFeB layer. Surprisingly, the sample covered with Pt displays a large saturation field (up to 0.7T) and almost zero remanence, which indicates that the CoFeB magnetization in this case is completely in-plane. Compared to the amorphous SiO2 substrate, the crystalline MoS2 ML favors the crystallization of a textured MgO (001) film, which can serve as a good template for the crystallization of CoFeB layer in bcc structure during the annealing procedure. This is an important prerequisite condition to create the large MgO/CoFeB interface anisotropy responsible for the PMA of CoFeB. Therefore, it is not surprising that the PMA in the reference sample without MoS2 is much reduced, thus validating the important role of the MoS2 ML.

However, it is difficult to understand the behavior of the sample capped with the Pt layer, because a PMA has already been reported for the Pt/CoFeB/MoSe2 system [START_REF] Zhang | Ferromagnet/Two-Dimensional Semiconducting Transition-Metal Dichalcogenide Interface with Perpendicular Magnetic Anisotropy[END_REF] . To understand why the PMA is completely lost, we have also performed STEM-EELS analyses on the Pt capped sample. Figure 4a and 4b display the large scale and magnified HRTEM images of the Pt/CoFeB/MgO/MoS2 interfaces after annealing at 300°C, respectively. It is found that the MgO layer contains many small crystalline structures with disordered orientations. The CoFeB layer also exhibits crystalline features. The insets of Figure 4b display the FFT patterns recorded on three close zones of the CoFeB (marked with red dashed squares). The different diffraction patterns indicate that CoFeB layer is constituted of polycrystalline nanocrystals without any textured structures. We have also performed STEM-EELS analyses of element map on this sample. Figure 4c show the STEM HAADF image of the zone where EELS analyses are performed. Figures 4d-i show the chemical maps drawn after EELS spectrum image processing. The Mo signal is not shown due to some artificial effects in the Pt area. Compared to the sample with Ta capping layer, the most significant difference is the location of B revealed by the mapping of B element (Figure 4g). Indeed, it clearly appears that most of B atoms diffuse inside the MgO instead of being absorbed by the Pt layer after annealing. Moreover, an important diffusion of Fe atoms into the Pt layer can be also evidenced. More details concerning the profiles of the element distribution and the EELS spectrum of BK edge structure can be found in Supplementary Note4. Compared to Ta, the reaction of boron with Pt is more unlikely to occur because it requires high temperature and high pressure conditions [START_REF] Whitney | Reaction of Platinum and Boron under Pressure[END_REF] , which impedes the absorption of B during the annealing procedure at 300°C. On the contrary, it is well known that Pt and Fe can easily react with each other to form an alloy [START_REF] Yan | Enhanced Chemical Ordering and Coercivity in FePt Alloy Nanoparticles by Sb-Doping[END_REF] [START_REF] Yang | First-Principles Investigation of The Very Large Perpendicular Magnetic Anisotropy at Fe|MgO and Co|MgO Interfaces[END_REF] . The Fe/MgO/MoS2 supercell that we used for the calculations imposes the same periodicity in x-and ydirections for the Fe, MgO and MoS2 layers. This common periodicity may be responsible for structural distortions in the heterostructure unless huge supercells are used. Therefore, we had to find a compromise between reasonable distortions and reasonable supercell size. Please see Methods for more details about the construction of the slab. After relaxation of the atomic positions, a distance of 0.441 nm is found between the Mo layer and the first MgO layer (0.285 nm between MgO and the interface S layer, and ~0.156 nm between the Mo layer and each of the two S layers), confirming the weak Van-der-Waals bonding between MoS2 and the rest of the stacking. This is also in a rather good agreement with the value of 0.4 nm measured from TEM observations. Figure 5b shows the DOS integrated over atomic spheres belonging to the successive atomic layers of the supercell. The DOS curves calculated at the center of the Fe layer (Fe4) and at the center of the MgO layer (MgO4) resemble those calculated for undistorted bcc Fe and fcc MgO, respectively. This indicates that the artificial distortion that we imposed does not strongly change the physical properties of the Fe and MgO layers. The spin polarization at the Fermi level EF, Ps(EF), is defined as the relative difference between the DOS values calculated for the two spin states at EF. It is negative for the interface Fe ML (Fe7), the majority spin DOS being lower than the minority spin DOS. Most importantly, the bottom of the conduction band of MoS2, which was clearly above the Fermi level EF for an isolated MoS2 layer, is now shifted below EF. It means that electrons have been transferred from the Fe/MgO interface to the MoS2 layer and the resulting charge distribution induces an internal electric field in MgO (shown as a continuous shift of the successive MgO DOS curves). This internal electric field is partly screened by a small buckling (between 0.0025 and 0.005 nm) between Mg and O atoms of the same MgO layer. Figure 5c, which shows the z-variations of the xy-averaged electrostatic potential, confirms that the internal electric field only exists in the MgO layer. Figure 5d shows the modification of the electron charge when the 7 ML-thick Fe layer, 7 ML-thick MgO layer and MoS2 monolayer are associated in the same supercell. The comparison with a similar figure calculated for the Fe(7 MLs)/MgO(7 MLs) bilayer (not shown) reveals that the charge transfer mainly occurs between the Fe layer at the Fe/MgO interface and the S layer at the MgO/MoS2 interface. The charge transfer in this metal-insulator-semiconductor (MIS) structure is due to the different work functions of electrons in bulk Fe and in the MoS2 ML. Our calculated values of the Fe work function and the MoS2 ML electron affinity and band gap energy are indeed of 3.91 eV, 3.65 eV and 1.74 eV, respectively (while the values of 4.5 eV 52 , 4 eV [START_REF] Lee | Electrical Characteristics of Molybdenum Disulfide Flakes Produced by Liquid Exfoliation[END_REF][START_REF] Das | High Performance Multilayer MoS2 Transistors with Scandium Contacts[END_REF] and 1.8 eV 1 have respectively been measured in experiments). A similar charge transfer has also been experimentally observed in the Fe/MgO/GaAs system [START_REF] Lu | Band Structure of the Epitaxial Fe∕MgO∕GaAs(001) Tunnel Junction Studied by X-Ray and Ultraviolet Photoelectron Spectroscopies[END_REF] . The charge transfer induced by the insertion of MgO can effectively reduce the Schottky barrier height for FM/2D contact [START_REF] Liang | Electrical Spin Injection and Detection in Molybdenum Disulfide Multilayer Channel[END_REF][START_REF] Chen | Control of Schottky Barriers in Single Layer MoS2 Transistors with Ferromagnetic Contacts[END_REF][START_REF] Liang | Electrical Transport Properties of Black Phosphorus Based Field-Effect Transistor with Au/Co/MgO Tunneling Contacts[END_REF] , which is in favor of the spin-polarized electron injection from the FM metal to the 2D conduction band.

Figure 5e shows the z-dependence of the DOS at the Fermi level, calculated for majority and minority spin electrons. The DOS values decrease exponentially in MgO, both from the Fe/MgO and MgO/MoS2 interfaces. Figure 5f shows the corresponding profile of spin polarization at EF calculated from the spin-resolved DOS. The spin polarization at the Fermi level rapidly vanishes away from the MgO/Fe interface, and the electron gas transferred in the MoS2 layer does not show significant spin polarization. The sign of spin polarization is changed in the middle of the MgO layer. This is because the characteristic length of the exponential decay of electron states near the Fe/MgO interface is smaller for minority spin than for majority spin electrons, in agreement with the results obtained by Butler et al. for the Fe/non-distorted MgO interface [START_REF] Butler | Spin-Dependent Tunneling Conductance of Fe|MgO|Fe Sandwiches[END_REF] .

To clarify the influence of the Fe/MgO stack on the band structure of MoS2, we have compared the band structures of the MoS2 ML and the Fe/MgO/MoS2 multilayer. Figure 6a shows the rectangular first Brillouin zone of the Fe/MgO/MoS2 multilayer (black lines) and the hexagonal Brillouin zone of the MoS2 ML (red lines). To understand where the K and K' valleys of MoS2 are located in the rectangular Brillouin zone, the pieces of the MoS2 ML hexagonal Brillouin zone located outside the rectangular one must be translated inside the black rectangular zone: the location of the K, K' and M points after these translations are indicated with black letters. This helps to understand how the band structure of MoS2 is folded, when represented along the high symmetry directions of the multilayer Brillouin zone. Please see Supplementary Note5 where the band structure of the MoS2 ML is represented in the hexagonal Brillouin zone, then folded in the rectangular one. Figure 6b shows the calculated band structure of the MoS2 ML with a rectangular conventional cell, which clearly indicates a direct band gap of 1.7 eV at K and K' points. Figure 6c shows the contribution of the MoS2 layer to the band structure of the multilayer containing 7 MLs of MgO. The band structure of MoS2 confirms that electrons transferred from the Fe/MgO interface to the MoS2 layer occupy the minima of the conduction bands of MoS2 at the K and K' points. Furthermore, we find that the band gap of the MoS2 ML is no longer direct. The maximum of the valence band is found at the Γ point instead of the K and K' points. The colors in this figure show the value of the spin-component 𝑠 for each of the Bloch states forming these bands. The value of 𝑠 vanishes near Γ for the valence band (where the contrast is lost), which means that the spin is oriented in the MoS2 plane for these states.

To better understand the origin of the modification of the band structure, we have also performed calculations in a similar structure containing only 3 MLs of MgO. Please see Supplementary Note6 for more details. As shown in Figure 6d, we observe that MoS2 still keeps its direct bandgap in the multilayer with 3 MLs of MgO (the top of the valence band at Γ being shifted to a lower energy), which shows that the influence of the MgO layer on the band structure of MoS2 is not trivial and strongly depends on its thickness.

Another interesting feature is that a Zeeman splitting of about 10meV is evidenced at the Γ point for the Fe/MgO(3 MLs)/MoS2 system (inset of Figure 6d), while this splitting is negligible for the MoS2 ML (inset of Figure 6b) and the Fe/MgO(7 MLs)/MoS2 system (inset of Figure 6c). The Zeeman splitting is attributed to a proximity effect due to the presence of ferromagnetic Fe on the other side of the MgO layer. The proximity effects have been also recently evidenced in the cases of CoFeB/MgO/Si junction by spin-pumping measurements [START_REF] Cerqueira | Evidence of Pure Spin-Current Generated by Spin Pumping in Interface Localized States in Hybrid Metal-Silicon-Metal Vertical Structures[END_REF] and CrI3/WSe2 systems by photoluminescence measurements [START_REF] Zhong | Van Der Waals Engineering of Ferromagnetic Semiconductor Heterostructures for Spin and Valleytronics[END_REF] . It is quite interesting that the thickness of the inserted MgO layer plays a role on the magnetic properties of MoS2 by the proximity effect. Compared to the case of the direct contact between FM metals and 2D materials, the insertion of a thin insulating layer can prevent the hybridization at the metal/TMD interface and enable room temperature controlled proximity effects [START_REF] Žutić | Proximitized Materials[END_REF] . For 2D spin optoelectronic applications, thick MgO barrier will enhance the spin filtering effect to increase the injected spin polarization [START_REF] Butler | Spin-Dependent Tunneling Conductance of Fe|MgO|Fe Sandwiches[END_REF] . However, the band gap of the MoS2 layer will become indirect. On the contrary, with a thin MgO, MoS2 preserves a direct band gap and the proximity effects will enhance the spin lifetime in MoS2 [START_REF] Cummings | Giant Spin Lifetime Anisotropy in Graphene Induced by Proximity Effects[END_REF] . In the future, it will be very interesting to explore the interplay between proximity effect and spin injection efficiency with the perpendicularly magnetized spin injector in 2D spin optoelectronic devices.

CONCLUSION

We have reported a large perpendicular magnetic anisotropy in Ta/CoFeB/MgO structure on full coverage monolayer MoS2. The large PMA has been obtained by a precise control of the CoFeB thickness and the post-annealing process. It is found that the insertion of a thin insulating MgO layer can effectively block the metal diffusion into the 2D material during the annealing treatment. MgO can be crystallized to the (001) fcc texture on the MoS2 ML. During annealing at 300°C, the Ta capping layer shows a high efficiency to absorb B atoms from the CoFeB layer. This prevents the diffusion of B atoms into MgO and the suppression of the PMA, as evidenced by a similar sample capped with Pt. All these factors ensure the large PMA established in the Ta/CoFeB/MgO/MoS2 system. Furthermore, first principle calculations have also been performed in similar Fe/MgO/MoS2 structures to understand the electronic and spin properties in such FM/oxide/2D systems. It is of high interest to find that the MgO thickness can modify the MoS2 band structure from an indirect bandgap with 7 MLs of MgO to a direct one with only 3 MLs of MgO. The latter multilayer also shows a proximity effect with a Zeeman splitting of 10 meV in the MoS2 valence band at the Γ point. These findings suggest that the magnetic and electronic properties of MoS2 can be modulated by adjusting the MgO thickness. Our experimental and theoretical results will promote the future development of room temperature spin optoelectronic devices based on 2D TMDs with a perpendicularly magnetized spin injector.

Methods

Sample growth and preparation

Monolayer MoS2 was grown by CVD using highest purity (6N) gases and precursors on SiO2 substrate (purchased from 2D semiconductor Inc.). The MoS2 substrate is firstly introduced into a molecular beam epitaxy (MBE) system to perform an annealing at 150°C during one hour to desorb water and CO2 on the surface. After cooling down to RT, the sample was transferred to another sputtering system (with a base pressure of 5×10 -8 torr) without breaking the vacuum. A multilayer stack consisting of MgO (1.5nm) /Co0.4Fe0.4B0.2 (1.2nm) /Ta (5nm) was deposited at RT. After taking out the sample from the vacuum, we have performed rapid thermal annealing treatments at different temperatures for 3 min.

STEM-EELS characterization

HR-STEM combined with spatially resolved EELS was performed by using a probe-corrected microscope JEOL ARM200F (cold FEG) equipped with a GATAN GIF quantum energy filter to reveal the structure and element distribution in the spin-injector after annealing. The microscope was operated at 80 kV. High angle annular dark-field (HAADF), annular dark-field (ADF) and bright-field (BF) images were simultaneously recorded for investigating the heterostructure while only HAADF signal was recorded during EELS mapping. EELS spectrum images (SI) were recorded with a probe current of about 50 pA. Two EELS-SI were simultaneously recorded: one for the low-loss part containing the zero-loss, the other for the core loss, which allows advanced data post processing (correction of energy drift, multiple scattering corrections). A multivariate statistical analysis software (temDM MSA) was used to improve the quality of the STEM-EELS data by de-noising the core-loss SI before its processing to draw quantitative chemical maps [START_REF] Potapov | Why Pprincipal Component Analysis of STEM Spectrum-Images Results in "Abstract[END_REF] . Thin lamellas were extracted by focused ion beam (FIB) milling using an FEI Helios Nanolab 600i dual beam.

First principle calculation

The electronic structure of the multilayers has been calculated with the Vienna ab initio simulation package (VASP) [START_REF] Kresse | Ab Initio Molecular-Dynamics Simulation of The Liquid-Metal-Amorphous-Semiconductor Transition in Germanium[END_REF][START_REF] Kresse | Efficient Iterative Schemes for Ab Initio Total-Energy Calculations Using a Plane-Wave Basis Set[END_REF] , based on the density-functional theory (DFT) and the projector augmented-wave (PAW) method [START_REF] Blöchl | Projector Augmented-Wave Method[END_REF] . The generalized-gradient approximation developed by Perdew, Burke and Ernzerhof (PBE) was used to calculate the exchange and correlation potential [START_REF] Perdew | Generalized Gradient Approximation Made Simple[END_REF] . We chose a basis size corresponding to a cut-off energy of 550 eV (which allows to calculate the ground state energy with a precision of 0.0025 eV for the MoS2 monolayer, 0.05 eV for the Fe slab and 0.05 eV for the MgO slab). The first Brillouin zone was sampled with a 20161 Monkhorst-Pack grid [START_REF] Monkhorst | Special Points for Brillouin-Zone Integrations[END_REF] for structural optimizations and for calculating the band structure. This corresponds to a k-point spacing of 1 nm -1 along x and 0.7 nm -1 along y, which ensures that the ground state energy is calculated with a precision of 0.015% (0.044 eV). A denser mesh (45451) is used to calculate the density of states (k-point spacing of 0.44 nm -1 and 0.28 nm -1 along x and y, respectively). The atom internal coordinates have been optimized until all forces are below 10 meV/Å and Van-der-Waals corrections have been taken into account within the DFTD3 formalism [START_REF] Grimme | Effect of the Damping Function in Dispersion Corrected Density Functional Theory[END_REF][START_REF] Grimme | A Consistent and Accurate Ab Initio Parametrization of Density Functional Dispersion Correction (DFT-D) for the 94 Elements H-Pu[END_REF] (which gives values for the Van-Der-Waals gap of bulk MoS2 in very good agreement with experiments).A dipole correction has been used to avoid non-physical charge transfer across the slab. We used the PYPROCAR library for the electronic structure pre/post-processing, in particular to plot the band structures. The spin-orbit coupling has been taken into account for this calculation. 
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Figs S5a and S5b show the band structure of an isolated MoS2 monolayer, when the crystal structure is respectively described with the hexagonal primitive cell and with a rectangular conventional cell similar to that used to study the Fe/MgO/MoS2 multilayer. The same Γ-M-K-Γ-K'-M-Γ path has been used in the two figures, except that this path connects high symmetry directions shown with red letters in Figure 6a for the former case, and with black letters for the latter case.

Comparison of the two figures shows how the band structure of MoS2 is folded, when the rectangular conventional cell is used. In particular, the electron states corresponding to some of the M points are folded at Γ in this representation. 

Figure

  Figure 3d displays the comparison of the out-of-plane M-H curves for the 1.2 nm thick CoFeB sample

  Figures 5a shows the section and top view of the unit cell that we have used to model the

  Since the characteristic dimensions of the cubic Fe and MgO lattices (𝑎 = 0.287 nm and 𝑎 = 0.421 nm) do not naturally match those of the hexagonal MoS2 one (𝑎 = 0.317 nm, according to experiments), we chose to preserve the atomic structure of the MoS2 layer and to artificially slightly distort that of the Fe and MgO layers, until the matching of the atomic structures is reached. This occurs when the distortion transforms the MgO squares of the (001) MgO layers with dimensions to the Fe layers. For MgO, this corresponds to strains of 6.5% in the x-direction and -7.8% in the y-direction. For Fe, the strains are of 10.4% and -4.3% along x and y. The size of the unit cells was fixed to 𝑎 and √3𝑎 in the x-and y-directions, where 𝑎 = 0.316 nm is the value calculated from first principles. The unit-cell length in the z-direction was adjusted such that the surface Fe layer and the periodic image MoS2 layer are separated by 1.6 nm of vacuum. Supporting Information. Procedure to extract effective anisotropy energy Keff; Details for extracting Keff for the samples with different thickness of CoFeB; Details for extracting Keff for the samples with different annealing temperature; Element distribution profile and B diffusion in MgO for the sample capped with Pt; Band structure of the primitive (hexagonal) and conventional (rectangular) unit cells of a MoS2 ML; First principle calculations for the MoS2/3 MLs MgO/7 MLs Fe structure.
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Figure 1 :

 1 Figure 1: Schematic structure of the investigated sample and characterization of the MoS2 ML. (a) Schematics of the Ta/CoFeB/MgO/MoS2 stack on Si/SiO2 substrate. (b) Large scale optical microscopy image of the surface of monolayer MoS2. Inset: RHEED pattern of the MoS2 surface after annealing at 150°C for one hour. The pattern does not change with different angles of incident ebeam. (c) Room temperature photoluminescence spectra taken on different positions of the MoS2 ML surface. (d) Raman spectra taken on different positions of the MoS2 ML surface. Inset: Enlarged spectra showing the distance between 𝐸 and 𝐴 modes.

Figure 2 :

 2 Figure 2: Interfacial structure and chemical characterization of the Ta/CoFeB/MgO/MoS2 heterostructure. (a) Large scale HR-STEM bright field image showing the multilayer structure. (b) Enlarged image showing the crystallization of MgO on MoS2. (c) Integrated intensity profile along the green area in panel (b). Inset: Distance separating two successive oscillation minima as a function of the interval number. (d-k) Chemical maps drawn by processing EELS spectrum images using the signals of (d) SiL3 (99 eV), (e) SL3 (165 eV), (f) MoM5 (227 eV), (g) OK (532 eV), (h) FeL3 (708 eV), (i) CoL3 (779 eV), (j) BK (188 eV) and (k) TaN5 (229 eV) edges, respectively.

Figure 3 :

 3 Figure 3: Magnetic characterization of Ta/CoFeB/MgO/MoS2 heterostructures. (a) Out-of-plane M-H curves for samples with different CoFeB thicknesses with Tan=250°C measured at 10K. (b) Extrapolation of CoFeB magnetic dead layer td from the CoFeB thickness dependent saturation magnetization Ms. (c) teff dependence of the product of Keff and teff, where the intercept to the vertical axis of the linear extrapolation corresponds to the interface anisotropy Ki. (d) Out-of-plane M-H curves for the sample with 1.2nm CoFeB before and after different temperature annealing measured at 10K. (e) Keff as a function of annealing temperature. (f,g) M-H curves for the sample with 1.2nm CoFeB and Tan=250°C for in-plane and out-of-plane configurations measured at (f) 10K and (g) 300K. (h) Comparisons of out-of-plane M-H curves for three samples: Ta/CoFeB/MgO/MoS2, Ta/CoFeB/MgO/SiO2 and Pt/CoFeB/MgO/MoS2. All samples have the same CoFeB thickness and were annealed at 300°C.

Figure 4 :

 4 Figure 4: Interfacial structure and chemical characterization of Pt/CoFeB/MgO/MoS2 heterostructure. (a) Large scale HR-TEM image showing the multilayer structure. (b) Enlarged image showing the crystallization of CoFeB on MgO. Insets: FFT patterns showing that the CoFeB is characterized by polycrystalline features (here 3 different orientations for very close zones). (c) STEM HAADF image of the zone where EELS analyses are performed. (d-i) Element maps drawn from STEM-EELS spectrum image, respectively for (d) SiK, (e) SL, (f) OK, (g) BK, (h) CoL and (i) FeL edges.

Figure 5 :

 5 Figure 5: First principle calculations of the spin-resolved density of states. (a) Section and top view of the unit cell used to model the Fe/MgO/MoS2 multilayers. (b) Majority and minority spin DOS integrated over atomic spheres belonging to the successive atomic layers of the supercell. (c) zvariations of the xy-averaged electrostatic potential. (d) The red curve corresponds to the variations of the electron charge density when the 7 ML-thick Fe, 7 ML-thick MgO and MoS2 ML are associated in the same supercell. Each blue dot corresponds to the z-integration of the red curve between the two mid-perpendicular planes separating an atomic layer and its neighbors on the right and left sides. (e) z-dependence of the DOS at the Fermi level, calculated for majority spin (black curve) and minority spin (red curve) electrons. (f) Profile of spin polarization at the Fermi level, calculated from the spinresolved DOS.

Figure 6 : 29 Note3: 30 Note4:

 62930 Figure 6: Band structure of the MoS2 ML in the multilayer structure. (a) Brillouin zone of the unit cells. The red lines represent the hexagonal Brillouin zone of the primitive unit cell of the MoS2 ML. The black lines represent the rectangular Brillouin zone of the multilayer structure. (b) Band structure of monolayer MoS2 calculated with a conventional rectangular unit cell. Inset: Magnified valence band structures. The color bar shows the value of the spin-component 𝑠 for each of the Bloch states forming these bands. (c,d) Contribution of the MoS2 layer to the band structure of the multilayer with (c) 7 MLs of MgO and (d) 3 MLs of MgO. The red and blue lines respectively show the positive and negative values of the spin projection sz (in units of ℏ). Insets: Magnified valence band structures show a neglectable Zeeman splitting for 7 MLs of MgO but a large splitting of 10mV at Γ point for 3 MLs of MgO.

Figure

  Figure S4: (a) The maximum-normalized element concentration profiles from EELS drawn perpendicularly to the MoS2 layer shows that B diffuses completely inside the MgO barrier. (b) EELS spectrum of BK edge extracted from spectrum image in the MgO layer. The energy loss near edge structure shows the fingerprint of B III, indicating the oxidation of boron simultaneously to its diffusion.

Figure S5 : 32 Note6:

 S532 Figure S5: (a) Band structure of a MoS2 monolayer calculated with a primitive hexagonal unit cell. (b) Band structure of a MoS2 monolayer calculated with the conventional rectangular unit cell.
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Supplementary Information

For Large perpendicular magnetic anisotropy in Ta/CoFeB/MgO on full coverage monolayer MoS2 and first principle study of its electronic structure

Ziqi Zhou Note1: Procedure to extract effective anisotropy energy from in-plane and out-of-plane M-H curves

The effective anisotropy constant (Keff) is an important parameter for characterizing the anisotropy of the sample, which can be calculated by Keff=Ms-eff×Δ/µ0, where Ms-eff is the effective saturation magnetization per volume, Δ is the difference in the area of the in-plane (IP) and out-ofplane (OOP) M-H curves in the first quadrant, as shown in Figure S1 by the shaded area (blue lines).

From the fitting curve of thickness dependent magnetization (Figure 3b), Ms-eff has been determined to be 1216 emu/cm 3 . Δ is extracted to be 0.09716T in Figure S1. Furthermore, µ0=4π×10 - 7 H/m and 1emu/cm 3 =4π×10 -4 T. By injecting all parameters into the formula, the value of Keff can be calculated to be: Keff=Ms-eff×Δ/µ0=(1216×4π×10 )×(0.09716)÷(4π×10 -7 )=118136.844 J/m 3 .