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The early stage of growth of semiconductor nanowires is studied in the case where the sidewall adatoms have a short
diffusion length due to a strong desorption. Experimental results are described for the growth of ZnSe nanowires by
molecular beam epitaxy. They are discussed using the Burton-Cabrera-Frank description of the propagation of steps
along the sidewalls, and compared to other II-VI and III-V nanowires. The role of the growth parameters and the
resulting shape of the nanowires (cylinder, cone, or both combined) are highlighted.

PACS numbers: Valid PACS appear here

The final shape and final size of a nanowire must be tightly
controlled as they are key parameters for the subsequent use
of the nanowire. Typical shapes are schematized in Fig. 1a.
While a pure cylinder shape appears most preferable for trans-
port studies, a cone shape (tapered nanowire) allows a better
extraction of the light from an embedded quantum dot1–4, and
the pencil shape, with a long thick cylinder and a strong ta-
pering isolated near the nanowire tip5 ("P" in Fig. 1a) may
be preferable for a better light collection in photovoltaic
devices6,7. Similar shapes and sizes have been demonstrated
for different systems in spite of large differences in the mate-
rial parameters, for instance ZnTe and InP with orders of mag-
nitudes difference in the diffusion length along the nanowire8.
However, the growth strategy has to be adapted to each mate-
rial and the range of available values of length and radius has
to be determined.

Models have been proposed for the initial nucleation and
the transformation into nanowires9–11. In the stage of growth
following this nucleation, whether and how tapering appears
strongly depends on the material involved and on the growth
conditions. The pencil-shape of III-V nanowires12 has at-
tracted a lot of attention from theoreticians. The most precise
description of the radial growth involves the nucleation and
propagation of atomic steps along the nanowire sidewalls13,14.
The pencil shape ("P" in Fig. 1a) is obtained when an ini-
tial cylinder broadens while keeping the cylinder-shape, as
the steps on the sidewalls propagate up to the seed droplet,
and remain stuck there by the depletion of adatoms. Tapering
is expected to occur when the nanowire length exceeds the
sidewall diffusion length. By contrast, II-VI nanowires start
with a cylinder-shape with a constant radius (determined by
the seed radius, shape "C" in Fig. 1a)15, and then develop a
cone shape16 while keeping the cylinder segment on top of
the cone ("CC" in Fig. 1a), as the sidewall steps do not reach
the seed8.

The goal of the present study is to describe more precisely
the early stage of the growth of II-VI nanowires. We give ex-
perimental results obtained for short ZnSe nanowires. Then,
we emphasize the key points of the models we use to describe
the growth of II-VI nanowires by gold-seeded molecular beam
epitaxy (MBE). And finally, we compare the experimental re-
sults with the calculated profiles of the adatom density along

FIG. 1. (a) Schematics of characteristic nanowire shapes (C-cylinder,
PC=cylinder on pedestal, CC=cylinder on cone, P=pencil). (b) SEM
images at 65◦ of ZnSe nanowires from sample S1, sample S2, and
sample S3 as indicated. All images with the same scale bars at 20
nm.

the sidewalls.
ZnSe nanowires were grown on (111)B ZnSe buffer layers

on top of (111)B GaAs substrates, using solid gold nanoparti-
cles as seeds (the so-called Vapor-Solid-Solid, or VSS, growth
mode). The growth conditions (beam from standard Zn and
Se Knudsen cells, moderate Se excess of the order of a fac-
tor 2 (in atom cm−2s−1), substrate at 350◦C17,18) lead to mi-
crometer long nanowires for a growth time around 1 h, with a
small-angle tapering visible over the whole nanowire length.
A series of twelve nanowire samples were grown under these
conditions, with a nanowire length up to 2.5 µm. It includes
eight samples below 400 nm. Hereafter we focus onto these
shorter nanowires.

Figure 1b displays Scanning Electron Microscopy (SEM)
images of three characteristic samples. The growth time was
8 min for sample S1, 20 min for S2, and 32 min for S3, re-
sulting in an average length of 110± 15 nm, 230± 20 nm,
and 380± 20 nm, respectively, from statistics over SEM im-
ages such as in Fig. 1. Based on these SEM observations,
and on complementary observations at different values of the
nanowire length over the whole series of samples, we identify
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three growth stages, each of them featuring a characteristic
shape:

• very short nanowires, with a length L < 150 nm, are
cylindrical, with a radius in the order of the nanopar-
ticle radius, as exemplified in Fig. 1b, S1. The ra-
dius is too small to be accurately measured by SEM
due to the presence of an amorphous layer which cov-
ers the nanowire and the nanoparticle. From Transmis-
sion Electron Microscopy (TEM) images of nanowires
(Fig. 2a) from the same sample S1 as Fig. 1, the ra-
dius of the nanoparticle RNP = 3 to 5 nm and the radius
of the nanowire RNW is smaller by typically ∼ 0.5 nm
(see the radial profile of one nanowire in Fig.2a). Tri-
dimensional objects progressively appear on the surface
between the nanowires, as well as pedestals at the base
of the nanowires.

• intermediate nanowires, with L between 150 and 300
nm, exhibit a clear cone at their base, as exemplified in
Fig. 1b, sample S2. The radius of this cone is in the or-
der of the radius of the pedestal of short nanowires, and
its length progressively increases as L increases. For the
nanowire of Fig. 2b, the cone half-angle θ = 0.04 rad
and the length of the cylinder ∼ 80 nm. The transition
from the cone to the cylinder may be well-defined, such
as in the plot of the radius vs. position in Fig. 2b, or
more progressive.

• long nanowires, with L> 300 nm, exhibit (Fig. 1b, sam-
ple S3) a ∼ 100 nm long cylinder at the tip, on top of
a cone section with a length which increases with L, as
exemplified in Fig. 1b. The tapering angle in the cone
section remains fairly constant as L increases up to the
µm range (half-angle θ = 0.01 rad under the present
growth conditions), so that the base radius increases
with L. The base itself is hidden by a 2D layer resulting
from the coalescence of the previous 3D objects. More
details are given in Ref. 17 and 18.

We now briefly summarize the main features of the
diffusion-limited model of nanowire growth which has been
previously applied to describe the shape of long ZnTe
nanowires8,16, with a focus on the results which are relevant
for the present study.

The flux impinges the substrate, nanowire and gold
nanoparticle, at an angle α with respect to the normal to the
substrate, which is also the nanowire axis. In the present case,
we have checked that the flux which governs the axial and ra-
dial growth rates is that of Zn atoms17,18: In our MBE cham-
ber, the position of the Zn cell is such that tanα = 0.78. The
flux F is calibrated from the growth rate F cosα of a ZnTe
layer under an excess of Te, for which complete sticking is as-
sumed. In the following, the flux and the growth rates are ex-
pressed in nm per unit time. The adatom density is expressed
in nm, as the number of adatoms per unit area multiplied by
the thickness of a ZnSe monolayer. With this conventions,
these quantities are independent of the crystal orientation.

The main contribution to the nanowire growth is from
diffusion of adatoms along the sidewalls towards the

FIG. 2. TEM images of nanowires, and profiles. In these TEM im-
ages, the base of the nanowire is masked by the edge of the cleaved
substrate. Panel (a) shows the image of a nanowire from sample S1,
and radial intensity profiles, at three positions along the axis, as in-
dicated; Panel (b) shows a nanowire from sample S2, in front of the
plot of the radius vs. position of the same nanowire. Black closed
squares are experimental data and the dashed lines show the linear
fit. The base radius vs. the nanowire length, measured by SEM on
a series of nanowires from the same sample S2, is shown by open
red squares. The closed red square gives the average value and stan-
dard deviation. The dotted line shows the tapering of long nanowires.
Same scale for the image and the plot.

nanoparticle19,20. The flux to the nanowire sidewalls, F sinα ,
is intercepted by the nanowire diameter, 2RNW , and dis-
tributed over the perimeter 2πRNW ; Hence the average flux
is Fα = F sinα

π . Far from both ends of a long nanowire, the
adatom density is n = Fα τ , where τ is the residence time of
the adatoms.

The diffusion along the nanowire is described by a diffu-
sion coefficient D. In a simple approximation, the adatom
density at distance z from the base of the nanowire is calcu-
lated assuming that the nanoparticle acts as a perfect trap at the
top of the nanowire: The boundary condition is n(z = L) = 0.
This assumption was found to describe adequately the growth
of ZnTe nanowires16. The boundary condition at the base
of the nanowire, z = 0, depends on the configuration of the
nanowire-substrate interface. An easy transfer of adatoms be-
tween the substrate surface and the nanowire sidewall results
in a condition of equal currents on both sides16,20. This may be
the case here for the very early stage of the nanowire growth.
However, we have observed the rapid formation of a pedestal
at the base of the nanowire: This pedestal likely stops the
transfer of adatoms from the substrate to the nanowire, and
again the boundary condition should be that of a perfect trap,
n(z = 0) = 0.

With both boundary conditions, the adatom density is

n(z) = Fα τ

1−
cosh

L
2 −z
λ

cosh L
2λ

 , (1)

where λ =
√

Dτ is the diffusion length on the sidewall.
Figure 3a shows three examples of adatom density profiles,

for a short nanowire (L = 3λ ), an intermediate one (L = 8λ )
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and a long one (L = 30λ ). These profiles will be discussed
later on.
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FIG. 3. (a) Adatom density divided by Fα τ (flux × residence time),
for three nanowires with length L equal to (1) 3λ , (2) 8λ and 30λ ,
where λ is the diffusion length (top scale). With λ = 30 nm, the
respective lengths are 90 nm, 240 nm and (3) 900 nm (bottom scale).
(b) Same as (a), taking into account the incorporation at step edges
(Burton-Cabrera-Frank model8,13,14).

This model is a reasonable approximation to describe the
axial growth rate of the nanowire. The current of adatoms
(−D dn

dz ) towards the nanoparticle, through the perimeter
2πRNW , contributes to the axial growth of the nanowire, by the
formation of monolayers of area πR2

NW . For a long nanowire
(L ≫ λ ), the current at the nanowire tip is −λFα and we ob-
tain

dL
dt

= Fα
2λ

RNW
+κF. (2)

The second term is the contribution from the direct flux to the
nanoparticle. The prefactor κ is a function of the nanoparticle
or nanodroplet shape, the interface with the nanowire tip, and
the angle of incidence α8,21. From the TEM images of the
nanoparticle (Fig. 2), we estimate κ = 1.6 and R = 4 nm. If
we further assume that the radial growth rate is proportional to
the local adatom density, we expect a constant radial growth
(hence the formation of a regular cone) for the central part
of the long nanowires where the adatom density is constant,
n = Fα τ . We also expect a reduced radial growth rate at the
tip and for short nanowires.

The exact shape of the nanowire, including in the vicin-
ity of the tip, can be analyzed more accurately by calculat-
ing the propagation of steps along the nanowire sidewall, in
a Burton-Cabrera-Frank approach13,14. A steady state config-
uration is realized8 by a succession of terraces of length 2ls
separated by steps of height a (the monolayer thickness), with
a cylinder of length (l0 + ls) at the tip. This is the configura-
tion labelled CC in Fig. 1a. Adatoms diffuse on the terraces
with a probability pdes =

1
τ to desorb, thus defining a diffu-

sion length λ . The incorporation takes place not only at the
nanowire tip through the nanoparticle, but also at the steps,

with a finite probability pinc. The step velocity is governed by
the terrace length (the step-step distance), while the nanowire
axial growth rate is governed by the tip cylinder length and the
value of κ . The steady-state condition imposes that the step
velocity matches the nanowire axial growth rate. Therefore a
steady state imposes a relationship between the terrace length
and the tip cylinder length, given by Eq. 5 of Ref. 8.

The material parameters are λdes, and pinc/phop, where
phop is the hopping probability to the nearest site on the ter-
race. Their value is determined by fitting the characteristics
of long nanowires (such as the nanowire in Fig. 1b and longer
ones17,18). We obtain λ = 30 nm and pinc/phop = 10−3. The
corresponding adatom density profile is shown by curve (3) in
Fig. 3b. Each kink corresponds to a step, and the step velocity
is proportional to the adatom density at this position.

We show now that the three examples in Fig. 3 well match
the three shapes identified in Fig. 1.

For the long nanowires, the Burton-Cabrera-Frank model
describes a growth with a constant tapering angle. The cone
increases in length and radius, and it is terminated at the tip
by a cylinder of constant length. With the parameters given
previously, we calculate a cylinder length ∼ 80 nm.

Turning now to the shortest nanowire (#1 in Fig. 3), the
adatom density is small, implying that the step velocity re-
mains much lower than the nanowire growth rate: This corre-
sponds to the growth of a thin cylinder, with a diameter match-
ing the contact with the nanoparticle, as observed in Fig. 1a
and Fig. 2a. Note that we have no evidence that the pedestal
forms before the NWs start to grow, as described in Ref.22:
In the absence of such a trap, adatoms may diffuse from the
substrate to the NW sidewall, and speed up the axial growth
until the pedestal is in place and constitutes a trap.

As the adatom density increases, the velocity of steps in-
creases, so that the velocity of the leading step can reach
the nanowire growth rate (thus inducing a stabilized cylinder
length) for a nanowire such as #2. Steps behind the leading
ones (closer to the nanowire base) see a smaller adatom den-
sity, which means that the velocity of these steps is smaller.
The result is a tapered profile below the tip cylinder, with an
angle larger than the steady-state value of nanowire #3 but de-
creasing as growth proceeds. In the absence of an analytical
solution such as available for the long nanowires8, determin-
ing the exact shape of the nanowire in this case calls for a nu-
merical solution of the whole profile. Note however that the
length of the cylinder observed in Fig. 2b nicely agrees with
the length ∼ 80 nm predicted by the Burton-Cabrera-Frank
model for long nanowires.

Finally, the steady-state cone increases in length as more
and more steps reach the steady-state velocity.

Hence the characteristic shapes identified in Fig. 1 match
the characteristic profiles of the adatom density in Fig. 3, cal-
culated with the material parameters deduced from the prop-
erties of the long nanowires.

The value of λ means that the desorption of adatoms from
the ZnSe sidewalls is strong. It is even stronger than for ZnTe
nanowires with the zinc-blende structure, where λ=90 nm8.
Much larger values of the diffusion length are commonly re-
ported for III-V nanowires, for instance λ ≃ 1 µm for InP
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nanowires8. We observe nevertheless a significant radial
growth, and tapered nanowires can be grown. These ZnSe
nanowires with the wurtzite structure thus appear intermedi-
ate between the wurtzite ZnTe nanowires which maintain a
cylinder shape whatever their length16, and zinc-blende ZnTe
nanowires or InP nanowires, for which the incorporation is
large enough that it impacts or even limits the axial growth8.

Similar features were observed in the early stage of growth
of zinc-blende ZnTe nanowires15, with a smaller desorption
and a stronger sticking: Nanowires with L = 140±60 nm are
still mainly cylinder-shaped.

Our intermediate shape make a contrast with the pencil-
like shape nanowires made of III-V semiconductors such as
InP23, InAs12 or GaAs5. This remarkable shape was mod-
elled assuming no desorption of adatoms13,14. It is consid-
ered experimentally to be characterized by a long diffusion
length along the nanowire sidewall, even if the radial growth
starts with a delay with respect to the axial growth24. How-
ever, InP nanowires grown by Metal-Organic MBE exhibit a
significant lateral growth25–27, which gives rise directly to the
cone+cylinder shape and not to the pencil-like shape. These
nanowires can be described with an easy attachment to the
step edge8 so that the diffusion along the nanowire sidewall is
limited by incorporation while the desorption diffusion length
is in the micrometer range. The MBE growth of ZnSe and
ZnTe nanowires is characterized by a progressive change of
shape as growth proceeds: from a thin cylinder, to a thin cylin-
der on top of an open cone, and finally a thin cylinder on top
of a long cone with a small, steady-state angle. This sequence
appears to be correlated with the profile of the adatom density
along the sidewalls, and hence to be governed by the ratio of
the nanowire length to the diffusion length, which is mostly
determined by the desorption of adatoms from the nanowire
sidewalls.

To conclude, we identify experimentally two stages of
growth of ZnSe nanowires before they reach a steady-state
shape with a constant tapering angle. Very short nanowires
are cylinder-shaped with no radial growth. Nanowires of in-
termediate length comprise a cylinder section on top of a cone
section, with a tapering angle which progressively decreases
to the steady-state value. There three shapes, and their bound-
aries, are well accounted for using a Burton-Cabrera-Frank
model with a strong desorption of the adatoms from the side-
walls.
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