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Abstract – We present CW operation of a tunable InP based Vertical Cavity Surface Emitting Laser, integrating a liquid 
crystal (LC) micro-cell. In comparison with previous work, a larger 33 nm (vs 23 nm) tuning and stable operation are 
obtained, according to major improvements presented in this paper. 

 

I. Introduction 

Miniaturized tunable photonic devices are of great interest for applications in wavelength division 
multiplexing systems, metrology, spectroscopy and sensing applications. For a widespread deployment, such 
systems have to be compact, dynamically reconfigurable in wavelength, and with a low power consumption. To 
achieve such devices, many studies have been conducted in the past using MEMS technologies [1]. However, 
MEMS solutions may have some drawbacks related to power consumption, high driving voltage or fragility of 
the MEMS structure. As an alternative to these MEMS approaches, the use of the well-known and mature liquid 
crystals (LC) material within a monolithic microcavity structure has been proposed [2]. In this case a large 
refractive index variation is obtained with a moderate driving voltage leading to a low power consumption since 
leakage currents through LC layers are extremely low. We have already developed this technology by fabricating 
LC micro-cells, and we have been able to realize and demonstrate passive optical filtering, and wavelength 
selective tunable integrated photodetector with large tuning range as high as 100-150 nm [3], [4]. More recently, 
we demonstrated for the first time CW operation of a tunable VCSEL integrating this LC micro-cell concept, 
presenting however a lower than expected 23.5 nm tuning range, and suffering from polarization instabilities [5].  

II. VCSEL fabrication 

The LC based tunable VCSEL we already proposed and demonstrated for optical pumping is presented on 
the insert of the Fig. 1. It mainly consists of two parts. The first one is the half-VCSEL processing. It consists in 
the growth of 9 strained InGaAsP quantum wells (SQW) on InP(100) substrate and distributed over three field 
anti-nodes. A SiNx/Si Bragg reflector (Bottom DBR) is then deposited, and this half VCSEL is then bonded on a 
silicon substrate. The second part concerns the fabrication of a LC micro-cell. It starts with the deposition of a 
SiO2/TiO2 Bragg reflector (top DBR) on a glass substrate initially covered by a conductive ITO layer. At this 
stage a nanograting is imprinted in SU8 photoresist for LC anchoring and alignment on the surface of this DBR. 
Both parts are then sealed together after the definition of micro-sized cell in 2.5 µm thick of Perminex 
photoresist. The process ends up by the insertion of LC under vaccum. More details about this process can be 
found in reference [3]. Although this first realization enabled to demonstrate CW operation at 1550 nm, a limited 
tuning range (23.5 nm) was obtained, and was mainly related to temperature effect inducing a collapse of the LC 
index variation and also because some instabilities in the output VCSEL polarization state [5]. To overcome this, 
we propose here two main modifications in the technology. The first one is to replace the SQW active layer by a 
hybrid active layer, which is characterized by 6 SQW distributed over two anti-nodes, and 6 quantum dashes 
(QDHs) layers on the third anti-node. These QDHs are expected to bring some gain anisotropy within the 
VCSEL cavity, and fix the VCSEL output polarization state regarding the LC orientation [6]. The second 
advance is to replace the LC material itself by a more robust in temperature one. In particular, we exploited for 
this work the properties of a LC presenting a higher clearing temperature (QYPDL36, with a Tc= 93°C) in 
comparison with the LC used in the first demonstration (E7 with a Tc=58°C).  

III. Results 

These VCSEL are characterized under optical pumping, at room temperature, and in CW operation. As 
shown on Fig.1, lasing operation is demonstrated, with typical threshold of 8-10 mW, with applied voltage on 
the LC micro-cells varying from 20V down to 4.5 V. These thresholds are very close to those obtained with 
single frequency VCSELs realized without any LC micro-cells. This is an experimental evidence than optical 
losses introduced by the LC inserted in the VCSEL cavity are significantly low. Considering our first 



 

 

demonstration, the main difference here lies on the fact that once the VCSEL has reached its threshold, its output 
polarization state remains almost fixed according to the LC extraordinary orientation, and thus all over pump 
power range, until the VCSEL emission switches off after the rollover. No more polarization switches, or bi-
stability are observed in this new configuration. As shown on Fig. 2, for a 4.5V applied on the LC, the VCSEL 
emission is centered at 1561 nm. By increasing the LC applied voltage up to 20V, a continuous blue shift of the 
VCSEL wavelength is obtained down to 1528 nm, corresponding to a 33 nm wavelength tuning range. The 
larger tuning range and the better mode behavior are ascribed to the two main improvements we proposed. The 
respective contribution of the modifications of the active zone and the LC part will be further discussed to get 
better understanding on this significant improvement, and to draw up what could be future design rules for 
demonstrating the full potentialities of the LC-VCSEL in terms of  tuning range and wavelength stability. 

 

IV. Conclusion 

A tunable 1550 nm InP VCSEL has been designed and realized, integrating a liquid crystal micro-cell. CW 
operation is demonstrated at room temperature, and improved performances are demonstrated in terms of 
wavelength tuning (33.3 nm), and VCSEL emission stability all over the excitation range. These improvements 
are mainly related with a better temperature management of the LC intracavity layer, and the VCSEL 
polarization state control exploiting a section with QDHs. Further improvements in terms of output power and 
wavelength tuning are expected. 
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Fig. 1. VCSEL output power as function of pump absorbed power for 
different voltages applied on the LC µcell (20 kHz). Insert is a schematic 
of the LC µcell VCSEL 

Fig. 2. VCSEL spectra measured at pump power of 10 mW, for 
different LC applied voltages (20 kHz). Insert shows the 
VCSEL lasing wavelength as function of the LC applied 
voltage. 
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