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Abstract
Numerical simulation of the textile composites forming plays an important role in improv-
ing the manufacturing quality, reducing the manufacturing cycle, and manufacturing cost. 
The focus is on the shaping of one or several layers of G1151 interlock reinforcement. Based 
on the continuous approach at the macroscale, an approach using a hypoelastic behavior is 
proposed considering the specific interlock textile material behavior. The stress 
accumulation is carried out in frames defined by the direction of the warp and weft yarns. 
The approach is implemented in the commercial software Abaqus. By adding inter-layer 
contact properties, this approach can realize the simulation of multi-layers textile compos-
ites with different yarn orientation configurations. Experimental analyses have shown that 
this approach can correctly trace the specific behavior of interlock textile composites.
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1 Introduction

Due to their excellent performance, the interlock textile composites are becoming more 
and more widely used in different areas [1–3]. These materials offer a number of attrac- tive 
properties: the high capacity to conform to complicated contours, suitable for 
manufacturing components with complex shapes, and greater flexibility in processing 
options compared to metals. Numerical analysis of the textile composite materials has 

 become a hot topic in the past several decades [4–6].
The tows (also called yarns) of interlock fabric are made of continuous fibers with a 

very small diameter ranging from 5 to 15 μm. These yarns are held together by weaving 
into the interlock fabric, which makes it possible to consider this material as a 
continuum medium at the macroscopic scale for numerical analysis. In the presented 
research, a numerical continuous approach will be developed at the macroscale, the 
interlock fabric is not continuous at lower scales (microscales and mesoscales) but it 
can be considered as continuous on average at macroscopic scale [5, 7]. Performing 
numerical analysis at macroscale will decrease the number of finite elements to model 
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the material geometry, and wrinkles is one of the main defects which occurs at macro-
scopic scale [8–10]. The advantage of applying the continuous approach in numerical 
simulation lies in using finite elements to develop the numerical model of the textile 
reinforcement.

For single layer interlock textile composites, the dimension in the thickness direc-
tion is much smaller than the other two directions, thus, shell elements can be adapted 
to model single layer textile composites. The slippage between fibers gives very spe-
cific mechanical properties, in order to correctly trace the material properties at the 
macroscale, some research works were devoted to the shell formulation development. 
Soulat et  al. [11] developed a shell element considering the stress through the thick-
ness, Liang et al. and Renzi et al. [12, 13] developed specific shell approaches based on 
the physics of the deformation of fibrous materials.

The objective of the presented work is dedicated to developing a hypoelastic 
approach within the framework of continuum mechanics to correctly predict the tex-
tile reinforcement deformation. In this article, the textile reinforcement considered 
is an interlock G1151 manufactured by Hexcel. The introduction of the hypoelas-
tic model will be presented in Sect. 2. Three types of material properties which are  
tensile stiffness, in-plane shear stiffness, and out-of-plane bending stiffness will be 
considered (Fig.  1). Their influences on the forming and wrinkles formation have  
been well analyzed in [10]. The way to determine these material rigidities for the 
presented approach will be introduced in Sect.  3, and also the presented approach 
will be validated in terms of in-plane shear behavior and bending behavior. Section 4 
is the forming of a reinforcement made of two layers of interlock fabric with differ-
ent orientations. The punch shape is tetrahedron, and the corresponding simulation 
based on the proposed hypoelastic approach is compared with experiment results. It 
is indicated that the approach can correctly trace the specific behavior of interlock  
textile composites.

Fig. 1  Three material behavior to be considered. (a) Tensile. (b) In-plane shear. (c) Out-of-plane bending



 

2  The Continuous Approach with a Hypoelastic Law

2.1  The Studied Interlock Fabric

The interlock reinforcement G1151® analyzed in the present work is shown in Fig. 2a. Figure  
2b shows its architecture obtained by X‐ray tomography. Table 1 shows the geometric and 
physical characteristics of the woven reinforcement.

2.2  Frames of the Yarns

For interlock fabric material, the material properties highly depend on the yarn directions. 
These two yarn directions (called warp and weft) are perpendicular in the initial configura-
tion, and they will not keep orthogonal due to the in-plane shear strain when the material 
deformed. Thus in order to correctly calculate the shell stress using the material constitu-
tive equations according to the strain, it is necessary to write the constitutive equation in 
frames defined by the yarns [15, 16].

Hypoelastic law is widely used at large strains in the finite element analyses [17–20] and 
is defined as:

Here � is the Eulerian tensor of strain rate, � is the Eulerian material constitutive tensor, 
�∇ is an objective derivative of � which is the Eulerian tensor of Cauchy stress. There are two 
commonly used approaches to calculate the objective derivative stress: Jaumann corotational 
formulation (based on the corotational frame rotation) [21] and Green-Naghdi (GN) approach 

(1)�∇ = � ∶ �

Fig. 2  (a) G1151 fabric structure. 
(b) X-ray Tomography of G1511 
fabric (cut along warp yarn) [14]

Table 1  Geometric 
characteristics of the G1151 
interlock fabric

Material G1151 fabric

Manufacturer Hexcel
Fibers Carbon 6 K
Areal density 630 g/m2

Single layer thickness 1.3 mm
Yarn width Warp: 1.92 mm

Weft: 2.21 mm
Yarn density Warp: 7.5 yarns/cm

Weft: 7.4 yarns/cm



 

(based on the polar rotation) [22] which is adopted in Abaqus/Explicit. Figure 3 shows a sim-
ple shear simulation test conducted in Abaqus/explicit, e (e1, e2) is the GN framework, it can 
be seen that the frame rotates with the deformation, however, its axis won’t keep in the direc-
tion of the yarn which is necessary in the case for textile composites. Thus the GN framework 
cannot be used for the interlock fabric directly.

Two independent orthogonal yarn frames are constructed where each one is based on one of 
yarn directions, as shown in the Fig. 4, they are the frame f1(�1,

�2

‖�2‖ ) and the frame f2(
�1

‖�1‖ , �2) . 
Here �α ⋅ �β = �

β
α(the index � and � represent the warp and weft yarns, ranging from 1 to 2. ��� is 

the Kronecker symbol, and equal to 1 when � = � and 0 otherwise. The covariant vectors �1 and 
�2 represent the two textiles yarn direction, the contravariant vectors �1 and �2 are perpendicular 
to the other yarn direction.

GN frame rotates along the polar rotation, R obtained from the decomposition of the defor-
mation gradient F.

Then the GN frame axes �� at the deformed configuration can be determined using:

For the two yarn frames, �1 and �2 will rotate along with the yarn rotation, they can be 
calculated using the deformation gradient tensor F and the textiles yarn direction in the 
initial configuration �0

�
:

(2)� = ��
−1

(3)�� = � ⋅ �
0

�

Fig. 3  Rotation of Green-Naghdi frame in a simple shear simulation test

Fig. 4  The Green-Naghdi frame and the fiber frame



Here �0
�
 and �0

�
 are unit vectors and are assumed to be coincide initially. Let �� be the 

angle between GN axes and the two yarn axes, the transform matrix 
[
T�

]
 between GN 

frame and the two yarn frames f1 , f2 will be:

2.3  Hypoelastic Law for Interlock Fabric

The hypoelastic law used in textiles fabric forming has been researched in several stud-
ies [15, 16, 23, 24]. In hypoelastic law, the material behavior is described using a rela-
tionship between an objective stress derivative and the strain rate. The material behavior 
can be linear or non-linear.

In the case of the interlock fabric, the objective stress derivative is based on the two 
built fiber frames shown in Fig. 4, the objective derivative of the Cauchy stress tensor 
with respect to fiber rotation tensor is:

Here Δ is the rotation matrix from the initial frame to the yarn frame. In order to 
apply the hypoelastic law for fabric material, at each numerical analysis time step, the 
strain increments in the GN frame will be firstly transformed to the two yarn frames to 
obtain the yarn strain increments using the transform matrix 

[
T�

]
 (Eq. (5))

The strain increments are used to calculate the components of section stress incre-
ments in the two yarn frames:

Here [C]f� is the material stiffness, it will be determined in the Sect. 3. Following the 
incremental formulation of Hughes and Winget [Hughes 1980], total section stress at 
the time step tn+1 in the two yarn frames can be obtained using mid-point integration as 
followed:

The total section stress [�]f� in the two yarn frames will be expressed in the GN frame 
to get the section stress [�]e(n + 1 index is omitted, all the quantities are at tn+1)

(4)�� =
� ⋅ �0

�

‖‖� ⋅ �0
�
‖‖
=

� ⋅ �0
�

‖‖� ⋅ �0
�
‖‖

(5)
[
T�

]
=

[
cos�� - sin��
sin�� cos��

]

(6)�∇ = Δ ⋅ (
d

dt
(ΔT

⋅ � ⋅ Δ)) ⋅ ΔT

(7)[d�]f� =
[
T�

]
[d�]e

[
T�

]

(8)[d�]f� = [C]f� [d�]f�

(9)
[
�n+1

]
f n+1
�

=
[
�n
]
f n
�

+ [d�]
f
n+1∕2
�

(10)[�]e =
[
T1
]
[�]f1

[
T1
]T

+
[
T2
]
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[
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2.4  Decoupling Bending Behavior with Membrane

Due to the possible relative slippage between warp and weft yarns, the interlock fabric 
bending stiffness is much lower than the bending stiffness provided by a classical theory 
for a given membrane stiffness. This lower bending stiffness has caused the bending behav-
ior to be neglected in some previous researches on the textiles forming simulation [15, 
25–29]. However, some studies have shown that the bending stiffness plays a significant 
role on the textile material forming, especially on wrinkles forming and development [10, 
30, 31]. Figure 5 shows the wrinkling of textile material with different bending stiffness 
when compressed in the yarn direction.

For single layer textile composites, the dimension in the thickness direction is much 
smaller than the other two directions, thus, shell element is adopted to model single layer 
textile composites. In the shell element, the bending stiffness is general coupled with 
membrane behavior, for the classical continuous material, it can be directly obtained as 
followed:

Here E is the Young’s modulus, h is the shell thickness, and � is the Poison’s ratio. This 
is not the case for the interlock fabric. In order to properly consider the bending behavior 
in the interlock fabric forming simulation, Dobrich et al. [32] proposed a laminated shell 
approach, this approach can decouple the bending and membrane stiffness by changing the 
properties in the different layers of the laminate points in the thickness direction. Other 
approaches focus on the superimposition of different elements, these elements share the 
same nodes, and the membrane and bending behavior will be implemented with different 
Young’s modulus [16, 33, 34].

These approaches may be effective in some cases, but they are not based on the mate-
rial deformation mechanism, and will lead to an increment in the element number. An 
independent moment–curvature relation will be introduced, and this relationship is 
tested by bending experiment test in Sect.  3.2. The membrane and bending response 
will be calculated separately in the presented approach which is implemented in the 
Abaqus software.

(11)Bclassic =
Eh3

12
(
1 − �2

)

Fig. 5  Compression in the yarn direction of a textile material with different bending stiffness [10]. (a) 
B = 1 Nmm . (b) B = 10 Nmm



 

3  Characterization of In‑Plane Shear and Bending Behaviors

In this section, the membrane and bending properties of the G1151 interlock fabric will 
be determined and the presented modeling approach will be validated. As for the mate-
rial tensile stiffness, its large value leads to the quasi-inextensibility in the yarn direc-
tion. It is assumed to be constant.

3.1  Bias Extension Test

This chapter is to determine the material in-plane shear behavior, and on this basis, verify 
the in-plane shear response of the presented approach in the woven reinforcement simula-
tion. The bias extension test is conducted. As shown in Fig.  6a, a rectangular specimen is 
under the tensile deformation, where the warp and weft yarns are at ± 45° in the ten- sile 
direction. Neglecting the slippage between warp and weft yarn and assuming being 

Fig. 6  Bias extension test. (a) Schematic diagram. (b) Experiment deformed specimen. (c) load–displacement 
curve of G1151 interlock fabric



 

inextensible in the yarn direction, there will be three different shear zones when the speci-
men is deformed, and the shear angle will be constant in each shear zone. The center zone 
C has two free ends, the shear angle in zones B is half of zone C, and the shear angle in 
zone A is zero.

The theoretical values of shear angle at the zone C is related to the tensile displacement:

Figure  6b shows the bias extension experiment test, and the G1151 interlock fabric 
experiment result of load–displacement curve is given in Fig. 6c. The initial length of the 
specimen in the experiment is 300 mm which is three times of the width of the specimen.

According to the energy conservation, the machine load–displacement can be converted 
into the curve of shear force- shear angle [35, 36]. Through the polynomial fitting, the 
function between shear force and shear angle (radians) can be obtained, and finally, the 
in-plane shear stiffness G12 can be obtained by deriving the function. The in-plane shear 
stiffness G12 of the G1151 interlock fabric is obtained as a function of the shear angle �:

The numerical test is conducted using the in-plane shear stiffness G12 given in Eq. (13). 
The 3-node shell element has been selected for the numerical analysis. The shear angle 
comparison between simulation results and theoretical values calculated by Eq.  (12) is 
shown in Fig.  7a, and the load force comparison between experiment and simulation is 
plotted in Fig.  7b. Good agreements have been obtained which indicated that the intro-
duced approach can correctly describe the interlock fabric in-plane shear response.

3.2  Cantilever Bending Test

In order to test the G1151 interlock fabric bending behavior and verify the presented 
approach and bending response, the cantilever experiment and corresponding simulation test  
are conducted. In the cantilever test, the specimen shape is rectangular and two yarn direc-
tions are parallel to two sides of the rectangular respectively, one end of the specimen is 

(12)� =
�

2
− 2arc cos(

D + d
√
2D

)

(13)G12 = 0.088 − 0.828� + 2.924�2 − 4.008�3 + 2.031�4

Fig. 7  Bias extension test verification in different displacement. (a) Shear angle comparison. (b) Machine 
load comparison



 

clamped, and the other is bent under the gravity [37, 38]. Figure 8a and c show the two 
G1151 fabric cantilever tests bending along warp and weft yarn direction respectively. The 
cantilever bending section length is 180 mm, and the width is 50 mm. The two rulers in the 
pictures build an orthogonal coordinate system for the experiments.

Through image processing, the section curve can be obtained by polynomial fitting, set 
the section curve formula as y = f (x)

 , then the curvature �(x) at different location can be 
expressed as:

The bending moment can be determined by the location and the material density:

Here s is the curvilinear coordinate of the point, q is the weight per unit length of the 
specimen(N/mm), L is the total bending section length, � and � are the Frenet’s coordi-
nates of the point.

(14)
k(x) =

f �(x)
[
1 +

[
f �(x)

]2]3∕2

(15)M(s) =∫
L

s

q(u − s) cos (�(u))du

Fig. 8  Cantilever test of G1151 interlock fabric. (a) Bending experiment alone warp yarn (b) Bending sim-
ulation alone warp yarn (c) Bending experiment alone weft yarn (d) Bending simulation alone weft yarn  



 

The moment–curvature relation M(�) can be obtained through combining Eqs. (14) and 
(15), then the bending stiffness will be determined by deriving the moment–curvature rela-
tion. Through processing the cantilever experiment in Fig. 8a and c, the material bending 
stiffness can be approximately regarded as linear, and the bending stiffness along warp and 
weft yarn direction of G1151 interlock fabric are:

Applying the tested material bending stiffness, the corresponding cantilever simula-
tion test is conducted using the presented approach. The mesh setting is the same as bias 
extension test in Sect. 3.1. The simulation results in the warp and weft yarn directions 
are shown in Fig. 8b and d respectively. Then the bending deformed section shapes of 
experiment and simulation are chosen as the comparison values, the comparison results 
are shown in Fig. 9, and can be seen there is a good agreement between the simulation 
and experiment. Through the comparison, it can be known that the presented approach 
well achieved the decoupling of bending behavior and membrane and can correctly 
describe the fabric bending response.

For simplicity, the difference between warp and weft yarn direction can be neglected 
and an average bending stiffnesses is adopted in the subsequent forming simulation.

(16)B1 = 10.5NmmB2 = 4.3Nmm

0 20 40 60 80 100 120 140 160 180

X(mm)

-120

-100

-80

-60

-40

-20

0

Y(
m

m
)

Simulation of bending alone weft yarn

Simulation of bending alone warp yarn

Experiment of bending alone weft yarn

Experiment of bending alone warp yarn

Fig. 9  Simulation and experiment results of bending section shape



 

4  Interlock Fabric Forming Experiment and Simulation

To examine the capabilities of the presented hypoelastic approach, the experimental test 
and the corresponding simulation are compared to check if the approach is able to cor-
rectly predict the material deformation in the forming process.

4.1  Tetrahedron Forming Experiment

The geometry parameter of the tetrahedron forming is described in the Fig. 10, two-layer 
with 

[
90◦∕0◦,−45◦∕45◦

]
 (quasi-isotropic) lay-up is used in the forming experiment, and 

the initial dimension of each layer is 300 mm × 300 mm. The thickness of blank holder and 
the die mold are 30 mm and all are transparent in order to observe the material deforma-
tion in the forming process, and two cameras are used to capture pictures from the top side 
view and the bottom side view respectively. The forming speed of punch is set to 30 mm/
min and the punch final displacement is 90 mm. The blank holder and die mold are fixed to 
make sure the distance between them remains constant in the forming process. This form-
ing process is under the room temperature.

Blank holder

Quasi-isotropic 

layer-up fabric

Die

300

X

Z

Units: mm

Punch

65

30

2

R5

0°/90°

+45°/-45°

138.6

146

Top

Camera

Bottom

CameraSupport

Mirror

Layer configuration

138.6

R5

Top view of punch

160

Fig. 10  Geometry parameter of the tetrahedron shape



 

When preparing the material, white dots are painted on the material at equal inter-
vals to track the material movement at different position. The distance between adjacent 
white dots is 20 mm. The distance between the white dots and the material edge is 10 mm. 
The material edge is also painted in white to get the edge deformation. The final forming 
shape is as shown in Fig. 11, the deformation of 0◦∕90◦ layer is shown in the bottom view 
result (Fig. 11a), and the top view result shows the deformation the layer of +45◦∕ − 45◦ 
(Fig. 11b).

4.2  Tetrahedron Forming Simulation

The presented approach is implemented in the commercial software Abaqus. In 
the modelling process, the punch, die mold and blank-holder are set as rigid body 
because the deformation is small compared with the fabric deformation. The form-
ing simulation performed over half of the fabric, and 20,000 triangular shell elements 
are used for each layer. For the contact properties, Coulomb friction coefficients of 
adjacent layers and ply-to-tool were assumed as constant 0.2 in the forming process. 
The mechanical properties of the interlock fabric used in the experimental tests, and 
required as input for the simulation were presented in Sect. 3. In the simulation, the 
speed of the rigid punch surface is set to 2 mm/s. The blank-holder and die mold is 
set as fixed, and the distance between them is keep as constant which is same as the 
experiment setting.

The final two-layer lay-up deformed simulation shape and the comparison with experi-
ment are shown in Fig. 12, no wrinkles are observed in both experiment and simulation, 
and the simulation has good agreement with the experiment.

Fig. 11  Experimental pictures of two-layer quasi-isotropic c tetrahedron forming. (a) Bottom view. (b) Top 
view



The material drawn-in is selected as a comparison value between experiment 
and simulation, eleven points are selected as the comparison marker points shown 
in Fig.  13. The points from A to K are the location in the initial fabric, and A’ to 
K’ represent the position in the deformed fabric. The material draw-in comparison 
results between simulation and experiment are shown in Fig.  14, it is shown that 
the simulation results have good agreement with experiments at different fabric 
orientation.

Fig. 12  Final shape comparison of experiment and simulation result (SDV4: In-plane shear angle) (a) Bot-
tom 0°/90° layer (b) Top ±45° layer

Fig. 13  Material draw-in points 
position for tetrahedral forming



 

5  Conclusion

A hypoelastic approach considering the specificity of material behavior is presented for 
the interlock fabric forming simulation. Due to the material behavior highly dependent on 
the yarn direction, it is necessary to track the two fiber yarns direction in order to calculate 
the stress response. The stress response is calculated separately in terms of membrane and 
bending in a shell element respectively, which achieves the decoupling the bending behav-
ior with the membrane behavior. Specific to the G1151 interlock fabric, the hypoelastic 
law is determined through a set of experiments. Through the comparison between a tetra-
hedron shape forming experiment and simulation, it is found that the presented approach 
is accurate and robust. The approach is implemented in the commercial software Abaqus, 
which makes it possible for users to easily conduct the interlock fabric material forming 
simulation.
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