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We present an original approach for predicting the static recrystallization texture development during annealing of deformed crystalline materials. The microstructure is considered as a population of subgrains and grains whose sizes and boundary properties determine their growth rates. The model input parameters are measured directly on orientation maps of the deformed microstructure measured by electron backscattered diffraction. The anisotropy in subgrain properties then drives a competitive growth giving rise to the recrystallization texture development. The method is illustrated by a simulation of the static recrystallization texture development in a hot rolled ferritic stainless steel. The model predictions are found to be in good agreement with the experimental measurements, and allow for an in-depth investigation of the formation sequence of the recrystallization texture. A distinction is established between the texture components which develop due to favorable growth conditions and those developing due to their predominance in the prior deformed state. The high fraction of α fibre orientations in the recrystallized state is shown to be a consequence of their predominance in the deformed microstructure rather than a preferred growth mechanism. A close control of the fraction of these orientations before annealing is thus required to minimize their presence in the recrystallized state.

Introduction

The crystallographic texture development occuring during static recrystallization of polycrystalline materials is commonly thought to result from a complex combination of microstructural features in the deformed state. In a first approximation, orientations whose grains are associated with boundaries of high energy and mobility are most likely to develop [START_REF] Rollett | On the growth of abnormal grains[END_REF][START_REF] Humphreys | A unified theory of recovery, recrystallization and grain growth, based on the stability and growth of cellular microstructures-II. The effect of second-phase particles[END_REF][START_REF] Bréchet | Nucleation problems in metallurgy of the solid state: recent developments and open questions[END_REF]. The anisotropy and spatial distribution of stored energy and subgrain size may also play a role in the texture development. In materials deformed to moderate strains and at high temperatures, recrystallized grains tend to have orientations associated with low stored energy, while in materials deformed to high strains and at low temperatures, high stored energy orientations are usually prefered [START_REF] Humphreys | Recrystallization and Related Annealing Phenomena[END_REF][START_REF] Doherty | Current issues in recrystallization: a review[END_REF].

The two principal approaches to express the relationship between deformed microstructures and recrystallization textures regard the recrystallization texture development either from the perspective of 'nucleation' or 'growth', although some models consider both aspects. In models focused on growth, the orientation relationship between the deformed microstructure and the orientations known to recrystallize is investigated. For example, the model of Bunge and Köhler investigates the orientations most likely to grow in the deformed textures of fcc and bcc metals [START_REF] Bunge | Model calculations of primary recrystallization textures[END_REF]. Engler implemented a similar approach to investigate orientation pinning, i.e. the selective slowing down of specific recrystallized grains with the progress of recrystallization [START_REF] Engler | On the influence of orientation pinning on growth selection of recrystallisation[END_REF]. In the model of Sebald and Gottstein, the mobility of the recrystallized grains depends on the orientation relationship between the recrystallized and deformed grain orientations [START_REF] Sebald | Modeling of recrystallization textures:: interaction of nucleation and growth[END_REF]. The general conclusion of these phenomenological models is that the texture components known to develop in recrystallized grains must be, from a statistical point of view, in favourable conditions for growing in a microstructure whose orientations correspond to the deformed texture.

As the recrystallization texture is a product of the deformed microstruc-ture, several attempts have also been made to link the preferential nucleation of orientations to their behaviour during plastic deformation. Differences in nucleation rates between the texture components, have been, for example, attributed to intergranular slip activity contrasts (estimated by Taylor factors) [START_REF] Kestens | Modeling texture change during the static recrystallization of interstitial free steels[END_REF][START_REF] Sidor | Modeling the crystallographic texture changes in aluminum alloys during recrystallization[END_REF], resolved shear stresses [START_REF] Wenk | A deformation-based model for recrystallization of anisotropic materials[END_REF][START_REF] Lebensohn | Modelling deformation and recrystallization textures in calcite[END_REF], and intragranular disorientation levels [START_REF] Zecevic | Modelling recrystallization textures driven by intragranular fluctuations implemented in the viscoplastic self-consistent formulation[END_REF] calculated from crystal plasticity simulations. In a recent work, Steiner et al. [START_REF] Steiner | Monte Carlo modeling of recrystallization processes in alpha-uranium[END_REF] related the preferential nucleation of orientations to measurements of kernel average disorientation made on electron backscattered diffraction maps of the deformed microstructure.

As pointed out by Raabe [START_REF] Raabe | Recovery and Recrystallization: Phenomena, Physics, Models, Simulation[END_REF], the inhomogeneities that lead to the formation of recrystallized grains are often overlooked to maintain computational efficiency of models. Thus, in most cases, the success in predicting the texture results more from a careful choice of rules and simulation parameters than from an apropriate description of the mechanisms driving recrystallization. These models are, of course, helpful to identify the first-order parameters leading the texture development, but their reliability and their sensitivity to the state of the microstructure is limited in proportion to these assumptions.

In this article, we present a cellular growth model for predicting static recrystallization textures which takes as input the experimentally measured characteristics of deformed microstructures. The model is adapted from an earlier theoretical work [START_REF] Després | A mean-field model of static recrystallization considering orientation spreads and their time-evolution[END_REF], where it was assumed that recrystallization occurs by the competitive growth of subgrains in the deformed microstructure. The initial subgrain properties, which drive the recrystallization kinetics and the development of texture, are calculated directly from orientation maps measured by electron backscattered diffraction.

The model is illustrated by simulating the recrystallization texture developed during annealing of a hot rolled ferritic stainless steel sheet. This is an interesting test case for several reasons. Ferritic stainless steels have a high stacking-fault energy and readily form subgrains during deformation, in particular hot deformation. In addition, recrystallization of hot rolled ferritic stainless steels is known to develop so called α fibre orientations which are deleterious for formability and ridging [START_REF] Zhang | Effects of hot rolled shear bands on formability and surface ridging of an ultra purified 21%Cr ferritic stainless steel[END_REF][START_REF] Raabe | Textures of ferritic stainless steels[END_REF][START_REF] Mehtonen | Microstructural and Texture Development during Multi-Pass Hot Deformation of a Stabilized High-Chromium Ferritic Stainless Steel[END_REF], and which demand significant efforts to be removed during the subsequent processing steps. Little information is currently available in the literature about the origin of this texture, and, importantly, it is not reproduced by simulations.

In what follows, experimental measurements of the microstructure and texture evolution during recrystallization of the selected steel are presented first.

Next, the model is described. This is followed by its application to the experimentally investigated case. A discussion is finally conducted on the origin of the recrystallization texture of hot rolled ferritic stainless steels and on the aspects of processing which it may be sensitive to.

The experimental data

Materials and processing

The experiments were conducted using an AISI445 grade of ferritic stainless steel grade produced by APERAM. The nominal composition of the alloy is given in Table 1. The bcc phase is stable at all temperatures up to the melting point. Titanium and niobium may precipitate into carbides and nitrides, but at the temperatures investigated these particles are large and present in a sufficiently small fraction that their effect on recrystallization can be neglected [START_REF] Jacquet | Etude de la cinétique de recristallisation au cours du laminage à chaud d'aciers inoxydables ferritiques stabilisés[END_REF]. Two 100mm long, 80mm wide and 15mm thick strips were machined from the center of an industrially produced transfer bar (i.e. the product between the roughing and finishing mills in hot rolling). The strips were reheated in a box furnace at 1150 • C during 40mn, before being rolled using a laboratory rolling mill. The samples were air-cooled to 1100 • C, before being rolled to 50% and 75% thickness reduction in one pass and then water quenched. The rolling temperature was monitored with thermocouples inserted at mid-thickness. The average strain rate during rolling was estimated to 14.3s -1 for the 50% rolled strip and 23s -1 for the 75% rolled strip, while the Zener-Hollomon parameter was 1.52×10 13 s -1 and 2.48×10 13 s -1 respectively (see ref. [START_REF] Despres | On the origin of hot rolling textures of ferritic stainless steels[END_REF] for more details).

The differences in strain rate result from rolling samples at constant roll speed but two different reduction rates. This should not affect the material's mechanical response during rolling, which is known to vary as a function of the order of magnitude of the Zener-Hollomon parameter [START_REF] Jacquet | Etude de la cinétique de recristallisation au cours du laminage à chaud d'aciers inoxydables ferritiques stabilisés[END_REF]. The lab-scale rolling operation was performed at the OCAS R&D center in Ghent, Belgium.

Next, samples of 60mm×10mm×3.75mm were prepared from the mid-width of the 75% rolled strip, with the length parallel to the rolling direction. These were annealed in a DSI Gleeble thermomechanical apparatus to induce static recrystallization of the deformed microstructures. The samples were annealed at 1100 • C for respectively 2s, 5s and 12s, with a preliminary heating step of 3s. Temperature was monitored and controlled by thermocouples placed at the center of the samples. At the end of the treatment, the samples were waterquenched.

Observation tools

Microstructures of the deformed and recrystallized samples were characterized from orientation maps obtained by electron back-scattered diffraction (EBSD) in a Zeiss Sigma field emission gun scanning electron microscope. Samples were prepared by standard mechanical polishing down to 1µm diamond surface finish, followed by electropolishing in a solution of 5% perchloric acid + 95% acetic acid. Observations were conducted at the location of the Gleeble thermocouples, in the central third of the sample thickness, where the deformation mode is the closest to plane strain compression [START_REF] Engler | A study of through-thickness texture gradients in rolled sheets[END_REF][START_REF] Roumina | Deformation Geometry and Through-Thickness Strain Gradients in Asymmetric Rolling[END_REF]. All maps were acquired with a step size of 1µm to allow for differentiation of subgrains and recrystallized grains at the same time. After acquisition, maps were pre-processed using a Kuwahara filter to reveal subgrains separated by boundaries with disorientation angle of 0.3 • or more (i.e. the standard angular resolution obtained by this method [START_REF] Brough | Optimising the angular resolution of EBSD[END_REF][START_REF] Humphreys | Orientation averaging of electron backscattered diffraction data[END_REF]). Details about the implementation of the Kuwahara filter are given in Appendix A. While small regions of interest will be shown in the illustrative figures below, it is important to have in mind that the results were obtained for each condition from several large maps to ensure representativity of the measurements (as a rule of thumb, 5000 to 10000 individual orientations are required for proper texture calculation [START_REF] Wright | A Comparison of Textures Measured Using X-Ray and Electron Backscatter Diffraction[END_REF]). Finally, orientation distribution functions (ODF) were calculated with the Kernel method of MTEX, with a half-width of 5 • and assuming orthotropic sample symmetry. ODFs were plotted in the ϕ 2 = 45 • section of Euler space as it contains most of the important texture information for ferritic stainless steels [START_REF] Engler | A study of through-thickness texture gradients in rolled sheets[END_REF].

On the filtered orientation maps, subgrains were defined as regions enclosed by boundaries of disorientation angle higher than 0.3 • and whose equivalentarea diameter is smaller than recrystallized grains. By contrast, recrystallized grains were defined as regions enclosed by boundaries of disorientation angle higher than 0.3 • whose equivalent-area diameter is above 30µm. Note that, as for any recrystallization study, the definition of recrystallized grains is motivated by practical considerations and only aims to provide a threshold that describes correctly the observations. No requirement was imposed on the presence of high-angle boundaries surrounding recrystallized grains as these are often but not systematically in contact with high-angle boundaries [START_REF] Wright | A Review of Strain Analysis Using Electron Backscatter Diffraction[END_REF].

To examine more closely the state of the microstructure after deformation, observations were also conducted using scanning transmission electron microscopy (STEM) in the scanning electron microscope. Thin foils of material were prepared by electro-polishing in a solution of 5% perchloric acid in acetic acid. The samples were then characterized at 30kV accelerating voltage. whose elongation in the rolling direction (RD) increases with the thickness reduction. The deformed grains are surrounded mostly by boundaries of disorientation angle higher than 10 • , and exhibit rather homogeneous internal orientation spreads. At higher magnification (Figure 1c andd), the internal structure of the deformed grains appears constituted of numerous subgrains. The measured average subgrain diameter is 7.7µm after 50% reduction, and 6.8µm after 75% reduction. The relative stability of the subgrain size with thickness reduction is consistent with the steady flow stress observed for this alloy during rheological tests at 1100 • C [START_REF] Jacquet | Etude de la cinétique de recristallisation au cours du laminage à chaud d'aciers inoxydables ferritiques stabilisés[END_REF].

The deformed microstructure

In order to confirm the cellular structure of the deformed grains, STEM observations have been carried out on the microstructure deformed to a 50% thickness reduction. Figure 1e shows that the inner grain structure is indeed composed of well-defined subgrains with a very low internal dislocation density.

The subgrains are a few microns in width, which is consistent with the average subgrain diameters measured from the IPF maps. The high recovery of the microstructure could possibly be explained by the few seconds required to reach the ambiant temperature during quenching after rolling. However, Mehtonen et al. [START_REF] Mehtonen | Dynamic restoration mechanisms in a Ti-Nb stabilized ferritic stainless steel during hot deformation[END_REF] have also noticed the cellular structure of hot-deformed ferritic stainless steels in experiments where quenching was performed in 0.4s. The presence of well-defined subgrains is thus more likely a consequence of the high-stacking fault energy of ferritic stainless steels combined with the high deformation temperature.

The recrystallization microstructure

Figure 2 shows the evolution during annealing of the 75% reduction hot rolled microstructure. After deformation (Figure 2a), no subgrain exceeds the threshold recrystallized grain diameter (Figure 2d), therefore the recrystallized fraction is 0%. After 2s of annealing (Figure 2b), the microstructure has coarsened in a heterogeneous way, giving rise to a few subgrains much larger than others. The subgrains above the threshold recrystallized grain diameter are identified as recrystallized grains (Figure 2e), and the calculated recrystallized fraction is 44%. The recrystallized grain boundaries are preferentially of highangle, but do not exhibit particular orientation relationships. For example, the fraction of boundaries having a disorientation angle above 10 • is 75% between recrystallized grains and non-recrystallized regions of the microstructure, while it is 94% if taken between recrystallized grains themselves. Assuming a 5 • deviation around the exact relationship, boundaries with the Σ19a relationship (i.e. 27 • rotation around the 110 axis), make up only 1.3% of boundaries between recrystallized grains and deformed grains, and 1.4% of those between recrystallized grains themselves. These boundaries have been suggested to be very important for recrystallization textures in ferritic stainless steels [START_REF] Raabe | Selective particle drag during primary recrystallization of Fe-Cr alloys[END_REF]. After 12s of annealing, the initial microstructure has been fully replaced by large grains surrounded mostly by high angle boundaries (Figure 2c). The calculated recrystallized fraction is 96%. In essence, the microstructure at this stage is fully recrystallized. Indeed, with the chosen definition of recrystallized grains, the recrystallized fraction cannot reach exactly 100% since there will always be grains whose apparent diameter on an image in two dimension is below the threshold recrystallized grain diameter (Figure 2f). The fraction of boundaries with disorientation angles above 10 • is 94% for the whole microstructure.

(a) (b) (c) (d) (e) (f)
It is also noticeable that the recrystallized grain diameters have become much larger than the initial deformed grain size in the normal direction. This indicates that recrystallized grains grow mostly towards the deformed grains neighbouring their parent deformed grains. As, in addition, most high-angle boundaries in the deformed microstructure are pre-existing deformed grain boundaries, one may conclude that recrystallization occurs by the bulging of deformed grain boundaries. This interpretation is consistent with the opinion that materials deformed at high temperature and low strain rate recrystallize by this mechanism [START_REF] Humphreys | Recrystallization and Related Annealing Phenomena[END_REF][START_REF] Bate | A re-evaluation of the mechanism of SIBM[END_REF].

Texture evolution during recrystallization

Figure 3 shows the effect of static recrystallization on the texture of the sample deformed at 1100 • C to a reduction of 75%. To help the reader, the location in Euler space of several low-index components is shown in Figure 3a.

The deformation texture shown in Figure 3b is composed of strong α, γ and cube fibre orientations, with a maximum intensity at the rotated cube orientation {001} 110 . This texture is common to hot rolled sheets of many ferritic steels [START_REF] Zhang | Effects of hot rolled shear bands on formability and surface ridging of an ultra purified 21%Cr ferritic stainless steel[END_REF][START_REF] Mehtonen | Microstructural and Texture Development during Multi-Pass Hot Deformation of a Stabilized High-Chromium Ferritic Stainless Steel[END_REF][START_REF] Jacquet | Etude de la cinétique de recristallisation au cours du laminage à chaud d'aciers inoxydables ferritiques stabilisés[END_REF][START_REF] Hutchinson | Deformation microstructures and textures in steels[END_REF]. Following the classic argument [START_REF] Kocks | Texture and Anisotropy. Preferred Orientations in Polycrystals and Their Effect on Material Properties[END_REF], the exceptional strength of the rotated cube orientation is likely caused by dynamic recrystallization occuring during deformation as it cannot be reproduced by crystal plasticity simulations [START_REF] Despres | On the origin of hot rolling textures of ferritic stainless steels[END_REF].

After 12s of annealing (full recrystallization), the texture has weakened significantly. The cube fibre and upper portion of the α fibre remain the preferred orientations, with the two strongest components located near the rotated cube orientation {001} 110 and at the cube orientation {001} 100 . Again, the ODF is very similar to that of previous reports on recrystallization of hot rolled ferritic steels [START_REF] Jacquet | Etude de la cinétique de recristallisation au cours du laminage à chaud d'aciers inoxydables ferritiques stabilisés[END_REF][START_REF] Jonas | Effects of shear band formation on texture development in warm-rolled IF steels[END_REF][START_REF] Mehtonen | Microstructural and Texture Development during Multi-Pass Hot Deformation of a Stabilized High-Chromium Ferritic Stainless Steel[END_REF]. To complement this analysis, Table 2 provides a measure of the texture evolution in terms of volume fraction of low-index components in the deformation and recrystallization texture. The values confirm the weakening of the rotated cube orientation {001} 110 and the strengthening of the cube orientation {001} 100 . Interestingly, even if the Goss orientation {110} 001 is a minor component in both textures, it strenghens proportionally more than any of the major components. This aspect will be discussed later in this article. 3. Model

(a) (b) (c)

Premises

The modelling approach presented in this article relies extensively on premises proposed in an earlier theoretical work [START_REF] Després | A mean-field model of static recrystallization considering orientation spreads and their time-evolution[END_REF]. It is first assumed that the microscopic mechanism at the origin of recrystallized grains is the competitive growth of the subgrains pre-existing in the deformed microstructure during annealing.

It is also assumed that the driving force for subgrain growth comes entirely from the free energy stored in subgrain boundaries, while the contribution of entangled dislocations within the subgrains is negligible.

This choice is supported by the observations presented in Figure 1 as well as by previous attempts at modelling recrystallization in high stacking-fault energy materials. For example, Hurley and Humphreys [START_REF] Hurley | Modelling the recrystallization of single-phase aluminium[END_REF] and Quey et al. [START_REF] Quey | Importance of deformation-induced local orientation distributions for nucleation of recrystallisation[END_REF] also consider recrystallization to be driven only by the energy stored in subgrain boundaries when simulating the recrystallization kinetics of cold deformed aluminium. This is consistent with a majority of recrystallization models that implicitly consider the deformed microstructure as a subgrain structure with variable dislocation densities [START_REF] Bailey | The Recrystallization Process in Some Polycrystalline Metals[END_REF][START_REF] Zurob | Quantitative criterion for recrystallization nucleation in single-phase alloys: Prediction of critical strains and incubation times[END_REF][START_REF] Holm | On abnormal subgrain growth and the origin of recrystallization nuclei[END_REF][START_REF] Favre | Nucleation of recrystallization in fine-grained materials: an extension of the Bailey-Hirsch criterion[END_REF].

A key difference must be noted between the work in ref. [START_REF] Després | A mean-field model of static recrystallization considering orientation spreads and their time-evolution[END_REF] and the present work. In [START_REF] Després | A mean-field model of static recrystallization considering orientation spreads and their time-evolution[END_REF], the subgrain boundary properties were estimated statistically for a synthetic microstructure exhibiting intragranular recrystallization, i.e. for a case where recrystallized grains grow within their parent deformed grain. In the present work, recrystallization is intergranular since the recrystallized grains grow towards neighbouring deformed grains. In this configuration, recrystallization depends mostly on the subgrains in contact with the deformed grain boundaries. This feature cannot be accounted for by the statistical approach developed previously. Therefore, in the following sections, a different approach is implemented to extract the boundary properties directly from the experimental measurements.

Growth laws

The microstructure is considered as a set of individual spherical grains and subgrains characterized by diameter D (i) , mean boundary energy Γ (i) and mean boundary mobility M (i) , embedded in a homogeneous medium of properties D and Γ. The model makes no distinction between grains and subgrains, the same laws being applied to all objects. Assuming that these parameters are known, the growth rate of a grain or subgrain in three dimension is given by [START_REF] Després | A mean-field model of static recrystallization considering orientation spreads and their time-evolution[END_REF]:

dD (i) dt = 2M (i) Γ (i) D (i,t) a (i) 3 + 16D (i,t) 9 D(t) -5 (1) 
Where the capillary term a (i) = 6sin -1 (Γ (i) /2 Γ)/π ≤ 3 accounts for the variations of boundary curvature as a function of the heterogeneity of boundary energy between the individual grain or subgrain and the medium. This equation is derived from the MacPherson-Srolovitz equation extended to anisotropic microstructures [START_REF] Macpherson | The von Neumann relation generalized to coarsening of three-dimensional microstructures[END_REF][START_REF] Glicksman | Mean width and caliper characteristics of network polyhedra[END_REF] with empirical assumptions about the relationship between the grain or subgrain size and its number of faces [START_REF] Després | A mean-field model of static recrystallization considering orientation spreads and their time-evolution[END_REF][START_REF] Zhang | Three-dimensional grain growth in pure iron. Part I. statistics on the grain level[END_REF]. The translation of the capillary term to experimental microstructures is not straightforward since the mean boundary energy of the medium Γ can be defined at the local scale or for the whole microstructure. It was noticed, however, that the model predictions are not sensitive to this term regardless of its definition. Therefore, we make the simplifying assumption that Γ (i) = Γ, i.e that a (i) = 1. This is true on average since most subgrains grow within their deformed grains, where the orientation spread and thus the boundary network are homogeneous. In this case, Equation 1 becomes:

dD (i) dt = 4M (i) Γ (i) 8 9 D - 1 D (i) (2) 
This equation is almost identical to that derived by Hillert for the growth of grains in 3D [START_REF] Hillert | On the theory of normal and abnormal grain growth[END_REF]. In this formulation, the growth rate of a grain or subgrain depends solely on its intrinsic properties and on the mean subgrain size, while the properties of the surrounding boundary network affect all grains and subgrains similarly (i.e. a (i) = 1).

We emphasize that assuming individual grains and subgrains facing a homogeneous medium of average subgrain size and average boundary energy seems reasonable for the present case. It was for example noticed that grains grow up to a size which exceeds several times the thickness of the initial deformed grains. At a given time, the true environment of a growing grain may differ from that of the homogenous medium, and may induce faster or slower growth than that predicted by the model. But seen over the entire course of recrystallization, the growing grains will face, on average, an environment which should be closer to the homogeneous medium. As already discussed above, the validity of this assumption may need to be re-evalutated for more heterogeneous microstructures.

To update the grain and subgrain diameters, Equation 2 is integrated using

Euler's method D (i) t+dt = D (i) t + dD (i) dt t
dt. The mean grain and subgrain diameter D is also updated by performing a simple arithmetic mean of the list of diameters over the entire map. The model predictions are insensitive to the choice of dt so long as the average increase in grain and subgrain volume per time increment remains below 1%. After each time increment, the smallest subgrains and those of negative radius are removed in order to maintain a constant total simulation volume [START_REF] Després | A mean-field model of static recrystallization considering orientation spreads and their time-evolution[END_REF]. This removal procedure affects all subgrains regardless of their parent deformed grains. Orientations whose grains and subgrains have fast growth rates will thus increase their fraction, while those associated with slower growth rates can subsist for some time but are ultimately removed from the simulation.

As the microstructure evolves, recrystallized grains are identified, as in experiments, based on a threshold diameter D (i) ≥ 30µm. At high recrystallized fractions, the model predictions are almost insensitive to the definition of the threshold recrystallized grain diameter as kinetics and the texture are dominated by grains whose size has become several times that of the threshold.

Determination of the input parameters

To compute the growth rates given by Equation 2, the list of individual grain and subgrain diameters D (i) , the mean diameter D and the mean boundary energies Γ (i) and mobilities M (i) must be known. The individual grain and subgrain diameters are obtained from the equivalent-area diameters measured on the experimentally measured orientation maps. It can be remarked that the grains and subgrains are assumed to grow in three dimensions and to possess volumes, even though their initial size is measured on two dimmensional sections. This considered, in first approximation, to have a negligible effect on the predictions since the apparent diameter of spherical grains and subgrains measured from two dimensional sections does not vary much on average from their real diameter in three dimensions [START_REF] Mendelson | Average Grain Size in Polycrystalline Ceramics[END_REF][START_REF] Gerlt | A Transfer Function for Relating Mean 2D Cross-Section Measurements to Mean 3D Particle Sizes[END_REF]. In addition, the cellular growth equations in 2D and 3D are almost identical in terms of their sensitivity to diameters and boundary properties [START_REF] Després | A mean-field model of static recrystallization considering orientation spreads and their time-evolution[END_REF].

Next, the mean boundary properties are estimated from the boundaries separating each subgrain and its environment in the orientation maps. First, the boundary energy and mobility are assumed to be functions of the boundary disorientation angle θ. The boundary energy γ(θ) is taken to obey the Read-Shockley equation [START_REF] Read | Dislocation Models of Crystal Grain Boundaries[END_REF]:

γ (θ) =      γ c θ θc 1 -ln θ θc if θ ≤ θ c γ c if θ > θ c (3) 
Where γ c is a constant and θ c is a cut-off angle set to 15 • to simulate a high angle boundary. The boundary mobility µ (θ) is set to follow the empirical relation [START_REF] Humphreys | A unified theory of recovery, recrystallization and grain growth, based on the stability and growth of cellular microstructures-I. The basic model[END_REF][START_REF] Huang | Subgrain growth and low angle boundary mobility in aluminium crystals of orientation {110}(001)[END_REF]:

µ (θ) = µ c 1 -e -B( θ θc ) η (4) 
Where µ c is a constant, B = 5 and η = 4 [START_REF] Humphreys | A unified theory of recovery, recrystallization and grain growth, based on the stability and growth of cellular microstructures-I. The basic model[END_REF][START_REF] Huang | Subgrain growth and low angle boundary mobility in aluminium crystals of orientation {110}(001)[END_REF]. The constants γ c and µ c have no influence on the prediction of the recrystallization texture, but the kinetics scale with their magnitude. The choice of these equations leads, in the simulation, to the development of recrystallized grains with boundaries of high disorientation angles [START_REF] Humphreys | A unified theory of recovery, recrystallization and grain growth, based on the stability and growth of cellular microstructures-II. The effect of second-phase particles[END_REF][START_REF] Després | A mean-field model of static recrystallization considering orientation spreads and their time-evolution[END_REF]. This outcome is consistent with the fact that recrystallized grains are mostly separated from the surrounding deformed grains and from other recrystallized grains by high-angle boundaries with no particular orientation relationship.

Having set the boundary energy and mobility laws, one can then calculate the mean boundary properties of subgrains. The method is illustrated in Figure 4.

The mean boundary energy of a subgrain i is given by the aritmetic mean:

Γ (i) = n (i) k=1 γ θ (i,k) /n (i) (5) 
Where n (i) is the number of unit segments defining the subgrain boundary and θ (i,k) is the disorientation angle of the k-th segment.

Similarly, the mean boundary mobility assigned to the subgrain is given by:

M (i) = n (i) k=1 µ θ (i,k) /n (i) (6) 
In our previous work [START_REF] Després | A mean-field model of static recrystallization considering orientation spreads and their time-evolution[END_REF], the mean boundary energy and mobility were calculated by second order Taylor series expansions of the boundary energy and mobility laws around the means and variances of the boundary disorientation angle distributions. Except small discrepancies linked to sampling, the Taylor series leads to identical results as the arithmetic mean if the means and variances used for the Taylor series are calculated at the scale of each individual subgrain.

The arithmetic mean is prefered here as, from a theoretical point of view, Taylor series expansions must converge towards the arithmetic mean when the order tends to +∞.

Finally, it is convenient to also calculate the mean boundary disorientation of individual grains and subgrains even though this is not an input parameter of the model. This parameter has some utility for discussing the model prediction as both boundary energy and mobility depend on disorientation angle. It is given by:

Θ (i) = n (i) k=1 θ (i,k) /n (i) (7) 
Note that, for simplicity, the boundary properties are not updated with time.

This assumption is expected to have a negligible effect on the texture prediction since it was noticed in the orientation maps that even though the mean boundary properties of grains and subgrains evolve during recrystallization, orientations associated to grains and subgrains of high boundary energy and mobility maintain these high values throughout recrystallization. In addition, the differences in boundary properties between grains and subgrains located within deformed grains and those adjacent to deformed grain boundaries are expected to remain similar throughout recrystallization. On the one hand, those within deformed grains will mainly retain boundaries of low disorientation angles since they grow in regions with weak orientation gradients. On the other hand the high disorientation angles of grains and subgrains at deformed grain boundaries are geometrically necessary to rotate from orientations on the one side to those on the other side of the boundaries.

Algorithm

The input parameters to the model are obtained from the experimentally measured orientation maps of the deformed microstructure. The initial simulation volume is obtained by summing the volumes of all subgrains in the input microstructure. The subgrains volumes are calculated from their diameters assuming spherical particles. Then a time iteration loop is started, with the following sequence executed between times t and t + dt:

1. Identify the recrystallized grains, i.e. the subgrains with D (i) ≥ 30µm.

2. Calculate the growth rate of each grain and subgrain using Equation 2.

3. Integrate the growth rates over a time increment to update the grain and subgrain diameters. The new diameters are representative of the microstructure at time t + dt.

4.

Remove the subgrains of negative diameter and the smallest subgrains of positive diameter so as to minimize the difference between the initial microstructure volume and the sum of grain and subgrain volumes at t+dt.

Update the average diameter D.

At each time step, the recrystallized fraction and the orientation of the recrystallized grains are known. Therefore, both the recrystallization kinetics and texture can be predicted.

Results and discussion

Kinetics and texture prediction

In order to remain concise, only the simulation of recrystallization in the 75% reduction hot-rolled sample is presented in this paper. Measurements and analysis of recrystallization in the 50% reduction hot rolled sample can be found in ref. [START_REF] Despres | On the origin of hot rolling textures of ferritic stainless steels[END_REF]. previously on the basis of full-field and mean-field simulations [START_REF] Després | A mean-field model of static recrystallization considering orientation spreads and their time-evolution[END_REF]. The present result can be considered as a first example case using experimental measurements as input. Note that the recrystallization texture was simulated starting from a list 1.8×10 5 subgrains measured in the deformed microstructure. Out of these, about 750 reached the threshold recrystallized grain size at the end of recrystallization2 . Including a larger number of initial subgrains did not lead to significant differences in the predicted texture. It can be remarked that this number of measured subgrains in the deformed microstructure can be acquired rapidly with modern EBSD systems. Thus sampling of the inital deformed microstructure is not a major constraint for the simulation. 2). Both the experimental points and the model predictions show that the volume fractions of recrystallization texture components are set at low recrystallized fractions and do not evolve much with the progress of recrystallization. It would be tempting to relate this behaviour to a phenomenon of 'oriented nucleation', where the recrystallization texture is dominated by the differences in nucleation rate of recrystallized grains as a function of their orientation [START_REF] Humphreys | Recrystallization and Related Annealing Phenomena[END_REF][START_REF] Doherty | Current issues in recrystallization: a review[END_REF].

Dynamics of the recrystallization texture development

However, we prefer not to use this term as the distinction between nucleation and growth is not well suited to the present case. Indeed, according to the model, the texture change results from the competitive growth of subgrains, and nucleation of recrystallized grains is controlled by a size threshold that has no fundamental meaning.

The stability of the recrystallization texture throughout recrystallization is not necessarily surprising if one considers the topological aspects of recrystallization in this material and the theoretical conditions giving rise to recrystallized grains. According to Equation 2 and in agreement with the classic point of view [START_REF] Rollett | On the growth of abnormal grains[END_REF][START_REF] Humphreys | A unified theory of recovery, recrystallization and grain growth, based on the stability and growth of cellular microstructures-II. The effect of second-phase particles[END_REF], the subgrains with boundaries of highest energy and mobility have the fastest growth rates and, as a consequence, are the most likely to reach the threshold recrystallized grain size. As boundary energy and mobility are related to the boundary disorientation angle, subgrains surrounded by high-angle boundaries have the highest chances of forming recrystallized grains. As recrystallized grains grow towards their neighbouring deformed grains (see Figure 2), their boundaries mainly retain high disorientation angles. For example, if one considers that the orientation of the recrystallized grains and of the deformed microstructure are spatially uncorrelated, a recrystallized grain of exact rotated cube orientation has a 96% chance of sharing a boundary of disorientation angle above 10 • with the deformed texture. This probability is even higher for the other texture components since they are present in lower fraction in the deformed texture. The stability of the recrystallized grain boundary properties throughout recrystallization helps to explain why the relative amount of each recrystallization texture component does not change after the appearance of the first recrystallized grains. As the early stages of the microstructure evolution determine most of the texture change, an examination of the initial distribution of subgrain properties should suffice to explain the origin of the recrystallization texture in this material.

Environment of the future recrystallized grains

As the model tracks the evolution of all grains and subgrains throughout recrystallization, one can attempt to identify on the deformed microstructure where the recrystallized grains come from. One has to recall that the model makes strong simplifications and uses as input 2D sections of the microstructure. Therefore, while the model determines on the deformed microstructure the subgrains that will turn into recrystallized grains, these only illustrate the character and the location expected for the true future recrystallized grains.

Figure 8a shows an IPF map of the deformed microstructure, with the original subgrains expected to give rise to recrystallized grains identified in brighter colors. All of these subgrains contain a significant fraction of high-angle boundaries (with disorientation angle ≥10 • ), which is consistent with the classic views on recrystallization [START_REF] Bailey | The Recrystallization Process in Some Polycrystalline Metals[END_REF][START_REF] Zurob | Quantitative criterion for recrystallization nucleation in single-phase alloys: Prediction of critical strains and incubation times[END_REF][START_REF] Humphreys | A unified theory of recovery, recrystallization and grain growth, based on the stability and growth of cellular microstructures-I. The basic model[END_REF]. Most of these high-angle boundaries are deformed grain boundaries, i.e. interfaces separating regions with homogeneous internal orientation spreads. Identifying the future recrystallized grains near deformed grain boundaries is consistent with the idea expressed earlier that recrystallization occurs in this material by bulging of the deformed grain boundaries.

Figure 8b shows the disorientation angle between three subgrains identified as future recrystallized grains in Figure 8a and pixels positioned along a NDprofile. The 0µm mark represents the disorientation angle of the upper and lower subgrain boundaries. The other marks represent the potential evolution of these boundaries as the subgrains grow up to the recrystallized grain size.

For the three exemple subgrains, most of the disorientation angles are above θ c =15 • , indicating that despite the large fluctuation in disorientation angles, the boundaries of the future recrystallized grains will retain the highest values of energy and mobility throughout recrystallization. This observations is consistent with the original choice of keeping the boundary properties constant with time during the simulation. As mentioned in the modelling section, this choice was chiefly motivated by mathematical challenges. However, for this particular microstructure, it seems an acceptable simplification so long as the disorienta- Interestingly, subgrains of the α fibre, i.e. the {001} 110 , {112} 110 , {111} 110 orientations do not exhibit particularly extreme boundary properties (Figure 9b-d), even though they form some of the main components of the recrystallization texture. Thus, their presence in the recrystallized state can be attributed to their high fraction in the deformed state. This interpretation is supported by the fact that the volume fraction of these components decreases with recrystallization (see Table 2). By contrast, subgrains of the cube orientation {001} 100 possess higher boundary energy and mobility (Figure 9b andc), which gives them a higher probability of turning into recrystallized grains and explains why this component develops preferentially. The general weakening of texture with recrystallization can be explained using the same reasoning since components such as the Goss orientation {110} 001 possess boundary properties that allow them to develop to a much higher extent than the components that are much more present in the deformed texture.

Origin of the anisotropy in subgrain properties

The present analysis suggests that the anisotropy in subgrain properties and the deformation texture prior to recrystallization control the recrystallization texture development. While it is not the principal aim of this work to explain how to control the anisotropy in subgrain properties, it is interesting to point out that this originates from the material's behaviour during prior deformation.

To begin with, Figure 9a shows a slight increase in subgrain size along the α fibre from the {111} 110 to the {001} 110 orientations. This evolution is well documented in the literature, and is attributed to differences in slip activity as a function of orientation [START_REF] Hutchinson | Deformation microstructures and textures in steels[END_REF][START_REF] Dillamore | Oriented Nucleation in the Formation of Annealing Textures in Iron[END_REF][START_REF] Kestens | Modelling Texture Change during the Static Recrystallization of a Cold Rolled and Annealed Ultra Low Carbon Steel Previously Warm Rolled in the Ferrite Region[END_REF]. The anisotropy in subgrain size is however less significant than that observed in cold rolled materials [START_REF] Dillamore | Oriented Nucleation in the Formation of Annealing Textures in Iron[END_REF], because the high strain rate sensitivity of hot rolled materials homogenizes the plastic response of grains as a function of orientations [START_REF] Hutchinson | Deformation microstructures and textures in steels[END_REF]. In Figure 9b-d At constant rolling temperature, the anisotropy in subgrain properties is unlikely to change radically since it is imposed by the strain rate sensitivity, which is temperature dependent [START_REF] Jacquet | Etude de la cinétique de recristallisation au cours du laminage à chaud d'aciers inoxydables ferritiques stabilisés[END_REF]. This seems to be confirmed by measurements of subgrain properties in the 50% hot rolled sample [START_REF] Despres | On the origin of hot rolling textures of ferritic stainless steels[END_REF]. Thus, to radically change the recrystallization texture, one would have to play on the rolling temperature.

Warm and cold deformation are known to induce more strain heterogeneities and a larger fraction of high-angle boundaries in γ fibre grains [START_REF] Barnett | Role of In-grain Shear Bands in the Nucleation of <111>//ND Recrystallization Textures in Warm Rolled Steel[END_REF][START_REF] Després | Contribution of intragranular misorientations to the cold rolling textures of ferritic stainless steels[END_REF]. This is expected to help lowering the fraction of α fibre orientations in the as-recrystallized state [START_REF] Zhang | Effects of hot rolled shear bands on formability and surface ridging of an ultra purified 21%Cr ferritic stainless steel[END_REF][START_REF] Barnett | Role of In-grain Shear Bands in the Nucleation of <111>//ND Recrystallization Textures in Warm Rolled Steel[END_REF].

Merits and potential of the model

The principal merit of this model is its simple expression of the relationship between subgrain parameters in the deformed state and the texture development during recrystallization. The parameters which drive recrystallization, namely the distributions of subgrain size and boundary property, can be measured directly on orientation maps obtained from experiments. Therefore, one can use the model to investigate the characteristics of the subgrains in the deformed microstructure which give rise to recrystallized grains. This can be done in a statistical way, as presented in Figure 9. But one may also use the model results to identify the most favourable sites for the formation of recrystallized grains on the orientation maps of the deformed microstructure, as done in Figure 8. In the present case, recrystallized grains are expected to form near the pre-existing deformed grain boundaries since this is where most high-angle boundaries are located. In a material exhibiting a higher degree of intragranular heterogeneities, one may expect the model to locate more frequently the origin of recrystallized grains in the interior of the deformed grains. This analysis is not possible with other models of the literature where the predicted texture is tuned by parametrically weighting the contribution of different regions of the microstructure (e.g. transition bands, deformed grain boundaries) to the formation of recrystallized grains [START_REF] Sebald | Modeling of recrystallization textures:: interaction of nucleation and growth[END_REF][START_REF] Sidor | Modeling the crystallographic texture changes in aluminum alloys during recrystallization[END_REF][START_REF] Zecevic | Modelling recrystallization textures driven by intragranular fluctuations implemented in the viscoplastic self-consistent formulation[END_REF].

One can also view this model as part of an effort to develop physically sound approaches for predicting the texture evolution of wrought materials during thermomechanical processing. For example, its input parameters could be measured from synthetic orientation maps obtained by full-field crystalplasticity simulations instead of experimentally measured maps. Another possibility would be to use the outcomes of mean-field crystal plasticity simulations to estimate the subgrains properties. As discussed previously [START_REF] Després | A mean-field model of static recrystallization considering orientation spreads and their time-evolution[END_REF], this is made possible by the fact that the outputs of mean-field crystal-plasticity models are very much similar to the input parameters of the recrystallization model. For example, distributions of disorientation angles can be generated from the intragranular orientation spreads calculated by the model of Zecevic et al. [START_REF] Zecevic | Modeling of intragranular misorientation and grain fragmentation in polycrystalline materials using the viscoplastic self-consistent formulation[END_REF][START_REF] Zecevic | Modelling recrystallization textures driven by intragranular fluctuations implemented in the viscoplastic self-consistent formulation[END_REF].

Subgrain sizes are not usually an output of crystal plasticity models, but these can be estimated, in first approximation, from the variations of Taylor factors [START_REF] Hutchinson | Deformation microstructures and textures in steels[END_REF]. Using mean-field models to feed recrystallization models seems a particularly interesting strategy to perform through-process modelling of texture evolution as it would retain a high computational efficiency.

It is worth pointing out that the model assumptions have been selected after a careful examination of the microstructures shown in Figure 2. As a result, the model is expected to be most suited to the recrystallization of high-stacking fault energy materials, where the deformed microstructure can reasonably be considered as a subgrain network with low dislocation density. The proposed implementation is however flexible since its formalism of cellular growth is comparable to the models existing in the literature [START_REF] Hurley | Modelling the recrystallization of single-phase aluminium[END_REF][START_REF] Zurob | Quantitative criterion for recrystallization nucleation in single-phase alloys: Prediction of critical strains and incubation times[END_REF]. Mathematical expressions accounting for the effect of other microstructural features such as orientation gradients [START_REF] Pantleon | Retrieving orientation correlations in deformation structures from orientation maps[END_REF][START_REF] Lefevre-Schlick | On the activation of recrystallization nucleation sites in Cu and Fe[END_REF], stored energy due to tangled dislocations [START_REF] Zurob | Quantitative criterion for recrystallization nucleation in single-phase alloys: Prediction of critical strains and incubation times[END_REF], and precipi-tate pinning [START_REF] Humphreys | A unified theory of recovery, recrystallization and grain growth, based on the stability and growth of cellular microstructures-I. The basic model[END_REF] have been proposed elsewhere. Including these effects could be readily accomplished by altering some of the assumptions presented here. 

Conclusion
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Figure 1a to d showsFigure 1 :

 1 Figure 1a to d shows inverse pole figure maps (IPF) of the deformed microstructure after 50% and 75% thickness reduction. The colors represent the crystallographic axis parallel to the sheet's normal direction (ND). At low magnification (Figure 1a and b), the microstructure is composed of deformed grains

Figure 2 :

 2 Figure 2: ND-IPF maps of the microstructure (a) after deformation at 1100 • C to a 75% reduction (same image as Figure 1b), (b) after 2s annealing at 1100 • C, (c) after 12s annealing at 1100 • C. In (d-e), recrystallized grains are highlighted with enhanced brightness. The maps were pre-processed with the Kuwahara filter.

Figure 3 :

 3 Figure 3: a) position of the low-index components in the ϕ 2 = 45 • section of the Euler space. Note the distinction between the cube orientation {001} 100 and the cube fibre orientation {001} uvw . b) ODF of the 75% reduction hot rolled sample, c) ODF after 12s of annealing at 1100 • C. The scalebar is in multiple of random (m.r.d).

Figure 4 :

 4 Figure 4: Illustration of the measurement of disorientation angles at the boundaries of a given subgrain i. The unit segment of disorientation angle θ (i,k) has the length of the EBSD step size.

Figure 5

 5 Figure 5 compares the recrystallization kinetics predicted by the model to the experimental datapoints. The predicted kinetics follows the sigmoidal shape characteristic of recrystallization kinetics, and fits the datapoints when setting

Figure 5 :

 5 Figure 5: Experimental and simulated recrystallization kinetics of the 75% reduction hot rolled sample. The energy and mobility factors have been set to γc = 0.8 × 10 -12 J.µm -2 and µc = 1 × 10 14 µm 4 .J -1 .K -1 .

Figure 6 Figure 6 :

 66 Figure 6 compares the experimental and predicted recrystallization textures at 96% recrystallized fraction. The measured deformation texture is shown again in Figure6ato illustrate the differences with the measured and predicted recrystallization textures in Figure6b and c. The prediction captures the weakening of the texture strength with recrystallization as well as the development

Figure 7

 7 Figure 7 shows the volume fraction of several low-index texture components in the recrystallized grains as a function of the recrystallized fraction. The measurements corresponding to the 2s, 5s and 12s annealing conditions are shown in dots while the model predictions are shown as lines. The volume fractionis taken here as another way of quantitatively comparing the textures. Plotted in this way, the volume fraction of the cube orientation {001} 100 seems overpredicted. However, the discrepancy is not more than 50% for all conditions, which is satisfactory given the complexity of the mechanisms simulated and the number of simplifying assumptions. Besides, the general evolution of this component is well captured by the model as its volume fraction increases significantly between the deformed and the recrystallized state, as was found in the experiment (see Table2).

Figure 7 :

 7 Figure 7: Volume fraction of recrystallized grains within 15 • from some low-index texture components as a function of the recrystallized fraction in the 75% reduction hot rolled sample. The experimental measurements are shown in dots and the predictions in lines.

Figure 8 :

 8 Figure 8: (a) ND-IPF map of the 75% reduction hot rolled microstructure, highlighting in brighter colors the subgrains predicted to be recrystallized grains at 97% of recrystallized. (b) Disorientation angle profile between subgrains 1, 2 and 3 and the pixels located along the vertical axis represented by white arrows in (a).

4. 4 .

 4 Origin of the recrystallization textureIn the model, the distribution of subgrain properties and the initial number of subgrains belonging to each texture component determine the recrystallization texture development. To simplify the analysis, we evaluate separately the effect of the different subgrain parameters on the recrystallization texture development. For this, Figure9shows the distributions of subgrain diameters, mean boundary energy, mean boundary mobility and mean boundary disorientation angle for several low-index components measured from the orientation maps of the 75% reduction hot rolled microstructure. On the same plots, the shaded areas represent the fraction of subgrains reaching the recrystallized grain size at 97% recrystallized fraction. Figure9ato c confirm that the probability for a subgrain to reach the recrystallized grain size increases with the subgrain diameter, mean boundary energy and mobility. As boundary energy and mobility are related to the boundary disorientation, Figure9dshows that the probability of turning into a recrystallized grain also increases as a function of the mean disorientation angle, in agreement with the common perception[START_REF] Rollett | On the growth of abnormal grains[END_REF][START_REF] Humphreys | A unified theory of recovery, recrystallization and grain growth, based on the stability and growth of cellular microstructures-II. The effect of second-phase particles[END_REF]. Note that even if subgrains of extreme properties have the most chance of reaching the recrystallized grain size, they do not necessarily represent the majority of the recrystallized grains since they make up a very small fraction of the deformed microstructure.

Figure 9 :

 9 Figure 9: Distribution of subgrain properties in the deformed microstructure as a function of their orientation (in coloured lines). The grey areas represent the fraction of the initial subgrains having reached the threshold recrystallized grain size at a recrystallized fraction of 97%. a) subgrain diameter, b) mean boundary mobility, c) mean boundary energy, d) mean boundary disorientation angle.

  , the boundary properties of the main deformation texture components (i.e. the {001} 110 , {112} 110 , {111} 110 and {111} 121 orientations) appear quasi self-similar, most likely for the same reason By contrast, the exceptionally high boundary properties of the cube orientation {001} 100 and Goss orientation {110} 001 can be explained by the fact that these are metastable orientations under plane strain compression of bcc materials and develop in low fraction in the deformed microstructure[START_REF] Dillamore | Transition bands and recrystallization in metals[END_REF].Such structures have been called transition bands by Dillamore et al.[START_REF] Dillamore | Transition bands and recrystallization in metals[END_REF], al-though the term is rarely used for ferritic steels. From their point of view, the presence of locally strong orientation gradients and the low fraction of these components should ensure that they possess with the rest of the microstructure more high-angle boundaries than the other texture components. This assertion is supported by Figure9d, where the cube {001} 100 and Goss {110} 001 orientations are shown to possess a higher fraction of boundaries with angles above approximately 10 • than the other investigated components.

A

  model was developed to predict the static recrystallization texture development during annealing of deformed polycrystals. The model assumes that recrystallization arises from the competitive growth of subgrains, driven by the anisotropy of subgrain properties. One of its distinctive features compared to other models of the literature is its ability to use as input parameters experimental measurements of the subgrain properties. This approach allows one to establish a direct relation between the state of the deformed microstructure and the recrystallization texture. The recrystallization kinetics can also be predicted.The model predictions are in good agreement with the experimental measurements of a hot rolled and recrystallized ferritic stainless steel sheets. The results indicate that the strength of the texture and its main components develop at the early stages of recrystallization and are mostly determined by the initial distributions of subgrain properties. Due to their large initial fraction, the main components of the deformation texture compose the dominant fraction of the recrystallization texture even though they are not particularly in favourable growth conditions. The weakening of the texture with recrystallization is, on the other hand, explained by the rapid growth of the minor components. To minimize the fraction of deleterious α and cube fibre orientations in the recrystallized grains, one must minimize their presence in the states before recrystallization. Another possibility is to decrease the rolling temperature to induce more anisotropy in the subgrain properties.The model assumptions have been chosen after a careful examination of the deformed and recrystallized microstructures. As a result, the implementation proposed here is most suited to the simulation of recrystallization in high-stacking fault energy materials, whose deformation microstructure contains well-defined subgrains and low densities of entangled d islocations. It is also expected to perform well in cases where the recrystallization texture is determined by the early stages of the microstructure evolution, since the boundary properties are set constant with time. The model is however quite flexible, a nd its assumptions could be relaxed or modified t o a ccount f or o ther microstructural features such as orientation gradients, stored energy due to tangled dislocation or precipitate pinning.

Table 1 :

 1 Nominal composition of the grade studied, in wt.%

	C	N	Si	Mn	Cr	Ti+Nb Cu	Fe
	0.015 0.028 0.25 0.25 20.20	0.65	0.45 bal.

Table 2 :

 2 Volume fraction of orientations within ±15 • of the low index components in the sample after deformation to a 75% reduction and after 12s annealing (i.e. after recrystallization).

		{001} 110	{112} 110	{111} 110	{111} 121	{001} 100	{110} 001
	Def.	18.1%	6.2%	5.6%	8.4%	5.53%	0.1%
	Rex.	8.1%	5.3%	2.9%	1.8%	10.2%	2.1%

If the simulations are performed assuming 2D growth (using equations developed in ref.[START_REF] Després | A mean-field model of static recrystallization considering orientation spreads and their time-evolution[END_REF]), the number of recrystallized grains reaches several thousands for an almost identical texture prediction.

Appendices

A. Implementation of the Kuwahara filter

The Kuwhara filter is an edge-preserving smoothing filter, whose application to orientation maps has first been developed by Humphreys et al. [START_REF] Brough | Optimising the angular resolution of EBSD[END_REF][START_REF] Humphreys | Orientation averaging of electron backscattered diffraction data[END_REF][START_REF] Humphreys | Review Grain and subgrain characterisation by electron backscatter diffraction[END_REF].

On raw orientation maps, the array of pixels surrounding each individual pixel is divided in four sub-arrays (north-east, north-west, south-west, south-east), and the individual pixel is reassigned the mean orientation of the sub-array having the least variance in orientation. According to Brough et al. [START_REF] Brough | Optimising the angular resolution of EBSD[END_REF], using this filter allows the noise level to be reduced to below 0.3 • while conserving the subgrain boundaries. As recommended [START_REF] Humphreys | Orientation averaging of electron backscattered diffraction data[END_REF], 3 passes were performed with an array of 5x5 and subarrays of 3x3 pixels. Filtering was performed with the scripts implemented in MTEX [59]. 
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