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Abstract

III-nitride micro-LEDs are promising building blocks for the next generation of high perfor-
mance micro-displays. To reach a high pixel density, it is desired to achieve micro-LEDs with
lateral dimensions below 10 µm. With such pixel downscaling, sidewall effects are becoming
important and an understanding of the impact of non-radiative surface recombinations is of
vital importance. It is thus required to develop an adapted metric to evaluate the impact of
these surface recombinations with a nanoscale spatial resolution. Here, we propose a methodol-
ogy to quantitatively assess the influence of surface recombinations on the optical properties of
InGaN/GaN quantum wells based on spatially-resolved time-correlated cathodoluminescence
spectroscopy. By coupling this technique to a simple diffusion model, we confirm that the
combination of KOH treatment and Al2O3 passivation layer drastically reduces surface re-
combinations. These findings emphasize the need for nanoscale time-resolved experiments to
quantify the local changes in internal quantum efficiency of micro-devices.

After more than 30 years of development, III-
nitride-based light emitting devices (LEDs) are
now widely used for general lighting. Thanks
to their high efficiency, this technology is now
considered as a promising candidate for µLED
display applications. However, the size re-
duction brings various challenges that are cur-
rently preventing their commercialization. In
particular, as the surface-to-volume ratio in-
creases, non-radiative surface recombinations at
the sidewalls become significant, which limit
the efficiency of µLEDs.1 To mitigate such ef-
fects, different passivation techniques have been
proposed such as thermal annealing,2 chemical
treatment3–5 and oxide deposition.5,6

Due to the reduced dimensions of such
µLEDs, dedicated optical characterization tech-
niques have been specifically implemented.

First, the optical properties have been probed
by micro-photoluminescence (µ-PL),3,7 and
electroluminescence (EL) spectroscopies.1,2,8

In addition, cathodoluminescence (CL) spec-
troscopy has been used to study precisely the
edge effects with an excellent spatial resolu-
tion.9 However, if these techniques are well
suited to characterize the variation in exter-
nal quantum efficiency (EQE), they do not
allow to disentangle changes in internal quan-
tum efficiency (IQE), light extraction efficiency
(LEE) or injection efficiency (IE). Thus, to di-
rectly estimate the influence of size reduction on
Shockley-Read-Hall recombinations and to be
only sensitive to IQE variation, time-resolved
photoluminescence (TR-PL) spectroscopy1,10

have been employed. The spatial resolution
of such technique, however, does not allow to
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Figure 1: (a) Bird’s-eye view SEM image of a
4 × 4 µm2 LED after ICP dry etching and hard
mask removal. The scale bar is 1-µm long. (b)
CL spectra obtained at 10 kV with and without
bandpass filter (λ = 450 ± 50 nm).

directly quantify the surface recombination ve-
locity.

Therefore, there is a need for a characteriza-
tion technique that combines both high spatial
and high temporal resolution, in order to assess
the changes in IQE induced by the sidewalls
without being influenced by changes in injec-
tion11 or light extraction efficiency.8,12,13

In this paper, we studied the optical prop-
erties of InGaN/GaN MQW µLEDs grown
by metal-organic chemical vapor deposition
(MOCVD). First, depth-dependent CL spec-
troscopy is presented to emphasize the im-
portance of possible artefacts of standard CL
spectroscopy. Then, thanks to a spatially re-
solved time-correlated CL setup (SRTC-CL),14

we probe the carrier lifetime in a InGaN/GaN
multiple quantum wells (MQW) near a mesa
edge with a spatial resolution of 100 nm and a
time resolution better than 50 ps. This enabled
us to quantify the impact of surface recombina-
tions on a single µLED with a nanoscale reso-
lution. Finally, the robustness of this technique
is demonstrated by comparing samples with dif-
ferent surface treatments.

The InGaN/GaN MQW LED structure
was commercially grown on c-plane GaN-
on-sapphire template. The LED stack con-
sists of a 2 µm-thick n-GaN, followed by an
In0.15Ga0.85N/GaN MQW active region emit-
ting around 440 nm. The p-type region consists
of a 20-nm thick Al0.15Ga0.85N electron block-
ing layer (EBL) and 180-nm thick p-GaN cap.
To define the µLED mesa, 1 µm of SiO2 has

been deposited to be used as a hard mask.
Squared mesas with lateral sizes ranging from
2 to 100 µm have been then defined by induc-
tively coupled Cl2/Ar plasma (ICP) etching. A
typical SEM image of a 4 × 4 µm2 LED after
dry etching is depicted in Figure 1 (a).

We first probed the optical properties by CL
spectroscopy at 10 kV and room temperature.
A CL spectrum obtained from a region con-
taining both the mesa and the etched area is
displayed in Figure 1 (b). Three spectral re-
gions could be identified. First, the GaN near
band edge emission (NBE) is located around
363 nm. Then, the CL contribution centered at
440 nm is attributed to the InGaN/GaN active
region. Finally, the broad luminescent band
emitting between 500 and 600 nm is ascribed to
the GaN defect band (Yellow band).15 These
assignments are further confirmed by the fact
that the GaN NBE and YL mainly arise from
the etched region while the MQW CL comes
from the mesa itself. To ensure to probe mainly
the luminescence originating from the active re-
gion, a bandpass filter (λ = 450 ± 50 nm) is
then used, corresponding to the spectral range
within which the MQW emission occurs.

In CL spectroscopy, the incident electron en-
ergy defines the interaction volume. This in-
teraction volume not only sets the penetration
depth but also limits the spatial resolution. In
order to study the luminescence of the active
region, a substantial number of electrons must
overcome the EBL. There is therefore a trade-
off between spatial resolution and the MQW
luminescence intensity. In Figure 2 (a)-(d), nor-
malized CL images at the MQW energy are
shown for different acceleration voltages. Below
7 kV, most of the MQW CL intensity originates
from the mesa edges. Indeed, in the center of
the mesa, the EBL prevents the carriers gen-
erated in the p-GaN to diffuse to the MQW
region. On the other hand, when the electron
beam reaches the sidewalls which deviate by 8°
from the vertical, it becomes possible to directly
inject carriers into the active region (see the in-
set of Figure 2 (e)) and thus to collect the MQW
CL signal from the edges.

By increasing the acceleration voltage, the
penetration depth of the primary electrons in-
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Figure 2: (a)-(d) CL images of the same pixel at the quantum well energy (440±35 nm) for different
acceleration voltages. The scale bar is 2 µm long. (e) Normalized electron-hole pair generation
probability in the active region simulated with CASINO. (inset) Schematic of the interaction volume
at low (orange) and high acceleration voltage (green).

creases, allowing the generation of electron-hole
pairs in the MQW from the top surface. Ad-
ditional spectra for different acceleration volt-
ages showing the optical contribution of each
layer are available in section I of the support-
ing information (SI). However, this increase in
penetration depth is accompanied by a decrease
in spatial resolution. Indeed, by increasing the
acceleration voltage from 10 kV to 20 kV, the
CL spatial fluctuations become blurred (Fig-
ure 2 (c)-(d)).

To confirm these interpretations, we per-
formed 3D Monte Carlo simulations16 of the
trajectories of the incident electrons near the
sidewalls. Figure 2 (e) shows the normalized
electron-hole pair generation probability in the
active region for different acceleration voltages
as a function of edge distance. These results
suggest that the creation of electron-hole pairs
depends on the geometry of the sample and the
position of the electron beam. Thus, because
of the change in excitation probability, the CL
intensity does not necessarily capture the influ-
ence of surface recombination near the sidewalls
but could also reflect local variations of injec-
tion or extraction efficiencies.

In order to be sensitive only to the local
change of IQE, a more suitable approach is to
probe the QW carrier lifetime itself.17 Thus,

we carried out SRTC-CL measurements to di-
rectly probe the carrier dynamics near the
mesa edges.18,19 As illustrated in Figure 3 (a),
a Hanbury-Brown and Twiss interferometer is
thus used to measure the CL photon autocorre-
lation function (g2). Thanks to the specificity
of the electron-matter interactions, g2 measure-
ments allow to retrieve the local carrier life-
time with the same spatial resolution as stan-
dard CL spectroscopy. In addition, the acceler-
ation voltage is kept to 10 kV to efficiently probe
the MQW region while having the best possi-
ble spatial resolution. The probe current has
been set to 4 pA. More details on the SRTC-CL
setup can be found in ref. 19.

We first investigated the carrier lifetime evo-
lution across a single mesa. Figure 3 shows
the SEM image (b) of a 3-µm large mesa to-
gether with its simultaneously acquired CL im-
age (c). In analogy to time-resolved measure-
ments, we display normalized autocorrelation
functions for positive delays in Figure 3 (d).
The corresponding scanning spots are color-
coded and indicated in Figure 3 (b). To extract
quantitative information, we then fitted the g2

decays by a stretched exponential:

g2(t) = 1 + g0 exp (−(|t|/τ)γ) (1)

where τ represents the average CL lifetime and
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Figure 3: (a) Schematics of the SRTC-CL experimental setup. (b) SEM image of a 3-µm large mesa
and (c) the corresponding CL image at MQW energy. The scale bar is 1-µm long. (d) Normalized
g2 for different positions on the mesa. (e) CL lifetime as a function of the position across the mesa.

γ is the stretching exponent.20

The CL lifetime across the mesa is displayed
in Figure 3 (e). The CL lifetime is maximum in
the center of the mesa where it reaches ≈ 12 ns.
This value is kept on a plateau of ≈ 1 µm.
As the electron beam approaches the sidewalls,
the CL lifetime decreases over a characteristic
length of ≈ 1 µm. Near the sidewalls, the car-
rier lifetime is less than 5 ns, highlighting the
detrimental role of non-radiative surface recom-
binations, as it will be discussed in the follow-
ing.

It should be noted, however, that the left and
right edges do not seem to behave in the same
way. The left edge appears to impact on a
wider band the carrier lifetime. This effect can
be linked to the inherent spatial fluctuations of
CL intensity of MQWs (Figure 2 (c)). Indeed,
even in the absence of any etching, the internal
quantum efficiency of the active area can vary
locally due to the presence of non-radiative cen-
ters such as dislocations or point defects (see SI
section I.2 for a CL image at the center of a 2
× 2mm2 mesa presenting similar fluctuations).
Due to the nanoscale resolution of SRTC-CL,
this may locally modify the probed CL lifetime.

In order to average these fluctuations with-
out compromising the spatial resolution, it is
necessary to average the signal in the paral-
lel direction to the sidewalls. Thus, instead of
measuring the CL lifetime point by point, it is
requested to integrate the CL signal parallel to
an edge.

In view of an accurate analysis of non-

radiative recombinations at an etched surface,
we now focus our investigation on the center of
a single edge of a 100-µm large mesa. Figure 4
shows a SEM image (a) with its simultaneously
acquired CL image (b) near a sidewall. As dis-
cussed above, we noticed a local CL intensity
enhancement when the e-beam is on the side-
wall, due an increase of electron-hole pair gen-
eration in the active region. In addition, we
observed the random spatial fluctuation in the
mesa itself due to the presence of non-radiative
defects. On Figure 4 (c), we thus average both
the CL and the secondary electron (SE) sig-
nals in the transverse direction. As a result, in-
tensity fluctuations are smoothed out and sur-
face related effects are becoming more appar-
ent. First, we observe that the maximum of
the CL intensity is reached in the vicinity of the
sidewall. More precisely, it matches a dip in the
SE signal. This dip is assigned to the presence
of the AlGaN EBL. As expected from our MC
simulations, this corresponds to the situation
where the overlap between the interaction vol-
ume and the active region is maximum. Even
after averaging, the CL signal still shows some
small fluctuations in intensity away from the
edge but these are limited to ±5%. Finally, we
observed that from a distance of about 450 nm
from the edge, the CL signal decreases due to
surface recombinations.

For SRTC-CL measurements, in order to
maintain the spatial resolution while averaging
along the transverse direction, we shaped the
e-beam in a rectangle with a width of 100 nm
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Figure 4: (a) SEM image near an edge of a 100-µm large mesa and (b) the corresponding CL image
at MQW energy (440 ± 35 nm). The scale bar is 1-µm long. (c) SE and CL profiles averaged
perpendicular to the edge. (d) Simultaneously acquired normalized CL intensity (black squares)
and CL lifetime (red circles) as a function of the distance from the edge.

and a height of ≈ 7 µm. The normalized CL
intensity and the CL lifetime are shown as a
function of the distance from the edge on Fig-
ure 4 (d). First, we observe that the CL in-
tensity recorded in the SRTC-CL setup is in
excellent agreement with the results obtained
on Figure 4 (c). Concerning the CL lifetime,
two regimes can be identified. First, far from
the edge, the variations of CL lifetime is cor-
related with CL intensity variations. In this
region, both the CL lifetime and CL intensity
reflect the local change in internal quantum ef-
ficiency. However, in a 1-µm band close to the
etched surface, the situation is different. In-
deed, between 450 nm and 1 µm from the edge,
the CL lifetime decreases while the CL intensity
remains almost unaffected. Only when the dis-
tance from the e-beam to the edge is less than
450 nm, the CL intensity decreases significantly.

Thus, it is clear that in the region of inter-
est, i.e. near the surface, the CL intensity and
CL lifetime do not carry the same information.
To understand this, it is useful to clarify their
relation with efficiencies :

ICL ∝ ηinj × ηIQE × ηLEE (2)

τCL = ηIQE × τrad (3)

where ηinj is the injection efficiency, ηIQE the
internal quantum efficiency, ηLEE the light ex-
traction efficiency and τrad the radiative life-
time. From Equation 2, we can see that a
change in CL intensity could be attributed to
either a local change of ηLEE, ηIQE or ηinj. On
the other hand, τCL only depends on ηIQE and
τrad. Hence, the observed decrease of τCL could
be linked to a reduction of radiative lifetime or
IQE near the surface.

First, concerning the radiative lifetime, τrad
could be affected by a local change in the in-
ternal electric field induced by the strain relax-
ation. To quantify this effect, we performed
6 x 6 k.p simulations, taking into account the
strain relaxation and the electric field with
nextnano3.21 The parameters used for the simu-
lations can be found in ref 22. We observed that
the change in spatial electron-hole overlap is
limited, with on average, a maximum variation
of 20% within the first 200 nm from the edge de-
pending on the QW (see SI Section II for more
details). This cannot explain the trend followed
by τCL. Thus, we conclude that the variation
of τCL is mainly dominated by non-radiative re-
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combinations at the sidewall surface. From the
CL lifetime profile near the edge, it is clear that
surface recombination plays a role up to 1µm
which already gives an estimation of the lateral
diffusion length in the MQW region.

Therefore, if the IQE is decreasing near the
sidewall, in order to explain the near constant
CL intensity between 450 nm and 1.1µm from
the edge, either ηinj or ηLEE has to increase
in this region. However, no local variation of
ηinj is expected from our Monte-Carlo simula-
tions (Figure 2 (e)). As a result, the different
trend between CL lifetime and intensity in this
region certainly arises from a local increase in
light extraction efficiency. The origin of this in-
crease could be explained by light scattering at
the sidewalls,13 increased sidewall emissions23

or total internal reflections which could redirect
the light at a more favorable angle for extrac-
tion.8
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Figure 5: Lifetime profile of the untreated sam-
ple (a) and treated with KOH + Al2O3 (b)
(black circle). 1D diffusion simulations for dif-
ferent surface recombination velocities are also
shown as dotted line.

We then develop a 1D diffusion model taking
into account non-radiative surface recombina-
tions to extract quantitative information from
our experimental results (see SI section III for
more details). This model assumes a Gaussian
electron beam characterized by a 150 nm stan-
dard deviation and a CL effective lifetime far
from the edge of about 12 ns. Thus, the re-
maining fitting parameter are the diffusion co-

efficient D and the surface recombination veloc-
ity S. As observed in Figure 5 (a), the surface
recombination velocity S mainly determines the
magnitude of the near-surface lifetime while the
diffusion coefficient D defines the lateral exten-
sion over which the surface plays a role (see SI
section III). Thus, the parameters S and D are
almost independent and can be adjusted sepa-
rately, which ensures the robustness of the fit.

In order to validate our method and model, a
room temperature KOH etching has been per-
formed to reduced plasma damages followed by
an Al2O3 deposition by atomic layer deposi-
tion.8 As expected, we observed on Figure 5 (b)
that the lifetime near the surface increases from
6ns for the reference sample to 8 ns for the sam-
ple after KOH and Al2O3 treatment.

A statistical study has been then performed
on 7 different sidewalls for both the reference
and the treated samples. We then applied
the fitting procedure to extract D and S (Ta-
ble 1). As expected, we observed that only
the surface recombination velocity changes from
about 5.6 × 103 for the reference sample to
about 3.1×103 cm s−1 for the sample after KOH
and Al2O3 treatment while the diffusion coeffi-
cient remains around 0.33 cm2 s−1. These val-
ues are in line with previously published data
obtained with other experimental techniques.
Typical values of D can be found between 0.1
and 2 cm2 s−1.24–26 S has been previously re-
ported in the [103–104] cm.s−1 range for etched
III-nitride µLEDs.27,28 From our results, we can

Table 1: Extracted model parameters for the
reference sample (Ref) and passivated (KOH)
sample. The uncertainty corresponds to one
standard deviation.

τeff (ns) S (103 cm s−1) D (cm2 s−1)
Ref 11.8± 0.4 5.6± 1.4 0.33± 0.06
KOH 11.8± 0.3 3.1± 0.6 0.33± 0.06

draw some guidelines to the development of ef-
ficient µLEDs. First, in µLEDs with a diam-
eter below 5µm, non-radiative surface recom-
binations play an important role and cannot
be neglected. However, from our model and
experimental results, there are several direc-
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tions to mitigate the detrimental role of the
surface. First, starting with the most obvi-
ous, one way to improve the efficiency is to
reduce the surface recombination itself by de-
veloping optimized surface treatments or im-
plementing damage free etching techniques.29

Then, another way to reduce the influence of
the surface is to reduce the diffusion length, de-
fines as L ∝

√
Dτ . Therefore, one can consider

to decrease the diffusion coefficient D by en-
gineering the potential fluctuation landscape.30

Finally, the last option is to enhance the recom-
bination rate. This could be achieved by reduc-
ing the QW thickness,31 increasing the driving
current32 or by using semi-polar or non-polar
structures. Additional simulations, showing the
impact of these parameters on the IQE, are pre-
sented in SI Section III. Regarding all these
aspects, core-shell microwire LEDs could also
be an attractive solutions to produce efficient
µLEDs with dimensions below 5µm.

In conclusion, we studied the impact of etched
sidewalls in µLEDs, which reduces the efficiency
of InGaN/GaN QWs. We first demonstrate
that CL intensity mapping can be affected by
local changes in light extraction or injection ef-
ficiencies. Then, by combining SRTC-CL and
a 1D diffusion model, we develop a method-
ology to quantitatively assess the precise role
of surface recombinations. We finally demon-
strate that the combination of KOH treatment
and Al2O3 passivation layer drastically reduces
surface recombinations.
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volume
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