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Catalytic Production of Carbon Nanotubes
by Fluidized-Bed CVD**

By Régis Philippe, Aurore Morançais, Massimiliano Corrias,
Brigitte Caussat, Yolande Kihn, Philippe Kalck, Dominique Plee,
Patrice Gaillard, Daniel Bernard, and Philippe Serp*

The large scale production of carbon nanotubes (CNTs) is a major issue for their use in industry. Among the different tech-
niques used for their synthesis, catalytic (C)CVD in fluidized-bed reactors appears one of the most promising. In this article
we present the current state of this new technology and we aim to highlight its great flexibility through examples which depict
the selective preparation of different kinds of carbon nanomaterials from different catalysts. Finally, we present the results of
scale-up experiments that permit an increase in carbon nanotube production by two orders of magnitude.
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1. Introduction

Due to their outstanding electronic and mechanical
properties coupled with their unique morphology, CNTs
are currently identified as a fascinating material in nano-
technology. CNTs are expected to be included in a wide
variety of applications and devices in the near future, and
should bring significant breakthroughs in various fields
such as engineering materials, energy, electronics, and ca-

talysis. Today, after almost two decades of intensive re-
search, some innovations have already pushed CNTs from
the laboratory to the commercial level, and an increasing
number of industrial groups are turning their attention to
adopting and incorporating CNTs in their products. Cur-
rent commercial applications include motor vehicle fuel
system components, flat panel displays, and specialized
sports equipment. However, a number of issues, including
high costs, standardization, safety and impact on the envi-
ronment, and insufficient product yields in manufacturing,
still need to be addressed. Additionally, further market
penetration lies in the commercial success of CNT-based
products in the open market.

As far as production processes are concerned, several
techniques have been developed to produce CNTs in size-
able quantities. These include arc discharge, laser ablation,
and CVD which are the more classic techniques, but CNTs
can also be produced by ball-milling, diffusion flame syn-
thesis, electrolysis, use of solar energy, heat treatment of a
polymer, and low-temperature solid pyrolysis.[1] However,
large-scale production of a consistently high quality materi-
al continues to be a serious challenge facing researchers.
Among the processes mentioned above, CVD is now con-
sidered to be best for low-cost and large-scale synthesis of
high-quality CNTs. An overview of CVD technologies has
recently been reported.[2] Both plasma-enhanced (PE) and
thermal heterogeneous (TH)CVD have been investigated
to grow CNTs either on flat substrates or on catalyst pow-
ders. Both homogeneous and heterogeneous processes ex-
ist (Fig. 1).
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The homogeneous CVD processes (Fig. 1a) are based on
a homogeneous phase decomposition of two precursors,
one for the metal and the other one for the carbon, and
CNTs can be collected either on a substrate or as a powder
in, or at, the exit of the CVD reactor. These processes suf-
fer two main drawbacks; i) the difficulty of controlling the
size of the metal catalyst nanoparticles due to the high tem-
peratures required, and to the thermal profile of the reac-
tors which may induce poor selectivity towards CNT pro-
duction, and ii) the possibility of reactor plugging due to
carbon deposition in the CVD reactor. Heterogeneous pro-
cesses (Fig. 1b) consist of the decomposition of certain hy-
drocarbons on small metal particles, or thin films deposited
on a substrate. In the case of flat substrates, aligned CNTs
can be produced for specific applications such as flat panel
displays, whereas when powders are used to support the
catalyst particles, CNTs are usually produced as three di-
mensional, randomly oriented hanks in which the grains of
the heterogeneous catalyst are embedded.

When using heterogeneous powder
catalysts, horizontal and vertical hot-wall
CVD reactors have been used. In the
most common technology, the catalyst
powder is poured into a quartz or alumi-
na boat which is set at the center of a
horizontal CVD reactor.[2] Alternatively,
CVD reactors based on a rotary kiln
have been used for large-scale produc-
tion, and in this case, no quartz or alumi-
na boat is required.[3] For vertical reac-
tors, fixed or fluidized beds of catalysts
have been used. The efficiency of CNT
growth in most of these processes (use of
quartz or alumina boats, rotary kiln, and
fixed bed) is severely limited by inhomo-
geneous gas/solid contacts and tempera-
ture gradients. However, for fluidized-
bed (FB)-CVD, as an intense mixing of
solids is ensured by the gas flow, optimal
process conditions can be found, allow-
ing high carbon conversions and a selec-
tive catalytic formation of CNTs. Thus, it

appears that this technique is currently the most promising
one for a large-scale production of CNTs of a consistently
high quality.

In this article we will first review catalytic CNT produc-
tion using the FB-CVD technology, and then detail the re-
sults, including scale-up experiments, obtained in our labo-
ratories for CNT production by FB-CVD on supported
catalysts.

2. Current State of Catalytic CNT Production by
FB-CVD

In the production of CNTs, the FB-CVD technique of-
fers numerous advantages such as an optimized gas/solid
contact compared to fixed bed reactors, and the absence of
any thermal gradient so that optimal mass and heat transfer
are reached in the reaction zone.[4] This is also a flexible
process in terms of operating conditions, and parameters
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Fig. 1. Schematic representation of a) homogeneous and b) heterogeneous CVD processes for CNT
growth.



such as catalytic composition, gas mixture, and temperature
can be finely tuned according to the definition of the de-
sired product. Additionally, it offers the possibility of work-
ing in either batch or continuous mode. All these character-
istics allow a homogeneous and selective production of
carbon nanomaterials, so this process should be attractive
for production on the industrial scale. It is also worth not-
ing that the fluidized-bed technology is currently used and
well-controlled for classic industrial catalytic processes
such as polyethylene manufacture[4] or catalytic cracking of
hydrocarbons.[5]

The first studies dealing with FB-CVD for multi-wall
(MW)CNT or graphite nanofiber (GNF) production ap-
peared in the early 2000 s, and more recently, this tech-
nique has also been used for the synthesis of single-wall
(SW)CNTs. An important fact highlighting the potential
of this technology is that pilot industrial FB-CVD reactors
for the production of MWCNT and SWCNT manufacture
are already running. Indeed, Arkema commercializes
MWCNTs named Graphistrengh™, and SouthWest Nano-
technologies produce SWCNTs by the CoMoCAT™ meth-

od which uses this technology. Due to the large diversity
of operating conditions, particularly CVD run duration,
gas flow composition, temperature, and catalysts used,
and in order to be able to compare the results ob-
tained in the different studies reported in the open litera-
ture [4-29] we have chosen to focus on two parameters;
the productivity X (gCNT/gcata) and the catalytic activity A
(gCNT/gactive phase/h). We will also try to highlight tenden-
cies concerning the catalytic systems, the operating condi-
tions, and the resulting nanomaterials. The main results re-
ported in these studies are presented in Table 1 in terms of
productivity, activity, and selectivity (type of CNT).

Several catalytic systems, mainly based on iron, cobalt,
and nickel have been used to grow CNTs by FB-CVD.
Nickel is preferred for the growing of GNFs due, in partic-
ular, to its tendency to form the faceted nanoparticles nec-
essary for the epitaxial growth of the graphene layers in
GNF. Bimetallic catalysts based on Fe and Co in associa-
tion with molybdenum, or less often with tungsten, can be
used to grow SWCNTs. The role of the second metal is to
dilute the active Fe or Co phase by forming a mixed oxide
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Table 1. Selected examples of catalytic production of CNTs by FB-CVD. (ns = not specified)

Catalyst Metal loading
[% w/w]

Preparation
method

Gas phase T
[°C]

Product X
[gNT/gcata]

A
[gNT/gMetal h–1]

Ref.

Fe/SiO2 <5 CVD C2H4, H2, N2 650 MWCNTs 0.05 1 4
Co/La2O3 25 Impregnation C2H2, H2 700 MWCNTs 27.9 55.6 5
Ni/Al2O3 90 Co-precipitation CH4, N2 550 GNFs 145 11.1 6
Co-Mo/SiO2 0.5–1.5 Impregnation CO nsa SWCNTs ns ? 7
Ni/SiO2 30 to 96 Co-precipitation CH4, N2 550 GNFs 300 10.4 8
Fe/Al2O3

Ni/zeolite ns Coating

Pentane or
octene

N2

600–1000 MWCNTs ns ? 9

Fe2O3/MgO 2.5 to 15 Impregnation C2H2 or CH4, H2,
N2

450–800 MWCNTs 0.54 10.8 10

LaCoO3 25 Impregnation CH4, H2, N2 700 MWCNTs 22 44.0 11
LaFeO3 ns Impregnation CH4, H2, N2 980 MWCNTs ns ns 12
Fe/Al2O3, SiO2,
TiO2 or ZrO2

max 85 Sol-gel CH4, H2 650–800
MWCNTs
and GNFs 13.5–45 ns 13

Fe/SiO2 2.5 to 29 Sol-gel C2H2, H2, N2 700 MWCNTs
and GNFs

0.11 0.4 14

Fe/Al2O3 ns Co-precipitation C2H4, H2, N2 550 MWCNTs 20 ns 15
Ni/SiO2 0.7 to 60 Impregnation CH4, Ar 760 SWCNTs, GNFs,

encapsulated NPs
0.15 0.75 16

36
Fe-Ni/Al2O3 45–5 Co-precipitation CH4, N2 550 GNF, MWCNT 14.5 14.5 17
Fe/ SiO2 or
Al2O3

ns ns Propylene, N2 600 MWCNT 4 ns 18

Fe-Mo/Al2O3 60–6 Co-precipitation LPG 650 MWCNT 8 4.0 19
Ni-Cu/Al2O3 ns ns CH4, H2, N2 850 GNF, MWCNT ns ns 20
Fe/Al2O3 ns ns C2H4, H2, N2 500–700 MWCNT 1–20 ns 21
Fe/Al2O3 2.5 CVD C2H4, H2, N2 650 MWCNT 0.27 5.4 22
Co/MgO
CuNi

56
80 ns

CO, N2, H2

C2H4, N2, H2
500–700 CNT, GNF ns ns 23

Fe-Mo or W/
MgO

10–3 Impregnation CH4, Ar, H2O 1000 SWCNT 0.52 ns 24

Fe/MgO ? Impregnation CH4, Ar 850 SWCNT 0.55 ns 25
Ni/MgO 50 ns CH4 580 GNF 10 20 26
ns ns ns N2, C2H2 750 MWCNT ns ns 27
Fe-Mo/MgO ns Co-precipitation Ethanol, Ar ns SWCNT ns ns 28
Al2O3 ns – Polyolefin, N2 450–850 MWCNT ns ns 29



phase that produces very small and active particles during
the very early steps of the growth process. The support also
takes an important part in the catalyst since it should; i) al-
low a convenient interaction with the metal and then a
good dispersion of the metallic phase, ii) be easily removed
after the growth process in order to get pure CNTs, and iii)
be conveniently fluidized. Classic oxides, such as SiO2,
Al2O3, MgO, TiO2, ZrO2, zeolites or perovskites have been
used as supports in heterogeneous catalysis for CNT
growth. Silica and alumina are the most common supports
since they develop high surface area and high mesoporos-
ities that permit the production of well-dispersed supported
catalysts. Moreover, these supports generally belong to
groups A or B of Geldart’s classification and are easily flu-
idized.[4] Magnesia is used because of its easy dissolution in
diluted mineral acids, but often suffers from poor fluidiza-
tion (cohesive powders from group C of Geldart’s classifi-
cation). Zeolites offer the possibility of nanoparticles being
confined in their cages (template effect), and titanium di-
oxide is well known for its strong metal-support interaction
properties that can allow the production of well-dispersed
nanoparticles even at the high temperatures required for
these CVD processes. The synthetic procedures used to
produce the supported metal catalysts necessary for CNT
growth are among the most common in heterogeneous ca-
talysis; liquid impregnation, co-precipitation, or sol-gel.
The metal loading may change significantly from a few
wt.-% to the quasi-totality of the catalyst (for instance
96 % for a Ni/SiO2 catalyst).[10] Low loadings are generally
used for SWCNT growth where very small nanoparticles
(1–5 nm) are required at high temperatures, whereas high
loadings are used for GNF growth.

The operating conditions used for CNT growth show less
flexibility. In general, the gas phase contains; i) an inert car-
rier gas such as nitrogen or argon, argon being preferred
for SWCNT growth, to dilute the carbon source and reach
a fluidization regime, ii) hydrogen, present to prevent poi-
soning of the catalytic surface by carbon deposition, and
iii) the carbon source. The choice of this latter has a signifi-
cant influence on the temperature of the CVD process and
thus on the type of CNT produced. Carbon monoxide or
methane are used for SWCNT growth between 800 and
1000 °C; ethylene or acetylene are decomposed at lower
temperatures, between 600 and 800 °C, to grow MWCNTs,
and GNFs can be produced at still lower temperatures
(<600 °C) from methane. Other carbon sources such as
n-pentane,[11]propene,[20] or LPG,[21] have also been used.
Ethanol[30] may also be convenient since its decomposition
produces hydroxyl radicals that may clean the surface
of the produced CNTs during the CVD process. Finally, a
recent study[31] reports the use of plastics (virgin or re-
cycled polyethylene) to grow CNTs in a fluidized-bed reac-
tor.

General trends appear concerning the catalytic FB-CVD
growth of CNTs. It seems that, independent of the support,
the metal, or the carbon source; i) the highly loaded cata-

lysts prepared by co-precipitation produce mainly GNFs
with a high productivity and a moderate activity, or
MWCNTs with poor selectivity, ii) MWCNTs can be pro-
duced with high selectivity on catalysts characterized by
moderate loadings (2.5–15 % w/w) with both good produc-
tivity and high activity, and iii) SWCNTs production re-
quires low metal loadings (generally <2.5 % w/w) with,
however, a low productivity, that means that the character-
istics of the powder (diameter, density) do not change sig-
nificantly during the CVD operations. It is worth noting
that these tendencies are not specific to FB-CVD but to
CCVD on supported catalysts.

In addition, for FB processes the temporal evolution,
during runs, of some physical characteristics of the catalytic
powder and of the composite catalyst/CNT powder must
be taken into account since these parameters have a direct
influence on the quality of the fluidization and thus on the
gas/solid contact, on the temperature profile, and finally on
the quality of the carbon materials. Additionally, when op-
erating in FB-CVD, some constraints originate from; i) im-
posed CVD conditions, ii) side deposition on the reactor
walls and on the gas distributor, iii) eventual clogging of
the bed due to high deposition rates and/or to low fluidiza-
tion quality, and iv) homogeneous nucleation.[32] Unfortu-
nately, these fundamental aspects of the FB-CVD process
have been almost systematically occulted in the studies pre-
sented in Table 1. Thus, it is impossible to evaluate and
compare the hydrodynamic behavior of the bed during
these syntheses. Only Wei and co-workers[17,21,23,33] and
Corrias et al.[24] present, in the case of MWCNT growth,
some data on size and density evolution of the composite
powders during the synthesis, and report important bed ex-
pansions during the CVD process. Thus, the main peculiar-
ity of this process compared to other FB-CVD processes,[32]

is the dynamic and significant evolution of the composite
powder during the CVD operation. Indeed, due to the
unique morphology of MWCNTs (huge aspect ratio), the
original catalytic powder, if very active (e.g., Fe/Al2O3) is
rapidly covered by a dense network of MWCNTs.[24,33] The
diameter of these agglomerates increases with run duration
whereas their density decreases significantly and these two
factors lead to high bed expansions. This phenomenon has
to be taken into account in the design of any FB-CVD re-
actor. If the catalyst used for MWCNT growth presents a
low activity, as Fe/SiO2,[6,16] the diameter of the grains and
their density will be less affected. Important bed expan-
sions may be a serious drawback for industrialization since
large volume reactors will be needed. However, a recent
study has shown that this phenomenon can be significantly
reduced by a slight increase in the operating tempera-
ture,[24] allowing the formation of more compact agglomer-
ates. It is worth noting that this phenomenon should be
much less pronounced for SWCNT growth since low activ-
ities are generally measured, whereas it should be taken
into account for GNF synthesis as the productivities could
be very high (X >100 gGNF/gcata).
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If we consider the FB-CVD reactor design, three types of
fluidized-bed reactors have been used (Fig. 2). The most
usual and the simplest one[17] consists of a fluidization col-
umn heated with an electric oven, and equipped with a dis-
tributing plate to support the fluidized catalyst powder
(Fig. 2a). The gas flow crosses the fluidized bed, and filters
are installed at the exit of the reactor to collect fine parti-
cles. The reactor outlet can be equipped with a cyclone
to minimize fine particles being carried away. A gas chro-
matograph may also be conveniently sited at the reactor
outlet to determine online the gas-phase composition dur-
ing the synthesis. Possible improvements consist in setting
an additional oven before the fluidized bed in order to pre-
heat the gas (Fig. 2b),[22] or to install a vibration system[8]

(vibro-fluidized-bed reactor, Fig. 2c), in order to improve
the fluidity of beds by breaking channels and cracks. Al-
though most of the studies deal with small-diameter reactors
(i.d. <3 cm), recent studies report the use of larger FB-CVD
reactors (i.d. >10 cm) in which the effects of the walls are
minimized.[23] Furthermore, as already stated above, some
companies, such as Arkema and SouthWest Nanotechnolo-
gies, have already built pilot industrial reactors using this
technology. Even if data concerning the scale-up process are
not available in the open literature, the existence of these
reactors shows the feasibility of this operation.

3. Catalytic Production of GNFs and MWCNTs
by FB-CVD, and Scale-Up Operations

Some years ago, we initiated a research program devoted
to CNT manufacture by FB-CVD, in a joint project asso-
ciating chemists from catalysis and chemical engineers. In
this section we want to highlight the flexibility of this tech-
nology, which allows the production of various kinds of
CNTs, namely GNFs or MWCNTs, just by changing the
metal used for catalysis, while keeping the same, easily
available carbon source, ethylene, and the same FB-CVD

reactor. Additionally, we will present some results concern-
ing the scale-up operation which has led to an increase of
two orders of magnitude in MWCNT production.

3.1. Catalytic Production of GNFs and MWCNTs
by FB-CVD

3.1.1. FB-CVD Synthesis of GNFs on a Ni/Al2O3 Catalyst

The influence of temperature on the synthesis of GNFs
from ethylene on a Ni/Al2O3 catalyst was investigated for
the range 400–750 °C. The results are presented in Table 2
and Figure 3. We observe that the catalyst productivity in-
creases between 400 °C and 500 °C and then remains con-
stant from 500 to 750 °C. The activity of the catalyst also
shows two distinct zones; i) between 400 °C and 500 °C,
where the catalytic activity increases, following an Arrhe-
nius-type law, with an activation energy of 162 kJ mol–1

(consistent with the activation energy of 145 kJ mol–1 for
carbon diffusion through nickel[35]), and ii) a second be-
tween 500 °C and 750 °C, where the activity is quite con-
stant, with a slight decrease that we can relate to catalyst
deactivation (negative energy of activation). This non-Ar-
rhenius temperature dependence at high temperatures for
nickel-supported catalysts has already been reported.[36–38]

All the authors attribute the deactivation process to the re-
lationship existing between the reduction temperature, the
synthesis temperature, and the nickel particle sizes. Indeed,
small particles lead to higher growth rates but also to high-
er deactivation rates. Many results suggest that deactiva-
tion is due to pyrolytic carbon formation when the overall
reaction is too fast. This carbon encapsulates the active
metal particles and leads to the end of GNF growth. This
pyrolytic carbon formation is a consequence of the differ-
ence existing between the rate of decomposition of the car-
bon source and the carbon diffusion rate through the parti-
cle. At high temperatures, the decomposition rate is too

fast and carbon precipitation occurs
simultaneously with GNF growth be-
cause of the too high carbon supply.

In our case, if we consider the diam-
eters of the GNFs, measured using
transmission electron microscopy
(TEM) observations, higher tempera-
tures lead to smaller GNF diameters
and thus to smaller nickel particles,
observations that fit well with the
experimental results. TEM analyses
(Fig. 4) show that, at each tempera-
ture, the deposited GNFs are homo-
geneous in diameter and that there is
no additional product. We can link
the good selectivity with the good iso-
thermal profile of the catalytic bed in
this FB-CVD contacting process. Ad-
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Fig. 2. Types of FB-CVD reactor for CNT synthesis: a) standard configuration, b) with gas pre-heating, and
c) vibro-fluidized-bed reactor.



ditionally an important fact is that the synthesis tempera-
ture has a strong influence on the external diameters of the
resulting GNFs. Indeed, between 400 and 500 °C, the mean
diameters are in the range 50–60 nm, and between 550 and
750 °C, the mean diameter falls in the range 10–20 nm. As

already stated, we explain this by the peculiar
temperature dependence of the structural
changes in the nickel active particles occurring
during the reductive heating-up process. As the
angle between the graphene layers of GNFs and
the fiber axis is not affected by the temperature
and remains near 20°, we believe that a similar
“epitaxial growth” of carbon on the faces of nick-
el particles operates between 400 and 750 °C.
Thus the structural changes of Ni particles should
concern mainly their mean particle size.

On the macroscopic scale, when GNF deposi-
tion occurs, we can observe an increase in the
bed height which is proportional to the produc-
tivity. At 500 °C, where the highest productivity
is achieved, the fixed-bed height is roughly four
times more important than in the initial case.
Scanning electron microscopy (SEM) analysis
for the experiment conducted at 650 °C (Fig. 5)
shows that GNF production leads to the explo-
sion of the catalyst grains and to a very homoge-
neous coverage of the catalyst surface. This
explosion has been confirmed by laser granulo-
metry analysis (Fig. 6) performed on the catalyst
before and after synthesis, after air calcination
of the carbonaceous products. All these observa-
tions suggest that carbon deposition occurs first
on the surface of the catalytic grains and then in
the mesopores of the catalyst, leading to grain
explosion and continuation of GNF growth, thus

ensuring an homogeneous coverage of the pieces formed.
This phenomenon is responsible for the bed expansions,
with a decrease of the apparent grain density due to GNF
formation. This leads to an increase of the (U/Umf) ratio
and explains why very small initial bed heights and low ini-

tial (U/Umf) ratios have been se-
lected. Finally, the Raman spectrum
(Fig. 7a) of the purified GNFs
synthesized at 650 °C shows the D
and G peaks characteristic of dis-
ordered carbon and graphite, re-
spectively. The ID/IG ratio of 0.92 is
consistent with graphitic GNF.[40]

Conducted after purification, the
thermogravimetric analysis (TGA)
showed a purity of 95 % (5 % of re-
maining nickel), while the Brunauer-
Emmett-Teller (BET) measurements
showed a surface area of 167 m2 g–1

with a pore volume of 0.50 mL g–1.

3.1.2. FB-CVD Synthesis of
MWCNTs on a Fe/Al2O3 Catalyst

To show the flexibility of the FB-
CVD process, we also investigated
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Table 2. Operating conditions and results obtained for Ni/Al2O3 catalysts.

T
[ °C]

QC2H4

[sccm]
QN2

[sccm]
QH2

[sccm]

Final fixed
bed height

[cm]

Ethylene
conversion

[%]

X
[gC/gcata]

A
[gC/gM h�1]

400

60 160 120

~0.1 0.14 0.01 0.12
450 ~0.15 1.11 0.08 0.96
500 0.4 5.91 0.43 5.12
550 0.35 4.94 0.36 4.29
600 0.4 5.33 0.38 4.63
650 0.3 4.33 0.31 3.76
700 0.4 5.17 0.37 4.48
750 0.3 3.86 0.28 3.35
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Fig. 3. Arrhenius plot for activation energy of GNF growth on Ni/Al2O3 catalysts.
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Fig. 4. TEM images of GNFs grown at a) and d) 550 °C, b) and e) 650 °C, and c) and f) 750 °C.



the influence of temperature on the synthesis of MWCNTs
from ethylene on Fe/Al2O3 catalysts between 550 °C and
750 °C, as detailed in Table 3 (runs 2-1 to 2-6). Results are
presented in Table 4 and Figure 8. It is worth noting that a
partial bed agglomeration occurred near the distributor for
runs reaching the highest productivities. We observe that
the productivity and the catalytic activity increase between
550 °C and 650 °C, where they reach a maximum before
starting to decrease above 650 °C. Both these behaviors
fit well with Arrhenius-type laws with, respectively, an acti-
vation energy of 57 kJ mol–1 and a negative activation ener-
gy due to catalyst deactivation. This value of 57 kJ mol–1 is
in good agreement with that obtained by Baker et al. for
carbon diffusion through a-iron.[35] The deactivation ob-
served at high temperatures for the present iron catalysts
seems to be in the same range as for nickel catalysts
(Ed = –7 kJ mol–1). This deactivation is related to the differ-

ent kinetics of carbon diffusion and precipitation phenom-
ena, occurring at high temperatures and giving rise to the
encapsulation of active particles.

As for GNF growth, we also observe for MWCNTs an in-
crease in the bed height which is proportional to the pro-
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Fig. 5. SEM images of the Ni catalyst and the composite powder obtained at 650 °C: a–c), original Ni/Al2O3 catalyst, and d-f), composite
powder.
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ductivity, but for this latter case, it is more significant and
more spectacular. Thus, at 650 °C, where the best produc-
tivity is achieved, the bed height is approximately nineteen
times more significant than the initial height. SEM analysis
(Fig. 9) shows a huge coverage with a globular mass of
MWCNTs and a significant increase in the diameter of the
catalytic grains. As for Ni, it results from the explosion of
the composite grains, accompanied by a significant de-
crease in the apparent density. A description of how the
catalyst operates is discussed elsewhere.[24,34] Briefly, like a
nickel catalyst, the catalytic grains explode quite rapidly
during the MWCNT growth due to reaction in the macro-

and mesopores of the support, leading to a
further growth all over the formed pieces, and
expansion of the total bed volume.

Contrary to the Ni/Al2O3 catalyst, there is no
significant effect of temperature on the diameter
of the MWCNTs. We can see on the TEM images
(Fig. 10) that the production is homogeneous
with external diameters in the range 10–20 nm.
At 550 °C, we can observe a filamentous carbon
by-product due to large catalyst particles. The
absence of these large particles at temperatures
above 550 °C indicates that a restructuring of the
catalyst is occurring at higher temperatures. Met-
al dusting is a carburization phenomenon which
proceeds at 400–800 °C in strongly carburizing
atmospheres,[41] and this phenomenon could be
the origin of large particles disintegrating into
smaller ones at temperatures above 550 °C.
Moreover, iron particle fragmentation during
carbon filament growth was reported more than
thirty years ago by Baker et al.[35] Finally, the Ra-
man spectra of the purified nanotubes produced
at 650 °C (Fig.7b) is consistent with graphitic
MWCNTs.[42] It shows the G and D characteris-
tic bands of graphite material and disordered
carbon, respectively. The ID/IG ratio is 1.02. The
G band presents a shoulder, D′, assigned to a
double resonance of the D band.[42] TGA mea-

surements conducted on these purified MWCNTs indicate
a mass loss of 98.5 % (1.5 % of remaining iron), while BET
measurements show a surface area of 327 m2 g–1 with a cor-
responding pore volume of 0.96 mL g–1.

The selective preparation of GNFs (Ni/Al2O3 catalyst)
and MWCNTs (Fe/Al2O3 catalyst) by FB-CCVD in a small
diameter quartz reactor has been achieved. However, with
such a reactor, the fluidization quality cannot be optimal
due to wall effects and to the poor efficiency of the gas
distributor (fritted quartz plate). Thus, we decided to study,
in the case of the Fe/Al2O3 catalysts, the synthesis of
MWCNTs in larger diameter FB-CVD reactors with inter-
nal diameters of 5.3 and 16 cm (Fig. 11).

3.2. Scale-Up Operation

3.2.1. MWCNT Production in a 5.3 cm FB Reactor

We discuss here run 5-1 the operating conditions of
which are detailed in Table 3. Only 20 g of catalyst has
been used to prevent the reactor becoming completely
filled by the composite powder. This mass corresponds to
an initial fixed-bed height of 0.7 cm. Results are given in
Table 4. It is worth noting that a partial agglomeration of
the FB occurs during this experiment since the bottom part
of the bed, near the entrance of the fresh reactive gases, is
not fully fluidized. This results in a decrease of around
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Table 3. Operating conditions used for Fe/Al2O3 catalysts.

Run

Reactor
diameter

[cm]

Run
duration

[min]

Mass of
catalyst

[g]

T
[ °C]

QC2H4

[sccm]
QN2

[sccm]
QH2

[sccm]
(U/Umf)t=0

2–1

2.5 60 0.5

500

60 160 120

1.06
2–2 550 1.13
2–3 600 1.20
2–4 650 1.26
2–5 700 1.33
2–6 750 1.40
5–1 5 120 20 650 405 685 1200 0.9
16–1
16.2 16 120 200 650 11300 6500 3800 0.93

Table 4. Results obtained for Fe/Al2O3 catalysts.

Run
T

[ °C]

CNT
produced

[g]

Final fixed
bed height

[cm]

Ethylene
Conversion

[%]

X
[gC/gcata]

A
[gC/gM h�1]

2–1 500 0.28 ~0.45 7.8 0.56 5.83
2–2 550 0.55 0.65 15.3 1.10 11.46
2–3 600 0.95 1.3 26.4 1.90 19.79
2–4 650 1.35 1.9 37.6 2.70 28.17
2–5 700 1.28 1.5 35.5 2.55 26.60
2–6 750 1.23 1.5 34.2 2.46 25.65
5–1 650 40.4 36.1 83.2 2 9
16–1 650 535 40 39.5 2.7 13.9
16-2 650 551 38 40.7 2.75 14.3
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Fig. 8. Arrhenius plot for activation energy of MWCNTs grown on
Fe/Al2O3 catalysts.



80 °C of the FB temperature 3 cm above the distributor,
30 min after the beginning of the run. These phenomena
probably lower the carbon conversion and catalyst efficien-
cy. They are clearly due to the high activity of this 10 %
Fe/Al2O3 catalyst since, for similar operating conditions in
the same FB reactor, they do not occur when using less effi-
cient 2.5 % Fe/Al2O3 catalysts, as detailed elsewhere.[34]

This local agglomeration probably proceeds
from an intense growth of CNT agglomerates
around the catalyst grains.

As in the FB reactor of 2.5 cm, an impressive
expansion of the bed occurs, since the final
fixed-bed height corresponds to more than
50 times the initial one. The reason is the same
as that proposed previously: the grain density of
the materials decreases with time and simulta-
neously the grains explode due to the CNT
growth inside the pores of the catalyst.[34]

Thus, the apparent grain density varies from
1810 kg m–3 for the initial catalytic powder to
90 kg m–3 for the final composite powder.
Thanks to this high bed expansion, the carbon
conversion is quite satisfactory (>83 %) and
higher than that obtained in the 2.5 cm reactor.
This can be explained by the fact that the resi-
dence time of the reactive gases is directly
proportional to the bed height for similar gas ve-
locities, and is thus higher here. Even if the oper-
ating conditions are not strictly identical, the

40 g of CNT formed can be compared to the 1.3 g of CNT
synthesized in the 2.5 cm FB reactor: the scale factor is
quite reasonable since we have used here a mass of catalyst
40 times higher than in the small reactor. The productivity
X and activity A are slightly lower than in the 2.5 cm reac-
tor because the amount of carbon arriving per gram of cat-
alyst is lower here than in the small contactor.
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Fig. 9. SEM images of the Fe catalyst and the composite powder obtained at 650 °C: a) origi-
nal Fe/Al2O3 catalyst, and b-d), composite powder.
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Fig. 10. TEM images of MWCNTs grown at a) and d) 550 °C, b) and e) 650 °C, and c) and f) 750 °C.



TGA measurements, TEM observations, and Raman
spectroscopy have been used to characterize the purified
product, and have proved the complete selectivity of the
process. The structural features of the CNTs formed are
identical to those obtained in the 2.5 cm FB reactor.

3.2.2. MWCNT Production in a 16 cm Diameter FB
Reactor

Two reproducibility experiments have been performed
corresponding to runs 16-1 and 16-2 of Table 3. The inlet
molar fraction of ethylene is three times higher than for
run 5-1 whereas the fluidization ratio and run duration are
similar. An amount of 200 g of catalyst has been used lead-
ing to an initial fixed-bed height of 1.2 cm. Results are giv-
en in Table 4. First, no agglomeration at all occurs during
these experiments. As in the other FB reactors,
an impressive bed expansion takes place, since
the final fixed-bed height corresponds to more
than 30 times the initial one. We observe that
the bed expansion is, as expected, lower than in
the 5 cm FB reactor since the surface area of the
column is higher, the apparent grain density at
the end of the runs being similar to that ob-
tained previously, i.e., around 90 kg m–3.

The carbon conversion is logically lower than
in the 5 cm reactor since the residence time of
the reactive gases is smaller, and the inlet molar
fraction of ethylene is higher. The scale-up of
the process is particularly efficient regarding the
mass of CNTs produced: using a mass of catalyst
10 times higher than in the 5 cm reactor, the
mass of CNTs is more than 13 times higher in
the 16 cm contactor. This positive result is ob-
tained since the productivity X and the activity
A are higher than in the 5 cm reactor, because
the interphase contact between gas and solids is
obviously improved in the 16 cm reactor. In-

deed, wall effects are less important, bubble diameters are
smaller, and slugging phenomena are less intense when the
bed diameter is higher and the ratio between the fixed-bed
height and the reactor diameter is lower.[4] This leads to
higher heat and mass transfer rates. A consequence and a
proof of this improved interphase contact lies in the fact
that no agglomeration occurs. Thus, with this laboratory
pilot-scale equipment (Fig. 11), the production rate of
MWCNTs exceeds 260 g h–1, a value which is significant
for an academic laboratory given present international re-
search in this area.

Once again, TGA measurements prove the total selectiv-
ity of the process, even at this pilot-scale level. The struc-
tural features of the purified CNTs are identical to those
obtained in the other FB reactors. Figure 12 shows a photo-
graph and micrographs of purified MWCNTs produced in
the 16 cm i.d. reactor.

4. Experimental

Catalyst Preparation: The two Ni/Al2O3 and Fe/Al2O3 catalysts used in
this research were prepared by FB-(OM)CVD in a specially designed
vessel described elsewhere[43] from alumina (204 m2 g–1, dv50 = 301 lm,
Umf = 3.1 cm s–1) and nickelocene in the presence of hydrogen, and iron pen-
tacarbonyl in the presence of water vapor. These co-reactants were used in
order to assist the decomposition of each precursor in the corresponding
metal. The solid nickelocene precursor was sublimed at 110 °C, the liquid
pentacarbonyl iron precursor was evaporated at 50 °C, and the two were de-
composed in the fluidized bed of alumina at 220 °C using nitrogen as the
vector gas. The pressure in the reactor was kept at 50 Torr. The metal load-
ing, determined by inductively coupled plasma (ICP), was found to be of
8.4 % (w/w) for the Ni/Al2O3 catalyst and 9.6 % (w/w) for the Fe/Al2O3 cat-
alyst.

GNF and CNT Production in the 2.5 cm Quartz Reactor: Experiments
were carried out in a conventional vertical quartz CVD reactor of 2.5 cm i.
d. and 20 cm height, heated with an electric furnace. The gas distributor was
a porous quartz plate. GNFs or MWCNTs were synthesized by CCVD on

R. Philippe et al./Carbon Nanotubes by Fluidized-Bed CVD

456 www.cvd-journal.de © 2007 WILEY-VCH Verlag GmbH & Co. KGaA, Weinheim Chem. Vap. Deposition 2007, 13, 447–457

Fig. 11. Photographs of the 5.3 cm i.d. and the 16 cm i.d. FB-CVD reactors.
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Fig. 12. a) Photograph, b) SEM image, and c), d) TEM images of purified MWCNTs powder.



0.5 g of Ni/Al2O3 or Fe/Al2O3 catalyst, respectively, (initial bed height lower
than 1 mm). For each catalyst, all the experimental conditions except the
temperature were kept fixed in order to investigate the effects of tempera-
ture on the catalytic performances, and on the nature of the products.
The studied temperature range was 400–750 °C for GNF synthesis, and
550–750 °C for MWCNT synthesis.

MWCNT Production in the 5 cm and 16 cm Diameter Reactors: The FB
reactors were entirely constructed in 304L stainless steel; their dimensions
being 5.3 cm i.d. and 1 m height, and 16 cm i.d. and 1 m height, respectively.
A photograph of these FB reactors is provided in Figure 11. For both reac-
tors, the gas distributor was a stainless steel perforated plate covered with a
stainless steel grid supplied with 50 lm holes. In each case, a multi-zone
electric furnace allowed monitoring of the FB temperature via several ther-
mocouples fixed on the outer reactor wall. Temperatures at various levels
inside the FB were registered through thermocouples placed along the reac-
tor axis.

Electronic grade ethylene, hydrogen, and nitrogen gases (Air Liquide)
were supplied to the reactors through mass flow meters. For the two reac-
tors, a pressure sensor allowed measuring the differential pressure drop be-
tween the bottom and the top parts of the reactors. After their exit from the
reactors, the gaseous effluents flowed through a bag filter, in order to collect
eluted particles or fines that could be formed during experiments. The cata-
lyst is a 9.6 % Fe/Al2O3 powder synthesized as described in Section 4.1.

Operating Protocol: First a controlled mass of catalyst was introduced
into the reactor. A constant flow rate of a mixture of nitrogen and hydrogen
was maintained to fluidize the bed during its heating, the initial fluidization
ratio U/Umf, where U is the superficial gas flow velocity and Umf the mini-
mum fluidization velocity, being most often fixed at about 1. As soon as the
thermal regime was reached, the flow rate of nitrogen was lowered to a pre-
calculated value and, simultaneously, ethylene was introduced into the bed
to maintain a constant total flow rate. It is worth noting that, during the syn-
thesis of CNTs, Umf decreased with run duration, since the grain density
sharply decreased. As a consequence, the fluidization ratio increased with
run duration. This explains why the initial fluidization ratio was fixed at
a minimal value.

Characterization of the Carbon Deposits: After each run, the fixed-bed
height was measured; the carbon deposit was weighed and submitted to
TGA, SEM, and TEM. TGA measurements were conducted on a Setaram
thermobalance in which the sample was heated in air from 25 to 1000 °C at a
rate of 10 °C min–1, followed by a 30 min isotherm. The TEM images were
obtained using a Philips CM12 microscope operating at 120 kV. The SEM
observations were performed using a field-enhanced electron microscope
(Hitachi S-4500 I) and a LEO 435 microscope. Raman spectra were re-
corded on a Labram HR800 from Jobin et Yvon (632.82 cm–1). The distribu-
tion of grain diameters in volume was measured with a Mastersizer Sirocco
2000 laser granulometer. CNT purification was performed by H2SO4 wash-
ing in order to remove the catalyst.
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