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Abstract 11 

Copper surface after antibacterial test against E. coli was examined in the aspect of corrosion. Results from 12 

scanning electron microscope (SEM), grazing incidence X-ray diffractometer (GIXRD) and Raman spectroscopy 13 

together confirmed less oxidation on copper surface with the presence of E. coli. The inhibition of the cuprous 14 

oxide (Cu2O) layer instead ensured the continuous exposure of copper surface, letting localised corrosion attacks 15 

observable and causing a stronger release of copper ions. These phenomena are attributed to the fact that E. coli 16 

act as ions reservoirs where high amount of copper accumulation were found by energy dispersive X-ray 17 

spectroscopy (EDS). 18 
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1. Introduction 22 

Copper has been drawing the attention of microbiologists in the recent years [1-4]. Copper and its ions, copper oxides as well 23 

as oxide nanoparticle, all of them have shown the toxicity against various bacteria or virus [5, 6]. This antimicrobial property 24 

brings copper into the hygiene market, and without a doubt, a great amount of studies have focused on this aspect. Copper or 25 

copper contained coatings [7, 8], particles [9, 10], fabrics [11, 12], textiles [13, 14], composites [15, 16] are being fabricated 26 

and widely investigated, in terms of their antimicrobial efficiencies the relevant applications. 27 

To determine the antimicrobial efficiency of a certain material, or more specifically of a surface, a certain method has to 28 

be applied. It allows us to measure the survival of microbe, to quantify the antibacterial efficacy, and in the end, to compare 29 

them. Most of these methods could be grouped into two main types that worth being briefly introduced. One is where no 30 

suspension with bacteria needs to be prepared, for instance, in the inhibition zone determination [15, 17]. The coupon to be 31 

tested will be placed on a nutrient agar plate already covered with bacteria. Since the antibacterial agents could release and 32 

further diffuse from the coupon, a gradient of antibacterial substance is supposed to form from the centre of the coupon 33 

outwards. After certain incubation periods, there should be a zone around the coupon where no obvious growth of colony is 34 

observed. The antibacterial efficiency can be thus compared by the size or radius of these zones. Moreover, this method may 35 

tell better the diffusion rate of the corresponding antibacterial substance on the agar plate. It is fairly popular in research 36 

especially in testing novel antibacterial composites or fabrics. 37 

In another type of method, a drop of suspension composed of bacteria and buffer solution needs to be applied on the 38 

coupon. After several designed time points, part of the suspension is withdrawn. There are a number of approach to determine 39 

the bacterial survival in the suspension. One way to do this is by fluorescence microscopy [18, 19], which is also often called 40 

Live/Dead staining test. In this test, a red-fluorescent indicator (often propidium iodide) is used to label the DNA after 41 

membrane damage happens, so as to distinguish whether bacteria are intact or not. Therefore the change of colour directly 42 

tells the killing effect of a substance. Another popular approach is to count the colony-forming unit (CFU) [20, 21]. The 43 

withdrawn suspension will be first properly diluted in series and then plated on an agar plate. The cultivable bacteria will 44 

grow as colonies that could be big enough to be identified and directly counted. This method not only produces highly 45 

statistical and reproducible results, but also allows to track the details of antibacterial efficiency as a function of time. This is 46 

why it has been chosen in most of our recent studies [22-24], and again applied in this study. 47 

Although all the methods listed above offer almost sufficient information of the survival of bacteria, nevertheless, there 48 

is a hidden respect not being considered: the coupons themselves. The bacteria are inactivated by the antibacterial agents, 49 

which are released from the specific surface in most of the cases. This indicates that the surface itself is also under a series of 50 

change along the time. In the case of copper, it is corrosion that should be further considered [25, 26]. Furthermore, the 51 

corrosion phenomena occurring on the surface, in fact, also alter the surface itself during these antibacterial efficiency tests. 52 
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In other words, these methods are not always charactering the initial surface, in contrary, a constantly changing surface. Take 53 

this into account have two main advantages: one is to know exactly the actual surface being characterised, the other one is to 54 

start exploring its potential aging effects when it comes to the daily life applications. 55 

Oxidation is certainly drawing attention among the common corrosion phenomena. By mainly electrochemical means, 56 

copper oxides growth on copper or its alloys in buffer solution [27] or synthetic perspiration [28] are recently reported. 57 

Different types of oxides (Cu2O, CuO), hydroxide (Cu(OH)2) or other corrosion products (Cu2Cl(OH)3) could be identified. 58 

Their thickness and in-depth distribution were correlated with different experimental conditions, such as the chemical 59 

composition of the original surface, the components of the applied solution and the contact period. However, there is a few 60 

research that has considered the aging of copper surface in a bacterial suspension, not to mention to probe the role of bacteria 61 

in this corrosion system. On the other hand, how bacteria interact with or influence by various kinds of metallic ions or 62 

particles have been extensively investigated, in terms of the transportation of ions and the accumulation in different organelles 63 

[29, 30]. But again, bacterial influence on the surface through these effects are not the focus in these studies. 64 

One recent research [31] revealed the re-release of silver from the silver-killed bacteria back to the solution. It offers a 65 

hint about the interaction between ions enriched bacteria and their effect on the environment. Here in the current study, we 66 

extended the focus from the solution back to the initial ions releaser: the copper surface itself. The main question we aim to 67 

answer is: during the copper release process that kills bacteria, does the existence of these bacteria affect the corrosion process 68 

as well? Therefore we investigated the role of E. coli in copper surface chemical changes during the antibacterial efficiency 69 

test. Ex-situ approaches were performed to distinguish the changes in morphology and composition in the outermost copper 70 

surface. The inhibition effect of oxides was described and its possible causes were put forward, taking account of the role of 71 

bacteria on the amount of copper ion in suspension. 72 

 73 

2. Materials and Methods 74 

2.1. Materials 75 

Coupons of copper (99.99%, K09, Wieland) were first ground with a silicon carbide sandpaper (end with grit number as P600), 76 

then they were cleaned by an ultrasonic bath with ethanol and finally dried by air. 77 

2.2. Solutions 78 

Phosphate-buffered saline (PBS) was prepared with NaH2PO4. 1H2O (Merck, Germany, final concentration 0.01 M), NaCl 79 

(VWR, Germany, final concentration 0.14 M) and pure water for analysis (Merck, Germany). Its pH value was adjusted by 80 

adding NaOH to 7.4, sterilised by an autoclave after preparation. The preparation of PBS with bacteria could also be referred 81 

to the antibacterial efficiency determination in previous publication [32]. In brief, the E. coli K12 strain was grown aerobically 82 

overnight in Lysogeny broth (LB) medium at 37 ⁰C in a water bath with a speed of 220 rpm. The stationary cells from 5 mL 83 
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culture were collected by centrifugation for 15 min at 5000 x g, washed and centrifuged three times with PBS, and finally re-84 

suspended in 5 mL of the same type of buffer solution. The initial average cell count was around 3 X 109 to 5 X 109 CFU/ml. 85 

For the suspension S. cohnii, the Tryptic soy broth (Fluka) medium was chosen. 86 

2.3. Corrosion protocol 87 

Coupons of copper were placed in a water-saturated atmosphere at room temperature when 20 µL of various solutions were 88 

applied on them with a pipette. After certain exposure time (30 minutes, 1 hours, 3 hours and 6 hours), these solutions were 89 

withdrawn with a pipette and the coupons were dried in a ventilated room. These steps are chosen in order to keep it as similar 90 

as the antibacterial efficiency tests as described in our other research [22, 24]. 91 

2.4. Surface corrosion characterization 92 

Scanning electron microscope (SEM, Helios NanoLab600, FEI) was used to compare the morphology of copper surfaces after 93 

various corrosion experiments. The chemical composition was obtained by Energy dispersive X-ray spectroscopy (EDS) with 94 

an acceleration voltage as 5 kV. For further confirmation of corrosion products covering the surfaces as well as the form of 95 

copper in bacteria, Raman spectroscopy (Raman, laser source with 633 nm, inVia, Renishaw) with a 50X optical microscopy 96 

(OM) and high resolution grazing incidence X-ray diffractometer (GIXRD, Cu Kα with 1 degree grazing angle, PANalytical 97 

X’Pert PRO-MPD) were applied. All these images and spectra were obtained within 24 hours after corrosion treatment. 98 

2.5. pH values measurements 99 

The pH values were obtained from pH-indicator strips (Merck, Germany), designed for a range from 6.5 to 10.0, with 5 100 

gradations between 7.1 and 8.1, namely 7.1, 7.4, 7.7, 7.9 and 8.1. During the withdrawal process described in section 2.3, 10 101 

µL of various solutions were separated and applied again on these strips. 102 

2.6. Copper content determination 103 

For the samples (PBS or PBS with E. coli) to be directly measured, following almost every step in the corrosion protocol, 104 

only whenever the exposure time is reached, 10 µL samples were withdrawn by repetitive pipetting and diluted in 2.990 mL 105 

1 wt% nitric acid (Merck, Germany). For the measurement of supernatant, every three 10 µL samples were transferred and 106 

mixed in SafeSeal 1.5 mL tubes. After being centrifuged for 5 min at 5 krpm, 10 µL of supernatant were collected and diluted 107 

in nitric acid as mentioned above. For all samples, before measured by inductively coupled plasma mass spectrometry (ICP-108 

MS, 7500cx, Agilent), 3 µl of 10 mg/l scandium and caesium internal standard solutions were added to the samples. For 109 

calibration, standards with 0.1, 0.5, 2.5, 10, 50, 250 and 1000 µg/L of copper were used. After obtaining the results with a 110 

unit of ppb, the final values with a unit of µM were calculated with the fold of dilutions and molar mass 63.55 g/mol for 111 

copper. The average values and standard deviation were obtained by three independent experiments. 112 

2.7. Bacteria imaging and chemical mapping 113 

Scanning transmission electron microscopy (STEM) mode of transmission electron microscopy (TEM, JEM-ARM 200F, 114 

JEOL) was applied with a voltage of 200 kV. The bacteria were treated with copper surface for 3 hours as described above. 115 
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Before having them transferred on a Ni grid, they were diluted 1:10 with pure water for analysis. 116 

 117 

3. Results and Discussion 118 

Evolution of surface morphology always reflects the corrosion behaviours. Therefore, to directly observe the corrosion 119 

phenomena on copper surface, high resolution SEM images were taken and shown in Figure 1. After 3 hours in pure PBS, 120 

granular sub-micron formation were found on the copper surface. Consequently, the as-ground morphology becomes less 121 

obvious. However, with the addition of E. coli, similar corrosion products can hardly be found. In addition to the remained 122 

bacteria, some area were suffering localised corrosion attacks, resulting in sub-micron scale pits. No other SEM observable 123 

features that can be identified on this bacterial treated surface. On the other side, it almost kept the original morphology of 124 

the untreated as-ground copper surface (SI, Figure 1). 125 

To further identify these corrosion products, GIXRD were applied to collect the near surface phase information presented 126 

in Figure 2 (a). The range of diffraction peak of (111) planes of Cu2O was chosen, since it is expected to be the strongest peak 127 

of the Cu2O without any preferential orientation growth. A clear peak is recorded from the surface corroded by pure PBS, 128 

confirming the main corrosion products described above as crystallised Cu2O. By contrast, the diffractogram from the coupon 129 

treated with E. coli suspension is rather flat. 130 

Since no copper oxides related diffraction peaks could be assigned, Raman was applied owing to its higher sensitivity, 131 

where a slight oxidation is shown (Figure 2 (b)). Comparatively, these oxides signals are with lower background and less 132 

obvious oxides’ peaks, especially around 149 cm-1 and 216 cm-1. In addition, compared to the relatively large detection zone 133 

of GIXRD, Raman results could be correlated with more localised features. For example in Figure 2 (c), some dark areas 134 

found in OM are confirmed by SEM as the positions where localised corrosion attacks occurred. In these positions, higher 135 

Raman signal of Cu2O were recorded and shown in Figure 2 (d). Although these localised corrosion sites are far smaller than 136 

the macroscopic pits that could be observed directly in OM, they do match the features described traditional pitting corrosion 137 

theories [33]. They describe the formation of corrosion products around the opening (cathode) of these cavities (anode). These 138 

product could gradually seal the pits, which has not yet been observed on our experiments though. Apart from small difference, 139 

all the abovementioned findings confirm the considerable changes on copper surface after adding E. coli into PBS: the Cu2O 140 

formation becomes less dominant and more non-uniform on copper surface. 141 

Corrosion behaviour of a certain material is never an independent phenomenon: it is closely correlated to the surrounding 142 

environment which is applied, that is to say, the solutions (PBS or bacterial suspensions) on copper coupons. It is known from 143 

the Poubaix diagram of copper, that Cu2O formation favours alkaline environment, while acidity increases, it dissolves and 144 

exists as cupric ions [27]. For this reason, although PBS is defined and prepared as a buffer solution, it would still be helpful 145 

to know whether the actual condition in these corrosion tests already exceeds the buffer capacity. Therefore, the pH values of 146 
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the samples were checked and given in Table 1. For the original PBS, no matter with or without bacterial addition, their pH 147 

values were 7.4 as designed. However, in both cases, this value rose after corrosion tests, indicating an alkaline shift. Most 148 

importantly, when E. coli was added, the solution became even more alkaline, which theoretically should be more beneficial 149 

to the formation of Cu2O. Therefore, there must be other reasons instead of the acidity that inhibit the oxide growth in bacterial 150 

condition. 151 

To preliminarily verify if E. coli could interactive with Cu2O actively, another case was designed to place E. coli PBS 152 

suspension on pure PBS treated copper surface (therefore with existing Cu2O). Their GIXRD results (SI, Figure 2) show that 153 

the previously formed Cu2O layer does not change obviously after bacterial suspension treatment, suggesting that E. coli do 154 

not act as an active role in deteriorating Cu2O layer. 155 

After the examination of the corrosion products on these surfaces, we then shifted the interest to the solution, namely the 156 

withdrawn droplets. Copper content in pure PBS and E. coli PBS suspension were measured and plotted in Figure 3. In pure 157 

PBS, the concentration of copper has quickly reached a plateau in 30 minutes, which at least lasted for 3 hours. With E. coli 158 

addition, on the other hand, the curve evidently follows another trend: it significantly becomes higher in the whole period. 159 

The variety of these two patterns could be ascribed to the barrier effect of copper oxides coverage. As fewer oxides were 160 

found in the latter case, a bigger portion of bare copper was exposed to the solution, that is to say, can still be corroded by the 161 

solution. For this reason, release of copper ion can be thus less hindered and therefore copper content gradually increase could 162 

be observed. In addition, the shown copper content data can also be transferred into weight loss of the original surface if 163 

needed. Because for pure copper coupons, the amount of copper measured in solution should be equal to the weight loss. 164 

However, it should be noted that the contribution from the oxide growth will not be considered in this way as they are still 165 

attached to the original surface. 166 

But why did the oxide growth rate slowdown so distinctly? Similar trends of copper content were also reported with S. 167 

cohnii addition [34]. S. cohnii is a type of bacteria with less mobility, as shown in SI Figure 3, its PBS suspension has rather 168 

similar corrosive influence on the copper surface: no obvious oxide layer could be found in 3 hours. This helps us to exclude 169 

the potential effects induced by bacterial mobility that may change the local near-surface circumstance, such as substance 170 

concentration and fluid flow rate. 171 

Now back to the rise of copper content, which was previously ascribed to the bonding effect of complexing agents [34]. 172 

Inspired by this aspect, another test was designed to detect the amount of copper in supernatant (green curve in Figure 3). 173 

This result implies another possibility. These values represent the amount of free copper ions in the suspension. They are 174 

relatively low, fewer than those in PBS by almost a factor around 5, in spite of the slight increase along the time. It could 175 

probably mean that the concentration of free copper ions are still far away from its equilibrium that leads to oxides formation. 176 

Apparently, the following question needs to be answer could be: where are the rest of the huge amount of copper? 177 

Logically, if they are not in the supernatant, then they could only be with bacteria. Figure 4 presents the copper treated E. coli 178 
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observed by SEM. Prolonging the treatment time, in the first place, the shape of bacteria becomes more regular. However, 179 

since no fixation or drying steps were adopted in order to preserve the potential copper ion accumulation within bacteria, 180 

morphology of these bacteria might not be interpreted as their original state. 181 

On the other hand, local elemental analysis done by EDS further provides more interesting information. First of all, the 182 

main elemental composition of E. coli itself is always considered as a combination of C, H, O and N [35]. Other elements 183 

should be thus considered to have an environmental source. Therefore, the actual EDS on untreated E. coli (shown in SI 184 

Figure 4) also revealed certain amounts of Na and P, which could come from the compositions of LB growth medium or PBS. 185 

Besides, signal of Si comes from the silicon substrate that is supporting the bacteria. The most significant finding belongs to 186 

those Cu peaks. Not only have their signal been successfully collected, their intensity also progressively increases proportional 187 

to treatment time. This trend indeed represents the copper amount accumulated by the bacteria, confirming both our results 188 

and the latest reported results obtained from ICP-MS measurements [36]. 189 

As generally reported, 3-hour is a period already assures at least 99.9% E. coli in PBS can be killed on copper surface 190 

due to the released copper ions [24]. Interestingly, this accumulation process still continued after 3 hours, as the intensity from 191 

Cu peak reached another higher value in 6 hours. A similar test with sterile E. coli instead of viable E. coli was carried out, 192 

where bacteria were found with high copper content as well (shown in SI Figure 5). This may indicate the observed 193 

accumulation process should not be considered as an active process fulfilled by the living bacteria or biofilm, but rather a 194 

passive process in this condition. Meanwhile, these results also suggest that the inhibition of oxides are not likely to be linked 195 

with the consequences of bacterial metabolism such as the consumption of oxygen. 196 

Apart from this type of copper accumulation, the dissolved copper exists as another observable form. Figure 5 reveals 197 

this on those bacteria after treated with copper surface for 3 hours: there are some sub-micron particles with various sizes 198 

attaching on these bacteria. EDS spectra collected from these features tell more details from their composition. Position 1 199 

represents the spectrum obtained from bacterium without particle coverage, acting as a contrast. The present elements 200 

resemble those discussed in the above section. The intensity of Cu is relatively higher, resulting from the fact that during this 201 

observation, these bacteria were still on copper surface, instead of having been transferred to silicon wafer in the previous 202 

case. Therefore this intensity also includes the characteristic X-ray excited from the copper surface under the bacterium due 203 

to its small size (more precisely, the thickness) of bacterium. On the other hand, the spectrum from position 2 centred on the 204 

sub-micron particle draws a different scene. The intensity of C, N and Na became less, based on the fact that the particle 205 

locates higher than the bacterium, and so there was less electrons reaching and exciting characteristic X-ray from the bacterium. 206 

Whereas the other three detected elements, namely O, Cu and P, were recorded with higher intensity. They should thus be 207 

considered as the main elemental composition of these particles. 208 

Although no exact phase composition of these particles could be indexed from the current GIXRD results, studies [37, 209 

38] did have shown that a popular approach to produce copper phosphate nano-particle is by appropriately mixing copper or 210 
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its ions with phosphate solution. Unfortunately, we cannot directly conclude whether the bacteria promote the formation of 211 

the suspected copper phosphate particles (not the scope of our current study either). Nevertheless, we could still comment that 212 

they are more likely to grow on bacteria, and it does show us one of the forms how the copper content being stabilised in the 213 

solution instead of being free ions. Furthermore, since the above ICP-MS results only could show the sum of both 214 

accumulation of copper in bacteria and copper phosphate, it will be meaningful if future experiments are designed to show 215 

the proportion. 216 

These sub-micron particles are easily found, mainly because their distribution on the surface of bacteria. However, for 217 

the dispersed copper that could only be detected by EDS, it is still yet to know whether they entered the bacteria or only 218 

attached with the outer membrane. STEM mode in TEM was therefore applied so as to collect the information of the elemental 219 

distribution, as shown in Figure 6. BF image outlines the profile of bacteria better. While in the ADF image, it could already 220 

be observed that the sub-micron particles contain elements with higher atomic number, since higher intensity from these 221 

locations were recorded. This information is further confirmed by EDS mapping, where O, Cu and P were found highly 222 

concentrated in those regions. Another important fact could be extracted from the EDS mapping, is the distribution of copper 223 

in a bacterium. It is true that for a 2D top-view of a 3D object (the bacterium), it’s hard to tell where the copper exactly are. 224 

However, one could still suppose that if the situation was that the copper only anchored on the outer membrane of a bacterium. 225 

In this case, the copper amount should be found a significant increase from the centre of the bacterium to its edge. This is 226 

because from a 2D top-view, the edge of a bacterium consists of overlap of the membrane in top-view that should have resulted 227 

in a higher copper content. But this has not been observed in the current result, suggesting that it is highly possible that those 228 

dispersed copper were located within the bacteria. To further investigate the more precise locations of copper, further work 229 

could be done by combing other more localised techniques such as NanoSIMS, with almost 100 nm lateral resolution [39] 230 

combining with depth profiling. Another equally interesting information is about the state of these copper contents. Thus far 231 

have we applied GIXRD and Raman on the copper treated bacteria (shown in SI, Figure 6), unfortunately no (or not enough) 232 

crystalline phase could be indexed. 233 

With these observations, the role of bacteria in the antibacterial efficiency test (copper-PBS system) is summarised in 234 

Figure 7. The first phase is the release of copper ions when the contact of suspension and copper surface begins, which leads 235 

to an increase of copper content in suspension. The existence of bacteria does not essentially alter this initial phase. However, 236 

when these ions “meet” the bacteria, they begin to be accumulated by the bacteria, with two main paths confirmed: one is 237 

through the absorption of the bacteria. It is not the first time to report that the microbe may act as a reservoir of metal ions 238 

[40, 41], but to link this behaviour not only to the surrounding solution environment but also another object (in this case: 239 

copper surface) sharing the same environment is still seldom considered. Another path is the formation of copper phosphate 240 

sub-micron particles. As the bacteria begin to collect free copper ions from the solution, the amount of the actual copper ions 241 

in the solution has been gradually consumed. This process keeps the amount of free copper ion low, favouring less the oxide 242 
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formation. Exposure of copper surface without fully oxides coverage enables the continuous corrosion, explaining why the 243 

total amount of copper in the whole suspension is much higher. 244 

At last, there are a few concerns that should be noticed basing on the current observations. For example, due to the 245 

additional effect introduced by bacteria, we should now realise the importance of interpreting the each corresponding scenario 246 

also with bacteria. In other words, although analysis of interaction between pure buffers and surface can help, but does not 247 

necessarily represent the actual situation (e.g. copper content level). On the other hand, the ion accumulation and its effects 248 

on corrosion process could be better validated, for instance, by well-defined experiments where copper content in the bacterial 249 

suspension can be precisely regulated. Moreover, further work should focus on the details of corrosion phenomenon on 250 

antibacterial copper as well as its consequences. Attempts to investigate how these changes could affect the antibacterial 251 

behaviour could also be meaningful. 252 

 253 

4. Conclusions 254 

This study focuses on copper surface evolution during the antibacterial efficiency test. The environmental components as well 255 

as the role of bacteria in buffer suspension were considered. Several concluding remarks are listed below: 256 

� Copper surface oxidation in PBS is inhibited as the presence of E. coli in the suspension, confirmed by GIXRD and 257 

Raman. In contrast, without the Cu2O coverage, localised corrosion attacks are much visible on the copper surface. 258 

� Due to the absence of Cu2O layer as an ion release barrier, the amount of copper ions released by the metallic surface 259 

strongly grows, where no plateau has been reached in 3 hours exposure. 260 

� The released copper ions are found to be stored inside the bacteria and forming copper phosphate sub-micron particles 261 

outside the bacteria. These two main paths on one hand enhance the capacity of copper storage of the suspension, on the 262 

other hand, reduce the free copper ions in the suspension. 263 

� This accumulation is a passive process where viable bacteria is not the necessary condition. 264 

 265 
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Figure Captions 367 

Figure 1 368 

Typical SEM images of copper surfaces after 3 hours of exposure to PBS (a-b) and PBS with E. coli (c-d). The dashed 369 

squares in (a) and (c) indicate the positions of the following higher magnification images (b) and (d). The arrows indicate 370 

localised corrosion attacks. 371 

 372 

Figure 2 373 

(a) High resolution grazing incidence X-ray diffractograms in the range of (111) planes of Cu2O (#75-1531) and (b) typical 374 

Raman spectra obtained from copper surfaces after 3 hours exposure to PBS and PBS with E. coli. (c) OM images and SEM 375 

images of two typical features obtained from the bacterial treated surface and (d) their Raman spectra from the same areas. 376 

 377 

Figure 3 378 

Concentration of copper content in PBS, PBS with E. coli and its supernatant following various exposure periods. The error 379 

bars indicate the standard deviations calculated from three independent measurements. 380 

 381 

Figure 4 382 

Typical SEM images and EDS spectra from copper surface treated E. coli following various exposure periods, after being 383 

transferred to silicon wafer: (a-c) 1 hour; (d-f) 3 hours and (g-i) 6 hours. The dashed squares indicates the position of the 384 

following higher magnification images. The cross shape indicators point out the positions where the corresponding spectra 385 

were collected. 386 

 387 

Figure 5 388 

Typical SEM images (a-b) and EDS spectra (c) from 3 hours copper surface treated E. coli, on the original copper surface. 389 

The dashed squares indicates the position of the following higher magnification image. The cross shape indicators point out 390 

the positions where the corresponding spectra were collected. 391 

 392 

Figure 6 393 

Typical STEM observation from copper surface treated E. coli for 3 hours: (a) BF image; (b) ADF image. The dashed 394 

squares indicate the position of the following chemical mapping: (c) carbon; (d) oxygen; (e) phosphorus and (f) copper. 395 

 396 

Figure 7 397 
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Schematic description of the main paths of copper ions in PBS in the presence of E. coli. 398 

  399 
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Table Captions 400 

Table 1 401 

The pH values of different solutions before and after 3 hours corrosion tests on copper surface. 402 
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Table 1 1 

 2 

Solution Before corrosion After corrosion 

PBS 7.4 7.7 

PBS with E. coli 7.4 7.9 

PBS with S. cohnii 7.4 7.9 

 3 






