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Introduction

Body-centered cubic (bcc) Fe-Co alloy in the ferromagnetic (FM) state has been found as the highest magnetic system among all known alloys [START_REF] Sourmail | Near equiatomic FeCo alloys: Constitution, mechanical and magnetic properties[END_REF]. Additionally, it is demonstrated experimentally that the Fe-Co based systems exhibit high Curie temperatures, up to about 1250 K [START_REF] Abbasov | A calorimetric study of lead-thallium alloys[END_REF][START_REF] Massalski | Binary alloy phase diagrams[END_REF]. All these outstanding features make this alloy extremely attractive for various magnetic by Prasad et. al. [START_REF] Prasad | Journal of Magnetism and Magnetic Materials Study of the effect of magnetic ordering on order -disorder transitions in binary alloys[END_REF] to investigate thermodynamic properties considering the magnetism. These two interaction models adopted the Ising-like magnetic interactions, and were treated within the mean-field approach. The latter approach provided a description in good agreement with experimental transition temperatures, but it presented magnetic exchange-coupling parameters dependent on the alloy concentration. However, please note that, as revealed by experiments [START_REF] Pierron-Bohnes | Magnetism and local order in dilute FeCo alloys[END_REF] and in previous DFT studies [START_REF] Tran | Predicting magnetization of ferromagnetic binary Fe alloys from chemical short range order[END_REF], the magnitude of Fe magnetic moment depends sensitively on the chemical long and short range orders. Therefore, magnetic interactions in Fe-Co cannot be correctly captured by the conventional Ising and Heisenberg models.

In this work, we aim at proposing an effective interaction model (EIM) for the study of magnetism, chemical-phase stability and their coupling in bcc Fe-Co structures. This EIM contains two parts: (i) a non-magnetic part describes the chemical interaction between atoms; and (ii) a magnetic-interaction part with a Heisenberg formalism. But, the spin magnitude of each Fe atom varies according to its local chemical environment, following a simple rule, determined by our previous DFT calculations [START_REF] Tran | Predicting magnetization of ferromagnetic binary Fe alloys from chemical short range order[END_REF]. In order to keep the model as simple as possible, and efficient for Monte Carlo simulations, we only include pair-interaction terms, at variance with the MCEs. Also, unlike the previous approach in Ref. [START_REF] Collins | The magnetic moment distribution in some transition metal alloys[END_REF], a unique set of interaction parameters is determined for the whole range of alloy concentration considered (from 0 to 70% Co). The EIM is therefore highly transferable. In addition, we also elucidate correlations between the magnetic state and the relative stability of chemically ordered and disordered phases for various temperatures and Co concentrations.

The paper is organized as follows: the proposed effective interaction model for bcc Fe-Co systems is described in Sec. 2, where we first present the Hamiltonian (Sec. 2.1) and then give the details about the parameterization (Sec. 2.2). The used DFT and Monte Carlo simulation methods are given in Sec. 3, together with the expression of various considered order parameters.

Sec. 4 is devoted to some results from the EIM and discussions. First, the accuracy of the model is discussed in Sec. 4.1. Then, finite-temperature magnetic and thermodynamic properties are predicted in Sec. 4.2, and, effects of an external magnetic field are discussed in Sec. 4.3. Finally, conclusions are given in Sec. 5.

The effective interaction model (EIM)

The model

The effective interaction model is written as

1 1 2 2 ij ij i j i j i j H V J M M = + ∑∑ ∑∑ uuu ruuur , (1) 
here the first part accounting for non-magnetic contributions, describes chemical interactions between atoms. ij V are the chemical pair interaction parameters between i-th and j-th atoms. The second part of Eq. ( 1) corresponds to a Heisenberg-like model with ij J being the exchangecoupling parameter for the magnetic moments of i-th and j-th atoms. However, unlike the traditional Heisenberg model in which the amplitude of an atomic moment is fixed, the magnetic part of the model (1) takes into account the longitudinal spin fluctuation due to the effect of the local environment as observed by the DFT calculations [START_REF] Tran | Predicting magnetization of ferromagnetic binary Fe alloys from chemical short range order[END_REF], i.e., for a Fe atom, the magnetic moment can be described by a vector in the spherical coordinate system ( )
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Fe Fe M M ϕ θ = uuuur with ϕ and θ being polar and azimuthal angles, respectively. The amplitude Fe M is defined as
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This equation is obtained from the analyses of the effect of the local environment on magnetic moments in bcc Fe-Co systems that are presented in detail in Ref. [START_REF] Tran | Predicting magnetization of ferromagnetic binary Fe alloys from chemical short range order[END_REF]. In Eq. ( 2), 1 N and 2 N are the numbers of Co atoms in the first and second neighboring shells of the central Fe atom. The fitting parameters P0, A1, A2, A3, B1, B2, B3, C, D1 and D2 were taken from Ref. [START_REF] Tran | Predicting magnetization of ferromagnetic binary Fe alloys from chemical short range order[END_REF].

For Co atoms, it is observed from the DFT calculations [START_REF] Tran | Predicting magnetization of ferromagnetic binary Fe alloys from chemical short range order[END_REF] and experiments [START_REF] Collins | The magnetic moment distribution in some transition metal alloys[END_REF] that the average moment of Co atoms stays almost constant at the value of 1.76 B µ . Hence, the magnetic moment vector of a Co atom writes ( )

1.76, , Co Co M M ϕ θ = = uuuur (3) 
Thus, the model allows the magnetic moment vector of atoms to vary in 3D space, making spin polarization fully compatible with the non-collinear treatment.

It is worth noting that we assume the amplitude of a moment being insensitive to temperature.

Although there is no clear experimental evidence to support this assumption, thermal longitudinal fluctuations of spins in these systems were suggested to be negligible in previous theoretical studies [START_REF] Hasegawa | A spin fluctuation theory of degenerate narrow bands-finitetemperature magnetism of iron[END_REF][START_REF] Kakehashi | Patoary M 2011 First-Principles Dynamical Coherent-Potential Approximation Approach to the Ferromagnetism of Fe, Co, and Ni[END_REF].

Parameterization

The model (1) was first parameterized for ij J of the magnetic part by using a set of energy differences between two configurations of distinct magnetic states but with the same atomic configuration, i.e. E ∆ which contains only the magnetic contribution.

( )
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here, ( )

i j M M ∆
uuu ruuur is the difference of the scalar product i j M M uuu ruuur between two different magnetic states. By performing DFT calculations for different bcc Fe, Co, and Fe-Co structures, a set of Eq. ( 4) was constructed, and a least squares fitting was performed to obtain the ij J parameters.

First, JFe-Fe (JCo-Co) parameters were determined for magnetic properties in pure Fe (Co) systems.

Then these parameters were used in equations for Fe-Co systems to determine JFe-Co.

After obtaining the exchange-coupling parameters ij J , the chemical interaction parameters ij V were deduced by considering the mixing enthalpies of some Fe-Co structures, including special quasi-random structures which are useful to describe the equilibrium state of Fe-Co at high temperatures and the B2 phase which is known as the most stable structure at low temperatures.

These mixing enthalpies are defined as [START_REF] Amara | Aluminum and vacancies in α-iron: Dissolution, diffusion, and clustering[END_REF] mix .

. It is worth mentioning that in this work, to make an efficient parameterization using equations ( 4) and ( 5), we selected a set of important (most relevant) structures that could be enough to represent the overall behavior of most structures. There is a total of 48 configurations (atomic + magnetic) used for the fitting which include primitive unitcells, double layers and triple layers structures for pure Fe and Co; For Fe-Co structures: SQSs, ordered structures (B2, B32, cI16, D03) were selected; And these structures were considered with different magnetic states: ferromagnetic, anti-ferromagnetic, and certain disordered-magnetic structures."
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In the EIM Hamiltonian (1), the magnetic interactions (via ij J ) are considered up to the 5-th neighboring shell of each atom, which is demonstrated to be sufficient for the precise description of the magnetic properties [START_REF] Lavrentiev | Magnetic cluster expansion model for random and ordered magnetic face-centered cubic Fe-Ni-Cr alloys[END_REF]. Thus, it requires to know of 15 ij J parameters corresponding to Fe-Fe, Co-Co and Fe-Co pair interactions. The chemical-interaction range is commonly shorter than that of magnetic interactions. Therefore, to keep the model as simple as possible in order to reduce the computational cost of MC simulations, the chemical interaction was limited to only the first and second nearest neighbor shells. Please note that, in bcc structures, the first and second neighbor distances are very similar. And thus, there is a total of 6 ij V parameters.

In summary, all ij V and ij J parameters of the Hamiltonian (Eq. 1) were defined by fitting to the DFT data of a variety of bcc Fe, Co, and Fe-Co structures and in different magnetic states to ensure that the model has the capacity to describe physics at both 0 K and high temperatures. The set of parameters is given in Table I.

First-principles calculations and Monte Carlo simulations

Density functional theory methodology

The DFT calculations were carried out using plane-wave basis sets and projector augmented wave (PAW) potentials, as implemented in the Vienna Ab-initio Simulation Package (VASP).

[ [START_REF] Kresse | Ab initio molecular dynamics for liquid metals[END_REF][START_REF] Kresse | Efficiency of ab-initio total energy calculations for metals and semiconductors using a plane-wave basis set[END_REF][START_REF] Kresse | Efficient iterative schemes for ab initio total-energy calculations using a plane-wave basis set[END_REF][START_REF] Kresse | From ultrasoft pseudopotentials to the projector augmentedwave method[END_REF] The GGA-PBE functional was utilized [START_REF] Perdew | Generalized Gradient Approximation Made Simple[END_REF]. The calculations are spin polarized within the collinear approximation. The criterion of 10 -6 eV was employed in electronic self-consistent loops. The studied structures were fully relaxed until the forces on atoms being less than 0.01 eV/Å and stresses on the cells being smaller than 5 kbar. The plane-wave energy cut-off of 400

eV was chosen to have a good convergence of energetic, magnetic and structural properties. The Methfessel-Paxton smearing function with a width of 0.1 eV was used. The Brillouin zones were sampled by the Monkhorst-Pack method [START_REF] Monkhorst | Special points for Brillouin-zone integrations[END_REF] with a k-mesh of 16×16×16 for the simple cubic unit cell and an equivalent grid for a supercell: for example, a k-mesh grid of 4×4×4 was used for a supercell of 4×4×4 containing 128 atoms.

In this study, special quasi-random structures (SQS) were employed in DFT calculations to mimic disordered systems. The method used to generate the SQSs is described in detail in Ref. [START_REF] Tran | Predicting magnetization of ferromagnetic binary Fe alloys from chemical short range order[END_REF]. All the SQSs and the partially ordered structures of bcc Fe-Co are represented by 128-atom supercells, while the cells used for the ordered phases of Fe-Co and pure bcc Co, Fe are case dependent, for example, conventional unit cells of 2 atoms were used for pure bcc Co, Fe and a bcc Fe-Co B2.

Monte Carlo simulation setup

In this study, MC simulations were performed using the EIM (Eq. 1) for studies at finite temperatures. Two types of equilibrations were considered with MC simulations: (i) Spin equilibration at a given atomic configuration, which is referred as spin MC simulations; (ii)

Coupled magnetic and chemical equilibrations (barely spin-atom MC) which allow both spin variations and the exchange of position between pairs of atoms.

Both spin variations and atom exchanges are controlled by the Metropolis algorithm assuming the Boltzmann statistics.

In MC simulations, we used bcc systems of 16000 atoms (20×20×20 supercells) which were checked to be sufficiently large to ensure the convergence of energy and magnetization. Such a size of bcc systems for MC simulations was also used in previous studies [START_REF] Lavrentiev | Magnetic cluster expansion model for random and ordered magnetic face-centered cubic Fe-Ni-Cr alloys[END_REF][START_REF] Lavrentiev | Magnetic cluster expansion model for high-temperature magnetic properties of iron and iron-chromium alloys[END_REF][START_REF] Lavrentiev | Magnetic cluster expansion simulations of FeCr alloys[END_REF]. The initial disordered structures (the A2 phase) were generated by randomly replacing Fe atoms by Co atoms in the bcc box. All the obtained A2 configurations show chemical SROs smaller than 10 -4 for all neighbour shells and the chemical LRO almost equal to zero. We also verified that various random configurations at a given Co concentration lead to the same results in terms of energy and magnetization.

For the spin equilibration, about 2.0×10 8 MC steps (number of spin variation attempts) were used to get convergence at each temperature.

Regarding the spin-atom equilibrations, two-stage simulations were carried out: (i) a spin equilibration was performed for the initial atomic configuration, (ii) a spin-atom equilibration runs with about 1.5×10 6 to 3.0×10 6 MC atom exchange steps. After each exchange attempt of a pair of atoms, about 10 3 spin MC steps were performed some globally in the supercell and others locally to ensure the equilibrium state of the spin configuration corresponding to the new atomic configuration.

It is worth mentioning that MC simulations were performed at a given temperature to find the corresponding equilibrium state, and then the simulation at the next temperature starts from the converged spin and atomic configurations of the previous temperature. This procedure helps to speed up the reach-to-equilibrium of the system at successive temperatures.

Order parameters

In this study, several concepts are used to quantify the magnetic and chemical order of the studied systems. Chemical short-range order (chem-SRO) is widely employed and particularly useful to characterize solid solutions where chemical long-range ordering (chem-LRO) is missing.

However, the temperature evolution of chem-LRO is used to monitor the chemical phase transition from an ordered to a disordered state or vice versa. Similarly, magnetic short-range order (mag-SRO) and long-range order can also be defined to characterize magnetic structures.

The latter is actually the magnetization for ferromagnetic systems.

Chemical short-range order:

To determine the chem-SRO parameters of an alloy composed of two species A and B with a given arrangement of atoms, first, a local order parameter is defined by the Warren-Cowley formula: [START_REF] Cowley | An approximate theory of order in alloys[END_REF][START_REF] Martinez | Simulations of Decomposition Kinetics of Fe-Cr Solid Solutions during[END_REF] ( ) α over all the B atoms:
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Chemical long-range order:

Chem-LRO is simply defined as follows [START_REF] Prasad | Journal of Magnetism and Magnetic Materials Study of the effect of magnetic ordering on order -disorder transitions in binary alloys[END_REF] 1 2

A A A LRO c c = -, (8) 
where

A LRO is the chem-LRO of the species A, 1 1 1 / A A c N N = and 2 2 2 / A A c N N =
are the concentrations of the A atoms in two inequivalent sub-lattices 1 and 2 of the bcc crystal structure,

respectively. 1 2 / 2 N N N = =
where N is the total number of sub-lattice sites. It is also worth noting that

B A LRO LRO = .

Magnetic short-range order:

We define the local magnetic ordering parameter of a Fe atom as follows

( ) ( ) 1 / . if 0 0 if =0 n Fe Fe i i j i j i i i i i N Fe Fe Fe Fe n n Fe Fe Fe Fe n j Fe Fe n n Fe Fe Fe Fe M M M M N N N β β - - - = - - -   = ≠    =   ∑ uuuuruuuuu r uuuur uuuuu r , (9) 
where i n Fe Fe β -is the magnetic ordering parameter of Fei. It represents the spin-spin correlation between the i-th Fe atom and its Fe neighboring atoms in the n-th shell.

i n Fe Fe N -is the number of Fe neighboring atoms in the n-th shell of the atom Fei. Mag-SRO of Fe-Fe interactions is then defined as

1 Fe i n N Fe Fe n Fe Fe i Fe N β β - - = = ∑ , ( 10 
)
with Fe N is the number of Fe atoms in the system.

A similar definition of the mag-SRO is applied for Fe-Co and Co-Co magnetic couplings.

For example, the ordered B2 structure has chem-SRO equal to -1 and 1 for the first and second shells, respectively, while its chem-LRO is equal to 1. The ideal SQSs have both chem-SRO and chem-LRO equal to zero. While the ferromagnetic systems have mag-SRO equal to 1 for every shell, and the perfectly paramagnetic (PM) ones have mag-SRO equal to 0.

EIM-based results and discussions

Accuracy of the parameterization

The quality of the model (Eq. 1) parameterization is firstly verified by checking its capacity to reproduce the energy difference ( E ∆ ) between any two distinct magnetic states of a same atomic configuration. A comparison between the E ∆ obtained by the model and from DFT is displayed in Fig. 1. Most of the data points follow the diagonal line, showing an overall accuracy of the magnetic part. Only a couple of points deviate from the diagonal line, which indicates an overestimation by the model of the energy of a few high-energy magnetic states such as the antiferromagnetic and certain disordered-magnetic systems. It is worth mentioning that in our DFT calculation, disordered-magnetic structures are systems that contain some random (but still collinear) distribution of spins with the two possible orientations, they are commonly high energy systems compared to the magnetic ground state (FM). They may be relevant to some partially disordered-magnetic states that occur only at high temperatures in bcc Fe-Co.

Then, the parameterization of the model including both the magnetic and chemical parts is validated by comparing the mixing enthalpies of bcc Fe-Co from DFT and the model for 0 to 70% Co. To this end, we used the same DFT predicted atomic magnetic moments for the EIM. It is shown in Fig. 2 that the mixing enthalpies of the disordered structures (SQSs) by the model (red symbols) are in very good agreement with the DFT data (black symbols). Moreover, the results for the B2 structure are in excellent agreement between the two methods. Although the ordered structure D03-Fe3Co was not included in the fitting of the chemical part, we checked that its mixing enthalpy obtained by the model in combination with spin MC simulation at 1 K is -0.0653 eV/atom, which is in very good agreement with DFT result of -0.0625 eV/atom. This suggests the reliability of the model on the prediction of thermodynamic properties of the Fe-Co alloys at various temperatures that will be discussed in more detail below. As can be seen, both the DFT and the model exhibit negative mixing enthalpies of Fe-Co structures, which demonstrate a strong mixing tendency of Fe and Co atoms. Additionally, the B2 phase is more stable than the disordered one at 0 K.

Please note that in this paper, the atomic percentage is used to denote the composition of an alloy, and for the sake of simplicity, the prefix "at." is not explicitly written.

Concerning the magnetic properties, the model can be further validated by combining with spin MC simulations to obtain the magnetization of the Fe-Co structures at very low temperature (for example, at 1 K) and comparing them with the DFT results at 0 K. In Fig. 3, the average moment of each species Fe and Co as well as the total magnetization are shown for the disordered Fe-Co structures, which are often addressed as the A2 phase in the phase diagram. As can be seen, the results obtained by the model are in very good agreement with the DFT ones. Please note that the average magnetic moments of disordered structures obtained by DFT calculations have been confirmed to be in agreement with experiments in our previous study [START_REF] Tran | Predicting magnetization of ferromagnetic binary Fe alloys from chemical short range order[END_REF]. As observed from Fig. 

Prediction of finite-temperature properties

The use of the EIM in MC simulations allow us to predict a variety of properties at finite temperatures. In this section, several magnetic and thermodynamic properties of bcc Fe-Co systems are examined and discussed.

Magnetic and thermodynamic properties at a given atomic configuration

Magnetic transition and the Curie temperature

The magnetization of the disordered Fe-Co structures at high temperatures is predicted by the EIM and MC and shown in Fig. 4(a), while the average moments of Fe and Co species are represented in Fig. 4(b). As can be observed, the average moments of Fe and Co drop at high temperatures, leading to a lower magnetization. Such results could be understood as at high temperatures spins fluctuate strongly and the Fe-Co system transforms from the ferromagnetic state to the paramagnetic one.

By quantifying the magnetization as a function of temperature, the Curie temperature Tc of a system can be determined when a sharp drop of magnetization is observed.

In Fig. 5, the magnetization curves are shown for bcc Fe, bcc Co, and bcc Fe-Co B2 and A2 at 50% Co. At first glance, within this model, the Curie points of the bcc Fe and Co systems are very close to each other and around 1100 K. While, the Fe-Co structures exhibit higher Curie temperatures, and the Tc of the B2 is predicted to be larger than that of its A2 counterpart.

The determination of the Curie temperature may involve a significant uncertainty, because, due to the finite-size of the simulation box, the obtained magnetization does not drop sharply to zero at Tc. Several methods have been proposed, either using the inflection point of the magnetizationtemperature curve [START_REF] Chui | Investigating the magnetovolume effect in isotropic bodycentered-cubic iron using spin-lattice dynamics simulations[END_REF][START_REF] Xie | Unambiguous determining the Curie point in perovskite manganite with second-order phase transition by scaling method[END_REF] or the peak of the temperature evolution of the heat capacity [START_REF] Lavrentiev | Magnetic cluster expansion simulations of FeCr alloys[END_REF][START_REF] Connelly | Specific Heat of Nickel near the Curie Temperature[END_REF].

However, these methods require a very dense sampling of the magnetization around the magnetic transition, therefore, computationally demanding. Alternatively, the fitting method using a power law has been widely used to determine Tc [START_REF] Carvalho | Room temperature structure and multiferroic properties in Bi 0.7La0.3FeO3 ceramics[END_REF][START_REF] Yang | Realization of high Curie temperature ferromagnetism in atomically thin MoS2 and WS2 nanosheets with uniform and flower-like morphology[END_REF][START_REF] Fuh | Newtype single-layer magnetic semiconductor in transition-metal dichalcogenides VX2 (X = S[END_REF]. All the data points of the magnetization before Tc are less affected by the finite-size effect and can be used to fit the following expression:
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M T are the magnetizations at 0 K and the temperature T, respectively. A non-linear fitting can be used to define β and Tc.

By using this power law (Eq. 11), Tc = 1065 K is determined for pure bcc Fe in very good agreement with the experimental value of 1043 K [START_REF] Bozorth | Ferromagnetism[END_REF]. Although the bcc phase of Co does not exist in nature, the model predicts that Tc of this system is about 1077 K, which is lower than the Tc (1400 K) of the fcc Co system [START_REF] Bozorth | Ferromagnetism[END_REF].

For Fe-Co systems, Tc are obtained to be respectively 1316 K and 1461 K for the 50% Co A2 and B2 structures. Similar calculations were also performed for other Co concentrations. The results allow us to obtain the magnetic phase diagram of bcc Fe-Co alloys (Fig. 6). The experimental data extracted from Ref. [START_REF] Jacobs | Raising the Curie point in the iron-cobalt-(aluminum) system[END_REF] containing data from Bozorth [START_REF] Bozorth | Ferromagnetism[END_REF], Hansen [START_REF] Hansen | Constitution of Binary Alloys[END_REF] and Forrer [START_REF] Forrer | Le problème des deux points de Curie[END_REF] were also added for a comparison. However, please note that these experimental Curie temperatures may not come from direct measurements, but obtained by data extrapolations [START_REF] Forrer | Le problème des deux points de Curie[END_REF].

They roughly coincide with the bcc-fcc transition temperatures for a large range of Co concentrations. As can be seen, the Curie points obtained by our model via MC simulations are in good agreement with the experimental data, with the highest discrepancy not exceeding 100 K, which is within a reasonable margin of error of an effective model for magnetic transitions. The obtained result is also fully compatible with the equilibrium phase diagram, in which the bcc (B2 and A2) phases present a FM state while the fcc phase presents a PM state. Our predicted Tc is found to increase significantly, from around 1060 K to above 1220 K, in the range from 0 to 20% Co, then it increases to the maximum value of about 1340 K at 40% Co before decreasing.

Mixing enthalpies and magnetic moments at finite temperatures

Mixing enthalpy at finite temperatures is also examined. In Fig. 7, the mixing enthalpies of the disordered Fe-Co structures are presented for several temperatures: namely low (1 K), intermediate (700 K) and high (1000 K, 1500 K) temperatures. As can be seen, the mixing enthalpies decrease slightly when temperature increases from 1 K to 700 K. At higher temperatures, the variation is more visible as the mixing enthalpies drop faster when temperature varies from 700 K to 1000 K. Interestingly, the trend is inversed as the mixing enthalpies increase with temperature from 1000 K to 1500 K, in the paramagnetic regime. It is also worth noting that the mixing enthalpy curve presents a minimum around 40% Co at 1 K and this minimum slightly shifts to a lower concentration of Co when temperature increases. For all the studied temperatures, the mixing enthalpies remain negative.

In order to better understand these variations, in Fig. 8(a), the mixing enthalpy of several disordered (A2) and an ordered (B2) Fe-Co structures are shown as a function of the temperature.

The mixing enthalpies are found to decrease just slightly at low temperatures, below 700 K, and then drop more rapidly in the range from 700 K to 1100 K. Above 1100 K, the enthalpies increase back. As can be observed, all the curves reach a minimum at about 1100 K. In fact, this can be understood as at this point, the energy curves of Fe and Co systems change the curvature as can be seen from the lines with red and blue symbols in the inset of Fig. 8 (b). The change of total energy of each system (pure Fe, pure Co and Fe-50%Co A2) with respect to the respective 1 K value is shown in the main panel of Fig. 8(b). At low temperatures, the change of energy in all the three systems is almost the same, it leads to the almost unchanged mixing enthalpy as defined by Eq. ( 5). In the range from 700 K to 1100 K, the change in the energies of the pure Fe and pure

Co is faster than that in the Fe-Co system due to the strong magnetic disordering near the magnetic phase transition in the pure systems (1065 K for Fe and 1077 K for Co). As a result, the mixing enthalpy decreases (Fig. 8(a)). Above 1100 K, the energies of the pure Fe and Co systems tend to saturate, while the one of the Fe-Co grows up more rapidly as this system goes closer to its Curie point and thus the mixing enthalpy increases back. Similar results are observed in disordered Fe-Co alloys with other Co contents.

B2-A2 phase transition

In this section, the spin-atom MC simulations considering both spin variations and exchanges of atom positions are applied. Such treatment allows us to consider the interplay between the magnetic and the chemical order/disorder, and in particular the role of magnetism in the chemical phase transition.

Mixing tendency of Fe-Co systems

As revealed by experiments [START_REF] Wang | Mixing enthalpy of liquid Fe-Co-Ti alloys[END_REF] and from the negative mixing enthalpies predicted by DFT and the present model at 0 K (Fig. 2), Fe and Co atoms have a strong mixing and ordering tendency.

In order to provide a correct thermodynamic description, we first verify that the coupled spinatom MC simulations at low temperatures are able to capture these two features of Fe-Co systems.

To observe the mixing tendency via the MC simulations, one of the most convenient starting structures is the Fe-Co bi-phase system as illustrated in Fig. 9 (a). In the following subsections, the spin-atom MC simulations are applied to search for the equilibrium chemical and spin configurations for a given Co concentration at finite temperatures.

The chemical order-disorder transition can be determined by following the variation of chemical-LRO as a function of temperature.

B2-A2 phase transition within a fixed magnetic state

First, we examine the role of different magnetic states in the B2-A2 ordering phase transition.

The spin-atom MC simulations were performed with imposing a magnetic state: either the ferromagnetic, the paramagnetic or the nonmagnetic state. For all temperatures, such states were obtained by constraining the direction of the magnetic moments to be all parallel (FM) or fully random (PM). The nonmagnetic state was obtained by simply setting all the moments equal to zero. We focus on the case of Fe-50%Co.

Within the ferromagnetic (FM) state

In Fig. 10, the curve (1) was obtained by constraining the magnetic state at the FM one, which is the magnetic ground state. Within this state, the chemical phase transition temperature TB2-A2 is found to be 800 K. It is worth mentioning that the chemical-LRO curves are not well fitted to the power law (Eq. 11). Therefore, the TB2-A2 was determined using the inflection point of each curve.

This order-disorder transition temperature predicted by the model and MC simulations is found to be lower than the experimental one (about 1000 K) [START_REF] Massalski | Binary alloy phase diagrams[END_REF]. However, it is worth mentioning that this result is consistent with an estimation based on our DFT data, in which the B2-A2 transition point can be approximately determined by the crossing temperature of the Gibb free energies of formation of B2 and A2 structures with 50% of Co. The DFT results are shown as an inset in Fig. 10 and the crossover is found at 720 K. The DFT calculations were carried out within the perfect ferromagnetic state and the Gibbs free energy of formation is defined as

. f f f G H T S ∆ = ∆ -∆ , ( 12 
)
where f H ∆ , f S ∆ are respectively the enthalpy and the entropy of formation. The latter includes the ideal configurational and the vibrational contributions. Although the crossover temperature is independent of the reference states used, the FM bcc Fe and hcp Co systems were adopted. The calculated vibrational entropies per atom at room temperature for bcc Fe, hcp Co, bcc Fe-Co B2 and A2 (50% Co) are 3.05 kB, 3.33 kB, 3.25 kB, and 3.31 kB, respectively which are in good agreement with experimental values of 3.18 kB (bcc Fe), 3.27 kB (hcp Co), 3.18 kB (B2) and 3.20 kB. (A2 50% Co) [START_REF] Lucas | Effects of chemical composition and B2 order on phonons in bcc Fe-Co alloys[END_REF]. Here kB is the Boltzmann constant.

Two main features may be at the origin of the rather small difference between the DFT and the model predicted transition temperature (80 K): (i) some chemical disorder (resp. order) can appear in the B2 (resp. A2) phase just below (resp. above) the transition temperature, and (ii) the presence of non-ideal configurational entropy. Both of them are not included in the DFT but in the model + MC determination. On the other side, we propose that the more significant underestimation of the B2-A2 transition temperature by both the DFT and the MC simulations with an imposed ferromagnetic state is mainly because some magnetic entropy, already emerged around 800-1000 K (Fig. 7), are not considered in these approaches.

Within the paramagnetic (PM) state

In Fig. 10, the curve (2) was obtained by constraining the magnetic state at a fully paramagnetic one. As shown, the chemical-LRO is found to be visibly lower than 1 even at very low temperatures (near 0 K). This indicates that the Fe-50%Co B2 phase is not stable within the paramagnetic state. By comparing the curves ( 2) and (1) near 0 K, it suggests that the ferromagnetic order stabilizes the B2 phase at low temperatures and it, in fact, stems from a lower magnetic energy of this phase compared to that of the A2 one at temperatures near 0 K as seen in Fig. 8(a).

Within the non-magnetic (NM) state

Another prediction from the model and MC simulations is given for the case of non-magnetic structures. In this case, only the non-magnetic part of the EIM plays a role in the chemical phase transition, that is, with magnetic energy and entropy are missing. The resulting transition temperature is around 1150 K for Fe-50%Co (curve (3)), which is higher than the one obtained by experiments (1000 K). This result is in qualitatively agreement with the previous study by Prasad et. al. [START_REF] Prasad | Journal of Magnetism and Magnetic Materials Study of the effect of magnetic ordering on order -disorder transitions in binary alloys[END_REF].

B2-A2 phase transition with spin equilibration

All the three curves (1), ( 2) and (3) in Fig. 10 reveal that the magnetic state and the magnetochemical coupling strongly influence the chemical transition. Thus, it is necessary to do a full equilibration of both chemical and spin degrees of freedom in order to accurately predict the transition temperature.

The (4)-green curve in Fig. 10 represents the obtained chemical-LRO. The transition temperature TB2-A2 is found at 1050 K for the Fe-50%Co alloy, in very good agreement with the experimental data of about 1004 K. To ensure that the obtained transition temperature does not depend on the starting atomic and spin configurations, we performed simulations from the B2 phase at a low temperature (1 K) towards high temperatures, and then from a perfectly random A2 phase at a very high temperature (1900 K) towards low temperatures (blue curve). The slight mismatch of the two curves in Fig. 10 is due to a numerical error.

It is worth mentioning that the present model and other interaction models do commonly not include either explicitly or implicitly the contribution of the lattice vibration. Nevertheless, our model still provides a satisfactory prediction of the transition temperature. This is because in Fe-Co systems, the vibrational entropies of the B2 and the A2 structures are found to be only slightly different. For instance, 3.25 kB, per atom for the B2 and 3.31 kB for the A2 phase, at 50% Co.

Thus, the effect of the lattice vibration can be negligible in the B2-A2 phase transition of the bcc Fe-Co structures.

By carrying out spin-atom equilibrations for other Co concentrations, the transition temperature is also determined as a function of the Co concentration and compared to experiment data [START_REF] Massalski | Binary alloy phase diagrams[END_REF]. An excellent agreement can be seen in Fig. 11. Together with the predicted Curie temperatures shown in Fig. 6, the present model, although rather simple, is able to predict simultaneously very satisfactory magnetic and chemical phase diagrams for a broad range of temperature and the alloy concentration.

Magnetism with coupled spin-atom equilibration

Fig. 12 (a) presents the magnetization with a fully coupled spin-atom equilibration as a function of temperature (blue line). The magnetization curves of the fixed 50%-Co B2 and A2 structures are also shown for comparison. As can be seen from the blue curve in Fig. 10 (a), at the chemical transition temperature TB2-A2 = 1050 K, the magnetization is still significantly large. Indeed, at this temperature, Both B2 and A2 structures are still in the ferromagnetic state. As expected, at low temperatures, the blue curve almost coincides with the B2 one while above the order-disorder transition temperature, this curve is well identical to the one of the A2 structure. Interestingly, the second crossover of the magnetization curves of the B2 and A2 phases (see Fig. 5) is identical to the chemical transition temperature obtained from the full spin-atom equilibration.

Mag-SRO is also examined to understand local correlations between magnetic moments. In Fig.

12 (b), the mag-SRO parameters of the Fe-Fe, Fe-Co and Co-Co pairs for the 1 st and 2 nd neighboring shells are shown. They are all positive (ferromagnetic interaction) for the temperatures considered, even beyond the Curie temperature. The 1 st shell Fe-Fe interactions for all the temperatures and the 2 nd shell Co-Co interactions below the B2-A2 transition present the highest values. Interestingly, at the chemical transition temperature, all the mag-SRO curves present either a kink or a change of curvature. In addition, the behavior of the 4 th shell is similar to the one of the 1 st shell, while the behaviour of the 3 rd and 5 th shells are similar to that of the 2 nd shell, for this and all other Co concentrations studied.

The effect of an external magnetic field on phase transitions

An external magnetic field is widely used as a versatile excitation to tune magnetic properties of materials [69,70]. In this section, the magnetic field is introduced into the EIM to investigate the impact of the field on the magnetic and chemical phase transitions of Fe-Co systems.

In the presence of a magnetic field, the Hamiltonian (Eq. 1) is modified by adding the Zeeman term as

' Zeeman H H H = + , (13) 
with

Zeeman B i i H g B M µ = - ∑ ur uuu r , ( 14 
)
in which g is the Landé factor and takes the value of 2.0 [START_REF] Vernyhora | Monte Carlo investigation of the correlation between magnetic and chemical ordering in NiFe alloys[END_REF]. Here we consider the case of a constant field.

4.3.1

The effect around the zero-field magnetic transition at a given atomic configuration First, we consider the effect of the magnetic field around the Curie temperatures of pure bcc Fe and disordered Fe-Co with 50% Co. It is noted that Chui et al. [START_REF] Chui | Investigating the magnetovolume effect in isotropic bodycentered-cubic iron using spin-lattice dynamics simulations[END_REF] have examined this effect for pure bcc Fe using spin-lattice dynamics. In Fig. 13 (a), the magnetization of the pure Fe system under different constant magnetic fields is shown. It is clearly observed that the magnetic field increases the magnetization at all finite temperatures and the effect is stronger at high temperatures, particularly just above the zero-field Curie point. As expected, a stronger field induces a higher magnetization at the same temperature. Such behaviors are consistent with the fact that magnetic fields tend to align the magnetic moments to the direction of the field, thus, they impact more strongly on magnetically disordered than on ferromagnetic states. This observation is similar to what obtained in the spin-lattice dynamics study [START_REF] Chui | Investigating the magnetovolume effect in isotropic bodycentered-cubic iron using spin-lattice dynamics simulations[END_REF]. We also find a similar effect on the A2 (50% Co) Fe-Co structure as displayed in Fig. 13 (b). The enhancedferromagnetism is also seen from the magnetic SRO parameters. Fig. 13 (c) displays the firstneighbor mag-SRO for Fe-Fe, Fe-Co and Co-Co interactions in the Fe-Co A2 structure. It reveals that the mag-SRO is enhanced at all temperatures and the most remarkable effect is observed around the Curie point (1316 K with zero field). The same behavior is also seen for farther neighbor shells and in pure bcc Fe.

The field-induced enhancement of magnetization is found to be almost linear with respect to the increase of the field strength as shown in Fig. 13(d). Interestingly, it is found at all temperatures that with the same field strength, the average moment of the Fe atoms in the Fe-Co system increases more strongly than that of the Co atoms in the same systems, as can be observed from the lines with square (Fe) and triangle (Co) symbols in Fig. 13 (d). This result may be associated to the electronic properties of Fe and Co atoms in pure and Fe-Co systems where Co has an essentially saturated magnetism, while Fe can still enhance its magnetism in the presence of excitations, by for example, shifting down the highest peak in the majority-spin states of Fe atoms towards the Fermi level in Fe-Co structures [START_REF] Tran | Predicting magnetization of ferromagnetic binary Fe alloys from chemical short range order[END_REF].

It is also worth noting that, below the Curie temperature of pure Fe (e.g. at 1000 K), Fe moments in pure Fe increase faster than those in the Fe-Co systems with increasing field strength, as seen in Fig. 13 (d), from the dot black line with the filled diamond symbols. This feature can be understood as the field induces a stronger impact on the more disorderly magnetic system and it is also consistent with the magnetic disordering in pure Fe and Fe-Co observed in Figs. 13 (a), (b) and (c). In contrast, at high temperatures near the Curie point of the Fe-Co systems, e.g. at 1500

K the enhancement in the moment of the Fe atoms in pure bcc Fe is slower than that of the counterpart in the Fe-Co systems, which is reflected by the solid black line with the filled diamond symbols in Fig. 13 (d).

The effect on the B2-A2 chemical transition temperature

As shown above in Fig. 10, magnetism plays a vital role in the order-disorder transition temperature TB2-A2. While a magnetic field has a significant influence on the magnetic order of the structure. Therefore, it is worth investigating the effect of magnetic fields on the chemical phase transition in Fe-Co alloys.

To this end, we performed MC simulations for Fe-50%Co systems, starting with the B2 structure at low temperatures. Both the spin and chemical configurations are equilibrated at each temperature in the presence of a magnetic field. The resulting chemical long-range-order evolution is presented in Fig. 14. Interestingly, the chemical transition is almost unaltered by the considered fields. This observation is similar to the finding in Fe-Ni alloys subjected to a magnetic field [START_REF] Vernyhora | Monte Carlo investigation of the correlation between magnetic and chemical ordering in NiFe alloys[END_REF]. In fact, this result can be understood as the order-disorder transition temperature (1050 K) is sufficiently lower than the Curie point, where the effect of the magnetic fields on the magnetization is weak (Fig. 13 (b)).

Conclusion

We have proposed an ab-initio based effective interaction model for the study of magnetism, thermodynamics, and their interplay in body-centered cubic Fe-Co alloys, with Co content from 0 to 70%. This model consists in a pairwise magnetic and a chemical-interaction term. For the former, a Heisenberg formalism is adopted. But, we go beyond the conventional formalism to account for the variation of the spin magnitude of each Fe atom as a function of its local chemical environment, as predicted by DFT.

The current model has successfully reproduced the energetic landscape and the ground-state magnetic moments of both ordered (B2) and disordered (A2) Fe-Co systems, as obtained by DFT. Moreover, in combination with atomic Monte Carlo simulations, the obtained Curie and chemical B2-A2 phase transition temperatures were found to be in good agreement with available experimental data for a wide range of concentration (0 to 70% Co). A strong dependency of the chemical transition temperature on the magnetic configuration is evidenced. In particular, the stability of the B2 phase at low and intermediate temperatures are clearly favored by the ferromagnetism. In addition, we pointed out a much more important effect of magnetic rather than vibrational entropy on the chemical phase transition temperatures. The above-mentioned findings attest the ability of this model to predict diverse magneto-energetic properties in stable and metastable bcc Fe-Co structures at any given temperature, which is useful to compare with and to interpret experimental results. Furthermore, the present model serves as a basis of a kinetic model which includes the presence of vacancies, in order to predict Fe and Co diffusion coefficients as a function of temperature and Co concentration via the vacancy mechanism. The approach is proved to be very promising in dilute Fe-Cu systems in a previous study [71]. Please note that the significant magnitude increases of Fe magnetic moments, next to a vacancy, can be easily captured by the present Heisenberg-like magnetic model.

In addition, we found a significant effect of an external magnetic field to enhance the magnetization and the magnetic short-range orders, even below the Curie point, But, the B2-A2 transition temperatures are unaltered with fields with a commonly accessible strength. This finding is similar to the case of order-disorder transition in fcc Fe-Ni alloys. 

  in which FeCo ε is the energy per atom of the Fe-Co structure and , Co Fe ε ε are the energies per atom of the pure bcc Co, Fe systems, respectively. Co X and Fe X are the atomic fractions of Co and Fe in the Fe-Co structure.

α

  is the parameter calculated for the n-th neighboring shell of a B atom, atoms in the n-th neighboring shell of the B atom. n Z is the total number of atoms in the n-th shell. In bcc structures,1 8 Z = , 2 6 Z = and so on. B X is the global concentration of the B atoms in the alloy. The chem-SRO parameter (on the B atoms) is defined as the average of the individual i n B

Fig. 9 (

 9 b) is a snapshot of the atomic configuration after 400 atom exchange steps and Fig.9(c) is the one obtained after 5400 atom exchange steps where Fe and Co atoms are clearly observed to be fully mixed and the disordered A2 phase is formed. After 205400 atom exchange steps (Fig.9(d)), a highly ordered structure is observed with chem-SRO equal to -0.8024 and 0.8013 for the first and second neighboring shells, respectively which are close to those of the B2 structure (-1 and 1). Thus, the coupled spin-atom equilibration via MC simulations are confirmed to capture correctly the mixing and ordering tendency in Fe-Co structures.
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 12 Fig.1: Energy difference between two systems with different magnetic configurations but the same atomic structure: comparison between DFT and EIM results. For each system, the EIM adopted the DFT predicted magnetic moments.
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 34 Fig. 3: Magnetization of disordered structures obtained by the model (EIM) + MC simulations at 1 K, and compared with the DFT data.
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 5 Fig. 5: Magnetization as a function of temperature for different systems: pure bcc Fe (black), pure bcc Co (blue), bcc Fe-50%Co A2 (green) and B2 (orange).
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 6 Fig. 6: Curie temperature of the A2 phase as a function of Co concentration: the EIM + MC simulations versus experimental data [64].
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 78910 Fig. 7: Mixing enthalpy of the A2 phase as a function of concentration predicted for several temperatures by the EIM + MC simulations.

Fig. 11 :

 11 Fig. 11: B2-A2 transition temperatures obtained for different Co concentrations: the EIM + MC simulations versus experimental data [3].
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