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Abstract.  

Micro-compression tests were carried out on pillars of 60 µm in diameter, milled by plasma 

focused ion beam in porous Yttria-Stabilized Zirconia (YSZ) pellets. The fracture properties 

were determined over a wide range of porosities (33%-63%) for 8YSZ and at a given pore 

volume fraction of 63% for 3YSZ. The mechanical properties determined from testing were 

reproducible thanks to the homogeneity of the microstructures. The Young’s modulus was 

estimated as a function of the porosity from the unloading curve of tests stopped before 

fracture. The experiments conducted until the total rupture allowed measuring the 

compressive fracture strength, which was found to decrease when increasing the porosity. 

Specimen tested and unloaded just before the total fracture were cross-sectioned by focused 

ion beam - scanning electron microscope. A transition was detected from a brittle behavior, 

with macro-cracks parallel to the direction of solicitation, to a diffuse damage with micro-

cracks, when increasing the porosity.   

Keywords: porous yttria-stabilized zirconia, micro-compression, micro-pillar, compressive 

fracture strength, fracture mode.  
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1. Introduction 

Material fracture properties play a key role in the mechanical design of technological devices. 

The identification of their failure modes during usage is also essential to optimize their 

robustness and lifetime. In this frame, various studies have been already devoted to the 

fracture of porous ceramics. This class of functional materials can be used in many domains 

such as electronics, chemistry, biology and energy [1–5]. Porous ceramics are widely 

employed as they take advantage of the attractive properties of ceramic known to be stable in 

very aggressive environments [1–8]. They also exhibit a good thermal shock resistance and a 

low thermal conductivity. Moreover, ceramics are characterized by a low dielectric constant 

and they are highly resistant to corrosion, in particular to oxidation. These intrinsic 

characteristics of the dense ceramics can be combined to the properties of porous materials for 

many applications, including catalyst supports, filters, etc. Furthermore, the processing of 

porous ceramics has been significantly improved in the recent years [2,9,10]. Indeed, the 

volume fraction, distribution, orientation, size and shape of both solid and porosity phases can 

be nowadays exhaustively controlled during manufacturing. It is therefore possible to design 

the microstructure of a porous material in accordance with the targeted application.  

In the domain of energy, there is a growing interest for porous ceramics as multifunctional 

materials.  For instance, they constitute the key components of Solid Oxide Cells (SOC) used 

for fuel cell (SOFC) and electrolysis (SOEC) applications [11]. This technology operates at 

high temperature and provides very high efficiencies without the use of expensive electro-

catalyst [12].  SOC is composed of a dense electrolyte sandwiched between two porous 

electrodes [13,14]. The electrolyte is classically made of Yttria Stabilized Zirconia (YSZ) 

while the hydrogen electrode is a cermet of Nickel and YSZ (Ni-YSZ) [15,16]. YSZ exhibits 

a maximum in ionic conductivity to around 8.5-9 % molar of Yttria whereas a lower doping 

rate at 3 % molar of Yttria (3YSZ) provides a better mechanical robustness [13,17]. A 

zirconia stabilized with 8% molar of Yttria (8YSZ) is thus typically chosen for the electrolyte 

to ensure a high ionic conductivity. As the hydrogen electrode is generally used as the 

mechanical support for the cell, 3YSZ ceramic is sometime preferred for its better fracture 

properties despite its lower ionic conductivity as compared to 8YSZ.  

Despite the various advantages of the high-temperature technology, the SOC is still submitted 

to degradation phenomena that limit its lifetime. For instance, the cell is subjected to 

significant internal stresses due to the high operating temperature and the mismatch in thermal 

expansion coefficients between the SOC components. In particular, these thermomechanical 
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loadings can lead to a mechanical damage in the hydrogen electrode with the creation of 

micro-cracks within the YSZ backbone [18–21].  Moreover, the Ni in the hydrogen electrode 

is liable to re-oxidize into NiO in case of system failures such as the re-introduction of air 

during the system shutdown. Because of the Ni volume expansion upon re-oxidation, high 

tensile stresses are generated in the YSZ skeleton leading to the generation of micro-cracks 

[22–25]. It has been shown that the mechanical damage in the hydrogen electrode can affect 

significantly the overall cell performance [22,25–27]. In this frame, several studies have been 

already dedicated to assess the mechanical degradation of the hydrogen electrode and to 

quantify its impact on the global cell performances [23,28,29]. However, data on the fracture 

properties of YSZ ceramic as a function of its porosity is currently incomplete for the 

prediction of local fracture in the electrode. The toughness of the 3YSZ has been measured by 

double-torsion over a large range of porosity [30]. Nevertheless, the compressive fracture 

strength for the 8YSZ has been measured only at high porosity (65-77%) on millimetric 

macroscopic samples [31,32] whereas no data is available for the 3YSZ. As the thickness of 

the cermet substrate does usually not exceed 400 µm [33], a special care should be taken 

when using fracture properties measured at the macroscopic scale. Indeed, a change in the 

fracture strength and in the mechanism of fracture can occur when reducing the sample size. 

To date, no data is available on the mechanical properties of porous YSZ at small scale, even 

if micromechanical testing is becoming more common on other types of materials [34–37]. 

In the last decades, micro-mechanics has received ever increasing interest thanks to advances 

in sample manufacturing and preparation techniques such as electrodeposition and Focused 

Ion Beam (FIB) machining [38–40]. In the literature, sophisticated geometries such as micro-

cantilever and micro-tensile specimen have been tested under bending and tensile tests [41–

43] whereas micro-pillars have been tested under uniaxial compression [39,44]. To date, 

micro-compression testing has been conducted on dense materials such as gold, zirconia and 

metallic alloys, on composite such as wood, and porous metals such as silver [34,38,45–47]. 

To the best of our knowledge, the mechanical characterization of porous ceramics under 

micro-compression have never been addressed and thus adequate methods for the preparation 

of porous ceramic micro-pillars are yet to be developed.  

The aim of this work is to characterize the fracture properties of porous YSZ ceramic by the 

micro-compression testing of pillars with microstructures and dimensions representative of 

the SOC hydrogen electrode. The study was mainly focused on the characterization of the 

8YSZ material as a function of porosity (33-63%) while the behavior of 3YSZ was 
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complementarily investigated at high porosity (63%). In this objective, micro-pillars in porous 

8YSZ and 3YSZ were prepared and tested using a nano-indenter with a flat-punch diamond 

tip. Subsequently, the compressive fracture strength was measured as a function of the 

investigated porosity and material. The experimental results were then compared to the few 

available data obtained with macroscopic samples [31,32]. This comparison allowed 

addressing sample size effects on the compressive fracture strength. Finally, using a FIB - 

Scanning Electron Microscope (FIB-SEM), microstructural characterizations were obtained 

after the test to localize the cracks created within the micro-pillars. The fracture mode of the 

YSZ ceramic in compression was therefore discussed as a function of its porosity. 

 

2. Experiments and methodology 

2.1 Sample preparation 

Micro-pillars for the compression tests were milled in macroscopic porous YSZ pellets. The 

protocols of the sample preparation are detailed in the sections hereafter. 

 

2.1.1 Pellets at intermediate porosities (<50 %) 

To obtain samples at intermediate porosities (<50%), 8YSZ powder was partial sintered at 

different temperatures. A commercial Tosoh TZ-8YSB powder was first compacted under a 

uniaxial compression load of 156 MPa. The compacted pellets were then heated in air for five 

hours to reach the sintering temperature, which was maintained for one hour. Afterwards, all 

pellets were cooled down to room temperature during five hours. In order to change the pore 

volume fraction, four different sintering temperatures (i.e. 1270°C, 1230°C, 1200°C and 

1150°C) were selected based on the 8YSZ dilatometry curve, leading to pellets with different 

porosities. It should be noticed that several pellets were produced at each given sintering 

temperature. After sintering, the pellet dimensions were around 9 mm in diameter and 3 mm 

in thickness. To prepare the pellets for the compression test, their upper surfaces were 

mechanically polished. The protocol consisted in polishing the samples with a series of 

diamond suspensions down to 1 µm with a last step using a vibratory finishing machine 

(Struers tetra force 5). As a result, flat surface with limited roughness was obtained.  
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2.1.2 Pellets at high porosities (> 50 %) 

To obtain pellets at porosities higher than 50%, a typical Ni-8YSZ cermet support was used to 

complement the study. The protocol reported in Laurencin et al. [48] was used to remove the 

Ni from the 8YSZ backbone and is briefly reminded hereafter. Firstly, as the cermet is under 

its oxidized state after manufacturing, the NiO particles were reduced into Ni. For this 

purpose, the NiO-YSZ substrate was heated up to 800°C at a rate of 5°C.min
-1 

under a gas 

mixture of (2% H2+Ar). The substrate was then maintained under these reducing conditions 

for 48 h up to the complete reduction of NiO into Ni before being cooled down to room 

temperature. The substrate in reduced state was then treated two times in a solution of nitric 

acid (65% HNO3) for 4 hours at room temperature. This procedure completely removed the 

Ni, revealing the zirconia backbone. As a result, a highly porous 8YSZ sample was obtained.   

The same protocol was also applied on a Ni-3YSZ cermet support. The highly porous 3YSZ 

substrate obtained after Ni dissolution was used to compare the fracture properties with 8YSZ 

at a similar porosity. 

 

2.1.3 Porous micro-pillars 

The micro-pillars for the mechanical testing were milled in the porous 3YSZ and 8YSZ 

pellets using a Xe
+ 

plasma FIB (pFIB). The pFIB technology was chosen as it is able to form 

a high current beam allowing to etch specimens in a short time [49–52]. The target 

dimensions for the micro-pillars were chosen to fulfill specific criteria. Firstly, the size of 

pillar must be sufficiently large in order to be representative of the electrode microstructure 

and to neglect the influence of ion irradiation [35,49]. Knowing that the microstructural 

characteristic length is roughly estimated to 1 µm (cf. section 3.2), a diameter of at least 

40 µm is required to be representative of the investigated microstructures [53]. Secondly, an 

aspect ratio, defined as the ratio between the pillar height and its upper diameter, ranging 

between 2 and 3 is recommended in the literature for micro-compression testing [54,55]. 

Thirdly, the pillar section was also chosen considering the measurement range of the nano-

indenter force sensor to be able to reach the critical loading triggering the fracture. 

Considering all these constrains, the target dimensions of the micro-pillars were set to 60 µm 

in diameter and 130 µm in height. 
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Since ceramic zirconia is an electrical insulator, the milling was carried out under charge 

neutralizer atmosphere to evacuate the charges, and hence, to minimize ion beam shifting. 

The milling was performed at an accelerating voltage of 30 kV with a beam current of 0.47 

µA. This rather low current was chosen as a tradeoff to limit the so-called “curtaining effect” 

while keeping an acceptable milling time. Indeed, this “curtaining effect” is here promoted by 

the presence of porosities and absence of electron or ion beam assisted deposition layer when 

the milling is performed at a too high current, which degrades the external surface of the pillar 

[56]. In the present work, milling was conducted using circular pattern for a duration of about 

4 hours. It is worth noting that the Xe
+ 

beam has a Gaussian shape resulting to produce 

tapered pillars. This geometrical feature can have a significant impact on the compression 

testing by inducing a significant gradient in the stress field inside the pillar. Therefore, even if 

the taper angle is unavoidable, it can be minimized by an accurate beam control. In this work, 

micro-pillars with taper angle not exceeding 7° were successfully obtained (Fig. 1). It can be 

noticed that a milling current higher than 0.47 µA led to higher taper angle. 

With the idea of preparing several pillars in the same porous pellet, labelling each pillar was 

needed to identify them before testing. Thus, a silver coating was deposited on a small edge of 

the upper surface of the sample. To ensure a precise positioning of the indenter on the head of 

the pillar and to avoid any contact with the substrate surface during the compression, a trench 

of 100 µm surrounding the pillar was milled: this procedure results in a well of 260 µm 

with the micro-pillar at the center as shown in Fig. 1. Furthermore, the adjacent wells were 

milled at a minimal distance of 500 µm to neglect the influence of the surrounding pillars on 

the tested one as discussed in Camposilvan et al. [34]. 

 

2.2 Micro-compression testing 

The compression test was selected in this study for several reasons. As previously mentioned, 

the hydrogen electrode is submitted to complex loadings during the operation as well as in the 

case of Ni re-oxidation, leading to its mechanical damage. The fracture of the YSZ skeleton 

occurs in the regions subjected to tensile and bending stresses. In this view, the compression 

testing of porous YSZ specimens is relevant since it allows generating local tensile stresses in 

the microstructure. Besides, under compression, an approximately quasi-uniform macroscopic 

stress distribution is created within the micro-pillar facilitating the analysis of the test results. 
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The compression test was performed using a nano-indenter (G200, Keysight technologies, 

USA) equipped with a circular diamond flat punch tip of 100 µm in diameter associated to an 

optical microscope. This instrument is controlled by a set of parameters, which can affect the 

experimental results. Before starting the mechanical testing, calibration of the indentation set 

up is thus required. First, if the flat punch tip surface is not parallel to the top surface of the 

pillar, non-homogeneous stress distribution can be generated in the pillar with a flexure 

moment in addition to the solicitation in compression. Attention was thus paid to correct the 

misalignment between the flat punch tip and the pillar upper surface. For this purpose, the 

optical microscope was used to correct the tilt angle of the sample surface with respect to the 

punch tip. Secondly, attention was paid to calibrate the positioning of the indenter on the 

tested micro-pillar with the microscope. 

The compression testing was conducted under monotonic loading at a constant strain rate of 

0.05 s
-1

. As the diameters slightly increase from the top to the bottom in the tapered pillar, a 

non-uniform stress field is created under compression, with highest stress in the top surface of 

the pillar. The engineering stress-strain curve was thus computed from the load-displacement 

data based on the initial pillar geometry (i.e. top surface diameter and total height). 

In the present work, for each material tested (either 8YSZ or 3YSZ at a given porosity), at 

least five pillars were compressed until total failure to measure the compressive fracture 

strength. Complementary experiments on additional pillars consisted in stopping just before 

the samples collapse in order to detect the cracks created within the YSZ skeleton and thus to 

assess the material damage behavior. 

 

2.3 Microstructural characterizations  

The validation of the protocol applied for the preparation of porous YSZ samples (cf. section 

2.1) as well as the detection of the damage after testing were carried out using several 

microstructural characterization techniques.   

 

2.3.1 Scanning Electron Microscopy (SEM) observations   

After the sintering step, polished cross-sections of each material were observed by Scanning 

Electron Microscopy (SEM) to assess the microstructure homogeneity and to estimate the 

sample porosity. For this purpose, one sample from each batch was impregnated with an 
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epoxy resin to fill the pores, then subsequently cut and polished to prepare the cross-section 

for SEM imaging. As zirconia is an insulating material, a carbon layer was deposited on the 

sample surface to avoid charge accumulation during SEM observations. A Field Emission 

Gun – Scanning Electron Microscope (FEG-SEM Zeiss Merlin, Germany) was used for the 

imaging. The micrographs were acquired with a pixel size of 10 nm using the Everhart-

Thornley Secondary Electron (SE) detector at an accelerating voltage of 3 kV.  

Aside from the polished cross-section micrographs, all the pillars were also systematically 

observed after testing at low magnification by SEM in Secondary Electron (SE) mode 

(accelerating voltage of 3 kV and working distance of 13 mm). Besides, the internal damage 

was characterized for the specimen that were unloaded just before the final fracture. In this 

case, the cracks are expected to nucleate in in the upper part of the pillar (i.e. in a zone close 

to the top of the specimen) where the stresses are the highest. Therefore, 2D cross-sections 

localized in this zone of the tested pillars were polished using FIB-SEM (Crossbeam 540, 

Zeiss) at a milling current between 0.7-3 nA for the Ga
+
 beam. A conducting Au layer was 

deposited on the top surface of the pillar to limit the charge accumulation and the beam shift 

during the abrasion. For practical reasons, it can be noticed that the impregnation of the 

microstructure by an epoxy resin is not possible in this specific case. The SEM images of the 

2D FIB slices were acquired under conditions representative of 3-D imaging, i.e., acceleration 

voltages between 1.5-1.7 kV and current of 0.5-1.5 nA. Electron images from the secondary 

electrons Everhart-Thornley and in-lens energy-selective backscatterer were recorded for each 

region of interest. It can be noticed that the same procedure was applied to confirm that the 

microstructure of the YSZ skeleton was not affected by the dissolution of Ni in nitric acid, for 

the samples at high porosities before testing. 

 

2.3.2 Reconstructions by FIB-SEM and synchrotron X-ray holotomography   

The microstructure for all the investigated samples before testing were reconstructed for the 

accurate measurement of 3-D characteristic properties including the pore volume fraction. 

The 3D volumes were also used to verify the microstructure homogeneity of the tested 

materials. 
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3D reconstructions by FIB-SEM – For the pellets at intermediate porosities, the 

microstructural reconstructions were obtained by FIB-SEM (FEG-SEM NVISION 40, Carl 

ZEISS®) slice and view. The porosities were previously filled by an epoxy resin to help the 

subsequent image segmentation. The energy selective backscatter (ESB) detector with a low 

acceleration voltage of 1.5 kV was used for the electron images. Volumes of around 17
3 

µm
3
 

were acquired for the samples sintered at 1270°C, 1230°C, 1200°C and 1150°C with a voxel 

size of 10
3
 nm

3
.  

The same procedure was also used to check that the milling procedure using pFIB for the 

micro-pillar preparation does not affect its microstructure. For this purpose, two 3D FIB-SEM 

(Zeiss Crossbeam 540, Atlas Fibics) reconstructions were obtained for the pellet sintered at 

1270°C: the first one was acquired directly in one micro-pillar while the second one was 

taken just aside the well in which the specimen is centered (cf. Fig. 6). Then, a set of 

microstructural properties was computed and a comparison between the results on the two 3D 

reconstructions was performed. 

 

3D reconstructions by synchrotron X-ray holotomography – Regarding the highly porous 

samples, the mean diameter of the pore phase is significantly larger compared to the sintered 

pellets. Besides, the highly porous 8YSZ sample contains macro-pores (approx. 3 to 4 µm in 

size). Therefore, to be representative of this type of microstructures, large reconstructed 

volumes, bigger than the one obtained by the FIB-SEM, are required [53]. For this purpose, 

the microstructure for the 3YSZ and 8YSZ highly porous samples were reconstructed at the 

Nano-Imaging Beamline (ID16A) of the European Synchrotron Radiation Facility (ESRF) 

using X–ray nano-holotomography [57,58]. Before proceeding to X–ray tomography, pillars 

of around 60 µm in diameter were milled in the highly porous 8YSZ and 3YSZ pellets using 

pFIB (Fig. 2). Then, they were extracted using a micro-manipulator and fixed on a tip holder 

suitable for the X–ray tomography measurements. Afterwards, two reconstructions of 

51.225.6² µm
3
 were obtained for 8YSZ and 3YSZ with a voxel size of 25

3
 nm

3
.  

 

3. Results and discussions 

3.1 Sample preparation 

3.1.1 Porous pellets preparation 
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The microstructure of porous 8YSZ pellets after partial sintering and after Ni dissolution was 

characterized by image analysis on SEM micrographs of polished cross-sections.  

For the partially sintered pellets, the micrographs were taken in a region of interest close to 

the top surface of the pellets, where the micro-pillars are milled. As shown in Fig. 3a-d, SEM 

observations reveal that the microstructures of these samples are homogeneous with a rather 

uniform distribution of pores. When the sintering temperature is lowered from 1270°C to 

1150°C, the porosity fraction is increased with a significant decrease in the 2D connectivity of 

the solid phase at the lowest temperature (Fig. 3d). It can be pointed out that pellets sintered 

below a temperature of 1150°C showed no cohesion indicating a complete loss of the 

macroscopic percolation for the solid phase. It has been also checked that the microstructure 

remains homogeneous over a depth of about 200 µm from the top surface to the bulk of the 

pellets. This dimension exceeds the typical height of the pillars (i.e. 130 µm) meaning that 

there is no porosity gradient in the volume of the tested specimen. Nevertheless, a decrease in 

the porosity was detected at longer range, going from the top surface to the center of the 

pellet. As an illustration, for the sample sintered at 1270°C, the porosity measured at the pellet 

surface was 33% while the global estimation based on Archimedes principle has provided a 

porosity of 26%.  As a result, the manufacturing process adopted to produce porous 8YSZ 

pellets would not be appropriate for compression testing at macroscopic scale. Finally, the 

surface quality of the sintered pellets was also checked using optical microscopy. It has been 

found that after the mechanical polishing, the pellets are flat with a very slight residual 

roughness on the upper surface. It can be thus claimed that the protocol including the choice 

of the sintering temperatures and polishing conditions is validated for the preparation of the 

8YSZ pellets at intermediate porosities (<50%). 

 

SEM observations of the highly porous 8YSZ sample (Fig. 3e) after Ni dissolution have 

revealed a rather heterogeneous microstructure with some large pores randomly distributed in 

the volume. The presence of these macro-pores is explained by the use of a pore-forming 

agent during the manufacturing. It must be pointed out that a special attention was paid to 

optimize the Ni dissolution procedure in order to avoid YSZ surface decomposition by the 

nitric acid attack. For instance, as shown in Fig. 4a, defects such as holes at the surface of the 

8YSZ skeleton were detected on a FIB-SEM cross section of a non-impregnated sample 

treated in nitric acid three times for 4h under accelerated conditions using a magnetic stirrer 
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(Fig. 4a). The improved procedure, which repeats the treatment in the nitric acid solution only 

twice without stirrer (cf. section 2.1.2) allowed to dissolve the Ni by preserving the 8YSZ 

surface as shown in  Fig. 4b. Then, the same protocol was used to obtain the highly porous 

3YSZ sample. Its microstructure was also checked after the Ni dissolution. As for 8YSZ, the 

microstructure of the 3YSZ skeleton was preserved after Ni dissolution.    

The 3D reconstructions of the pellets at intermediate and high porosities are displayed in Fig. 

5. As shown in Fig. 5a-b, the microstructures of the partially sintered pellets are homogeneous 

with an increase in the solid phase size when densifying the sample. For highly porous 

specimens (Fig. 5c-d), the 3D reconstructions have confirmed that the Ni dissolution did not 

affect the YSZ skeleton. All these visual inspections of 3D volumes confirm the conclusions 

deduced from the 2D observations. 

 

3.1.2 Microstructural stability upon pFIB pillar milling  

As mentioned in section 2.3.2, the impact of the pFIB milling on the microstructural 

properties was assessed considering two 3D reconstructions, one taken in the pillar and the 

second  one in a region close to the well in which the specimen is centered  (for the pellet 

sintered at 1270°C: cf. Fig. 6). For this purpose, the tortuosity factor as well as the specific 

area for solid phase were computed using a set of programs detailed in the work of Moussaoui 

et al. [59]. It has been found that the tortuosity factor of the solid phase remains almost 

unchanged, being equal to 1.349 and 1.389 in the pellet and in the pillar after milling, 

respectively. For the solid phase specific surface area, only a very slight variation was 

detected between two volumes, which is more probably due to local variations in the 

microstructural properties (i.e. solid phase specific surface area is equal to 6.85 µm
-1

 and 6.51 

µm
-1

 before and after the milling). The absence of cracks in the material was also checked 

after milling. These results show that the microstructure is not affected by the pillar 

preparation and are in good agreement with the literature. Indeed, it has been shown in [49] 

that Xe ion implantation is limited to a few nanometers from the external surface and does not 

induce any damage in the bulk of the etched sample. As a result, the preparation of the pillar 

by pFIB is validated for the mechanical testing. It is worth noting that the methodology 

described in the present work could be adopted to prepare micro-pillars made of other porous 

ceramics.  

 



12 
 

3.2 Microstructural properties: pore volume fraction and phase size distribution 

The porosity fraction was initially estimated on segmented 2D SEM images. For this purpose, 

several SEM micrographs were taken for each type of pellet. The porosity estimation was 

further confirmed by measuring the property on the 3D reconstructions (Table 1). This pore 

volume fraction was directly given by the percentage of voxels associated to the porous phase. 

On the one hand, it has been found that the porosity varies from 33 ± 1% to 49 ± 1% when 

decreasing the sintering temperature from 1270°C to 1150°C for the 8YSZ partially sintered 

materials. On the other hand, a same porosity equal to 63 ± 3 % was measured on the both 

3YSZ and 8YSZ cermet substrates obtained after Ni dissolution. It can be noticed that the 

slight uncertainty in the measurements of the local porosity is mainly related to the image 

segmentation step. For example, the operations of erosion and dilatation by a voxel (or a 

pixel) in 3D (or 2D) segmentation of the investigated microstructures leads to a noticeable 

variation in the porosity measurement.  

As expected, the comparison between the investigated microstructures showed that the highly 

porous samples obtained from SOC cermet supports are more heterogeneous than the partially 

sintered ones (Fig. 5). It can be also seen that the porosity size of the highly porous 8YSZ 

sample is significantly larger than in the other samples due to the use of pore former (Fig. 5d).  

In order to quantify the difference between the investigated samples, a set of microstructural 

properties was assessed on 3D reconstructions. The continuous phase size distribution (PSD, 

i.e. the granulometry curves) was computed using morphological openings as described in 

[59,60]. The mean phase diameter, which corresponds to the particle size associated to 50% of 

the cumulative phase size distribution, was also determined from the granulometry curve.  

For this purpose, volumes of 5
3
 µm

3
 were used in the case of partially sintered samples. For 

the sake of clarity, the solid and porous phase size distributions are shown in Fig. 7a only for 

the 8YSZ samples sintered at the highest and the lowest temperatures (i.e. T=1270°C and 

T=1150°C). The comparison between the two granulometry curves shows a similar shape. 

Nevertheless, the microstructure sintered at 1270°C is characterized by wider size 

distributions for the two phases as compared to the ones sintered at 1150°C. Moreover, as 

expected, the size of the solid phase increases with increasing the sintering temperature due to 

the coarsening of the microstructure. Therefore, the size of 8YSZ phase is larger when the 

sintering temperature is higher with a significant increase in the mean particle size (i.e. solid 

phase mean diameter equal to 0.23 µm and 0.09 µm for the samples sintered at 1270°C and 
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1150°C, respectively as reported in Table 1). The porous phase mean diameter was found 

equal to 0.13 µm and 0.09 µm for the samples sintered at 1270°C and 1150°C, respectively.  

Regarding the highly porous 8YSZ sample, the microstructural properties have been 

calculated considering a larger volume of 25
3 

µm
3
 as the sample contains larger local 

heterogeneities. As shown in Fig. 7b, the granulometry plot for the solid phase exhibits a 

nearly symmetric distribution around a mean value while a significant dissymmetry is 

observed in the distribution of the porous phase. This special feature in the PSD for the porous 

phase is related to the presence of a large number of macro-pores in the investigated 

microstructure. Moreover, the pore mean diameter, equal to 0.99 µm, is considerably larger 

than the ones measured for the partially sintered 8YSZ samples at intermediate porosities. 

This difference is mainly due to the use of pore former during the manufacturing and the Ni 

phase, which was removed from the sample. It can also be noticed that the solid phase size 

presents a wide distribution with a solid phase mean diameter equal to 0.62 µm (Table 1).  

For the highly porous 3YSZ sample, the phase size distribution was computed considering a 

volume of 15
3 

µm
3
 adapted to the size of the heterogeneities in this microstructure (Fig. 5c, 

7c). It can be seen that the PSD plot for the porous phase has an almost symmetric shape. A 

slight dissymmetry in the curve can be noticed for the highest values of particle diameter 

illustrating a rather limited heterogeneity of the microstructure. A mean pore diameter of 0.33 

µm is found for this 3YSZ sample. This value is much lower than the one of the 8YSZ sample 

although the same pore volume fraction is maintained. This result is explained by the macro-

pores present in the highly porous 8YSZ sample, generated by pore-forming agents. Finally, it 

can be noted that the solid phase mean diameter for the highly porous 3YSZ sample, equal to 

0.25 µm, is in the same range as the one computed on the 8YSZ sample sintered at 1270°C 

(i.e.  0.23 µm) (Table 1).  

To conclude, 8YSZ samples with a wide range of porosities from 33% to 63% were obtained 

allowing to test the influence of porosity fraction on the compression fracture strength. The 

volume fraction and PSD calculations let anticipate meaningful comparison of the mechanical 

behavior of highly porous 8YSZ and 3YSZ, despite the slight differences in their 

microstructures. 

  

3.3 Micro-compression testing results  
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Two series of micro-compression tests were conducted on porous YSZ pillars under 

monotonic loading, just before specimen fracture and up to specimen collapse (cf. section 

2.2). The load-displacement response of each type of sample in the first series is displayed in 

Fig. 8. It can be noticed that the behavior during loading is not perfectly linear especially at 

low displacements. During this initial stage, the pillar presents a low apparent stiffness that 

must be explained by the progressive setting of the contact between the specimen and the flat 

punch indenter. Indeed, as discussed in [34], this first non-linear step can be ascribed to the 

compression of the surface defects on the top of the pillars such as roughness or possible 

presence of some debris. It can be mentioned that this explanation is consistent with the fact 

that this non-linear behavior was found to be much larger on preliminary tests when the 

surface of the pellets were not carefully polished according to the procedure described in 

section 2.1.1. This result highlights the crucial role of the surface preparation for the micro-

compression testing.  

This first nonlinear stage in the load-displacement curve is then followed by an almost linear 

response once the contact between the flat punch and the sample surface is established (Fig. 

8a-e). It is to be noted that, in contrast to other samples, the force-displacement curve for the 

highly porous 8YSZ pillar presents some perturbations with small steps at constant load all 

along the loading (Fig. 8f). This noise on the data is related to the very low force measured for 

this specific sample (the force is lower than 40 mN).  

The Young’s moduli of the porous 8YSZ pillars were estimated from the initial slope of the 

unloading curves. For this purpose, finite element simulations of the compression test were 

conducted assuming a pure elastic behavior with a Poisson’s ratio fixed to 0.31 [61]. For this 

modeling, a 2D approach including the full geometry of the tapered pillar attached to a part of 

the pellet was adopted using axisymmetric conditions. The size of the simulated pellet 

substrate was chosen in such a way that the mechanical response of the pillar becomes 

independent of boundary conditions applied at the bottom of the substrate (i.e. the 

displacements are blocked in the axial direction). As in the experiments, the imposed 

displacements were applied at the top of the pillar assuming a perfect sliding between the 

specimen and the flat punch. For these specific experiments (i.e. sample size and loading), it 

has been checked that the potential friction between the 8YSZ and the indenter does not 

change significantly the pillar mechanical response. This modeling has allowed identifying 

the Young’s modulus by fitting the experimental data recorded during the early stage of the 

specimen unloading (Table 2). For each type of porous pillar, the mean slope from three tests 
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was considered to take into account the scattering in the experimental measurements for the 

Young’s modulus estimation. It must be noticed that the unloading curve was used as it is 

affected neither by the initial establishment of the contact nor by the small perturbations as 

noted in the loading curve.  

The Young’s modulus estimated by FE simulations of the experiments is plotted as a function 

of the 8YSZ porosity in Fig. 9. As expected, the Young’s modulus   is found to be 

significantly decreased with increasing the porosity  . Moreover, the experimental data have 

been compared to the prediction of the so-called modified-exponential model (i.e.   

     
 
      

   
 
 [62]), proposed for porous ceramics, considering a Young’s modulus for dense 

8YSZ    of 216 GPa [61] and an intrinsic elastic modulus     of 2.2 [62]. Without any fitting, 

it can be seen that the modified-exponential law is roughly in good agreement with the 

measurements (Fig. 9). Therefore, even if these experiments were mainly designed to study 

the fracture behavior of porous ceramics considering micro-samples, satisfactory estimation 

of the Young’s modulus can also be made from the unloading curve of unbroken samples. 

The second series of experiments were conducted on other pillars until their total collapse. 

Considering the initial geometry of the pillar (i.e. total height and top surface diameter), 

engineering stress-strain data were calculated from the recorded load-displacement 

measurements. Examples of the typical stress-strain curves plotted until fracture are presented 

in Fig. 10. As it can be seen in Fig. 10a-d, the fracture occurs suddenly for the pillars with 

porosity ranging from 33% to 49%. No signs of internal damage are detected in the 

mechanical response before the total fracture, suggesting a pure brittle behavior of the 8YSZ 

ceramic at intermediate porosities. In Fig. 10e-f, for the highly porous samples, a slight 

deviation in the slope just before failure is observed in the loading curve. This specific 

mechanical response obtained at the highest porosity (i.e. 63%) could be an indicator of an 

internal damage starting before the total fracture. This observation could thus suggest a 

change in the material fracture mode under uniaxial compression at high porosity.  

For each investigated porosity and material, at least five pillars were tested to identify the 

compressive fracture strength and quantify the dispersion in the measurements. It is to be 

noted that the compressive fracture strength corresponds to the maximum strength measured 

just before the pillar collapse, marked by a star in Fig. 10. As reported in Table 2, the standard 

deviation for the measured fracture strength does not exceed a few percent of the mean value. 

This is a rather low data scattering for local measurements on micro porous samples. The 
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evolution of the measured fracture strength is plotted as a function of the porosity in Fig. 11 

for the 8YSZ samples. It can be remarked that the compressive fracture strength is strongly 

decreased with increasing the porosity. Indeed, the fracture strength is divided by a factor of 

58 when the porosity is increased from 33% to 63%. This evolution of the experimental data 

is well fitted by a power law equation as shown in Fig. 10. This result is in good agreement 

with the strength-porosity dependence relations proposed in literature from macro-scale 

measurements [63,64].  

Finally, the fracture strength measured for the highly porous 3YSZ is found considerably 

higher than for 8YSZ at similar porosity. This difference is mainly due to the intrinsic fracture 

properties of each material, known to be larger in 3YSZ [13,65], as well as most probably the 

noticeable differences in microstructures (with the presence of macro-pores in the highly 

porous 8YSZ sample).  

 

3.4 Post-mortem characterizations  

Pillars tested and unloaded before total fracture (first series of tests) were cross-sectioned and 

observed using FIB-SEM. Only the tests stopped at a loading slightly below the compressive 

fracture strength were selected to visualize the potential micro-cracks created in the pillars 

before their collapse. Since the transition from a damaged ceramic material to its totally 

broken state is very fast during our strain-controlled experiments, several calibration tests 

were required to be able to stop the loading just before the fracture. The resulting cracks 

within the 8YSZ sample sintered at 1270°C and the highly porous 8YSZ and 3YSZ specimens 

are shown in Fig. 12-13.  

As it can be seen in Fig.12a-c for the lowest porosity (i.e. sample sintered at 1270°C), a large 

crack parallel to the loading direction is observed in the pillar before the total collapse (first 

series of experiments). The same fracture mode with very few large cracks parallel to the 

loading direction was observed for the samples sintered at 1230°C, 1200°C and 1150°C. 

Therefore, the 8YSZ material with porosities ranging from 33% to 49% is characterized by a 

brittle behavior as anticipated from the mechanical response during compression (cf. section 

3.3). These observations are in good agreement with the theoretical study [66] as well as with 

experimental results obtained on macro-samples of porous alumina [67].  
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According to the brittle behavior at intermediate porosity, the fracture onset must be 

controlled by the weakest local zones in the microstructure from which a large crack nucleates 

and propagates to the whole specimen. In porous materials subjected to compression, critical 

sites for cracks initiation are likely to be related to local microstructure characteristics (pore 

size, orientation, ligament between two pores, etc.), leading to high local tensile stresses 

within the solid phase. The fracture triggers from one of these sites and then extends to the 

whole specimen [68]. Interestingly, despite the sensitivity of the compressive fracture strength 

to the first large crack nucleation, the experimental results were reproducible with a relative 

low scattering of the measurements. This could be explained by the homogeneity of the 

microstructure in the micro-pillar for the partially-sintered pellets with intermediate 

porosities.  

In contrast to the intermediate porosity case, the post-mortem characterizations of the highly 

porous 8YSZ pillars have revealed a distribution of micro-cracks in the microstructure. As 

shown in Fig. 13a, the density of these micro-cracks is maximal in the upper part of the pillar 

where the compression is the highest (because of the tapered shape of the pillar as discussed 

in section 2.1.3). These observations clearly indicate a different mechanism of fracture from 

the one at intermediate porosities. Indeed, for the highly porous sample, a local damage is 

induced in the material before the total fracture of the specimen. This internal damage 

explains the non-linear response, which is observed on the stress-strain response before the 

pillar fracture (Fig. 10f). It is worth noting that this result is in good agreement with the work 

of Meille et al. dedicated to highly porous alumina samples tested in compression at 

macroscopic scale [67]. Indeed, as shown in Fig. 13a, the authors had also observed a 

distribution of micro-cracks related to the local fracture of the solid walls between pores. The 

generation of these stable micro-cracks is also linked to local concentration of high tensile 

stresses in the solid phase. Then, the diffuse damage within the microstructure progressively 

increases until the final fracture of the material. Because of this damageable fracture mode, 

the fracture strength in compression should not be controlled by the first crack initiation 

event. Therefore, since the total fracture is not sensitive to the weakest zone in the 

microstructure, the limited dispersion of the compressive fracture strength measurements must 

be mainly ascribed to the specific fracture mechanism based on progressive damage upon 

loading. A similar damage behavior has been also noted for the highly porous 3YSZ sample. 

Indeed, as shown in (Fig. 13b), a network of micro-cracks between pores are also observed in 

the upper part of the specimen. As for the highly porous 8YSZ, this internal damage arising 
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before the total fracture is consistent with the non-linear response of the stress-strain curve 

(Fig. 10e). Therefore, despite the difference in mechanical properties with 8YSZ, the fracture 

mechanism of the highly porous 3YSZ is also governed by the generation of stable micro-

cracks in the microstructure.   

A transition in the fracture mode has been highlighted from a brittle behavior with large 

cracks at porosities below 50%, towards local damaging with micro-cracks at high porosity, 

similarly to the one observed on porous alumina on macro-samples [67]. This change in 

mechanism could be controlled by the stored elastic energy, which decreases with increasing 

the pore volume fraction. A larger amount of available elastic energy favors the instable 

propagation of long cracks as noted at intermediate porosities. Nevertheless, further studies 

are still required to better understand this transition. From this point of view, the mechanical 

modeling of the 3D microstructure could be a relevant tool to analyze the fracture behavior of 

these porous ceramics [68].  

 

3.5 Sample size effect 

The compressive fracture strength measured in the present work on 8YSZ micro-pillars at a 

porosity of 63% (i.e. 25 ± 3 MPa) is in good agreement with the data available in the literature 

obtained on macroscopic samples of 8YSZ at a porosity of 65% (i.e. 27 MPa) [31,32]. It can 

be thus deduced that the compressive fracture properties for the highly porous 8YSZ do not 

depend on the size of the tested specimen. The uniaxial compressive loading and the high 

porosity fraction could explain this statement. Indeed, at this porosity level, a local damage by 

the creation of micro-cracks is observed under compression. Solid walls between pores 

subjected to the highest tensile stress are broken first. Due to the low stored elastic energy, the 

fracture remains local and does not lead to the propagation of large cracks. The diffuse 

damage within the microstructure then progressively increases up to the density threshold 

leading to the total collapse of the material. In other words, at high porosity, the compressive 

fracture strength level is controlled by the density of the micro-cracks created in the specimen 

thus explaining the absence of a sample size effect as noted in this work.  

On the other hand, when the fracture mechanism is controlled by a pure brittle behavior at 

intermediate porosities, the available data at the macroscopic scale is not yet sufficient to 

discuss the sample size effect on the compressive fracture strength. Therefore, further 

investigations at porosities below 50% are still required. 
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4. Conclusion 

A protocol has been proposed in the present work for the testing of porous ceramics with 

microstructures averaging the contribution of porous and solid phases in 10-100 µm length 

scale, starting from micro-compression specimen fabrication and testing up to post-mortem 

characterizations. This original methodology has been applied to measure the fracture 

properties of porous Yttria-Stabilized Zirconia tested under micro-compression. The specimen 

for the experiments were prepared using Xe
+
 pFIB, which enabled to mill into porous YSZ 

pellets suitable micro-pillars with a typical diameter of 60 µm. The homogeneity of the 

porous microstructures was estimated by measuring relevant microstructural characteristics on 

cross-sections and 3D reconstructions obtained by electron and X-ray microscopy.  

The Young’s modulus was estimated from the unloading curves of pillars tested before failure 

and the compressive fracture strength was measured on pillars tested until the total fracture. 

These properties were determined for the 8YSZ material over a large range of porosities (33% 

to 63%) and for the 3YSZ ceramic at high porosity (63%). All the experiments were 

reproducible with a rather limited data scattering. A substantial decrease was found for the 

compressive fracture strength when increasing the porosity. Pillars tested and unloaded just 

before total failure were also cross-sectioned by FIB-SEM to support the analysis of 

mechanical failure behavior. A transition from a brittle behavior to a damage fracture mode 

was highlighted when increasing the porosity. Indeed, large cracks parallel to the direction of 

solicitation were observed at porosities below 50% while diffuse damage with micro-cracks 

was detected within the highly porous 3YSZ and 8YSZ samples at 63%.    
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Table 1. Microstructural properties of the investigated samples computed on 3D 

reconstructions. 

Preparation method 

Pore volume 

fraction 

[%] 

Solid phase mean 

diameter 

[µm] 

Porous phase 

mean diameter 

[µm] 

Partial sintering at 1270°C for 

8YSZ sample 
33 ± 1 0.23 0.13 

Partial sintering at 1230°C for 

8YSZ sample 
36 ± 1 - - 

Partial sintering at 1200°C for 

8YSZ sample 
40 ± 1 - - 

Partial sintering at 1150°C for 

8YSZ sample 
49 ± 1 0.09 0.09 

Dissolution in nitric acid of Ni for 

8YSZ cermet substrate 
63 ± 3 0.62 0.99 

Dissolution in nitric acid of Ni for 

3YSZ cermet substrate 
63  0.25 0.33 

 

 

Table 2. Mechanical properties of the investigated samples under micro-compression testing. 

Preparation method 

Young’s 

modulus 

[GPa] 

Compressive fracture 

strength 

[MPa] 

Partial sintering at 1270°C 83 1455 ± 77 

Partial sintering at 1230°C 45 950 ± 5 

Partial sintering at 1200°C 27 470 ± 4 

Partial sintering at 1150°C 13 124 ± 6 

Dissolution in nitric acid of Ni for 8YSZ 

cermet substrate 
3.7 25 ± 3 

Dissolution in nitric acid of Ni for 3YSZ 

cermet substrate 
- 147 ± 22 
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Fig1. Procedure for micro-pillar preparation: a) schematic representation of the Xe

+
 pFIB, b) 

example of a typical specimen obtained after the milling. 
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Fig 2. Specimen preparation procedure for X-ray tomography: a) fixation of the 

micromanipulator on the pillar, b) extraction of the pillar from the pellet, c) pillar moved by 

the micromanipulator to the invar pin, d) pillar mounted on the invar pin 
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Fig 3. Secondary electrons SEM micrographs of 8YSZ samples prepared by partially sintering 

under air at: a) 1270°C, b) 1230°C, c) 1200°C, d) 1150°C. e) and f) SEM observations of the 

8YSZ sample obtained by dissolving the Ni present in a cermet substrate for two 

magnifications. The insert in Fig. 3a shows the pellet after sintering.   
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Fig 4. Comparison between two FIB-SEM secondary electron cross-sections of 

microstructures obtained after dissolution of the Ni: a) with defects (highlighted by red and 

yellow rectangles), b) without defects (i.e. obtained by the validated protocol). 
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Fig 5. 3D rendering segmented volumes of FIB-SEM reconstructions of porous 8YSZ 

samples sintered at: a) 1270°C, b) 1150°C and of the whole X-ray holotomography 

reconstructions for c) highly porous 3YSZ, d) highly porous 8YSZ samples.  
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Fig 6. FIB-SEM segmented reconstructions of the sample sintered at 1270°C: a) illustration 

of the two regions of interest, 3D rendering volumes extracted from the whole FIB-SEM 

reconstructions b) Reconstruction 2: nearby the well in which is the pillar is centered, c) 

Reconstruction 1: in the pillar.  
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Fig 7. Particle size distributions of the solid and porous phases of: a) 8YSZ samples sintered 

at 1270°C (porosity: 33%) and 1150°C (49%), b) highly porous 8YSZ sample (63%), c) 

highly porous 3YSZ sample (63%). 
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Fig 8. Load-displacement curves recorded for samples sintered at: a) 1270°C (porosity: 33%), 

b) 1230 (36%), c) 1200°C (40%), d) 1150°C (49%) and highly porous specimens (63%) made 

of: e) 3YSZ, f) 8YSZ.  
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Fig 9. Young’s modulus as a function of porosity for 8YSZ porous ceramics. Comparison 

with the modified exponential model proposed in [62] considering a Young’s modulus of 

   = 216 GPa for dense 8YSZ [61] and an intrinsic elastic modulus     = 2.2 [62]. 
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Fig 10. Stress-strain response for the 8YSZ micro-pillars sintered at: a) 1270°C (porosity: 

33%), b) 1230 (36%), c) 1200°C (40%), d) 1150°C (49%) and for the highly porous 

specimens (63%) made of: e) 3YSZ, f) 8YSZ. Fracture stress is marked with a star. The zone 

surround by the dashed line in e) and f) shows non-linearity in the stress strain curve before 

fracture. 
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Fig 11. Compressive fracture strength as a function of porosity in 8YSZ ceramics, fitted by 

a power law model. 
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Fig 12. Ex-situ characterization after mechanical loading of the 8YSZ pillar sintered at 

1270°C (porosity: 33%): a) SEM image of a longitudinal crack on the edge of the pillar, b) 

SEM image of the tested pillar, c) FIB-SEM cross section showing the large crack in the 

bulk of the pillar. 
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Fig 13. Ex-situ characterization of the highly porous (porosity: 63%) pillars after the 

mechanical loading with a zoom showing micro-cracks in the bulk of the pillar (highlighted 

by red rectangles): a) 8YSZ, b) 3YSZ. The tests were stopped before the fracture. 
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